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FOREWORD

This document , FIIG New Mater ia l and Surface Treatment Concept Cross-Reference, has been
prepared by the Defense Logist ics Information Service, DLIS-KCCD. Any requests for addi t ion,
change, delet ion of or quest ions concerning data contained in the cross reference tables should be
directed to:

Defense Logist ics Agency
Defense Logist ics Information Service
ATTN: DLIS-KCCD
74 Washington Avenue North, Sui te 7
Batt le Creek, Michigan 49017-3084
(COMM) 616-961-5751
(DSN) 932-5751

Or contact :

Customer Support Center
(COMM) 616-961-4725
(DSN) 932-4725/ 1-888-352-9333
Fax: DSN 932-5305 / (616) 961-5305
Email : dl is-support@dlis .dla .mil

With the incept ion of the New Mater ia l Concept (MATT), a Cross-Reference List ing has been
compiled as a tool for use when updat ing a revised Federal I tem Ident i ficat ion Guide (FIIG). With
each succeeding FIIG the content of this l is t ing increases .
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MATERIAL CROSS REFERENCE

OLD
CODE SPECIFICATION REPLY & NEW REPLY CODE

AC0000 ACETATE COATED (NOT OTHERWISE SPECIFIED) (INVALID)

AD0000 ADHESIVE (NOT OTHERWISE SPECIFIED) (USE ADA000)

ADC000 DRY ADHESIVE (NOT OTHERWISE SPECIFIED) (USE ADA000)

ADD000 ADHESIVE, PRESSURE SENSITIVE (NOT OTHERWISE SPECIFIED) (USE ADA000)

AG0000 SILVER (NOT OTHERWISE SPECIFIED) (USE AGA000)

AGA000 SILVER NICKEL (NOT OTHERWISE SPECIFIED) (USE AGA000$$NLA000)

AGAT00 STERLING SILVER (NOT OTHERWISE SPECIFIED) (USE AGA000)

AGD000 SILVER ALLOY (NOT OTHERWISE SPECIFIED) (USE AGF000)

AGE000 SILVER PLATED (USE AGA000)

AG0006 SILVER, QQ-S-365, TYPE 1, GRADE A (USE AGA000)

AG0023 SILVER, AMS 4815 (USE NLA000$CUA000$$AGA000$$ST1022)

AG0029 SILVER, MIL-S-13282, GRADE C (USE AG0002)

AG0045 SILVER, 128431, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE AGA000)

AG0046 SILVER, 13854, WRIGHT AERONAUTICAL DIVISION OF CURTISS-WRIGHT CORP (USE AGA000)

AG0047 SILVER, 6817, WRIGHT AERONAUTICAL DIVISION OF CURTISS-WRIGHT CORP (USE AGA000)

AG0096 SILVER, 580-0011-000, COLLINS RADIO GROUP, ROCKWELL (USE AGA000)

AL0000 ALUMINUM ALLOY (NOT OTHERWISE SPECIFIED) (USE ALB000)

ALA000 ALUMINUM BRONZE (NOT OTHERWISE SPECIFIED) (USE CUB000)

ALAH00 CAST ALUMINUM ALLOY (NOT OTHERWISE SPECIFIED) (USE ALB000)

ALAJ00 ALUMINUM MESH (NOT OTHERWISE SPECIFIED) (USE ALA000$ALB000)

ALB000 ALUMINUM FOIL (NOT OTHERWISE SPECIFIED) (USE ALA000)

ALC000 ALUMINUM (NOT OTHERWISE SPECIFIED) (USE ALA000)

ALD000 ALUMINUM, BRASS, OR ZINC (NOT OTHERWISE SPECIFIED) (USE ALA000$CUB000$ZNB000)

ALF000 CAST ALUMINUM (USE ALA000)

ALG000 ALUMINUM, DIE CAST (NOT OTHERWISE SPECIFIED) (USE ALA000)

ALP000 ALUMINUM, COPPER, MAGNESIUM AND MANGANESE ALLOY (USE ALA000$$CUA000$$MGA000$$MGB000)

ALR000 ALUMINUM CLAD (USE ALA000)

AL0001 ALUMINUM ALLOY, AMS 4102 (USE AL1100)

AL0002 ALUMINUM ALLOY, AMS 4114 (USE AL5052)

AL0003 ALUMINUM ALLOY, AMS 4118 (USE AL2017)

AL0004 ALUMINUM ALLOY, AMS 4119 (USE AL2024)

AL0005 ALUMINUM ALLOY, AMS 4120 (USE AL2024)

AL0006 ALUMINUM ALLOY, AMS 4121 (USE AL2014)

AL0007 ALUMINUM ALLOY, AMS 4122 (USE AL7075)

AL0008 ALUMINUM ALLOY, AMS 4125 (USE AL6151)

AL0009 ALUMINUM ALLOY, AMS 4130 (USE AL2025)

AL0010 ALUMINUM ALLOY, AMS 4132 (USE AL2618)

AL0012 ALUMINUM ALLOY, AMS 4140 (USE AL2018)

AL0013 ALUMINUM ALLOY, AMS 4142 (USE AL2218)

AL0014 ALUMINUM ALLOY, AMS 4145 (USE AL4032)

AL0015 ALUMINUM ALLOY, AMS 4150 (USE AL6061)

AL0016 ALUMINUM ALLOY, AMS 4155 (USE AL6062)

AL0017 ALUMINUM ALLOY, AMS 4156 (USE AL6063)

AL0018 ALUMINUM ALLOY, AMS 4160 (USE AL6061)

AL0019 ALUMINUM ALLOY, AMS 4161 (USE AL6061)

AL0020 ALUMINUM ALLOY, AMS 4171 (USE ALB000)

AL0021 ALUMINUM ALLOY, AMS 4182 (USE AL5056)

AL0022 ALUMINUM ALLOY, AMS 4190 (USE AL4043)

AL0024 ALUMINUM ALLOY, MIL-A-12545, ALLOY 1100 (USE AL1100)

AL0025 ALUMINUM ALLOY, MIL-A-12545, ALLOY 2014 (USE AL2014)
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MATERIAL CROSS REFERENCE

OLD
CODE SPECIFICATION REPLY & NEW REPLY CODE

AL0029 ALUMINUM ALLOY, QQ-A-200/1, ALLOY 3003 (USE AL3003)

AL0030 ALUMINUM ALLOY, QQ-A-200/2, ALLOY 2014 (USE AL2014)

AL0031 ALUMINUM ALLOY, QQ-A-200/3, ALLOY 2024 (USE AL2024)

AL0032 ALUMINUM ALLOY, QQ-A-200/4, ALLOY 5083 (USE AL5083)

AL0033 ALUMINUM ALLOY, QQ-A-200/5, ALLOY 5086 (USE AL5086)

AL0034 ALUMINUM ALLOY, QQ-A-200/6, ALLOY 5454 (USE AL5454)

AL0035 ALUMINUM ALLOY, QQ-A-200/7, ALLOY 5456 (USE AL5456)

AL0036 ALUMINUM ALLOY, QQ-A-200/8, ALLOY 6061 (USE AL6061)

AL0037 ALUMINUM ALLOY, QQ-A-200/8, ALLOY 6062 (USE AL6062)

AL0038 ALUMINUM ALLOY, QQ-A-200/9, ALLOY 6063 (USE AL6063)

AL0039 ALUMINUM ALLOY, QQ-A-200/10, ALLOY 6066 (USE AL6066)

AL0040 ALUMINUM ALLOY, QQ-A-200/11, ALLOY 7075 (USE AL7075)

AL0041 ALUMINUM ALLOY, QQ-A-200/12, ALLOY 7079 (USE AL7079)

AL0042 ALUMINUM ALLOY, QQ-A-200/13, ALLOY 7178 (USE AL7178)

AL0043 ALUMINUM ALLOY, QQ-A-225/1, ALLOY 1100 (USE AL1100)

AL0044 ALUMINUM ALLOY, QQ-A-225/2, ALLOY 3003 (USE AL3003)

AL0045 ALUMINUM ALLOY, QQ-A-225/4, ALLOY 2014 (USE AL2014)

AL0046 ALUMINUM ALLOY, QQ-A-225/5, ALLOY 2017 (USE AL2017)

AL0047 ALUMINUM ALLOY, QQ-A-225/6, ALLOY 2024 (USE AL2024)

AL0048 ALUMINUM ALLOY, QQ-A-225/7, ALLOY 5052 (USE AL5052)

AL0049 ALUMINUM ALLOY, QQ-A-225/8, ALLOY 6061 (USE AL6061)

AL0050 ALUMINUM ALLOY, QQ-A-225/9, ALLOY 7075 (USE AL7075)

AL0051 ALUMINUM ALLOY, QQ-A-250/1, ALLOY 1100 (USE AL1100)

AL0052 ALUMINUM ALLOY, QQ-A-250/2, ALLOY 3003 (USE AL3003)

AL0053 ALUMINUM ALLOY, QQ-A-250/4, ALLOY 2024 (USE AL2024)

AL0054 ALUMINUM ALLOY, QQ-A-250/6, ALLOY 5083 (USE AL5083)

AL0055 ALUMINUM ALLOY, QQ-A-250/7, ALLOY 5086 (USE AL5086)

AL0056 ALUMINUM ALLOY, QQ-A-250/8, ALLOY 5052 (USE AL5052)

AL0057 ALUMINUM ALLOY, QQ-A-250/9, ALLOY 5456 (USE AL5456)

AL0058 ALUMINUM ALLOY, QQ-A-250/10, ALLOY 5454 (USE AL5454)

AL0059 ALUMINUM ALLOY, QQ-A-250/11, ALLOY 6061 (USE AL6061)

AL0060 ALUMINUM ALLOY, QQ-A-250/12, ALLOY 7075 (USE AL7075)

AL0061 ALUMINUM ALLOY, QQ-A-250/14, ALLOY 7178 (USE AL7178)

AL0062 ALUMINUM ALLOY, QQ-A-250/17, ALLOY 7079 (USE AL7079)

AL0063 ALUMINUM ALLOY, QQ-A-367, ALLOY 2014 (USE AL2014)

AL0064 ALUMINUM ALLOY, QQ-A-367, ALLOY 2017 (USE AL2017)

AL0065 ALUMINUM ALLOY, QQ-A-367, ALLOY 2018 (USE AL2018)

AL0066 ALUMINUM ALLOY, QQ-A-367, ALLOY 2219 (USE AL2219)

AL0067 ALUMINUM ALLOY, QQ-A-367, ALLOY 2618 (USE AL2618)

AL0068 ALUMINUM ALLOY, QQ-A-367, ALLOY 4032 (USE AL4032)

AL0069 ALUMINUM ALLOY, QQ-A-367, ALLOY 5083 (USE AL5083)

AL0070 ALUMINUM ALLOY, QQ-A-367, ALLOY 6066 (USE AL6066)

AL0071 ALUMINUM ALLOY, QQ-A-367, ALLOY 6151 (USE AL6151)

AL0072 ALUMINUM ALLOY, QQ-A-367, ALLOY 7075 (USE AL7075)

AL0073 ALUMINUM ALLOY, QQ-A-367, ALLOY 7076 (USE AL7076)

AL0075 ALUMINUM ALLOY, QQ-A-430, ALLOY 1100 (USE AL1100)

AL0076 ALUMINUM ALLOY, QQ-A-430, ALLOY 2017 (USE AL2017)

AL0077 ALUMINUM ALLOY, QQ-A-430, ALLOY 2024 (USE AL2024)

AL0078 ALUMINUM ALLOY, QQ-A-430, ALLOY 3003 (USE AL3003)

AL0079 ALUMINUM ALLOY, QQ-A-430, ALLOY 5052 (USE AL5052)

AL0080 ALUMINUM ALLOY, QQ-A-430, ALLOY 5056 (USE AL5056)

AL0081 ALUMINUM ALLOY, QQ-A-430, ALLOY 6053 (USE AL6053)

AL0082 ALUMINUM ALLOY, QQ-A-430, ALLOY 6061 (USE AL6061)
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MATERIAL CROSS REFERENCE

OLD
CODE SPECIFICATION REPLY & NEW REPLY CODE

AL0083 ALUMINUM ALLOY, QQ-A-430, ALLOY 7075 (USE AL7075)

AL0083 ALUMINUM ALLOY, QQ-A-255 (USE AL2014)

AL0085 ALUMINUM ALLOY, QQ-A-430, ALLOY 2117 (USE AL2117)

AL0086 ALUMINUM ALLOY, QQ-A-225/5A, T4 (USE AL2017)

AL0087A ALUMINUM ALLOY, QQ-A-250 (USE AL1100$AL3003$AL2014$AL2024$AL5083$AL5086$AL5052$AL5456$AL5454$AL6061$

AL0087B AL7075$AL7178$AL2020$AL7079)

AL0088 ALUMINUM, QQ-A-365, COMP A, T3-CANCELED (USE AL2011)

AL0091 ALUMINUM FOIL, MIL-A-148 (USE AL1100$AL1235)

AL0092 ALUMINUM ALLOY, AMS 4102, ALLOY 1100 (USE AL1100)

AL0093 ALUMINUM ALLOY, AMS 4120, ALLOY 2024 (USE AL2024)

AL0094 ALUMINUM ALLOY, AMS 7222, ALLOY 2117 (USE AL2117)

AL0095 ALUMINUM ALLOY, MIL-A-12545, ALLOY 6061 (USE AL6061)

AL0098 ALUMINUM ALLOY, SAE 2117 (USE AL2117)

AL0099 ALUMINUM ALLOY, 1100 (USE AL1100)

AL0100 ALUMINUM ALLOY, 2014 (USE AL2014)

AL0101 ALUMINUM ALLOY, 2017 (USE AL2017)

AL0102 ALUMINUM ALLOY, 2024 (USE AL2024)

AL0103 ALUMINUM ALLOY, 3003 (USE AL3003)

AL0104 ALUMINUM ALLOY, 50052 (INVALID)

AL0105 ALUMINUM ALLOY, 5054 (USE AL5054)

AL0106 ALUMINUM ALLOY, 5056 (USE AL5056)

AL0107 ALUMINUM ALLOY, 5083 (USE AL5083)

AL0108 ALUMINUM ALLOY, 5086 (USE AL5086)

AL0109 ALUMINUM ALLOY, 6061 (USE AL6061)

AL0110 ALUMINUM ALLOY, 6063 (USE AL6063)

AL0111 ALUMINUM ALLOY, 6066 (USE AL6066)

AL0112 ALUMINUM ALLOY, 7075 (USE AL7075)

AL0114 ALUMINUM ALLOY, QQ-A-200/2 (USE AL2014)

AL0115 ALUMINUM ALLOY, QQ-A-200/3 (USE AL2024)

AL0116 ALUMINUM ALLOY, QQ-A-200/4 (USE AL5083)

AL0117 ALUMINUM ALLOY, QQ-A-200/5 (USE AL5086)

AL0118 ALUMINUM ALLOY, QQ-A-200/6 (USE AL5454)

AL0120 ALUMINUM ALLOY, QQ-A-200/8 (USE AL6061$AL6062)

AL0121 ALUMINUM ALLOY, QQ-A-200/9 (USE AL6063)

AL0123 ALUMINUM ALLOY, QQ-A-200/11 (USE AL7075)

AL0124 ALUMINUM ALLOY, QQ-A-200/12 (USE AL7079)

AL0125 ALUMINUM ALLOY, QQ-A-200/13 (USE AL7178)

AL0126 ALUMINUM ALLOY, QQ-A-225/1 (USE AL1100)

AL0127 ALUMINUM ALLOY, QQ-A-225/2 (USE AL3003)

AL0128 ALUMINUM ALLOY, QQ-A-225/4 (USE AL2014)

AL0129 ALUMINUM ALLOY, QQ-A-225/5 (USE AL2017)

AL0130 ALUMINUM ALLOY, QQ-A-225/6 (USE AL2024)

AL0131 ALUMINUM ALLOY, QQ-A-225/7 (USE AL5052)

AL0132 ALUMINUM ALLOY, QQ-A-225/8 (USE AL6061)

AL0133 ALUMINUM ALLOY, QQ-A-225/9 (USE AL7075)

AL0134 ALUMINUM ALLOY, QQ-A-250/1 (USE AL1100)

AL0135 ALUMINUM ALLOY, QQ-A-250/2 (USE AL3003)

AL0136 ALUMINUM ALLOY, QQ-A-250/4 (USE AL2024)

AL0137 ALUMINUM ALLOY, QQ-A-250/6 (USE AL5083)

AL0138 ALUMINUM ALLOY, QQ-A-250/7 (USE AL5086)

AL0139 ALUMINUM ALLOY, QQ-A-250/8 (USE AL5052)

AL0140 ALUMINUM ALLOY, QQ-A-250/9 (USE AL5456)

AL0142 ALUMINUM ALLOY, QQ-A-250/11 (USE AL6061)
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MATERIAL CROSS REFERENCE

OLD
CODE SPECIFICATION REPLY & NEW REPLY CODE

AL0143 ALUMINUM ALLOY, QQ-A-250/12 (USE AL7075)

AL0152 ALUMINUM ALLOY, QQ-A-250/16, ALLOY 2020 (USE AL2020)

AL0153 ALUMINUM ALLOY, 5052 (USE AL5052)

AL0154A ALUMINUM ALLOY, QQ-A-200/3 OR QQ-A-225/5 OR QQ-A-225/6 WITH MINIMUM TENSILE STRENGTH OF 62000 PSI

AL0154B (USE AL2024$AL2017)

AL0155 ALUMINUM ALLOY, QQ-A-325 (USE AL6061)

AL0157 ALUMINUM ALLOY, QQ-A-601, CLASS 3M, T6 (USE AL0046)

AL0160 ALUMINUM ALLOY, QQ-A-601, ALLOY 356, TEMPER T6 (USE AL0046)

AL0161 ALUMINUM ALLOY, QQ-A-601, ALLOY 356, TEMPER T51 (USE AL0046)

AL0163A ALUMINUM ALLOY, QQ-A-596 (USE AL0033$AL0308$AL0213$AL0038$AL0063$AL0066$AL0039$AL0040$AL0064$AL0035$

AL0163B AL0333$AL0045$AL0060$AL0046$AL0002$AL0051$AL0850$AL0061$AL0062$AL0049$AL0047$AL0048$AL0044)

AL0166 ALUMINUM ALLOY, QQ-A-315, TEMPER H38, NO. 5052 (USE AL5052)

AL0167 ALUMINUM ALLOY, QQ-A-318, COND 1/2 HARD (USE AL5052)

AL0168 ALUMINUM ALLOY, QQ-A-325, TEMPER O (USE AL6061)

AL0169 ALUMINUM ALLOY, QQ-A-325, TEMPER 6 (USE AL6061)

AL0170 ALUMINUM ALLOY, QQ-A-351, BAR TEMPER T4 (USE AL2017)

AL0171 ALUMINUM ALLOY, QQ-A-354A, CLASS 24S, T4 (USE AL2024)

AL0172 ALUMINUM ALLOY, WW-T-788, NO. 3003, TEMPER H18 (USE AL3003)

AL0173 ALUMINUM ALLOY, AMS 4088 (USE AL2024)

AL0174 ALUMINUM ALLOY, QQ-A-601, T6 (USE AL0034$AL0039$AL0025$AL0036$AL0048$AL0042)

AL0175 ALUMINUM BRONZE, QQ-B-679, COMP 2 (USE CU0122)

AL0177 ALUMINUM ALLOY, 2014, T6 (USE AL2014)

AL0179 ALUMINUM ALLOY, 5005, H14 (USE AL5005)

AL0181 ALUMINUM ALLOY, 7075, T6 (USE AL7075)

AL0183 ALUMINUM ALLOY, QQ-A-250/12B, ALLOY 7075, T6 (USE AL7075)

AL0184A ALUMINUM ALLOY, QQ-A-591 (USE AL0027$AL0028$AL0029$AL0030$AL0031$AL0032$AL0050$AL0052$AL0054$

AL0184B AL0044$AL0008)

AL0185 ALUMINUM ALLOY, AMS 4001 (USE AL1100)

AL0191 ALUMINUM ALLOY, QQ-A-200/2, ALLOY 2014, T4 (USE AL2014)

AL0194 ALUMINUM ALLOY, QQ-A-200/2, ALLOY 2014, T4511 (USE AL2014)

AL0195 ALUMINUM ALLOY, QQ-A-200/2, ALLOY 2014, T6 (USE AL2014)

AL0196 ALUMINUM ALLOY, QQ-A-200/2, ALLOY 2014, T62 (USE AL2014)

AL0197 ALUMINUM ALLOY, QQ-A-200/2, ALLOY 2014, T6510 (USE AL2014)

AL0198 ALUMINUM ALLOY, QQ-A-200/2, ALLOY 2014, T6511 (USE AL2014)

AL0199 ALUMINUM ALLOY, QQ-A-200/3, ALLOY 2024, 0 (USE AL2024)

AL0200 ALUMINUM ALLOY, QQ-A-200/3, ALLOY 2024, T3510 (USE AL2024)

AL0201 ALUMINUM ALLOY, QQ-A-200/3, ALLOY 2024, T3511 (USE AL2024)

AL0202 ALUMINUM ALLOY, QQ-A-200/3, ALLOY 2024, T4 (USE AL2024)

AL0203 ALUMINUM ALLOY, QQ-A-200/3, ALLOY 2024, T42 (USE AL2024)

AL0205 ALUMINUM ALLOY, QQ-A-200/3, ALLOY 2024, T8511 (USE AL2024)

AL0208 ALUMINUM ALLOY, QQ-A-200/4, ALLOY 5083, H111 (USE AL5083)

AL0209 ALUMINUM ALLOY, QQ-A-200/4, ALLOY 5083, H112 (USE AL5083)

AL0211 ALUMINUM ALLOY, QQ-A-200/5, ALLOY 5086, H111 (USE AL5086)

AL0221 ALUMINUM ALLOY, QQ-A-200/8, ALLOY 6062 (USE AL6062)

AL0225 ALUMINUM ALLOY, QQ-A-200/8, ALLOY 6062, T6510 (USE AL6062)

AL0226 ALUMINUM ALLOY, QQ-A-200/8, ALLOY 6062, T6511 (USE AL6062)

AL0227 ALUMINUM ALLOY, QQ-A-200/9, ALLOY 6063, 0 (USE AL6063)

AL0229 ALUMINUM ALLOY, QQ-A-200/9, ALLOY 6063, T4 (USE AL6063)

AL0230 ALUMINUM ALLOY, QQ-A-200/9, ALLOY 6063, T5 (USE AL6063)

AL0231 ALUMINUM ALLOY, QQ-A-200/9, ALLOY 6063, T6 (USE AL6063)

AL0239 ALUMINUM ALLOY, QQ-A-200/10, ALLOY 6066, T6510 (USE AL6066)

AL0241 ALUMINUM ALLOY, QQ-A-200/11, ALLOY 7075, 0 (USE AL7075)

AL0242 ALUMINUM ALLOY, QQ-A-200/11, ALLOY 7075, T6 (USE AL7075)
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AL0244 ALUMINUM ALLOY, QQ-A-200/11, ALLOY 7075, T6511 (USE AL7075)

AL0245 ALUMINUM ALLOY, QQ-A-200/11, ALLOY 7075, T73 (USE AL7075)

AL0247 ALUMINUM ALLOY, QQ-A-200/12, ALLOY 7079, T6 (USE AL7079)

AL0251 ALUMINUM ALLOY, QQ-A-200/13, ALLOY 7178, T6 (USE AL7178)

AL0252 ALUMINUM ALLOY, QQ-A-200/13, ALLOY 7178 (USE AL7178)

AL0256 ALUMINUM ALLOY, QQ-A-225/1, ALLOY 1100, H14 (USE AL1100)

AL0257 ALUMINUM ALLOY, QQ-A-225/1, ALLOY 1100, H16 (USE AL1100)

AL0259 ALUMINUM ALLOY, QQ-A-225/1, ALLOY 1100, H112 (USE AL1100)

AL0263 ALUMINUM ALLOY, QQ-A-225/2, ALLOY 3003, H14 (USE AL3003)

AL0268 ALUMINUM ALLOY, QQ-A-225/3, ALLOY 2011 (USE AL2011)

AL0269 ALUMINUM ALLOY, QQ-A-225/3, ALLOY 2011, T3 (USE AL2011)

AL0273 ALUMINUM ALLOY, QQ-A-225/4, ALLOY 2014, T6 (USE AL2014)

AL0274 ALUMINUM ALLOY, QQ-A-225/4, ALLOY 2014, T651 (USE AL2014)

AL0276 ALUMINUM ALLOY, QQ-A-225/5, ALLOY 2017, T4 (USE AL2017)

AL0277 ALUMINUM ALLOY, QQ-A-225/5, ALLOY 2017, T451 (USE AL2017)

AL0278 ALUMINUM ALLOY, QQ-A-225/6, ALLOY 2024, 0 (USE AL2024)

AL0279 ALUMINUM ALLOY, QQ-A-225/6, ALLOY 2024, T351 (USE AL2024)

AL0280 ALUMINUM ALLOY, QQ-A-225/6, ALLOY 2024, T4 (USE AL2024)

AL0281 ALUMINUM ALLOY, QQ-A-225/6, ALLOY 2024, T6 (USE AL2024)

AL0282 ALUMINUM ALLOY, QQ-A-225/6, ALLOY 2024, T851 (USE AL2024)

AL0283 ALUMINUM ALLOY, QQ-A-225/7, ALLOY 5052, 0 (USE AL5052)

AL0284 ALUMINUM ALLOY, QQ-A-225/7, ALLOY 5052, H32 (USE AL5052)

AL0285 ALUMINUM ALLOY, QQ-A-225/7, ALLOY 5052, H34 (USE AL5052)

AL0286 ALUMINUM ALLOY, QQ-A-225/7, ALLOY 5052, H36 (USE AL5052)

AL0289 ALUMINUM ALLOY, QQ-A-225/8, ALLOY 6061, 0 (USE AL6061)

AL0290 ALUMINUM ALLOY, QQ-A-225/8, ALLOY 6061, T4 (USE AL6061)

AL0292 ALUMINUM ALLOY, QQ-A-225/8, ALLOY 6061, T451 (USE AL6061)

AL0293 ALUMINUM ALLOY, QQ-A-225/8, ALLOY 6061, T6 (USE AL6061)

AL0294 ALUMINUM ALLOY, QQ-A-225/8, ALLOY 6061, T651 (USE AL6061)

AL0296 ALUMINUM ALLOY, QQ-A-225/9, ALLOY 7075, T6 (USE AL7075)

AL0297 ALUMINUM ALLOY, QQ-A-225/9, ALLOY 7075, T651 (USE AL7075)

AL0298 ALUMINUM ALLOY, QQ-A-225/9, ALLOY 7075, T73 (USE AL7075)

AL0299 ALUMINUM ALLOY, QQ-A-250/1, ALLOY 1100, 0 (USE AL1100)

AL0300 ALUMINUM ALLOY, QQ-A-250/1, ALLOY 1100, H12 (USE AL1100)

AL0301 ALUMINUM ALLOY, QQ-A-250/1, ALLOY 1100, H14 (USE AL1100)

AL0303 ALUMINUM ALLOY, QQ-A-250/1, ALLOY 1100, H18 (USE AL1100)

AL0309 ALUMINUM ALLOY, QQ-A-250/1, ALLOY 1100, F (USE AL1100)

AL0310 ALUMINUM ALLOY, QQ-A-250/2, ALLOY 3003, 0 (USE AL3003)

AL0312 ALUMINUM ALLOY, QQ-A-250/2, ALLOY 3003, H14 (USE AL3003)

AL0313 ALUMINUM ALLOY, QQ-A-250/2, ALLOY 3003, H16 (USE AL3003)

AL0316 ALUMINUM ALLOY, QQ-A-250/2, ALLOY 3003, H24 (USE AL3003)

AL0317 ALUMINUM ALLOY, QQ-A-250/2, ALLOY 3003, H26 (USE AL3003)

AL0320 ALUMINUM ALLOY, QQ-A-250/2, ALLOY 3003, H112 (USE AL3003)

AL0321 ALUMINUM ALLOY, QQ-A-250/3, ALLOY 2014 (USE AL2014)

AL0322 ALUMINUM ALLOY, QQ-A-250/3, ALLOY 2014, 0 (USE AL2014)

AL0323 ALUMINUM ALLOY, QQ-A-250/3, ALLOY 2014, T3 (USE AL2014)

AL0324 ALUMINUM ALLOY, QQ-A-250/3, ALLOY 2014, T4 (USE AL2014)

AL0326 ALUMINUM ALLOY, QQ-A-250/3, ALLOY 2014, T6 (USE AL2014)

AL0330 ALUMINUM ALLOY, QQ-A-250/3, ALLOY 2014, F (USE AL2014)

AL0331 ALUMINUM ALLOY, QQ-A-250/4, ALLOY 2024, 0 (USE AL2024)

AL0332 ALUMINUM ALLOY, QQ-A-250/4, ALLOY 2024, T3 (USE AL2024)

AL0334 ALUMINUM ALLOY, QQ-A-250/4, ALLOY 2024, T4 (USE AL2024)

AL0335 ALUMINUM ALLOY, QQ-A-250/4, ALLOY 2024, T42 (USE AL2024)
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AL0336 ALUMINUM ALLOY, QQ-A-250/4, ALLOY 2024, T62 (USE AL2024)

AL0338 ALUMINUM ALLOY, QQ-A-250/4, ALLOY 2024, T81 (USE AL2024)

AL0340 ALUMINUM ALLOY, QQ-A-250/4, ALLOY 2024, T351 (USE AL2024)

AL0341 ALUMINUM ALLOY, QQ-A-250/4, ALLOY 2024, T851 (USE AL2024)

AL0343 ALUMINUM ALLOY, QQ-A-250/5, ALLOY ALCLAD 2024 (USE AL2024$$AL1230)

AL0344 ALUMINUM ALLOY, QQ-A-250/5, ALLOY ALCLAD 2024, O (USE AL2024$$AL1230)

AL0345 ALUMINUM ALLOY, QQ-A-250/5, ALLOY ALCLAD 2024, T3 (USE AL2024$$AL1230)

AL0347 ALUMINUM ALLOY, QQ-A-250/5, ALLOY ALCLAD 2024, T4 (USE AL2024$$AL1230)

AL0348 ALUMINUM ALLOY, QQ-A-250/5, ALLOY ALCLAD 2024, T42 (USE AL2024$$AL1230)

AL0349 ALUMINUM ALLOY, QQ-A-250/5, ALLOY ALCLAD 2024, T62 (USE AL2024$$AL1230)

AL0351 ALUMINUM ALLOY, QQ-A-250/5, ALLOY ALCLAD 2024, T86 (USE AL2024)

AL0352 ALUMINUM ALLOY, QQ-A-250/5, ALLOY ALCLAD 2024, T351 (USE AL2024$$AL1230)

AL0354 ALUMINUM ALLOY, QQ-A-250/5, ALLOY ALCLAD 2024, F (USE AL2024$$AL1230)

AL0356 ALUMINUM ALLOY, QQ-A-250/6, ALLOY 5083, H321 (USE AL5083)

AL0357 ALUMINUM ALLOY, QQ-A-250/6, ALLOY 5083, H323 (USE AL5083)

AL0358 ALUMINUM ALLOY, QQ-A-250/6, ALLOY 5083, H343 (USE AL5083)

AL0359 ALUMINUM ALLOY, QQ-A-250/6, ALLOY 5083, H112 (USE AL5083)

AL0360 ALUMINUM ALLOY, QQ-A-250/7, ALLOY 5086, 0 (USE AL5086)

AL0361 ALUMINUM ALLOY, QQ-A-250/7, ALLOY 5086, H32 (USE AL5086)

AL0362 ALUMINUM ALLOY, QQ-A-250/7, ALLOY 5086, H34 (USE AL5086)

AL0364 ALUMINUM ALLOY, QQ-A-250/7, ALLOY 5086, H112 (USE AL5086)

AL0365 ALUMINUM ALLOY, QQ-A-250/8, ALLOY 5052, 0 (USE AL5052)

AL0366 ALUMINUM ALLOY, QQ-A-250/8, ALLOY 5052, H22 (USE AL5052)

AL0367 ALUMINUM ALLOY, QQ-A-250/8, ALLOY 5052, H24 (USE AL5052)

AL0370 ALUMINUM ALLOY, QQ-A-250/8, ALLOY 5052, H32 (USE AL5052)

AL0371 ALUMINUM ALLOY, QQ-A-250/8, ALLOY 5052, H34 (USE AL5052)

AL0372 ALUMINUM ALLOY, QQ-A-250/8, ALLOY 5052, H36 (USE AL5052)

AL0373 ALUMINUM ALLOY, QQ-A-250/8, ALLOY 5052, H38 (USE AL5052)

AL0385 ALUMINUM ALLOY, QQ-A-250/11, ALLOY 6061, 0 (USE AL6061)

AL0386 ALUMINUM ALLOY, QQ-A-250/11, ALLOY 6061, T4 (USE AL6061)

AL0387 ALUMINUM ALLOY, QQ-A-250/11, ALLOY 6061, T6 (USE AL6061)

AL0389 ALUMINUM ALLOY, QQ-A-250/11, ALLOY 6061, T451 (USE AL6061)

AL0390 ALUMINUM ALLOY, QQ-A-250/11, ALLOY 6061, T651 (USE AL6061)

AL0392 ALUMINUM ALLOY, QQ-A-250/12, ALLOY 7075, 0 (USE AL7075)

AL0393 ALUMINUM ALLOY, QQ-A-250/12, ALLOY 7075, T6 (USE AL7075)

AL0394 ALUMINUM ALLOY, QQ-A-250/12, ALLOY 7075, T651 (USE AL7075)

AL0396 ALUMINUM ALLOY, QQ-A-250/13, ALLOY ALCLAD 7075 (USE AL7075$$AL7072)

AL0397 ALUMINUM ALLOY, QQ-A-250/13, ALLOY ALCLAD 7075, 0 (USE AL7075$$AL7072)

AL0398 ALUMINUM ALLOY, QQ-A-250/13, ALLOY ALCLAD 7075, T6 (USE AL7075$$AL7072)

AL0399 ALUMINUM ALLOY, QQ-A-250/13, ALLOY ALCLAD 7075, T651 (USE AL7075$$AL7072)

AL0412 ALUMINUM ALLOY, QQ-A-250/17, ALLOY 7079, T651 (USE AL7079)

AL0413 ALUMINUM ALLOY, QQ-A-250/17, ALLOY 7079, F (USE AL7079)

AL0416 ALUMINUM ALLOY, QQ-A-250/18, ALLOY ALCLAD ONE SIDE 7075, T6 /D/ (USE AL7075$$AL7072)

AL0417 ALUMINUM ALLOY, QQ-A-250/18, ALLOY ALCLAD ONE SIDE 7075, T651 (USE AL7075$$AL7072)

AL0420 ALUMINUM ALLOY, QQ-A-367, COMP 2014, T6 (USE AL2014)

AL0427 ALUMINUM ALLOY, QQ-A-367, COMP 2618, T61 (USE AL2618)

AL0431 ALUMINUM ALLOY, QQ-A-367, COMP 6061, T6 (USE AL6061)

AL0432 ALUMINUM ALLOY, QQ-A-367, COMP 6061, T652 (USE AL6061)

AL0433 ALUMINUM ALLOY, QQ-A-367, COMP 6066, T6 (USE AL6066)

AL0435 ALUMINUM ALLOY, QQ-A-367, COMP 7075, T6 (USE AL7075)

AL0436 ALUMINUM ALLOY, QQ-A-367, COMP 7075, T73 (USE AL7075)

AL0441 ALUMINUM BRONZE, QQ-B-671, CLASS 1, AS CAST (USE CU0217)

AL0442 ALUMINUM BRONZE, QQ-B-671, CLASS 2, AS CAST (USE CU0218)
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AL0443 ALUMINUM BRONZE, QQ-B-671, CLASS 2, HEAT TREATED (USE CU0218)

AL0444 ALUMINUM BRONZE, QQ-B-671, CLASS 3, AS CAST (USE CU0219)

AL0445 ALUMINUM BRONZE, QQ-B-671, CLASS 3, HEAT TREATED (USE CU0219)

AL0446 ALUMINUM BRONZE, QQ-B-671, CLASS 4, AS CAST (USE CU0220)

AL0447 ALUMINUM ALLOY, QQ-B-671, CLASS 4, HEAT TREATED-CANCELED (USE CU0220)

AL0448 ALUMINUM BRONZE, QQ-B-679, COMP 1 (USE CU0127)

AL0449 ALUMINUM BRONZE, QQ-B-679, COMP 3 (USE CU0111)

AL0450 ALUMINUM BRONZE, QQ-B-679, COMP 5 (USE CU0115)

AL0451 ALUMINUM ALLOY, QQ-A-325, COMP 6061, GRADE T6 (USE AL6061)

AL0453 ALUMINUM ALLOY, QQ-A-591, ALLOY A13 (USE AL0030)

AL0454 ALUMINUM ALLOY, QQ-A-591, ALLOY A380 (USE AL0028)

AL0455 ALUMINUM ALLOY, QQ-A-591, ALLOY 13 (USE AL0027)

AL0456 ALUMINUM ALLOY, QQ-A-591, ALLOY 218 (USE AL0050)

AL0457 ALUMINUM ALLOY, QQ-A-591, ALLOY 360 (USE AL0029)

AL0460 ALUMINUM ALLOY, QQ-A-596, ALLOY 356 (USE AL0046)

AL0465 ALUMINUM ALLOY, QQ-A-430, ALLOY 5456 (INVALID)

AL0470 ALUMINUM ALLOY, 5456 (USE AL5456)

AL0472 ALUMINUM ALLOY, 7079 (USE AL7079)

AL0473 ALUMINUM ALLOY, 7178 (USE AL7178)

AL0476A ALUMINUM ALLOY, ASTM-B209-67 (USE AL1060$AL1100$AL1230$AL2014$AL2024$AL2124$AL2219$AL3003$AL3004$

AL0476B AL3005$AL3105$AL5005$AL5050$AL5052$AL5083$AL5086$AL5154$AL5252$AL5254$AL5454$AL5456$

AL0476C AL5457$AL5657$AL6003$AL6061$AL7008$AL7011$AL7072$AL7075$AL7079$AL7178)

AL0478 ALUMINUM ALLOY, QQ-A-225/10, ALLOY 6262, T6 (USE AL6262)

AL0480 ALUMINUM ALLOY, QQ-A-225/10, ALLOY 6262, T9 (USE AL6262)

AL0481 ALUMINUM BRONZE, QQ-C-390, ALLOY G1, AS CAST /D/ (USE CU0222)

AL0482 ALUMINUM BRONZE, QQ-C-390, ALLOY G1, HEAT TREATED /D/ (USE CU0222)

AL0483 ALUMINUM BRONZE, QQ-C-390, ALLOY G5, AS CAST /D/ (USE CU0219)

AL0484 ALUMINUM BRONZE, QQ-C-390, ALLOY G5, HEAT TREATED /D/ (USE CU0219)

AL0485 ALUMINUM BRONZE, QQ-C-390, ALLOY G6, AS CAST /D/ (USE CU0217)

AL0486 ALUMINUM BRONZE, QQ-C-390, ALLOY G7, AS CAST /D/ (USE CU0218)

AL0487 ALUMINUM BRONZE, QQ-C-390, ALLOY G7, HEAT TREATED /D/ (USE CU0218)

AL0488 ALUMINUM ALLOY, QQ-A-200/8, ALLOY 6061, O (USE AL6061)

AL0489 ALUMINUM ALLOY, QQ-A-200/8, ALLOY 6061, T4 (USE AL6061)

AL0490 ALUMINUM ALLOY, QQ-A-200/8, ALLOY 6061, T6 (USE AL6061)

AL0491 ALUMINUM ALLOY, QQ-A-200/8, ALLOY 6061, T42 (USE AL6061)

AL0492 ALUMINUM ALLOY, QQ-A-200/8, ALLOY 6061, T4510 (USE AL6061)

AL0493 ALUMINUM ALLOY, QQ-A-200/8, ALLOY 6061, T4511 (USE AL6061)

AL0494 ALUMINUM ALLOY, QQ-A-200/8, ALLOY 6061, T6510 (USE AL6061)

AL0495 ALUMINUM ALLOY, QQ-A-200/8, ALLOY 6061, T6511 (USE AL6061)

AL0496 ALUMINUM BRONZE, SAE CA614 (USE CU0115)

AL0498 ALUMINUM BRONZE, SAE CA623 (USE CU0119)

AL0500 ALUMINUM BRONZE, SAE CA630 (USE CU0122)

AL0501 ALUMINUM BRONZE, SAE CA637 (USE CU0123)

AL0502 ALUMINUM ALLOY, SAE 770 (USE AL0850)

AL0503 ALUMINUM ALLOY, SAE 780 (USE AL0061)

AL0505 ALUMINUM ALLOY, SAE 782 (USE AL0784)

AL0507 ALUMINUM BRONZE, MIL-B-16166, COMP 1 (USE CU0119)

AL0508 ALUMINUM BRONZE, MIL-B-16166, COMP 2 (USE CU0122)

AL0509 ALUMINUM BRONZE, QQ-C-390, ALLOY G2 /D/ (USE CU0220)

AL0510 ALUMINUM BRONZE, QQ-C-390, ALLOY G3 /D/ (USE CU0220)

AL0511 ALUMINUM BRONZE, QQ-C-390, ALLOY G4 /D/ (USE CU0222)

AL0512 ALUMINUM BRONZE, QQ-C-390, ALLOY G8 /D/ (USE CU0222)

AL0513 ALUMINUM BRONZE, QQ-C-465, ALLOY 606 (USE CU0111)
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AL0514 ALUMINUM BRONZE, QQ-C-465, ALLOY 614 (USE CU0115)

AL0515 ALUMINUM BRONZE, QQ-C-465, ALLOY 630 (USE CU0122)

AL0516 ALUMINUM BRONZE, QQ-C-465, ALLOY 642 (USE CU0127)

AL0517 ALUMINUM BRONZE, QQ-C-390, ALLOY G1 /D/ (USE CU0220)

AL0518 ALUMINUM BRONZE, QQ-C-390, ALLOY G5 /D/ (USE CU0219)

AL0519 ALUMINUM BRONZE, QQ-C-390, ALLOY G6 /D/ (USE CU0217)

AL0520 ALUMINUM BRONZE, QQ-C-390, ALLOY G7 /D/ (USE CU0218)

AL0521 ALUMINUM ALLOY, AMS 4027, 6061, T6 (USE AL6061)

AL0522A ALUMINUM ALLOY, QQ-A-367 (USE AL2014$AL2017$AL2018$AL2025$AL2218$AL2219$AL2618$AL4032$AL5083$AL6061$

AL0522B AL6066$AL6151$AL7075$AL7076$AL7079$AL7049)

AL0523 ALUMINUM ALLOY, QQ-A-591, ALLOY 380 (USE AL0031)

AL0524 ALUMINUM ALLOY, MIL-R-1150 CANCEL /D/ (USE AL1396)

AL0525 ALUMINUM ALLOY, MIL-R-1150, GRADE E (USE AL6053)

AL0526 ALUMINUM BRONZE, ASTM-B-148, ALLOY 9A (USE CU0217)

AL0528 ALUMINUM ALLOY, AMS 4120, ALLOY 2024, T4 (USE AL2024)

AL0529 ALUMINUM ALLOY, QQ-A-354, ALLOY 2024, T4 (USE AL2024)

AL0531 ALUMINUM ALLOY, QQ-A-318 (USE AL5052)

AL0532 ALUMINUM ALLOY, QQ-A-318, H34 (USE AL5052)

AL0533 ALUMINUM ALLOY, QQ-A-355, T4 (USE AL2024)

AL0534 ALUMINUM ALLOY, QQ-A-430, ALLOY 6061, T4 (USE AL6061)

AL0535 ALUMINUM ALLOY, WW-T-700/3 (USE AL2024)

AL0536 ALUMINUM ALLOY, QQ-A-359 (USE AL3003)

AL0537 ALUMINUM ALLOY, MIL-A-8701 (USE AL5356$AL5083)

AL0539 ALUMINUM ALLOY, QQ-A-115/6, COMP 2024 (INVALID)

AL0540 ALUMINUM ALLOY, QQ-A-261 (USE AL2014)

AL0541 ALUMINUM ALLOY, QQ-A-266 (USE AL2014)

AL0542 ALUMINUM ALLOY, QQ-A-268 (USE AL2024)

AL0543 ALUMINUM ALLOY, QQ-A-268, ALLOY 2024 (USE AL2024)

AL0544 ALUMINUM ALLOY, QQ-A-268, COND T4 (USE AL2024)

AL0545 ALUMINUM ALLOY, QQ-A-282 (USE AL7075)

AL0546 ALUMINUM ALLOY, QQ-A-318, 52S (USE AL5052)

AL0547 ALUMINUM ALLOY, QQ-A-327 (USE AL6061)

AL0548 ALUMINUM ALLOY, QQ-A-327, COND W (USE AL6061)

AL0549 ALUMINUM ALLOY, QQ-A-351 (USE AL2017)

AL0550 ALUMINUM ALLOY, QQ-A-354 (USE AL2024)

AL0551 ALUMINUM ALLOY, QQ-A-355 (USE AL2024)

AL0552 ALUMINUM ALLOY, QQ-A-354, COND T (USE AL2024)

AL0554 ALUMINUM ALLOY, QQ-A-356 (USE AL3003)

AL0555 ALUMINUM ALLOY, QQ-A-362 (USE AL2024)

AL0556 ALUMINUM ALLOY, QQ-A-362, ALLOY 2024 (USE AL2024)

AL0557 ALUMINUM ALLOY, QQ-A-561, COND H14 (USE AL1100)

AL0558 ALUMINUM ALLOY, WW-T-785, TYPE 1 (USE AL2024)

AL0559 ALUMINUM ALLOY, WW-T-785 (USE AL2024)

AL0560 ALUMINUM ALLOY, WW-T-785, COMP 2024, TYPE 1 (USE AL2024)

AL0561 ALUMINUM ALLOY, WW-T-786 (USE AL2017)

AL0562 ALUMINUM ALLOY, WW-T-785, COMP 2024 (USE AL2024)

AL0563 ALUMINUM ALLOY, QQ-A-267, ALLOY 2024 (USE AL2024)

AL0564 ALUMINUM ALLOY, 2011, T3 (USE AL2011)

AL0566 ALUMINUM ALLOY, QQ-A-268, TEMPER T6 (USE AL2024)

AL0568 ALUMINUM ALLOY, QQ-A-601, ALLOY 356, TEMPER T6 /D/ (USE AL0046)

AL0571 ALUMINUM ALLOY, MIL-A-17358C, COMP 5083 (USE AL5083)

AL0572 ALUMINUM ALLOY, QQ-A-267, ALLOY 2024, T4 (USE AL2024)

AL0573 ALUMINUM ALLOY, AMS 4152 (USE AL2024)

11



MATERIAL CROSS REFERENCE

OLD
CODE SPECIFICATION REPLY & NEW REPLY CODE

AL0574 ALUMINUM ALLOY, LB0170-124, ALLOY 2024, NORTH AMERICAN ROCKWELL CORP, LOS ANGELES DIV (USE AL2024)

AL0575 ALUMINUM ALLOY, QQ-A-250/5, ALLOY 2024, T6 (USE AL2024$$AL1230)

AL0581 ALUMINUM ALLOY, LB0170-124, ALLOY 2024-T3, NORTH AMERICAN ROCKWELL CORP, LOS ANGELES DIV (USE AL2024)

AL0583 ALUMINUM ALLOY, MIL-A-19070, COMP 5086 (USE AL5086)

AL0584 ALUMINUM ALLOY, MIL-A-46027 (USE AL5083$AL5456)

AL0585 ALUMINUM ALLOY, QQ-A-270 (USE AL6061$AL6062)

AL0586 ALUMINUM ALLOY, MIL-W-7986 (USE AL1100$AL2017$AL2024$AL2117$AL5056)

AL0587 ALUMINUM BRONZE, QQ-B-679-CANCELED (USE CU0111$CU0115$CU0122$CU0127)

AL0588 ALUMINUM ALLOY, QQ-A-250/13 (USE AL7075$$AL7072)

AL0589 ALUMINUM ALLOY, QQ-A-355, ALLOY 2024, T36 (USE AL2024)

AL0590 ALUMINUM ALLOY, QQ-A-250/5 (USE AL2024)

AL0591 ALUMINUM ALLOY, QQ-A-266, ALLOY 2014 (USE AL2014)

AL0592 ALUMINUM BRONZE, AMS 4631 (USE CU0127)

AL0593A ALUMINUM ALLOY, QQ-A-601 (USE AL0002$AL0042$AL0061$AL0033$AL0041$AL0062$AL0060$AL0024$AL0044$AL0213$

AL0593B AL0038$AL0039$AL0025$AL0035$AL0036$ AL0045$AL0046$AL0026$AL0043$AL0059$AL0047$AL0048$

AL0593C AL0049$AL0771$AL0850$AL0034)

AL0597 ALUMINUM ALLOY, QQ-A-351, COND T (USE AL2017)

AL0599 ALUMINUM ALLOY, L.69, MFR 05901 (USE ALB000)

AL0600 ALUMINUM ALLOY, L36, MFR 21883 (USE ALA000)

AL0601 ALUMINUM ALLOY, QQ-A-596, CLASS 1 (USE AL0213)

AL0602 ALUMINUM ALLOY, QQ-A-596, CLASS 2 (USE AL0038)

AL0608 ALUMINUM ALLOY, QQ-A-596, CLASS 8 (USE AL0046)

AL0609 ALUMINUM ALLOY, AMS 4049 (USE AL7075$$AL7072)

AL0615 ALUMINUM ALLOY, QQ-A-596, CLASS 15 (USE AL0850)

AL0624 ALUMINUM BRONZE, ASTM-B-148-65T, GRADE D (USE CU0220)

AL0625 ALUMINUM BRONZE, MIL-B-16033, CLASS 1 (USE CU0217)

AL0629 ALUMINUM ALLOY, 6061, T6 (USE AL6061)

AL0630 ALUMINUM, SOFT TEMPER, 03-043-17, SPERRY GYROSCOPE DIV OF SPERRY RAND CORP (USE ALA000)

AL0631 ALUMINUM ALLOY, QQ-A-268, ALLOY 2024, T351 (USE AL2024)

AL0632 ALUMINUM, QQ-A-359, H14-CANCELED (USE AL3003)

AL0633 ALUMINUM ALLOY, WW-T-700/3, ALLOY 2024, T3 (USE AL2024)

AL0634 ALUMINUM ALLOY, QQ-A-250/18 (USE AL7075)

AL0636 ALUMINUM ALLOY, QQ-A-283 (USE AL7075)

AL0637 ALUMINUM ALLOY, QQ-A-222 (INVALID)

AL0638 ALUMINUM ALLOY, QQ-A-277 (USE AL7075)

AL0639 ALUMINUM ALLOY, WW-T-789 (USE AL6061$AL6062)

AL0640 ALUMINUM ALLOY, QQ-A-267 (USE AL2024)

AL0641 ALUMINUM ALLOY, 6061, T4 (USE AL6061)

AL0643 ALUMINUM BRONZE, AMS 4635 (USE CU0119)

AL0645 ALUMINUM ALLOY, AN-I-80, ALLOY 2024, T4 (USE AL2024)

AL0646 ALUMINUM ALLOY, WW-T-700/6, TEMPER T6, TYPE 1 (USE AL6061)

AL0647 ALUMINUM ALLOY, QQ-A-325, ALLOY 6061 (USE AL6061)

AL0648 ALUMINUM ALLOY, WW-T-700/4, TYPE 1 (USE AL5052)

AL0649 ALUMINUM ALLOY, WW-T-700/6, TYPE 1 (USE AL6061)

AL0650 ALUMINUM ALLOY, WW-T-700/5, TYPE 1 (USE AL5086)

AL0652 ALUMINUM ALLOY, QQ-A-601, COMP 3 (USE AL0046)

AL0653 ALUMINUM ALLOY, MIL-W-7986, COMP 2024 (USE AL2024)

AL0654 ALUMINUM ALLOY, QQ-A-561, TYPE 1 (USE AL1100)

AL0655 ALUMINUM ALLOY, QQ-A-561, (AL1100)

AL0657 ALUMINUM ALLOY, QQ-A-351, ALLOY 2017 (USE AL2017)

AL0660 ALUMINUM ALLOY, AMS 4018, 2017 (INVALID)

AL0661 ALUMINUM ALLOY, AMS 4037, 2024 (USE AL2024)

AL0670 ALUMINUM ALLOY, QQ-A-365 (USE AL2011)
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AL0671 ALUMINUM ALLOY, AMS 4032 (USE AL2017)

AL0672 ALUMINUM WIRE MESH, CONNECTICUT HARD RUBBER CO (USE ALA000$$ALB000)

AL0673 ALUMINUM ALLOY, QQ-A-268, ALLOY 2024, T4 CANCEL /D/ (USE AL2024)

AL0674 ALUMINUM ALLOY, AMS 4026 (USE AL6061)

AL0677 ALUMINUM ALLOY, QQ-A-250/4, ALLOY 2024, T6 (USE AL2024)

AL0678 ALUMINUM ALLOY, QQ-A-326, ALLOY 6061 (INVALID)

AL0680 ALUMINUM ALLOY, QQ-A-354, 24ST (USE AL2024)

AL0681 ALUMINUM BRONZE, MIL-B-15939, COMP 1 (USE CU0127)

AL0682 ALUMINUM ALLOY, QQ-A-365, ALLOY 2011, T3 (USE AL2011)

AL0683 ALUMINUM ALLOY, PWA132, UNITED AIRCRAFT CORP, PRATT AND WHITNEY DIV (USE ALB000)

AL0685 ALUMINUM ALLOY, QQ-A-268, 4120 /D/ (INVALID)

AL0686 ALUMINUM ALLOY, AMS 4027 (USE AL6061)

AL0691 ALUMINUM ALLOY, QQ-A-351, ALLOY 2017, T4 (USE AL2017)

AL0693 ALUMINUM BRONZE, AMS 4640 (USE CU0122)

AL0694 ALUMINUM ALLOY, 2024, T4 (USE AL2024)

AL0696 ALUMINUM ALLOY, AMS 4006 (USE AL3003)

AL0698 ALUMINUM ALLOY, QQ-A-355, COND T3 (USE AL2024)

AL0699 ALUMINUM ALLOY, AMS 4015 (USE AL5052)

AL0700 ALUMINUM ALLOY, AMS 4041 (USE AL2024$$AL1230)

AL0702 ALUMINUM ALLOY, AMS 4016 (USE AL5052)

AL0703 ALUMINUM ALLOY, MIL-A-25994, 6061, T6 (USE AL6061)

AL0704A ALUMINUM ALLOY, QQ-A-225, TEMPER T4 /D/ (USE AL1100$AL3003$AL2011$AL2014$AL2017$AL2024$AL5052$

AL0704B AL6061$AL7075$AL6262)

AL0706 ALUMINUM ALLOY, QQ-A-267, TEMPER T4 /D/ (USE AL2024)

AL0720 ALUMINUM BRONZE, MIL-B-15939 (USE CUB000$CU0022$CU0115)

AL0721 ALUMINUM BRONZE, QQ-A-620-CANCELED (USE CU0111$CU0112$CU0115)

AL0722 ALUMINUM BRONZE, QQ-A-630 (USE CU0111$CU0115$CU0122$CU0127)

AL0724 ALUMINUM ALLOY, AMS 4037 (USE AL2024)

AL0725 ALUMINUM BRONZE, SAE 68A (USE CU0217)

AL0732 ALUMINUM ALLOY, MIL-T-5063, COMP T4 (USE AL2024)

AL0734A ALUMINUM ALLOY, QQ-A-200, COMP T3 (USE AL3003$AL2024$AL5083$AL5086$AL5454$AL5456$AL6061$AL6063$

AL0734B AL6066$AL6162$AL7075$AL7079$AL7178$ AL2014)

AL0744 ALUMINUM ALLOY, QQ-A-282, TEMPER T6 (USE AL7075)

AL0752 ALUMINUM ALLOY, QQ-A-596, COMP 8, TEMPER T6/D/ (USE AL0046)

AL0758 ALUMINUM ALLOY, WW-T-785, TEMPER T3 /D/ (USE AL2024)

AL0761 ALUMINUM ALLOY, QQ-A-591, ALLOY A360 (USE AL0029)

AL0764 ALUMINUM ALLOY, QQ-A-596, CLASS 6, T6 (USE AL0045)

AL0771 ALUMINUM ALLOY, MIL-W-7986, COMP 5056 (USE AL5056)

AL0776 ALUMINUM ALLOY, QQ-A-250/11, T4 (USE AL6061)

AL0777 ALUMINUM, MIL-R-1150, ALLOY 6053, T4 (USE AL6053)

AL0778 ALUMINUM BRONZE, QQ-C-465 (USE CU0111$CU0115$CU0122$CU0127)

AL0795 ALUMINUM ALLOY, QQ-A-367, ALLOY 2218 (USE AL2218)

AL0797 ALUMINUM ALLOY, QQ-A-411, TEMPER 0 (USE AL1100)

AL0798 ALUMINUM ALLOY, QQ-A-430, ALLOY 5005 (USE AL5005)

AL0800 ALUMINUM ALLOY, QQ-A-362, T4 (USE AL2024)

AL0801 ALUMINUM ALLOY, QQ-A-318, COND 1/4 HARD (USE AL5052)

AL0802 ALUMINUM ALLOY, QQ-A-327, TEMPER 0-CANCELED (USE AL6061)

AL0803 ALUMINUM ALLOY, SAE 3003 H14 (USE AL3003)

AL0805 ALUMINUM ALLOY, QQ-A-355B, COMP 24S, COND T4 (USE AL2024)

AL0821 ALUMINUM ALLOY, MIL-C-11866, COMP 2 (USE AL0046)

AL0842 ALUMINUM ALLOY, QQ-A-596, ALLOY A108 (USE AL0308)

AL0843 ALUMINUM ALLOY, QQ-A-596, ALLOY 113 (USE AL0213)

AL0852 ALUMINUM ALLOY, QQ-A-596, ALLOY 355 (USE AL0045)
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AL0862 ALUMINUM ALLOY, AMS 4000 (USE AL1060)

AL0863 ALUMINUM ALLOY, AMS 4003 (USE AL1100)

AL0864 ALUMINUM ALLOY, AMS 4022 (USE AL6061$$AL7072)

AL0865 ALUMINUM ALLOY, AMS 4025 (USE AL6061)

AL0866 ALUMINUM ALLOY, QQ-A-200/2, T6 (USE AL2014)

AL0867 ALUMINUM ALLOY, AMS 4035 (USE AL2024)

AL0868 ALUMINUM ALLOY, QQ-A-200/3, T4 (USE AL2024)

AL0869 ALUMINUM ALLOY, AMS 4117 (USE AL6061)

AL0870 ALUMINUM ALLOY, ASTM-B209, COMP 6061 (USE AL6061)

AL0871A ALUMINUM ALLOY, ASTM-B209, (USE AL1060$AL1100$AL1230$AL2014$AL2024$AL2124$AL2219$AL3003$AL3004$AL3005$

AL0871B AL3105$AL5005$AL5050$AL5052$AL5083$AL5086$AL5154$AL5252$AL5254$AL5454$AL5456$AL5457$

AL0871C AL5657$AL6003$ AL6061$AL7008$AL7011$AL7072$AL7075$AL7079$AL7178)

AL0872 ALUMINUM ALLOY, B12H2E397424, GENERAL ELECTRIC CO, AEROSPACE ELECTRICAL EQUIPMENT DEPT (USE ALB000)

AL0873 ALUMINUM ALLOY, EMS 30500, ALLISON DIVISION OF GENERAL MOTORS CORP (USE ALB000)

AL0875 ALUMINUM ALLOY, HS 145, GR 3, UNITED AIRCRAFT CORP, HAMILTON STANDARD DIVISION (USE ALB000)

AL0877 ALUMINUM ALLOY, MIL-A-17358 (USE AL5083)

AL0878 ALUMINUM ALLOY, MIL-A-19842 (USE AL5456)

AL0879 ALUMINUM ALLOY, MIL-A-8701, X5356 (USE AL5356)

AL0880 ALUMINUM ALLOY, M12002JK, WESTINGHOUSE ELECTRIC CORP, AEROSPACE DIVISION (USE ALB000)

AL0881 ALUMINUM ALLOY, PDS12002GR, WESTINGHOUSE ELECTRIC CORP, AEROSPACE DIVISION (USE ALB000)

AL0882 ALUMINUM ALLOY, PS-552, RCA CORP, SOLID STATE AND RECEIVING TUBE DIVISION (USE ALB000)

AL0884 ALUMINUM ALLOY, QQ-A-200/2, T651 (USE AL2014)

AL0885 ALUMINUM ALLOY, QQ-A-225 (USE AL1100$AL3003$AL2011$AL2014$AL2017$AL2024$AL5052$AL6061$AL7075$AL6262)

AL0886 ALUMINUM ALLOY, QQ-A-225/3 (USE AL2011)

AL0887 ALUMINUM ALLOY, QQ-A-225/8, T6 (USE AL6061)

AL0888 ALUMINUM ALLOY, QQ-A-250/1, O (USE AL1100)

AL0889 ALUMINUM ALLOY, QQ-A-250/11, T6 (USE AL6061)

AL0890 ALUMINUM ALLOY, QQ-A-250/12, T6 (USE AL7075)

AL0891 ALUMINUM ALLOY, QQ-A-250/2, H14 (USE AL3003)

AL0892 ALUMINUM ALLOY, QQ-A-250/12, T73 (USE AL7075)

AL0893 ALUMINUM ALLOY, QQ-A-250/4, T3 (USE AL2024)

AL0894 ALUMINUM ALLOY, QQ-A-250/3 (USE AL2014$$AL6003)

AL0895 ALUMINUM ALLOY, QQ-A-250/5, T3 (USE AL2024$$AL1230)

AL0896 ALUMINUM ALLOY, QQ-A-250/5, T4 (USE AL2024$$AL1230)

AL0897 ALUMINUM ALLOY, QQ-A-250/5, T42 (USE AL2024$$AL1230)

AL0898 ALUMINUM ALLOY, QQ-A-250/5, T62 (USE AL2024$$AL1230)

AL0899 ALUMINUM ALLOY, QQ-A-25016, H34 (USE AL2020)

AL0900 ALUMINUM ALLOY, QQ-A-267, T4 (USE AL2024)

AL0901 ALUMINUM ALLOY, QQ-A-270, 6061 (USE AL6061)

AL0902 ALUMINUM ALLOY, QQ-A-282, T6 (USE AL7075)

AL0903 ALUMINUM ALLOY, QQ-A-274 (USE AL6063)

AL0904 ALUMINUM ALLOY, QQ-A-362, O (USE AL2024)

AL0905 ALUMINUM ALLOY, WW-T-785, T3 TYPE 1 (USE AL2024)

AL0906 ALUMINUM ALLOY, QQ-A-283, T6 (USE AL7075)

AL0907 ALUMINUM ALLOY, QQ-A-287 (USE AL7075)

AL0908 ALUMINUM ALLOY, SAE 250 (USE AL6951$$AL4343)

AL0910 ALUMINUM ALLOY, QQ-A-318, O (USE AL5052)

AL0911 ALUMINUM ALLOY, QQ-A-561, H14 (USE AL1100)

AL0912 ALUMINUM ALLOY, QQ-A-325, T6 (USE AL6061)

AL0913 ALUMINUM ALLOY, QQ-A-327, T6 (USE AL6061)

AL0915 ALUMINUM ALLOY, QQ-A-355, T42 (USE AL2024)

AL0917 ALUMINUM ALLOY, QQ-A-362, T42 (USE AL2024)

AL0918 ALUMINUM ALLOY, QQ-A-362, T3 (USE AL2024)
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AL0919 ALUMINUM ALLOY, QQ-A-359, O (USE AL3003)

AL0920 ALUMINUM ALLOY, QQ-A-411 (USE AL1100)

AL0921A ALUMINUM ALLOY, QQ-A-430 (USE AL1100$AL2017$AL2024$AL2117$AL2219$AL3003$AL5005$AL5052$AL5056$AL6053$

AL0921B AL6061$AL7075)

AL0922 ALUMINUM ALLOY, QQ-A-561, O (USE AL1100)

AL0923 ALUMINUM ALLOY, SAE 25 (USE AL1100)

AL0924 ALUMINUM ALLOY, SAE 29 (USE AL3003)

AL0925 ALUMINUM ALLOY, SAE 304 (USE AL0008)

AL0926 ALUMINUM ALLOY, TYPE 3004, LOCKHEED-GEORGIA CO (USE AL3004)

AL0927 ALUMINUM ALLOY, TYPE 505, LOCKHEED-GEORGIA CO (USE ALB000)

AL0928 ALUMINUM ALLOY, C332 VICKERS INC, DIVISION OF SPERRY RAND (USE ALB000)

AL0929 ALUMINUM ALLOY, VS1-1-1-2, VICKERS INC, DIVISION OF SPERRY RAND (USE ALB000)

AL0930 ALUMINUM ALLOY, WW-T-700/3, T3 (USE AL2024)

AL0931 ALUMINUM ALLOY, WW-T-700/3, T3 TYPE 1 (USE AL2024)

AL0932 ALUMINUM ALLOY, WW-T-700/6, T6 TYPE 1 (USE AL6061)

AL0933 ALUMINUM ALLOY, WW-T-788 (USE AL3003)

AL0934 ALUMINUM ALLOY, WW-T-789, TYPE 1 (USE AL6061$AL6062)

AL0935 ALUMINUM ALLOY, QQ-A-250/8, H34 (USE AL5052)

AL0936 ALUMINUM ALLOY, QQ-A-250/8, H32 (USE AL5052)

AL0937 ALUMINUM ALLOY, 2024, T3 (USE AL2024)

AL0938 ALUMINUM ALLOY, QQ-A-268, T4 (USE AL2024)

AL0939 ALUMINUM ALLOY, QQ-A-200/3, T3511 (USE AL2024)

AL0940 ALUMINUM ALLOY, QQ-A-225/5, T4 (USE AL2017)

AL0941 ALUMINUM ALLOY, QQ-A-225/6, T4 (USE AL2024)

AL0942 ALUMINUM ALLOY, QQ-A-225/6, T6 (USE AL2024)

AL0943 ALUMINUM ALLOY, QQ-A-225/6, T351 (USE AL2024)

AL0944 ALUMINUM ALLOY, QQ-A-225/9, T6 (USE AL7075)

AL0945 ALUMINUM ALLOY, QQ-A-250/4, T4 (USE AL2024)

AL0946 ALUMINUM ALLOY, QQ-A-200/4, T81 (USE AL5083)

AL0947 ALUMINUM ALLOY, QQ-A-200/5, O (USE AL5086)

AL0949 ALUMINUM ALLOY, SAE 24 (USE AL2024)

AL0955 ALUMINUM ALLOY, 5052, GENERAL MOTORS CORP, AC ELECTRONICS DIVISION (USE AL5052)

AL0956 ALUMINUM ALLOY, 521-0194-004, NORTH AMERICAN ROCKWELL CORP, AUTONETICS DIVISION (USE ALB000)

AL0958 ALUMINUM ALLOY, QQ-A-287, T6 (USE AL7075)

AL0959 ALUMINUM ALLOY, QQ-A-318, H32 (USE AL5052)

AL0961 ALUMINUM ALLOY, QQ-A-355, T3-CANCELED (USE AL2024)

AL0962 ALUMINUM ALLOY, QQ-A-225/9, T651 (USE AL7075)

AL0963 ALUMINUM ALLOY, QQ-A-318, H24 (USE AL5052)

AL0964 ALUMINUM ALLOY, WW-T-700/6, T6 (USE AL6061)

AL0965 ALUMINUM ALLOY, AMS 4116 (USE AL6061)

AL0966 ALUMINUM ALLOY, WW-T-789, T6 (USE AL6061$AL6062)

AL0967 ALUMINUM ALLOY, QQ-A-250/7, H32 (USE AL5086)

AL0968 ALUMINUM BRONZE, ASTM-B169-55, ALLOY D (USE CU0115)

AL0969 ALUMINUM BRONZE, MIL-B-6946 (USE CU0122)

AL0970 ALUMINUM BRONZE, MIL-B-6940 (INVALID)

AL0971 ALUMINUM BRONZE, QQ-B-663, 1 (USE CU0127)

AL0972 ALUMINUM BRONZE, QQ-B-666 (USE CUB000$CU0111)

AL0973 ALUMINUM BRONZE, QQ-B-666, GRADE B (USE CUB000)

AL0974 ALUMINUM BRONZE, QQ-B-666, GRADE A-CANCELED (USE CU0111)

AL0976 ALUMINUM BRONZE, QQ-B-671, TYPE 2, CLASS 4-CANCELED (USE CU0220)

AL0977 ALUMINUM BRONZE, QQ-C-450, 614 (USE CU0115)

AL0978 ALUMINUM ALLOY, CB-854, DRESSER INDUSTRIES INC (USE ALB000)

AL0979 ALUMINUM ALLOY, ECL33, BENDIX CORP, NAVIGATION AND CONTROL DIVISION (USE ALB000)
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AL0980 ALUMINUM ALLOY, ECL49T, BENDIX CORP, NAVIGATION AND CONTROL DIVISION (USE ALB000)

AL0981 ALUMINUM ALLOY, MIL-A-19005, H112-CANCELED (USE AL5083)

AL0983 ALUMINUM ALLOY, QQ-A-359, T4 (USE AL3003)

AL0984 ALUMINUM ALLOY, AMS 4037C (USE AL2024)

AL0985 ALUMINUM ALLOY, 5052, H32 (USE AL5052)

AL0986 ALUMINUM ALLOY, QQ-A-325, T4 (USE AL6061)

AL0987 ALUMINUM ALLOY, QQ-A-354, COND A (USE AL2024)

AL0988 ALUMINUM ALLOY, QQ-A-351, T4 (USE AL2017)

AL0992 ALUMINUM ALLOY, AMS 4087 (USE AL2024)

AL0993 ALUMINUM ALLOY, MIL-A-21180, A356, GRADE B (USE AL0002)

AL0994 ALUMINUM ALLOY, QQ-A-200/8, 6061, T6 (USE AL6061)

AL0995 ALUMINUM ALLOY, QQ-A-250/6, H323 (USE AL5083)

AL0996 ALUMINUM ALLOY, QQ-A-250/8, O (USE AL5052)

AL0997 ALUMINUM ALLOY, QQ-A-250/15, T3 (USE AL7178)

AL0998 ALUMINUM ALLOY, WW-T-700/6 (USE AL6061)

AL0999 ALUMINUM BRONZE, QQ-B-671-CANCELED (USE CU0217$CU0218$CU0219$CU0220)

AL1000 ALUMINUM BRONZE, AMS 4630 (USE CU0116)

AL1001 ALUMINUM BRONZE, ASTM-B-148, ALLOY 9C (USE CU0219)

AL1002 ALUMINUM BRONZE, MIL-B-15939, COMP 5 (USE CU0115)

AL1004 ALUMINUM BRONZE, QQ-C-450 (USE CU0111$CU0112$CU0113$CU0114$CU0115$CU0120$CU0122)

AL1009 ALUMINUM ALLOY, QQ-A-318, 5052-H32 (USE AL5052)

AL1010 ALUMINUM, QQ-A-225/3, T3/D/ (USE AL2011)

AL1014 ALUMINUM ALLOY, QQ-A-327, COMP 6061, TEMP T6 (USE AL6061)

AL1021 ALUMINUM ALLOY, QQ-A-327, T4-CANCELED (USE AL6061)

AL1033 ALUMINUM ALLOY, QQ-A-250/8, H36 (USE AL5052)

AL1037 ALUMINUM ALLOY, QQ-A-277, T6 (USE AL7075)

AL1038 ALUMINUM ALLOY, AMS 4127 (USE AL6061)

AL1039 ALUMINUM ALLOY, AMS 4146 (USE AL6061)

AL1040 ALUMINUM ALLOY, QQ-A-225/9, T73 (USE AL7075)

AL1042 ALUMINUM ALLOY, QQ-A-266, T6 (USE AL2014)

AL1043 ALUMINUM ALLOY, QQ-A-270, COMP 6061, T6 (USE AL6061)

AL1045 ALUMINUM ALLOY, AMS 4135 (USE AL2014)

AL1051 ALUMINUM ALLOY, WW-T-787 - CANCELED (USE AL5052)

AL1052 ALUMINUM ALLOY, WW-T-700/2 (USE AL3003)

AL1056 ALUMINUM ALLOY, MIL-T-7081 (USE AL6061)

AL1058 ALUMINUM ALLOY, WW-T-700/3, TYPE 1 (USE AL2024)

AL1059 ALUMINUM ALLOY, WW-T-700/4 (USE AL5052)

AL1061 ALUMINUM ALLOY, WW-T-700/5 (USE AL5086)

AL1065 ALUMINUM ALLOY, QQ-A-274, T42 (USE AL6063)

AL1094 ALUMINUM ALLOY, BS L64 (USE AL2014)

AL1095 ALUMINUM ALLOY, BS L65 (USE AL2014)

AL1096 ALUMINUM ALLOY, BS L70 (USE AL2014)

AL1103 ALUMINUM ALLOY, BS L81 (USE AL5052)

AL1161 ALUMINUM ALLOY, QQ-A-601, ALLOY 355 (USE AL0045)

AL1166 ALUMINUM ALLOY, QQ-A-365, T3 (USE AL2011)

AL1167 ALUMINUM ALLOY, QQ-A-601, ALLOY 355 T6 (USE AL0045)

AL1169 ALUMINUM ALLOY, AMS 4008 (USE AL3003)

AL1170 ALUMINUM ALLOY, QQ-A-250/13, T6 (USE AL7075$$AL7072)

AL1172 ALUMINUM ALLOY, QQ-A-250/5, ALLOY 2024 (USE AL2024$$AL1230)

AL1173 ALUMINUM ALLOY, QQ-A-250/5, ALLOY 2024, T3 (USE AL2024)

AL1175 ALUMINUM ALLOY, QQ-A-601, ALLOY 10, T71 (USE AL0045)

AL1181 ALUMINUM ALLOY, QQ-A-250/13, ALLOY 7075 (USE AL7075$$AL07072)

AL1183 ALUMINUM ALLOY, QQ-A-250/13, ALLOY 5075-CANCELED (USE AL7075$$AL7072)
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AL1194 ALUMINUM ALLOY, AMS 4260 (USE AL0046)

AL1197 ALUMINUM ALLOY, MIL-R-1150, GRADE E-53S (USE AL6053)

AL1200 ALUMINUM ALLOY, MIL-A-18593 (USE AL6063)

AL1201 ALUMINUM ALLOY, BSL64, ELLIOT BROS LONDON LTD (USE ALB000)

AL1203 ALUMINUM ALLOY, B12H16C, GENERAL ELECTRIC CO, AEROSPACE ELECTRICAL EQUIPMENT DEPT (USE AL2011)

AL1204 ALUMINUM ALLOY, EK352, EASTMAN KODAK CO (USE ALB000)

AL1205 ALUMINUM ALLOY, MIL-A-19005-CANCELED (USE AL5083)

AL1206 ALUMINUM ALLOY, MIL-A-25493 (USE AL6066)

AL1207 ALUMINUM ALLOY, MIL-R-1150, GRADE E-53S, TYPE 4 (USE AL6053)

AL1208 ALUMINUM ALLOY, MIL-T-5063 (USE AL2024)

AL1209 ALUMINUM ALLOY, QQ-A-200/8, T6 (USE AL6061)

AL1210 ALUMINUM ALLOY, QQ-A-225/10, T9 (USE AL6262)

AL1211 ALUMINUM ALLOY, QQ-A-225/3, T3 (USE AL2011)

AL1212 ALUMINUM ALLOY, QQ-A-225/3, T4 (USE AL2011)

AL1213 ALUMINUM ALLOY, QQ-A-225/4, T6 (USE AL2014)

AL1214 ALUMINUM ALLOY, QQ-A-225/8, T651 (USE AL6061)

AL1215 ALUMINUM ALLOY, QQ-A-225/13 (INVALID)

AL1216 ALUMINUM ALLOY, QQ-A-250/15 (USE AL7178)

AL1217 ALUMINUM ALLOY, QQ-A-250/4, T351 (USE AL2024)

AL1218 ALUMINUM ALLOY, QQ-A-255, T6 (USE AL2014)

AL1219 ALUMINUM ALLOY, QQ-A-315 (USE AL5052)

AL1221 ALUMINUM ALLOY, QQ-A-367, COMP 2014 (USE AL2014)

AL1222 ALUMINUM ALLOY, QQ-A-364 (INVALID)

AL1223 ALUMINUM ALLOY, QQ-A-365 COMP 2011 (USE AL2011)

AL1225 ALUMINUM ALLOY, AMS 4082 (USE AL6061)

AL1226 ALUMINUM ALLOY, AMS 4112 (USE AL2024)

AL1231 ALUMINUM ALLOY, 6053, T4 (USE AL6053)

AL1232 ALUMINUM ALLOY, 2017, T4 (USE AL2017)

AL1233 ALUMINUM ALLOY, TYPE 7075, T73 MSFC 389, MARSHALL SPACE FLIGHT CENTER NSA (USE AL7075)

AL1234 ALUMINUM ALLOY, WW-T-700/3, T42 (USE AL2024)

AL1235 ALUMINUM ALLOY, 11S-T3, ALUMINUM CO OF AMERICA (USE ALB000)

AL1236 ALUMINUM ALLOY, 2024, T6 (USE AL2024)

AL1237 ALUMINUM ALLOY, 2024-T6, GENERAL DYNAMICS CORP, FORT WORTH DIV (USE AL2024)

AL1238 ALUMINUM ALLOY, 24ST (USE AL2024)

AL1239 ALUMINUM ALLOY, 6053 (USE AL6053)

AL1240A ALUMINUM ALLOY, 6053, T4, CONTINENTAL ELECTRONICS MFG CO SUBSIDIARY OF LTV ELECTROSYSTEMS INC

AL1240B (USE AL6053)

AL1242 ALUMINUM ALLOY, COMP 24S, T4 (USE AL2024)

AL1244 ALUMINUM ALLOY, QQ-A-318, H22 (USE AL5052)

AL1245 ALUMINUM BRONZE, A-826, WRIGHT AERONAUTICAL DIVISION OF CURTISS WRIGHT CORP (USE CUB000)

AL1246 ALUMINUM BRONZE, A-826, STUDEBAKER CORP (USE CUB000)

AL1247 ALUMINUM BRONZE, MIL-B-15939, COMP 2 (USE CU0122)

AL1248 ALUMINUM ALLOY, QQ-A-225/6, T851 (USE AL2024)

AL1250 ALUMINUM, 2024-T6, ELASTIC STOP NUT DIVISION OF AMERACE ESNA CORP (USE AL2024)

AL1252 ALUMINUM, 7075T6, PENN ENGINEERING AND MFG CORP (USE AL7075)

AL1253 ALUMINUM, 910002, DICTAPHONE CORP (USE ALA000)

AL1254 ALUMINUM ALLOY, MIL-A-9180, T6 (USE AL7178)

AL1256 ALUMINUM ALLOY, AMS 4070 (USE AL5052)

AL1257 ALUMINUM, ALCOA 750 T5, ALUMINUM CO. OF AMERICA (USE AL0850)

AL1259 ALUMINUM ALLOY, MIL-A-22771, ALLOY 7075, T73 (USE AL7075)

AL1260 ALUMINUM ALLOY, QQ-A-371 (USE ALB000)

AL1261 ALUMINUM ALLOY, AMS 4275 (USE AL0850)

AL1262 ALUMINUM ALLOY, AMS 4640 (USE CU0122)
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AL1264 ALUMINUM BRONZE, AMS 4880 (USE CU0122)

AL1265 ALUMINUM BRONZE, AMS 4632 (USE CU0166)

AL1266 ALUMINUM BRONZE, CEL 78, THE BENDIX CORP (USE CUB000)

AL1267 ALUMINUM BRONZE, MIL-B-6947 (USE CU0220)

AL1268 ALUMINUM BRONZE, QQ-C-390, (USE CU0217$CU0218$CU0219$CU0220$CU0221$CU0222)

AL1269 ALUMINUM BRONZE, QQ-C-390, TYPE 2 (USE CU0217$CU0218$CU0219$CU0220$CU0221$CU0222)

AL1270 ALUMINUM BRONZE, AL. BR.-1, HEIM UNIVERSAL DIVISION, NORTH AMERICAN ROCKWELL CORP (USE CUB000)

AL1271 ALUMINUM BRONZE, DTD 197A, LUCAS GAS TURBINE EQUIPMENT LTD TECHNICAL SERVICES (USE CUB000)

AL1274 ALUMINUM, B12G310, GENERAL ELECTRIC CO (USE ALA000)

AL1275 ALUMINUM, MORAINE 400/GM 3889-M, GENERAL MOTORS CORP (USE ALB000)

AL1276 ALUMINUM NICKEL BRONZE, DTD 197, MINISTRY OF TECHNOLOGY DG CIVIL (USE CUB000)

AL1277 ALUMINUM, QQ-A-596, CLASS 20, ALLOY B750, T5 (USE AL0062)

AL1278 ALUMINUM, SPEC 483, INGERSOLL-RAND CO (USE ALA000)

AL1279 ALUMINUM, SPEC 483, INGERSOLL-RAND CO, PAINTED POST PLANT (USE ALA000)

AL1280 ALUMINUM ALLOY, WW-T-700/1, H14 (USE AL1100)

AL1281 ALUMINUM ALLOY, WW-T-788, H14 (USE AL3003)

AL1282 ALUMINUM, 1100, UNITED STATES OF AMERICA STANDARDS INSTITUTE (USE AL1100)

AL1284 ALUMINUM, 750CX-75, TORRANCE BRASS FOUNDRY (USE ALA000)

AL1285 ALUMINUM, ASTM B235-58T, T6 (USE ALB000)

AL1286 ALUMINUM ALLOY, 750-T533, ALUMINUM CO OF AMERICA, CLEVELAND WORKS (USE AL0850)

AL1287 ALUMINUM, SAE 34 (USE AL0038)

AL1288 ALUMINUM, WW-T-700/2, H14, TYPE 1 (USE AL2014)

AL1368 ALUMINUM ALLOY, ALLOY 356, T6 (USE AL0046)

AL1371 ALUMINUM ALLOY, ALLOY 2024, TEMPER T4, ALUMINUM ASSOCIATION (USE AL2024)

AL1372 ALUMINUM ALLOY, ALLOY 6061, TEMPER T6, ALUMINUM ASSOCIATION (USE AL6061)

AL1373 ALUMINUM ALLOY, QQ-A-268, T351 (USE AL2024)

AL1374 ALUMINUM BRONZE, QQ-B-671, TYPE 2, CLASS 3, HEAT TREATED-CANCELED (USE CU0219)

AL1375 ALUMINUM BRONZE, QQ-B-671, TYPE 1, CLASS 1, AS CAST (USE CU0217)

AL1377 ALUMINUM ALLOY, QQ-A-601, ALLOY 356, T6 (USE AL0046)

AL1379 ALUMINUM ALLOY, QQ-A-225/4, T4 (USE AL2014)

AL1380 ALUMINUM ALLOY, QQ-A-596, ALLOY 356, T6 (USE AL0046)

AL1384 ALUMINUM ALLOY, QQ-A-225, COMP 6061, T6 (USE AL6061)

AL1387 ALUMINUM ALLOY, AMS 7220 (USE AL1100)

AL1388 ALUMINUM ALLOY, AMS 7222 (USE AL2117)

AL1389 ALUMINUM ALLOY, AMS 7223 (USE AL2024)

AL1390 ALUMINUM ALLOY, ASTM B316-63, ALLOY 5056 (USE AL5056)

AL1391A ALUMINUM ALLOY, FMS-0116, COMP 2219-T81, GENERAL DYNAMICS CORP, CONVAIR AEROSPACE DIV, FORT WORTH

AL1391B OPERATIONS (USE AL2219)

AL1392A ALUMINUM ALLOY, FMS 0116, COMP 2219, GENERAL DYNAMICS CORP, CONVAIR AEROSPACE DIV, FORT WORTH

AL1392B OPERATIONS (USE AL2219)

AL1393 ALUMINUM ALLOY, L.37, BRITISH STANDARDS INSTITUTION (USE AL2017)

AL1394 ALUMINUM ALLOY, L.69, BRITISH STANDARDS INSTITUTION (USE ALB000)

AL1395 ALUMINUM ALLOY, L.86, BRITISH STANDARDS INSTITUTION (USE AL2117)

AL1396 ALUMINUM ALLOY, MIL-R-5674 (USE AL1100$AL2017$AL2024$AL2117$AL5056)

AL1397 ALUMINUM ALLOY, MIL-R-5674, COMP 2117 (USE AL2117)

AL1398 ALUMINUM ALLOY, MIL-R-5674, COMP 1100, F (USE AL1100)

AL1399 ALUMINUM ALLOY, MIL-R-5674, COMP 20178 T4 (USE AL2017)

AL1400 ALUMINUM ALLOY, MIL-R-5674, COMP 5056 (USE AL5056)

AL1401 ALUMINUM ALLOY, MIL-R-5674, COMP 2117, T4 (USE AL2117)

AL1402 ALUMINUM ALLOY, MIL-W-7986, COMP 2017 (USE AL2017)

AL1403 ALUMINUM ALLOY, MIL-W-7986, COMP 2117 (USE AL2117)

AL1404 ALUMINUM ALLOY, MIL-W-7986, COMP A17S (USE AL2117)

AL1405 ALUMINUM ALLOY, MIL-W-7986, COMP 2017, H13 (USE AL2017)
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AL1406 ALUMINUM ALLOY, MIL-W-7986, COMP 1100 (USE AL1100)

AL1407 ALUMINUM ALLOY, MIL-W-7986, COMP 2117, T4 (USE AL2117)

AL1408 ALUMINUM ALLOY, MIL-W-7986, COMP 2117, H15 (USE AL2117)

AL1409 ALUMINUM ALLOY, MIL-W-7986, COMP 56S (USE AL5056)

AL1410 ALUMINUM ALLOY, MIL-W-7986, COMP 1100, H14 (USE AL1100)

AL1411 ALUMINUM ALLOY, QQ-A-225/1, H14 (USE AL1100)

AL1412 ALUMINUM ALLOY, SAE 204 (USE AL2117)

AL1413 ALUMINUM ALLOY, 2219, SPEC 713, HUCK MFG CO (USE AL2219)

AL1414 ALUMINUM ALLOY, 2219-H13, MAC MMS-138, H1-SHEAR CORP (USE AL2219)

AL1415A ALUMINUM ALLOY, FMS-0116, 2219-T6, GENERAL DYNAMICS CORP, CONVAIR AEROSPACE DIV, FORT WORTH

AL1415B OPERATIONS (USE AL2219)

AL1416 ALUMINUM ALLOY, MIL-W-7986, COMP 2024, H13 (USE AL2024)

AL1417 ALUMINUM ALLOY, QQ-A-315, COMP 52S (USE AL5052)

AL1418 ALUMINUM ALLOY, QQ-A-430, 1100, H14 (USE AL1100)

AL1419 ALUMINUM ALLOY, QQ-A-430, 2017 (USE AL2017)

AL1420 ALUMINUM ALLOY, QQ-A-430, 2017, H13 (USE AL2017)

AL1421 ALUMINUM ALLOY, QQ-A-430, 2024, T4 (USE AL2024)

AL1422 ALUMINUM ALLOY, QQ-A-430, 2117, H15 (USE AL2117)

AL1423 ALUMINUM ALLOY, QQ-A-430, 2024, H13 (USE AL2024)

AL1424 ALUMINUM ALLOY, QQ-A-430, 2117 (USE AL2117)

AL1425 ALUMINUM ALLOY, QQ-A-430, 5056, H32 (USE AL5056)

AL1426 ALUMINUM ALLOY, QQ-A-430, 5056, 0 (USE AL5056)

AL1427 ALUMINUM ALLOY, QQ-A-430, 7075, T6 (USE AL7075)

AL1428 ALUMINUM ALLOY, QQ-A-430, 2017, T4 (USE AL2017)

AL1431 ALUMINUM BRONZE, QQ-C-465, ALLOY 630, ANNEALED (USE CU0122)

AL1449A ALUMINUM ALLOY, QQ-A-200 (USE AL3003$AL2014$AL2024$AL5083$AL5086$AL5454$ AL5456$AL6061$AL6063$AL6066$

AL1449B AL7075$AL7079$AL7178$AL6162)

AL1450 ALUMINUM ALLOY, QQ-A-225/9, 0 (USE AL7075)

AL1451 ALUMINUM ALLOY, QQ-A-591, COMP 10 (USE AL0028)

AL1452 ALUMINUM ALLOY, MIL-A-15153, ALLOY A360.0 CLASS 9 (USE AL0052)

AL1454 ALUMINUM ALLOY, QQ-A-601, ALLOY 195, T4 (USE AL0025)

AL1455 ALUMINUM ALLOY, 47-A-4, GENERAL SERVICES ADMINISTRATION (USE AL3003)

AL1458 ALUMINUM ALLOY, QQ-A-250/1, H24 (USE AL1100)

AL1461 ALUMINUM ALLOY, QQ-A-591, COMP 2 (USE AL0030)

AL1465 ALUMINUM ALLOY, QQ-A-591, COMP 12 (USE AL0029)

AL1466 ALUMINUM ALLOY, QQ-A-591, COMP 7 (USE AL0050)

AL1470 ALUMINUM ALLOY, QQ-A-601, ALLOY 108, T55 (USE AL0034)

AL1473 ALUMINUM ALLOY, QQ-A-601, CLASS 3M (USE AL0046)

AL1476 ALUMINUM ALLOY, QQ-A-601, COMP 356 T6 (USE AL0046)

AL1478 ALUMINUM ALLOY, QQ-A-601, COMP 8 (USE AL0034)

AL1480 ALUMINUM ALLOY, QQ-A-603, COMP 3, T51 (INVALID)

AL1481 ALUMINUM ALLOY, WW-T-700/3, ALLOY 2024 (USE AL2024)

AL1482 ALUMINUM ALLOY, QQ-A-591, ALLOY A380, COMP 10 (USE AL0028)

AL1483 ALUMINUM ALLOY, QQ-A-601, ALLOY 356, CLASS 3M, T6 (USE AL0046)

AL1485 ALUMINUM ALLOY, QQ-A-601, ALMAG 35, TF (USE AL0059)

AL1489 ALUMINUM ALLOY, 47A11, GENERAL SERVICES ADMINISTRATION (USE AL5052)

AL1493 ALUMINUM ALLOY, QQ-A-286, T42 (INVALID)

AL1494 ALUMINUM ALLOY, QQ-A-596, ALLOY 195, T6 (USE AL0040)

AL1495 ALUMINUM ALLOY, QQ-A-601, COMP 9, F (USE AL0213)

AL1496 ALUMINUM BRONZE, MIL-B-15939, COMP 3 (USE CU0111)

AL1498 ALUMINUM ALLOY, QQ-A-200/11, T6 (USE AL7075)

AL1500 ALUMINUM ALLOY, WW-T-783 (USE AL1100)

AL1501 ALUMINUM ALLOY, MIL-A-11267 (USE AL8280)
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AL1502 ALUMINUM ALLOY, QQ-A-250/2, TEMPER 0 (USE AL3003)

AL1503 ALUMINUM ALLOY, MIL-A-11267, T3 (USE AL8280)

AL1505 ALUMINUM ALLOY, QQ-A-250/2B, TEMPER 0 (USE AL3003)

AL1542 ALUMINUM ALLOY, QQ-A-325, T651 (USE AL6061)

AL1544 ALUMINUM ALLOY, QQ-A-270, T6 (USE AL6061$AL6062)

AL1545 ALUMINUM ALLOY, MIL-C-915, ALCLAD ALLOY 5056 (USE AL5056$$AL6253)

AL1546 ALUMINUM ALLOY, QQ-A-318, 5052-CANCELED (USE AL5052)

AL1553 ALUMINUM ALLOY, MIL-A-22771, ALLOY 2014, T6 (USE AL2014)

AL1555 ALUMINUM ALLOY, QQ-A-200/3 T42 (USE AL2024)

AL1558A ALUMINUM ALLOY, QQ-A-367, T6 (USE AL2014$AL2018$AL2025$AL2218$AL2219$AL2618$AL4032$AL5083$AL6061$

AL1558B AL6066$AL6151$AL7049$AL7075$AL7076)

AL1561 ALUMINUM ALLOY, WW-T-700/4, O, TYPE 1 (USE AL5052)

AL1569 ALUMINUM ALLOY, QQ-A-327, ALLOY 6061, T4 (USE AL6061)

AL1570 ALUMINUM ALLOY, QQ-A-367, ALLOY 2014, T6 (USE AL2014)

AL1577 ALUMINUM BRONZE, MIL-A-15939, COMP 1 (USE CU0127)

AL1578 ALUMINUM ALLOY, ASTM B211-68, ALLOY 6061, T6 (USE AL6061)

AL1580 ALUMINUM ALLOY, AMS 4017 (USE AL5052)

AL1581 ALUMINUM ALLOY, 2024 TO (USE AL2024)

AL1582 ALUMINUM ALLOY, QQ-A-601, ALLOY 195, T6 (USE AL0025)

AL1583 ALUMINUM ALLOY, QQ-A-601, ALLOY 3 (USE AL0046)

AL1584 ALUMINUM ALLOY, 6063, T52 (USE AL6063)

AL1585 ALUMINUM ALLOY, 7075, T651 (USE AL7075)

AL1586 ALUMINUM ALLOY, QQ-A-200/9, T52 (USE AL6063)

AL1587A ALUMINUM ALLOY, QQ-A-250, COND T (USE AL1100$AL3003$AL2014$$AL6003$AL2024$AL2024$$AL1230$AL5083$

AL1587B AL5086$AL5052$AL5456$AL5454$AL6061$AL7075$AL7075$$AL7072$AL7178$AL7178$AL2020$

AL1587C AL7079$AL7075$AL7072$$ AL5086$AL5456$AL7178$AL7178$AL7072$AL7079$AL7075$AL7075$$

AL1587D AL7072$AL7075$ AL7011$AL7079$$AL7011$AL7178$$AL7001$AL2219)

AL1588 ALUMINUM ALLOY, QQ-A-318, 52B (USE AL5052)

AL1589 ALUMINUM ALLOY, QQ-A-318, COND A (USE AL5052)

AL1590 ALUMINUM ALLOY, QQ-A-362, COND T-CANCELED (USE AL2024)

AL1591 ALUMINUM ALLOY, SAE 201, H32 (USE AL5052)

AL1592 ALUMINUM ALLOY, 7075, T73 (USE AL7075)

AL1593 ALUMINUM ALLOY, QQ-A-200/9, ALLOY 6063, T52 (USE AL6063)

AL1595 ALUMINUM ALLOY, QQ-A-318, TYPE 52S 1/4H (USE AL5052)

AL1596 ALUMINUM ALLOY, 40-009, BELL HELICOPTER CO (USE ALB000)

AL1628 ALUMINUM, AMS 4260, 356 (USE AL0046)

AL1634 ALUMINUM ALLOY, WW-T-700/4, O (USE AL5052)

AL1635 ALUMINUM ALLOY, QQ-A-411, COND A (USE AL1100)

AL1637 ALUMINUM BRONZE, QQ-A-630, COMP 1 (USE CU0127)

AL1638 ALUMINUM ALLOY, AMS 4350 (INVALID)

AL1639 ALUMINUM BRONZE, QQ-A-630, COMP 3 (USE CU0111)

AL1640 ALUMINUM BRONZE, QQ-A-630, COMP 5 (USE CU0115)

AL1641 ALUMINUM ALLOY, WW-T-700/2, 1/2H (USE AL3003)

AL1643 ALUMINUM ALLOY, QQ-A-250/6, H113 (USE AL5083)

AL1645 ALUMINUM BRONZE, MIL-A-15939 (USE CUB000$CU0122$CU0115)

AL1646 ALUMINUM BRONZE, 820-1733-010, COLLINS RADIO CO (CUB000)

AL1647 ALUMINUM ALLOY, QQ-A-354, T4 (USE AL2024)

AL1648 ALUMINUM BRONZE, QQ-B-666, GRADE B, TYPE 1 (USE CUB000)

AL1653 ALUMINUM ALLOY, WW-T-700/2, H18 (USE AL3003)

AL1654 ALUMINUM ALLOY, QQ-A-225/8, T4 (USE AL6061)

AL1655 ALUMINUM ALLOY, QQ-A-267, T3511 (USE AL2024)

AL1668 ALUMINUM ALLOY, WW-T-700/1, H18, TYPE 1 (USE AL1100)

AL1675 ALUMINUM ALLOY, COMP 5052, TEMPER H34 (USE AL5052)
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AL1679 ALUMINUM ALLOY, QQ-A-359, TEMPER H14 (USE AL3003)

AL1703 ALUMINUM ALLOY, B12H7B, GENERAL ELECTRIC CO (USE AL2017)

AL1714 ALUMINUM ALLOY, ECL 49, THE BENDIX CORP (USE ALB000)

AL1715 ALUMINUM ALLOY, QQ-A-225/9, ALLOY 7075, T7351 (USE AL7075)

AL1716 ALUMINUM ALLOY, QQ-A-200/8, 6061, T651 (USE AL6061)

AL1719 ALUMINUM ALLOY, QQ-A-225, 2024 T4, CANCELED (USE AL2024)

AL1720 ALUMINUM ALLOY, QQ-A-250/5, ALLOY 2024, T4 (USE AL2024)

AL1721 ALUMINUM ALLOY, QQ-A-200/3, 2024, T6 (USE AL2024)

AL1722 ALUMINUM ALLOY, WW-T-700/6, ALLOY 6061, T6 (USE AL6061)

AL1728 ALUMINUM ALLOY, QQ-A-255/3, 2011, T3-CANCELED (USE AL2011)

AL1729 ALUMINUM ALLOY, QQ-A-255/11, T6 (INVALID)

AL1733 ALUMINUM ALLOY, WW-T-700/6, ALLOY 6061, T6, TYPE 1

AL1734 ALUMINUM ALLOY, QQ-A-596, CLASS 8, T6 (USE AL0046)

AL1735 ALUMINUM ALLOY, WW-T-700/3, ALLOY 2024, T3, TYPE 1 (USE AL2024)

AL1736 ALUMINUM ALLOY, AMS 4217, ALLOY 356 (USE AL0046)

AL1752 ALUMINUM ALLOY, AMS 4217 (USE AL0046)

AL1757 ALUMINUM ALLOY, QQ-A-250/4, T851 (USE AL2024)

AL1759 ALUMINUM ALLOY, WW-T-785, TYPE 1, T4-CANCELED (USE AL2024)

AL1760 ALUMINUM ALLOY, WW-T-785, TYPE 1, T3-CANCELED (USE AL2024)

AL1762 ALUMINUM ALLOY, WW-T-700/3, T62 (USE AL2024)

AL1766 ALUMINUM ALLOY, MIL-A-19070, H32 (USE AL5083)

AL1767 ALUMINUM ALLOY, MIL-A-19070, H112 (USE AL5083)

AL1769 ALUMINUM ALLOY, AMS 4086 (USE AL2024)

AL1772 ALUMINUM ALLOY, WW-T-700/3, T4 (USE AL2024)

AL1775 ALUMINUM ALLOY, WW-T-700/6, T0, TYPE 1 (USE AL6061)

AL1776 ALUMINUM ALLOY, WW-T-700/3, T4, TYPE 1 (USE AL2024)

AL1777 ALUMINUM ALLOY, WW-T-700/3, T0, TYPE 1 (USE AL2024)

AL1781 ALUMINUM ALLOY, QQ-A-356, T6 (USE AL3003)

AL1788 ALUMINUM ALLOY, QQ-A-250/11, T651 (USE AL6061)

AL1790 ALUMINUM ALLOY, QQ-A-200/2, T6511 (USE AL2014)

AL1791 ALUMINUM ALLOY, QQ-A-250/12, T651 (USE AL7075)

AL1792 ALUMINUM ALLOY, WW-T-785, T3 - CANCELLED (USE AL2024)

AL1793 ALUMINUM ALLOY, WW-T-785, T4-CANCELED (USE AL2024)

AL1794 ALUMINUM ALLOY, WW-T-785, T0 TYPE 1-CANCELED (USE AL2024)

AL1796 ALUMINUM ALLOY, AN-A-13, COND T (USE AL2024)

AL1798 ALUMINUM ALLOY, MIL-A-8877, T651-CANCELED (USE ALB000)

AL1799 ALUMINUM ALLOY, WW-T-700/6, T4, TYPE 1 (USE AL6061)

AL1800 ALUMINUM ALLOY, MIL-A-19842, H321-CANCELED (USE AL5456)

AL1810 ALUMINUM ALLOY, SAE 281 (USE AL6061)

AL1820 ALUMINUM ALLOY, WW-T-785, COND T-CANCELED (USE AL2024)

AL1821 ALUMINUM ALLOY, QQ-A-365, COMP A. T3 - CANCELED (USE AL2011)

AL1826 ALUMINUM ALLOY, WW-T-700/6, ALLOY 6061 (USE AL6061)

AL1827 ALUMINUM ALLOY, WW-T-700/6, ALLOY 6062 (USE AL6062)

AL1835 ALUMINUM ALLOY, QQ-A-225/6, O (USE AL2024)

AL1904 ALUMINUM ALLOY, EMS 54012, ALLOY 356, TEMPER T430, AIRESEARCH MFG CO OF ARIZONA (USE AL0046)

AL1905 ALUMINUM ALLOY, VS1-1-1-12, SPERRY RAND CORP, VICKERS DIV (USE ALB000)

AL1906 ALUMINUM CASTING, VS18-1-1-19AL, SPERRY RAND CORP, VICKERS DIV (USE ALB000)

AL1911 ALUMINUM ALLOY, QQ-A-266, TEMPER T4 (USE AL2014)

AL1919 ALUMINUM ALLOY, QQ-A-601, ALLOY 356, TEMPER T7 (USE AL0046)

AL1926 ALUMINUM ALLOY, AMS 4013 (USE ALB000)

AL1931 ALUMINUM ALLOY, 1100, TEMPER O (USE AL1100)

AL1933 ALUMINUM ALLOY, 2024, T42 (USE AL2024)

AL1935 ALUMINUM BRONZE, ASTM B148-68T, GRADE D (USE CU0220)
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AL1937 ALUMINUM ALLOY, QQ-A-601, ALLOY 356 (USE AL0046)

AL1939 ALUMINUM ALLOY, QQ-A-601, COMP 16, T4 (USE AL0043)

AL1955 ALUMINUM ALLOY, QQ-A-200, T3511 (USE ALB000)

AL1956 ALUMINUM ALLOY, MIL-A-268, T4 (INVALID)

AL1959 ALUMINUM ALLOY, QQ-A-200/8, T6511 (USE AL6061)

AL1966 ALUMINUM ALLOY, AMS 4115 (USE AL6061)

AL1968 ALUMINUM ALLOY, QQ-A-356, TEMP F (USE AL3003)

AL1969 ALUMINUM ALLOY, QQ-A-411, TEMP F (USE AL1100)

AL1974 ALUMINUM ALLOY, ASTM B26-68, ALLOY ZG61A (USE AL0024)

AL1978 ALUMINUM ALLOY, WW-T-787, TEMPER O (USE AL5052)

AL1980 ALUMINUM ALLOY, 3003, H12 (USE AL3003)

AL1981 ALUMINUM ALLOY, COMP 356, T6, ADAMS RITE MFG CO (USE AL0046)

AL1982 ALUMINUM ALLOY, QQ-A-250/6, H32 (USE AL5083)

AL1983 ALUMINUM ALLOY, QQ-A-601, CLASS IOM (USE AL0045)

AL1984 ALUMINUM ALLOY, PA5343, COMP 2024, T4, PIONEER METALS INC (USE AL2024)

AL1985 ALUMINUM ALLOY, QQ-A-596, ALLOY 356, F (USE AL0046)

AL1986 ALUMINUM ALLOY, 6063, T3 (USE AL6063)

AL1994 ALUMINUM ALLOY, QQ-A-287, TEMPER O-CANCELED (USE AL7075)

AL1995 ALUMINUM ALLOY, AMS 4045 (USE AL7075)

AL1998 ALUMINUM ALLOY, QQ-A-362, ANNEALED-CANCELED (USE AL2024)

AL2014 ALUMINUM ALLOY, MIL-A-17358, H32 (USE AL5083)

AL2015 ALUMINUM ALLOY, MIL-A-17358, H113 (USE AL5083)

AL2026 ALUMINUM ALLOY, QQ-A-225/10 (USE AL6262)

AL2027 ALUMINUM ALLOY, ALLOY 2017, TEMPER T4, ALUMINUM ASSOCIATION (USE AL2017)

AL2028 ALUMINUM ALLOY, QQ-A-261, T4-CANCELED (USE AL2014)

AL2056 ALUMINUM ALLOY, QQ-A-430, ALLOY 2117, T4 (USE AL2117)

AL2058 ALUMINUM ALLOY, QQ-A-430, ALLOY 6061, H13 (USE AL6061)

AL2059 ALUMINUM ALLOY, MIL-R-5674, COMP 2024, T4 (USE AL2024)

AL2060 ALUMINUM ALLOY, MIL-W-7986, COMP AMS, T4 (USE AL2117)

AL2061 ALUMINUM ALLOY, MIL-W-7986, COMP 5056, H32 (USE AL5056)

AL2062 ALUMINUM ALLOY, MIL-W-7986, COMP 24S (USE AL2024)

AL2063 ALUMINUM ALLOY, QQ-A-411, H14 (USE AL1100)

AL2064 ALUMINUM ALLOY, ALLOY 5056, H32, ALUMINUM ASSN OF AMERICA (USE AL5056)

AL2065 ALUMINUM ALLOY, MIL-W-7986, COMP 2S (USE AL1100)

AL2066 ALUMINUM ALLOY, MIL-W-7986, COMP 2017, T4 (USE AL2017)

AL2067 ALUMINUM ALLOY, MIL-W-7986, COMP 2024, T4 (USE AL2024)

AL2068 ALUMINUM ALLOY, QQ-A-351, TEMPER O (USE AL2017)

AL2069 ALUMINUM ALLOY, 17S-T4, GENERAL MOTORS CORP (USE AL2017)

AL2070 ALUMINUM ALLOY, L36, AMMONY ELECTRONICS CORP (USE ALB000)

AL2071 ALUMINUM ALLOY, MIL-R-5674, COMP 1100 (USE AL1100)

AL2076 ALUMINUM, ALCLAD 5056, KELTEC FLORIDA DIV OF AIKEN INDUSTRIES (USE AL5056)

AL2077 ALUMINUM ALLOY, 3S 1/2H, DYNAMICS CORP OF AMERICA REEVES INSTRUMENT DIV (USE ALB000)

AL2085 ALUMINUM, 6805, HONEYWELL INC, AEROSPACE MINNEAPOLIS DIV (USE ALA000)

AL2087 ALUMINUM ALLOY, AMS 4037, T3 (USE AL2024)

AL2088 ALUMINUM ALLOY, LS3255, LOCKHEED-GEORGIA CO (USE ALB000)

AL2089 ALUMINUM ALLOY, QQ-A-250/5, T72 (USE AL2024$$AL1230)

AL2090 ALUMINUM ALLOY, QQ-A-250/5, T81 (USE AL2024$$AL1230)

AL2091 ALUMINUM ALLOY, VS1-1-1, SPERRY RAND CORP (USE ALB000)

AL2094 ALUMINUM ALLOY, 57S, H36, CANADIAN WESTINGHOUSE CO LTD (USE ALB000)

AL2095 ALUMINUM ALLOY, MIL-A-9183, T6 (USE AL7178$$AL7072)

AL2096 ALUMINUM ALLOY, 52S, ALUMINUM CO OF AMERICA (USE AL5052)

AL2097 ALUMINUM ALLOY, B50T69A, GENERAL ELECTRIC CO, AIRCRAFT ENGINE BUSINESS GROUP (USE ALB000)

AL2098 ALUMINUM ALLOY, 12002HJ, WESTINGHOUSE ELECTRIC CORP, AEROSPACE DIV. (USE ALB000)
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AL2099 ALUMINUM ALLOY, LS33737, LOCKHEED-GEORGIA CO (USE ALB000)

AL2100 ALUMINUM ALLOY, MIL-A-19070, H34 (USE AL5083)

AL2105 ALUMINUM ALLOY, WW-T-789, COND T (USE AL6061$AL6062)

AL2111 ALUMINUM ALLOY, QQ-A-318, COND H-CANCELED (USE AL5052)

AL2120 ALUMINUM ALLOY, WW-T-789, T4-CANCELED (USE AL6061$AL6062)

AL2124 ALUMINUM ALLOY, AN-T-80, TEMPER T3 (USE AL2024)

AL2126 ALUMINUM ALLOY, AMS 4012 (USE ALB000)

AL2129 ALUMINUM ALLOY, WW-T-700/6, ALLOY 6061, T4 (USE AL6061)

AL2135 ALUMINUM ALLOY, QQ-A-268, TEMP O - CANCELED (USE AL2024)

AL2150 ALUMINUM ALLOY, WW-T-700/6, ALLOY 6062, T6, TYPE 1 (USE AL6062)

AL2154 ALUMINUM ALLOY, QQ-A-250/15, ALLOY ALCLAD 2024, T3 (USE AL2024)

AL2155 ALUMINUM ALLOY, VS1-1-1-3, VICKERS INC (USE ALB000)

AL2168 ALUMINUM ALLOY, 2017, TO (USE AL2017)

AL2179 ALUMINUM ALLOY, WW-T-700/6, COND T (USE AL6061)

AL2187 ALUMINUM ALLOY, 1100, H19 (USE AL1100)

AL2195 ALUMINUM ALLOY, LAC07-605, TYPE 2, LOCKHEED-CALIFORNIA CO (USE ALB000)

AL2196 ALUMINUM ALLOY, LAC07-605, TYPE 1, LOCKHEED-CALIFORNIA CO (USE ALB000)

AL2197 ALUMINUM ALLOY, LAC07-605, TEMPER H14, LOCKHEED-CALIFORNIA CO (USE ALB000)

AL2198 ALUMINUM ALLOY, LAC07-605, TEMPER H19, LOCKHEED-CALIFORNIA CO (USE ALB000)

AL2199 ALUMINUM ALLOY, LAC07-605, TYPE 1, TEMPER H19, LOCKHEED-CALIFORNIA CO (USE ALB000)

AL2201 ALUMINUM ALLOY, LAC1-605, CLASS 1100, H19, LOCKHEED-CALIFORNIA CO (USE AL1100)

AL2211 ALUMINUM ALLOY, AN-T-80 (USE AL2014)

AL2212 ALUMINUM ALLOY, AN-T-80, COND T, TYPE 1 (USE AL2024)

AL2232 ALUMINUM ALLOY, MIL-A-18593, T5-CANCELED (USE AL6063)

AL2233 ALUMINUM BRONZE, QQ-B-671, TYPE 1, CLASS 2-CANCELED (USE CU0218)

AL2234 ALUMINUM BRONZE, QQ-B-671, TYPE 1, CLASS 3-CANCELED (USE CU0219)

AL2235 ALUMINUM BRONZE, QQ-B-671, TYPE 1, CLASS 4-CANCELED (USE CU0220)

AL2236 ALUMINUM ALLOY, QQ-A-266, T6511 (USE AL2014)

AL2248 ALUMINUM ALLOY, WW-T-700/6 ALLOY 6061, T4, TYPE 1 (USE AL6061)

AL2252 ALUMINUM ALLOY, WW-T-789, TYPE 1, 0 (USE AL6061$AL6062)

AL2269 ALUMINUM ALLOY, WW-T-789, ALLOY 6061, T4 - CANCELED (USE AL6061)

AL2270 ALUMINUM ALLOY, QQ-A-282, T651 - CANCELED (USE AL7075)

AL2271 ALUMINUM BRONZE, ASTM B148, ALLOY 9D (USE CU0220)

AL2272 ALUMINUM ALLOY, 2024, T851 (USE AL2024)

AL2353 ALUMINUM ALLOY, L.64, LUCAS AEROSPACE LTD, PRODUCT SUPPORT GROUP (USE ALB000)

AL2354 ALUMINUM ALLOY, 2011 (USE AL2011)

AL2358 ALUMINUM ALLOY, SAE 2024 (USE AL2024)

AL2387 ALUMINUM ALLOY, QQ-A-430, ALLOY 6053, H13 (USE AL6053)

AL2399 ALUMINUM ALLOY, ASTM B210, ALLOY 6061, T6 (USE AL6061)

AL2400 ALUMINUM ALLOY, AMS 4218 (USE AL0002)

AL2401 ALUMINUM ALLOY, QQ-A-601, CLASS 2M (USE AL0033)

AL2402 ALUMINUM ALLOY, QQ-A-287, ALLOY 7075-CANCELED (USE AL7075)

AL2403 ALUMINUM ALLOY, QQ-A-356, ALLOY 3003-CANCELED (USE AL3003)

AL2410 ALUMINUM ALLOY, WW-T-700/4, ALLOY 5052 (USE AL5052)

AL2495 ALUMINUM ALLOY, ASTM B209, ALLOY 6061, T6 (USE AL6061)

AL2520 ALUMINUM ALLOY, MIL-A-22771, ALLOY 7075 (USE AL7075)

AL2525 ALUMINUM ALLOY, MIL-A-21180 ALLOY A356, CLASS 11, GRADE C (USE AL0002)

AL2592 ALUMINUM ALLOY, 356-T6, LB0170-108, ROCKWELL, COLUMBUS, OHIO (USE AL0046)

AL2593 ALUMINUM ALLOY, LS2447 LOCKHEED AIRCRAFT CORP (USE ALB000)

AL2600 ALUMINUM ALLOY, 1145 (USE AL1145)

AL2621 ALUMINUM ALLOY, MIL-S-22499, COMP 1 (USE AL1100$$AL2024$$AL5052)

AL2623 ALUMINUM ALLOY, ES2132-004, GENERAL MOTORS CORP (USE ALB000)

AL2624 ALUMINUM ALLOY, ES2132-005, GENERAL MOTORS CORP (USE ALB000)
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AL2626 ALUMINUM ALLOY, QQ-A-200/11, T73511 (USE AL7075)

AL2661 ALUMINUM ALLOY, QQ-A-225/2, ALLOY 3003, T3 (USE AL3003)

AL2665 ALUMINUM ALLOY, QQ-A-1876, ALLOY 1100 (USE AL1100)

AL2666 ALUMINUM ALLOY, QQ-A-200/3, ALLOY 2024, T3 (USE AL2024)

AL2667 ALUMINUM ALLOY, AMS 4173 (USE AL6061)

AL2670 ALUMINUM ALLOY, ASTM B209, ALCLAD 2024, T3 (USE AL2024)

AL2671 ALUMINUM ALLOY, AMS 4041, ALCLAD 2024, T3 (USE AL2024)

AL2674 ALUMINUM ALLOY, QQ-A-1876, ALLOY 5052 (INVALID)

AL2675 ALUMINUM ALLOY, ASTM B209, H32 (USE ALB000)

AL2676 ALUMINUM ALLOY, QQ-A-250/1, ALLOY 1100, H19 (USE AL1100)

AL2677 ALUMINUM ALLOY, QQ-A-250/8, ALLOY 5052, H19 (USE AL5052)

AL2678 ALUMINUM ALLOY, QQ-A-250/8, ALLOY 5052, H39 (SUE AL5052)

AL2722 ALUMINUM ALLOY, L85, DOWTY ROTOL LTD (USE ALB000)

AL2725 ALUMINUM ALLOY, 1476, HE30, CONDITION NP (USE ALB000)

AL2747 ALUMINUM ALLOY, 7075, T73511 (USE AL7075)

AL2748 ALUMINUM ALLOY, L111, DUNLOP LTD (USE ALB000)

AL2753 ALUMINUM ALLOY, BS L111 (USE ALB000)

AL2755 ALUMINUM ALLOY, BS L111 1000-601 (USE ALB000)

AL2756 ALUMINUM ALLOY, ASTM B221, ALLOY 7075, T76 (USE AL7075)

AL2757 ALUMINUM ALLOY, 1145, THE BOEING CO (USE AL1145)

AL2761 ALUMINUM ALLOY, SM1186, ALLOY 2024 T4, THE BENDIX CORP (USE AL2024)

AL2762 ALUMINUM ALLOY, MIL-A-22771, ALLOY 6061, T652 (USE AL6061)

AL2766 ALUMINUM ALLOY, QQ-A-200/11, ALLOY 7075, T73510 (USE AL7075)

AL2767 ALUMINUM ALLOY, QQ-A-200/11, ALLOY 7075, T3511 (USE AL7075)

AL2770 ALUMINUM ALLOY, MIL-A-21180, COMP A356.0 (USE AL0002)

AL2773 ALUMINUM ALLOY, QQ-A-250/26, ALLOY 7075, T651 (USE AL7075$$AL7011)

AL2780 ALUMINUM ALLOY, 5005 (USE AL5005)

AP0000 ASPHALT (NOT OTHERWISE SPECIFIED) (USE MSD000)

APH000 ASPHALT COMPOUND (USE MSD000)

AS0000 ASBESTOS (NOT OTHERWISE SPECIFIED) (USE ASA000)

ASAA00 ASBESTOS COMPOUND (NOT OTHERWISE SPECIFIED) /D/ (USE ASA000)

ASAC00 ASBESTOS, FELTED /D/ (USE ASA000)

ASAG00 BLUE ASBESTOS (NOT OTHERWISE SPECIFIED) /D/ (USE ASC000)

ASAK00 ASBESTOS ROPE (NOT OTHERWISE SPECIFIED) (USE ASA000)

ASB000 ASBESTOS (EXCLUDES WOVEN MATERIAL) (NOT OTHERWISE SPECIFIED) /D/ (USE ASA000)

ASC000 ASBESTOS AND NATURAL RUBBER (NOT OTHERWISE SPECIFIED) /D/ (USE ASA000$$RCA000)

ASD000 ASBESTOS AND SYNTHETIC RUBBER (NOT OTHERWISE SPECIFIED) /D/ (USE ASA000$$RCB000)

ASF000 ASBESTOS CORD (NOT OTHERWISE SPECIFIED) (USE ASA000)

ASG000 ASBESTOS FABRIC (NOT OTHERWISE SPECIFIED) (USE ASA000)

ASH000 ASBESTOS FIBER (NOT OTHERWISE SPECIFIED) (USE ASA000)

ASJ000 ASBESTOS COMPOSITION (NOT OTHERWISE SPECIFIED) /D/ (USE ASA000)

ASK000 ASBESTOS-METALLIC COMPOSITION (NOT OTHERWISE SPECIFIED) /D/ (INVALID)

ASL000 CHRYSOTILE ASBESTOS (NOT OTHERWISE SPECIFIED) (USE ASB000)

ASM000 ASBESTOS CLOTH, CHLOROPRENE RUBBER INPREGNATED (NOT OTHERWISE SPECIFIED) /D/ (USE ASA000$$RC0007)

ASP000 ASBESTOS CLOTH, SYNTHETIC RUBBER IMPREGNATED (NOT OTHERWISE SPECIFIED) /D/ (USE ASA000$$RCB000)

ASR000 ASBESTOS YARN (NOT OTHERWISE SPECIFIED) (USE ASA000)

AST000 ASBESTOS COMPOUND (NOT OTHERWISE SPECIFIED) /D/ (USE ASA000)

ASW000 ASBESTOS, PLASTIC IMPREGNATED (NOT OTHERWISE SPECIFIED) /D/ (USE ASA000$$PCA000)

ASX000 ASBESTOS, GRAPHITE LUBRICATED (NOT OTHERWISE SPECIFIED) /D/ (USE ASA000$$GFA000)

ASY000 ASBESTOS YARN, GRAPHITE IMPREGNATED (NOT OTHERWISE SPECIFIED) /D/ (USE ASA000$$GFA000)

ASZ000 ASBESTOS, GRAPHITE IMPREGNATED (NOT OTHERWISE SPECIFIED) /D/ (USE ASA000$$GFA000)

24



MATERIAL CROSS REFERENCE

OLD
CODE SPECIFICATION REPLY & NEW REPLY CODE

AS0001 ASBESTOS, MIL-A-7021, CLASS 1 (USE ASA000$$RCA000$RCB000)

AS0002 ASBESTOS, MIL-A-7021, CLASS 2 (USE ASA000$$RCA000$RCB000)

AS0003 ASBESTOS, MIL-G-12803, NO. P1141-A (USE ASA000$$RC0019)

AS0004 ASBESTOS, MIL-G-12803, NO. P1151-A (USE ASA000$$RC0007)

AS0005 ASBESTOS, MIL-G-12803, NO. P1161-A (USE ASA000$$RC0020$RC0018)

AS0006 ASBESTOS, MIL-G-12803, NO. P1161-B (USE ASA000$$RC0020$RC0018)

AS0007 ASBESTOS, MIL-G-12803, NO. P1162-A (USE ASA000$$RC0020$RC0018)

AS0008 ASBESTOS, MIL-G-12803, NO. P1241-A (USE ASA000$$RC0019)

AS0009 ASBESTOS, MIL-G-12803, NO. P1241-B (USE ASA000$$RC0019)

AS0010 ASBESTOS, MIL-G-12803, NO. P1242-B (USE ASA000$$RC0019)

AS0011 ASBESTOS, MIL-G-12803, NO. P1243-A (USE ASA000$$RC0019)

AS0012 ASBESTOS, MIL-G-12803, NO. P1251-A (USE ASA000$$RC0007)

AS0013 ASBESTOS, MIL-G-12803, NO. P1252-A (USE ASA000$$RC0007)

AS0014 ASBESTOS, MIL-G-12803, NO. P1253-A (USE ASA000$$RC0007)

AS0015 ASBESTOS, MIL-G-12803, NO. P1261-A (USE ASA000$$RC0020$RC0018)

AS0016 ASBESTOS, MIL-G-12803, NO. P1262-A (USE ASA000$$RC0020$RC0018)

AS0017 ASBESTOS, MIl-G-12803, NO. P1301-A (USE ASA000)

AS0018 ASBESTOS, MIL-G-12803, NO. P1302-A (USE ASA000)

AS0019 ASBESTOS, MIL-A-17472 (USE ASA000$$RCA000$RCB000)

AS0020 ASBESTOS, HH-P-46 (USE ASB000$$RCA000$RCB000)

AS0021 ASBESTOS, AMS 3232 (USE ASA000$$RCB000)

AS0022 ASBESTOS, HH-G-76, TYPE 1 (USE ASA000$$CUB000$$RCA000$RCB000)

AS0023 ASBESTOS, HH-G-76, TYPE 2 (USE ASA000$$CUB000$$RCA000$RCB000)

AS0024 ASBESTOS, HH-P-31, TYPE 1 (USE ASB000$$CUB000$$CCA000)

AS0025 ASBESTOS, HH-P-31, TYPE 2 (USE ASB000$$CUB000$$RCB000$$CCA000)

AS0026 ASBESTOS, HH-P-34, TYPE 1 (USE ASB000$$GFA000)

AS0027 ASBESTOS, HH-P-34, TYPE 2 (USE ASB000$$GFA000$$CUB000$NLB000)

AS0028 ASBESTOS, HH-P-36 (USE ASA000$$RCE000)

AS0029 ASBESTOS, HH-P-41 (USE ASB000)

AS0030 ASBESTOS, HH-P-51, TYPE 1 (USE ASB000$$LBA000$$GFA000)

AS0032 ASBESTOS, HH-P-51, TYPE 3 (USE ASB000$$LBA000$$GFA000)

AS0033 ASBESTOS, HH-P-51, TYPE 4 (USE ASB000$$RCB000$RCA000)

AS0034 ASBESTOS, MIL-A-24058, TYPE 1, GRADE A (USE ASB000$$PCAF00)

AS0035 ASBESTOS, MIL-A-24058, TYPE 1, GRADE B (USE ASB000$$PCAF00)

AS0036 ASBESTOS, MIL-A-24058, TYPE 2 (USE ASB000$$GFA000$$NL0009)

AS0037 ASBESTOS, MIL-A-24058, TYPE 3 (USE ASB000$$RCB000$RCA000)

AS0038 ASBESTOS, MIL-G-12803, NO. P1242-A (USE ASA000$$RC0019)

AS0039 ASBESTOS, MIL-P-16404, TYPE 1, CLASS 1 (USE ASB000)

AS0042 ASBESTOS, MIL-P-16404, TYPE 3, CLASS 4 (USE ASB000)

AS0045 ASBESTOS, MIL-P-17349 (USE ASA000$$RCE000)

AS0046 ASBESTOS, MIL-P-17350 (USE ASA000$PCAF00)

AS0047 ASBESTOS, MIL-P-18469, TYPE 1 (USE ASB000$$RCA000)

AS0048 ASBESTOS, MIL-P-18469, TYPE 2 (USE ASB000$$RCE000$$RCA000)

AS0049 ASBESTOS, MIL-P-18469, TYPE 3 (USE ASB000$$LBC000$$GFA000)

AS0051 ASBESTOS FIBER, MIL-I-3053, GRADE AAAA, TYPE 4U (USE ASA000)

AS0065 ASBESTOS, 219, JOHNS-MANVILLE PRODUCTS CORP (USE ASA000)

AS0066A CHRYSOTILE ASBESTOS, ASTM-D-1170-59-T, GRADE P-1141-A, AMERICAN SOCIETY FOR TESTING AND MATERIALS

AS0066B (USE ASB000$$RC0019)

AS0069 ASBESTOS, 711, JOHNS-MANVILLE CORP (USE ASA000)

AS0071 ASBESTOS, SAE J90, 1141A (USE ASA000$$RC0019)

AS0072 ASBESTOS, SAE J90, P1151A (USE ASA000$$RC0007)

AS0075 ASBESTOS, 234, GARLOCK INC (USE ASA000)

AS0076 ASBESTOS CLOTH AND RUBBER, 530, GARLOCK INC (USE ASA000$$RCE000)
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AS0077 ASBESTOS, ES0638, TYPE A, THE BENDIX CORP, ENERGY CONTROLS DIV (USE ASA000)

AS0079 ASBESTOS, 7735, GARLOCK INC (USE ASA000)

AS0084 ASBESTOS, MIL-A-7021 (USE ASA000$$RCE000)

AS0096 ASBESTOS, MIL-P-17577, TYPE 1 (USE ASA000$$GFA000)

AS0097 ASBESTOS, HH-M-351 (USE ASA000$$CXA000)

AS0098 ASBESTOS CLOTH, MIL-C-10316, GRADE C (USE ASB000$$CU0081)

AS0099 ASBESTOS FABRIC, JM151-18A, JOHNS-MANVILLE SALES CORP (USE ASA000)

AS0100 ASBESTOS, HH-P-51, TYPE 1, GRADE A (USE ASB000$$LBA000$$GFA000)

AS0102 ASBESTOS, MIL-T-4117, CLASS 1, GRADE AA, TYPE 20 (USE ASB000)

AS0104 ASBESTOS, HH-P-51, TYPE 3, GRADE A (USE ASB000$$LBA000$$GFA000)

AS0105 ASBESTOS, 233, GARLOCK INC (USE ASA000)

AS0106 ASBESTOS, TEFLON IMPREGNATE, STYLE 2012, JOHNS MANSVILLE SALES CORP (USE ASA000$PCAF00)

AS0107 ASBESTOS, MIL-P-24377 (USE ASA000$$PCAF00$$LBJ000)

AS0108 ASBESTOS, AMS 3840 (USE ASA000$$PCAF00)

AS0109 ASBESTOS-STEEL, MIL-G-21032, TYPE 1 (USE ASB000$$RCE000)

AS0110 ASBESTOS-STEEL, MIL-G-15342, CLASS A (USE ASB000$$ST0347$$RCE000$WXC000)

AS0111 ASBESTOS-STEEL, MIL-G-16265, CLASS A (USE ST0347$ST0082$ST0492$$STA000$$ASB000)

AS0112 ASBESTOS-STEEL, MIL-G-16265, CLASS C (USE ST0347$ST0082$ST0492$$STA000$$ASB000)

AS0113 ASBESTOS-STEEL, MIL-G-16265, CLASS B (USE ST0347$ST0082$$ST0492$$STA000$$ASB000)

AS0114 ASBESTOS-RUBBER, SYNTHETIC, AMS 3232 (USE ASA000$$RCB000)

AS0115 ASBESTOS-STEEL, MIL-G-21032 (INVALID)

AS0116 ASBESTOS-RUBBER, SYNTHETIC, AMS 3231 (USE RCB000$$ASA000)

AS0117 ASBESTOS-STEEL, MIL-G-14243, TYPE 1 (USE ASA000$$ST1010)

AS0120 ASBESTOS, A-56, RAYBESTOS DIV, RAYBESTOS-MANHATTAN INC (USE ASA000)

AS0143 ASBESTOS, STYLE 255, JOHNS-MANVILLE PRODUCTS CORP (USE ASA000)

AS0144 ASBESTOS, 5555, GARLOCK INC (USE ASA000)

AS0145 ASBESTOS, CHEMPAC 2012, JOHNS-MANSVILLE SALES CORP (USE ASA000)

AS0147 ASBESTOS, HH-I-570 (USE ASA000$$SLD000)

AS0220 ASBESTOS-RUBBER, SYNTHETIC, MIL-A-7021, CLASS 1 (USE ASA000$$RCA000$RCB000)

AS0221 ASBESTOS-RUBBER, SYNTHETIC, MIL-C-7637, TYPE 1 (USE ASA000$$RCB007)

AS0222 ASBESTOS-RUBBER, SYNTHETIC, MIL-G-12803 (USE ASA000$$RC0023$RC0019$RC0007$RC0018)

AS0223A ASBESTOS-RUBBER, SYNTHETIC, MIL-P-2911, TYPE 2 (USE CCA000$$RCB000$ASA000$$RCB000$ASA000$$

AS0223B CUB000$$RCB000)

AS0224 ASBESTOS-STEEL, MIL-G-14243, TYPE 3 (USE STA000$$SNB000$$ASA000)

AS0225 ASBESTOS-RUBBER, SYNTHETIC, HH-P-36 (USE ASA000$$RCB000)

AS0227 ASBESTOS, MIL-G-12803 (USE ASA000)

AS0228 ASBESTOS, LAC 1-402, LOCKHEED AIRCRAFT CORP (USE ASA000)

AS0229 ASBESTOS, LAC 1-403, LOCKHEED AIRCRAFT CORP (USE ASA000)

AS0230 ASBESTOS, MIL-C-7637, TYPE 1 (USE ASA000$$RC0007)

AS0231 ASBESTOS CLOTH, MIL-C-10316, GRADE AAAA (USE ASB000$ASA000$$CUB000$ASB000$$NLB000)

AS0232 ASBESTOS, MIL-G-12803, NO. P1252-B (USE ASA000$$RC0007)

AS0236 ASBESTOS-STEEL, MIL-G-21032, TYPE 2 (INVALID)

AS0237 ASBESTOS, HH-G-101, TYPE 1, STYLE D (USE ASA000$$CUA000)

AS0238 ASBESTOS, HH-G-101 (USE ASA000$$CUA000)

AS0239 ASBESTOS, HH-G-101, TYPE 1 (USE ASA000$$CUA000)

AS0241 ASBESTOS, 76, JOHNS-MANVILLE CORP (USE ASA000)

AS0242 ASBESTOS FABRIC-RUBBER, SYNTHETIC, MIL-P-2911, TYPE 2 (USE ASA000$$RCB000)

AS0243 ASBESTOS, MIL-G-12803, TYPE 1 (USE ASA000)

AS0244 ASBESTOS, MIL-G-21032, TYPE 1 (USE ASB000$$RCE000)

AUF000 GOLD ALLOY (NOT OTHERWISE SPECIFIED) (USE AUB000)

AU0070 GOLD, PS601, INDUSTRIAL ELECTRONIC ENGINEERS INC (USE AUA000)
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AV0000 CONSTANTAN (USE CUB000)

AY0000 MICA (NOT OTHERWISE SPECIFIED) (USE AYA000)

AY0003 MICA, HH-I-536 OR HH-I-538 /D/ (USE AYA000$AYA000$$ADA000)

BBK000 DULL GRAY (NOT OTHERWISE SPECIFIED) /D/ (INVALID)

BC0000 BERYLLIUM COPPER (NOT OTHERWISE SPECIFIED) (USE CUB000)

BCB000 BERYLLIUM COPPER ALLOY (NOT OTHERWISE SPECIFIED) (USE CUB000)

BCC000 CADMIUM PLATED BERYLLIUM COPPER (NOT OTHERWISE SPECIFIED) /D/ (USE CUB000)

BCD000 BERYLLIUM (USE CUB000)

BC0001 BERYLLIUM COPPER, QQ-C-530 (USE CU0069$CU0233)

BC0002 BERYLLIUM COPPER, QQ-C-530, COND A, GRADE H (USE CU0069$CU0233)

BC0003 BERYLLIUM COPPER, QQ-C-533, COND A (USE CU0068$CU0069)

BC0004 BERYLLIUM COPPER, QQ-C-530, COMP A (USE CU0069$CU0233)

BC0005 BERYLLIUM COPPER, QQ-C-530, COMP HT (USE CU0069$CU0233)

BC0006 BERYLLIUM COPPER, QQ-C-533, COMP A (USE CU0068$CU0069)

BC0008 BERYLLIUM COPPER, QQ-C-533, COMP 1/2H (USE CU0068$CU0069)

BC0009 BERYLLIUM COPPER, QQ-C-533, COMP 1/4H (USE CU0068$CU0069)

BC0011 BERYLLIUM COPPER, QQ-C-530 OR QQ-C-533 /D/ (USE CU0069$CU0233$CU0068)

BC0012 BERYLLIUM COPPER, QQ-C-533 (USE CU0068$CU0069)

BC0013 BERYLLIUM COPPER, MIL-C-4042, COND A (INVALID)

BC0014 BERYLLIUM COPPER, AN-C-171, COND A (INVALID)

BC0015 BERYLLIUM COPPER, QQ-C-533, COND H (USE CU0068$CU0069)

BC0016 BERYLLIUM COPPER, ALLOY 25 (USE CUB000)

BC0017 BERYLLIUM COPPER, AMS 4650 (USE CU0069)

BC0021 BERYLLIUM COPPER, ACS-B25, BARKSDALE VALVE DIVISION OF GENERAL METALS CORP (USE CUB000)

BC0023 BERYLLIUM COPPER, QQ-C-530, COND A (USE CU0069$CU0233)

BC0024 BERYLLIUM COPPER ALLOY, QQ-C-530, COND AT (USE CU0069$CU0233)

BC0025 BERYLLIUM COPPER ALLOY, QQ-C-530, COND 1/2 HARD (USE CU0069$CU0233)

BC0026 BERYLLIUM COPPER ALLOY, QQ-C-530, COND H (USE CU0069$CU0233)

BC0027 BERYLLIUM COPPER ALLOY, QQ-C-530, COMP 172, TEMPER 1/4 HARD (USE CU0069)

BC0028 BERYLLIUM COPPER, QQ-C-530 FORM WIRE, COND XHT (USE CU0069$CU0233)

BC0029 BERYLLIUM COPPER, B11H56C, GENERAL ELECTRIC CO (USE CUB000)

BC0030 BERYLLIUM COPPER, QQ-C-533, COMP 172 (USE CU0069)

BC0031 BERYLLIUM COPPER, ASTM B194-51 (USE CU0068$CU0069)

BC0034 BERYLLIUM COPPER, QQ-C-533, 172, 1/4H (USE CU0069)

BC0035 BERYLLIUM COPPER, AMS 4530 (USE CU0069)

BC0036 BERYLLIUM COPPER ALLOY 11, BENDIX CORP, NAVIGATION AND CONTROL DIVISION (USE CUB000)

BC0037 BERYLLIUM COPPER, AMS 4532 (USE CU0069)

BC0038 BERYLLIUM COPPER, ASTM B194 (USE CU0068$CU0069)

BC0039 BERYLLIUM COPPER, NO. 25, THE BERYLLIUM CORP (USE CUB000)

BC0040 BERYLLIUM COPPER, QQ-C-633 (INVALID)

BC0041 BERYLLIUM COPPER, MIL-C-6942 (USE CU0069)

BC0042 BERYLLIUM COPPER, MIL-C-6942, A (USE CU0069)

BC0043 BERYLLIUM COPPER, QQ-C-533, 172 (USE CU0069)

BC0044 BERYLLIUM COPPER, QQ-C-553 (USE CU0068$CU0069)

BC0045 BERYLLIUM COPPER, 995, BRUSH BERYLLIUM CO (USE CU0995)

BC0046 BERYLLIUM COPPER, QQ-C-530, 172, A (USE CU0068)

BC0047 BERYLLIUM COPPER, CYRD 137, BARBER AND COLEMAN CO (USE CUB000)

BC0048 BERYLLIUM COPPER, QQ-C-533, 170, A (USE CU0068)

BC0049 BERYLLIUM COPPER, QQ-C-533, 172, A (USE CU0069)

BC0050 BERYLLIUM COPPER, QQ-C-533, 172, 1/2 HARD (USE CU0069)
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BC0051 BERYLLIUM COPPER, QQ-C-533, 172, H (USE CU0069)

BC0052 BERYLLIUM COPPER, ASTM B194, 1/2 H (USE CU0068$CU0069)

BC0053 BERYLLIUM COPPER, QQ-C-533, 170, 1/2H (USE CU0068)

BC0054 BERYLLIUM COPPER, ASTM B194, A (USE CU0068$CU0069)

BC0057 BERYLLIUM COPPER, 350-026013, SUPERIOR CARBON PRODUCTS, INC (USE CUB000)

BC0058 BERYLLIUM COPPER, LB0170-137, COND H, NORTH AMERICAN ROCKWELL CORP, COLUMBUS DIV (USE CUB000)

BC0059 BERYLLIUM COPPER, LB0170.137, COND A, NORTH AMERICAN ROCKWELL CORP, COLUMBUS DIV (USE CUB000)

BC0060 BERYLLIUM COPPER, STM05-40C, LOCKHEED-GEORGIA CO (USE CUB000)

BC0061 BERYLLIUM COPPER, COND H, NA1-1255, NORTHROP CORP, AIRCRAFT DIV (USE CUB000)

BC0062 BERYLLIUM COPPER ALLOY, QQ-C-530, TEMPER HT (USE CU0069$CU0233)

BC0063 BERYLLIUM COPPER ALLOY, STM05-400, TEMPER HT, LOCKHEED-GEORGIA CO (USE CUB000)

BC0065 BERYLLIUM COPPER ALLOY, QQ-C-530, TEMPER H (USE CU0069$CU0233)

BC0066 BERYLLIUM COPPER, NA1-1255, COND HT, NORTHROP CORP AIRCRAFT DIV (USE CUB000)

BC0067 BERYLLIUM COPPER, AB0170-002, COMP A, TYPE 1, NORTH AMERICAN ROCKWELL CORP, (USE CUB000)

BC0073 BERYLLIUM COPPER, QQ-C-533, 1/4 (USE CU0068$CU0069)

BC0077 BERYLLIUM COPPER, ASTM B194-62 (USE CU0068$CU0069)

BC0099 BERYLLIUM COPPER, BERYLCO 25, FORM WIRE, KAWECKI BERYLCO INDUSTRIES INC (USE CU0069)

BC0101A BERYLLIUM COPPER, B1156C, GENERAL ELECTRIC CO, AEROSPACE INSTRUMENTS AND CONTROL SYSTEMS PRODUCTS

BC0101B DEPT, AEROSPACE INSTRUMENT PROGRAM (USE CUB000)

BC0102 BERYLLIUM COPPER, BS2873CB101W, SMITH INDUSTRIES LT (USE CUB000)

BC0106 BERYLLIUM COPPER, QQ-C-530, 3/4 HARD (USE CU0069$CU0233)

BE0000 BARRIER MATERIAL (INVALID)

BE0020 BARRIER MATERIAL, MIL-B-121, TYPE 2, GRADE A, CLASS 1 (INVALID)

BF0000 BRAID, NYLON (NOT OTHERWISE SPECIFIED) /D/ (USE PCP000)

BFA000 BRAID, RAYON /D/ (USE PCAN00$PCBJ00)

BFB000 BRAID, ALUMINUM /D/ (USE ALA000)

BFC000 BRAID, COTTON, ASPHALT-IMPREGNATED /D/ (USE CCA000$$MSD000)

BFD000 BRAID, STEEL /D/ (USE STA000)

BFF000 BRAID, COPPER /D/ (USE CUA000)

BFG000 BRAID, COOPER, TIN COVERED /D/ (USE CUA000)

BFH000 BRAID, BRASS /D/ (USE CUB000)

BK0000 BRICK (NOT OTHERWISE SPECIFIED) (INVALID)

BL0000 BLUED (NOT OTHERWISE SPECIFIED) (INVALID)

BM0000 BRONZE MANGANESE (NOT OTHERWISE SPECIFIED) (NOT CUB000)

BM0002 BRONZE MANGANESE, AMS 4845 /D/ (USE CU0196)

BM0003 BRONZE MANGANESE, AMS 4860 (USE CU0185)

BM0004 BRONZE MANGANESE, AMS 4870 /D/ (USE CUB000)

BM0005 BRONZE MANGANESE, AMS 4871 /D/ (USE CUB000)

BM0006 BRONZE MANGANESE, AMS 4872 /D/ (USE CUB000)

BM0008 BRONZE MANGANESE, MIL-B-11553, COMP 1 (USE CU0202)

BM0009 BRONZE MANGANESE, MIL-B-11553, COMP 5 (USE CU0195)

BM0010 BRONZE MANGANESE, MIL-B-11553, COMP 6 (USE CU0203)

BM0011 BRONZE MANGANESE, MIL-B-11553, COMP 8 /D/ (USE CU0207)

BM0012 BRONZE MANGANESE, MIL-B-11533, COMP 12 /D/ (INVALID)

BM0014 BRONZE ALUMINUM, MIL-B-16033, CLASS 3 (USE CU0219)

BM0015 BRONZE ALUMINUM, MIL-B-16033, CLASS 4 (USE CU0220)

BM0016 BRONZE MANGANESE, MIL-B-16261, GRADE 1 /D/ (USE CUB000)

BM0017 BRONZE MANGANESE, MIL-B-16261, GRADE 6 /D/ (USE CU0206)
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BM0019 BRONZE MANGANESE, MIL-B-16522, CLASS 2 (USE CU0182$CU0183)

BM0020 BRONZE MANGANESE, MIL-B-16522, CLASS 3 (USE CU0181)

BM0021 BRONZE MANGANESE, MIL-B-16540, GRADE A (USE CU0203$CU0195)

BM0022 BRONZE MANGANESE, MIL-B-16540, GRADE B (USE CU0203$CU0195)

BM0023 BRONZE MANGANESE, MIL-B-16540, GRADE C (USE CU0172)

BM0024 BRONZE MANGANESE, MIL-B-16541 /D/ (USE CU0202)

BM0026 BRONZE MANGANESE, MIL-C-15345, ALLOY 1 (USE CU0172)

BM0027 BRONZE MANGANESE, MIL-C-15345, ALLOY 4 /D/ (USE CU0185)

BM0028 BRONZE MANGANESE, MIL-C-15345, ALLOY 5 (USE CU0181)

BM0029 BRONZE MANGANESE, MIL-C-15345, ALLOY 6 (USE CU0183)

BM0030 BRONZE MANGANESE, MIL-C-15345, COMP 8 /D/ (USE CU0195)

BM0031 BRONZE MANGANESE, MIL-C-15345, ALLOY 9 /D/ (USE CU0202)

BM0032 BRONZE MANGANESE, MIL-C-15345, ALLOY 11 (USE CU0207)

BM0033 BRONZE MANGANESE, MIL-C-15345, ALLOY 12 (USE CU0206)

BM0034 BRONZE MANGANESE, MIL-C-15345, ALLOY 13 (USE CU0219)

BM0035 BRONZE MANGANESE, MIL-C-15345, ALLOY 14 (USE CU0220)

BM0036 BRONZE MANGANESE, MIL-C-22229, COMP 1 (USE CU0195$CU0207)

BM0038 BRONZE MANGANESE, MIL-C-22229, COMP 6 (USE CU0220)

BM0039 BRONZE MANGANESE, MIL-C-22227, COMP 7 (USE CU0185)

BM0040 BRONZE MANGANESE, MIL-C-22229, COMP 8 (USE CU0183)

BM0041 BRONZE MANGANESE, MIL-C-22229, COMP 9 (USE CU0182)

BM0042 BRONZE MANGANESE, MIL-C-22229, COMP 10 (USE CU0181)

BM0043 BRONZE MANGANESE, MIL-M-16576 (USE CU0195)

BM0044 BRONZE MANGANESE, QQ-B-671, CLASS 3 (USE CU0219)

BM0045 BRONZE MANGANESE, QQ-B-675, CLASS 3 (USE CU0219)

BM0046 BRONZE MANGANESE, QQ-B-675, CLASS 4 (USE CU0220)

BM0047 BRONZE MANGANESE, QQ-B-728, CLASS B (USE CU0675)

BM0048 BRONZE MANGANESE, QQ-C-523, ALLOY A (USE CU0181)

BM0049 BRONZE MANGANESE, QQ-C-523, ALLOY B (USE CU0182)

BM0050 BRONZE MANGANESE, QQ-C-523, ALLOY C (USE CU0183)

BM0051 BRONZE MANGANESE, QQ-C-523, ALLOY D (USE CU0184)

BM0052 BRONZE MANGANESE, QQ-C-523, ALLOY E (USE CU0185)

BM0053 BRONZE MANGANESE, QQ-C-523, ALLOY F (USE CU0185)

BM0054 BRONZE MANGANESE, QQ-C-525, COMP 1 (USE CU0202)

BM0055 BRONZE MANGANESE, QQ-C-525, COMP 3 (USE CU0174)

BM0056 BRONZE MANGANESE, QQ-C-525, COMP 5 (USE CU0195)

BM0057 BRONZE MANGANESE, QQ-C-525, COMP 6 (USE CU0203)

BM0058 BRONZE MANGANESE, QQ-C-525, COMP 6X (USE CU0203)

BM0059 BRONZE MANGANESE, QQ-C-525, COMP 8 (USE CU0207)

BM0060 BRONZE MANGANESE, QQ-C-525, COMP 9 (USE CU0198)

BM0061 BRONZE MANGANESE, QQ-C-525, COMP 10 (USE CU0199)

BM0062 BRONZE MANGANESE, QQ-C-525, COMP 11 (USE CU0175)

BM0063 BRONZE MANGANESE, QQ-C-525, COMP 12 (USE CU0206)

BM0064 BRONZE MANGANESE, QQ-L-225, COMP 1 /D/ (USE CU0202)

BM0065 BRONZE MANGANESE, QQ-L-225, COMP 2 (USE CU0172)

BM0066 BRONZE MANGANESE, QQ-L-225, COMP 3-CANCELED (USE CU0174)

BM0067 BRONZE MANGANESE, QQ-L-225, COMP 4-CANCELED (USE CU0175)

BM0068 BRONZE MANGANESE, QQ-L-225, COMP 5 (USE CU0195)

BM0069 BRONZE MANGANESE, QQ-L-225, COMP 6 (USE CU0203)

BM0070 BRONZE MANGANESE, QQ-L-225, COMP 8 (USE CU0207)

BM0071 BRONZE MANGANESE, QQ-L-225, COMP 9 (USE CU0198)

BM0072 BRONZE MANGANESE, QQ-L-225, COMP 10 (USE CU0199)

BM0073 BRONZE MANGANESE, QQ-L-225, COMP 11 (USE CU0175)
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BM0074 BRONZE MANGANESE, QQ-L-225, COMP 12 (USE CU0206)

BM0075 BRONZE MANGANESE, QQ-L-225, COMP 13-CANCELED (USE CU0212)

BM0076 BRONZE MANGANESE, QQ-L-225, COMP 14-CANCELED (USE CU0208)

BM0077 BRONZE MANGANESE, QQ-L-225, COMP 16-CANCELED (USE CU0196)

BM0078 BRONZE MANGANESE, QQ-L-525, COMP 13 (USE CU0212)

BM0079 BRONZE MANGANESE, SAE 40 (USE CU0172)

BM0080 BRONZE MANGANESE, SAE 43 (USE CU0185)

BM0081 BRONZE MANGANESE, SAE 62 (USE CU0196)

BM0085 BRONZE MANGANESE, SAE 660 (USE CU0206)

BM0087 BRONZE, MIL-B-16541, GRADE A /D/ (USE CU0202)

BM0088 BRONZE MANGANESE, QQ-B-726 (USE CU0182$CU0183$CU0184$CU0185)

BM0089 BRONZE MANGANESE, QQ-C-525, COMP 13 (USE CU0212)

BM0090 BRONZE MANGANESE, QQ-B-671, CLASS 4 (USE CU0220)

BM0093 BRONZE MANGANESE, QQ-B-728, CLASS A, COMP HARD /D/ (USE CU0675)

BM0094 BRONZE MANGANESE, QQ-B-728, CLASS A, COMP 1/2 HARD /D/ (USE CU0675)

BM0095 BRONZE MANGANESE, QQ-B-728, CLASS B, COMP HARD /D/ (USE CU0670)

BM0097 BRONZE MANGANESE, QQ-B-728, CLASS B, COMP 1/2 HARD /D/ (USE CU0670)

BM0099 BRONZE MANGANESE, MIL-M-16576, GRADE A (USE CU0195)

BM0100 BRONZE MANGANESE, QQ-C-390, ALLOY C3 /D/ (USE CU0185)

BM0101 BRONZE MANGANESE, QQ-C-390, ALLOY C4 /D/ (USE CU0182)

BM0102 BRONZE MANGANESE, QQ-C-390, ALLOY C6 /D/ (USE CU0180)

BM0104 BRONZE MANGANESE, MIL-B-21230, ALLOY 1 (USE CU0220)

BM0106 BRONZE MANGANESE, QQ-B-671, GRADE 15 (INVALID)

BM0109 BRONZE MANGANESE, QQ-B-728, CLASS B, TEMPER HARD (USE CU0670)

BM0110 BRONZE MANGANESE, QQ-B-721-CANCELED (USE CU0670$CU0675)

BM0114 BRONZE MANGANESE, SAE 622 (USE CU0202)

BM0116 BRONZE MANGANESE, QQ-B-728, CLASS A (USE CU0675)

BN0000 BRONZE (NOT OTHERWISE SPECIFIED) (USE CUB000)

BNA000 BRONZE ALUMINUM (NOT OTHERWISE SPECIFIED) ( USE CUB000)

BNAP00 BRONZE, PLASTIC (NOT OTHERWISE SPECIFIED) (USE CUB000$$PCA000)

BNB000 BRONZE, SILICON (USE CUB000)

BNE000 BRONZE, SINTERED (NOT OTHERWISE SPECIFIED) (USE CUB000)

BNF000 BRONZE, CAST LEADED (NOT OTHERWISE SPECIFIED) /D/ (USE CUB000)

BNG000 BRONZE, NAVAL (NOT OTHERWISE SPECIFIED) (USE CUB000)

BNH000 BRONZE, GRAPHITE (NOT OTHERWISE SPECIFIED) /D/ (USE CUB000$$GFA000)

BNJ000 BRONZE, CAST (NOT OTHERWISE SPECIFIED) (USE CUB000)

BNW000 POWDERED BRONZE (NOT OTHERWISE SPECIFIED) (USE CUB000)

BNY000 BRONZE, LEADED (NOT OTHERWISE SPECIFIED) (USE CUB000)

BN0001 BRONZE ALUMINUM, QQ-B-671, CLASS 3-CANCELED (USE CU0219)

BN0002 BRONZE ALUMINUM, QQ-B-671, CLASS 4-CANCELED (USE CU0220)

BN0003 BRONZE, QQ-B-728 (USE CU0675$CU0670)

BN0004 BRONZE, QQ-B-750, COMP A (USE CU0103)

BN0005 BRONZE, QQ-B-750, COMP B (USE CU0109)

BN0006 BRONZE, QQ-B-750, COMP D (USE CU0106)

BN0007 BRONZE, QQ-C-591, ALLOY 655 (USE CU0131)

BN0008 BRONZE, QQ-B-728, COMP A /D/ (USE CU0675)

BN0009 BRONZE, QQ-B-728, COMP B (USE CU0670)

BN0010 BRONZE, QQ-C-591, ALLOY A (USE CU0131)

BN0011 BRONZE ALUMINUM, QQ-B-663 (USE CU0111$CU0115$CU0122$CU0127)

BN0012 BRONZE, MIL-W-16602 (USE CU0103)

BN0014 BRONZE, ASTM B61 (USE CU0202)

BN0015 BRONZE, ASTM B62 (USE CU0172)
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BN0017 BRONZE, VALVE CASTINGS, MIL-B-16541 (USE CU0202)

BN0018 BRONZE, CAST LEADED, AMS 7320B (USE CU0928)

BN0019 BRONZE, QQ-B-726, CLASS A-CANCELED (USE CU0185)

BN0023 BRONZE, MIL-B-16261, GRADE 1 (USE CUB000)

BN0024 BRONZE, MIL-B-16261, GRADE 2 (USE CU0207)

BN0025 BRONZE, MIL-B-16261, GRADE 3 (USE CU0198)

BN0026 BRONZE, MIL-B-16261, GRADE 4 (USE CU0210)

BN0027 BRONZE, MIL-B-16261, GRADE 5 (USE CU0214)

BN0028 BRONZE, MIL-B-16261, GRADE 6 (USE CU0206)

BN0029 BRONZE, QQ-B-1005, COMP 1-CANCELED (USE CU0202)

BN0030 BRONZE, QQ-B-1005, COMP 2-CANCELED (USE CU0172)

BN0034 BRONZE, QQ-B-1005, COMP 6-CANCELED (USE CU0203)

BN0036 BRONZE, QQ-B-1005, COMP 8-CANCELED (USE CU0207)

BN0040 BRONZE, QQ-B-1005, COMP 12-CANCELED (USE CU0206)

BN0043 BRONZE, QQ-B-1005, COMP 15-CANCELED (USE CUB000)

BN0044 BRONZE, QQ-B-1005, COMP 16-CANCELED (USE CU0196)

BN0048 BRONZE, AMS 4616 (USE CUB000)

BN0086 BRONZE, MIL-B-16444 (USE CU0172)

BN0087 DULL BRONZE, FF-H-116, US10 (USE CUB000)

BN0088 BRONZE, QQ-C-390, ALLOY B5 (USE CU0172)

BN0089 BRONZE, QQ-C-390, ALLOY E8 /D/ (USE CU0207)

BN0090 BRONZE, QQ-C-390, ALLOY B1 /D/ (USE CU0174)

BN0091 BRONZE, QQ-C-390, ALLOY B2 /D/ (USE CU0175)

BN0093 BRONZE, QQ-C-390, ALLOY B6 /D/ (USE CU0175)

BN0094 BRONZE, QQ-C-390, ALLOY D1 /D/ (USE CU0199)

BN0095 BRONZE, QQ-C-390, ALLOY D2 /D/ (USE CU0198)

BN0096 BRONZE, QQ-C-390, ALLOY D3 /D/ (USE CU0203)

BN0097 BRONZE, QQ-C-390, ALLOY D4 /D/ (USE CU0202)

BN0098 BRONZE, QQ-C-390, ALLOY D5 /D/ (USE CU0195)

BN0099 BRONZE, QQ-C-390, ALLOY D6 /D/ (USE CU0196)

BN0100 BRONZE, QQ-C-390, ALLOY E1 /D/ (USE CU0214)

BN0101 BRONZE, QQ-C-390, ALLOY E2 /D/ (USE CU0212)

BN0102 BRONZE, QQ-C-390, ALLOY E3 /D/ (USE CU1162)

BN0103 BRONZE, QQ-C-390, ALLOY E4 /D/ (USE CU1163)

BN0104 BRONZE, QQ-C-390, ALLOY E6 /D/ (USE CU0210)

BN0105 BRONZE, QQ-C-390, ALLOY E7 /D/ (USE CU0206)

BN0106 BRONZE, QQ-C-390, ALLOY E9 /D/ (USE CU0208)

BN0107 COMMERCIAL BRONZE, 90 PCT COPPER, 10 PCT TIN /D/ (USE CUB000)

BN0108 BRONZE, MIL-B-13501, COMP A (USE CU0411)

BN0109 BRONZE, MIL-B-13501, COMP B (USE CU0546)

BN0110 BRONZE, MIL-B-13501, COMP C (USE CU0103)

BN0112 BRONZE, SAE CA510 (USE CU0103)

BN0115 BRONZE, QQ-C-390, ALLOY E5 /D/ (USE CU0213)

BN0118 BRONZE, QQ-C-390, ALLOY F2 /D/ (USE CU0215)

BN0120 BRONZE, QQ-C-390, ALLOY C1 /D/ (USE CU0186)

BN0121 BRONZE, QQ-C-390, ALLOY C2 /D/ (USE CU0184)

BN0122 BRONZE, QQ-C-390, ALLOY C3 /D/ (USE CU0185)

BN0123 BRONZE, QQ-C-390, ALLOY C4 /D/ (USE CU0182)

BN0124 BRONZE, QQ-C-390, ALLOY C5 /D/ (USE CU0181)

BN0125 BRONZE, QQ-C-390, ALLOY C6 /D/ (USE CU1164)

BN0126 BRONZE, QQ-C-390, ALLOY C7 /D/ (USE CU0183)

BN0127 BRONZE, QQ-C-390, ALLOY G6 /D/ (USE CU0217)

BN0128 BRONZE, QQ-B-671, CLASS 1-CANCELED (USE CU0217)
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BN0129 BRONZE, QQ-B-691, COMP 1 (USE CU0202)

BN0130 BRONZE, ASTM B66, HARD (USE CU0172$CU0210$CU0214$CU0944$CU0945)

BN0131 BRONZE, ASTM B143-2A, COMP M (USE CU0202)

BN0132 BRONZE, QQ-L-225, COMP 5 (USE CU0195)

BN0133 BRONZE, SAE 64 (USE CU0209)

BN0134 BRONZE, SAE 65 (USE CU0197)

BN0135 BRONZE, QQ-B-726, CLASS B-CANCELED (USE CU0182)

BN0136 BRONZE, QQ-B-726, CLASS C (USE CU0183)

BN0137 BRONZE, MIL-B-15939, COMP 1 (USE CU0127)

BN0138 BRONZE, QQ-B-721, CLASS B-CANCELED (USE CU0670)

BN0139 BRONZE, QQ-B-746, COMP A (USE CU0103)

BN0140 BRONZE, QQ-P-330 (USE CU0103$CU0106)

BN0141 BRONZE, MIL-B-16541, GRADE A (USE CU0202)

BN0144 BRONZE, MIL-M-16576-CANCELED (USE CU0195)

BN0145 BRONZE, AMS 4260 (INVALID)

BN0146 BRONZE, BEARIUM, B4, THE TALLEY CORP (USE CUB000)

BN0147 BRONZE, ASTM B21, GRADE C (USE CU0101)

BN0148 BRONZE, MIL-B-5687, TYPE 1, COMP A (USE CU0373)

BN0150 BRONZE, MIL-G-16033, CLASS 3-CANCELED /D/ (INVALID)

BN0151 BRONZE, 46B18D, CLASS 3-CANCELED (USE CU0219$CU0220)

BN0152 BRONZE, QQ-B-721-CANCELED (USE CU0670$CU0675)

BN0153 BRONZE, QQ-B-726-CANCELED (USE CU0182$CU0183$CU0184$CU0185)

BN0154 BRONZE, AMS 4520 (USE CU0109)

BN0155 BRONZE, AMS 4625 (USE CU0103)

BN0156 BRONZE, QQ-B-746 (USE CU0103$CU0106)

BN0157 BRONZE, MIL-B-164 (USE CU0185)

BN0158 BRONZE, QQ-L-225 (USE CUB000)

BN0159 BRONZE, MIL-B-16443, CLASS 1 (USE CU0185)

BN0160 BRONZE, MIL-B-892 (USE CU0509)

BN0162 BRONZE, MIL-B-16261, GRADE 7 (USE CU0212)

BN0164 BRONZE, MIL-B-16540, GRADE A (USE CU0195)

BN0165 BRONZE, MIL-B-16540, GRADE B (USE CU0203$CU0195)

BN0166 BRONZE, QQ-B-746, COMP D (USE CU0106)

BN0168 BRONZE, 46-B-14 (USE CU0509)

BN0169 BRONZE, 81 SPRING TEMPER (USE CU0103)

BN0170 BRONZE, ASTM B156-46-CANCELED (USE CUB000)

BN0173 BRONZE PHOSPHOR, MIL-W-16602 (USE CU0103)

BN0174 BRONZE, QQ-B-691, COMP 6 (USE CU0203)

BN0176 BRONZE, B8, BEARIUM METALS CORP (USE CUB000)

BN0179 BRONZE, AMS 4846 (USE CU0196)

BN0180 BRONZE, MIL-B-24059 (USE CU0632)

BN0181 BRONZE, MIL-B-6946 (USE CU0122)

BN0182 BRONZE, MIL-B-6947 (USE CU0220)

BN0183 BRONZE, MIL-B-16261 (USE CUB000$CU0198$CU0206$CU0207$CU0210$CU0212$CU0214)

BN0185 BRONZE, ASTM B144-52, CLASS 3A (USE CU0209)

BN0186 BRONZE, AMS 4612 (USE CU0099)

BN0187 BRONZE, ASTM B103, GRADE A (USE CU0104)

BN0188 BRONZE, QQ-P-330, COMP A, EXTRA SPRING (USE CU0103)

BN0189 BRONZE, AMS 4640 (USE CU0122)

BN0196 BRONZE, MIL-C-15345, ALLOY 9 (USE CU0202)

BN0200 BRONZE, AMS 4871 (USE CUB000)

BN0209 BRONZE, MIL-B-11553, COMP 8 - CANCELED (USE CU0207)

BN0211 BRONZE, MIL-B-11553, COMP 12 (USE CU0206)
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BN0212 BRONZE, MIL-B-11553, COMP 14 (USE CU0208)

BN0214 BRONZE, MIL-B-11553, COMP 16 (USE CU0196)

BN0218 BRONZE, QQ-B-728, CLASS A (USE CU0675)

BN0219 BRONZE, QQ-B-728, CLASS B (USE CU0670)

BN0224 BRONZE, QQ-L-225, COMP 1 (USE CU0202)

BN0227 BRONZE, AMS 4510 (USE CU0103)

BN0228 BRONZE, AMS 4842 (USE CU0209)

BN0229 BRONZE, ASTM B103 (USE CU0103$CU0104$CU0105$CU0106$CU0107$CU0108$CU0109)

BN0230 BRONZE, ASTM B144, ALLOY 3B (USE CU0206)

BN0231 BRONZE, ASTM B144, ALLOY 3A (USE CU0209)

BN0232 BRONZE, BEARIUM, B4, BEARIUM METALS CORP (USE CUB000)

BN0233 BRONZE, B11H13E, GENERAL ELECTRIC CO (USE CUB000)

BN0234 BRONZE, C-3, GRADE BS-2604, INTERNATIONAL HARVESTER CO (USE CUB000)

BN0235 BRONZE, GM4077M, GENERAL MOTORS CORP (USE CUB000)

BN0236 BRONZE, JAN-G-383 (USE CU0264)

BN0237 BRONZE, 1932-04, RADIO CORP OF AMERICA (USE CUB000)

BN0238 BRONZE, MIL-B-16444, GRADE A (USE CU0172)

BN0239 BRONZE, MIL-B-16541 (USE CU0202)

BN0240 BRONZE, MIL-B-5687, TYPE 1 (USE CUB000$CU0373)

BN0241 BRONZE, MIL-B-5687, TYPE 1, COMP B (USE CUB000)

BN0242 BRONZE, MIL-B-5687, TYPE 1, COND A (USE CU0373)

BN0243 BRONZE, MIL-B-892, COMP 1 (USE CU0509)

BN0244 BRONZE, QQ-B-750, COMP A, SPRING (USE CU0103)

BN0245 BRONZE, QQ-P-330, COND A/D/ (USE CU0103)

BN0246 BRONZE, QQ-B-750, COMP A, HALF-HARD (USE CU0103)

BN0247 BRONZE, ASTM B103, ALLOY D (USE CU0106)

BN0248 BRONZE, QQ-P-330, COMP A (USE CU0103)

BN0249 BRONZE, QQ-B-691, COMP 12-CANCELED /D/ (USE CU0206)

BN0251 BRONZE, QQ-B-750, COMP A, HARD (USE CU0103)

BN0252 BRONZE, QQ-P-330, COMP A, SPRING (USE CU0103)

BN0253 BRONZE, VSI-1-2-5, VICKERS INC, DIVISION OF SPERRY RAND CORP (USE CUB000)

BN0254 BRONZE, 245M, HARNISCHFEGER CORP (USE CUB000)

BN0255 BRONZE, 600 SERIES, MUELLER BRASS CO (USE CUB000)

BN0256 BRONZE, ASTM B159, ALLOY A (USE CU0103)

BN0257 BRONZE, QQ-B-679, COMP 5-CANCELED /D/ (USE CU0115)

BN0258 BRONZE, QQ-B-746, COMP A, SPRING (USE CU0103)

BN0260 BRONZE, QQ-B-691, COMP 5-CANCELED /D/ (USE CU0195)

BN0261 BRONZE, ALUMINUM, MIL-B-15939, COMP 2 (USE CU0122)

BN0263 BRONZE, QQ-B-750, (USE CU0103$CU0106$CU0109)

BN0266 BRONZE, QQ-B-728, CLASS B, 1/2H (USE CU0670)

BN0272 BRONZE, 6823, CURTISS-WRIGHT CORP, WOOD-RIDGE FACILITY (USE CUB000)

BN0273 BRONZE, MIL-B-16033, CLASS 1 (USE CU0217)

BN0274 BRONZE, CLEVITE 8, CLEVITE CORP, CLEVELAND GRAPHITE BRONZE DIVISION (USE CU0360)

BN0275 BRONZE, AMS 4805 (USE CU0373)

BN0276 BRONZE, AMS 4827 (USE CU0347$$ST1006$ST1008$ST1009$ST1010$ST1011$ST1012$ST1005)

BN0277 BRONZE, AMS 4840 (USE CU0214)

BN0278 BRONZE, QQ-B-726, CLASS 3-CANCELED (INVALID)

BN0279 BRONZE, QQ-B-728, CLASS B, TEMPER HARD (USE CU0670)

BN0280 BRONZE, AMS 4822 (USE CUB000$$ST1006$ST1008$ST1009$ST1010$ST]011$ST1012$$ST1005)

BN0281 BRONZE, B10, BEARIUM METALS CORP (USE CUB000)

BN0282 BRONZE, ASTM B202-T60, GRADE 1, CLASS A (USE CU0373)

BN0283 BRONZE, NO. 18, AMPCO METAL DIV, AMPCO PITTSBURGH CORP (USE CUB000)

BN0284 BRONZE, FB46-2, BOSTON GEAR WORKS, DIV OF NORTH AMERICAN ROCKWELL CORP (USE CUB000)
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BN0285 BRONZE, FB35-3, BOSTON GEARWORKS DIV OF NORTH AMERICAN ROCKWELL CORP (USE CUB000)

BN0286 BRONZE, CLEVITE 10, CLEVITE CORP, CLEVELAND GRAPHITE BRONZE DIV (USE CU0347)

BN0287 BRONZE, DU, GARLOCK INC, PLASTIC DIV (USE CUB000)

BN0288 BRONZE, OILITE 16, CHRYSLER CORP (USE CUB000)

BN0289 BRONZE, SUPER OILITE 16, CHRYSLER CORP (USE CUB000)

BN0290 BRONZE ALLOY, CC-17-22, JOHNSON BRONZE CO (USE CUB000)

BN0291 BRONZE ALLOY, 411, GRAPHITE METALLIZING CORP (USE CUB000)

BN0292 BRONZE ALLOY, 1071840, INGERSOL-RAND CO, ALDRICH PUMP DIV (USE CUB000)

BN0293 BRONZE, DUREX 68, OIL CITY BRASS WORKS (USE CUB000)

BN0294 BRONZE, DX, GARLOCK INC, PLASTIC DIV (USE CUB000)

BN0295 BRONZE, DU, GARLOCK BEARING, INC (USE CUB000)

BN0296 BRONZE, BOST FB810-4, BOSTON GEARWORKS, DIV OF NORTH AMERICAN ROCKWELL CORP (USE CUB000)

BN0297 BRONZE, BOST-BRONZ, BOSTON GEARWORKS, DIV OF NORTH AMERICAN ROCKWELL CORP (USE CUB000)

BN0298 BRONZE, CE-PS 111, COLT INDUSTRIES INC, CHANDLER-EVANS CONTROL SYSTEMS DIV (USE CUB000)

BN0299 BRONZE, CLEVITE 25, CLEVITE CORP, CLEVELAND GRAPHITE BRONZE DIV (USE CU0361)

BN0300 BRONZE, C22A1A, GENERAL ELECTRIC CO, AIRCRAFT ENGINE GROUP (USE CUB000)

BN0301 BRONZE, ECLIPSALOY 52, THE BENDIX CORP, NAVIGATION AND CONTROL DIV (USE CUB000)

BN0302 BRONZE, FB46-3 BOSTON GEARWORKS, DIV OF NORTH AMERICAN ROCKWELL CORP (USE CUB000)

BN0304 BRONZE, F5, CLEVITE CORP, CLEVELAND GRAPHITE BRONZE DIV (USE CU0347)

BN0305 BRONZE, 77, CLEVITE CORP, CLEVELAND GRAPHITE BRONZE DIV (USE CU1153)

BN0306 BRONZE, GM4077M, DETROIT DIESEL ALLISON DIV OF GENERAL MOTORS CORP (USE CUB000)

BN0308 BRONZE, GRAPHITE C05, CLEVELAND BRASS MFG CO (USE CUB000)

BN0309 BRONZE, GRAPHITE 4067, M-332, GENERAL MOTORS CORP (USE CUB000)

BN0310 BRONZE, HIGH LEAD, GRADE B-4, BEARIUM METALS CORP (USE CUB000)

BN0311 BRONZE, 1E231, CATERPILLAR TRACTOR CO (USE CU0206)

BN0312 BRONZE, LAC1-650, LOCKHEED-CALIFORNIA CO, A DIV OF LOCKHEED AIRCRAFT CORP (USE CUB000)

BN0313 BRONZE LEAD, M.S.B-1, WARNER-MOTIVE, DIV OF BORG-WARNER CORP, WOOSTER PLANT (USE CUB000)

BN0314 BRONZE LEADED, NO 8, CLEVITE CORP, CLEVELAND GRAPHITE BRONZE DIV USE CU0360)

BN0315 BRONZE LEADED, 26457, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE CUB000)

BN0318 BRONZE, ASTM B67-52 (USE CU0213)

BN0319 BRONZE, ASTM B438-66T (USE CU0373)

BN0322 BRONZE, MS567, CHRYSLER CORP (USE CUB000)

BN0323 BRONZE, MS239, ELECTRO-MOTIVE DIV OF GENERAL MOTORS CORP (USE CUB000)

BN0325 BRONZE, MS299, BEECH AIRCRAFT CORP (USE CUB000)

BN0326 BRONZE, NO 1031, GRADE B1, TELETYPE CORP (USE CUB000)

BN0327 BRONZE, NO 78 ECLIPSALOY, BENDIX CORP, FLUID POWDER DIV (USE CUB000)

BN0329 BRONZE, OILITE, CHRYSLER CORP, AMPLEX DIV (USE CUB000)

BN0330 BRONZE, P NO 194, HARNISCHFEGER CORP (USE CUB000)

BN0331 BRONZE, H NO 194, HARNISCHFEGER CORP (USE CUB000)

BN0332 BRONZE, RM114-5040, BEECH AIRCRAFT CORP (USE CUB000)

BN0333 BRONZE, S-189, LEAR-SIEGLER INC, ROMEC DIV (USE CUB000)

BN0334 BRONZE, SABECO NO 9, SAGINAW BEARING CO (USE CUB000)

BN0335 BRONZE, S-6, NO 44, CLEVITE CORP, CLEVELAND GRAPHITE BRONZE DIV (USE CUB000)

BN0336 BRONZE, SS-700, CHRYSLER CORP, AMPLEX DIV (USE CUB000)

BN0337 BRONZE, NO. 10, BN50-74, BAY CITY-MANITOWAC CORP (USE CUB000)

BN0338 BRONZE, SUPER OILITE 16, FRUEHAUF CORP (USE CUB000)

BN0339 BRONZE, VS13-1-2-5, VICKERS AOM, DIV OF SPERRY RAND (USE CUB000)

BN0340 BRONZE, 1E230, CATERPILLAR TRACTOR CO (USE CU0206)

BN0341 BRONZE, 10003, TEREX DIV OF GENERAL MOTORS CORP (USE CUB000)

BN0343 BRONZE, 15, BECKETT BRONZE CO (USE CUB000)

BN0344 BRONZE, 16FM52A4, FAIRBANKS MORSE, INC. (USE CUB000)

BN0345 BRONZE, 179, TYPE 48, INGERSOL-RAND CO (USE CUB000)

BN0346 BRONZE, 231, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE CUB000)
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BN0348 BRONZE, 307, WHITE MOTORS CORP, WHITE SUPERIOR DIV (USE CUB000)

BN0349 BRONZE, 324, HALE FIRE PUMP CO (USE CUB000)

BN0350 BRONZE, 34, BEARIUM METALS CORP (USE CUB000)

BN0351 BRONZE, 444, CLEVITE CORP, CLEVELAND GRAPHITE BRONZE DIV (USE CU0109)

BN0352 BRONZE, 4688, NAVAL AIR ENGINEERING CENTER (USE CUB000)

BN0353 BRONZE, 57244 UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE CUB000)

BN0354 BRONZE, 6813, WRIGHT AERONAUTICAL, DIV OF CURTISS WRIGHT CORP (USE CUB000)

BN0355 BRONZE, 6823, WRIGHT AERONAUTICAL DIV OF CURTISS WRIGHT CORP (USE CUB000)

BN0356 BRONZE LEADED PHOSPHOR, GRADE B, 1/2 HARD, PRD ELECTRONICS, INC (USE CUB000)

BN0357 BRONZE, ASTM B103, COPPER ALLOY NO 510 (USE CU0103)

BN0359 BRONZE, QQ-P-330, COMP A, COND SPRING-CANCELED (USE CU0103)

BN0360 BRONZE, ASTM B103-44, GRADE C (USE CU0105)

BN0361 BRONZE, ASTM B103-42, GRADE A (USE CU0104)

BN0362 BRONZE, ASTM B103-46, GRADE A (USE CU0104)

BN0363 BRONZE, ASTM B139-49T (USE CU0103$CU0105$CU0106$CU0108$CU0109)

BN0364 BRONZE, QQ-P-330, COMP D (USE CU0106)

BN0368 BRONZE, AMS 4720 (USE CU0103)

BN0369 BRONZE ALUMINUM, AMS 4630 (USE CU0116)

BN0372 BRONZE ALUMINUM, AMS 4640 (USE CU0122)

BN0373 BRONZE ALUMINUM, MIL-B-15939, COMP 1 (USE CU0127)

BN0374 BRONZE, AMS 4631 (USE CU0127)

BN0375 BRONZE, ASTM B139-45T, GRB2 (USE CU0109)

BN0376 BRONZE, MIL-B-16166, COMP I (USE CU0119)

BN0377 BRONZE, QQ-B-691 (USE CU0202$CU0172$CU0174$CU0195$CU0203$CU0207$CU0198$CU0174$CU0206)

BN0378 BRONZE, QQ-C-465, ALLOY 642 (USE CU0127)

BN0379 BRONZE, QQ-B-691, COMP 2 (USE CU0172)

BN0380 BRONZE, QQ-B-691, COMP 9 (USE CU0198)

BN0383 BRONZE, 7842, WRIGHT AERONAUTICAL DIV OF CURTISS-WRIGHT CORP (USE CUB000)

BN0384 BRONZE, MS282, GENERAL MOTORS CORP (USE CUB000)

BN0385 BRONZE, BS299, BEECH AIRCRAFT CORP (USE CUB000)

BN0386 BRONZE, M-323, DELCO-REMY DIV OF GENERAL MOTORS CORP (USE CUB000)

BN0387 BRONZE, LUBRITE GRADE N, MERRIMAN, INC. (USE CUB000)

BN0388 BRONZE, ECLIPSALOY 7C, THE BENDIX CORP, NAVIGATION AND CONTROLS DIV (USE CUB000)

BN0389 BRONZE, COMPO 61-1C, BOUND BROOK BEARING CORP OF AMERICA (USE CUB000)

BN0391 BRONZE, C5BL26-25, INTERNATIONAL HARVESTER CO (USE CUB000)

BN0392 BRONZE LEADED, COLT INDUSTRIES INC, CHANDLER-EVANS CONTROL SYSTEMS DIV (USE CUB000)

BN0394 BRONZE, POROUS, 60Y, BOUND BROOK BEARING CORP OF AMERICA (USE CUB000)

BN0395 BRONZE, SAE 62 (USE CU0196)

BN0398 BRONZE, NO 56, 000-01, CUMMINS ENGINE CO. INC (USE CUB000)

BN0399 BRONZE, NO 54, 006-01, CUMMINS ENGINE CO. INC (USE CUB000)

BN0400 BRONZE, CIT, 1E219, CATERPILLAR TRACTOR CO (INVALID)

BN0401 BRONZE, MUELLER NO 605, ABEX CORP AEROSPACE DIV (USE CUB000)

BN0402 BRONZE, 68238, WRIGHT AERONAUTICAL DIV OF CURTISS-WRIGHT CORP (USE CUB000)

BN0403 BRONZE, 4, HARDISCHFEGER CORP (USE CUB000)

BN0404 BRONZE, ASTM B144-52, ALLOY 3A (USE CU0209)

BN0405 BRONZE, ASTM B139-58, ALLOY B2 (USE CU0109)

BN0406 BRONZE, ASTM B144-52 (USE CU0206$CU0208$CU0209$CU0210$CU0214)

BN0407 BRONZE, HF-16, FEDERAL-MOGUL DIV OF FEDERAL-MOGUL CORP (USE CU0361)

BN0409 BRONZE, 1113, SLICK ELECTRO, INC (USE CUB000)

BN0410 BRONZE, CB2040, BOSTON GEARWORKS, DIV OF NORTH AMERICAN ROCKWELL CORP (USE CUB000)

BN0411 BRONZE, F77, CLEVITE CORP, CLEVELAND GRAPHITE BRONZE DIV (USE CU1153)

BN0412 BRONZE, F77, TELEDYME CONTINENTAL MOTORS (USE CUB000)

BN0414 BRONZE, PWA231, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE CUB000)
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BN0415 BRONZE, 26421, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE CUB000)

BN0416 BRONZE, SINTERED, BP22-O, FRANK MFG CO, INC (USE CUB000)

BN0417 BRONZE, GM4075M, GENERAL MOTORS CORP (USE CUB000)

BN0418 BRONZE, K-788-6, KEYSTONE BRASS WORKS (USE CUB000)

BN0419 BRONZE, SILICON, C4B1, GENERAL ELECTRIC, AEROSPACE ELECTRICAL EQUIPMENT DEPT (USE CUB000)

BN0420 BRONZE, ASTM B202-51T, TYPE 1, CLASS A (USE CU0373)

BN0421 BRONZE, E5-044, THE BENDIX CORP, ENERGY CONTROLS DIVISION (USE CUB000)

BN0422 BRONZE, 1E450, CATERPILLAR TRACTOR CO (USE CUB000)

BN0423 BRONZE, M-1375, DELCO-REMY DIVISION OF GENERAL MOTORS CORP (USE CUB000

BN0424 BRONZE ALLOY, HIGH LEAD, PM 6001, PESCO DIV BORG-WARNER CORP (USE CUB000)

BN0425 BRONZE, ASTM B139-58, ALLOY B1 (USE CU0108)

BN0426 BRONZE, ASTM B139-49T, GRADE B1 (USE CU0108)

BN0428 BRONZE, COMP H, BOUND BROOK BEARING CORP OF AMERICA (USE CUB000)

BN0429 BRONZE, COMP 66H, GENERAL ELECTRIC CO, HEAVY MILITARY ELECTRONIC SYSTEMS PRODUCTS DEPT (USE CUB000)

BN0431 BRONZE, ALUMINUM, MIL-B-16033 (USE CU0217$CU0218$CU0219$CU0220)

BN0437 BRONZE, QQ-L-225, COMP 2 (USE CU0172)

BN0439 BRONZE, MIL-B-16033 (USE CU0217$CU0218$CU0219$CU0220)

BN0441 BRONZE, QQ-B-691, COMP 6X (USE CU0203)

BN0442 BRONZE, QQ-B-6638, COMP 1 (USE CU0127)

BN0443 BRONZE, QQ-B-671-CANCELED (USE CU0217$CU0219$CU0220$CU0218)

BN0444 BRONZE, AMS 7320 (USE CU0928)

BN0445 BRONZE, MIL-B-16261, GRADE 3, CLASS 2 (USE CU0198)

BN0446 BRONZE, QQ-B-679 (USE CU0111$CU0115$CU0122$CU0127)

BN0450 BRONZE, ASTM B140, ALLOY B (USE CU0314)

BN0452 BRONZE, MIL-B-16033, CLASS 4 (USE CU0220)

BN0458 BRONZE, ASTM B139-52, ALLOY B1 (USE CU0108)

BN0460 BRONZE SILVER, NO. 2, SMITHS INDUSTRIES LTD, MOTOR ACCESSORY LTD (USE CUB000)

BN0461 BRONZE, 14, WALDICK AERO-SPACE DEVICES INC (USE CUB000)

BN0462 BRONZE, 28-1C, WALDICK AERO-SPACE DEVICES INC (USE CUB000)

BN0463 BRONZE, 6528, HONEYWELL INC (USE CUB000)

BN0464 BRONZE, 703-36, CUTLER-HAMMER INC (USE CUB000)

BN0481 BRONZE, QQ-B-679, COMP 1-CANCELED (USE CU0127)

BN0482 BRONZE, ASTM B103, GRADE C (USE CU0105)

BN0485 BRONZE, SAE 81 (USE CU0103)

BN0489 BRONZE, SAE 841 (USE CU0373)

BN0490 BRONZE, SAE 660 (USE CU0206)

BN0498 BRONZE, QQ-B-666, GRADE A-CANCELED (USE CU0111)

BN0506 BRONZE, QQ-B-721, CLASS A, 1/2 HARD-CANCELED (USE CU0675)

BN0510 BRONZE, SAE, J462, COMP 660 (USE CU0206)

BN0513 BRONZE, FF-H-111 (USE CUB000)

BN0516 BRONZE, SAE 791 (USE CU0109)

BN0519 BRONZE, N, 46-B-14 (USE CU0509)

BN0520 BRONZE, SP6, GENERAL ELECTRIC CO (USE CUB000)

BN0531 BRONZE, SAE 40 (USE CU0172)

BN0532 BRONZE, SAE 77 (USE CUB000)

BN0544 BRONZE, 101S, SANGAMO ELECTRIC CO (USE CUB000)

BN0546 BRONZE, B11H54F, GENERAL ELECTRIC CO (USE CU0105)

BN0558 BRONZE, ASTM B159, ALLOY 510 (USE CU0103)

BN0563 BRONZE, 1012, TECHNOLOGY INC (USE CUB000)

BP0000 BRIGHT ALLOY PLATED (NOT OTHERWISE SPECIFIED) /D/ (INVALID)

BR0000 BRASS (NOT OTHERWISE SPECIFIED) (USE CUB000)
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BRA000 BRASS OR BRONZE (NOT OTHERWISE SPECIFIED) (USE CUB000)

BRAG00 BRASS, FORGED (NOT OTHERWISE SPECIFIED) (USE CUB000)

BRAP00 BRASS, PHOSPHOR (NOT OTHERWISE SPECIFIED) (USE CUB000)

BRC000 BRASS OR ALUMINUM (NOT OTHERWISE SPECIFIED) (USE CUB000$ALA000)

BRD000 BRASS OR ZINC (NOT OTHERWISE SPECIFIED) (USE CUB000$ZNB000)

BRE000 BRASS, SINTERD (NOT OTHERWISE SPECIFIED) (USE CUB000)

BRH000 BRASS, LEADED (USE CUB000)

BRJ000 BRASS, NAVAL (USE CUB000)

BRP000 BRASS, CAST (NOT OTHERWISE SPECIFIED) (USE CUB000)

BRW000 BRASS, COMMERCIAL (USE CUB000)

BRZ000 BRASS, RED (USE CUB000)

BR0001 BRASS, AMS 4610 (USE CU0091)

BR0002 BRASS, AMS 4611 (USE CU0099)

BR0003 BRASS, AMS 4712 (USE CU0081)

BR0005 BRASS, AMS 4713 (USE CU0081)

BR0007 BRASS, MIL-C-15345, ALLOY 3 (USE CU0180)

BR0008 BRASS, QQ-B-613, COMP 1 (USE CU0080)

BR0009 BRASS, QQ-B-728, COMP-B (USE CU0670)

BR0010 BRASS, QQ-B-613, COMP 3 (USE CU0076)

BR0011A BRASS, QQ-B-613, COMP 11 (USE CU0079$CU0304$CU0080$CU0081$CU0272$CU0274$CU0302$CU0330$CU0305$CU0332$

BR0011B CU0335$CU0340$CU0088$CU0306$CU0307$CU0308$CU0309$CU0310$CU0089$CU0090$CU0091$CU0370)

BR0012 BRASS, QQ-B-613, COMP 24 (USE CU0088$CU0089)

BR0013 BRASS, QQ-B-621, CLASS A (USE CU0180)

BR0014 BRASS, QQ-B-621, CLASS B-CANCELED (USE CU0178)

BR0015 BRASS, QQ-B-621, CLASS C-CANCELED (USE CU0177)

BR0016 BRASS, QQ-B-626, COMP 1 (USE CU0080)

BR0017 BRASS, QQ-B-626, COMP 21 (USE CU0092)

BR0018 BRASS, QQ-B-626, COMP 22 (USE CU0091)

BR0019 BRASS, QQ-B-637, COMP 1 (USE CU0099)

BR0020 BRASS, QQ-B-637, COMP 2 (USE CU0100)

BR0021 BRASS, QQ-B-637, COMP 3 (USE CU0101)

BR0022 BRASS, QQ-B-637, COMP 4 (USE CU0098)

BR0023 BRASS, QQ-B-639, COMP I (USE CU0100)

BR0024 BRASS, QQ-B-639, COMP 2 (USE CU0099)

BR0025 BRASS, QQ-B-639, COMP 3 (USE CU0101)

BR0026 BRASS, QQ-B-639, COMP 4 (USE CU0098)

BR0027 BRASS, QQ-W-321, COMP 4 (USE CU0076)

BR0028 BRASS, QQ-W-321, COMP 7 (USE CU0081)

BR0029 BRASS, QQ-W-321, COMP 8 (USE CU0274)

BR0030 BRASS, SAE CA240 (USE CU0076)

BR0031 BRASS, SAE CA260 (USE CU0079)

BR0032 BRASS, SAE 270 (USE CU0081)

BR0033 BRASS, SAE CA360 (USE CU0091)

BR0034 BRASS, SAE CA464 (USE CU0099)

BR0035 BRASS, SAE 41 (USE CU0178)

BR0036 BRASS, SAE 70B (USE CUB000)

BR0037 BRASS, ASTM B21-54, ALLOY A, B, OR C (USE CU0099$CU0100$CU0101)

BR0038A BRASS, QQ-B-626, COMP 11 (USE CU0079$CU0304$CU0080$CU0081$CU0272$CU0274$CU0302$CU0330$CU0305$CU0332$

BR0038B CU0335$CU0340$CU0088$CU0306$CU0307$CU0308$CU0309$CU0310$CU0089$CU0090$CU0091$CU0370$CU0098$

BR0038C CU0099$CU0465$CU0466$CU0467$CU0100$CU0101)

BR0039 BRASS, QQ-B-626, COMP 4, 1/2H (USE CU0074)
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BR0040A BRASS, QQ-B-626, COMP 11, 1/2H (USE CU0079$CU0304$CU0080$CU0081$CU0272$CU0274$CU0302$CU0330$CU0305$

BR0040B CU0332$CU0335$CU0340$CU0088$CU0306$CU0307$CU0308$CU0309$CU0310$CU0089$CU0090$CU0091$CU0370$

BR0040C CU0098$CU0099$CU0465$CU0466$CU0467$CU0100$CU0101)

BR0041 BRASS, QQ-B-626, COMP 22, 1/2H (USE CU0091)

BR0042 BRASS, QQ-B-626, COMP 24, 1/2H (USE CU0088$CU0089)

BR0043 BRASS, WW-T-791, GRADE 2 (USE CU0330)

BR0044 BRASS, MIL-B-994, COMP A (USE CU0099)

BR0045 BRASS, MIL-B-994, COMP C (USE CU0101)

BR0046 BRASS, MIL-B-994, COMP A OR C /D/ (USE CU0099$CU0101)

BR0047A BRASS, QQ-B-613 (USE CU0080$CU0079$CU0076$CU0074$CU0088$CU0089$CU0304$CU0081$CU0272$CU0274$CU0302$

BR0047B CU0330$CU0305$CU0332$CU0335$CU0340$CU0306$CU0307$CU0308$CU0309$CU0310$CU0090$CU0091$CU0370)

BR0048A BRASS, QQ-B-626 (USE CU0080$CU0079$CU0076$CU0074$CU0092$CU0091$CU0088$CU0089$CU0304$CU0081$CU0272$

BR0048B CU0274$CU0302$CU0330$CU0305$CU0332$CU0335$CU0340$CU0306$CU0307$CU0308$CU0309$CU0310$CU0090$

BR0048C CU0370$CU0098$CU0099$CU0465$CU0466$CU0467$CU0100$CU0101)

BR0050A BRASS, QQ-W-321 (USE CU0263$CU0264$CU0074$CU0076$CU0079$CU0081$CU0274$CU0103$CU0148$CU0150$CU0757$

BR0050B CU0152$CU0157)

BR0052 BRASS, QQ-B-613, COMP 24, 1/2 H-CANCELED (USE CU0088$CU0089)

BR0053 BRASS, AMS 4712 (USE CU0081)

BR0054 BRASS, MIL-B-50-CANCELED (USE CU0079)

BR0055 BRASS, QQ-W-321, COMP 2 (USE CU0264)

BR0056 BRASS, QQ-W-321, COMP 6 (USE CU0079)

BR0057 BRASS, SAE 268 (USE CU0080)

BR0058 BRASS, ASTM B19-61 (USE CU0079)

BR0059 BRASS, MIL-C-50 (USE CU0079)

BR0060A BRASS, QQ-B-6130 OR QQ-B-626 OR QQ-W-321 WITH MINIMUM TENSILE STRENGTH OF 55,OOO PSI (CU0076$CU0079$

BR0060B CU0080$CU0088$CU0089$CU0091$CU0274)

BR0061A BRASS, QQ-B-613, COMP 6 OR 7 OR QQ-B-626, COMP 6 OR 7 OR QQ-W-321 (USE CU0074$CU0076$CU0079$CU0081$

BR0061B CU0103$CU0148$CU0152$CU0157$CU0263$CU0274$CU0264$CU0150$CU0757)

BR0063 BRASS, QQ-B-637 (USE CU0098$CU0099$CU0100$CU0101)

BR0064 BRASS, QQ-W-321, COMP 6 OR 7 (USE CU0079$CU0081)

BR0065 BRASS, MIL-B-895-CANCELED (USE CUB000)

BR0069 BRASS, QQ-B-636, COND 1/2H, CLASS A (USE CU0099)

BR0070 BRASS, QQ-B-637, ALLOY 462 (USE CU0098)

BR0071 BRASS, QQ-B-637, ALLOY 464 (USE CU0099)

BR0072 BRASS, QQ-B-637, ALLOY 482 (USE CU0100)

BR0073 BRASS, QQ-B-637, ALLOY 485 (USE CU0101)

BR0074 BRASS, ASTM B16-60, 1/2H (USE CU0091)

BR0075 BRASS, QQ-B-613, ALLOY 230, 1/4H (USE CU0074)

BR0076 BRASS, QQ-B-613, ALLOY 230, 1/2H (USE CU0074)

BR0079 BRASS, QQ-B-613, ALLOY 240, 1/2H (USE CU0076)

BR0081 BRASS, QQ-B-613, ALLOY, 260, ANNEALED (USE CU0079)

BR0082 BRASS, QQ-B-613, ALLOY, 260, 1/4H (USE CU0079)

BR0083 BRASS, QQ-B-613, ALLOY 260, 1/2H (USE CU0079)

BR0084 BRASS, QQ-B-613, ALLOY 260, HARD (USE CU0079)

BR0086 BRASS, QQ-B-613, ALLOY 260, SPRING (USE CU0079)

BR0087 BRASS, QQ-B-613, ALLOY 260, EXTRA-SPRING (USE CU0079)

BR0088 BRASS, QQ-B-613, ALLOY 268, 1/4H (USE CU0080)

BR0089 BRASS, QQ-B-613, ALLOY 268, 1/2H (USE CU0080)

BR0090 BRASS, QQ-B-613, ALLOY 268, HARD (USE CU0080)

BR0092 BRASS, QQ-B-613, ALLOY 268, SPRING (USE CU0080)

BR0095 BRASS, QQ-B-613, ALLOY 353 (USE CU0088)

BR0098 BRASS, QQ-B-613, ALLOY 353, 1/2H (USE CU0089)
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BR0101A BRASS, QQ-B-613, COMP 11, SOFT ANNEALED (USE CU0079$CU0304$CU0080$CU0081$CU0272$CU0274$CU0302$CU0330$

BR0101B CU0305$CU0332$CU0335$CU0340$CU0088$CU0306$CU0307$CU0308$CU0309$CU0310$CU0089$CU0090$CU0091$

BR0101C CU0370)

BR0103A BRASS, QQ-B-613, COMP 11, 1/4H (USE CU0079$CU0304$CU0080$CU0081$CU0272$CU0274$CU0302$CU0330$CU0305$

BR0103B CU0332$CU0335$CU0340$CU0088$CU0306$CU0307$CU0308$CU0309$CU0310$CU0089$CU0090$CU0091)

BR0104A BRASS, QQ-B-613, COMP 11, HARD (USE CU0079$CU0304$CU0080$CU0081$CU0272$CU0274$CU0302$CU0330$CU0305$

BR0104B CU0332$CU0335$CU0340$CU0088$CU0306$CU0307$CU0308$CU0309$CU0310$CU0089$CU0090$CU0091$CU0370)

BR0105A BRASS, QQ-B-613, COMP 11, HARD (USE CU0079$CU0304$CU0080$CU0081$CU0272$CU0274$CU0302$CU0330$CU0305$

BR0105B CU0332$CU0335$CU0340$CU0088$CU0306$CU0307$CU0308$CU0309$CU0310$CU0089$CU0090$CU0091$CU0370)

BR0112 BRASS, QQ-B-626, ALLOY 240, 1/2H (USE CU0076)

BR0114 BRASS, QQ-B-626, ALLOY 260, 1/2H (USE CU0079)

BR0115 BRASS, QQ-B-626, ALLOY 260, HARD (USE CU0079)

BR0117 BRASS, QQ-B-626, ALLOY 268, 1/2H (USE CU0080)

BR0118 BRASS, QQ-B-626, ALLOY 268, HARD (USE CU0080)

BR0120 BRASS, QQ-B-675, ALLOY 342, 1/2H (USE CU0088)

BR0122 BRASS, QQ-B-626, ALLOY 353, 1/2H (USE CU0089)

BR0123 BRASS, QQ-B-626, ALLOY 360, SOFT (USE CU0091)

BR0124 BRASS, QQ-B-626, ALLOY 360, HARD (USE CU0091)

BR0130 BRASS, QQ-B-637, ALLOY 462, 1/2H (USE CU0098)

BR0131 BRASS, QQ-B-637, ALLOY 462, HARD (USE CU0098)

BR0133 BRASS, QQ-B-637, ALLOY 464, 1/2H (USE CU0099)

BR0134 BRASS, QQ-B-637, ALLOY 464, HARD (USE CU0099)

BR0136 BRASS, QQ-B-637, ALLOY 482, 1/2H (USE CU0100)

BR0137 BRASS, QQ-B-637, ALLOY 482, HARD (USE CU0100)

BR0138 BRASS, QQ-B-637, ALLOY 485, SOFT (USE CU0101)

BR0139 BRASS, QQ-B-637, ALLOY 485, 1/2H (USE CU0101)

BR0144 BRASS, QQ-B-639, ALLOY 464, SOFT (USE CU0099)

BR0148 BRASS, QQ-B-639, ALLOY 482, 1/2H (USE CU0100)

BR0153 BRASS, SAE 40 (USE CU0172)

BR0154 BRASS, SAE 64 (USE CU0209)

BR0155 BRASS, QQ-B-626, ALLOY 360, 1/2H (USE CU0091)

BR0156 BRASS, QQ-B-613, COMP 1, 1/2 HARD (USE CU0080)

BR0157 BRASS, QQ-B-613, COMP 1, HARD (USE CU0080)

BR0161 BRASS, QQ-B-613, COMP 2, 1/4 HARD (USE CU0079)

BR0162 BRASS, QQ-B-613, COMP 2, 1/2 HARD (USE CU0079)

BR0163 BRASS, QQ-B-613, COMP 2, HARD (USE CU0079)

BR0171 BRASS, QQ-B-613, COMP 4, 1/2 HARD (USE CU0074)

BR0173 BRASS, QQ-B-613, COMP 1, 1/4 HARD (USE CU0080)

BR0174 BRASS, ASTM B121 (USE CU0359$CU0335$CU0340$CU0088$CU0310$CU0089$CU0090)

BR0175 BRASS, ASTM B21 (USE CU0098$CU0099$CU0100$CU0101)

BR0176A BRASS, QQ-B-613 OR QQ-B-626 (USE CU0074$CU0076$CU0079$CU0080$CU0088$CU0089$CU0091$CU0092$CU0304$

BR0176B CU0081$CU0272$CU0274$CU0302$CU0330$CU0305$CU0332$CU0335$CU0340$CU0306$CU0307$CU0308$CU0309$

BR0176C CU0310$CU0090$CU0370$CU0098$CU0099$CU0465$CU0466$CU0467$CU0100$CU0101)

BR0180 BRASS, ASTM B-121-66 (USE CU0359$CU0335$CU0340$CU0088$CU0310$CU0089$CU0090)

BR0181 BRASS, QQ-B-613, COMP 4 (USE CU0074)

BR0183 BRASS, QQ-B-626, ALLOY 240 (USE CU0076)

BR0184 BRASS, QQ-B-626, ALLOY 260 (USE CU0079)

BR0185 BRASS, QQ-B-626, ALLOY 268 (USE CU0080)

BR0186 BRASS, QQ-B-626, ALLOY 342 (USE CU0088)

BR0188 BRASS, QQ-B-626, ALLOY 360 (USE CU0091)

BR0189 BRASS, QQ-B-626, ALLOY 377 (USE CU0092)

BR0193 BRASS, QQ-B-613, ALLOY 268 (USE CU0080)

BR0200 BRASS, QQ-B-639, ALLOY 482 (USE CU0100)
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BR0209 BRASS, QQ-C-390, ALLOY A1 /D/ (USE CU0180)

BR0215 BRASS, QQ-C-390, ALLOY B2 /D/ (USE CU0175)

BR0228 BRASS, QQ-B-611, COMP A-CANCELED (USE CU0092)

BR0229 BRASS, QQ-B-611, COMP B, 1/2H (USE CU0091)

BR0330 BRASS, ASTM B121, ALLOY 4 (USE CU0089)

BR0333 BRASS, QQ-W-321D, COMP B, 1/8H (USE CU0079)

BR0334 BRASS, ASTM-B-16 (USE CU0091)

BR0335 BRASS, MIL-C-895 (USE CUB000)

BR0336 BRASS, QQ-B-626, COMP 2 (USE CU0079)

BR0337 BRASS, ASTM B21-54, ALLOY A,B, OR C (USE CU0099$CU0100$CU0101)

BR0338 BRASS, QQ-N-35-CANCELED (USE CU0098$CU0099$CU0100$CU0101)

BR0339 BRASS, QQ-B-636, TYPE 1 (USE CU0099)

BR0340 BRASS, SAE 72 (USE CU0091)

BR0341 BRASS, MIL-B-5697 (USE CU0079)

BR0342A BRASS, QQ-B-611-CANCELED /D/ (USE CU0079$CU0304$CU0080$CU0081$CU0272$CU0274$CU0302$CU0330$CU0305$

BR0342B CU0332$CU0335$CU0340$CU0088$CU0306$CU0307$CU0308$CU0309$CU0310$CU0089$CU0090$CU0091$CU0370$

BR0342C CU0092$CU0098$CU0099$CU0465$CU0466$CU0467$CU0100$CU0101)

BR0343 BRASS, QQ-B-611, GRADE C-CANCELED (USE CU0080)

BR0344 BRASS, QQ-B-611, COMP B (USE CU0091)

BR0345 BRASS, QQ-B-636, (USE CU0098$CU0099$CU0100$CU0101)

BR0346 BRASS, QQ-B-613, ALLOY 230, 240, 260, OR 268 /D/ (USE CU0074$CU0076$CU0079$CU0080)

BR0347 BRASS, AMS 4507 (USE CU0079)

BR0348 BRASS, ASTM B36 (USE CU0263$CU0264$CU0074$CU0076$CU0079$CU0080$CU0272)

BR0349 BRASS, SAE 70 (USE CUB000)

BR0350 BRASS, SAE 70C (USE CU0080)

BR0353 BRASS, MIL-B-994, COMP B, 1/2 HARD (USE CU0100)

BR0354 BRASS, QQ-B-637, COMP 2, 1/2 HARD (USE CU0100)

BR0355 BRASS, MIL-P-2780, GRADE A (USE CUB000)

BR0357 BRASS, SAE J461, COMP CA360, COND 1/2 HARD (USE CU0091)

BR0360 BRASS, QQ-C-390, COMP 3 (USE CU0185)

BR0361 BRASS, ASTM B135, ALLOY NO. 4 (USE CU0332)

BR0362 COMMERICAL BRASS, MIL-C-895 /D/ (USE CUB000)

BR0363 BRASS, ASTM B16-42 (USE CU0091)

BR0364 BRASS, MIL-N-994, COMP B-CANCELED (USE CU0100)

BR0365 BRASS, QQ-N-35, COMP 1 (USE CU0099)

BR0366 BRASS, QQ-B-636, CLASS C (USE CU0101)

BR0367 BRASS, QQ-B-639 (USE CU0099)

BR0369 BRASS, 1/2 HARD (USE CUB000)

BR0370 BRASS, QQ-B-636, CLASS A (USE CU0099)

BR0371 BRASS, 11550-270, U.S. DIVERS CO (USE CUB000)

BR0373 BRASS, SAE 80A (USE CU0079)

BR0375 BRASS, QQ-B-639, ALLOY 464 (USE CU0099)

BR0377 BRASS, ECLIPSALOY 88, THE BENDIX CORP (USE CUB000)

BR0381 BRASS, MIL-T-6945 (USE CU0079)

BR0382 BRASS, M76, WALTHAM PRECISION INSTRUMENTS INC, WALTHAM DIV (USE CUB000)

BR0383 BRASS, QQ-B-611, COMP C, COND HARD-CANCELED /D/ (USE CU0080)

BR0385 BRASS, SAE 75, 1/2 HARD (USE CU0247$CU0248)

BR0386 BRASS, MIL-C-895, HALF HARD (USE CUB000)

BR0387 BRASS, ASTM B16-44 (USE CU0091)

BR0388 BRASS, ASTM B36-44T (USE CU0263$CU0264$CU0074$CU0076$CU0079$CU0080$CU0272)

BR0390 BRASS, QQ-B-637, COMP 1 (USE CU0099)

BR0391 BRASS, SAE CA268, 1/2 HARD (USE CU0080)
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BR0392A BRASS, QQ-B-611, COND D-CANCELED (USE CU0079$CU0304$CU0080$CU0081$CU0272$CU0274$CU0302$CU0330$

BR0392B CU0305$CU0332$CU0335$CU0340$CU0088$CU0306$CU0307$CU0308$CU0309$CU0310$CU0089$CU0090$

BR0392C CU0091$CU0370$CU0092$CU0098$CU0099$CU0465$CU0466$CU0467$CU0100$CU0101)

BR0393 BRASS, QQ-B-626, COMP 22 (USE CU0091)

BR0394 BRASS, QQ-N-35, COMP 4-CANCELED (USE CU0098)

BR0395 BRASS, QQ-B-636, TYPE 2, CLASS 1 (USE CU0100)

BR0397 BRASS, SAE J461, COMP CA360 (USE CU0091)

BR0399 BRASS TUBING, MIL-T-6945, COMP 2 (USE CU0079)

BR0400 BRASS, ASTM B-16, 1/2H (USE CU0091)

BR0401 BRASS, 80 /D/ (USE CU0079$CU0081)

BR0402 BRASS, QQ-W-321, ALLOY NO. 270, TEMPER 1/2 HARD (USE CU0081)

BR0403 BRASS, ECLIPSALOY 70, THE BENDIX CORP, NAVIGATION AND CONTROL DIV (USE CUB000)

BR0404 BRASS, 531-0001-011, NORTH AMERICAN ROCKWELL CORP, AUTONETICS DIV (USE CUB000)

BR0405 BRASS, SM1598, LEAR-SIEGLER INSTRUMENT DIV (USE CUB000)

BR0406 BRASS, ASTM B16-60 (USE CU0091)

BR0409 BRASS, 260, AMERICAN CYSTSOSCOPE MAKERS INC (USE CU0079)

BR0411 BRASS, AMS 4505 (USE CU0079)

BR0412 BRASS, QQ-B-613, ALLOY 230 (USE CU0094)

BR0413 BRASS, QQ-B-613, ALLOY 240 (USE CU0076)

BR0414 BRASS, QQ-B-613, ALLOY 260 (USE CU0079)

BR0415 BRASS, ASTM B16-58 (USE CU0360)

BR0416 BRASS, TYPE B11H18C, GENERAL ELECTRIC CO. TRANSMITTER DIVISION (USE CUB000)

BR0417 BRASS, QQ-B-636, COND H (USE CU0098$CU0099$CU0100$CU0101)

BR0418 BRASS, QQ-B-626, COMP 360 (USE CU0091)

BR0419 BRASS, MIL-T-20168 (USE CU0074)

BR0423A BRASS, QQ-B-626, 1/2 HARD (USE CU0080$CU0079$CU0076$CU0074$CU0092$CU0091$CU0088$CU0089$CU0304$CU0081$

BR0423B CU0272$CU0274$CU0302$CU0330$CU0305$ CU0332$CU0335$CU0340$CU0088$CU0306$CU0307$CU0308$CU0309$

BR0423C CU0310$CU0090$CU0370$CU0098$CU0099$CU0465$CU0466$CU0467$CU0100$CU0101)

BR0424 BRASS, SAE 70A (USE CU0079)

BR0427 BRASS, ECLIPSALLOY 88, COND 1/2 HARD (USE CUB000)

BR0429A BRASS, QQ-B-611, COND 1/2H-CANCELED (USE CU0091$CU0080$CU0079$CU0304$CU0080$CU0081$CU0272$CU0274$

BR0429B CU0302$CU0330$CU0305$CU0332$CU0335$CU0340$CU0088$CU0306$CU0307$CU0308$CU0309$CU0310$CU0089)

BR0435 BRASS, QQ-B-613, ALLOY 342 (USE CU0088)

BR0436 BRASS, QQ-B-613, ALLOY 353 (USE CU0089)

BR0440 BRASS, AMS 4508 (USE CU0079)

BR0441 BRASS, ASTM B36 ALLOY 6 (USE CU0079)

BR0442 BRASS, ASTM B124 (USE CU0063$CU0281$CU0092$CU0099$CU0101$CU0122$CU0127$CU0131$CU0675$CU0774)

BR0443 BRASS, ASTM B134 (USE CU0263$CU0264$CU0074$CU0076$CU0079$CU0081$CU0274)

BR0444 BRASS, ASTM B36 ALLOY 8 (USE CU0080)

BR0445 BRASS, MIL-B-994, COMP B (USE CU0100)

BR0447 BRASS, QQ-B-626, COMP 268 (USE CU0080)

BR0448 BRASS, QQ-B-637, COMP 462 (USE CU0098)

BR0449 BRASS, QQ-B-639, COMP 462 (USE CU0098)

BR0450 BRASS, QQ-B-611, COMP C-CANCELED /D/ (USE CU0080)

BR0451 BRASS, QQ-B-611, COMP C, 1/2 HARD-CANCELED (USE CU0080)

BR0452A BRASS, QQ-B-611 COMP D (USE CU0079$CU0304$CU0080$CU0081$CU0272$CU0274$CU0302$CU0330$CU0305$CU0332$

BR0452B CU0335$CU0340$CU0088$CU0306$CU0307$CU0308$CU0309$CU0310$CU0100$CU0101$CU0089$CU0090$CU0091$

BR0452C CU0370$CU0098$CU0099$CU0465$CU0466$CU0467$CU0092)

BR0453 BRASS, QQ-B-611, COMP E CANCELED/D/ (USE CU0079)

BR0455 BRASS, QQ-B-621-CANCELED (USE CU0180$CU0178$CU0177)

BR0456 BRASS, QQ-B-626, ALLOY 360, FLAT, 1/2 HARD (USE CU0091)

BR0457 BRASS, QQ-B-626, ALLOY 360, ROD, 1/2 HARD (USE CU0091)

BR0458 BRASS, QQ-B-636, COMP 1 (USE CU0099)
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BR0459 BRASS, QQ-B-637, ALLOY 485, ROD, 1/2 HARD (USE CU0101)

BR0460 BRASS, QQ-B-746, COMP A-CANCELED /D/ (USE CU0103)

BR0461 BRASS, QQ-N-35, COMP 2 (USE CU0100)

BR0462 BRASS, SC270 GRAY HILL INC (USE CUB000)

BR0463 BRASS, SM1598-3, LEAR-SIEGLER INC, INSTRUMENT DIV (USE CUB000)

BR0464 BRASS, WW-T-791 (USE CU0074$CU0302$CU0330)

BR0465 BRASS, 207, EASTMAN KODAK CO (USE CUB000)

BR0466 BRASS, HONEYWELL INC, AEROSPACE MINNEAPOLIS DIVISION (USE CUB000)

BR0467 BRASS, MIL-B-994A, COMP A, HALF HARD (USE CU0099)

BR0468 BRASS, MS202-1, US GAUGE (USE CUB000)

BR0469 BRASS, ASTM B140, ALLOY B (USE CU0314)

BR0470 BRASS, QQ-B-746 (USE CU0103$CU0106)

BR0471 BRASS, QQ-B-746, COMP D-CANCELED /D/ (USE CU0106)

BR0472 BRASS, QQ-B-746, COMP A, HALF-HARD-CANCELED /D/ (USE CU0103)

BR0473 BRASS, QQ-B-638, COMP 3 (USE CU0101)

BR0475 BRASS, MIL-T-6945, COMP 3 (USE CU0330)

BR0476 BRASS, QQ-B-613, 1/2 HARD (USE CUB000)

BR0477 BRASS, QQ-B-613, 1/4 HARD (USE CUB000)

BR0483 BRASS, QQ-B-621, COMP B-CANCELED (USE CU0178)

BR0484 BRASS, MIL-B-994 (USE CU0098$CU0099$CU0100$CU0101)

BR0487 BRASS, WW-T-791, GRADE 2, TYPE A (USE CU0330)

BR0492 BRASS, ASTM B145, ALLOY 4A (USE CU0172)

BR0493 BRASS, ASTM B16-52 (USE CU0091)

BR0494 BRASS, ASTM B36-44 (USE CU0263$CU0264$CU0074$CU0076$CU0079$CU0080$CU0272)

BR0495 BRASS, ASTM B62-52 (USE CU0172)

BR0496 BRASS, BS .249, CARHARTT HAMILTON MFG LTD (USE CUB000)

BR0497 BRASS, B11H1BC, GENERAL ELECTRIC CO (USE CUB000)

BR0498 BRASS, B11H34C, GENERAL ELECTRIC CO (USE CU0314)

BR0499 BRASS, SAE 73 (USE CU0099)

BR0500 BRASS, SAE 88 (USE CU0092)

BR0501 BRASS, TEK 251-0310-00, TEKTRONIX INC (USE CUB000)

BR0503 BRASS, ECLIPSALOY, BENDIX CORP, THE NAVIGATION AND CONTROL DIVISION (USE CUB000)

BR0504 BRASS, HIGH PURITY, U S DIVERS CO (USE CUB000)

BR0505 BRASS, 46B6, TYPE 1 (USE CU0098)

BR0507 BRASS, NO. 1026, TELETYPE CORP (USE CUB000)

BR0508 BRASS, QQ-B-636, COMP 3 (USE CU0101)

BR0510 BRASS, QQ-B-746, COMP A, SPRING (USE CU0103)

BR0511 BRASS, QQ-B-746A, COMP A, 1/2 HARD (USE CU0103)

BR0512 BRASS, ASTM B30-59 (USE CUB000)

BR0514 BRASS, QQ-B-626, COMP 4 (USE CU0074)

BR0515 BRASS, MIL-B-895, 1/2H-CANCELED (USE CUB000)

BR0516 BRASS, BS 249, SMITHS INDUSTRIES LTD MOTOR ACCESSORY DIV (USE CUB000)

BR0518 BRASS, QQ-B-626, COMP B, 1/2H (INVALID)

BR0519 BRASS, QQ-B-626, COMP 1, 1/2H (USE CU0080)

BR0520 BRASS, T3-91, ELECTRIC TACHOMETER CORP (USE CUB000)

BR0521 BRASS, S1005, BUOYRUS ERIE CO (USE CUB000)

BR0522 BRASS, QQ-B-611, COMP C, TEMPER 1/2H-CANCELED (USE CU0080)

BR0523 BRASS, QQ-N-35, COMP 1, 1/2H-CANCELED (USE CU0099)

BR0524 BRASS, WW-T-791, TYPE 3 (USE CU0302)

BR0525 BRASS, QQ-B-746, COMP A HARD (USE CU0103)

BR0526 BRASS, QQ-B-746, COMP A, COND SPRING (USE CU0103)

BR0529 BRASS, ASTM B124-49 (USE CU0063$CU0281$CU0092$CU0099$CU0101$CU0122$CU0127$CU0131$CU0675$CU0774)

BR0530 BRASS, MIL-B-994, COMP A. 1/2 HARD (USE CU0099)
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BR0531 BRASS, ALLOY 6, TINNERMAN PRODUCTS INC (USE CUB000)

BR0532 BRASS, QQ-B-626, COMP 260, ROD FORM, 1/2 HARD (USE CU0079)

BR0534 BRASS, ASTM B154-42T, ALLOY 7 (INVALID)

BR0535 BRASS, ASTM B134-42 (USE CU0263$CU0264$CU0074$CU0076$CU0079$CU0081$CU0274)

BR0536A BRASS, B11H346, GENERAL ELECTRIC CO, AEROSPACE INSTRUMENTS AND CONTROLS SYSTEMS PRODUCTS DEPT,

BR0536B AEROSPACE INSTRUMENT PROGRAMS (USE CUB000)

BR0537 BRASS, ECLIPSALOY 88, THE BENDIX CORP, NAVIGATION AND CONTROL DIV (USE CUB000)

BR0538 BRASS, SAE 80B (USE CU0081)

BR0546 BRASS, AMS 4610, 1/2, (USE CU0091)

BR0548 BRASS, ECLIPSALOY, NO. 88, 1/2H, THE BENDIX CORP (USE CUB000)

BR0549 BRASS, ECLIPSALOY, NO. 88, THE BENDIX CORP (USE CUB000)

BR0559 BRASS, GRADE B11H16C, GENERAL ELECTRIC CO (USE CUB000)

BR0568 BRASS, QQ-B-626, COMP 22, ROD, 1/2H (USE CU0091)

BR0571 BRASS, QQ-B-613, SHEET, 1/2H (USE CUB000)

BR0578 BRASS, QQ-B-626, COMP 360, 1/2H (USE CU0091)

BR0579 BRASS, QQ-B-626, COMP 2, 1/2H (USE CU0079)

BR0580 BRASS, QQ-B-637, 1/2H (USE CU0098$CU0099$CU0100$CU0101)

BR0582 BRASS, QQ-B-626, ALLOY 260, 1/4H (USE CU0079)

BR0583 BRASS, QQ-B-626, ALLOY 268, 1/4H (USE CU0080)

BR0584 BRASS, QQ-B-626, COMP 24 (USE CU0088$CU0089)

BR0585 BRASS, QQ-B-636, CLASS B (USE CU0100)

BR0587 BRASS, QQ-W-321, COMP B (USE CU0079)

BR0588 BRASS, QQ-W-321, COMP B, 1/8H (USE CU0079)

BR0589 BRASS, SAE 73, 1/2H (USE CU0099)

BR0590 BRASS, QQ-B-611, COMP 22, 1/2H (INVALID)

BR0591 BRASS, QQ-B-626, COMP 22, H (USE CU0091)

BR0597 BRASS, ECLIPSALOY 87, THE BENDIX CORP (USE CUB000)

BR0599 BRASS, QQ-B-601, GRADE B (USE CU0074)

BR0600 BRASS, QQ-B-613, COMP B (INVALID)

BR0601 BRASS, QQ-B-613, COMP 268 (USE CU0080)

BR0603 BRASS, QQ-B-637, COMP 1, 1/2H (USE CU0099)

BR0604 BRASS, MIL-S-22499 (USE CU0079)

BR0606 BRASS, QQ-B-726, CLASS A (USE CU0185)

BR0621 BRASS, MIL-B-944, COMP A (INVALID)

BR0622 BRASS, QQ-B-626, COMP 1, 1/4H (USE CU0080)

BR0623 BRASS, WW-T-791, GRADE 3 (USE CU0302)

BR0624 BRASS, QQ-B-637, COMP 1, HARD (USE CU0099)

BR0625 BRASS, QQ-W-321, COMP B, 1/2H (USE CU0079)

BR0627A BRASS, QQ-B-626, SOFT (USE CUB000$CU0074$CU0076$CU0079$CU0080$CU0088$CU0089$CU0091$CU0092$CU0304$

BR0627B CU0081$CU0272$CU0274$CU0302$CU0330$CU0305$CU0332$CU0335$CU0340$CU0306$CU0307$CU0308$CU0309$

BR0627C CU0310$CU0090$CU0370$CU0098$CU0099$CU0465$CU0466$CU0467$CU0100$CU0101)

BR0638 BRASS, ASTM B135, ALLOY 2 (USE CUB000)

BR0654 BRASS, QQ-N-35, TEMPER T, 1/2H-CANCELED (USE CU0098$CU0099$CU0100$CU0101)

BR0684 BRASS, MIL-S-22499, TYPE 1, CLASS 1 (USE CU0079)

BR0686 BRASS, QQ-B-636, CLASS B, 1/2 HARD - CANCELED (USE CU0100)

BR0694 BRASS, SAE 70, 1/2 HARD (USE CUB000)

BR0717 BRASS, QQ-B-637, ALLOY 464, FORM ROD, 1/2 HARD (USE CU0099)

BR0719 BRASS, QQ-B-636, COMP 1, 1/2 HARD (USE CU0099)

BR0720 BRASS, QQ-B-630 (INVALID)

BR0721 BRASS, MIL-B-17668, COMP 1 (USE CU0178)

BR0726 BRASS, N, 44-T-15, GRADE 2, TYPE A (USE CU0074)

BR0734 BRASS, WW-T-791, GRADE 1, TYPE A (USE CU0074)

BR0737 BRASS, QQ-B-636, CLASS A, 1/2 HARD (USE CU0099)
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BR0738 BRASS, B11H16C, GENERAL ELECTRIC CO (USE CU0080)

BR0739 BRASS, ASTM B36, ALLOY 260, 1/2 HARD (CU0079)

BR0753 BRASS, ASTM B134, ALLOY 6 (USE CU0079)

BR0756 BRASS, QQ-B-636, COND H, CLASS B (USE CU0100)

BR0758 BRASS, B11H18C, COND 1/2 HARD, GENERAL ELECTRIC CO (USE CUB000)

BR0759 BRASS, MIL-B-994, COND 1/2 HARD (USE CU0098$CU0099$CU0100$CU0101)

BR0763 BRASS, QQ-B-613, ALLOY 268, ANNEALED (USE CU0080)

BR0770 BRASS, WW-T-791, GRADE 2, TYPE B (USE CU0330)

BR0773 BRASS, QQ-B-636, COMP 2, CLASS A - CANCELED (USE CU0099)

BR0775 BRASS, WW-T-791, TYPE 2, GRADE B (USE CU0330)

BR0778 BRASS, WW-T-791, GRADE 1 (USE CU0074)

BR0781 BRASS, 6077, HONEYWELL INC (USE CUB000)

BR0784 BRASS, ECLIPSALOY 70, THE BENDIX CORP (USE CUB000)

BR0785 BRASS, ECLIPSALOY 80, THE BENDIX COEP (USE CUB000)

BR0788 BRASS, HS500, TYPE 4, HAMILTON STANDARD DIV, UNITED AIRCRAFT (USE CUB000)

BR0801 BRASS, AF387, THE GARRETT CORP (USE CUB000)

BR0802 BRASS, BS249, NAVIGATION SYSTEMS INC (USE CUB000)

BR0803 BRASS, BS24, BRITISH STANDARDS INST (USE CUB000)

BR0804 BRASS, QQ-B-613, COMP 260 (USE CU0079)

BR0811 BRASS, ASTM B36, ALLOY 268 (USE CU0080)

BR0833 BRASS, QQ-W-401 (USE CU0103)

BR0834 BRASS, ASTM B134, ALLOY 270 (USE CU0081)

BR0843 BRASS, QQ-B-637, ALLOY 462, LIGHT ANNEALED (USE CU0098)

BR0844 BRASS, QQ-B-637, ALLOY 464, LIGHT ANNEALED (USE CU0099)

CA0000 CARBON (NOT OTHERWISE SPECIFIED) (USE CNA000)

CAA000 CARBON, POROUS (USE CNA000)

CAC000 CARBON ALLOY (NOT OTHERWISE SPECIFIED) (INVALID)

CA0003 CARBON, MIL-P-18493, CLASS 2 (USE CNA000)

CA0005 CARBON, P5R, PURE CARBON CO (USE CNA000)

CA0275 CARBON, MY3D, AMMONY ELECTRONICS CORP (USE CNA000)

CA0276 CARBON, MY3D, LUCAS GAS TURBINE EQUIPMENT LTD, TECHNICAL SERVICES (USE CNA000)

CA0277 CARBON, CY10CS, MORGANITE, INC, A MEMBER OF THE CRUCIBLE GRP (USE CNA000)

CA0278 CARBON, VS-13-1-12-4, VICKERS AOM, DIV OF SPERRY RAND CORP (USE CNA000)

CA0279 CARBON, P55, PURE CARBON CO (USE CNA000)

CB0000 COLUMBIUM/NIOBIUM/ (USE MTAB00)

CC0000 COTTON (NOT OTHERWISE SPECIFIED) (USE CCA000)

CCA000 COTTON CANVAS, STANDARD (NOT OTHERWISE SPECIFIED) (USE CCA000)

CCAAAN COTTON, LACQUER COATED (USE CCA000)

CCAAAY COTTON COATED W/CELLULOSE ACETATE LACQUER (USE CCA000)

CCAAK0 COTTON, GLAZED (USE CCA000)

CCAG00 COTTON YARN (NOT OTHERWISE SPECIFIED) (USE CCA000)

CCAJ00 COTTON BRAID (USE CCA000)

CCAQ00 COTTON THREAD (NOT OTHERWISE SPECIFIED) (USE CCA000)

CCAS00 COTTON DUCK, RUBBER IMPREGNATED (NOT OTHERWISE SPECIFIED) (USE CCA000$$RCE000)

CCH000 COTTON DUCK (NOT OTHERWISE SPECIFIED) (USE CCA000)

CCJ000 COTTON FABRIC (NOT OTHERWISE SPECIFIED) (USE CCA000)

CCK000 COTTON SHEETING (NOT OTHERWISE SPECIFIED) (USE CCA000)

CCP000 RUBBERIZED COTTON DUCK (NOT OTHERWISE SPECIFIED) (USE CCA000$$RCE000)

CCX000 COTTON, RUBBER IMPREGNATED (NOT OTHERWISE SPECIFIED) (USE CCA000$$RCE000)

CC0004 COTTON, HH-P-112, TYPE 1 (USE CCA000$$RCA000$RCB000)
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CC0007 COTTON, HH-P-171 (USE CCA000$$RCA000$RCB000)

CC0008 COTTON, MIL-J-2829, TYPE 1, CLASS 1 (USE CCA000$$RC0007$$ADA000$$CMB000)

CC0010 COTTON, MIL-J-2829, TYPE 2, CLASS 1 (USE CCA000$$RC0007$$ADA000$$CMB000)

CC0012 COTTON, MIL-P-2911, TYPE 1 (USE CCA000$$RCB000)

CC0013 COTTON, MIL-P-2911, TYPE 2 (USE CCA000$$RCB000)

CC0014 COTTON, MIL-P-21099, TYPE 1 (USE CCA000$$RCB000$LRA000$$RCB000$WXA000)

CC0015A COTTON, MIL-P-21099, TYPE 2 (USE CCA000$$RCB000$LRA000$$RCB000$WXA000$ASA000$$RCB000$WXA000$

CC0015B ASA000$$CUB000$$RCB000$WXA000)

CC0048 COTTON, MIL-W-4063, TYPE 3 (USE CCA000)

CC0054 COTTON, T-C-571 (USE CCA000)

CC0062 COTTON FABRIC-RUBBER, SYNTHETIC, MIL-P-21099, TYPE 2 (USE CCA000$$RCB000)

CC0063 COTTON FABRIC-RUBBER, SYNTHETIC, MIL-P-2911, TYPE 1 (USE CCA000$$RCB000)

CC0064 COTTON, MIL-W-5086, TYPE AN-2 (INVALID)

CC0068 COTTON, MIL-B-371, TYPE 7 (USE CCA000)

CC0069 COTTON, MIL-W-4063 (USE CCA000)

CC0070 COTTON, MIL-W-530, TYPE 2A, CLASS 3 (USE CCA000)

CC0071 COTTON, MIL-W-530, TYPE 2, CLASS 4 (USE CCA000)

CC0072 COTTON, MIL-W-530, TYPE 3 (USE CCA000)

CC0073 COTTON, MIL-W-530, TYPE 3, CLASS 4 (USE CCA000)

CC0074 COTTON, MIL-W-5665, TYPE 4, CLASS 2B (USE CCA000)

CC0075 COTTON, MIL-W-530, TYPE 3, CLASS 7 (USE CCA000)

CC0077 COTTON, MIL-W-5665, TYPE 11 (USE CCA000)

CC0078 COTTON, MIL-W-530, TYPE 3, CLASS 6 (USE CCA000)

CC0079 COTTON, MIL-W-530, TYPE 2 (USE CCA000)

CC0080 COTTON, MIL-W-530 (USE CCA000)

CC0081 COTTON, MIL-W-530, CLASS 4 (USE CCA000)

CC0082 COTTON, MIL-W-530, TYPE 2A, CLASS 4 (USE CCA000)

CC0083 COTTON, MIL-W-530, TYPE 5, CLASS 3 (USE CCA000)

CC0084 COTTON, MIL-W-5665, TYPE 1, CLASS 2B (USE CCA000)

CC0085 COTTON, MIL-W-530, TYPE 3, CLASS 3 (USE CCA000)

CC0086 COTTON, MIL-W-5665, TYPE 17, CLASS 2B (USE CCA000)

CC0087 COTTON, MIL-W-5665 (USE CCA000)

CC0085 COTTON, MIL-W-530, TYPE 1 (USE CCA000)

CC0089 COTTON, MIL-W-5665, TYPE 3, CLASS 2B (USE CCA000)

CC0090 COTTON, MIL-W-530, TYPE 2A (USE CCA000)

CC0091 COTTON, MIL-W-530, TYPE 11A, CLASS 3 (USE CCA000)

CC0092 COTTON, MIL-W-530, TYPE 11A (USE CCA000)

CC0111 COTTON, MIL-W-530, TYPE 2B (USE CCA000)

CC0112 COTTON, MIL-W-530, TYPE 2, CLASS 3 (USE CCA000)

CC0113 COTTON, MIL-W-530, TYPE 2A, CLASS 8 (USE CCA000)

CC0114 COTTON, MIL-W-530, TYPE 6 (USE CCA000)

CC0115 COTTON, MIL-W-530, TYPE 4, CLASS 4 (USE CCA000)

CC0116 COTTON, MIL-W-530, TYPE 5, CLASS 4 (USE CCA000)

CC0117 COTTON, MIL-W-530, TYPE 4 (USE CCA000)

CC0118 COTTON, MIL-W-530, TYPE 2B, CLASS 3 (USE CCA000)

CC0119 COTTON, MIL-W-5665, TYPE 17, CLASS 2A (USE CCA000)

CC0120 COTTON, MIL-W-5665, TYPE 7, CLASS 2A (USE CCA000)

CC0121 COTTON, MIL-W-5665, TYPE 1 (USE CCA000)

CC0122 COTTON, MIL-W-5665, TYPE 2, CLASS 2B (USE CCA000)

CC0123 COTTON, MIL-W-5665, TYPE 19, CLASS 1B (USE CCA000)

CC0124 COTTON, MIL-W-5665, TYPE 2 (USE CCA000)

CC0125 COTTON, MIL-W-5665, TYPE 3, CLASS 3 (USE CCA000)
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CDAAK0 CADMIUM W/GOLD /D/ (INVALID)

CDAF00 CADMIUM BRONZE (USE CUB000)

CDAN00 CADMIUM BRONZE, TIN-LEAD COATED /D/ (USE CU0285)

CDAQ00 CADMIUM COPPER (USE CU0285)

CD0186 CADMIUM, CR-0590, THE BENDIX CORP (USE CDA000)

CD0340 CADMIUM, HP4-11, TYPE 2, CLASS 1, HUGHES TOOL CO AIRCRAFT DIV (USE CDA000)

CEK000 COMPOUND, CORROSION PREVENTIVE (NOT OTHERWISE SPECIFIED) (INVALID)

CEL000 COMPOUND, SOAP (NOT OTHERWISE SPECIFIED) (USE CPG000$$MSB000$$GFA000)

CE0007 COMPOUND, MIL-C-11796 (USE LBJ000)

CE0008 COMPOUND, MIL-C-11796, CLASS 3 (USE LBJ000)

CFA000 CORD, COTTON (NOT OTHERWISE SPECIFIED) (USE CCA000)

CFC000 CORD, NYLON (NOT OTHERWISE SPECIFIED) (USE PCP000)

CG0000 COPPER-GRAPHITIC (NOT OTHERWISE SPECIFIED) (USE CUA000$$GFA000)

CH0000 CHROME (NOT OTHERWISE SPECIFIED) (USE CRA000)

CHH000 CHROME IRON (NOT OTHERWISE SPECIFIED) /D/ (USE FEF000)

CH0009 BRIGHT CHROME, MIL-F-14072 (USE CRA000)

CJ0000 CERAMIC (NOT OTHERWISE SPECIFIED) (UAE CLD000)

CJ0042 CERAMIC, MIL-I-10, GRADE L624 (USE CLD000)

CK0000 COPPER ALLOY (USE CUB000)

CKA000 COPPER ALLOY, SILVER-PLATED /D/ (USE CUB000)

CKC000 COPPER-ZINC ALLOY (NOT OTHERWISE SPECIFIED) (USE CUB000)

CKD000 COPPER-SILICON ALLOY (NOT OTHERWISE SPECIFIED) (USE CUB000)

CKE000 COPPER-ALUMINUM ALLOY (USE CUB000)

CK0011 COPPER ALLOY, QQ-C-525, COMP 9 (USE CU0198)

CK0015 COPPER ALLOY, QQ-C-525, COMP 13 (USE CU0212)

CK0016 COPPER ALLOY, QQ-C-576, COMP 2 (INVALID)

CK0018 COPPER ALLOY, QQ-W-321, ALLOY 260, 270 OR 274 (USE CU0079$CU0081$CU0274)

CK0019 COPPER ALLOY, QQ-C-390, ALLOY B1 (USE CU0174)

CK0020 COPPER ALLOY, QQ-C-390, ALLOY B2 (USE CU0175)

CK0022 COPPER ALLOY, QQ-C-390, ALLOY B5 (USE CU0172)

CK0023 COPPER ALLOY, QQ-C-390, ALLOY 86 (USE CU0175)

CK0024 COPPER ALLOY, QQ-C-390, ALLOY D1 (USE CU0199)

CK0025 COPPER ALLOY, QQ-C-390, ALLOY D2 (USE CU0198)

CK0027 COPPER ALLOY, QQ-C-390, ALLOY D4 (USE CU0202)

CK0028 COPPER ALLOY, QQ-C-390, ALLOY D5 (USE CU0195)

CK0030 COPPER ALLOY, QQ-C-390, ALLOY E1 (USE CU0214)

CK0031 COPPER ALLOY, QQ-C-390, ALLOY E2 (USE CU0212)

CK0034 COPPER ALLOY, QQ-C-390, ALLOY E5 (USE CU0213)

CK0036 COPPER ALLOY, QQ-C-390, ALLOY E7 (USE CU0206)

CK0037 COPPER ALLOY, QQ-C-390, ALLOY E8 (USE CU0207)

CK0039 COPPER ALLOY, QQ-C-390, ALLOY G1 (USE CU0220)

CK0040 COPPER ALLOY, QQ-C-390, ALLOY G5 (USE CU0219)

CK0041 COPPER ALLOY, QQ-C-390, ALLOY G6 (USE CU0217)

CK0042 COPPER ALLOY, QQ-C-390, ALLOY G7 (USE CU0218)

CK0043 COPPER ALLOY, SAE 791 (USE CU0109)

CK0044 COPPER ALLOY, SAE 792 OR 797 /D/ (USE CU0347)

CK0045 COPPER ALLOY, SAE 793 OR 798 /D/ (USE CU0360)
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CK0046 COPPER ALLOY, SAE 794 OR 799 /D/ (USE CU0361)

CK0047 COPPER ALLOY, SAE 795 (USE CU0411)

CK0059 COPPER ALLOY, MIL-B-13506, COMP 792 OR 797 /D/ (USE CU0347)

CK0060 COPPER ALLOY, MIL-B-13506, COMP 793 OR 798 /D/ (USE CU0360)

CK0061 COPPER ALLOY, MIL-B-13506, COMP 794 OR 799 /D/ (USE CU0361)

CK0062 COPPER ALLOY, QQ-C-390, ALLOY X1 (USE CU0188)

CK0064 COPPER ALLOY, QQ-C-390, ALLOY X3 (USE CU1000)

CK0069 COPPER ALLOY, QQ-C-390, ALLOY X9 (USE CU0224)

CK0071 COPPER ALLOY, QQ-C-591, ALLOY 651 (USE CU0129)

CK0073 COPPER ALLOY, QQ-C-591, ALLOY 655 (USE CU0131)

CK0074 COPPER ALLOY, QQ-C-591, ALLOY 661 (USE CU0134)

CK0075 COPPER ALLOY, QQ-C-591, ALLOY 692 (USE CU0136)

CK0076 COPPER ALLOY, QQ-C-390, ALLOY E10 (USE CU0209)

CK0083 COPPER ALLOY, QQ-C-533 (USE CU0068$CU0069)

CK0084 COPPER-NICKEL-ZINC ALLOY, QQ-C-585, TYPE I, COMP B (USE CU0150)

CK0085 COPPER ALLOY, SAE 88 (USE CU0092)

CK0087A COPPER ALLOY QQ-C-390 (USE CU0166$CU0167$CU0168$CU0169$CU0170$CU0171$CU0172$CU0173$CU0174$CU0175$

CK0087B CU0176$CU0177$CU0178$CU0179$CU0180$CU0181$CU0182$CU0183$CU0184$CU0185$CU0186$CU0187$

CK0087C CU0188$CU0195$CU0196$CU0197$CU0198$CU0199$CU0200$CU0201$CU0202$CU0203$CU0204$CU0205$

CK0087D CU0206$CU0207$CU0208$CU0209$CU0210$CU0211$CU0212$CU0213$CU0214$CU0215$CU0216$CU0217$

CK0087E CU0218$CU0219$CU0220$CU0221$CU0222$CU0223$CU0224)

CK0095 COPPER ALLOY, QQ-C-465, COMP 630 (USE CU0122)

CK0096 COPPER-SILICON ALLOY, QQ-C-591, CLASS A (USE CU0131)

CK0099 COPPER ALLOY, QQ-C-530, COND H (USE CU0069$CU0233)

CK0100 COPPER ALLOY, QQ-W-321, ALLOY 270, 1/2 HARD (USE CU0081)

CK0101 COPPER ALLOY, QQ-C-390, ALLOY D4, TYPE 1 (USE CU0202)

CK0115 COPPER ALLOY, QQ-C-450, ALLOY 606, HARD (USE CU0111)

CK0119 COPPER ALLOY, QQ-C-450, ALLOY 613, HARD (USE CU0114)

CK0121 COPPER ALLOY, QQ-C-450, ALLOY 614, HARD (USE CU0115)

CK0123 COPPER ALLOY, QQ-C-465, ALLOY 614 (USE CU0115)

CK0124 COPPER ALLOY, QQ-C-465, ALLOY 642 (USE CU0127)

CK0126 COPPER ALLOY, QQ-C-593-CANCELED (USE CUB000)

CK0127 COPPER ALLOY, SAE 68 (USE CU0217$CU0218)

CK0128 COPPER ALLOY, QQ-C-533, COMP 170/172, COND A (USE CU0068$CU0069)

CK0132 COPPER ALLOY, SAE 72-CANCELED (USE CU0091)

CK0135 COPPER ALLOY, QQ-C-390, ALLOY C3 (USE CU0185)

CK0136 COPPER ALLOY, QQ-C-390, ALLOY C4 (USE CU0182)

CK0138 COPPER ALLOY, QQ-C-390, ALLOY C6 (USE CU0183)

CK0152 COPPER ALLOY, SAE CA360, 1/2 HARD (USE CU0091)

CK0153 COPPER ALLOY, SAE CA260, 1/2 HARD (USE CU0079)

CK0154 COPPER ALLOY, SAE CA230 (USE CU0074)

CK0155 COPPER ALLOY, SAE CA268, 1/2 HARD (USE CU0080)

CK0156 COPPER ALLOY, SAE 64 (USE CU0209)

CK0157 COPPER ALLOY, SAE 660 (USE CU0206)

CK0158 COPPER ALLOY, SAE 70A-CANCELED (USE CU0079)

CK0159 COPPER ALLOY, SAE 70C-CANCELED (USE CU0080)

CK0160 COPPER ALLOY, SAE 73-CANCELED (USE CU0099)

CK0161 COPPER ALLOY, SAE 79A-CANCELED (USE CU0074)

CK0162 COPPER ALLOY, SAE CA260, 1/4 HARD (USE CU0079)

CK0163 COPPER ALLOY, SAE 430 (USE CU0182$CU0183)

CK0164 COPPER ALLOY, MIL-B-13501, COMP B (USE CU0546)

CK0165 COPPER ALLOY, MIL-B-13501, COMP C (USE CU0103)

CK0166 COPPER ALLOY, MIL-M-16576-CANCELED (USE CU0195)
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CK0167 COPPER ALLOY, QQ-W-401-CANCELED (USE CU0103)

CK0168 COPPER ALLOY, SAE 620 (USE CU0195)

CK0169 COPPER ALLOY, sAE 43 (USE CU0185)

CK0170 COPPER ALLOY, SAE 63 (USE CU0205)

CK0171 COPPER ALLOY, SAE 640 (USE CU0204)

CK0172 COPPER ALLOY, SAE 67 (USE CU0210)

CK0173 COPPER ALLOY, SAE 701B-CANCELED (USE CU0119$CU0624)

CK0174 COPPER ALLOY, SAE 77A-CANCELED (USE CU0103)

CK0175 COPPER ALLOY, SAE 77B-CANCELED (INVALID)

CK0176 COPPER ALLOY, SAE 77C-CANCELED (USE CU0105)

CK0177 COPPER ALLOY, SAE 40 (USE CU0172)

CK0178 COPPER ALLOY, SAE 62 (USE CU0196)

CK0179 COPPER ALLOY, SAE 65 (USE CU0197)

CK0180 COPPER ALLOY, QQ-C-591 (USE CU0128$CU0129$CU0131$CU0134$CU0136$CU0130)

CK0181 COPPER ALLOY, QQ-B-613, ALLOY 268, HARD (USE CU0080)

CK0182 COPPER ALLOY, QQ-B-613, ALLOY 260 (USE CU0079)

CK0183 COPPER ALLOY, QQ-B-626, ALLOY 360 (USE CU0091)

CK0184A COPPER ALLOY, QQ-C-576 (USE CU0249$CU0286$CU0287$CU0288$CU0063$CU0247$CU0289$CU0290$CU0291$CU0323$

CK0184B CU0248$CU0292$CU0278$CU0324$CU0326$CU0315)

CK0185 COPPER ALLOY, SAE 81 (USE CU0103)

CK0186 COPPER ALLOY, AMS 4500 (USE CU0063)

CK0187 COPPER ALLOY, MIL-C-15726, COMP 70-30 (USE CU0715)

CK0188A COPPER ALLOY, QQ-C-576, TYPE ELECTROLYTIC TOUGH PITCH (USE CU0249$CU0286$CU0287$CU0288$CU0063$CU0247$

CK0188B CU0289$CU0290$CU0291$CU0323$CU0248$CU0292$CU0278$CU0324$CU0326$CU0315)

CK0189 COPPER ALLOY, QQ-W-321, ALLOY 510 (USE CU0103)

CK0190 COPPER ALLOY, SAE 71 (USE CU0063$CU0064$CU0289$CU0290$CU0291)

CK0191A COPPER ALLOY, QQ-C-576, SHEET (USE CU0249$CU0286$CU0287$CU0288$CU0063$CU0247$CU0289$CU0290$CU0291$

CK0191B CU0323$CU0248$CU0292$CU0278$CU0324$CU0326$CU0315)

CK0192 COPPER-SILICON ALLOY, QQ-C-591 (USE CU0128$CU0129$CU0130$CU0131$CU0134$CU0136)

CK0193 COPPER-SILICON ALLOY, ASTM B97,A (USE CU0131)

CK0194 COPPER ALLOY, MIL-C-17516 (USE CUB000$CU0129)

CK0195 COPPER ALLOY, MIL-C-17516, COMP 1 (USE CUB000)

CK0196 COPPER ALLOY, MIL-C-15726, COMP 90-10 (USE CU0706)

CK0197 COPPER ALLOY, QQ-C-586, 752, HARD (USE CU0150)

CK0198 COPPER ALLOY, QQ-W-401 (USE CU0103)

CK0295 COPPER-ALUMINUM ALLOY, QQ-C-450 (USE CU0111$CU0112$CU0113$CU0114$CU0115$CU0120$CU0122)

CK0359 COPPER ALLOY, QQ-C-390, TYPE 2, TEMPER G1 (USE CU0220)

CK0360 COPPER ALLOY, AMS 4820 (USE CUB000$$ST1005$ST1006$ST1008$ST1009$ST1010$ST1011$ST1012)

CK0361 COPPER ALLOY, QQ-L-225, COMP 7 (USE CU0211)

CK0362 COPPER ALLOY, QQ-L-225, COMP 12 (USE CU0206)

CK0366 COPPER-NICKEL-ZINC ALLOY, QQ-C-585 (USE CU0146$CU0148$CU0150$CU0151$CU0153$CU0157)

CK0367 COPPER-NICKEL-ZINC-ALLOY, QQ-C-586 (USE CU0148$CU0150$CU0152$CU0157$CU0161$CU0162)

CK0368 COPPER ALLOY, QQ-C-591, COMP 651 (USE CU0129)

CK0371 COPPER ALLOY, ASTM B140, ALLOY B (USE CU0314)

CK0375 COPPER ALLOY, MIL-M-1676 (INVALID)

CK0376 COPPER ALLOY, MIL-M-16576, GRADE A-CANCELED (USE CU0195)

CK0377 COPPER ALLOY, QQ-W-321, COMP B (USE CU0079)

CK0378A COPPER ALLOY, QQ-W-321 (USE CU0074$CU0076$CU0079$CU0081$CU0103$CU0150$CU0152$CU0157$CU0148$CU0263$

CK0378B CU0264$CU0274$CU0757)

CK0379 COPPER ALLOY, QQ-W-321, ALLOY 274 (USE CU0274)

CK0380 COPPER ALLOY, QQ-W-321, ALLOY 260 (USE CU0079)

CK0381 COPPER ALLOY, QQ-W-321, ALLOY 260, 1/4 HARD (USE CU0079)

CK0382 COPPER ALLOY, QQ-W-321, ALLOY 270 (USE CU0081)
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CK0383 COPPER ALLOY, QQ-W-321, ALLOY 270, 1/4 HARD (USE CU0081)

CK0384 COPPER ALLOY, QQ-W-321, COMP A (USE CU0081)

CK0385 COPPER ALLOY, QQ-W-321, ALLOY 220 (USE CU0264)

CK0386 COPPER ALLOY, QQ-C-501 (USE CUA000)

CK0387 COPPER ALLOY, QQ-C-530, COND A (USE CU0069$CU0233)

CK0388 COPPER ALLOY, QQ-W-341 (USE CUB000)

CK0389 COPPER ALLOY, QQ-W-343, ANNEALED (USE CUB000)

CK0390 COPPER ALLOY, QQ-W-343, TYPE S (USE CUB000)

CK0394 COPPER ALLOY, AMS 4805 (USE CU0373)

CK0395 COPPER ALLOY, AMS 4846 (USE CU0196)

CK0397 COPPER ALLOY, SAE 842 (USE CU0374)

CK0398 COPPER ALLOY, SAE 792 (USE CU0347)

CK0399 COPPER ALLOY, SAE 794 (USE CU0361)

CK0400 COPPER ALLOY, SAE 793 (USE CU0360)

CK0401 COPPER ALLOY, SAE 797 (USE CU0347)

CK0402 COPPER ALLOY, QQ-C-530, COND HT (USE CU0069$CU0233)

CK0403 COPPER ALLOY, SAE 49 (USE CU1153)

CK0404 COPPER ALLOY, AMS 4845 (USE CU0196)

CK0405 COPPER ALLOY, MIL-B-13506, COMP 792 (USE CU0347)

CK0406 COPPER ALLOY, MIL-B-13506, COMP 793 (USE CU0360)

CK0407 COPPER ALLOY, AMS 4520 (USE CU0109)

CK0408 COPPER ALLOY, ASTM B132-52, ALLOY B (USE CU0867)

CK0409 COPPER ALLOY, ASTM B144-52, ALLOY 3A (USE CU0209)

CK0410 COPPER ALLOY, ASTM B144-52, ALLOY 3B (USE CU0206)

CK0411 COPPER ALLOY, ASTM B148-49, ALLOY 9C (USE CU0219)

CK0412 COPPER ALLOY, SAE 430B (USE CU0183)

CK0413 COPPER ALLOY, ASTM B438-67, GRADE 1, TYPE 2 (USE CU0373)

CK0414 COPPER ALLOY, ASTM B148-52, ALLOY 9B (USE CU0218)

CK0415 COPPER ALLOY, SAE CA675 (USE CU0674)

CK0416 COPPER ALLOY, QQ-C-390, TYPE 2, COND G1 (USE CU0220)

CK0417 COPPER ALLOY, CLEVITE 8, CLEVITE CORP, CLEVELAND GRAPHITE BRONZE DIV (USE CU0360)

CK0418 COPPER ALLOY, B-10, TALLEY CORP (USE CUB000)

CK0419 COPPER ALLOY, 1E452, CATERPILLAR TRACTOR CO (USE CUB000)

CK0420 COPPER ALLOY, GR211, VAPOR CORP (USE CUB000)

CK0422 COPPER ALLOY, 31130, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE CUB000)

CK0423 COPPER ALLOY, 6824, WRIGHT AERONAUTICAL DIV OF CURTISS-WRIGHT CORP (USE CUB000)

CK0424 COPPER ALLOY, PC-91-1, FORD MOTOR CO, GENERAL PARTS DIV (USE CUB000)

CK0425 COPPER ALLOY, QQ-C-450, COMP 612 (USE CU0113)

CK0426 COPPER ALUMINUM ALLOY, 8, AMPCO METAL DIV, AMPCO-PITTSBURGH CORP (USE CUB000)

CK0427 COPPER ALLOY, AMS 4827 (USE CU0797$$ST1006$ST1008$ST1009$ST1010$ST1011$ST1012)

CK0428 COPPER ALLOY, 1E450, CATERPILLAR TRACTOR CO (USE CUB000)

CK0431 COPPER-BERYLLIUM, QQ-C-530, T-H (USE CU0069$CU0233)

CK0432 COPPER-BERYLLIUM, QQ-C-530, TEMPER 1/2H (USE CU0069$CU0233)

CK0433 COPPER-BERYLLIUM, QQ-C-533, TEMPER H (USE CU0068$CU0069)

CK0434 COPPER ALLOY, AMS 4825 (USE CUB000$$ST1005$ST1006$ST1008$ST1009$ST1010$ST1011$ST1012)

CK0435 COPPER ALLOY, AMS 4840 (USE CU0214)

CK0436 COPPER ALLOY, AMS 4676 (USE NL0018)

CK0437 COPPER-BERYLLIUM, QQ-C-533, T-1/4H (USE CU0068$CU0069)

CK0438 COPPER ALLOY, QQ-C-530, 1/2 (USE CU0069$CU0233)

CK0439 COPPER ALLOY, QQ-C-530 (USE CU0069$CU0233)

CK0441 COPPER ALLOY, QQ-C-576, SOFT ANNEALED (USE CUB000)

CK0444 COPPER ALLOY, QQ-C-576, COLD ROLLED, LIGHT (USE CUB000)

CK0450 COPPER ALLOY, MIL-C-19464 (USE CU0166$CU0875$CU0170$CU0171)
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CK0451 COPPER ALLOY, MIL-T-46072 (USE CU0330$CU0305$CU0332$CU0370)

CK0452A COPPER ALLOY, QQ-C-390, TYPE 1 (USE CU0166$CU0167$CU0168$CU0169$CU0170$CU0171$CU0172$CU0173$CU0175$

CK0452B CU0176$CU0177$CU0178$CU0179$CU0180$CU0181$CU0183$CU0184$CU0185$CU0186$CU0187$CU0188$

CK0452C CU0195$CU0196$CU0198$CU0201$CU0202$CU0203$CU0204$CU0205$CU0206$CU0207$CU0208$CU0209$

CK0452D CU0210$CU0211$CU0212$CU0213$CU0214$CU0215$CU0216$CU0217$CU0218$CU0219$CU0220$CU0221$

CK0452E CU0222$CU0223$CU0224$CU0174$CU0875$CU0197$CU0199$CU0200$CU0929$CU1000)

CK0453 COPPER ALLOY, SAE 72, 1/2H-CANCELED (USE CU0091)

CK0454 COPPER, QQ-C-533, 1/4H (USE CU0068$CU0069)

CK0455 COPPER-NICKEL-ZINC ALLOY, QQ-C-586, COMP 4 (USE CU0162)

CK0456 COPPER ALLOY, QQ-C-530, 172, COND H (USE CU0069)

CK0457 COPPER ALLOY, QQ-C-591, CLASS A, HARD (USE CU0131)

CK0458 COPPER ALLOY, MIL-C-22226, FORM 1, COND A (USE CUB000)

CK0460 COPPER-NICKEL-ZINC ALLOY, QQ-C-586, COMP 1, 1/4H (USE CU0150)

CK0461 COPPER ALLOY, QQ-C-591, ALLOY 655, 1/2H (USE CU0131)

CK0463 COPPER ALLOY, MIL-C-17516, COMP 2 (USE CU0129)

CK0464 COPPER ALLOY, QQ-C-591, CLASS B (USE CU0129)

CK0465 COPPER ALLOY, NAVY 46B27 (USE CU0131)

CK0466 COPPER ALLOY, QQ-C-591, ALLOY 661, H (USE CU0134)

CK0505 COPPER-BERYLLIUM, QQ-C-533 (USE CU0068$CU0069)

CK0506 COPPER-BERYLLIUM, QQ-C-533, 1/2H (USE CU0068$CU0069)

CK0507 COPPER ALLOY, AMS 4544 (USE NL0008)

CK0508 COPPER ALLOY, QQ-C-390, ALLOY C6, TYPE 1 (USE CU0183)

CK0509 COPPER ALLOY, AMS 4532 (USE CU0069)

CK0510 COPPER ALLOY, QQ-C-390, ALLOY G1, TYPE 1 (USE CU0220)

CK0549 COPPER ALLOY, AMS 7210 (USE ST0302)

CK0550 COPPER ALLOY, AMS 7211 (USE ST0321)

CK0551 COPPER ALLOY, AMS 4630 (USE CU0116)

CK0552 COPPER ALLOY, AMS 4632 (USE CU0116)

CK0553 COPPER ALLOY, AMS 4635 (USE CU0119)

CK0554 COPPER ALLOY, AMS 4640 (USE CU0122)

CK0555 COPPER-ALUMINUM ALLOY, QQ-C-450, COMP 612 (USE CU0113)

CK0556 COPPER ALLOY, QQ-C-530, AT (USE CU0069$CU0233)

CK0557 COPPER ALLOY, SAE 80 (USE CU0079$CU0081)

CK0558 COPPER ALLOY, QQ-C-586, COMP 794 (USE CU0162)

CK0559 COPPER ALLOY, QQ-C-586, HARD (USE CU0150$CU0157$CU0152$CUJ0162$CU0148$CU0161)

CK0560 COPPER ALLOY, QQ-W-341, COMP A (USE CUB000)

CK0561 COPPER ALLOY, MIL-C-6941, COND H (USE CU0069)

CK0562 COPPER ALLOY, ASTM B196-52 (USE CU0068$CU0069$CU0233)

CK0563 COPPER ALLOY, QQ-C-530, 1/4H (USE CU0069$CU0233)

CK0596 COPPER ALLOY, QQ-C-530, ALLOY 172, COND HT (USE CU0069)

CK0598 COPPER ALLOY, QQ-W-321, ALLOY 510, SPRING TEMPER (USE CU0103)

CK0599 COPPER-BERYLLIUM, QQ-C-530 (USE CU0069$CU0233)

CK0600 COPPER-BERYLLIUM, QQ-C-530, 3/4 (USE CU0069$CU0233)

CK0601 COPPER-BERYLLIUM, QQ-C-530, T 3/4H (USE CU0069$CU0233)

CK0602 COPPER-BERYLLIUM, QQ-C-530, TEMPER A (USE CU0069$CU0233)

CK0616 COPPER ALLOY, ASTM B197-71, TEMPER A (USE CU0069)

CK0617 COPPER ALLOY, QQ-W-321, ALLOY 510, SPRING TEMPER, ROUND (USE CU0103)

CK0618 COPPER ALLOY, ASTM B159-66 ALLOY 510 (USE CU0103)

CK0619 COPPER-BERYLLIUM, QQ-C-530, ALLOY 172, TEMPER XHT (USE CU0069)

CK0620 COPPER-BERYLLIUM, QQ-C-530, TEMPER XHT (USE CU0069$CU0233)

CK0621 COPPER-BERYLLIUM, QQ-C-530, ALLOY 172, TEMPER HT (USE CU0069)

CK0622 COPPER-BERYLLIUM, QQ-C-530, ALLOY 172, TEMPER AT (USE CU0069)

CK0623 COPPER-BERYLLIUM, QQ-C-530, ALLOY 172, TEMPER 1/2H (USE CU0069)
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CK0624 COPPER-BERYLLIUM, QQ-C-530, T1/4H (USE CU0069$CU0233)

CK0625 COPPER-BERYLLIUM, QQ-C-530, ALLOY 172, TEMPER A (USE CU0069)

CK0626 COPPER-BERYLLIUM, QQ-C-533, ALLOY 170, TEMPER A (USE CU0068)

CK0627 COPPER-BERYLLIUM, QQ-C-533, ALLOY 172, TEMPER A (USE CU0069)

CK0628 COPPER-BERYLLIUM, QQ-C-533, ALLOY 172 (USE CU0069)

CK0629 COPPER ALLOY, ASTM B159-66, ALLOY 524 (USE CU0106)

CK0630 COPPER-BERYLLIUM, QQ-C-530, ALLOY 172 (USE CU0069)

CK0631 COPPER-BERYLLIUM, ASTM B197-52 (USE CU0069)

CK0632 COPPER-BERYLLIUM, QQ-C-530, TEMPER 1/4HT (USE CU0069$CU0233)

CK0633A COPPER ALLOY, QQ-C-321, COMP C (USE CU0263$CU0264$CU0074$CU0076$CU0079$CU0081$CU0274$CU0103$CU0148$

CK0633B CU0150$CU0757$CU0152$CU0157$CU0162)

CK0635 COPPER-BERYLLIUM, ASTM B197-49T (USE CU0069)

CK0648 COPPER ALLOY, QQ-C-533, 1/2H (USE CU0068$CU0069)

CK0649 COPPER-BERYLLIUM, QQ-C-530, TEMPER AT (USE CU0069$CU0233)

CK0693 COPPER-ALUMINUM ALLOY, QQ-C-465 (USE CU0111$CU0115$CU0122$CU1181$CU0127)

CK0696 COPPER-BERYLLIUM, ASTM B194 (USE CU0068$CU0069)

CK0710 COPPER-BERYLLIUM, QQ-C-533, ALLOY 172, TEMPER 1/2H (USE CU0069)

CK0711 COPPER-BERYLLIUM, QQ-C-533, ALLOY 172 (USE CU0069)

CK0712 COPPER ALLOY, ASTM B75-68, TYPE DLP, CLASS 1 (USE CU0247)

CK0713 COPPER-ALUMINUM ALLOY, QQ-C-465, ALLOY 642 (USE CU0127)

CK0718 COPPER ALLOY, QQ-W-321, ALLOY 260, SPRING TEMPER (USE CU0079)

CK0727 COPPER-BERYLLIUM, QQ-C-530, ALLOY 172, TEMPER 3/4H (USE CU0069)

CK0728 COPPER-BERYLLIUM, QQ-C-530, ALLOY 172, TEMPER A, FORM WIRE (USE CU0069)

CK0729 COPPER-BERYLLIUM, QQ-C-530, ALLOY 172, TEMPER H (USE CU0069)

CK0730 COPPER-BERYLLIUM, MIL-C-6941, COND H (USE CU0069)

CK0731 COPPER-BERYLLIUM, MIL-C-6941 (USE CU0069)

CK0732 COPPER-BERYLLIUM, AMS 4650 (USE CU0069)

CK0733 COPPER-BERYLLIUM, AMS 4725 (USE CU0069)

CK0735 COPPER-BERYLLIUM, ASTM B197 (USE CU0069)

CK0737 COPPER ALLOY, B11H57C, 1/2 HARD, GENERAL ELECTRIC CO (USE CU0069)

CK0738 COPPER ALLOY, B11H57C, GENERAL ELECTRIC CO (USE CU0069)

CK0739 COPPER ALLOY, B11H53F, GENERAL ELECTRIC CO (USE CU0103)

CK0776 COPPER-BERYLLIUM, QQ-C-533, ALLOY 170 (USE CU0068)

CK0778 COPPER ALLOY, QQ-W-321, COMP A, 1/4 HARD (USE CU0081)

CK0780 COPPER ALLOY, 1659072 NAVAL ORDNANCE SYSTEMS COMMAND (USE CUB000)

CK0781 COPPER ALLOY, MIL-C-17516 COMP 1, HARD, ROD-CANCELED /D/ (USE CU0131)

CK0782 COPPER ALLOY, QQ-C-530, COND H, 1/2 HARD (USE CU0069$CU0233)

CK0858 COPPER ALLOY, AMS 4555 (USE CU0079$CU0330)

CK0886 COPPER ALLOY, QQ-C-533, ALLOY 172 (USE CU0069)

CK0888 COPPER ALLOY, QQ-C-465 (USE CU0111$CU0115$CU0122$CU1181$CU0127)

CK0927 COPPER ALLOY, QQ-C-390, ALLOY 954 (USE CU0219)

CK0931 COPPER ALLOY, QQ-C-533, ALLOY 170 (USE CU0069)

CK0932 COPPER ALLOY, QQ-C-390, ALLOY 922 (USE CU0202)

CK0939 COPPER ALLOY, QQ-C-390, ALLOY 903 (USE CU0195)

CK0945 COPPER ALLOY, QQ-C-390, ALLOY 952 (USE CU0217)

CK0958 COPPER ALLOY, QQ-C-390, ALLOY 854 (USE CU0178)

CK0959 COPPER ALLOY, QQ-C-390, ALLOY 836 (USE CU0172)

CK0962 COPPER ALLOY, MIL-T-46072, ALLOY 332 (USE CU0332)

CK0963 COPPER ALLOY, QQ-C-390, ALLOY 958 (USE CU0222)

CK1115 COPPER ALLOY, AMS 4880 (USE CU0122)

CK1117 COPPER ALLOY, QQ-C-450, ALLOY 630 (USE CU0122)

CK1121 COPPER ALLOY, ASTM B21, ALLOY 462 (USE CU0099)

CK1122 COPPER ALLOY, ASTM B21, ALLOY 464 (USE CU0100)
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CK1123 COPPER ALLOY, ASTM B21, ALLOY 482 (USE CU0101)

CK1124 COPPER ALLOY, ASTM B21, ALLOY 485 (USE CU0183)

CK1125 COPPER ALLOY, ECLIPSALOY 81C, THE BENDIX CORP (USE CUB000)

CK1155 COPPER ALLOY, MIL-C-15726, ALLOY 715 (USE CU0715)

CK1166 COPPER ALLOY, AMS 4720, ALLOY 510 (USE CU0103)

CK1168 COPPER ALLOY, ASTM B61 (USE CU0202)

CK1176 COPPER ALLOY, QQ-C-465, ALLOY 606 (USE CU0111)

CK1180 COPPER ALLOY, QQ-C-450, ALLOY 610 (USE CU0112)

CK1181 COPPER ALLOY, QQ-C-00465, ALLOY UNS C63200 (USE CU1181)

CK1187 COPPER ALLOY, ASTM B534 UNS C17510 TF00 (USE CU0265)

CK1189 COPPER ALLOY, QQ-C-576, UNS C11000 (USE CU0063)

CK1191 COPPER ALLOY, QQ-C-00465 (USE CU0111$CU0115$CU0122$CU1181$CU0127)

CK1193 COPPER ALLOY, QQ-C-00465, ALLOY UNS C642000 (USE CU0127)

CK1194 COPPER ALLOY, QQ-C-390, ALLOY C90300, TYPE 3 (USE CU0195)

CK1195 COPPER ALLOY, SAE CA624 (USE CU0624)

CM0000 COBALT (NOT OTHERWISE SPECIFIED) (USE CTA000)

CMA000 COBALT ALLOY (NOT OTHERWISE SPECIFIED) (USE CTB000)

CMB000 COBALT-CHROMIUM-TUNGSTEN ALLOY (NOT OTHERWISE SPECIFIED) (USE CTB000)

CMD000 COBALT-CHROMIUM, TUNGSTEN-NICKEL ALLOY (NOT OTHERWISE SPECIFIED) (USE CTB000)

CME000 COBALT-CHROMIUM ALLOY (NOT OTHERWISE SPECIFIED) /D/ (USE CTB000)

CM0001 COBALT ALLOY, AMS5759B (USE CT0001)

CM0003 COBALT ALLOY, PWA1037, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIVISION (USE CTB000)

CM0004 COBALT ALLOY, B50T59A, GENERAL ELECTRIC CO, AIRCRAFT ENGINE GROUP (USE CTB000)

CM0005 COBALT ALLOY, WPDS 13205AQ-CRANE CO (USE CTB000)

CM0006 COBALT ALLOY, NO25, UNION CARBIDE CORP (USE CTB000)

CM0014 COBALT-CHROMIUM-TUNGSTEN ALLOY, HAYNES NO. 6B, STELLITE DIV, CABOT CORP (USE CTB000)

CM0015 COBALT-CHROMIUM ALLOY, HAYNES 25, STELLITE DIV, CABOT CORP (USE CTB000)

CM0016 COBALT-CHROMIUM ALLOY, STELLITE NO. 6, THE WHITON DIV, TERRY STEAM TURBINE CO (USE CT0004)

CM0018 COBALT ALLOY, AMS 5385 (USE CT0017)

CM0038 COBALT ALLOY, ELGILOY, ELGIN NATIONAL INDUSTRIES INC (USE CTB000)

CNB000 CARBON GRAPHITE /D/ (USE GFA000)

CN0029 CHROMATE, MIL-C-5541, CLASS 2/D/ (USE CMA000)

CP0000 CARDBOARD (USE PPA000)

CQ0000 CORK AND BUNA (NOT OTHERWISE SPECIFIED) /D/ (USE CKA000$$RC0019$RC0022)

CQA000 CORK (NOT OTHERWISE SPECIFIED) (USE CKA000)

CQB000 CORK AND NATURAL RUBBER (NOT OTHERWISE SPECIFIED) /D/ (USE CKA000$$RCA000)

CQC000 CORK AND SYNTHETIC RUBBER (NOT OTHERWISE SPECIFIED) /D/ (USE CKA000$$RCB000)

CQD000 CORK, GRANULATED (NOT OTHERWISE SPECIFIED) (USE CKA000)

CQE000 CORK, NATURAL BARK (NOT OTHERWISE SPECIFIED) (USE CKA000)

CQN000 CORK, FIBER (NOT OTHERWISE SPECIFIED) (USE CKA000)

CQ0001 CORK, MIL-C-6183, TYPE 1, CLASS 1, GRADE A (USE RCB000$$CKA000)

CQ0002 CORK, MIL-C-6183, TYPE 1, CLASS 1, GRADE B (USE CKA000$$RCB000)

CQ0003 CORK, MIL-C-6183, TYPE 1, CLASS 1, GRACE C (USE CKA000$$RCB000)

CQ0004 CORK, MIL-C-6183, TYPE 1, CLASS 2, GRADE A (USE CKA000$$RCB000)

CQ0005 CORK, MIL-C-6183, TYPE 1, CLASS 2, GRADE B (USE CKA000$$RCB000)

CQ0006 CORK, MIL-C-6183, TYPE 1, CLASS 2, GRADE C (USE CKA000$$RCB000)

CQ0007 CORK, MIL-C-6183, TYPE 2, CLASS 1, GRADE A (USE CKA000$$RCB000)

CQ0008 CORK, MIL-C-6183, TYPE 2, CLASS 1, GRADE B (USE RCB000$$CKA000)

CQ0009 CORK, MIL-C-6183, TYPE 2, CLASS 1, GRADE C (USE RCB000$$CKA000)
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CQ0010 CORK, MIL-C-6183, TYPE 2, CLASS 2, GRADE A (USE RCB000$$CKA000)

CQ0011 CORK, MIL-C-6183, TYPE 2, CLASS 2, GRADE B (USE RCB000$$CKA000)

CQ0012 CORK, MIL-C-6183, TYPE 2, CLASS 2, GRADE C (USE RCB000$$CKA000)

CQ0013 CORK, MIL-G-12803, NO. P2116-A (USE CKA000$$ADB000)

CQ0014 CORK, MIL-G-12803, NO. P2117-A (USE CKA000$$ADB000)

CQ0015 CORK, MIL-G-12803, NO. P2117-B (USE CKA000$$ADB000)

CQ0016 CORK, MIL-G-12803, NO. P2118-A (USE CKA000$$ADB000)

CQ0017 CORK, MIL-G-12803, NO. P2126-A (USE CKA000$$RSA000$RSC000)

CQ0018 CORK, MIL-G-12803, NO. P2127-A (USE CKA000$$RSA000$RSC000)

CQ0019 CORK, MIL-G-12803, NO. P2127-B (USE CKA000$$RSA000$RSC000)

CQ0020 CORK, MIL-G-12803, NO. P2128-A (USE CKA000$$RSA000$RSC000)

CQ0021 CORK, MIL-G-12803, NO. P2236-A (USE CKA000$$RC0023)

CQ0022 CORK, MIL-G-12803, NO. P2243-A (USE CKA000$$RC0019)

CQ0023 CORK, MIL-G-12803, NO. P2245-A (USE CKA000$$RC0019)

CQ0024 CORK, MIL-G-12803, NO. P2246-A (USE CKA000$$RC0019)

CQ0025 CORK, MIL-G-12803, NO. P2254-A (USE CKA000$$RC0007)

CQ0026 CORK, MIL-G-12803, NO. P2255-A (USE CKA000$$RC0007)

CQ0027 CORK, MIL-G-12803, NO. P2256-A (USE CKA000$$RC0007)

CQ0028 CORK, MIL-G-12803, NO. P2265-A (USE CKA000$$RC0020$RC0018)

CQ0029 CORK, MIL-G-12803, NO. P2268-A (USE CKA000$$RC0020$RC0018)

CQ0030 CORK, HH-C-576, TYPE 1A, CLASS 1 (USE CKA000$$RSC000$RSA000)

CQ0031 CORK, HH-C-576, TYPE 1A, CLASS 2 (USE CKA000$$RSC000$RSA000)

CQ0032 CORK, HH-C-576, TYPE 1A, CLASS 3 (USE CKA000$$RSC000$RSA000)

CQ0033 CORK, HH-C-576, TYPE 1B, CLASS 1 (USE CKA000$$RSC000$RSA000)

CQ0034 CORK, HH-C-576, TYPE 1B, CLASS 2 (USE CKA000$$RSC000$RSA000)

CQ0035 CORK, HH-C-576, TYPE 1B, CLASS 3 (USE CKA000$$RSC000$RSA000)

CQ0036 CORK, HH-C-576, TYPE 2A, CLASS 1 (USE CKA000$$RSC000$RSA000)

CQ0037 CORK, HH-C-576, TYPE 3A, CLASS 2 (USE CKA000$$RSC000$RSA000)

CQ0038 CORK, HH-C-576, TYPE 2A, CLASS 3 (USE CKA000$$RSC000$RSA000)

CQ0042 CORK, HH-C-551, GRADE B, CLASS 1 (USE CKA000$$RCB000$RCA000)

CQ0045 CORK, HH-C-551, GRADE C, CLASS 1 (USE CKA000$$RCA000$RCB000)

CQ0051 CORK, HH-C-576, TYPE 2B, CLASS 1 (USE CKA000$$RSC000$RSA000)

CQ0052 CORK, HH-C-576, TYPE 2B, CLASS 2 (USE CKA000$$RSC000$RSA000)

CQ0053 CORK, HH-C-576, TYPE 2B, CLASS 3 (USE CKA000$$RSC000$RSA000)

CQ0054 CORK AND RUBBER COMPOSITION, MIL-C-6183 (USE RCB000$$CKA000)

CQ0055 CORK, NO. 1463, ARMSTRONG CORK CO (USE CKA000)

CQ0056 CORK, MIL-C-16090, CLASS 2 (USE CKA000$$RSC000$RSA000)

CQ0057 CORK AND RUBBER COMPOSITION, MIL-C-6183, TYPE 2 (USE CKA000$$RCB000)

CQ0058 CORK AND RUBBER COMPOSITION, MIL-C-6183, CLASS 11 (USE CKA000$$RCB000)

CQ0059 CORK FIBER, 660, GARLOCK INC (USE CKA000)

CQ0060 CORK, MIL-C-16090, CLASS 1-CANCELED (USE CKA000$$RSC000$RSA000)

CQ0061 CORK, MIL-C-6183, TYPE 1, GRADE FIRM (USE CKA000$$RCB000)

CQ0062 CORK, MIL-C-6183, TYPE 2, GRADE MEDIUM (USE RCB000$$CKA000)

CQ0063 CORK, MIL-C-6183, TYPE 2, GRADE B (USE RCB000$$CKA000)

CQ0064 CORK, MIL-C-6183, TYPE 11, GRADE MEDIUM (USE RCB000$$CKA000)

CQ0066 CORK, MIL-C-15116, TYPE 1 (USE CKA000$$FBK000)

CQ0068 CORK, HH-C-576, CLASS 2 (USE CKA000$$RSC000$RSB000)

CQ0078 CORK, HH-C-576, CLASS 1 (USE CKA000$$RSC000$RSB000)

CQ0084 CORK, MIL-C-6183, TYPE 2 (USE RCB000$$CKA000)

CQ0085 CORK, MIL-T-6841 (USE CKA000$$RCB000$RCA000$$CCA000$PCX000$$MSB000)

CQ0086 CORK, MIL-C-6183, TYPE 1 (USE RCB000$$CKA000)

CQ0089 CORK-RUBBER, SYNTHETIC, AMS 3250 (USE CKA000$$RCB000)

CQ0090 CORK-RUBBER, SYNTHETIC, MIL-G-6183, TYPE 1, CLASS 1, GRADE A (USE RCB000$$CKA000)
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CQ0092 CORK, HH-C-576, CLASS 3 (USE CKA000$$RSC000$RSA000)

CQ0093 CORK, S-100, COOPER MFG CO (USE CKA000)

CQ0096 CORK-RUBBER, SYNTHETIC, MIL-C-6183, CLASS 2, GRADE MEDIUM (USE CKA000$$RCB000)

CQ0097 CORK-RUBBER, SYNTHETIC, MIL-C-6183, CLASS 1 (USE CKA000$$RCB000)

CQ0098 CORK-RUBBER, SYNTHETIC, MIL-C-6183, CLASS 1, GRADE SOFT (USE CKA000$$RCB000)

CQ0099 CORK-RUBBER, SYNTHETIC, MIL-C-6183, CLASS 2 (USE CKA000$$RCB000)

CQ0100 CORK-RUBBER, SYNTHETIC, MIL-G-6183, CLASS 1 (USE CKA000$$RCB000)

CQ0101 CORK-RUBBER, SYNTHETIC, MIL-C-6183 (USE CKA000$$RCB000)

CQ0102 CORK-RUBBER, SYNTHETIC, MIL-C-6183, CLASS 2, GRADE SOFT (USE CKA000$$RCB000)

CQ0103 CORK-RUBBER, SYNTHETIC, MIL-C-6183, GRADE FIRM (USE CKA000$$RCB000)

CQ0104 CORK-RUBBER, SYNTHETIC, MIL-C-6183, CLASS 1, GRADE MEDIUM (USE CKA000$$RCB000)

CQ0105 CORK-RUBBER, SYNTHETIC, MIL-C-6183, CLASS 1, GRADE FIRM (USE CKA000$$RCB000)

CQ0106 CORK, MIL-G-12803, TYPE 2 NO. P2236A (USE CKA000$$RC0023)

CQ0107 CORK-RUBBER, SYNTHETIC, MIL-G-6183, CLASS 1, GRADE SOFT (USE CKA000$$RCB000)

CQ0108 CORK-RUBBER, SAE J90, P2243A (USE CKA000$$RC0019)

CQ0110 CORK-RUBBER, SYNTHETIC, MIL-C-6183, GRADE SOFT (USE CKA000$$RCB000)

CQ0111 CORK-RUBBER, SYNTHETIC, MIL-G-6183, GRADE MEDIUM (USE CKA000$$RCB000)

CQ0112 CORK-RUBBER, SYNTHETIC, MIL-G-6183 (USE CKA000$$RCB000)

CQ0113 CORK-RUBBER, SYNTHETIC, MIL-G-6183, CLASS 1, GRADE MEDIUM (USE CKA000$$RCB000)

CQ0114 CORK, HH-C-576 (USE CKA000$$RSC000$RSA000)

CQ0115 CORK, HH-C-576, TYPE 2 (USE CKA000$$RSC000$RSA000)

CQ0116 CORK, MIL-G-12803 (INVALID)

CQ0117 CORK, MIL-G-12803, TYPE 2, NO. P2117-A (USE CKA000$$ADB000)

CQ0118 CORK, MIL-G-12803, TYPE 2, NO. P2116-A (USE CKA000$$ADB000)

CQ0119 CORK, MIL-G-12803, TYPE 2, NO. P2126-A (USE CKA000$$RSA000$RSC000)

CQ0120 CORK, MIL-G-12803, TYPE 2, NO. P2117-B (USE CKA000$$ADB000)

CQ0121 CORK, MIL-G-12803, TYPE 2, NO. P2128-A (USE CKA000$$RSA000$RSC000)

CQ0122 CORK, MIL-G-12803, TYPE 2, NO. P2118-A (USE CKA000$$ADB000)

CQ0123 CORK-RUBBER, SYNTHETIC, MIL-G-6183, CLASS 2, GRADE MEDIUM (USE CKA000$$RCB000)

CQ0124 CORK, MIL-G-12803, TYPE 2 (INVALID)

CQ0152 CORK, MIL-C-6183 (USE RCB000$$CKA000)

CRB000 CHROMIUM OVER NICKEL (USE NLA000)

CRD000 CHROMIUM, ALLOY (USE CRB000)

CR0003 CHROMIUM, QQ-C-320, CLASS 2 (USE CRA000)

CR0029 CHROMIUM-NICKEL, ARMCO 17-7PH (USE ST0631)

CR0031 CHROMIUM-NICKEL, MIL-C-24111 TYPE I (USE ST0630)

CS0000 CELLULOSE FIBER (NOT OTHERWISE SPECIFIED) ( USE CSA000)

CSA000 CELLULOSE (NOT OTHERWISE SPECIFIED) (USE CSA000)

CS0002 CELLULOSE, MIL-G-12803, TYPE 3, NO. P3313B (USE PPA000$$ADB000)

CS0003 CELLULOSE, MIL-G-12803, TYPE 3, NO. P3313A (USE PPA000$$ADB000)

CS0004 CELLULOSE, MIL-G-12803, NO. P3313-A (USE PPA000$$ADB000)

CS0005 CELLULOSE, MIL-G-12803, NO. P3313-B (USE PPA000$$ADB000)

CS0006 CELLULOSE, MIL-G-12803, TYPE 3, NO. P3200-A (USE PPA000)

CS0007 CELLULOSE, MIL-G-12803, TYPE 3, NO. P3302-B (USE PPA000)

CS0008 CELLULOSE, MIL-G-12803, NO. P3354-A (USE PPA000$$RCB000)

CS0009 CELLULOSE, MIL-G-12803, NO. P3212-B (USE PPA000$$ADB000)

CS0011 CELLULOSE, MIL-G-12803, TYPE 3 (INVALID)

CS0012 CELLULOSE, MIL-G-12803, TYPE 3, NO. P3444-A (USE PPA000$$RCB000)

CS0013 CELLULOSE, SAE J90, TYPE 3, NO. P3200-A (USE PPA000)

CS0014 CELLULOSE, SAE J90, TYPE 3, NO. P3313-B (USE PPA000$$ADB000)

CS0015 CELLULOSE, SAE J90, NO. P3421-A (USE PPA000$$RSA000$RSC000)

54



MATERIAL CROSS REFERENCE

OLD
CODE SPECIFICATION REPLY & NEW REPLY CODE

CS0016 CELLULOSE, SAE J90, NO. P3313-B (USE PPA000$$ADB000)

CS0017 CELLULOSE, SAE J90, NO. P3415-A (USE PPA000$$ADB000)

CS0018 CELLULOSE, SAE J90, TYPE 3, NO. P3313A (USE PPA000$$ADB000)

CT0000 CARBON-GRAPHITE (NOT OTHERWISE SPECIFIED) (USE GFA000)

CTA000 CARBON GRAPHITE (USE GFA000)

CT0050 CARBON GRAPHITE, 39, UNITED STATES GRAPHITE CO (USE GFA000)

CT0051 CARBON GRAPHITE, GRADE 80, UNITED STATES GRAPHITE CO (USE GFA000)

CT0052 CARBON GRAPHITE, EMS784, AIRESEARCH MFG CO OF AMERICA (USE GFA000)

CT0053 CARBON GRAPHITE, 56HT, PURE CARBON CO (USE GFA000)

CT0054 CARBON GRAPHITE, TYPE P658RC, PURE CARBON CO (USE GFA000)

CT0055 CARBON GRAPHITE, P5AG, PURE CARBON CO (USE GFA000)

CT0056 CARBON GRAPHITE, 49, UNITED STATES GRAPHITE CO (USE GFA000)

CT0057 CARBON GRAPHITE, 35, UNITED STATES GRAPHITE CO (USE GFA000)

CT0058 CARBON GRAPHITE, COMP 30, UNITED STATES GRAPHITE CO (USE GFA000)

CT0060 CARBON GRAPHITE, PO-3 PURE CARBON CO (USE GFA000)

CT0061 CARBON GRAPHITE, PR5, PURE CARBON CO (USE GFA000)

CT0062 CARBON GRAPHITE, P55, PURE CARBON CO (USE GFA000)

CT0063 CARBON GRAPHITE, GRP303C, PURE CARBON CO (USE GFA000)

CT0064 CARBON GRAPHITE, P2 WHT, PURE CARBON CO (USE GFA000)

CT0065 CARBON GRAPHITE, 3310, PURE CARBON CO (USE GFA000)

CT0066 CARBON GRAPHITE, 14, UNITED STATES GRAPHITE CO (USE GFA000)

CT0067 CARBON GRAPHITE, P55, MICHIGAN-DYNAMICS, INC, DYNAMIC FILTERS DIV (USE GFA000)

CT0068 CARBON GRAPHITE, 55, PURE CARBON CO (USE GFA000)

CT0069 CARBON GRAPHITE, P658RC, GRCG-VH-CR, PURE CARBON CO (USE GFA000)

CT0070 CARBON GRAPHITE, 658RC, PURE CARBON CO (USE GFA000)

CT0072 CARBON GRAPHITE, GRADE CC5-D, CARBONE CORP (USE GFA000)

CU0000 COPPER (NOT OTHERWISE SPECIFIED) (USE CUA000)

CUAAA0 COPPER W/ASBESTOS FILLER (NOT OTHERWISE SPECIFIED) /D/ (USE CUA000$$ASA000)

CUAAD0 COPPER SHEET (USE CUA000)

CUAAN0 COPPER, SOFT ANNEALED (USE CUA000)

CUAD00 COPPER W/SILVER (USE CUB000)

CUAG00 COPPER BRAID (USE CUA000)

CUAK00 COPPER, SOFT (NOT OTHERWISE SPECIFIED) (USE CUA000)

CUAP00 COPPER, SILICON ALLOY, HARD (USE CUB000)

CUAT00 COPPER, ANNEALED (NOT OTHERWISE SPECIFIED) (USE CUA000)

CUB000 COPPER AND CHROMIUM (NOT OTHERWISE SPECIFIED) (USE CUB000$$CRA000)

CUC000 COPPER AND NICKEL (NOT OTHERWISE SPECIFIED) (USE CUB000$$NLA000)

CUD000 COPPER AND SILVER (NOT OTHERWISE SPECIFIED) /D/ (USE CUA000$$AGA000)

CUG000 COPPER, TIN, ZINC /D/ (USE CU0435)

CUH000 COPPER, SILICON ALLOY (NOT OTHERWISE SPECIFIED) (USE CUB000)

CUK000 COPPER AND CORK (NOT OTHERWISE SPECIFIED) (USE CUA000$$CKA000)

CUL000 COPPER, SILICON ALLOY (NOT OTHERWISE SPECIFIED) (USE CU0131)

CUR000 COPPER-NICKEL-ZINC ALLOY (NOT OTHERWISE SPECIFIED) (USE CU0148)

CUY000 COPPER, SINTERED (NOT OTHERWISE SPECIFIED) (USE CUA000)

CUY014 COPPER, QQ-C-465, ALLOY 642 (USE CU0127)

CU0001 COPPER, QQ-W-341 (USE CUB000)

CU0002 COPPER, QQ-W-343 (USE CU0059$CU0249$CU0286$CU0287$CU0288$CU0063$CU0289$CU0290$CU0291)

CU0003 COPPER, AMS 4616 /D/ (USE CUB000)

CU0004 COPPER, AMS 4730C (USE NL0008)

CU0005 COPPER, MIL-E-892 (USE CU0509)

CU0006 COPPER, MIL-B-19231 (USE CU0288$CU0291)
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CU0007 COPPER, MIL-C-12166 (USE CU0063)

CU0008 COPPER, MIL-C-15726, COMP 70-30 (USE CU0715)

CU0012A COPPER, QQ-C-502 (USE CU0063$CU0248$CU0278$CU0279$CU0249$CU0286$CU0287$CU0288$CU0290$CU0291$CU0247$

CU0012B CU0323$CU0292$CU0315$CU0326$CU0324)

CU0013 COPPER, QQ-C-521, GRADE A (USE CUA000)

CU0014 COPPER, QQ-C-576 (USE CU0315)

CU0019 COPPER, QQ-R-571, CL-FS-RNI (USE NLB000)

CU0027 COPPER, SAE CA110 (USE CU0063)

CU0030 COPPER, WW-T-799 (USE CU0249$CU0247$CU0248)

CU0034 COPPER, AMS 4500 (USE CU0063)

CU0035 COPPER, QQ-C-533, ALLOY 170 (USE CU0068)

CU0036 COPPER, QQ-C-533, ALLOY 172 (USE CU0069)

CU0037 COPPER, QQ-C-591, ALLOY 647 (USE CU0128)

CU0038 COPPER, QQ-C-591, ALLOY 651 (USE CU0129)

CU0039 COPPER, QQ-C-591, ALLOY 653 (USE CU0130)

CU0040 COPPER, QQ-C-591, ALLOY 661 (USE CU0134)

CU0041 COPPER, QQ-C-591, ALLOY 692 (USE CU0136)

CU0042 COPPER SILICON ALLOY, MIL-C-17516, COMP I OR 2 (USE CU0129$CUB000)

CU0044 COPPER-NICKEL, MIL-C-20159, TYPE 1 (USE CU0224)

CU0046 COPPER, QQ-C-591, ALLOY 655 (USE CU0131)

CU0047 COPPER-ALUMINUM ALLOY, QQ-C-465, ALLOY 606 /D/ (USE CU0111)

CU0048 COPPER, MIL-C-50 (USE CU0079)

CU0050 COPPER, QQ-A-673, TYPE 1 (USE CU0063)

CU0055 COPPER, SAE CA111 (USE CU0064)

CU0056 COPPER, SAE CA113 (USE CU0289)

CU0057 COPPER, SAE CA114 (USE CU0290)

CU0058 COPPER, SAE CA116 (USE CU0291)

CU0060 COPPER, SAE CA122 (USE CU0248)

CU0062 COPPER, AMS 4650 (USE CU0069)

CU0063 COPPER, QQ-C-530, ALLOY 172, 1/2H (USE CU0069)

CU0064 COPPER, AMS 4505D (USE CU0079)

CU0065 COPPER, MIL-C-947, TYPE 25S (INVALID)

CU0066A COPPER, QQ-C-576, TEMPER HOT ROLLED (USE CU0249$CU0286$CU0287$CU0288$CU0063$CU0247$CU0289$CU0290$

CU0066B CU0291$CU0323$CU0248$CU0292$CU0278$CU0324$CU0326$CU0315)

CU0067 COPPER, SAE 71 (USE CU0063$CU0064$CU0289$CU0290$CU0291)

CU0069 COPPER, MIL-C-17516 (USE CU0129$CUB000)

CU0070 COPPER, MIL-C-17516, COMP 1 (USE CUB000)

CU0071A COPPER, QQ-C-502 (USE CU0063$CU0248$CU0278$CU0279$CU0249$CU0286$CU0287$CU0288$CU0290$CU0291$CU0247$

CU0071B CU0323$CU0292$CU0315$CU0326$CU0324)

CU0072A COPPER, QQ-C-576, TEMPER COLD ROLLED, SOFT ANNEALED (USE CU0063$CU0286$CU0288$CU0289$CU0290$

CU0072B CU0278$CU0248$CU0249$CU0291$CU0287$CU0247$CU0323$CU0292$CU0324$CU0326$CU0315)

CU0073 COPPER, ASTM DESIGNATION ETP (USE CU0063)

CU0075 COPPER, ASTM DESIGNATION FRTP (USE CU0278)

CU0076 COPPER, QQ-W-343, HARD (USE CU0059$CU0249$CU0286$CU0287$CU0288$CU0063$CU0289$CU0290$CU0291)

CU0077 COPPER, QQ-W-343, MEDIUM HARD (USE CU0059$CU0249$CU0286$CU0287$CU0288$CU0063$CU0289$CU0290$CU0291)

CU0078 COPPER, QQ-W-343, SOFT (USE CU0059$CU0249$CU0286$CU0287$CU0288$CU0063$CU0289$CU0290$CU0291)

CU0079 COPPER, MIL-T-24107 (CU0249$CU0282$CU0283$CU0247$CU0248$CU0279)

CU0082 COPPER, J461B, SAE 71 (USE CU0019$CU0226$CU0259$CU0260$CU0261)

CU0087 COPPER, QQ-C-576, SOFT ANNEALED (USE CU0063$CU0278$CU0248$CU0249$CU0291$CU0287)

CU0088 COPPER, SAE J4361, NO. CA113 (USE CU0259)

CU0090 COPPER, QQ-C-501, CLASS A (USE CUA000)

CU0091 COPPER, AMS 4530 (USE CU0069)

CU0096 COPPER, QQ-C-501 (USE CUA000)
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CU0101 COPPER, QQ-C-533, COND 1/4 HARD (USE CU0068$CU0069)

CU0103 COPPER, MIL-C-6942, COND H-CANCELED (USE CU0069)

CU0104 COPPER, MIL-C-15726, COMP 90-10 (USE CU0706)

CU0121 COPPER, QQ-C-465, ALLOY 606 (USE CU0111)

CU0122 COPPER, QQ-C-465, ALLOY 614 (USE CU0115)

CU0132 COPPER, QQ-C-586 (USE CU0148$CU0150$CU0152$CU0157$CU0161$CU0162)

CU0134 COPPER, QQ-C-586, ALLOY 752 (USE CU0150)

CU0145 COPPER, QQ-W-321, ALLOY 274 (USE CU0274)

CU0155 COPPER, QQ-W-343, TYPE S (USE CU0059$CU0249$CU0286$CU0287$CU0288$CU0063$CU0289$CU0290$CU0291)

CU0156 COPPER, QQ-W-343, TYPE C (INVALID)

CU0179 COPPER, ASTM B152, TYPE ETP (USE CU0063)

CU0180 COPPER, AMS B42 (INVALID)

CU0181 COPPER, M-5120, ARMA, A DIVISION OF AMBAC INDUSTRIES INC (USE CUA000)

CU0182 COPPER, MIL-T-3235 (USE CU0249$CU0247$CU0278)

CU0183A COPPER, QQ-C-502, ROD, SOFT (USE CU0249$CU0286$CU0287$CU0288$CU0063$CU0290$CU0291$CU0247$CU0323$

CU0183B CU0248$CU0292$CU0278$CU0324$CU0326$CU0315$CU0279)

CU0184A COPPER, QQ-C-504-CANCELED (USE CU0059$CU0249$CU0282$CU0286$CU0287$CU0288$CU0063$CU0289$CU0290$

CU0184B CU0321$CU0291)

CU0185 COPPER, QQ-C-530 (USE CU0069$CU0233)

CU0187 COPPER, MIL-C-14550, CLASS 2 (USE CUA000)

CU0189 COPPER, QQ-C-502, ROD, HARD (USE CUB000)

CU0190A COPPER, QQ-C-502, H (USE CU0249$CU0286$CU0287$CU0288$CU0063$CU0290$CU0291$CU0247$CU0323$CU0248$

CU0190B CU0292$CU0278$CU0324$CU0326$CU0315$CU0279)

CU0205 COPPER, WW-T-797 (USE CU0247$CU0248)

CU0238 COPPER ALLOY CA220 /D/ (USE CU0264)

CU0241A COPPER, QQ-C-576, FORM SHEET, TEMPER COLD-ROLLED, SOFT-ANNEALED (USE CU0249$CU0286$CU0287$CU0288$

CU0241B CU0063$CU0247$CU0289$CU0290$CU0291$CU0323$CU0248$CU0292$CU0278$CU0324$CU0326$CU0315)

CU0251 COPPER, AMPCO 18, ALLEN TOOL CORP (USE CUA000)

CU0253 COPPER, QQ-C-591, CLASS A (USE CU0131)

CU0254 COPPER SILICON ALLOY, HALF HARD DWG 1659072, NAVAL ORDNANCE SYSTEMS COMMAND (USE CUB000)

CU0255 COPPER, QQ-C-591 (USE CU0128$CU0131$CU0134$CU0129$CU0136$CU0130)

CU0256A COPPER, 7550-6, WESTINGHOUSE ELECTRIC CORP, ELECTRONIC SYSTEMS SUPPORT DIV, NUCLEAR INSTRUMENTATION

CU0256B MS (USE CUA000)

CU0257 COPPER, 125, DUNHAM-BUSH, INC (USE CUA000)

CU0258 COPPER, 4805, WRIGHT AERONAUTICAL DIV OF CURTISS-WRIGHT CORP (USE CUA000)

CU0259 COPPER, 6823, WRIGHT AERONAUTICAL DIV OF CURTISS-WRIGHT CORP (USE CUA000)

CU0260 COPPER, 6824, WRIGHT AERONAUTICAL DIV OF CURTISS-WRIGHT CORP (USE CUA000)

CU0261 COPPER, GEC22A1A, GENERAL ELECTRIC CO (USE CUA000)

CU0262 COPPER, SINTERED, HMS6-1077, TYPE 3, GRADE 1, HUGHES AIRCRAFT CO. (USE CUA000)

CU0263 COPPER, 67567, WRIGHT AERONAUTICAL DIV OF CURTISS-WRIGHT CORP (USE CUA000)

CU0268 COPPER, QQ-B-825 (USE CU0249$CU0282$CU0286$CU0287$CU0288$CU0063$CU0289$CU0290$CU0291$CU0247)

CU0272A COPPER, QQ-C-504, SOFT-CANCELED (USE CU0249$CU0282$CU0286$CU0287$CU0288$CU0063$CU0289$CU0290$

CU0272B CU0291$CU0247)

CU0274A COPPER, QQ-C-502, SOFT (USE CU0249$CU0286$CU0287$CU0288$CU0063$CU0290$CU0291$CU0247$CU0323$CU0248$

CU0274B CU0292$CU0278$CU0324$CU0326$CU0315$CU0279)

CU0283 COPPER, ASTM B298 (USE CU0059$CU0287$CU0288$CU0063$CU0064$CU0289$CU0290$CU0321)

CU0284 COPPER, ASTM B3 (USE CU0059$CU0249$CU0286$CU0287$CU0288$CU0063$CU0064$CU0289$CU0290$CU0321$CU0291)

CU0285 COPPER, ASTM B33 (USE CU0059$CU0249)

CU0286 COPPER, ASTM B33-63 (USE CU0059$CU0249)

CU0287 COPPER, MIL-C-25038 (INVALID)

CU0288 COPPER, MIL-W-5086 (INVALID)

CU0289 COPPER, MIL-W-7139 (INVALID)

CU0290 COPPER, ASTM B3-63 (USE CU0059$CU0249$CU0286$CU0287$CU0288$CU0063$CU0064$CU0289$CU0290$CU0321$CU0291)
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CU0291 COPPER, QQ-W-343, TYPE RB, CLASS M (USE CU0059$CU0249$CU0286$CU0287$CU0288$CU0063$CU0289$CU0290$CU0291)

CU0292 COPPER, MIL-W-76 (INVALID)

CU0293 COPPER, ASTM B298-64, SOFT (USE CU0059$CU0287$CU0288$CU0063$CU0064$CU0289$CU0290$CU0321)

CU0294 COPPER, ASTM B172, SOFT (USE CU0063$CU0064$CU0289$CU0290$CU0321$CU0291)

CU0295 COPPER, ASTM B2 (USE CU0059$CU0249$CU0286$CU0287$CU0288$CU0063$CU0064$CU0289$CU0290$CU0321$CU0291)

CU0296A COPPER, TINNED, MIL-W-3861 (USE CU0059$CU0249$CU0282$CU0286$CU0287$CU0288$CU0283$CU0063$CU0289$

CU0296B CU0290$CU0321$CU0291$CU0322$$CU0247$CU0323$CU0248$CU0292)

CU0297A COPPER, MIL-W-3861 (USE CU0059$CU0249$CU0282$CU0286$CU0287$CU0288$CU0283$CU0063$CU0289$CU0290$CU0321$

CU0297B CU0291$CU0322$CU0247$CU0323$CU0248$

CU0321 COPPER PLATED, MIL-C-14550, CLASS 2 (INVALID)

CU0323 COPPER, ASTM B5-43 (USE CU0801)

CU0324 COPPER, QQ-C-521, GRADE B (USE CU0801)

CU0325 COPPER, QQ-C-571, CLASS A (USE CUA000)

CU0326A COPPER, QQ-C-576, TEMPER HOT ROLLED, ANNEALED (USE CU0323$CU0248$CU0292$CU0278$CU0324$CU0326$CU0315$

CU0326B CU0249$CU0286$CU0287$CU0288$CU0063$CU0247$CU0289$CU0290$CU0291)

CU0327 COPPER, SAE J461, CA110 (USE CU0063)

CU0328A COPPER, SAE J463 (USE CU0063$CU0064$CU0068$CU0069$CU0074$CU0076$CU0079$CU0080$CU0081$CU0088$CU0091$

CU0328B CU0092$CU0099$CU0103$CU0104$CU0105$CU0106$CU0115$CU0119$CU0122$CU0127$CU0131$CU0150$CU0157$

CU0328C CU0247$CU0248$CU0249$CU0263$CU0264$CU0265$CU0280$CU0281$CU0284$CU0285$CU0289$CU0290$CU0291$

CU0328D CU0294$CU0305$CU0307$CU0310$CU0317$CU0329$CU0330$CU0336$CU0346$CU0467$CU0608$CU0618$CU0624$

CU0328E CU0670$CU0673$CU0674$CU0675$CU0706$CU0715)

CU0329A COPPER, QQ-C-576, SHEET, SOFT ANNEALED (USE CU0063$CU0278$CU0248$CU0249$CU0291$CU0287$CU0286$CU0288$

CU0329B CU0247$CU0289$CU0290$CU0323$CU0292$CU0324$CU0326$CU0315)

CU0330 COPPER, SAE J463 CA111 (USE CU0064)

CU0331 COPPER, TINNED, QQ-W-343 (USE CU0059$CU0249$CU0286$CU0287$CU0288$CU0063$CU0289$CU0290$CU0291)

CU0335 COPPER, TINNED, QQ-W-243 (INVALID)

CU0338A COPPER, QQ-C-576, COLD ROLLED, DEEP-DRAWING ANNEALED (USE CU0063$CU0278$CU0248$CU0249$CU0291$CU0287$

CU0338B CU0286$CU0288$CU0247$CU0289$CU0290$CU0323$CU0292$CU0324$CU0326$CU0315)

CU0351 COPPER, B11H51C2, GENERAL ELECTRIC CO (USE CU0068$CU0069)

CU0368 COPPER, 12002, TEREX DIV, GENERAL MOTORS CORP (USE CUA000)

CU0377A COPPER, QQ-B-825, TYPE 1, CLASS 2 (USE CU0249$CU0282$CU0286$CU0287$CU0288$CU0063$CU0289$CU0290$

CU0377B CU0291$CU0247)

CU0524 COPPER, QQ-C-533, ALLOY 172, 1/2H (USE CU0069)

CU0652 COPPER PLATED, DTD 938 APPENDIX 1A/N/ (INVALID)

CU0908 COPPER ALLOY DTD 263 /N/ (USE CUB000)

CV0000 CALCIUM SILICATE (NOT OTHERWISE SPECIFIED) (USE CAA000)

CW0000 CONCRETE (NOT OTHERWISE SPECIFIED) (INVALID)

CX0001A CEMENT, MIL-C-4003 (USE ADA000$$RC0022$$AL2024$$AL1230$ADA000$$PCAP00$ AL2024$$AL1230$ADA000$$CCA000$$

CX0001B AL2024$$AL1230$ADA000$$RC0007$$AL2024$$AL1230)

DA0000 RESIN (NOT OTHERWISE SPECIFIED) (USE RSC000$RSA000)

DAA000 RESIN, COPOLYMER (NOT OTHERWISE SPECIFIED) (USE RSB000)

DAD000 SYNTHETIC RESIN (NOT OTHERWISE SPECIFIED) (USE RSA000)

DAM000 RESIN, ACETAL (NOT OTHERWISE SPECIFIED) (USE PCB000)

DA0002 RESIN, MIL-R-7575 (USE PCW000)

DF0000 CLOTH (NOT OTHERWISE SPECIFIED) (INVALID)

DFA000 CLOTH, BACKING (NOT OTHERWISE SPECIFIED) /D/ (INVALID)

DFAAA0 POLYESTER (NOT OTHERWISE SPECIFIED) (USE PCW000)

DFAAAG CLOTH, TETRAFLUOROETHYLENE (NOT OTHERWISE SPECIFIED) /D/ (USE PCAF00)
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DFAAK0 CLOTH, NYLON (NOT OTHERWISE SPECIFIED) (USE PCP000)

DFAAN0 CLOTH, NYTRIL (NOT OTHERWISE SPECIFIED) /D/ (USE PCBW00)

DFAAR0 POLYESTER (NOT OTHERWISE SPECIFIED) (USE PCW000)

DFAC00 CLOTH, ALUMINUM (NOT OTHERWISE SPECIFIED) /D/ (USE ALA000)

DFB000 BURLAP (NOT OTHERWISE SPECIFIED) (USE FBK000)

DFBBG0 COTTON, SYNTHETIC RUBBER COATED (NOT OTHERWISE SPECIFIED) /D/ (USE CCA000$$RCE000)

DFBBK0 DACRON, CHLOROPRENE RUBBER IMPREGNATED (USE PCY000)

DFBBL0 CLOTH, SYNTHETIC RUBBER IMPREGNATED (NOT OTHERWISE SPECIFIED) /D/ (INVALID)

DFBK00 NYLON W/SYNTHETIC RUBBER COATING (NOT OTHERWISE SPECIFIED) /D/ (USE PCP000$$RCB000)

DFC000 CLOTH, COTTON (NOT OTHERWISE SPECIFIED) /D/ (USE CCA000)

DFCCCB CLOTH, DUCK, COTTON, RUBBER COATED (NOT OTHERWISE SPECIFIED) /D/ (USE CCA000$$RCE000)

DFCCCR MUSLIN (NOT OTHERWISE SPECIFIED) (USE CCA000)

DFCCDX DACRON (NOT OTHERWISE SPECIFIED) (USE PCY000)

DFCCE0 VARNISHED CLOTH (INVALID)

DFCM00 COTTON TWILL (NOT OTHERWISE SPECIFIED) (USE CCA000)

DFCS00 CLOTH, SYNTHETIC FIBER (INVALID)

DFD000 CLOTH, POLYESTER FIBER (NOT OTHERWISE SPECIFIED) /D/ (USE PCW000)

DFDAH0 NYLON, GRAPHITE IMPREGNATED, (NOT OTHERWISE SPECIFIED) /D/ (USE PCP000$$GFA000)

DFE000 CLOTH, HOLLANDS (NOT OTHERWISE SPECIFIED) (USE CCA000)

DFF000 NYLON (NOT OTHERWISE SPECIFIED) (USE PCP000)

DFG000 CLOTH, TEXTILE WOVEN (NOT OTHERWISE SPECIFIED) (INVALID)

DFK000 CANVAS (NOT OTHERWISE SPECIFIED) (USE CCA000)

DFP000 DRILL CLOTH (NOT OTHERWISE SPECIFIED) /D/ (USE CCA000)

DFR000 METAL CLOTH (NOT OTHERWISE SPECIFIED) (INVALID)

DF0001 CLOTH, MIL-C-882, CL 1 (USE RC0007)

DF0002 CLOTH, MIL-C-882, CL 2 (USE RC0019)

DF0003 CLOTH, MIL-C-8068, TYPE 1 (USE PCP000$$RC0019)

DF0004 CLOTH, MIL-C-8068, TYPE 2 (USE PCP000$$RCB000)

DF0005 CLOTH, MIL-C-8068, TYPE 3 (USE PCP000$$RCB000)

DF0006 CLOTH, AMS 3605 (USE CCA000$$PCM000)

DF0012 CLOTH, DP 5039, VOUGHT AERONAUTICS DIV, LTV AEROSPACE CORP (INVALID)

DF0013 CLOTH, ASTM D-709, TYPE 2, GRADE CE, AMERICAN SOCIETY FOR TESTING AND MATERIALS (USE PCN000$$CCA000)

DF0014 CLOTH, SILICONE, MIL-P-997, TYPE GSG, GRADE G-7 (USE CSA000$$RCB000)

DF0095 NYLON, MIL-C-20696, TYPE 2, CLASS 2 (USE PCP000)

DF0133 CLOTH AND SYNTHETIC RUBBER, FABREEKA PRODUCTS CO INC (INVALID)

DF0134 CLOTH, 3032, CONNECTICUT HARD RUBBER CO (INVALID)

DF0135 CLOTH, 8028, CONNECTICUT HARD RUBBER CO (INVALID)

DF0140 DUCK, RUBBERIZED, MIL-D-882 (USE CCA000$$RC0019$CCA000$$RC0007)

DF0141 CLOTH, ASBESTOS, MIL-C-10316, CLASS 1, GRADE U.G. (USE ASB000)

DF0142 COTTON DUCK, CCC-C-443 (USE CCA000)

DF0143 CLOTH-RUBBER, SYNTHETIC, AMS 3274 (USE PCP000$$RC0019)

DF0145 CLOTH-RUBBER, SYNTHETIC, MIL-C-8068, TYPE 1 (USE PCP000$$RC0019)

DF0146 CLOTH-RUBBER, SYNTHETIC, MIL-C-8068, TYPE 2 (USE PCP000$$RCB000)

DF0147 CLOTH-RUBBER, SYNTHETIC, MIL-C-882, CLASS 1 (USE CCA000)

DF0148 CLOTH, ASBESTOS, MIL-C-10316 (USE ASA000)

DF0149 CLOTH, ASBESTOS, MIL-C-7637, TYPE 1 (USE ASA000)

DF0150 CLOTH, NYLON, MIL-C-8068, TYPE 1 (USE PCP000)

DF0155 CLOTH-RUBBER, SYNTHETIC, MIL-C-8068 (USE PCP000$$RC0019$PCP000$$RCB000)

DF0156 CLOTH, NYLON, MIL-T-43709 (USE PCP000)

DF0176 CLOTH, DACRON, FV3420, LOCKHEED AIRCRAFT CORP (USE PCY000)

DF0177 CLOTH, DACRON, H430, HAVEG INDUSTRIES INC (USE PCY000)

DF0178 POLYESTER, TM22-402, GRADE A, CLASS 3, LOCKHEED AIRCRAFT CORP (USE PCW000)

DF0188 NYLON, MIL-W-4088, TYPE 24 (USE PCZ000)
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DF0190 NYLON, MIL-W-25361, TYPE 3 (USE PCY000)

DF0191 NYLON, MIL-W-27265, TYPE 10, CLASS L (USE PCZ000)

DF0196 NYLON, MIL-W-27265, TYPE 17, CLASS R (USE PCZ000)

DF0197 NYLON, MIL-W-4088, TYPE 6 (USE PCZ000)

DF0198 NYLON, MIL-W-8630, TYPE 2 (USE PCZ000)

DF0199 NYLON, MIL-W-27265, TYPE 17, CLASS L (USE PCZ000)

DF0200 NYLON, MIL-W-17337 (USE PCZ000)

DF0203 NYLON, MIL-W-4088, TYPE 23 (USE PCZ000)

DF0204 NYLON, MIL-W-25361, TYPE 2 (USE PCY000)

DF0219 POLYESTER, 41820-10, ANCRA CORP (USE PCW000)

EE0000 INSULATION, ELECTRICAL (INVALID)

EE0013 INSULATION, ELECTRICAL, MIL-I-631, TYPE F, GRADE B, CLASS 1 (USE PCAJ00)

EE0015 INSULATION, ELECTRICAL, MIL-I-631, TYPE F, GRADE C, CLASS 1 (USE PCAJ00)

EE0017 INSULATION, ELECTRICAL, MIL-I-631, TYPE G, GLASS 1 (USE PCY000)

EE0198 INSULATION, ELECTRICAL, MIL-I-631, TYPE G (USE PCY000)

EE0221 INSULATION, ELECTRICAL, MIL-I-631, TYPE F, FORM U, GRADE A, GLASS 2 (USE PCAJ00)

FA0000 FABRIC (NOT OTHERWISE SPECIFIED) (INVALID)

FAA000 FABRIC, CELLULOSE (NOT OTHERWISE SPECIFIED) (USE CSA000)

FAAA00 FABRIC, SYNTHETIC (NOT OTHERWISE SPECIFIED) (INVALID)

FAAAH0 FABRIC, WOVEN (NOT OTHERWISE SPECIFIED) (INVALID)

FAB000 FABRIC, NYLON (NOT OTHERWISE SPECIFIED) (USE PCP000)

FAC000 CAMBRIC (USE CCA000)

FAE000 RUBBERIZED FABRIC (NOT OTHERWISE SPECIFIED) (INVALID)

FAR000 FABRIC, RUBBER COATED (NOT OTHERWISE SPECIFIED) /D/ (INVALID)

FA0018 FABRIC, F720, HAVEG INDUSTRIES INC (INVALID)

FA0019 FABRIC, F799, HAVEG INDUSTRIES INC (INVALID)

FB0000 FIBER (NOT OTHERWISE SPECIFIED) (USE FBA000)

FBA000 FIBER, VEGETABLE (NOT OTHERWISE SPECIFIED) (USE CSA000)

FBAAX0 FIBER SYNTHETIC (USE PCA000)

FBAF00 POLYESTER FIBER (USE PCW000)

FBAG00 SILICA FIBERS (USE SLD000)

FBC000 FIBER, BITUMINIZED (NOT OTHERWISE SPECIFIED) (INVALID)

FBD000 FIBER, INCLUDES VULCANIZED FIBER (NOT OTHERWISE SPECIFIED) (INVALID)

FBE000 FIBER, JUTE (NOT OTHERWISE SPECIFIED) (USE FBK000)

FBK000 VULCANIZED FIBER (NOT OTHERWISE SPECIFIED) (INVALID)

FBL000 FIBER VULCANIZED AND DRILL CLOTH /D/ (INVALID)

FBN000 SYNTHETIC FIBER (NOT OTHERWISE SPECIFIED) (INVALID)

FBP000 NATURAL FIBER (NOT OTHERWISE SPECIFIED) (INVALID)

FBS000 PHENOL FIBER (NOT OTHERWISE SPECIFIED) (USE PCN000)

FBX000 FIBER, DACRON (NOT OTHERWISE SPECIFIED) (USE PCY000)

FBY000 FIBER, MANILA (NOT OTHERWISE SPECIFIED) (USE FBL000)

FB0001 FIBER, HH-P-91, GRADE BH-CANCELED (USE CSA000)

FB0002 FIBER, MIL-F-1148, GRADE BH, FORM S (USE PPA000)

FB0003 FIBER, MIL-F-1148, GRADE BH, FORM T (USE PPA000)

FB0004 FIBER, MIL-F-1148, GRADE CH, FORM S (USE PPA000)

FB0005 FIBER, MIL-F-1148, GRADE CH, FORM T (USE PPA000)

FB0006 FIBER, MIL-F-10336 (USE CSA000)

FB0008 FIBER, JUTE, HH-P-117, TYPE 2 (USE FBK000)

FB0010 FIBER, RAMIE, MIL-P-20084 (USE FBW000$$LBH000)

FB0011 FIBER, MIL-F-1148, GRADE CH (USE PPA000)
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FB0012 VULCANIZED FIBER, AMS 3564, AERONAUTICAL MATERIAL SPECS (USE PPA000)

FB0013 FIBER, MIL-A-7021 (USE ASA000$$RCA000$RCB000)

FB0014 FIBER, MIL-F-1148, GRADE CH, FORM R (USE PPA000)

FB0015 VULCANIZED FIBER, HH-P-96 (USE PPA000$$ADB000$$MSB000$PPA000$$RCB000)

FB0016 VULCANIZED FIBER, MIL-G-6747 (USE RCB000)

FB0017 VULCANIZED FIBER, MIL-P-20085 (USE CSA000$FBA000)

FB0018 VULCANIZED FIBER, HH-P-960 (INVALID)

FB0019 FIBER, HH-P-91-CANCELED (USE CSA000)

FB0020 VULCANIZED FIBER, MIL-F-10336, GRADE CH (USE CSA000)

FB0021 VULCANIZED FIBER, ASTM D709 (USE CCA000$$PCN000)

FB0022 FIBER, VULCANIZED, ASTM D710 (USE PPA000)

FB0023 FIBER, MIL-F-1148 (USE PPA000)

FB0024 FIBER, MIL-G-12803, TYPE 3P3313A (USE PPA000$$ADB000)

FB0027 FIBER, MIL-F-81265 (USE ASB000)

FB0036 VULCANIZED FIBER, ASTM-D-709, TYPE 2, GRADE CE (USE CCA000$$PCN000)

FB0049 FIBER, MIL-F-1148, GRADE BH (USE PPA000)

FB0065 FIBER, VULCANIZED, MIL-F-1148, GRADE CH, FORM R (USE PPA000)

FB0067 FIBER, AAF40231, MCDONNELL DOUGLAS CORP, DOUGLAS AIRCRAFT CO DIVISION (INVALID)

FB0068 FIBER, AMS 3564 (USE PPA000)

FB0069 FIBER, ASTM D710 (USE PPA000)

FB0070 FIBER, ASTM D710-63 (USE PPA000)

FB0071 FIBER, HH-I-536, TYPE NMS (USE AYA000)

FB0072 FIBER, GRADE NO 1254, HERMAN H SMITH INC (INVALID)

FB0073 FIBER, MIL-F-13526 (USE PPA000)

FB0074 FIBER, MIL-F-20085 (INVALID)

FB0075 FIBER, MIL-P-15035, TYPE FBM (USE PCN000)

FB0076 FIBER, M124, DELCO PRODUCTS DIV OF GENERAL MOTORS CORP (INVALID)

FB0077 FIBER, 209, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE FBA000)

FB0078 FIBER, 4005, GRAYHILL INC (INVALID)

FB0079 FIBER, 7871-1, WESTINGHOUSE ELECTRIC CORP, AEROSPACE AND ELECTRONICS SYSTEMS DIV (INVALID)

FB0080 FIBER, ASTM D710-52T (USE PPA000)

FB0081 FIBER, VULCANIZED M-124, DELCO REMY DIVISION OF GENERAL MOTORS CORP (INVALID)

FB0082 FIBER, 7871-1, WESTINGHOUSE ELECTRIC CORP, GENERAL HQ (INVALID)

FB0083 FIBER, VELLUMOID, WR GRACE AND CO, DEWEY AND ALMY CHEMICAL DIV (USE PPA000)

FB0086 FIBER, MIL-G-12803, TYPE 3 (USE PPA000)

FB0087 PHENOLIC FIBER, NEMA GRADE L, NATIONAL ELECTRICAL MFRS ASSN (USE PCN000)

FB0088 FIBER, VULCANIZED, MIL-F-1148, GRADE CH (USE PPA000)

FB0090 FIBER, MIL-P-20085 (USE FBA000)

FB0093 FIBER, H10055, SPERRY RAND CORP (INVALID)

FB0114 FIBER, 6836, J A SEXAUER MFG INC (USE FBA000)

FB0116 FIBRE, GRADE XX, SPAULDING FIBRE CO INC (USE FBA000)

FB0123 FIBER, POLYESTER, MIL-W-25361, TYPE 5 (USE PCW000)

FB0124 FIBER, POLYESTER, MIL-W-25361, TYPE 2 (USE PCW000)

FB0125 FIBER, POLYESTER, MIL-W-25361, TYPE 3 (USE PCW000)

FC0000 FLEECE, NYLON WEAVE (NOT OTHERWISE SPECIFIED) (USE PCP000)

FD0000 FIBERBOARD (NOT OTHERWISE SPECIFIED) (USE WDA000)

FDD000 FIBERBOARD, SOLID (NOT OTHERWISE SPECIFIED) (USE WDA000)

FE0000 IRON (NOT OTHERWISE SPECIFIED) (USE FEA000)

FEA000 CAST IRON (NOT OTHERWISE SPECIFIED) (USE FEB000)

FEAE00 IRON, INGOT (USE FEA000)
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FEAF00 IRON, CAST, MALLEABLE (NOT OTHERWISE SPECIFIED) (USE FEB000)

FEAK00 IRON-COPPER (NOT OTHERWISE SPECIFIED) /D/ (INVALID)

FEAQ00 IRON, CAST, FINE GRAIN (NOT OTHERWISE SPECIFIED) (USE FEB000)

FEB000 IRON WROUGHT (NOT OTHERWISE SPECIFIED) (USE FEG000)

FEC000 IRON MALLEABLE (USE FEC000)

FED000 IRON, POWDERED (NOT OTHERWISE SPECIFIED) (INVALID)

FEF000 IRON, DUCTILE (NOT OTHERWISE SPECIFIED) (USE FEA000)

FEG000 IRON, RUST RESISTING (NOT OTHERWISE SPECIFIED) (USE FEE000)

FEH000 IRON BASE POWDER (NOT OTHERWISE SPECIFIED) (INVALID)

FEJ000 IRON, GRAY, CAST (NOT OTHERWISE SPECIFIED) (USE FEB000)

FEX000 IRON ALLOY (NOT OTHERWISE SPECIFIED) (USE FEF000)

FEY000 IRON, GRAY (NOT OTHERWISE SPECIFIED) (USE FEA000)

FEZ000 IRON, SOFT (NOT OTHERWISE SPECIFIED) (USE FEA000)

FE0001 IRON, CAST, QQ-I-652, CLASS 20 (USE FE0044)

FE0002 IRON, CAST, QQ-I-652, CLASS 25 (USE FE0045)

FE0003 IRON, CAST, QQ-I-652, CLASS 30 (USE FE0046)

FE0004 IRON, CAST, QQ-I-652, CLASS 35 (USE FE0052)

FE0005 IRON, CAST, QQ-I-652, CLASS 40 (USE FE0047)

FE0006 IRON, CAST, QQ-I-652, CLASS 45 (USE FE0048)

FE0007 IRON, CAST, QQ-I-652, CLASS 50 (USE FE0049)

FE0008 IRON, CAST, QQ-I-652, CLASS 60 (USE FE0051)

FE0009 IRON, MIL-I-11695 (USE FEA000)

FE0010 IRON, QQ-I-666 (USE FE0038$FE0039)

FE0012 IRON, CAST, QQ-I-652 (USE FE0044$FE0045$FE0046$FE0052$FE0047$FE0048$FE0049$FE0050$FE0051)

FE0013 IRON, CAST, ASTM A126-61T, CLASS A (USE FE0062$FE0063$FE0064)

FE0019 IRON, DUCTILE, ASTM A395 (USE FE0061)

FE0029 IRON, CAST, SAE G3000 (USE FE0117

FE0039 IRON, MALLEABLE, SAE 32510 (USE FE0038)

FE0040 IRON, MALLEABLE, QQ-I-666, GRADE I (USE FE0039)

FE0041 IRON, MALLEABLE, QQ-I-666, GRADE 1G (USE FE0039)

FE0042 IRON, MALLEABLE, QQ-I-666, GRADE 2 (USE FE0038)

FE0044 IRON, WROUGHT, RR-C-271, GRADE A (USE FEG000)

FE0045 IRON, WROUGHT, RR-C-271, GRADE B (USE FEG000)

FE0046 IRON BASE POWDER, MIL-B-5687, TYPE 2, COMP A, CLASS A1 (USE FEF000)

FE0047 IRON BASE POWDER, MIL-B-5687, TYPE 2, COMP A, CLASS A2 (USE FEF000)

FE0048 IRON BASE POWDER, MIL-B-5687, TYPE 2, COMP A, CLASS A3 (USE FEF000)

FE0049 IRON BASE POWDER, MIL-B-5687, COMP B (USE FEF000)

FE0054 IRON, MALLEABLE, MIL-I-11444 (USE FE0053$FE0054$FE0055$FE0056$FE0057$FE0058$FE0059$FE0060)

FE0055 IRON, CAST, A126 (USE FE0062$FE0063$FE0064)

FE0060 IRON, MIL-I-11466 (USE FE0061$FE0065$FE0066$FE0067$FE0068)

FE0069 IRON, P691, 678, SPERRY GYROSCOPE DIV OF SPERRY RAND CORP (USE FEF000)

FE0070 IRON ALLOY, NO. 350, THE OHIO INJECTOR CO (USE FEF000)

FE0072 IRON, QQ-I-666, CLASS 11 (USE FE0038)

FE0073 IRON, MALLEABLE, MIL-I-11444, CLASS 2 (USE FE0059)

FE0074 IRON, MIL-I-11466, CLASS 5 (USE FE0065)

FE0077 IRON, ASTM A7-CANCELED (USE ST0552)

FE0078 IRON, QQ-I-686B-CANCELED (USE FEF000)

FE0080 IRON, QQ-I-652 (USE FE0044$FE0045$FE0046$FE0052$FE0047$FE0048$FE0049$FE0050$FE0051)

FE0087 IRON, QQ-I-652, CLASS 20 (USE FE0044)

FE0089 IRON, QQ-I-652, CLASS 30 (USE FE0046)

FE0090 IRON, QQ-I-652, CLASS 35 (USE FE0052)

FE0091 IRON, QQ-I-652, CLASS 40 (USE FE0047)

FE0095 IRON, QQ-I-652, CLASS 60 (USE FE0051)
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FE0096 IRON, CAST, AMS 5316 (USE FE0041)

FE0098 IRON, MALLEABLE, MIL-I-11444, CLASS 5 (FE0056)

FE0131 IRON, MIL-I-7495 (USE FEA000)

FE0132 IRON, QQ-I-666 GRADE 1 (USE FE0039)

FE0133 IRON, QQ-I-666, GRADE 2G (USE FE0038)

FE0134 IRON, ASTM A220-61T, GRADE 45010 (INVALID)

FE0135 IRON, ASTM A47-52, GRADE 35018 (USE FE0039)

FE0143 IRON, CAST, PWA799, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE FEB000)

FE0144 IRON, MIL-B-5687, TYPE 2, COMP B (USE FEF000)

FE0145 IRON, MS6-1077, GRADE 1, TYPE 3, HUGHES AIRCRAFT CO (USE FEA000)

FE0147 IRON, MIL-I-11444, CLASS 8 (USE FE0053)

FE0148 IRON, TYPE GA, MEEHANITE METAL CORP (USE FEA000)

FE0149 IRON, OILITE 16, CHRYSLER CORP AMPLEX DIV (USE FEA000)

FE0151 IRON, 61-P, BOUND BROOK BEARING CORP OF AMERICA (USE FEA000)

FE0152 IRON, MIL-B-5687, TYPE 2 (USE FEF000)

FE0154 IRON, S800 /D/ (USE FEA000)

FE0155 IRON, PDS7915, WESTINGHOUSE ELECTRIC CORP, ELECTRO-MECHANICAL DIV (USE FEA000)

FE0156 IRON-COPPER, D9357-222-6, CHIEF OF ENGINEERS, ATTN ENGMC-ES, DEPARTMENT OF ARMY (USE FEA000$$CUA000)

FE0158 IRON, WROUGHT, MIL-I-20144 (USE FEG000)

FE0159 IRON, 11007, EARTHMOVING EQUIPMENT DIV OF GENERAL MOTORS CORP (USE FEA000)

FE0160 IRON, QQ-I-666, GRADE 2 (USE FE0038)

FE0163 IRON, QQ-I-666, CLASS B (USE FE0038$FE0039)

FE0171 IRON, ASTM A48, CLASS 30 (USE FE0046)

FE0179 IRON, MIL-I-11466, CLASS D4018 (USE FEB000)

FE0180 IRON, MIL-I-11466, CLASS D4512 (USE FE0065)

FE0204 IRON, A1004-9, EBERHARD MFG CO (USE FEA000)

FE0205 IRON, MIL-I-11444, CLASS 5 (USE FE0056)

FE0206 IRON, MIL-I-11444, CLASS 6 (USE FE0055)

FE0208 IRON, MIL-I-11466, CLASS 4 (USE FE0066)

FE0210 IRON, ASTM A48-48 (USE FE0044$FE0045$FE0046$FE0052$FE0047$FE0048$FE0049$FE0050$FE0051)

FE0219 IRON, QQ-I-666, GRADE 1G (USE FE0039)

FE0220 IRON, ASTM A47-52 (USE FE0038$FE0039)

FE0223 IRON, QQ-I-666, CLASS A (USE FE0039)

FE0224 IRON, QQ-I-666, TYPE A (USE FE0039)

FE0239 IRON, MIL-I-11466, CLASS 1 (USE FE0068)

FE0252 IRON, MIL-I-11444, CLASS 3 (USE FE0058)

FE0253 IRON, AMS 5310 (USE FE0042)

FE0350 IRON ALLOY, AMS 5525, COMP 660 (USE FE0019)

FE0352 IRON ALLOY, AMS 5732, COMP 660 (USE FE0019)

FE0353 IRON ALLOY, AMS 5734, COMP 660 (USE FE0019)

FE0354 IRON ALLOY, AMS 5737, COMP 660 (USE FE0019)

FE0356 IRON, DUCTILE, SPEC C,R.H.SHEPPARD CO. (USE FEJ000)

FE0357 IRON, 1E245, CATERPILLAR TRACTOR CO (USE FEA000)

FE0368 IRON, 1E646, CATERPILLAR TRACTOR CO (USE FEB000)

FE0369 IRON, SAE J929 (USE FEA000)

FE0370 IRON, ASTM A436, TYPE 1 (USE FEB000)

FF0000 FUR (NOT OTHERWISE SPECIFIED) (USE HRE000)

FG0000 FIBERGLASS (NOT OTHERWISE SPECIFIED) (USE GSB000)

FGA000 FIBERGLASS, EPOXY (NOT OTHERWISE SPECIFIED) (USE GSB000$$PCH000)

FGAAB0 FIBERGLASS, POLYTETRAFLUOROETHYLENE IMPREGNATED (USE GSA000)

FGAAE0 FIBERGLASS, POLYTETRAFLUOROETHYLENE COATED (USE GSA000)
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FGAAG0 FIBERGLASS, SILICONE IMPREGNATED (USE GSA000$PCAK00)

FGAAH0 FIBERGLASS, SILICONE COATED /D/ (USE GSA000)

FGAAJ0 FIBERGLASS, PLASTIC COATED /D/ (USE GSA000)

FGAF00 FIBERGLASS, PLASTIC LAMINATE (NOT OTHERWISE SPECIFIED) /D/ (USE GSB000$PCA000)

FGAG00 FIBERGLASS, POLYESTER (NOT OTHERWISE SPECIFIED) (USE GSB000$$PCW000)

FGAN00 FIBERGLASS, RUBBER IMPREGNATED (USE GSB000$$RCE000)

FGAP00 FIBERGLASS, SYNTHETIC RUBBER IMPREGNATED (USE GSB000$$RCB000)

FGAR00 FIBERGLASS, SILICONE VARNISHED /D/ (USE GSA000)

FGAY00 FIBERGLASS, SILICONE RUBBER COATED /D/ (USE GSA000)

FGB000 FIBERGLASS, VARNISHED (NOT OTHERWISE SPECIFIED) /D/ (USE GSB000)

FGC000 FIBERGLASS, TEFLON COATED (NOT OTHERWISE SPECIFIED) (USE GSB000$$PCAF00)

FGE000 FIBERGLASS SILICONE RUBBER (NOT OTHERWISE SPECIFIED) (USE GSB000$$RC021)

FGF000 FIBERGLASS CORD (NOT OTHERWISE SPECIFIED) (USE GSB000)

FGG000 FIBERGLASS CLOTH (USE GSA000)

FGH000 FIBERGLASS CLOTH, SILICONE IMPREGNATED (NOT OTHERWISE SPECIFIED) /D/ (USE GSB000)

FGP000 FIBERGLASS CLOTH, SYNTHETIC RUBBER IMPREGNATED (NOT OTHERWISE SPECIFIED) /D/ (USE GSB000$$RC0021)

FGW000 FIBERGLASS CLOTH, SILICONE RUBBER COATED (NOT OTHERWISE SPECIFIED) /D/ (USE GSB000$$RC0021)

FG0033 FIBERGLASS, DP410L128, DUPONT EL DENEMOURS AND CO INC, WASHINGTON WORKS PLASTIC DEPT (USE GSB000)

FG0034 FIBERGLASS, FF-55, FORMICA CORP (USE GSB000)

FG0035 FIBERGLASS, WOVEN TEFLON, THE BENDIX CORP, ENERGY CONTROLS DIV (USE GSB000$$PCAF00)

FG0056 FIBERGLASS, 128, OWENS CORNING FIBERGLASS CORP (USE GSB000)

FLA000 FOIL, METALLIC (NOT OTHERWISE SPECIFIED) (INVALID)

FLC000 FOIL, LEAD (NOT OTHERWISE SPECIFIED) (USE PBA000)

FM0017 FILM, MIL-F-8799, TYPE 2 (USE RCE000$$ADA000$$PPA000)

FT0000 FELT (USE WLA000)

FTA000 FELT, WOOL (NOT OTHERWISE SPECIFIED) (USE WLA000)

FTH000 FELT, ASPHALT IMPREGNATED (NOT OTHERWISE SPECIFIED) /D/ (USE MSD000$$WLA000)

FTJ000 FELT IMPREGNATED W/SYNTHETIC RUBBER (NOT OTHERWISE SPECIFIED) /D/ (USE WLA000$$RCB000)

FTT000 FELT, PLASTIC FACED (NOT OTHERWISED SPECIFIED) /D/ (USE WLA000$$PCA000)

FT0001 FELT, AMS 3285 (USE WLA000$WL0018$WL0019)

FT0002 FELT, AMS 3286 (USE WLA000$WL0027)

FT0003 FELT, AMS 3287 (USE WLA000$$CCA000$WL0021)

FT0004 FELT, AMS 3290 (INVALID)

FT0005 FELT, C-F-206, TYPE 1, CLASS 8R5 (USE WL0026)

FT0006 FELT, C-F-206, TYPE 1, CLASS 9R1 (USE WL0027)

FT0007 FELT, C-F-206, TYPE 1, CLASS 9R2 (USE WL0028)

FT0008 FELT, C-F-206, TYPE 1, CLASS 9R3 (USE WL0029)

FT0009 FELT, C-F-206, TYPE 1, CLASS 9R4 (USE WL0030)

FT0010 FELT, C-F-206, TYPE 1, CLASS 9R5 (USE WL0031)

FT0011 FELT, C-F-206, TYPE 1, CLASS 12R1 (USE WL0014)

FT0012 FELT, C-F-206, TYPE 1, CLASS 12R2 (USE WL0015)

FT0013 FELT, C-F-206, TYPE 1, CLASS 12R3 (USE WL0016)

FT0014 FELT, C-F-206, TYPE 1, CLASS 12R3X (USE WL0017)

FT0015 FELT, C-F-206, TYPE 1, CLASS 16R1 (USE WL0018)

FT0016 FELT, C-F-206, TYPE 1, CLASS 16R2 (USE WL0020)

FT0017 FELT, C-F-206, TYPE 1, CLASS 16R3 (USE WL0021)

FT0018 FELT, C-F-206, TYPE 1, CLASS 16R1X (USE WL0019)

FT0019 FELT, C-F-206, TYPE 1, CLASS 16R3X (USE WL0022)

FT0020 FELT, C-F-206, TYPE 1, CLASS 18R1 (USE WL0023)

FT0021 FELT, C-F-202, TYPE 1 (USE HRD000)
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FT0023 FELT, MIL-G-20241 (USE WLA000$$ADA000)

FT0024 FELT, SAE F11 (USE WL0028)

FT0025 FELT, 20-003-17, SPERRY GYROSCOPE CO (USE WLA000)

FT0026A FELT, C-F-206 (USE WL0058$WL0059$WL0056$WL0055$WL0014$WL0015$WL0016$WL0017$WL0037$WL0038$WL0039$

FT0026B WL0040$WL0018$WL0019$WL0020$WL0021$WL0022$WL0041$WL0042$WL0043$WL0044$WL0023$WL0024$WL0025$

FT0026C WL0045$WL0046$WL0047$WL0048$WL0049$WL0050$WL0065$WL0051$WL0052$WL0053$WL0054$WL0064$WL0063$

FT0026D WL0062$WL0061$WL0060$WL0026$WL0027$WL0028$WL0029$WL0030$WL0031)

FT0027A FELT, C-F-206, TYPE 1 (USE WL0014$WL0015$WL0016$WL0017$WL0018$WL0019$WL0020$WL0021$WL0022$WL0023$

FT0027B WL0026$WL0027$WL0028$WL0029$WL0030$WL0031)

FT0028 FELT, MIL-F-5030, TYPE 2 (USE HRE000)

FT0029 FELT, MIL-F-5656 (USE WLA000$$CCA000)

FT0030 FELT, MIL-F-5656, TYPE 1 (USE WLA000$$CCA000)

FT0031 FELT, MIL-F-5656, TYPE 3 (USE WLA000$$CCA000)

FT0033 FELT, SAE F1, SOCIETY OF AUTOMOTIVE ENGINEERS (USE WL0018)

FT0034 FELT, SAE F13, SOCIETY OF AUTOMOTIVE ENGINEERS (USE WL0030)

FT0035 FELT, SAE F284, SOCIETY OF AUTOMOTIVE ENGINEERS (USE WLA000)

FT0036 FELT, 543, WESTERN FELT WORKS (USE WLA000)

FT0037 FELT, EM28, GRADE 2, ECLIPSE PIONEER DIV, THE BENDIX CORP (USE WLA000)

FT0038 FELT, MIL-F-5656, TYPE 55 (USE WLA000$$CCA000)

FT0039 FELT, NO205, SOFT WHITE, CONRAC CORP, INSTRUMENT CONTROLS DIV (USE WLA000)

FT0079 FELT, AMS 3288, TYPE A (INVALID)

FT0080 FELT, A2H1C1, GENERAL ELECTRIC CO (USE WLA000)

FT0081 FELT, C-F-202 (USE HRD000$HRD000$$CCA000$HRD000$$FBK000)

FT0082 FELT, C-F-206, CLASS 9R2X (INVALID)

FT0083 FELT, C-F-206, TYPE 1, CLASS 3 (USE WL0029$WL0016$WL0021)

FT0084A FELT, C-F-206, TYPE 2 (USE WL0037$WL0038$WL0039$WL0040$WL0041$WL0042$WL0043$WL0044$WL0024$WL0025$

FT0084B WL0045$WL0046$WL0047$WL0048$WL0049$WL0050$WL0051$WL0052$WL0053$WL0054)

FT0085 FELT, C-F-206, TYPE 2, CLASS 20S1 (USE WL0024)

FT0086 FELT, C-F-206, TYPE 3 (USE WL0058$WL0059$WL0056$WL0055$WL0065$WL0064$WL0063$WL0062$WL0061$WL0060$WL0059)

FT0087 FELT, EK4706, EASTMAN KODAK CO (USE WLA000)

FT0088 FELT, EM-28, GRADE 2, THE BENDIX CORP, NAVIGATION AND CONTROL DIV (USE WLA000)

FT0089 FELT, SAE F7 (USE WL0016)

FT0090 FELT, NO A2H2-S4, TYPE A2H2D3, GENERAL ELECTRIC CO (USE WLA000)

FT0091 FELT, MIL-F-10954 (USE WLA000$$CCA000)

FT0092 FELT, MIL-F-5626, TYPE 1 (USE WLA000$$CCA000)

FT0093 FELT, MIL-F-5626, TYPE 3 (USE WLA000$$CCA000)

FT0094 FELT, MIL-F-5656, TYPE 5 (USE WLA000$$CCA000)

FT0095 FELT, MIL-F-5656, TYPE 13 (USE WLA000$$CCA000)

FT0096 FELT, MIL-F-5656, TYPE 7 (USE WLA000$$CCA000)

FT0097 FELT, SAE F50 (USE WL0019)

FT0098 FELT, SAE F10 (USE WL0027)

FT0099 FELT, SAE F12 (USE WL0029)

FT0100 FELT, SAE F15 (USE WL0031)

FT0101 FELT, SAE F2 (USE WL0020)

FT0102 FELT, SAE F3 (USE WL0021)

FT0103 FELT, SAE F6 (USE WL0015)

FT0104 FELT, SAE F1 (USE WL0018)

FT0105 FELT, SAE F5/D/ (USE WL0014)

FT0106 FELT, SAE F55 (USE WL0017)

FT0107 FELT, SAE F13 (USE WL0030)

FT0108 FELT, SPEC 0118, THE BENDIX CORP, ENERGY CONTROLS DIV (USE WLA000)

FT0109 FELT, SPEC 771, GR F50 BELL AND HOWELL CO (USE WLA000)

FT0110 FELT, STYLE 38, MOTOR APPLIANCE CORP (USE WLA000)
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FT0111 FELT, 27-3-115-000, BELL AND HOWELL CO (USE WLA000)

FT0112 FELT, 27-3-130-000, GRADE F50, BELL AND HOWELL CO (USE WLA000)

FT0113 FELT, 6823, LINK GROUP OF GENERAL PRECISION SYSTEMS INC (USE WLA000)

FT0114 FELT, 9115G, FELT-PRO INC DIVISION OF FELT PRODUCTS MFG CO (USE WLA000

FT0115 FELT, 926-201, AMPEX CORP (USE WLA000)

FT0117 FELT, 5116 BLACK, WESTERN FELT WORKS (USE WLA000)

FT0118 FELT, 8550W, WESTERN FELT WORKS (USE WLA000)

FT0158 FELT, C-F-202, TYPE 3 (USE HRD000)

FX0000 FLAX (NOT OTHERWISE SPECIFIED) (USE FBT000)

FXA000 FLAX AND HEMP (NOT OTHERWISE SPECIFIED) /D/ (USE FBA000$$FBL000)

FXB000 FLAX AND METAL (NOT OTHERWISE SPECIFIED) /D/ (INVALID)

FXC000 FLAX, BRAIDED (NOT OTHERWISE SPECIFIED) (USE FBT000)

FX0001 FLAX, HH-P-106, CLASS 1 (USE FBT000$$LBA000)

FX0002 FLAX AND HEMP, HH-P-106, CLASS 3 (USE FBT000$$FBL000$$LBA000)

FX0005 FLAX, HH-P-106 (USE FBT000)

GF0000 GRAPHITIC (NOT OTHERWISE SPECIFIED) (INVALID)

GL0000 GLAZED (NOT OTHERWISE SPECIFIED) (INVALID)

GP0000 GRAPHITE (NOT OTHERWISE SPECIFIED) (USE GFA000)

GP0013 GRAPHITE, GRADE 39, UNITED STATES GRAPHITE CO. (USE GFA000)

GP0014 GRAPHITE BRONZE, F-77, CLEVITE CORP, CLEVELAND GRAPHITE BRONZE DIV (USE CUB000$$GFA000)

GP0015 GRAPHITE, GRADE 14, UNITED STATES GRAPHITE CO (USE GFA000)

GP0016 GRAPHITE, P-2WHT, PURE CARBON CO (USE GFA000)

GP0017 GRAPHITE, GRADE 2490, UNITED STATES GRAPHITE CO (USE GFA000)

GP0018 GRAPHITE, GRADE 38, UNITED STATES GRAPHITE CO (USE GFA000)

GP0019 GRAPHITE, GRADE 80, UNITED STATES GRAPHITE CO (USE GFA000)

GP0020 GRAPHITE, GRADE 35, UNITED STATES GRAPHITE CO (USE GFA000)

GP0021 GRAPHITE, GRADE 30, LEAR SIEGLER INC, ROMEC DIV (USE GFA000)

GS0000 GLASS (NOT OTHERWISE SPECIFIED) (USE GSA000)

GSA000 GLASS, EPOXY (NOT OTHERWISE SPECIFIED) (USE GSA000$$PCH000)

GSAA00 GLASS, OPTICAL (NOT OTHERWISE SPECIFIED) (USE GSJ000)

GSAAAC GLASS, TEFLON COATED /D/ (USE GSA000)

GSAAAH GLASS, LACQUER COATED /D/ (USE GSA000)

GSAAAN GLASS EPOXY (NOT OTHERWISE SPECIFIED) (INVALID)

GSAAD0 GLASS, VARNISH IMPREGNATED /D/ (USE GSA000)

GSAAF0 GLASS, CROWN (NOT OTHERWISE SPECIFIED) (USE GSF000)

GSAD00 GLASS CLOTH LAMINITE (NOT OTHERWISE SPECIFIED) (USE GSA000)

GSAK00 GLASS, EPOXY, LAMINATED (NOT OTHERWISE SPECIFIED) (USE GSA000$$PCH000)

GSAL00 GLASS CLOTH, FIBROUS (NOT OTHERWISE SPECIFIED) (USE GSA000)

GSAY00 PLATE GLASS (NOT OTHERWISE SPECIFIED) (USE GSH000)

GSB000 GLASS FILLED ALKYD (NOT OTHERWISE SPECIFIED) (USE GSA000$$PCE000)

GSC000 GLASS FILLED MELAMINE (NOT OTHERWISE SPECIFIED) (USE GSA000$$PCJ000)

GSF000 GLASS FIBROUS OR GLASS FIBER (NOT OTHERWISE SPECIFIED) /D/ (USE GSB000)

GSG000 GLASS FABRIC (NOT OTHERWISE SPECIFIED) (USE GSA000)

GSH000 GLASS CLOTH (NOT OTHERWISE SPECIFIED) (USE GSA000)

GSJ000 GLASS BRAID (USE GSA000)

GSK000 GLASS FIBER, SILICONE RUBBER TREATED (NOT OTHERWISE SPECIFIED) /D/ (USE GSB000$$RC0021)

GSM000 GLASS FIBER (NOT OTHERWISE SPECIFIED) (USE GSB000)

GST000 LAMINATED GLASS (NOT OTHERWISE SPECIFIED) (USE GSA000)
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GSW000 DYED GLASS (NOT OTHERWISE SPECIFIED) (USE GSA000)

GSX000 GLASS, FIBROUS (USE GSA000)

GS0002 GLASS, MIL-C-7989, CLASS A (INVALID)

GS0035 GLASS, FED DD-G-541, TYPE 1, CLASS A (INVALID)

GS0063 GLASS CLOTH, MIL-P-997 (USE GSA000$$RSB000)

GS0064 GLASS, MIL-P-16177, TYPE GEE (INVALID)

GS0065 GLASS, MIL-P-18177, TYPE GEE (USE GSB000$$PCH000)

GS0066 GLASS, SILICONE, MIL-P-997, TYPE GSG (USE GSA000$$RSB000)

GS0067 GLASS, MELAMINE, EM-88, GRADE 4, THE BENDIX CORP (USE GSA000$$PCA000)

GS0068 GLASS, RUBBER COATED, SILICONE, AMS 300 (INVALID)

GS0069 GLASS CLOTH AND SILICONE, ASTM D709, GRADE GS6 OR GS7 /D/ (USE PCAK00$GSA000)

GS0075 GLASS FIBER, MIL-Y-1140 (USE GSA000)

GS0076 GLASS, DD-G-451, TYPE 2 (USE GSL000)

GS0077 GLASS, ANG 174 (USE GSJ000)

GS0080 GLASS, DD-G-451, TYPE 2, AA QUALITY (USE GSL000)

GS0081 GLASS, DD-G-451, TYPE 2, A QUALITY (USE GSL000)

GS0124 GLASS, DD-G-451 (USE GSA000)

GS0125 GLASS CLOTH, EM88, GRADE 4, THE BENDIX CORP, NAVIGATION AND CONTROL DIVISION (USE GSA000)

GS0126 GLASS CLOTH, EM88, GRADE 5, THE BENDIX CORP, NAVIGATION AND CONTROL DIVISION (USE GSA000)

GS0127A GLASS, EPOXY, PD520000-2, WESTINGHOUSE ELECTRIC CORP, AEROSPACE AND ELECTRONICS SYSTEMS DIV

GS0127B (USE GSA000$$PCH000)

GS0128A GLASS, EPOXY, A19B63A, GENERAL ELECTRIC CO, HEAVY MILITARY ELECTRONICS SYSTEMS PRODUCTS CO

GS0128B (USE GSA000$$PCH000)

GS0131 GLASS, OPTICAL, MIL-G-174 (USE GSJ000)

GS0132 GLASS, OPTICAL, MIL-G-174, CLASS 1, GRADE A (USE GSJ000)

GS0133 GLASS, LAMINATED, MIL-G-3787, TYPE 2 (USE GSL000)

GS0135 GALSS, MIL-G-2857 (USE GSH000)

GS0136 GLASS, DD-G-451, TYPE 1 (USE GSH000)

GS0137 GLASS, DD-G-451, TYPE 2, CLASS 1, QUALITY A (USE GSL000)

GS0138 GLASS, MIL-G-81704, TYPE 1, SURFACE DEFECTS 60-20 (USE GSJ000)

GS0139 GLASS, OPTICAL, MIL-G-174, GRADE D (USE GSJ000)

GS0141 GLASS, OPTICAL, MIL-G-174, CLASS 1, GRADE C (USE GSJ000)

GS0142 GLASS, MIL-G-81704 (USE GSJ000$GSH000$GSL000)

GS0145 GLASS, FM-1023, CLASS 1, TYPE A, GENERAL DYNAMICS CORP (USE GSA000)

GS0146 GLASS FABRIC, MIL-F-9084, TYPE 7 (USE GSA000)

GS0307 GLASS FABRIC, TM22-502, LOCKHEED AIRCRAFT CORP (USE GSA000)

GS0355 GLASS CLOTH, MIL-C-9084, TYPE 8 (USE GSB000)

GU0000 GLUE (NOT OTHERWISE SPECIFIED) (USE ADB000)

GUA000 GLUE-GLYCERIN (NOT OTHERWISE SPECIFIED) (USE ADB000$$MSB000)

GY0000 GLYCERIN (NOT OTHERWISE SPECIFIED) (USE MSB000)

HM0000 HEMP (NOT OTHERWISE SPECIFIED) (USE FBL000)

HM0001 HEMP, HH-P-106, CLASS 2 (USE FBL000$$LBA000)

KB0000 COPPER BASE ALLOY (NOT OTHERWISE SPECIFIED) (USE CUB000)

KBB000 COPPER BASE POWDER (NOT OTHERWISE SPECIFIED) (USE CUB000)

KB0001 COPPER BASE ALLOY, SAE 40 (USE CU0172)

KB0002 COPPER BASE ALLOY, SAE 41 (USE CU0178)

KB0003 COPPER BASE ALLOY, SAE 43 (USE CU0185)

KB0004 COPPER BASE ALLOY, SAE 430A (USE CU0182)

KB0005 COPPER BASE ALLOY, SAE 430B (USE CU0183)
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KB0006 COPPER BASE ALLOY, SAE 62 (USE CU0196)

KB0007 COPPER BASE ALLOY, SAE 620 (USE CU0195)

KB0008 COPPER BASE ALLOY, SAE 621 (USE CU0203)

KB0009 COPPER BASE ALLOY, SAE 622 (USE CU0202)

KB0010 COPPER BASE ALLOY, SAE 63 (USE CU0205)

KB0011 COPPER BASE ALLOY, SAE 64 (USE CU0209)

KB0012 COPPER BASE ALLOY, SAE 640 (USE CU0204)

KB0013 COPPER BASE ALLOY, SAE 65 (USE CU0197)

KB0014 COPPER BASE ALLOY, SAE 66 (USE CU0208)

KB0015 COPPER BASE ALLOY, SAE 660 (USE CU0206)

KB0016 COPPER BASE ALLOY, SAE 67 (USE CU0207)

KB0017 COPPER BASE ALLOY, SAE 68A (USE CU0217)

KB0018 COPPER BASE ALLOY, SAE 68B (USE CU0218)

KB0019 COPPER BASE POWDER, MIL-B-5687, TYPE 1, COMP A (USE CUB000)

KB0020 COPPER BASE POWDER, MIL-B-5687, TYPE 1, COMP B (USE CUB000)

KB0021 COPPER BASE ALLOY, MIL-B-5687 (USE CUB000)

KL0000 COPPER LEAD ALLOY (NOT OTHERWISE SPECIFIED) (USE CU0314)

KL0001 COPPER LEAD ALLOY, MIL-B-13506, COMP 48 (USE CU1154)

KL0003 COPPER LEAD ALLOY, MIL-B-13506, COMP 49 (USE CU1153)

KL0004 COPPER LEAD ALLOY, SAE 48 (USE CU1154)

KL0005 COPPER LEAD ALLOY, SAE 480 (USE CU1155)

KL0006 COPPER LEAD ALLOY, SAE 481 (USE CU0988)

KL0007 COPPER LEAD ALLOY, SAE 482 (USE CUB000)

KL0008 COPPER LEAD ALLOY, SAE 484 (USE CUB000)

KL0009 COPPER LEAD ALLOY, SAE 485 (USE CUB000)

KL0010 COPPER LEAD ALLOY, SAE 49 (USE CU1153)

KL0011 COPPER LEAD, 246288, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE CUB000)

KL0012 COPPER LEAD, 80849, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE CUB000)

KL0013 COPPER LEAD, 107578, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE CUB000)

KL0014 COPPER LEAD, 163666, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE CUB000)

KL0015 COPPER LEAD, 33896, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE CUB000)

KL0016 COPPER LEAD TIN, S77, CLEVITE CORP, CLEVELAND GRAPHITE BRONZE DIV (USE CUB000)

KL0017 COPPER LEAD, 170023, WRIGHT AERONAUTICAL DIV OF CURTISS-WRIGHT CORP (USE CUB000)

KL0018 COPPER LEAD TIN, CAST 6824, WRIGHT AERONAUTICAL DIV OF CURTISS-WRIGHT CORP (USE CUB000)

KL0019 LEAD, 117250, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE CUB000)

KN0000 COPPER NICKEL ALLOY (NOT OTHERWISE SPECIFIED) (USE CU0706)

KN0005 COPPER LEAD ALLOY, SAE 480 (USE CU1155)

KN0007 COPPER-NICKEL-ZINC ALLOY, QQ-C-585, 1/2H (USE CU0146$CU0148$CU150$CU151$CU0153$CU0157)

LC0000 OIL (NOT OTHERWISE SPECIFIED) (USE LBD000)

LCD000 PETROLEUM (NOT OTHERWISE SPECIFIED) (INVALID)

LCE000 PETROLEUM COMPOUND (NOT OTHERWISE SPECIFIED) (INVALID)

LCN000 PETROLATUM (NOT OTHERWISE SPECIFIED) (USE LBJ000)

LC0001 HYDRAULIC FLUID, MIL-H-5606 (USE LBA000)

LC0002 OIL, MIL-O-6081 (USE LBA000)

LC0003 OIL, MIL-L-9236 (USE LBA000)

LC0004 OIL, DC200, DOW CORNING CORP (USE LBA000)

LC0005 OIL, NPT3, BRAY OIL CO (USE LBA000)

LC0006 OIL, MIL-L-19701 (USE LBH000)

LC0007 OIL, MIL-L-46000 (USE LBH000)

LC0009 OIL, F50, GENERAL ELECTRIC CO (USE LBA000)
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LC0010 OIL, MIL-L-2104 (USE LBA000)

LC0011 OIL, SAE 10, SOCIETY OF AUTOMOTIVE ENGINEERS (USE LBA000)

LC0012 OIL, FS1265-1000CS, DOW CORNING CORP (USE LBA000)

LC0013 OIL, SRG 60, KENDALL REFINING CO (USE LBA000)

LC0014 OIL, MIL-L-6085 (USE LBA000)

LC0015 OIL, MIL-L-2104, GRADE 30 (USE LBA000)

LC0016 OIL, MIL-L-7870 (USE LBA000)

LC0017 OIL, MIL-L-15016, SYMBOL 2075 (USE LBA000)

LC0018 OIL, MIL-L-23699 (USE LBA000)

LC0019 OIL, F44, GENERAL ELECTRIC CO (USE LBA000)

LC0020 OIL, TERESSTIC V79, HUMBLE OIL AND REFINING CO (USE LBA000)

LC0021 OIL, L-401D, LEHIGH CHEMICAL CO (USE LBA000)

LC0022 OIL, MB20B, NAVAL RESEARCH LABORATORY (USE LBA000)

LC0023 OIL, DC200-20CS, DOW CORNING CORP (USE LBA000)

LC0024 OIL, DC510, DOW CORNING CORP (USE LBA000)

LLA000 LUBRICANT, MANUFACTURERS STANDARD (NOT OTHERWISE SPECIFIED) (USE LBH000)

LLB000 LUBRICATING OIL (NOT OTHERWISE SPECIFIED) (USE LBA000)

LLC000 GREASE (NOT OTHERWISE SPECIFIED) (USE LBC000)

LLD000 GREASE, SILICONE (NOT OTHERWISE SPECIFIED) (USE LBC000)

LLJ000 GREASE, LOW TEMP (NOT OTHERWISE SPECIFIED) (USE LBC000)

LL0003 LUBRICATING OIL, MIL-L-6085 (USE LBA000)

LL0004 LUBRICATING OIL, MIL-L-7808 (USE LBA000)

LL0005 LUBRICATING OIL, MIL-L-7808 (USE LBA000)

LL0009 LUBRICATING GREASE, MIL-L-15719 (USE LBC000)

LL0013 GREASE, MIL-G-3545 (USE LBC000)

LL0014 GREASE, MIL-G-7711 (USE LBC000)

LL0015 GREASE, MIL-G-18709 (USE LBC000)

LL0016 GREASE, MIL-G-23827 (USE LBC000)

LL0017 GREASE, MIL-G-25013 (USE LBC000)

LL0018 GREASE, MIL-G-25537 (USE LBC000)

LL0019 GREASE, MIL-G-25760 (USE LBC000)

LL0024 GREASE, MIL-G-81322 (USE LBC000)

LL0031 GREASE, MIL-G-10924 (USE LBC000)

LL0032 GREASE, MIL-G-21164 (USE LBC000$$LBF000)

LL0033 GREASE, MIL-G-3278 (USE LBC000)

LL0053 GREASE, ANDOR C, HUMBLE OIL AND REFINING CO (USE LBC000)

LL0054 GREASE, G300, GENERAL ELECTRIC CO (USE LBC000)

LL0055 GREASE, ANDOK 260, HUMBLE OIL AND REFINING CO (USE LBC000)

LL0056 GREASE, ALVANIA 3, SHELL OIL CO (USE LBC000)

LL0057 GREASE, MIL-G-27549 (USE LBC000)

LL0058 GREASE, UNI TEMP 500, TEXACO INC (USE LBC000)

LL0059 GREASE, MIL-G-7118 (USE LBC000)

LL0060 GREASE, MIL-G-7118 (USE LBC000)

LL0061 GREASE, MIL-G-7421 (USE LBC000)

LL0062 GREASE, SILICONE, MIL-S-8660 (USE CPF000)

LL0063 GREASE, ASUM 40, AMERICAN OIL CO (USE LBC000)

LL0064 GREASE, LIGHT, DC33, DOW CORNING CORP (USE LBC000)

LL0065 GREASE, BEACON 325, HUMBLE OIL AND REFINING CO (USE LBC000)

LL0067 GREASE, MARFAK NO. 2, TEXACO INC (USE LBC000)

LL0068 GREASE, ASUM 100, AMERICAN OIL CO (USE LBC000)

LL0069 GREASE, DC33, DOW CORNING CORP (USE LBC000)

LL0070 GREASE, MOBILUX 1, MOBILE CHEMICAL CO, CHEMICAL COATING DIV (USE LBC000)
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LL0071 GREASE, ALFA-MOLYKOTE 343X, DOW CORNING CORP (USE LBC000)

LL0072 GREASE, POLASTILUBE NO. 3, WARREN REFINING AND CHEMICAL CO (USE LBC000)

LL0073 GREASE, AEROLUBRIPLATE G13, DRILUBE CO (USE LBC000)

LL0074 GREASE, MOLITH 2, FISKE BROS REFINING CO (USE LBC000)

LL0075 GREASE, MEDIUM, DC33, DOW CORNING CORP (USE LBC000)

LL0076 GREASE, MIL-C-6529 (USE LBH000)

LL0077 GREASE, MIL-G-15793 (USE LBC000)

LL0079 GREASE, MIL-G-4343 (USE LBC000)

LL0080 LUBRICANT, MIL-L-46000 (USE LBH000)

LL0081 GREASE, ARMVAC 781, MOBILE CHEMICAL CO, CHEMICAL COATING DIV (USE LBC000)

LL0082 GREASE, ALVANIA 2, SHELL OIL CO (USE LBC000)

LL0083 GREASE, DC44, DOW CORNING CORP (USE LBC000)

LL0085 GREASE, MIL-G-16908 (USE LBC000)

LL0086 GREASE, MIL-L-4343 (USE LBC000)

LL0087 GREASE, CYPRINA 3, SHEEL OIL CO (USE LBC000)

LL0088 GREASE, ARMVAK 781, HUMBLE OIL AND REFINING CO (USE LBC000)

LL0089 LUBRICANT, MIL-L-8937 (USE LBG000)

LL0090 GREASE, MIL-L-15719 (USE LBC000)

LL0091 OIL, ANDOK B, HUMBLE OIL AND REFINING CO (USE LBA000)

LL0092 GREASE, HIGH TEMP, TEXICO INC (USE LBC000)

LL0093 LUBRICANT, MIL-L-8937, FORM A (USE LBG000)

LN0000 LINEN (NOT OTHERWISE SPECIFIED) (USE FBT000)

LR0000 LEATHER (NOT OTHERWISE SPECIFIED) (USE LRA000)

LRA000 LEATHER, ARTIFICIAL (NOT OTHERWISE SPECIFIED) (USE LRE000)

LRAT00 LEATHER, NATURAL (USE LRA000)

LRF000 LEATHER, KIDSKIN (NOT OTHERWISE SPECIFIED) (USE LRD000)

LRJ000 FIBRATED LEATHER (NOT OTHERWISE SPECIFIED) (USE LRA000)

LRL000 RETANNED LEATHER (NOT OTHERWISE SPECIFIED) (USE LRA000)

LR0001 LEATHER, KK-L-164, TANNAGE 1 (USE LRG000)

LR0002 LEATHER, KK-L-164, TANNAGE 2, CLASS 1 (USE LRG000)

LR0003 LEATHER, KK-L-164, TANNAGE 2, CLASS 2 (USE LRG000)

LR0004 LEATHER, KK-L-164, TANNAGE 3 (USE LRG000)

LR0005 LEATHER, MIL-L-1978 (USE LRG000)

LR0006 LEATHER, MIL-R-5521 (USE LRG000)

LR0007 LEATHER, MIL-L-13188, TYPE 1, CLASS 1 (USE LRG000)

LR0008 LEATHER, MIL-L-13188, TYPE 2, CLASS 1 (USE LRG000)

LR0009 LEATHER, MIL-L-13188, TYPE 2, CLASS 2 (USE LRG000)

LR0010 LEATHER, KK-L-231, GRADE A (USE LRG000)

LR0011 LEATHER, MIL-L-4548, TYPE 1 (INVALID)

LR0012 HOUGHTON VIM LEATHER, 649, SPERRY GYROSCOPE CO, SPERRY RAND CORP (USE LRA000)

LR0013 CHROME LEATHER, MIL-P-5521 (INVALID)

LR0016 LEATHER, KK-L-181, GRADE B (USE LRG000)

LR0071 LEATHER, KK-L-157 (USE LRG000)

LR0072 LEATHER, KK-L-157, SECTION A (USE LRG000)

LR0073 LEATHER, KK-L-181 (USE LRG000)

LR0074 LEATHER, KK-L-231 (USE LRG000)

LR0075 LEATHER, KK-L-271, TYPE 1 (USE LRG000)

LR0076 LEATHER, I-T-210, DEVILBISS CO, DIV OF CHAMPION SPARK PLUG CO (USE LRA000)

LR0077 LEATHER, FED KK-L-201, TYPE 4, CLASS 1, TREATMENT A (USE LRG000)

LR0078 LEATHER, MIL-S-45005, CLASS 1 (USE LRA000$$RC0019$$STA000)

LR0079 LEATHER, MIL-P-21099 (USE LRA000$$RCB000$WXA000)
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LR0081 LEATHER-RUBBER, SYNTHETIC, MIL-P-21099, TYPE 2 (USE LRA000$$RCB000$WXA000)

LR0082 LEATHER, KK-L-201, TYPE 1, CLASS 2, TREATMENT A (USE LRG000)

LR0085 LEATHER, KK-L-181, GRADE A (USE LRG000)

LR0087 LEATHER, MIL-P-24293, TYPE 2 (USE LRG000$$WXA000)

LR0089 LEATHER, KK-L-164, TYPE 2, CLASS 2 (USE LRG000)

LR0090 LEATHER, MIL-L-3122, TYPE 1, SELECTION A (USE LRG000)

LR0091 LEATHER, MIL-P-21099, TYPE 2 (USE LRA000$$RCB000$WXA000)

LR0095 LEATHER, KK-L-156, TYPE 1, CLASS 2 (USE LRG000)

LR0096 LEATHER, KK-L-271, TYPE 2, CLASS 1 (USE LRG000)

LR0115 LEATHER, KK-L-201, TYPE 4, CLASS 2 (USE LRG000)

LR0116 LEATHER, KK-L-271, TYPE 1, CLASS 1 (USE LRG000)

LR0117 LEATHER, KK-L-271, TYPE 2 (USE LRG000)

LR0118 LEATHER, KK-L-271, TYPE 2, CLASS 2 (USE LRG000)

LR0119 LEATHER, KK-L-271, TYPE 1, CLASS 2 (USE LRG000)

MA0000 MOLYBDENUM (USE MBA000)

MAA000 MOLYBDENIUM AND DISULPHIDE (NOT OTHERWISE SPECIFIED) /D/ (USE LBF000)

MD0003A MELAMINE, A19823A1, GENERAL ELECTRIC CO, DIRECT CURRENT MOTOR AND GENERATOR PRODUCTS DEPT

MD0003B (USE PCJ000)

ME0000 METAL (NOT OTHERWISE SPECIFIED) (INVALID)

MEAX00 METAL FOIL (NOT OTHERWISE SPECIFIED) (INVALID)

MEB000 METAL, BABBITT (NOT OTHERWISE SPECIFIED) (USE SNA000$PBB000)

MED000 METAL, NONFERROUS (INVALID)

MEF000 GUNMETAL (NOT OTHERWISE SPECIFIED) (USE CU0196)

MEG000 WHITE METAL (NOT OTHERWISE SPECIFIED) (INVALID)

ME0001 GUNMETAL, MIL-M-16576-CANCELED (USE CU0195)

ME0005 GUNMETAL, MIL-M-16576, GRADE A-CANCELED (USE CU0195)

ME0006 BABBITT, DUREX 100A, GENERAL MOTORS CORP (USE PBB000$$SNA000)

ME0007 BABBITT, F-77, CLEVITE CORP, CLEVELAND GRAPHITE BRONZE DIV (USE CU1153)

ME0008 BABBITT, H-24-T, FEDERAL-MOGUL CORP (USE CU1153)

ME0009 BABBITT, MS409, ELECTRO MOTIVE DIV OF GENERAL MOTORS CORP (USE PBB000$SNA000)

ME0010 BABBITT, PMB-24, BOHN ALUMINUM AND BRASS CO DIV OF UNIVERSAL AMERICAN CORP (USE CU1153)

ME0011 BABBITT, NC-L-100, FEDERAL-MOGUL DIV OF FEDERAL-MOGUL CORP (USE PB0009

ME0012 BABBITT, GM4195M, GENERAL MOTORS CORP (USE PB0012)

ME0013 BABBITT, B10025, FEDERAL-MOGUL CORP (USE SN0007)

ME0015 METAL FOIL, MIL-P-17416 (INVALID)

ME0016 METALLIC, MIL-E-16878 (INVALID)

MG0000 MAGNESIUM (NOT OTHERWISE SPECIFIED) (USE MGA000)

MGA000 MAGNESIUM ALLOY (NOT OTHERWISE SPECIFIED) (USE MGB000)

MGB000 MAGNESIUM OXIDE (USE MGC000)

MG0001 MAGNESIUM, QQ-M-31, AZ61A (USE MG0002)

MG0002 MAGNESIUM, QQ-M-31, AZ80A (USE MG0003)

MG0003 MAGNESIUM, QQ-M-31, M1A (USE MG0005)

MG0004 MAGNESIUM, QQ-M-31, ZK60A (USE MG0006)

MG0005 MAGNESIUM, QQ-M-40, AZ61A (USE MG0002)

MG0006 MAGNESIUM, QQ-M-40, AZ80A (USE MG0003)

MG0008 MAGNESIUM, QQ-M-40, ZK60A (USE MG0006)

MG0011 MAGNESIUM, QQ-M-56, AZ63A (USE MG0007)

MG0013 MAGNESIUM, QQ-M-56, AZ91C (USE MG0008)

MG0021 MAGNESIUM, QQ-M-31, AZ31B (USE MG0001)
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MG0041 MAGNESIUM, QQ-M-31 (USE MG0001$MG0002$MG0003$MG0005$MG0006$MG0013)

MG0042 MAGNESIUM, MIL-M-26075 (USE MG0004)

MG0045 MAGNESIUM ALLOY, QQ-M-44, AZ31B, H24 (USE MG0001)

MG0047 MAGNESIUM, AMS 4350 (USE MG0002)

MG0049 MAGNESIUM, QQ-M-56, AZ63A, T6 (USE MG0007)

MG0050 MAGNESIUM ALLOY, MIL-M-26075, COND H24 (USE MG0004)

MG0064 MAGNESIUM ALLOY, QQ-M-56, ALLOY AZ91C, T6 (USE MG0008)

MG0065 MAGNESIUM ALLOY, QQ-M-44 (USE MG0001$MG0019)

MG0067A MAGNESIUM ALLOY, QQ-M-56 (USE

MG0067B MG0007$MG0014$MG0008$MG0009$MG0015$MG0004$MG0016$MG0021$MG0020$MG0017$MG0018)

MG0069 MAGNESIUM ALLOY, AMS 4352 (USE MG0006)

MG0075 MAGNESIUM, QQ-M-44 (USE MG0019$MG0001)

MG0076 MAGNESIUM, WW-T-825 (USE MG0001$MG0002$MG0005$MG0006)

MG0079 MAGNESIUM, MIL-M-26075, COND H24 (USE MG0004)

MG0080 MAGNESIUM, QQ-M-44, COMP AZ31B, TEMPER H24 (USE MG0001)

MG0081 MAGNESIUM, QQ-M-44, COMP AZ31B (USE MG0001)

MG0086 MAGNESIUM ALLOY, 2821, WESTINGHOUSE ELECTRIC CORP, DISTRIBUTION EQUIPMENT DIV (USE MGB000)

MG0088 MAGNESIUM, QQ-M-55 (USE MG0033$MG0007$MG0014$MG0008$MG0009$MG0015$MG0004$MG00016$MG0021)

MG0089 MAGNESIUM, QQ-M-31, COMP A231B-F (INVALID)

MG0090 MAGNESIUM, QQ-M-31, COMP ZK60A, T5 (USE MG0006)

MG0091 MAGNESIUM, QQ-M-31, COMP AZ31B (USE MG0001)

MG0092 MAGNESIUM, MIL-M-5354 (USE MG0006)

MG0093 MAGNESIUM, QQ-M-38, AZ91A (USE MG0012)

MG0095 MAGNESIUM, QQ-M-44, AZ31B, COND N (USE MG0001)

MG0098 MAGNESIUM ALLOY, AMS 4453 (USE MG0009)

MG0101 MAGNESIUM ALLOY, AMS 4350 (USE MG0002)

MG0102 MAGNESIUM ALLOY, QQ-M-38 (USE MG0012)

MG0103 MAGNESIUM ALLOY, QQ-M-55, COMP AZ92A, T4 (USE MG0009)

MG0104 MAGNESIUM ALLOY, QQ-M-56, COMP AZ63A, T4 (USE MG0007)

MG0105 MAGNESIUM ALLOY, QQ-M-40, COMP AZ80A, COND F (USE MG0003)

MG0107 MAGNESIUM ALLOY, QQ-M-56, COMP AZ63A, T6 (USE MG0007)

MG0130 MAGNESIUM, QQ-M-40, ZK60A, T6 (USE MG0006)

MG0131 MAGNESIUM, QQ-M-44, COND H (USE MGA000)

MG0133 MAGNESIUM ALLOY, 70-011-3, BELL HELICOPTER CO (USE MGB000)

MG0135 MAGNESIUM ALLOY, QQ-M-56, ALLOY AZ92A, T6 (USE MG0009)

MG0136 MAGNEISUM ALLOY, QQ-M-55, COMP AZ92A, TEMPER F (USE MG0009)

MG0137 MAGNESIUM ALLOY, MIL-M-46037 (USE MG0022)

MG0139 MAGNESIUM, QQ-M-31, TEMPER H24 (USE MG0013$MG0001$MG0002$MG0003$MG0005$MG0006)

MG0140 MAGNESIUM, QQ-M-44, COND R (USE MG0019$MG0001)

MG0143 MAGNESIUM ALLOY, AMS 4445, COMP HK31A, TEMPER T6 (USE MG0004)

MG0145 MAGNESIUM ALLOY, AMS 4375 (USE MG0001)

MN0000 MANGANESE (NOT OTHERWISE SPECIFIED) (USE MNA000)

MNA000 MANGANESE BRONZE (NOT OTHERWISE SPECIFIED) (USE CU0181$CU0182$CU0183)

MNE000 MANGANESE STEEL (NOT OTHERWISE SPECIFIED) (USE ST1330)

MN0001 MANGANESE BRONZE, QQ-M-80, CLASS B-CANCELED (USE CU0670)

MN0004 MANGANESE SILICON BRONZE, SAE CA674 (USE CU0674)

MN0010 MANGANESE BRONZE, QQ-C-390, ALLOY C4 (USE CU0182)

MN0012 MANGANESE BRONZE, QQ-M-80, CLASS A (USE CU0675)

MN0015 MANGANESE BRONZE, QQ-M-80, CLASS A, COND 1/2H (USE CU0675)

MR0000 MARINE FAT (NOT OTHERWISE SPCIFIED) (INVALID)
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MWA000 MINERAL OIL (NOT OTHERWISE SPECIFIED) (USE LBE000)

NC0000 NICKEL COPPER ALLOY (NOT OTHERWISE SPECIFIED) (USE NLB000)

NCA000 NICKEL COPPER ALUMINUM ALLOY (NOT OTHERWISE SPECIFIED) (USE NLB000)

NCC000 NICKEL COPPER IRON ALLOY (USE CUB000)

NC0001 NICKEL COPPER ALLOY, ASTM B127-61 (USE NL0008)

NC0002 NICKEL COPPER ALLOY, ASTM B164-61 (USE NL0008$NL0017)

NC0003 NICKEL COPPER ALLOY, QQ-N-281, CLASS A (USE NL0008)

NC0004 NICKEL COPPER ALLOY, QQ-N-281, CLASS B (USE NL0017)

NC0005 NICKEL COPPER ALLOY, QQ-N-286, CLASS A (USE NL0018)

NC0006 NICKEL COPPER ALLOY, QQ-N-286, CLASS B (USE NL0019)

NC0007 NICKEL COPPER ALLOY, AMS 4674B (USE NL0017)

NC0008 NICKEL COPPER ALLOY, QQ-N-288, COMP A (USE NLB000)

NC0011 NICKEL COPPER ALLOY, QQ-N-288, COMP D (USE NLB000)

NC0013 NICKEL COPPER ALLOY, ASTM B164-61, CLASS A (USE NL0008)

NC0014 NICKEL COPPER ALLOY, ASTM B164-61, CLASS B (USE NL0017)

NC0017 NICKEL COPPER ALLOY, QQ-N-281 (USE NL0008$NL0017)

NC0018 NICKEL COPPER ALLOY, MIL-N-894 (USE NL0008$NL0017)

NC0020 NICKEL COPPER ALLOY, QQ-N-286 (USE NL0018$NL0019)

NC0021 NICKEL COPPER ALLOY, MIL-C-15726, COMP 70-30 (USE CU0715)

NC0027 NICKEL COPPER ALLOY, MIL-N-894, CLASS A-CANCELED (USE NL0008)

NC0028 NICKEL COPPER ALLOY, QQ-N-281, CLASS A, FORM 4, COLD ROLLED ANNEALED (USE NL0008)

NC0031 NICKEL COPPER ALLOY, MIL-N-894, CLASS B-CANCELED (USE NL0017)

NC0032 NICKEL COPPER ALLOY, 400 (USE NL0008)

NC0033 NICKEL COPPER ALUMINUM ALLOY, QQ-N-286, CLASS A (USE NL0018)

NC0035 NICKEL COPPER ALLOY, QQ-N-281, CLASS A, HOT FINISH (USE NL0008)

NC0037 NICKEL COPPER ALLOY, METAL TEXTILE CO (USE NLB000)

NC0038 NICKEL COPPER ALLOY, MIL-N-891, CLASS A (INVALID)

NC0039 NICKEL COPPER ALLOY, MIL-N-17506, CLASS A-CANCELED (USE NL0018)

NC0040 NICKEL COPPER ALLOY, MIL-N-894B, CLASS A-CANCELED (USE NL0008)

NC0041 NICKEL-COPPER-ALUMINUM ALLOY, MIL-N-17506A, CLASS A-CANCELED (USE NL0018)

NC0042 NICKEL COPPER ALUMINUM ALLOY, QQ-N-286A, CLASS A, COLD DRAWN, AGE HARDENED SPRING TEMPER (USE NL0018)

NC0043 NICKEL COPPER IRON ALLOY, MIL-N-6710 (USE NL0009)

NC0044 NICKEL COPPER IRON ALLOY, MIL-N-6710, COLD DRAWN (USE NL0009)

NC0045 NICKEL COPPER IRON ALOOY, QQ-W-390 (USE NL0009)

NC0046 NICKEL COPPER IRON ALLOY, QQ-W-390, COND C (USE NL0009)

NC0047 NICKEL COPPER ALLOY, QQ-N-281, ANNEALED (USE NL0008$NL0017)

NC0048 NICKEL COPPER ALLOY, MIL-N-17163 (USE NLB000)

NC0049 NICKEL COPPER ALLOY, MIL-N-24106 (USE NL0008)

NC0051 NICKEL COPPER ALLOY, AMS 4730 (USE NL0008)

NC0054 NICKEL COPPER ALLOY, AMS 4544 (USE NL0008)

NC0055 NICKEL COPPER ALUMINUM ALLOY, QQ-N-286 (USE NL0018$NL0019)

NC0056 NICKEL-COPPER ALLOY, ASTM B164 (USE NL0017$NL0008)

NC0058 NICKEL-COPPER ALLOY, ASTM B164, CLASS A (USE NL0008)

NC0059 NICKEL-COPPER ALLOY, QQ-W-396, CLASS A, COND A (USE NL0008)

NC0060 NICKEL-COPPER ALLOY, AMS 4674 (USE NL0017)

NC0061 NICKEL-COPPER ALLOY, QQ-N-281, CLASS A, ANNEALED (USE NL0008)

NC0062 NICKEL-COPPER ALLOY, QQ-N-281, CLASS A, TEMP 0 (USE NL0008)

NC0064 NICKEL-COPPER ALLOY, AMS 7233 (USE NL0008)

NC0065 NICKEL COPPER ALLOY, MIL-T-1368 (USE NL0008)

NC0066 NICKEL COPPER ALUMINUM ALLOY, QQ-N-286, CLASS D (INVALID)

NC0067 NICKEL COPPER ALLOY, QQ-N-281, CLASS A, FORM 1 (USE NL0008)

NC0068 NICKEL COPPER ALLOY, MIL-N-17506 (USE NL0018)
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NC0070 NICKEL-COPPER ALLOY, AMS 4675 (USE NL0008)

NC0071 NICKEL-COPPER-ALUMINUM ALLOY, MIL-N-17506-CANCELED (USE NL0018)

NC0072 NICKEL-COPPER-ALUMINUM ALLOY, QQ-N-286, CLASS A, FORM 2 (USE NL0018)

NC0074 NICKEL COPPER ALLOY, QQ-N-281, CLASS A, COLD DRAWN (USE NL0008)

NC0080 NICKEL-COPPER, QQ-N-281, CLASS A, FORM 7 (USE NL0008)

NC0081 NICKEL-COPPER ALLOY, QQ-N-281, CLASS A COLD DRAWN, SPRING TEMPER (USE NL0008)

NC0082 NICKEL-COPPER-ALUMINUM ALLOY, QQ-N-286, COLD DRAWING (USE NL0018)

NC0083 NICKEL-COPPER-ALUMINUM ALLOY, QQ-N-286, CLASS A, COLD DRAWN (USE NL0018)

NC0084 NICKEL-COPPER-ALUMINUM ALLOY, QQ-N-286, CLASS A, COLD DRAWN AGE HARDENED (USE NL0018)

NC0085 NICKEL-COPPER-ALUMINUM ALLOY, QQ-N-286, CLASS A, FORM 5 (USE NL0018)

NF0000 NICKEL (NOT OTHERWISE SPECIFIED) (USE NLA000)

NFAAH0 NICKEL ALLOY, INCONEL (USE NLB000)

NFAAW0 NICKEL-MANGANESE ALLOY (USE NLB000)

NFAAX0 NICKEL-CHROMIUM-ALUMINUM-COPPER ALLOY (USE NLB000)

NFAC00 NICKEL-IRON COBALT ALLOY (USE NLB000)

NFAE00 NICKEL-IRON (USE NLB000)

NFAQ00 NICKEL-SILICON-ALUMINUM-MANGANESE ALLOY (USE NLB000)

NFAZ00 NICKEL-CHROME (NOT OTHERWISE SPECIFIED) (USE NLB000)

NFF000 NICKEL ALLOY (NOT OTHERWISE SPECIFIED) (USE NLB000)

NFH000 NICKEL-CHROMIUM ALLOY (USE NLB000)

NFJ000 NICKEL-CHROMIUM-IRON ALLOY (NOT OTHERWISE SPECIFIED) (USE FEF000)

NFS000 NICKEL BRONZE (NOT OTHERWISE SPECIFIED) (USE CUB000)

NFT000 NICKEL STEEL (NOT OTHERWISE SPECIFIED) (USE STA000)

NF0015 NICKEL, QQ-N-290, TYPE 6, MATTE AND MIL-P-6589 (USE NLA000)

NF0016 NICKEL ALLOY, MIL-N-8550 (USE NL0007)

NF0017 NICKEL-CHROMIUM-IRON ALLOY, MIL-P-18954, CLASS 1 (INVALID)

NF0026 NICKEL-IRON ALLOY, MIL-N-14411, ANNEALED (USE NLB000)

NF0032 NICKEL ALLOY, B50T37, GENERAL ELECTRIC CO, AIRCRAFT ENGINE GROUP (USE NLB000)

NF0037 NICKEL-CHROMIUM-IRON ALLOY, QQ-W-390 (USE NL0009)

NF0038 NICKEL, AMS 5709 (USE NL0083)

NF0040 NICKEL, AMS 5669 (USE NL0007)

NF0041 NICKEL, AMS 7232 (USE NL0009)

NF0045 NICKEL, AMS 5667 (USE NL0007)

NF0046 NICKEL-CHROMIUM-IRON ALLOY, MIL-N-23228 (USE NL0009)

NF0058 NICKEL-CHROMIUM-IRON ALLOY, QQ-R-175, 60NP-16CR CANCELED (USE NL0089)

NF0059 NICKEL-CHROMIUM-IRON ALLOY, QQ-R-175, 80NP-20CR CANCELED (USE NL0090)

NF0060 NICKEL ALLOY, AMS 5699 (USE NL0007)

NF0061 NICKEL-CHROMIUM-IRON ALLOY, MIL-N-6710 (USE NL0009)

NF0062 NICKEL-CHROMIUM-IRON ALLOY, MIL-N-6710 COLD DRAWN (USE NL0009)

NF0063 NICKEL-CHROMIUM-IRON ALLOY, QQ-W-390, COND C (USE NL0009)

NF0064A NICKEL-CHROMIUM-IRON, KAPLS 340, COND A, WESTINGHOUSE ELECTRIC CORP, NUCLEAR INSTRUMENTATION AND

NF0064B CONTROL DEPT (USE NLB000)

NF0066 NICKEL, MIL-C-26074, CLASS 1 (USE NLA000)

NF0091 NICKEL, QQ-N-281, CLASS A (USE NL0008)

NF0093 NICKEL-IRON COBALT ALLOY (USE NLB000)

NF0095 NICKEL, QQ-N-288, COMP A (USE NLB000)

NF0099 NICKEL, QQ-N-288, COMP E (USE NLB000)

NF0103 NICKEL, QQ-W-390, TEMPER C (USE NL0009)

NF0107 NICKEL ALLOY, AMS 5542 (USE NL0007)

NF0163 NICKEL ALLOY, AMS 5665 (USE NL0009)

NF0164 NICKEL ALLOY, AMS 4892 (USE NL0084)

NF0165 NICKEL ALLOY, TYPE NI-SPAN-C, ENGELHARD INDUSTRIES, WILSON HA DEPT (USE NLB000)
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NF0166 NICKEL-CHROMIUM ALLOY, MIL-N-7786 (USE NL0007)

NF0167 NICKEL ALLOY, PWA789, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE NLB000)

NF0168 NICKEL ALLOY, GRADE 88, WAUKESHA FOUNDRY CO (USE NLB000)

NF0172 NICKEL-CHROMIUM-IRON ALLOY, MIL-N-23229 (USE NL0009)

NF0175 NICKEL ALLOY, AMS 7237 (USE NL0070)

NF0176 NICKEL ALLOY, AMS 5668 (USE NL0007)

NF0177 NICKEL ALLOY, AMS 5687 (USE NL0009)

NF0178 NICKEL ALLOY, AMS 5754 (USE NL0070)

NF0180 NICKEL ALLOY, AMS 7234 (USE NL0017)

NF0181 NICKEL ALLOY, AMS 7232 (USE NL0009)

NF0182 NICKEL ALLOY, AMS 4730 (USE NL0008)

NF0183 NICKEL ALLOY, AMS 5667 (USE NL0007)

NF0185 NICKEL ALLOY, QQ-W-390 (USE NL0009)

NF0186 NICKEL ALLOY, AMS 5712 (USE NL0035)

NF0187 NICKEL ALLOY, GRADE 6, OCEAN PRODUCTS RESEARCH CO (USE NLB000)

NF0188 NICKEL ALLOY, GRADE 6, HARDIE TYNES MFG CO (USE NLB000)

NF0189A NICKEL ALLOY, SILVER COPPER, FASALOY NO. 5, ALLIS-CHALMERS MFG CO, POWER PROTECTION AND SWITCHING DIV

NF0189B (USE CUB000)

NF0190 NICKEL, GRADE 39C, WAKEFIELD BEARING CORP (USE NLA000)

NF0192 NICKEL, TYPE 2, LIQUID CONTROLS CORP (USE NLA000)

NF0204 NICKEL, BLACK, MIL-P-18317 (INVALID)

NF0205 NICKEL, AMS 5708 (USE NL0083)

NF0206 NICKEL, CHROME IRON ALLOY, MIL-N-6840 (USE NL0009)

NF0236 NICKEL ALLOY, AMS 7471 (USE NL0083)

NF0237 NICKEL ALLOY, AMS 5663 (USE NL0010)

NF0238 NICKEL-CHROMIUM-IRON ALLOY, MIL-N-23229, TYPE 1, COND A (USE NL0009)

NF0239 NICKEL ALLOY, AMS 5664 (USE NL0010)

NF0240 NICKEL-COPPER, MIL-N-894-CANCELED (USE NL0008$NL0017)

NF0241 NICKEL-COPPER-ALUMINUM, QQ-N-286 (USE NL0018$NL0019)

NF0242 NICKEL ALLOY, MIL-N-894, CLASS A-CANCELED (USE NL0008)

NF0244 NICKEL-COPPER-ALUMINUM, QQ-N-286, CLASS A, FORM 2, COLD DRAWN (USE NL0018)

NF0247 NICKEL ALLOY, AMS 5708 (USE NL0083)

NF0248 NICKEL ALLOY, AMS 5706 (USE NL0083)

NF0254 NICKEL ALLOY, AMS 4544 (USE NL0008)

NF0255 NICKEL ALLOY, AMS 5582 (USE NL0007)

NF0256 NICKEL ALLOY, AMS 5580 (USE NL0009)

NF0257 NICKEL-CHROMIUM-IRON ALLOY, MIL-N-23228, TYPE 1, COMP H, COND C (USE NL0009)

NF0287 NICKEL ALLOY, AMS 5709 (USE NL0083)

NF0289 NICKEL-CHROMIUM-IRON ALLOY, MIL-N-23229, TYPE 1 (USE NL0009)

NF0290 NICKEL-CHROMIUM-IRON ALLOY, AMS 5679 (USE NL0039)

NF0291 NICKEL-CHROMIUM-IRON ALLOY, MIL-N-23229, TYPE 2, COND A (USE NL0009)

NF0292 NICKEL-COPPER-ALUMINUM ALLOY, QQ-N-286, CLASS A, FORM 5 (USE NL0018)

NF0309 NICKEL-CHROMIUM-IRON ALLOY, MIL-N-23229, COND A (USE NL0009)

NF0311 NICKEL-MOLYBDENUM-CHROMIUM ALLOY, VS1-1-6-5, SPERRY RAND CORP (USE NLB000)

NF0312 NICKEL ALLOY, AMS 5698 (USE NL0007)

NF0316 NICKEL-CHROMIUM-IRON ALLOY, QQ-W-390, TEMPER C (USE NL0009)

NF0317 NICKEL ALLOY, AMS 5698, TEMPER 1 (USE NL0007)

NF0318 NICKEL-CHROMIUM-IRON ALLOY, QQ-W-390, TEMPER B (USE NL0009)

NF0319 NICKEL-COPPER-ALUMINUM ALLOY, QQ-N-286, CLASS A (USE NL0018)

NF0320 NICKEL-CHROMIUM-IRON ALLOY, MIL-S-23192, TYPE 1, CLASS A (USE NL0007)

NF0321 NICKEL-CHROMIUM-IRON ALLOY, MIL-S-23192, TYPE 1, CLASS D (USE NL0007)

NF0323 NICKEL-CHROMIUM-IRON ALLOY, AMS 5698 (USE NL0007)

NF0328 NICKEL-CHROMIUM-IRON ALLOY, X750, INCONEL, INTERNATIONAL NICKEL CO INC (USE NL0007)
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NF0329 NICKEL-CHROMIUM-IRON ALLOY, QQ-W-390, TEMPER A (USE NL0009)

NF0330 NICKEL-CHROMIUM-IRON ALLOY, AMS 5687 (USE NL0009)

NF0332 NICKEL ALLOY, MIL-N-8550, COND A, FINISH 2 (USE NL0007)

NF0337 NICKEL, ASTM B163-49T (USE NL0093$NL0041$NL0042$NL0008$NL0009$NL0059$NL0061)

NF0346 NICKEL ALLOY, AMS 5544 (USE NL0083)

NF0348 NICKEL, MIL-C-26074, CLASS 1, GRADE B (USE NLA000)

NF0358 NICKEL ALLOY, AMS 5675 (USE NL0054)

NF0359 NICKEL-CHROMIUM-IRON ALLOY, MIL-S-23192, TYPE 1 (USE NL0007)

NF0360 NICKEL-CHROMIUM-IRON ALLOY, MIL-S-23192, TYPE 1, CLASS B (USE NL0007)

NF0367 NICKEL, MP35N, STANDARD PRESSED STEEL CO (USE CT0016)

NF0368 NICKEL ALLOY C50TF25, CLASS A, GENERAL ELECTRIC AIRCRAFT ENGINE BUSINESS GROUP (USE NLB000)

NF0369 NICKEL ALLOY, C50TF13, CLASS A, GENERAL ELECTRIC CO, AIRCRAFT ENGINE BUSINESS GROUP (USE NLB000)

NF0370 NICKEL ALLOY, AMS 5599 (USE NL0012)

NF0372 NICKEL, QQ-N-290, TYPE 6 (USE NLA000)

NF0374 NICKEL ALLOY, HASTELLOY X, STELLITE DIV, CABOT CORP (USE NL0070)

NF0380 NICKEL, QQ-N-290, CLASS 1 GRADE A (USE NLB000)

NF0423 NICKEL-CHROMIUM-IRON ALLOY, MIL-S-23192-INVALID (USE NL0007)

NF0426 NICKEL ALLOY, AMS 5676 (USE NL0089)

NF0439 NICKEL ALLOY, AMS 5596 (USE NLA000)

NF0440 NICKEL, MIL-N-14411 (USE NLB000)

NF0563 NICKEL-CHROMIUM-IRON ALLOY, MIL-N-6840, COND A (USE NL0009)

NF0607 NICKEL-COPPER-ALUMINUM ALLOY, MIL-N-17506, CLASS A, COLD-DRAWN-CANCELED (USE NL0018)

NF0610 NICKEL ALLOY, QQ-N-281, ALLOY 400 (USE NL0008)

NF0628 NICKEL ALLOY, AMS 5829 (USE NL0031)

NF0631 NICKEL-IRON ALLOY, AMS 7701 (USE NLB000)

NF0632 NICKEL-IRON ALLOY, AMS 7702 (USE NLB000)

NLC000 NICKEL SILVER /D/ (USE CUB000)

NM0000 NONMETALLIC (INVALID)

NMA000 NONMETALLIC COMPOSITION (NOT OTHERWISE SPECIFIED) (INVALID)

NS0000 NICKEL SILVER (NOT OTHERWISE SPECIFIED) (USE CU0148)

NSA000 NICKEL SILVER ALLOY (NOT OTHERWISE SPECIFIED) (USE CU0148)

NS0004 NICKEL SILVER, QQ-C-585, COMP 1 (USE CU0150)

NS0006 NICKEL SILVER, QQ-N-321 (USE CU0150$CU0162)

NS0007 NICKEL SILVER, QQ-N-321, TYPE 6, COMP B (USE CU0162)

NS0008 NICKEL SILVER, QQ-N-321, TYPE 1, COMP B (USE CU0162)

NS0009 NICKEL SILVER, QQ-N-321, COMP B (USE CU0162)

NS0011 NICKEL SILVER, QQ-N-321, TYPE 1, COMP A (USE CU0150)

NY0000 NYLON (USE PCP000)

NY0012 NYLON, MIL-W-4088, TYPE 1 (USE PCZ000)

NY0014 NYLON, MIL-W-4088, TYPE 2 (USE PCZ000)

NY0015 NYLON, MIL-W-4088 (USE PCZ000)

NY0016 NYLON, MIL-W-4088, TYPE 10 (USE PCZ000)

NY0017 NYLON, MIL-W-4088, TYPE 13 (USE PCZ000)

NY0018 NYLON, MIL-W-4088, TYPE 17 (USE PCZ000)

NY0019 NYLON, MIL-W-4088, TYPE 25 (USE PCZ000)

NY0020 NYLON, MIL-W-4088, TYPE 8 (USE PCZ000)

NY0021 NYLON, MIL-T-5038, TYPE 4 (USE PCZ000)

NY0022 NYLON, MIL-W-27265, CLASS L (USE PCZ000)

NY0023 NYLON, MIL-W-27265, CLASS R (USE PCZ000)

NY0024 NYLON, MIL-W-4088, TYPE 9 (USE PCZ000)
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NY0025 NYLON, MIL-W-5625 (USE PCZ000)

NY0026 NYLON, MIL-T-5038, TYPE 5 (USE PCZ000)

NY0027 NYLON, MIL-W-4088, TYPE 16 (USE PCZ000)

NY0028 NYLON, MIL-W-4088, TYPE 15 (USE PCZ000)

NY0029 NYLON, MIL-W-4088, TYPE 3 (USE PCZ000)

NY0030 NYLON, MIL-T-8663, TYPE 5 (USE PCZ000)

NY0031 NYLON, MIL-W-4088, TYPE 14 (USE PCZ000)

NY0032 NYLON, MIL-W-4088, TYPE 18 (USE PCZ000)

NY0033 NYLON, MIL-W-43042, TYPE 1 (USE PCZ000)

NY0035 NYLON, MIL-W-27265 (USE PCZ000)

NY0054 NYLON, MIL-W-4088, CLASS 2, TYPE 7 (USE PCZ000$PCQ000)

NY0056 NYLON, MIL-W-27265, TYPE 26, CLASS 4 (USE PCZ000)

NY0057 NYLON, MIL-T-5038, TYPE 3 (USE PCZ000)

PB0000 LEAD (NOT OTHERWISE SPECIFIED) (USE PBA000)

PBA000 LEAD OR LEAD-TIN (NOT OTHERWISE SPECIFIED) (USE PBA000$PBB000)

PBD000 LEAD ALLOY (NOT OTHERWISE SPECIFIED) (USE PBB000)

PBE000 LEAD TIN ALLOY (NOT OTHERWISE SPECIFIED) (USE PBB000)

PBF000 LEAD BASE ALLOY (NOT OTHERWISE SPECIFIED) (USE PBB000)

PBG000 LEAD-TIN (NOT OTHERWISE SPECIFIED) (USE PBB000)

PBJ000 LEAD ANTIMONY ALLOY (NOT OTHERWISE SPECIFIED) (USE PBB000)

PBK000 BABBITT (NOT OTHERWISE SPECIFIED) (USE SNA000)

PBP000 METALLIC LEAD BASE (NOT OTHERWISE SPECIFIED) (INVALID)

PBQ000 LEAD FOIL (NOT OTHERWISE SPECIFIED) (USE PBA000)

PBS000 LEAD WOOL (NOT OTHERWISE SPECIFIED) (USE PBA000)

PB0001 LEAD, QQ-L-201, GRADE B (USE PB0001)

PB0002 LEAD, QQ-L-201, GRADE C (USE PB0002)

PB0003 LEAD, AMS 7721 (USE PB0052)

PB0004 LEAD, QQ-L-201 (USE PB0001$PB0002$PB0003)

PB0009 LEAD TIN ALLOY, MIL-B-13506, COMP 19 (USE PB0063)

PB0010 LEAD TIN ALLOY, MIL-B-13506, COMP 190 (USE PB0190)

PB0012 LEAD BASE ALLOY, MIL-B-13506, COMP 14 (USE PB0057)

PB0013 LEAD BASE ALLOY, MIL-B-13506, COMP 15 (USE PB0058)

PB0014 LEAD BASE ALLOY, SAE 13 (USE PB0054)

PB0015 LEAD BASE ALLOY, SAE 14 (USE PB0057)

PB0016 LEAD BASE ALLOY, SAE 15 (USE PB0058)

PB0017 LEAD BASE ALLOY, SAE 16 (USE PB0047)

PB0018 LEAD BASE ALLOY, SAE 19 (USE PB0063)

PB0019 LEAD BASE ALLOY, SAE 190 (USE PB0190)

PB0021 LEAD, ASTM B-32-49, GRADE 50A, AMERICAN SOCIETY FOR TESTING AND MATERIALS (USE PB0081)

PB0022 LEAD, 1379, GENERAL LABORATORY AND ASSOCIATED, INC (USE PBA000)

PB0023 LEAD, QQ-S-571 (USE PB0049$PB0050$PB0061$PB0051$PB0065$PB0071$PB0072$PB0074$PB0075$PB0077$PB0082)

PB0028 LEADED TIN BRONZE, MIL-C-15345, ALLOY 9 (USE CU0202)

PB0033 LEAD, ASTM B29-55 (USE PBB000)

PB0034 LEAD, QQ-L-201, GRADE A (USE PBA000)

PB0036 LEADED BRONZE, CE-PS-3, COLT INDUSTRIES INC, CHANDLER-EVANS CONTROL SYSTEMS DIV (USE CUB000)

PB0037 LEAD ALLOY, AMS 4800 (USE SN0004)

PB0038 LEAD BASE ALLOY, 52005, FEDERAL MOGUL CORP (USE PBB000)

PB0039 LEAD BRONZE, LAC1-650, LOCKHEED-CALIFORNIA CO, A DIVISION OF LOCKHEED AIRCRAFT CORP (USE PBB000)

PB0040 LEAD BRONZE, PM6009, PESCO DIV, BORG-WARNER CORP (USE PBB000)

PB0041 LEADED BRONZE ALLOY PM6001, PESCO DIV, BORG-WARNER CORP (USE CUB000)

PB0042 LEADED BRONZE, B-10, BEARIUM METALS CORP (USE CUB000)

PB0043 LEADED BRONZE, BMS 7-10A, THE BOEING CO (USE CUB000)
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PB0045 LEADED BRONZE, PS111, COLT INDUSTRIES INC, CHANDLER EVANS CONTROL SYSTEMS DIV (USE CUB000)

PB0046 LEADED BRONZE, BEARIUM, GRADE B8, GENERAL DYNAMICS CORP, ELECTRIC BOAT DIV (USE CUB000)

PB0051 LEAD, MIL-P-1342 (USE PBB000)

PB0088 LEAD ALLOY 18, BOHN ALUMINUM AND BRASS CO. DIV OF UNIVERSAL AMERICAN GULF WESTERN (USE PB0058)

PC0000 PLASTIC (NOT OTHERWISE SPECIFIED) (USE PCA000)

PCA000 PLASTIC ACRYLONITRILE-BUTADIENE-STYRENE (NOT OTHERWISE SPECIFIED) (USE PCBL00)

PCAA00 PLASTIC, POLYCARBONATE (NOT OTHERWISE SPECIFIED) (USE PCR000)

PCAA00 PLASTIC, PHENOLIC RESIN, PAPER BASE (NOT OTHERWISE SPECIFIED) (USE PCN000$$PPA000)

PCAAA0 PLASTIC, PHENOLIC RESIN, FIBERGLASS BASE (NOT OTHERWISE SPECIFIED) (USE PCN000$$GSA000)

PCAAAA PLASTIC, GLASS BONDED MICA (INVALID)

PCAAAB PLASTIC, POLYCHLOROFLUOROETHYLENE (NOT OTHERWISE SPECIFIED) (USE PCS000)

PCAAAC PLASTIC, NYLON RESIN (NOT OTHERWISE SPECIFIED) (USE PCP000)

PCAAAD PLASTIC, CELLULOSE TRIACETATE (NOT OTHERWISE SPECIFIED) (USE PCAAB0)

PCAAAE PLASTIC ACRYLATE (NOT OTHERWISE SPECIFIED) (USE PCC000)

PCAAAF PLASTIC ALLYL (NOT OTHERWISE SPECIFIED) (NOT PCF000)

PCAAAH PLASTIC, TETRAFLUOROETHYLENE REINFORCED (NOT OTHERWISE SPECIFIED) (USE PCAW00)

PCAAAJ PLASTIC, FLUOROCARBON RESIN, TFE (NOT OTHERWISE SPECIFIED) (USE PCAF00)

PCAAAK PLASTIC, PHENOL-FORMALDEHYDE, CANVAS REINFORCEMENT (NOT OTHERWISE SPECIFIED) (USE PCM000$$CCA000)

PCAAAL PLASTIC, TETRAFLUOROETHYLENE (USE PCAW00)

PCAAAM PLASTIC, PHENOL-FORMALDEHYDE, LINEN REINFORCEMENT (USE PCM000$$FBT000)

PCAAAN PLASTIC, STYRENE COPOLYMER (NOT OTHERWISE SPECIFIED) (USE PCBC00)

PCAAAQ PLASTIC, PHENOL-FORMALDEHYDE, PAPER REINFORCEMENT (NOT OTHERWISE SPECIFIED) (USE PCM000$$PPA000)

PCAAAR PLASTIC, CELLULOSE ACETATE (NOT OTHERWISE SPECIFIED) (USE PCAN00)

PCAAAS PLASTIC, DIALLYL PHTHALATE, GLASS FIBER FILLED (NOT OTHERWISE SPECIFIED) (USE PCG000$$GSA000)

PCAAAT PLASTIC, EPOXY RESIN (NOT OTHERWISE SPECIFIED) (USE PCH000)

PCAAAU PLASTIC, MELAMINE, GLASS FILLED (NOT OTHERWISE SPECIFIED) (USE PCJ000$$GSA000)

PCAAAV PLASTIC, PHENOLIC LAMINATE, CLOTH BASE (NOT OTHERWISE SPECIFIED) (USE PCN000$$CCA000)

PCAAAX PLASTIC, VINYL (NOT OTHERWISE SPECIFIED) (USE PCAP00)

PCAAE0 PLASTIC, POLYESTER RESIN (USE PCW000)

PCAAF0 PLASTIC, POLYESTER RESIN, GLASS FIBER BASE (USE PCW000$$GSA000)

PCAAH0 PLASTIC, POLYTETRAFLUOROETHYLENE RESIN (NOT OTHERWISE SPECIFIED) (USE PCAF00)

PCAAJ0 PLASTIC, POLYTRIFLUOROETHYLENE (NOT OTHERWISE SPECIFIED) (USE PCAR00)

PCAAL0 PLASTIC, PHENOL-FORMALDEHYDE (NOT OTHERWISE SPECIFIED) (USE PCM000)

PCAAM0 PLASTIC, ALKYD COPOLYMER (NOT OTHERWISE SPECIFIED) (USE PCE000)

PCAAN0 PLASTIC, ACRYLIC RESIN MOULDING POWDER (NOT OTHERWISE SPECIFIED) (USE PCD000)

PCAAP0 PLASTIC, FOAM, ELASTOMERIC (NOT OTHERWISE SPECIFIED) (USE PCA000)

PCAAQ0 PLASTIC, FOAM, RIGID (NOT OTHERWISE SPECIFIED) (USE PCA000)

PCAAR0 PLASTIC, POLYSTYRENE FOAM (USE PCAD00)

PCAAT0 PLASTIC, POLYURETHANE FOAM (NOT OTHERWISE SPECIFIED) (USE PCAH00)

PCAAU0 PLASTIC, URETHANE (NOT OTHERWISE SPECIFIED) (USE PCBA00)

PCAAV0 PLASTIC, MELAMINE RESIN (NOT OTHERWISE SPECIFIED) (USE PCJ000)

PCAAW0 PLASTIC, MELAMINE RESIN, CELLULOSE FABRIC BASE (NOT OTHERWISE SPECIFIED) (USE PCJ000$$PPA000)

PCAAY0 PLASTIC, MELAMINE RESIN, GLASS FABRIC BASE (USE PCJ000$$GSA000)

PCAAZ0 PLASTIC, PHENOLIC LAMINATE (NOT OTHERWISE SPECIFIED) (USE PCN000)

PCAB00 PLASTIC, POLYESTER (NOT OTHERWISE SPECIFIED) (USE PCW000)

PCAC00 PLASTIC, POLYETHYLENE TEREPHTHALATE (NOT OTHERWISE SPECIFIED) (USE PCY000)

PCAE00 PLASTIC, POLYAMIDE (NOT OTHERWISE SPECIFIED) (USE PCP000)

PCAF00 PLASTIC, POLYPROPYLENE (USE PCAC00)

PCAG00 PLASTIC, POLYSTYRENE (NOT OTHERWISE SPECIFIED) (USE PCAD00)

PCAH00 PLASTIC, POLYTETRAFLUOROETHYLENE (NOT OTHERWISE SPECIFIED) (USE PCAF00)

PCAJ00 PLASTIC, POLYURETHANE (NOT OTHERWISE SPECIFIED) (USE PCAH00)

PCAK00 PLASTIC, POLYVINYL CHLORIDE (NOT OTHERWISE SPECIFIED) (USE PCAJ00)
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PCAM00 PLASTIC, POLYVINYL ACETATE (NOT OTHERWISE SPECIFIED) (USE PCBM00)

PCAN00 PLASTIC, POLYVINYL ALCOHOL (NOT OTHERWISE SPECIFIED) (USE PCAAT0)

PCAP00 PLASTIC, POLYVINYL DICHLORIDE (USE PCBQ00)

PCAQ00 PLASTIC, POLYVINYL CHLORIDE (USE PCAJ00)

PCAR00 PLASTIC, SILICONE (USE PCAK00)

PCAS00 PLASTIC UREA (USE PCAL00)

PCAV00 PLASTIC, STYRENE ACRYLONITRILE (NOT OTHERWISE SPECIFIED) (USE PCBC00$$PCAX00)

PCAW00 PLASTIC, EPOXY RESIN, PAPER BASE (NOT OTHERWISE SPECIFIED) (USE PCH000$$PPA000)

PCAX00 PLASTIC, PHENOLIC RESIN (NOT OTHERWISE SPECIFIED) (USE PCN000)

PCB000 PLASTIC, ALKYD-MELAMINE COATED (NOT OTHERWISE SPECIFIED) (USE PCE000$$PCJ000)

PCBE00 PLASTIC, ACRYLONITRILE (NOT OTHERWISE SPECIFIED) (USE PCAX00)

PCBG00 PLASTIC, POLYVINYLIDENE FLUORIDE (USE PCAS00)

PCBJ00 PLASTIC, METALLIZED (USE PCA000)

PCBK00 PLASTIC, POLYETHYLENE TEREPHTHALATE /D/ (USE PCY000)

PCBN00 PLASTIC, POLYACRYLATE (NOT OTHERWISE SPECIFIED) (USE PCC000)

PCBP00 PLASTIC, POLYVINYL BUTYRATE (NOT OTHERWISE SPECIFIED) (USE PCCF00)

PCBR00 PLASTIC, LAMINATED (USE PCA000)

PCBS00 PLASTIC, CELLULOSIC (NOT OTHERWISE SPECIFIED) (USE PCAN00)

PCBX00 PLASTIC, VINYL, RESINITE (USE PCAP00$$PCM000)

PCBY00 PLASTIC, POLYPHENYLENE OXIDE (NOT OTHERWISE SPECIFIED) (USE PCAAAA)

PCBZ00 PLASTIC, OLEFIN (USE PCAB00)

PCC000 PLASTIC, ACRYLIC (NOT OTHERWISE SPEICIFIED) (USE PCD000)

PCCA00 PLASTIC, POLYCHLOROTRIFLUOROETHYLENE (USE PCT000)

PCCB00 PLASTIC, SILICONE, GLASS FILLED (NOT OTHERWISE SPECIFIED) (USE PCAK00)

PCCC00 PLASTIC, SILICONE, MINERAL FILLED (INVALID)

PCCCA0 PLASTIC, THERMOPLASTIC (NOT OTHERWISE SPECIFIED) (USE PCA000)

PCCCCC PLASTIC, PHENOLIC, MOULDED (NOT OTHERWISE SPECIFIED) (USE PCN000)

PCCCCD PLASTIC, LIQUID NYLON W/MICA (NOT OTHERWISE SPECIFIED) /D/ (USE PCP000

PCCCCE PLASTIC, CELLULOSE (USE PCK000)

PCCCCG PLASTIC, THERMOSETTING (NOT OTHERWISE SPECIFIED) (USE PCA000)

PCCCCL PLASTIC, POLYAMIDE RESIN (NOT OTHERWISE SPECIFIED) (USE PCP000)

PCCCCO PLASTIC, POLYCHLOROPRENE (USE RC0007)

PCCCCQ PLASTIC, POLYVINYL PHENOLIC (NOT OTHERWISE SPECIFIED) (USE PCN000)

PCCCCT PLASTIC, VINYL CHLORIDE RESIN (NOT OTHERWISE SPECIFIED) (USE PCAJ00)

PCCCCW PLASTIC, ACRYLIC RESIN (NOT OTHERWISE SPECIFIED) (USE PCD000)

PCCCD0 PLASTIC, GLASS FILLED PHENOLIC RESIN (NOT OTHERWISE SPECIFIED) (USE PCN0000$$GSA000)

PCCCJ0 PLASTIC GLASS (NOT OTHERWISE SPECIFIED) (USE PCA000)

PCCCP0 PLASTIC, ACRYLIC VINYL (NOT OTHERWISE SPECIFIED) (USE PCD000$$PCAP00)

PCCCQ0 PLASTIC, GLASS FIBER (NOT OTHERWISE SPECIFIED) (USE PCA000$$GSA000)

PCCCR0 PLASTIC, GLASS FIBER, REINFORCED (NOT OTHERWISE SPECIFIED) (USE PCA000$$GSA000)

PCCCS0 PLASTIC, LOW-LOSS (USE PCA000)

PCCCW0 PLASTIC, POLYVINYL (NOT OTHERWISE SPECIFIED) (USE PCCD00)

PCCD00 PLASTIC, POLYSULFONE (NOT OTHERWISE SPECIFIED) (USE PCAE00)

PCCE00 PLASTIC, ARC RESISTANT (NOT OTHERWISE SPECIFIED) (USE PCAE00)

PCCF00 PLASTIC, POLYVINYL CHLORIDE ACETATE (NOT OTHERWISE SPECIFIED) (USE PCAJ00)

PCCJ00 PLASTIC, POLYVINYL ACETATE RESIN (NOT OTHERWISE SPECIFIED) (USE PCBM00)

PCCK00 PLASTIC, POLYVINYL BUTYRAL RESIN (NOT OTHERWISE SPECIFIED) (USE PCBZ00)

PCCL00 PLASTIC, POLYVINYL CHLORIDE RESIN (NOT OTHERWISE SPECIFIED) (USE PCAJ00)

PCCN00 PLASTIC, VINYL ACETATE (NOT OTHERWISE SPECIFIED) (USE PCBM00)

PCCP00 PLASTIC, VINYL CHLORIDE (NOT OTHERWISE SPECIFIED) (USE PCAJ00)

PCCQ00 PLASTIC, POLYOLEFIN (NOT OTHERWISE SPECIFIED) (USE PCAB00)

PCCR00 PLASTIC, POLYETHYLENE (NOT OTHERWISE SPECIFIED) (USE PCX000)

PCCS00 PLASTIC, ASBESTOS (NOT OTHERWISE SPECIFIED) (USE PCA000)
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PCCW00 PLASTIC, VINYL CHLORIDE COPOLYMER (NOT OTHERWISE SPECIFIED) (USE PCAJ00)

PCCX00 PLASTIC, VINYL CHLORIDE POLYMER (NOT OTHERWISE SPECIFIED) (USE PCAJ00)

PCCZ00 PLASTIC, ALKYD RESIN (USE PCE000)

PCDDDC PLASTIC, POLYURETHANE ELASTOMER (NOT OTHERWISE SPECIFIED) (USE PCAH00)

PCDDDK PLASTIC FILM, POLYESTER (USE PCW000)

PCDDN0 PLASTIC, FIBER IMPREGNATED (NOT OTHERWISE SPECIFIED) (USE FBS000)

PCDG00 PLASTIC, CARBON RESIN (NOT OTHERWISE SPECIFIED) (USE PCA000$$GFA000)

PCDH00 PLASTIC, LAMINATED PAPER BASE (NOT OTHERWISE SPECIFIED) (USE PCA000$$PPA000)

PCDK00 PLASTIC, POLYMONOCHLOROTRIFLUOROETHYLENE (USE PCT000)

PCDL00 PLASTIC, VINYLIDENE FLOURIDE (USE PCAS00)

PCDM00 PLASTIC, CELLULOSE ACETATE LACQUER (USE LQJ000)

PCDN00 PLASTIC, CELLULOSE ACETATE RAYON (USE PCAN00)

PCDX00 PLASTIC, TRANSPARENT (NOT OTHERWISE SPECIFIED) (USE PCA000)

PCEEEJ PLASTIC, POLYACRYLIC (NOT OTHERWISE SPECIFIED) (USE PCD000)

PCEEEK PLASTIC, PHENOLIC GRAPHITE (NOT OTHERWISE SPECIFIED) (USE PCN000$$GFA000)

PCEEEL PLASTIC, POLYESTER FIBER IMPREGNATED (INVALID)

PCEEEM PLASTIC, POLYAMIDE NYLON FIBER IMPREGNATED (USE PCP000)

PCEEEP PLASTIC, CHLOROSULFINATED POLYETHYLENE (USE RC0006)

PCEEEQ PLASTIC, POLYALKENE (USE PCCZ00)

PCEEEX PLASTIC, POLYVINYL CHLORIDE THERMOPLASTIC (USE PCAJ00)

PCEEEY PLASTIC, POLYVINYL ACETAL RESIN (USE PCBM00)

PCEEF0 PLASTIC, NYLON (NOT OTHERWISE SPECIFIED) (USE PCP000)

PCEET0 PLASTIC, PHENOLIC RESIN, MUSLIN BASE (NOT OTHERWISE SPECIFIED) (USE PCN000$$CCA000)

PCEEW0 PLASTIC, PHENOLIC FIBER (USE PCN000)

PCF000 PLASTIC, ACETATE CELLULOSE (NOT OTHERWISE SPECIFIED) (USE PCAN00)

PCFF00 PLASTIC, CELLULAR POLYETHYLENE (USE PCX000)

PCFFK0 PLASTIC, COPOLYMER (NOT OTHERWISE SPECIFIED) (USE PCA000)

PCFFL0 PLASTIC, POLYHEXAMETHYLENE ADIPAMIDE (USE PCZ000)

PCFK00 PLASTIC, POLYETHYLENE TEREPHTHALATE, ALUMINIZED (USE PCY000$$ALA000)

PCG000 PLASTIC, CELLULOSE ACETATE BUTYRATE (NOT OTHERWISE SPECIFIED) (USE PCBN00)

PCGH00 PLASTIC, POLYPHENYLENE SULFIDE (USE PCCQ00)

PCGL00 PLASTIC POLYBUTYLENETEREPHTHALATE (USE PCCW00)

PCGT00 PLASTIC, POLYESTER, THERMOPLASTIC (USE PCW000)

PCH000 PLASTIC, CELLULOSE NITRATE (NOT OTHERWISE SPECIFIED) (USE PCBJ00)

PCK000 PLASTIC, CELLULOSIC OR CELLULOSE (NOT OTHERWISE SPECIFIED) /D/ (USE PCCK00)

PCM000 PLASTIC, MELAMINE (NOT OTHERWISE SPECIFIED) (USE PCJ000)

PCN000 PLASTIC, DIALLYL PHTHALATE (NOT OTHERWISE SPECIFIED) (USE PCG000)

PCP000 PLASTIC, EPOXY (NOT OTHERWISE SPECIFIED) (USE PCH000)

PCQ000 PLASTIC, ETHYL CELLULOSIC (NOT OTHERWISE SPECIFIED) (USE PCBY00)

PCR000 PLASTIC, FLUORINATED ETHYLENE PROPYLENE (USE PCBR00)

PCS000 PLASTIC, FLUOROCARBON (NOT OTHERWISE SPECIFIED) (USE PCAAD0)

PCV000 PLASTIC, METHACRYLATE (NOT OTHERWISE SPECIFIED) (USE PCBB00)

PCW000 PLASTIC, PHENOLIC (NOT OTHERWISE SPECIFIED) (USE PCN000)

PCX000 PLASTIC, PHENOXY (USE PCBK00)

PCY000 PLASTIC, METHYL-METHACRYLATE (NOT OTHERWISE SPECIFIED) (USE PCK000)

PCZ000 PLASTIC, EPOXY RESIN, GLASS FIBER BASE (USE PCH000$$GSB000)

PC0002 POLYAMIDE NYLON, L-P-395, TYPE I (USE PCZ000$$GSA000$PCQ000$$GSA000$PCAA00$$GSA000)

PC0004 PLASTIC, DIALLYL PHTHALATE, MIL-M-14, TYPE SDI-5 (USE PCG000$$PCD000)

PC0006 PLASTIC, DIALLYL PHTHALATE, MIL-M-14, TYPE MDG (USE PCG000$$SLD000)

PC0007 PLASTIC, DIALLYL PHTHALATE, MIL-M-19833, TYPE GDI-30 (USE PCG000$$GSA000)

PC0008 PLASTIC, DIALLYL PHTHALATE, MIL-M-19833, TYPE GDI-30F /D/ (USE PCG000$$GSA000)

PC0009 PLASTIC, EPOXY, MIL-P-18177, TYPE GEE (USE GSB000$$PCH000)

PC0010 PLASTIC, EPOXY, MIL-P-18177, TYPE GEB (USE GSB000$$PCH000)
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PC0015 PLASTIC, MELAMINE, MIL-M-14, TYPE MMI-5 (USE PCJ000$$GSA000)

PC0016 PLASTIC, MELAMINE, MIL-M-14, TYPE MMI-30 (USE PCJ000$$GSA000)

PC0017 PLASTIC, MELAMINE, MIL-P-79, TYPE GMG /D/ (USE GSA000$$PCJ000)

PC0018 PLASTIC, MELAMINE, MIL-P-15037, TYPE GMG /D/ (USE PCJ000$$GSA000)

PC0019 PLASTIC, MELAMINE, MIL-P-15037, TYPE GME (USE GSA000$$PCJ000)

PC0020 PLASTIC, MELAMINE, MIL-P-15037 (USE GSA000$$PCJ000)

PC0021 PLASTIC, PHENOLIC, MIL-M-14, TYPE CGG (USE PCN000$$CSA000)

PC0022 PLASTIC, PHENOLIC, MIL-M-14, TYPE CFI-5 (USE PCN000$$CSA000)

PC0023 PLASTIC, PHENOLIC, MIL-M-14, TYPE CFI-10 (USE PCN000$$CSA000)

PC0024 PLASTIC, PHENOLIC, MIL-M-14, TYPE CFI-20 (USE PCN000$$CSA000)

PC0026 PLASTIC, PHENOLIC, MIL-M-14, TYPE MFE (USE PCN000$$SLD000)

PC0030 PLASTIC, PHENOLIC, MIL-M-14, TYPE MFI-20 (USE PCN)00$ASA000)

PC0032 PLASTIC, PHENOLIC, MIL-P-79, TYPE FBE (USE CCA000$$PCN000)

PC0033 PLASTIC, PHENOLIC, MIL-P-79, TYPE FBG (USE PCN000$$CCA000)

PC0035 PLASTIC, PHENOLIC, MIL-P-79, TYPE PBE (USE PCN000$$PPA000)

PC0036 PLASTIC, PHENOLIC, MIL-P-79, TYPE PBG (USE PCN000$$PPA000)

PC0037 PLASTIC, PHENOLIC, MIL-P-79, TYPE PBM (USE PPA000$$PCN000)

PC0038 PLASTIC, PHENOLIC, MIL-P-3115, TYPE PBE-CANCELED (USE PCN000)

PC0039 PLASTIC, PHENOLIC, MIL-P-3115, TYPE PBE-P-CANCELED (USE PCN000)

PC0040 PLASTIC, PHENOLIC, MIL-P-3115, TYPE PBG-CANCELED (USE PCN000)

PC0041 PLASTIC, PHENOLIC, MIL-P-15035, TYPE FBE (USE PCN000$$CCA000)

PC0042 PLASTIC, PHENOLIC, MIL-P-15035, TYPE FBG (USE PCN000$$CCA000)

PC0043 PLASTIC, PHENOLIC, MIL-P-15035, TYPE FBI (USE PCN000$$CCA000)

PC0044 PLASTIC, PHENOLIC, MIL-P-15035, TYPE FBM (USE PCN000$$CCA000)

PC0045 PLASTIC, PHENOLIC, MIL-P-15047, TYPE NPG (USE PCP000$$PCN000)

PC0054 PLASTIC, PHENOLIC, L-P-509, GRADE XXX, SHEETS (USE PPA000$$PCN000)

PC0055 PLASTIC, PHENOLIC, L-P-509, GRADE XXXP (USE PPA000$$PCN000)

PC0057 PLASTIC, POLYAMIDE, MIL-M-20693, COMP A, TYPE 1 (USE PCAM00)

PC0058 PLASTIC, POLYAMIDE, MIL-M-20693, COMP A, TYPE 2 (USE PCAM00)

PC0059 PLASTIC, POLYAMIDE, MIL-M-20693, COMP A, TYPE 3 (USE PCAM00)

PC0060 PLASTIC, POLYAMIDE, MIL-M-20693, COMP A, TYPE 3 (USE PCAM00)

PC0063 PLASTIC, POLYAMIDE, MIL-M-20693, COMP A, TYPE 5 (USE PCAM00)

PC0064 PLASTIC, POLYAMIDE, MIL-P-17091, TYPE 1 (USE PCP000)

PC0065 PLASTIC, POLYAMIDE, MIL-P-17091, TYPE 2-CANCELED (USE PCP000)

PC0068 PLASTIC, POLYESTER, MIL-M-14, TYPE MAI-60 (USE PCA000$$GSA000)

PC0069 PLASTIC, POLYETHYLENE, MIL-I-631, TYPE A, CLASS 1 (USE PCX000)

PC0073 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-M-14077, CLASS 1-CANCELED (USE PCAF00)

PC0074 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-M-14077, CLASS 2-CANCELED (USE PCAF00)

PC0076 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-19161, TYPE GTE (USE PCA000)

PC0077 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-19468, GROUP A (USE PCAF00)

PC0078 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-19468, GROUP B (USE PCAF00)

PC0079 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-19468, GROUP C (USE PCAF00)

PC0080 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-22242, TYPE 1 (USE PCAF00)

PC0081 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-22242, TYPE 2-CANCELED /D/ (USE PCAF00)

PC0082 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-22242, TYPE 3-CANCELED /D/ (USE PCAF00)

PC0089 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-22296, TYPE 2, CLASS G /D/ (USE PCAF00)

PC0090 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-22296, TYPE 2, CLASS D /D/ (USE PCAF00)

PC0092 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-22296, TYPE 2, CLASS P /D/ (USE PCAF00)

PC0093 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-22296, TYPE 2, CLASS DR (USE PCAF00)

PC0097 PLASTIC, SILICONE, MIL-P-997 (USE GSA000$$RSB000)

PC0098 PLASTIC, PHENOLIC, L-P-513, TYPE PBG (USE PCN000$$PPA000)

PC0103 PLASTIC, MIL-P-77, TYPE E-2 (USE PCB000)

PC0104 PLASTIC, MIL-P-77, TYPE M-1 (USE PCN000)
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PC0105 PLASTIC, MIL-P-997, TYPE GSG (USE GSA000$$RSB000)

PC0106 PLASTIC, MIL-P-8013, TYPE 2 (USE PCW000$$GSA000)

PC0107 PLASTIC, MIL-P-8013, TYPE 3-CANCELED (USE PCW000$$GSA000)

PC0108 PLASTIC, MIL-P-19468 (USE PCAF00)

PC0109 PLASTIC, MIL-P-19833, TYPE GSI-30 (INVALID)

PC0111 PLASTIC, MIL-P-22296 TYPE 1 (USE PCAF00)

PC0114 PLASTIC, AMS 3650 (USE PCAG00)

PC0115 PLASTIC, AMS 3651 (USE PCAF00)

PC0116 PLASTIC, FED L-M-500, TYPE 21, CLASS 1 (USE PCBB00)

PC0118 PLASTIC, FED L-M-500, TYPE 2, CLASS 3 (USE PCBB00)

PC0127 PLASTIC, L-P-509, TYPE 1, GRADE XP (USE PPA000$$PCN000)

PC0128 PLASTIC, L-P-509, TYPE 1, GRADE XX (USE PPA000$$PCN000)

PC0129 PLASTIC, L-P-509, TYPE 1, GRADE XXP (USE PPA000$$PCN000)

PC0130 PLASTIC, L-P-509, TYPE 1, GRADE XXX (USE PPA000$$PCN000)

PC0131 PLASTIC, L-P-509, TYPE 1, GRADE XXXP (USE PPA000$$PCN000)

PC0132 PLASTIC, L-P-509, TYPE 1, GRADE XXXPC (USE PPA000$$PCN000)

PC0133 PLASTIC, L-P-509, TYPE 1, GRADE FR-2 (USE PPA000$$PCN000)

PC0134 PLASTIC, L-P-509, TYPE 1, GRADE FR-3 (USE PPA000$$PCH000)

PC0136 PLASTIC, FED L-P-509, TYPE 2, GRADE C (USE CSA000$$PCN000)

PC0137 PLASTIC, L-P-509, TYPE 2, GRADE CE (USE CSA000$$PCN000)

PC0138 PLASTIC, FED L-P-509, TYPE 2, GRADE L (USE CSA000$$PCN000)

PC0139 PLASTIC, FED L-P-509, TYPE 2, GRADE LE (USE PCN000$$CSA000)

PC0140 PLASTIC, L-P-509, TYPE 2, GRADE MC (USE CSA000$$PCJ000)

PC0141 PLASTIC, L-P-509, TYPE 3, GRADE A (USE ASA000$$PCN000)

PC0142 PLASTIC, L-P-509, TYPE 4, GRADE G-2 (USE PPA000$$PCA000)

PC0143 PLASTIC, L-P-509, TYPE 4, GRADE G-5 (USE GSA000$$PCJ000)

PC0144 PLASTIC, L-P-509, TYPE 4, GRADE G-6 (USE GSA000$$PCAK00)

PC0145 PLASTIC, FED L-P-509, TYPE 4, GRADE G-7 (USE PCAK00)

PC0146 PLASTIC, FED L-P-509, TYPE 4, GRADE G-10 (USE PCH000$$GSA000)

PC0147 PLASTIC, L-P-509, TYPE 4, GRADE G-11 (USE GSA000$$PCH000)

PC0148 PLASTIC, L-P-509, TYPE 4, GRADE GPO-1 (USE GSA000$$PCW000)

PC0149 PLASTIC, L-P-509, TYPE 5, GRADE N-1 (USE PCP000$$PCN000)

PC0150 PLASTIC, L-P-509, TYPE 6, GRADE W-1 (USE WDC000$$PCN000)

PC0151 PLASTIC, L-P-509, TYPE 6, GRADE W-2 (USE WDC000$$PCN000)

PC0153 PLASTIC, MIL-P-20693, TYPE 2 /D/ (USE PCAM00)

PC0154 PLASTIC, MIL-P-20693, TYPE 3 (USE PCAM00)

PC0155 PLASTIC, MIL-P-78, TYPE GCP-F (USE PCA000)

PC0157 PLASTIC, MIL-P-78, TYPE NDP (USE PCA000)

PC0160 PLASTIC, MIL-P-3416 (USE PCD000)

PC0162 PLASTIC, MIL-P-5425 (USE PCD000)

PC0163 PLASTIC, MIL-P-6886 (USE PCD000)

PC0164 PLASTIC, MIL-P-7788, TYPE 1 (INVALID)

PC0165 PLASTIC, MIL-P-7788, TYPE 2 (INVALID)

PC0166 PLASTIC, MIL-P-7788, TYPE 3 (INVALID)

PC0167 PLASTIC, MIL-M-10851 (USE PCK000)

PC0168 PLASTIC, MIL-P-17091 (USE PCP000)

PC0169 PLASTIC, MIL-P-19098 (USE PCP000)

PC0170 PLASTIC, MIL-P-20693, TYPE 1 (USE PCAM00)

PC0171 PLASTIC, L-P-349, TYPE 1, CLASS H2 (USE PCBN00)

PC0173 PLASTIC, L-P-349, TYPE 1, CLASS MS (USE PCBN00)

PC0175 PLASTIC, L-P-349, TYPE 2, CLASS H2 (USE PCBN00)

PC0176 PLASTIC, L-P-349, TYPE 2, CLASS H4 (USE PCBN00)

PC0177 PLASTIC, L-P-349, TYPE 2, CLASS MH (USE PCBN00)
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PC0179 PLASTIC, L-P-349, TYPE 3, CLASS H2 (USE PCBN00)

PC0180 PLASTIC, L-P-349, TYPE 3, CLASS MH (USE PCBN00)

PC0182 PLASTIC, L-P-349, TYPE 3, CLASS S2 (USE PCBN00)

PC0184 PLASTIC, L-P-380, TYPE 1, CLASS 2 (USE PCBB00)

PC0185 PLASTIC, L-P-380, TYPE 1, CLASS 3 (USE PCBB00)

PC0188 PLASTIC, L-P-380, TYPE 2, CLASS 3 (USE PCBB00)

PC0189 PLASTIC, L-P-389, TYPE 2 (USE PCBH00)

PC0190 PLASTIC, L-P-391, GRADE 1 (USE PCBB00)

PC0191 PLASTIC, L-P-391, GRADE 2 (USE PCBB00)

PC0193 PLASTIC, L-P-398, TYPE III /D/ (USE PCAAF0)

PC0194 PLASTIC, L-M-500, TYPE 1, CLASS 1 (USE PCBB00)

PC0195 PLASTIC, L-M-500, TYPE 1, CLASS 2 (USE PCBB00)

PC0196 PLASTIC, L-M-500, TYPE 1, CLASS 3 (USE PCBB00)

PC0200 PLASTIC, L-M-525, TYPE 1 (USE PCAD00)

PC0202 PLASTIC, L-M-525, TYPE 3 (USE PCAD00)

PC0203 PLASTIC, AMS 3620 (USE PCAD00)

PC0204 PLASTIC, ASTM D702, TYPE 2, GRADE 1 (USE PCBB00)

PC0205 PLASTIC, ASTM D702, TYPE 2, GRADE 2 (USE PCBB00)

PC0207 PLASTIC, ASTM D707, GRADE H2 (USE PCBN00)

PC0208 PLASTIC, L-P-509, TYPE 1, GRADE ES-1 (USE PPA000$$PCA000)

PC0209 PLASTIC, L-P-509, TYPE 1, GRADE ES-2 (USE PPA000$$PCA000)

PC0210 PLASTIC, L-P-509, TYPE 1, GRADE ES-3 (USE PPA000$$PCA000)

PC0211 PLASTIC, L-P-509, TYPE 1, GRADE X (USE PPA000$$PCN000)

PC0212 PLASTIC, L-P-509, TYPE 1, GRADE XPC (USE PPA000$$PCN000)

PC0213 PLASTIC, L-P-509, TYPE 3, GRADE AA (USE ASA000$$PCN000)

PC0214 PLASTIC, L-P-509, TYPE 4, GRADE GPO-2 (USE GSA000$$PCW000)

PC0215 PLASTIC, L-P-509, TYPE 4, GRADE G-3 (USE GSA000$$PCN000)

PC0216 PLASTIC, VINYL CHLORIDE, L-P-375, TYPE 1 (USE PCAJ00)

PC0217 PLASTIC, VINYL CHLORIDE, L-P-375, TYPE 2, CLASS 1 (USE PCAJ00)

PC0219 PLASTIC, POLYETHYLENE, L-P-378, TYPE 1, GRADE A (USE PCX000)

PC0220 PLASTIC, POLYETHYLENE, L-P-378, TYPE 1, GRADE B (USE PCX000)

PC0226 PLASTIC, POLYCHLOROTRIFLUOROETHYLENE, L-P-385, GRADE 3 (USE PCT000)

PC0229 PLASTIC, THERMOSETTING, L-P-387, TYPE NDP (USE PCA000)

PC0230 PLASTIC, THERMOSETTING, L-P-387, TYPE HSP (USE PCA000)

PC0232 PLASTIC, ACETAL, L-P-392, TYPE 1, CLASS 1 (USE PCB000)

PC0233 PLASTIC, POLYETHYLENE, L-P-378, TYPE 2, GRADE B (USE PCX000)

PC0234 PLASTIC, ACETAL, L-P-392, TYPE 1, CLASS 3 (USE PCB000)

PC0235 PLASTIC, ACETAL, L-P-392, TYPE 2, CLASS 1 (USE PCB000)

PC0236 PLASTIC, POLYCARBONATE, L-P-393, TYPE 1 (USE PCR000)

PC0237 PLASTIC, POLYCARBONATE, L-P-393, TYPE 2 (USE PCR000)

PC0252 PLASTIC, TFE, FLUOROCARBON, L-P-403, TYPE 1 /D/ (USE PCAF00)

PC0253 PLASTIC, TFE, FLUOROCARBON, L-P-403, TYPE 2 /D/ (USE PCAF00)

PC0254 PLASTIC, TFE, FLUOROCARBON, L-P-403, TYPE 3, CLASS 1 /D/ (USE PCAF00)

PC0255 PLASTIC, TFE, FLUOROCARBON, L-P-403, TYPE 3, CLASS 2 /D/ (USE PCAF00)

PC0256 PLASTIC, TFE, FLUOROCARBON, L-P-403, TYPE 4 /D/ (USE PCAF00)

PC0257 PLASTIC, CELLULOSE ACETATE, L-P-504, TYPE 1 (USE PCAN00)

PC0258 PLASTIC, CELLULOSE ACETATE, L-P-501, TYPE 2 (USE PCAN00)

PC0259 PLASTIC, STYRENE BUTADIENE, L-P-398, TYPE 4, CLASS 1 (USE PCAAF0)

PC0261 PLASTIC, POLYESTER AND/OR ACRYLIC, L-P-505, TYPE 2 (USE PCW000$$PCD000$$GSB000)

PC0262 PLASTIC, POLYSTYRENE, L-P-506, TYPE 1 (USE PCAD00)

PC0268 PLASTIC, PHENOLIC RESIN, L-P-511 (USE CCA000$$PCN000)

PC0269 PLASTIC, POLYETHYLENE, L-P-512 (USE PCX000)

PC0270 PLASTIC, PHENOLIC RESIN, L-P-513, TYPE PBE (USE PCN000$$PPA000)
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PC0276 PLASTIC, SCRIBE COATED, L-P-517 (USE PCA000$$ADA000)

PC0277 PLASTIC, FEP-FLUOROCARBON, L-P-523, TYPE 1 (USE PCAAD0$$PCAF00$$PCCG000$$

PC0284 PLASTIC, VINYL COPOLYMER, MIL-P-6264 (USE PCAQ00$PCAAAC$PCAAAD)

PC0285 PLASTIC, ACRYLIC, MIL-P-8184, FINISH A (USE PCD000)

PC0287 PLASTIC, TETRAFLUOROETHYLENE RESIN, MIL-R-8791 (USE PCAF00)

PC0289 PLASTIC, VINYL RESIN, MIL-P-18080 (USE PCBD00$$PCAAAE)

PC0291 PLASTIC, PHENOLIC, MIL-P-18324 (USE PCN000$$CCA000)

PC0297 PLASTIC, ACRYLONITRILE BUTADIENE-STYRENE COPOLYMER, MIL-P-19904, GRADE SB (USE PCBL00)

PC0298 PLASTIC, AMS 3656 (USE PCAF00)

PC0301 PLASTIC, POLYAMIDE, MIL-M-20693, COMP B, TYPE 4 (USE PCQ000)

PC0302 PLASTIC, POLYAMIDE, MIL-M-20693, COMP B, TYPE 4A (USE PCQ000)

PC0303 PLASTIC, POLYAMIDE, MIL-M-20693, COMP B, TYPE 5 (USE PCQ000)

PC0304 PLASTIC, CELLULOSE ACETATE, MIL-P-21094 (USE PCAN00)

PC0305 PLASTIC, ACRYLIC, MIL-P-21105 (USE PCD000)

PC0314 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-24074, TYPE 1, GRADE A (USE PCAF00)

PC0315 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-24074, TYPE 1, GRADE B (USE PCAF00)

PC0319 PLASTIC, PHENOLIC, MIL-P-46040 (USE PCN000$$GSA000)

PC0320 PLASTIC, POLYETHYLENE TEREPHTHALATE, MIL-P-55010 (USE PCY000)

PC0321 PLASTIC, MIL-P-3584 (USE PCAJ00)

PC0322 PLASTIC, POLYAMIDE, MIL-M-19098 (USE PCP000)

PC0329 PLASTIC, L-M-505, TYPE 1, CLASS 3 (USE PCAN00)

PC0343 PLASTIC, MIL-P-19161 (USE PCA000)

PC0347 PLASTIC, POLYAMIDE, MIL-P-20963 (INVALID)

PC0348 PLASTIC, POLYCHLOROTRIFLUOROETHYLENE, MIL-M-55028, KEL-F (INVALID)

PC0353 PLASTIC, L-P-390, TYPE 1, CLASS M, GRADE 1 (USE PCX000)

PC0356 PLASTIC, L-P-390, TYPE 2, CLASS L, GRADE 4 (USE PCX000)

PC0358 PLASTIC, L-P-390, TYPE 2, CLASS L, GRADE 7 /D/ (USE PCX000)

PC0370 PLASTIC, POLYSTYRENE, MIL-P-77 (USE PCBC00)

PC0371 PLASTIC, ACRYLIC, MIL-P-21105 /D/ (USE PCD000)

PC0374 PLASTIC, PHENOLIC, MIL-M-14 (INVALID)

PC0377 PLASTIC, CELLULOSE ACETATE, L-P-504, TYPE 1 /D/ (USE PCAN00)

PC0378 PLASTIC, CELLULOSE ACETATE, L-P-504, TYPE 2 /D/ (USE PCAN00)

PC0383 PLASTIC, L-L-31, GRADE XXP-CANCELED /D/ (USE PCN000$$PPA000)

PC0385 PLASTIC, AMS 3605 (USE CCA000$$PCM000)

PC0386 PLASTIC, AMS 3617 (USE PCAM00)

PC0389 PLASTIC, VINYL, MIL-P-3410 (USE PCAJ00)

PC0392 PLASTIC, MIL-M-20693, COMP A, TYPE 1 (USE PCAM00)

PC0394 PLASTIC, MELAMINE RESIN, MIL-P-79, FORM TR, TYPE GMG (USE GSA000$$PCJ000)

PC0396 PLASTIC, PHENOLIC RESIN, MIL-P-79, FORM TM, TYPE PBE (USE PPA000$$PCN000)

PC0397 PLASTIC, PHENOLIC RESIN, MIL-P-79, FORM TR, TYPE PBG (USE PPA000$$PCN000)

PC0399 PLASTIC, PHENOLIC RESIN, MIL--79, FORM TR, TYPE PBM (USE PPA000$$PCN000)

PC0400 PLASTIC, PHENOLIC RESIN, MIL-P-79, FORM TR, TYPE FBE (USE CCA000$$PCN000)

PC0401 PLASTIC, PHENOLIC RESIN, MIL-P-79, FORM TM, TYPE FBE (USE CCA000$$PCN000)

PC0402 PLASTIC, PHENOLIC RESIN, MIL-P-79, FORM TM, TYPE FBG (USE CCA000$PCN000)

PC0403 PLASTIC, PHENOLIC RESIN, MIL-P-79, FORM TR, TYPE FB (USE CCA000$$PCN000)

PC0404 PLASTIC, MIL-M-20693, TYPE 1 (USE PCAM00)

PC0407 PLASTIC, POLYAMIDE, POLYCAPRPLACTAM L-P-410 (USE PCQ000)

PC0408 PLASTIC, POLYAMIDE, POLYHEXAMETHYLENE ADIPAMIDE, L-P-410 (USE PCZ000)

PC0409 PLASTIC, POLYAMIDE, POLYHEXAMETHYLENE SEBACAMIDE, L-P-410 /D/ (USE PCAA00$PCAM00)

PC0428 PLASTIC, CELLULOSE ACETATE, MIL-P-14118 (USE PCAN00)

PC0437 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-I-22241, TYPE 1, GRADE A (USE PCAF00)

PC0441 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-I-22241, TYPE 2, GRADE B (USE PCAF00)

PC0443 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-I-23053/12 (USE PCAF00)

84



MATERIAL CROSS REFERENCE

OLD
CODE SPECIFICATION REPLY & NEW REPLY CODE

PC0446 PLASTIC, MIL-P-13, GRADE LTS-E-3 (INVALID)

PC0449 PLASTIC, JAN-P-13, TYPE LTS-E-4 (USE PCJ000)

PC0456 PLASTIC, POLYTETRAFLUOROETHYLENE, AMS 3655 (USE PCXL04)

PC0457 PLASTIC, POLYVINYL CHLORIDE, MIL-I-631, TYPE F, FORM U, SUBFORM UA, GRADE A, CLASS 1 (USE PCAJ00)

PC0458 PLASTIC, POLYVINYL CHLORIDE, MIL-I-631, TYPE F, FORM U, SUBFORM UA, GRADE A, CLASS 2 (USE PCAJ00)

PC0460 PLASTIC, POLYVINYL CHLORIDE, MIL-I-631, TYPE F, FORM U, SUBFORM UA, GRADE B, CLASS 2 (USE PCAJ00)

PC0461 PLASTIC, POLYVINYL CHLORIDE, MIL-I-631, TYPE F, FORM U, SUBFORM UA, GRADE C, CLASS 1 (USE PCAJ00)

PC0462 PLASTIC, POLYVINYL CHLORIDE, MIL-I-631, TYPE F, FORM U, SUBFORM UA, GRADE C, CLASS 2 (USE PCAJ00)

PC0463 PLASTIC, POLYVINYL CHLORIDE, MIL-I-631, TYPE F, FORM U, SUBFORM UB, GRADE A, CLASS 1 (USE PCAJ00)

PC0465 PLASTIC, POLYVINYL CHLORIDE, MIL-I-631, TYPE F, FORM U, SUBFORM UB, GRADE B, CLASS 1 (USE PCAJ00)

PC0469 PLASTIC, POLYVINYL CHLORIDE, MIL-I-22076 (USE PCAJ00)

PC0472 PLASTIC, POLYVINYL CHLORIDE, AMS 3629 (USE PCAJ00)

PC0473 PLASTIC, POLYVINYL CHLORIDE, AMS 3630 (USE PCAJ00)

PC0475 PLASTIC, VINYL CHLORIDE ACETATE, MIL-I-22076 (USE PCCC00)

PC0477 PLASTIC, POLYVINYLIDENE FLUORIDE, MIL-I-23053/8 (USE PCAS00)

PC0479 PLASTIC, VINYL, MIL-I-7444, TYPE 1, CLASS 1 (USE PCAJ00$PCCC00)

PC0480 PLASTIC, VINYL, MIL-I-7444, TYPE 1, CLASS 2 (USE PCAJ00$PCCC00)

PC0481 PLASTIC, VINYL, MIL-I-7444, TYPE 3, CLASS 1 (USE PCAJ00$PCCC00)

PC0482 PLASTIC, VINYL, MIL-I-7444, TYPE 3, CLASS 2 (USE PCAJ00$PCCC00)

PC0489 PLASTIC, MIL-P-1701, TYPE 1 (INVALID)

PC0490 PLASTIC, PHENOLIC, MIL-P-15035 (USE PCN000)

PC0491 PLASTIC, MIL-P-14078-CANCELED (USE PCAF00)

PC0492 PLASTIC, L-P-390, TYPE 1, CLASS L (USE PCX000)

PC0494 PLASTIC, L-P-393, FORM 1 (USE PCAC00)

PC0499 PLASTIC, L-P-403, TYPE 1 (USE PCAF00)

PC0513 PLASTIC, MIL-P-79, FORM TM (USE PPA000$$PCN000$CCA000$$PCN000$GSA000$$PCJ000)

PC0514 PLASTIC, MIL-P-79, FORM TR (USE PPA000$$PCN000$CCA000$$PCN000$GSA000$$PCJ000)

PC0515 PLASTIC, MIL-P-22241, TYPE 1, GRADE A (USE PCAF00)

PC0516 PLASTIC, MIL-P-22241, TYPE 1, GRADE B (USE PCAF00)

PC0517 PLASTIC, MIL-P-22241, TYPE 1, GRADE C (USE PCAF00)

PC0518 PLASTIC, MIL-P-22296, TYPE 2, CLASS D (USE PCAF00)

PC0519 PLASTIC, MIL-P-22296, TYPE 2, CLASS G (USE PCAF00)

PC0549 PLASTIC, PHENOLIC, MIL-P-79, TYPE FBM (USE CCA000$$PCN000)

PC0550 PLASTIC, PHENOLIC, MIL-P-79, TYPE GMG (USE GSA000$$PCJ000)

PC0551 PLASTIC, PHENOLIC, MIL-P-3115, TYPE PBE-E (USE PCN000)

PC0559 PLASTIC, MIL-P-3115, TYPE PBE-P-CANCELED (USE PCN000)

PC0560 PLASTIC, MIL-P-15037, TYPE GMG (USE GSA000$$PCJ000)

PC0561 PLASTIC, MIL-P-79, TYPE PBE (USE PCN000$$PPAC00)

PC0562 PLASTIC, MIL-P-79, TYPE PBG (USE PCN000$$PBG000)

PC0563 PLASTIC, MIL-P-79, TYPE GMG (USE GSA000$$PCJ000)

PC0571 PLASTIC, MIL-P-8013, TYPE 1-CANCELED (USE PCA000)

PC0592 PLASTIC, PHENOLIC, MIL-P-5431 (USE GFA000$$PCN000)

PC0605 PLASTIC, POLYAMIDE, POLYHEXAMETHYLENE ADIPAMIDE, FED L-P-410 (USE PCZ000)

PC0607 PLASTIC, POLYAMIDE, MONOMER CAST FED L-P-410 (USE PCP000)

PC0615 PLASTIC, PHENOLIC, L-L-31, TYPE 2, GROUP LE-CANCELED (USE PCN000$$CSA000)

PC0617 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-M-14077-CANCELED (USE PCAF00)

PC0618 PLASTIC, ASTM D709, GRADE N-1 (USE PCN000$$PCP000)

PC0619 PLASTIC, W711, WALWORTH CO (USE PCA000)

PC0620 PLASTIC, TYPE PDA CLEAR, 65-020-17, SPERRY GYROSCOPE DIV, SPERRY RAND CORP (USE PCA000)

PC0621 PLASTIC, 65-025-02, TYPE FM-1, SPERRY GYROSCOPE DIV, SPERRY RAND CORP (USE PCA000)

PC0622 PLASTIC, COMP FM 10001, E I DUPONT DENEMOURS AND CO, INC (USE PCA000)

PC0623 PLASTIC, POLYTETRAFLUOROETHYLENE, TF-7, E I DUPONT DE NEMOURS AND CO INC (USE PCAF00)

PC0624 PLASTIC, GRADE XP, UNION CARBIDE CORP, PLASTICS DIV (USE PCA000)
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PC0625 PLASTIC, MIL-P-17091, TYPE FM10001-CANCELED (USE PCP000)

PC0626 PLASTIC, MIL-P-15047, COND A (USE PCP000$$PCN000)

PC0627 PLASTIC, MIL-P-18177 (USE GSB000$$PCH000)

PC0628 PLASTIC, MIL-P-15047 (USE PCP000$$PCN000)

PC0629 PLASTIC, MIL-P-13, GRADE LTS-E-4 (INVALID)

PC0630 PLASTIC, MIL-P-13, GRADE LTS-E-6 (INVALID)

PC0631 PLASTIC, PHENOLIC, HH-P-256, GRADE L-CANCELED /D/ (USE CCA000$$PCN000)

PC0632 PLASTIC, PHENOLIC, GRADE XXX, NATURAL (USE PCN000)

PC0633 PLASTIC, PHENOLIC RESIN, HH-P-256, TYPE 2, GRADE 6-CANCELED /D/ (USE PCN000$$CCA000)

PC0634 PLASTIC, PHENOLIC, HH-P-256, TYPE 1, GRADE XXX-CANCELED /D/ (USE PPA000$$PCN000)

PC0635 PLASTIC, PHENOLIC RESIN, HH-P-256, GRADE C-CANCELED /D/ (USE CCA000$$PCN000)

PC0636 PLASTIC, PHENOLIC, MIL-P-798, TYPE FBM (INVALID)

PC0637 PLASTIC, POLYETHYLENE, MIL-P-21922, TYPE A (USE PCX000)

PC0638 PLASTIC, PHENOLIC, L-L-31, TYPE 1, GRADE P-CANCELED /D/ (USE PCN000$$PPA000)

PC0639 PLASTIC, MIL-P-3115, GRADE XP-CANCELED (USE PCN000$$PPA000)

PC0640 PLASTIC, MIL-P-997, TYPE GSG, CLASS H (USE GSA000$$RSB000)

PC0641 PLASTIC, POLYAMIDE, MIL-P-17091, TYPE 1, COMP A-CANCELED (USE PCP000)

PC0642 PLASTIC, PHENOLIC, MIL-P-3115, TYPE PBG, GRADE XX-CANCELED (USE PCN000$$PPA000)

PC0643 PLASTIC, PHENOLIC, HH-P-256, TYPE 2-CANCELED /D/ (USE CCA000$$PCN000)

PC0644 PLASTIC, MIL-P-25518, TYPE 1 (USE GSA000$$CAK000)

PC0645 PLASTIC, PHENOLIC, HH-P-2567, TYPE 2, GRADE LE-CANCELED /D/ (INVALID)

PC0646 PLASTIC, AMS 3611 (USE PCR000)

PC0652 PLASTIC, POLYAMIDE, MIL-M-20693 (USE PCAM00$PCQ000$PCAAAB)

PC0653 PLASTIC, CELLULOSE ACETATE BUTYRATE, MIL-I-631, TYPE B, FORM T, SUBFORM TF, CLASS 1 (USE PCBN00)

PC0665 PLASTIC, POLYESTER, MIL-I-631, TYPE G, FORM T, SUBFORM TF, CLASS 1 (USE PCY000)

PC0666 PLASTIC, POLYESTER, MIL-I-631, TYPE G, FORM T, SUBFORM TF, CLASS 2 (USE PCY000)

PC0667 PLASTIC, POLYESTER, MIL-I-631, TYPE G, FORM T, SUBFORM TS, CLASS 1 (USE PCY000)

PC0677 PLASTIC, MIL-P-997B, TYPE CGS (USE PCAK00$$GSB000)

PC0679 PLASTIC, POLYAMIDE NYLON/NYLATRON GS, THE POLYMER CORP (USE PCAAAB$$GSB000)

PC0680 PLASTIC, MIL-P-3803, GRADE 1 (USE PCX000)

PC0684 PLASTIC, ACETAL RESIN, DELRIN 150, E I DUPONT DE NEMOURS AND CO INC (USE PCB000)

PC0685 PLASTIC, PHENOLIC, GRADE LE, SEASTROM MFG CO (USE PCN000)

PC0686 PLASTIC, MIL-P-5425, FINISH A (USE PCD000)

PC0687 PLASTIC, MIL-P-22241, TYPE 2 (USE PCAF00)

PC0688 PLASTIC, PROFAX 6523 RESIN, HERCULES INC (USE PCA000)

PC0689 PLASTIC, POLYTETRAFLUOROETHYLENE, AMS 3652 (USE PCAF00)

PC0731 PLASTIC, POLYTETRAFLUOROETHYLENE, TEFLON CHEMLOY, AEROSPACE SUPPORT EQUIPMENT, INC (USE PCAF00)

PC0732 PLASTIC, POLYTETRAFLUOROETHYLENE, AMS 3843 (USE PCAF00$$ASB000)

PC0738 NYLON, 101, THE MAGNAVOX CO (USE PCP000)

PC0742 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-22296, TYPE 1, GRADE B (USE PCAF00)

PC0751 PLASTIC, TEFLON, EI DUPONT DENEMOURS AND CO, INC (USE PCA000)

PC0757 PLASTIC, DELRIN AF FIBER RESIN, E I DUPONT DENEMOURS AND CO, PLASTICS DEPT (USE RSA000)

PC0758 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-22241, TYPE 2, GRADE B /D/ (USE PCAF00)

PC0761 PLASTIC, AMS 3651, TYPE PEA (USE PCAF00)

PC0769 PLASTIC, POLYAMIDE, L-P-410, COMP 6/6 (USE PCZ000)

PC0770 PLASTIC, POLYAMIDE, L-P-410, COMP 6/10 (USE PCAM00)

PC0771 PLASTIC, POLYAMIDE, MIL-M-20693, TYPE 2 (USE PCAM00)

PC0772 PLASTIC, POLYAMIDE, MIL-M-20693, TYPE 3 (USE PCZ000)

PC0773 PLASTIC, POLYAMIDE, MIL-M-20693, TYPE 4 (USE PCQ000)

PC0827 PLASTIC, SHEET, L-P-508, STYLE D, TYPE 3, GRADE HP, CLASS 1, FINISH D (USE PCA000$$WDC000)

PC0853 PLASTIC, MIL-I-631, TYPE A (USE PCX000)

PC0855 PLASTIC, MIL-I-631, TYPE G (USE PCY000)

PC0896 PLASTIC, MIL-M-22544, TYPE 3-CANCELED (USE PCBL00)
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PC0898 PLASTIC, L-L-31, TYPE 2, GRADE LE-CANCELED (USE PCN000$$PPA000)

PC0899 PLASTIC, MIL-P-3115, TYPE PBE-CANCELED (USE PCN000$$PPA000)

PC0903 PLASTIC, PLASTISOL, MIL-P-20689 (USE PCC000)

PC0904 PLASTIC, PLASTISOL, MIL-P-20689, TYPE 2, CLASS 1 (USE PCD000)

PC0905 PLASTIC, NYLON, MIL-N-18352 (USE PCP000)

PC0907A PLASTIC, MIL-M-14 (USE PCN000$$CSA000$PCN000$$ASA000$PCN000$$SLD000$PCN000$$GSA000$PCJ000$$CSA000$

PC0907B PCJ000$$SLD000$PCJ000$$GSA000$PCW000$$SLD000$PCW000$$GSA000$PCW000$$GSA000$$PCG000$$GSA000$$

PC0907C SLD000$PCG000$$GSA000$PCG000$$SLD000$PCG000$$PCD000$PCG000$$PCY000$PCAK00$$SLD000$

PC0907D PCAK00$$GSA000)

PC0908 PLASTIC, POLYAMIDE, MIL-P-17091-CANCELED (USE PCP000)

PC0910 PLASTIC, MIL-P-3115-CANCELED (USE PCN000$$PPA000)

PC0911 PLASTIC, MIL-P-997 (USE GSA000$$RSB000)

PC0913 PLASTIC, MIL-P-15037 (USE PCJ000$$GSA000)

PC0915 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-19468 (USE PCAF00)

PC0935 PLASTIC, MIL-P-15037, TYPE GME (USE PCJ000$$GSA000)

PC0953 PLASTIC, FED L-L-31 TYPE 1, GRADE XXX /D/ (USE PCN000$$PPA000)

PC0960 PLASTIC, POLYCARBONATE, L-P-393 /D/ (USE PCR000)

PC0978 PLASTIC, PHENOLIC, MIL-P-79, TYPE PBE, FORM R (USE PPA000$$PCN000)

PC0988 PLASTIC, JAN-P-13-CANCELED (USE PCA000)

PC0997 PLASTIC, MIL-P-79, FORM R, TYPE FBE (USE CCA000$$PCN000)

PC0999 PLASTIC, PHENOLIC, MIL-P-79 (USE PCN000)

PC1008 PLASTIC, L-L-31, TYPE 2, GRADE CE-CANCELED /D/ (USE PCN000$$CSA000)

PC1011 PLASTIC, MIL-P-3413, TYPE 0-2 (USE PCAD00)

PC1020 PLASTIC, POLYAMIDE RESIN, MIL-N-18352 (NORD) (USE PCP000)

PC1025 PLASTIC, POLYOLEFIN, MIL-I-23053/5, CLASS 1 (USE PCXL04)

PC1029 PLASTIC, POLYTETRAFLUOROETHYLENE, AMS 3651 (USE PCAF00)

PC1045 PLASTIC, POLYAMIDE, L-P-410 /D/ (USE PCAM00$PCZ000$PCQ000$PCAA00)

PC1046 PLASTIC, POLYAMIDE, MIL-P-20693, TYPE I (USE PCAM00)

PC1047 PLASTIC, POLYAMIDE, MIL-M-20693, TYPE 3, GRADE E (USE PCAM00)

PC1069 PLASTIC, L-L-31, TYPE 2, GRADE L-CANCELED /D/ (USE PCN000$$CSA000)

PC1075 PLASTIC, PHENOLIC, HH-P-256, TYPE 2, GRADE CE-CANCELED /D/ (USE CCA000$$PCN000)

PC1077 PLASTIC, L-L-31, TYPE 1-CANCELED /D/ (USE PCN000$$PPA000$PCN000$$PCJ000$PCAK00$$PPA000)

PC1080 PLASTIC, L-L-31, TYPE 1, GRADE XXP-CANCELED /D/ (USE PCN000$$PPA000)

PC1082 PLASTIC, MIL-P-14, TYPE CFC (USE PCN000$$CSA000)

PC1087 PLASTIC, DELRIN 500, E I DUPONT DE NEMOURS AND CO INC (USE PCA000)

PC1102 PLASTIC, L-C-169, TYPE 1 (USE PCA000)

PC1103 PLASTIC, L-L-31, TYPE 1, GRADE X-CANCELED /D/ (USE PCN000$$PPA000$PCN000$$PCJ000$PCAK00$$PPA000)

PC1105 PLASTIC, 1422, GENERAL ELECTRIC CO (USE PCA000)

PC1124 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-22242-CANCELED /D/ (USE PCAF00)

PC1151 PLASTIC, MIL-P-46060 (USE PCP000)

PC1157 PLASTIC, 5386CP, WESTINGHOUSE ELECTRIC CORP (USE PCA000)

PC1166 PLASTIC, POLYTRIFLUOROCHLOROETHYLENE, AMS 3650 (USE PCAG00)

PC1192 PLASTIC, PHENOLIC, HH-P-256, TYPE 2, GRADE LE-CANCELED (USE CCA000$$PCN000)

PC1195 PLASTIC, L-P-377, TYPE 1 (USE PCW000)

PC1199 PLASTIC, L-P-516 (USE PCA000)

PC1223 PLASTIC, MIL-M-14, TYPE MFH (USE PCN000$$SLD000)

PC1235 PLASTIC, POLYAMIDE, MIL-M-20693, TYPE 1 (USE PCAM00)

PC1238 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-22241 (USE PCAF00) PCAF00)

PC1239 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-22241, TYPE 1, GRADE B (USE PCAF00)

PC1240 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-22241, TYPE 2, GRADE A (USE PCAF00)

PC1243 PLASTIC, MIL-P-3086 (USE PCP000)

PC1244 PLASTIC, MIL-P-3115, TYPE PBG (USE PCN000)

PC1247 PLASTIC, MIL-P-24191, TYPE WTLS-4, GRADE G (USE PCBB00)
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PC1249 PLASTIC, MIL-P-79, TYPE PBE, FORM TR (USE PPA000$$PCN000)

PC1270A PLASTIC, POLYAMIDE NYLON, FM 10001, E I DUPONT DE NEMOURS AND CO INC, PLASTICS DEPT-PENCADER PLANT

PC1270B (USE PCP000)

PC1308 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-22241, TYPE 1, GRADE A (USE PCAF00)

PC1310 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-22296 (USE PCAW00)

PC1340 PLASTIC, NYLATRON, GS POLYMER CORP (USE PCP000$$GFA000)

PC1342 PLASTIC, HS83, TYPE 2, GRADE LE, UNITED AIRCRAFT CORP, HAMILTON STD DIV (USE PCA000)

PC1359 PLASTIC, POLYPROYLENE MOLDING COMPOUND, 2010971-2, RADIO CORP (USE PCAC00)

PC1370 PLASTIC, MIL-P-79 (USE PCN000$$PPA000$CCA000$GSA000)

PC1375 PLASTIC, MIL-P-22241 (USE PCAF00)

PC1378 PLASTIC, L-P-393 (USE PCR000)

PC1399 PLASTIC, MIL-P-3410, TYPE EM-4 (USE PCAJ00)

PC1400 PLASTIC, NYLON, GS, THE POLYMER CORP (USE PCP000)

PC1401 PLASTIC, ACETAL, COPOLYMER AND TETRAFLUOROETHYLENE CELCON, KREONITE INC (USE PCB000$$PCAF00)

PC1402A PLASTIC, ACETAL HOMOPOLYMER, DELRIN 150, NC10, E I DUPONT DE NEMOURS AND CO INC, WASHINGTON WORKS

PC1402B PLASTIC DEPT (USE PCB000)

PC1403A PLASTIC, ACETAL RESIN, DELRIN, E I DUPONT DE NEMOURS AND CO INC, WASHINGTON WORKS PLASTIC DEPT

PC1403B (USE PCB000)

PC1404 PLASTIC, AMS 3607 (USE PCM000$$CCA000)

PC1405 PLASTIC, A15F7C1, GENERAL ELECTRIC CO, AIRCRAFT ENGINE BUSINESS GROUP (USE PCA000)

PC1406 PLASTIC, L-P-504, TYPE 1 (USE PCAN00)

PC1407 PLASTIC, EM-7, GRADE 3, THE BENDIX CORP, NAVIGATION AND CONTROL DIV (USE PCA000)

PC1408 PLASTIC, EM-7, GRADE 6, THE BENDIX CORP, NAVIGATION AND CONTROL DIV (USE PCA000)

PC1409 PLASTIC, EM-88, GRADE 4, THE BENDIX CORP, ELECTRIC POWER DIV (USE PCA000)

PC1410 PLASTIC, MIL-P-18177, TYPE GEE (USE PCA000)

PC1411 PLASTIC, FIBRITE 4005, MULBERRY METAL PRODUCTS INC (USE PCA000)

PC1412 PLASTIC, FM10001, THE POLYMER CORP (USE PCA000)

PC1413 PLASTIC, GRADE XP, UNION CARBIDE CORP, CHEMICALS AND PLASTICS DIVISION BOUND BROOK PLANT (USE PCA000)

PC1414 PLASTIC, GRADE XX, IMPERIAL ELECTRIC CO (USE PCA000)

PC1415 PLASTIC, GRADE 1422, GENERAL ELECTRIC CO (USE PCA000)

PC1416 PLASTIC, GRADE 4000, SANGAMO ELECTRIC CO (USE PCA000)

PC1418 PLASTIC, PHENOLIC, HH-P-256, TYPE 2, GRADE CE-CANCELED /D/ (USE CCA000$$PCN000)

PC1419 PLASTIC, L-L-31, TYPE 2, GRADE C-CANCELED /D/ (USE PCN000$$CSA000)

PC1420 PLASTIC, L-P-365, TYPE 1, CLASS 1 (USE PCBJ00)

PC1421 PLASTIC, L-P-392, TYPE 1, CLASS 1 (USE PCB000)

PC1422 PLASTIC, L-P-509, TYPE 2, GRADE LE /D/ (USE CCA000$$PCN000)

PC1423 PLASTIC, L-P-513, TYPE PBE-P (USE PCN000$$PPA000)

PC1424 PLASTIC, L-P-513, TYPE PBG (USE PCN000$$PPA000)

PC1425 PLASTIC, M-596, DELCO PRODUCTS, DIV OF GENERAL MOTORS CORP (USE PCA000)

PC1426 PLASTIC, MIL-M-14, TYPE CFG (USE PCN000$$CSA000)

PC1427 PLASTIC, MIL-M-14077, CLASS 1-CANCELED (USE PCAF00)

PC1428 PLASTIC, MIL-M-19887 (USE PCP000$$GSB000)

PC1429 PLASTIC, POLYAMIDE, MIL-M-20693, COMP A, TYPE 3, GRADE B (USE PCAM00)

PC1430 PLASTIC, MIL-P-14, TYPE MAI-60 (USE PCW000$$GSA000)

PC1431 PLASTIC, MIL-P-15035, TYPE FBE (USE PCN000)

PC1432 PLASTIC, MIL-P-15035, TYPE FBG (USE PCN000$$CCA000)

PC1433 PLASTIC, MIL-P-15035m TYPE FBM (USE PCN000$$CCA000)

PC1434 PLASTIC, MIL-P-15037, TYPE CME (INVALID)

PC1435 PLASTIC, MIL-P-15047, TYPE NPG (USE PCP000$$PCN000)

PC1436 PLASTIC, MIL-P-15047, COND A, TYPE NPG (USE PCP000$$PCN000)

PC1437 PLASTIC, MIL-P-17721, TYPE GMM-CANCELED (USE PCJ000$$GSA000)

PC1438 PLASTIC, MIL-P-18177, TYPE GEB (USE GSB000$$PCH000)

PC1440 PLASTIC, MIL-P-19468, GROUP B (USE PCAF00)
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PC1441 PLASTIC, MIL-P-20693 (USE PCAM00$PCQ000$PCAAAB)

PC1442 PLASTIC, MIL-P-20693, COMP A, TYPE 1 (USE PCAM00)

PC1442 PLASTIC, MIL-P-22242, TYPE 1-CANCELED /D/ (USE PCAF00)

PC1444 PLASTIC, MIL-P-22242, TYPE 2-CANCELED /D/ (USE PCAF00)

PC1445 PLASTIC, MIL-P-22242, TYPE 3 (USE PCAF00)

PC1446 PLASTIC, MIL-P-22296 (USE PCAF00)

PC1448 PLASTIC, MIL-P-3115, TYPE PGE-P-CANCELED (USE PCN000)

PC1449 PLASTIC, MIL-P-6885 (USE PCN000$$PPA000)

PC1450 PLASTIC, MIL-P-6885, TYPE 1 (USE PCN000$$PPA000)

PC1451 PLASTIC, MIL-P-6885, TYPE 2 (INVALID)

PC1452 PLASTIC, MIL-P-77 (USE PCE000$PCF000$PCN000$PCBC00)

PC1453 PLASTIC, MIL-P-79, FORM R, TYPE GMG (USE GSA000$$PCJ000)

PC1454 PLASTIC, MIL-P-79, FORM R, TYPE PBE (USE PPA000$$PCN000)

PC1455 PLASTIC, MIL-R-3584 (USE PCAJ00)

PC1456 PLASTIC, EM-88, GRADE A, THE BENDIX CORP, NAVIGATION AND CONTROL DIV (USE PCA000)

PC1457 PLASTIC, Y-9132B, MINNESOTA MINING AND MFG CO (USE PCA000)

PC1459A PLASTIC, NYLON RESIN, 101, NC-10 E I DUPONT DE NEMOURS AND CO INC, WASHINGTON WORKS PLASTIC DEPT

PC1459B (USE PCP000)

PC1460A PLASTIC, NYLON RESIN, 101, E I DUPONT DE NEMOURS AND CO INC, WASHINGTON WORKS PLASTIC DEPT

PC1460B (USE PCP000)

PC1461 PLASTIC, PHENOLIC, GRADE LE, ARF PRODUCTS INC (USE PCN000)

PC1462 PLASTIC, PHENOLIC, RESIN, XXXP, SEASTROM MFG CO, INC (USE PCN000)

PC1463 PLASTIC, POLYACETAL, 65-030-17, SPERRY FLIGHT SYSTEMS, DIVISION OF SPERRY RAND CORP (USE PCB000)

PC1464 PLASTIC, POLYAMIDE, EMS 477, ELECTRO MOTIVE, DIV OF GENERAL MOTORS CORP (USE PCP000)

PC1465 PLASTIC, POLYAMIDE, F10001, KEARFOTT DIVISION SINGER-GENERAL PRECISION INC (USE PCP000)

PC1466 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-14078 (USE PCAF00)

PC1467 PLASTIC, POLYTETRAFLUOROETHYLENE, 9405, GARLOCK INC, PLASTIC DIV (USE PCAF00)

PC1468 PLASTIC, SP21, E I DUPONT DE NEMOURS AND CO INC, PLASTICS DEPT, PENCADER PLANT (USE PCA000)

PC1469 PLASTIC, XXX-464, WESTINGHOUSE ELECTRIC CORP, GENERAL HQ (USE PCA000)

PC1470 PLASTIC, 1-60020, AERO PRODUCTS OPERATIONS, ALLISON DIV OF GMC (USE PCA000)

PC1471 PLASTIC, 1-60022, AERO PRODUCTS OPERATIONS, ALLISON DIV OF GMC (USE PCA000)

PC1472 PLASTIC, 302, HARNISCHFEGER CORP (USE PCA000)

PC1473 PLASTIC, 6045, MINNESOTA MINING AND MFG CO, DIELECTRIC MATERIALS AND SYSTEMS DIV 3M (USE PCA000)

PC1474 PLASTIC, 83, TYPE 5, UNITED AIRCRAFT CORP, HAMILTON STANDARD DIV (USE PCA000)

PC1475 PLASTIC, 9-2757, THE BENDIX CORP, ELECTRICAL COMPONENTS DIVISION (USE PCA000)

PC1476 PLASTIC, PHENOLIC, XXP, STROMBERG-CARLSON CORP (USE PCN000)

PC1482 PLASTIC, ASBESTOS BASE, PHENOLIC RESIN, MIL-P-25770, TYPE 2, CLASS 2 (USE PCN000$$ASA000)

PC1483 PLASTIC, POLYSTYRENE, L-P-416, TYPE 2 /D/ (USE PCAD00)

PC1484 PLASTIC, POLYVINYL CHLORIDE, TYPE 2, GRADE GU (USE PCAJ00)

PC1485 PLASTIC, GRADE T-812, THE RICHARDSON CO (USE PCA000)

PC1488 PLASTIC, POLYPROPYLENE, 6523, HERCULES INC (USE PCAC00)

PC1489 PLASTIC, POLYESTER, COMP 238, PLYWOOD PLASTICS CORP (USE PCW000)

PC1490 PLASTIC, MIL-P-14, TYPE CF1-40 (USE PCN000$$CSA000)

PC1491 PLASTIC, MIL-P-79, TYPE FBG (USE CCA000$$PCN000)

PC1492 PLASTIC, POLYAMIDE, SP-1, E I DUPONT DE NEMOURS AND CO INC, PLASTICS DEPT, PENCADER PLANT (USE PCP000)

PC1493 PLASTIC, POLYSTRENE, MIL-P-3413, TYPE EH-1 (USE PCAD00)

PC1494 PLASTIC, ACETAL, E I DUPONT DE NEMOURS AND CO INC, WASHINGTON WORKS PLASTIC DEPT (USE PCB000)

PC1495 PLASTIC, JAN-P-79, TYPE LTS-EM-2-CANCELED /D/ (INVALID)

PC1496 PLASTIC, NYLON 66, ELLIOTT BROS LONDON LTD (USE PCP000)

PC1498 PLASTIC, MIL-M-14, TYPE MFE (USE PCN000$$SLD000)

PC1500A PLASTIC, NYLON RESIN 101, E I DUPONT DE NEMOURS AND CO INC, INDUSTRIAL AND BIOCHEMICALS DEPT

PC1500B (USE PCP000)

PC1501 PLASTIC, PHENOLIC 112, GATKE CORP (USE PCN000)
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PC1502 PLASTIC, MIL-P-16591, CLASS 1 (USE PCAD00)

PC1503 PLASTIC, MIL-P-15037, G-5 (USE GSA000$$PCJ000)

PC1504 PLASTIC, NYLON, GSVQ 1990D, THE POLYMER CORP (USE PCP000)

PC1506 PLASTIC, NYLON, GSVQ, THE POLYMER CORP (USE PCP000)

PC1507 PLASTIC, MIL-P-20693, TYPE 3, GRADE E (USE PCAM00)

PC1508 PLASTIC, HH-P-258, TYPE 2, GRADE L-CANCELED /D/ (USE CCA000$$PCN000)

PC1509 PLASTIC, HH-P-256, TYPE 2, GRADE C-CANCELED /D/ (USE CCA000$$PCN000)

PC1510 PLASTIC, MIL-P-15035 (USE PCN000)

PC1511 PLASTIC, XXX, THE BENDIX CORP, AVIONICS DIVISION (USE PCA000)

PC1514 PLASTIC, MIL-P-15035, TYPE FBH (INVALID)

PC1517 PLASTIC, AMS 3615 (USE CCA000$$PCM000)

PC1518 PLASTIC, MIL-P-18177, TYPE GES (INVALID)

PC1520A PLASTIC, EPOXY LAMINATE, 12470-1, WESTINGHOUSE ELECTRIC CORP, AEROSPACE AND ELECTRONIC SYSTEMS DIV

PC1520B (USE PCH000)

PC1524 PLASTIC, NYLON RESIN, 31, E I DUPONT, DE NEMOURS AND CO INC, WASHINGTON WORKS PLASTIC DEPT (USE PCP000)

PC1525 PLASTIC, POLYTETRAFLUOROETHYLENE, MDP 2004, ARMY MISSILE COMMAND (USE PCAF00)

PC1526 PLASTIC, POLYAMIDE, 101, E I DUPONT DE NEMOURS AND CO INC, WASHINGTON WORKS PLASTIC DEPT (USE PCZ000)

PC1527 PLASTIC, POLYAMIDE, L-P-410, COMP POLYHEXAMETHYLENE ADIPAMIDE (USE PCZ000)

PC1528 PLASTIC, POLYAMIDE, MIL-M-20693, COMP A (USE PCAM00)

PC1529 PLASTIC, POLYAMIDE, TYPE 6-10, HEWLETT-PACKARD CO (USE PCAA00)

PC1530 PLASTIC, POLYESTER, LAC 1-939, LOCKHEED-CALIFORNIA CO, A DIVISION OF LOCKHEED AIRCRAFT CORP (USE PCW000)

PC1531 PLASTIC, POLYETHYLENE, 50, PHILLIPS PETROLEUM CO (USE PCX000)

PC1532 PLASTIC, POLYTETRAFLUOROETHYLENE, L-P-403, TYPE 1 /D/ (USE PCAF00)

PC1533 PLASTIC, POLYTETRAFLUOROETHYLENE, RULON B, DIXON CORP (USE PCAF00)

PC1534 PLASTIC, POLYVINYL CHLORIDE, B F GOODRICH CHEMICAL CO (USE PCAJ00)

PC1535 PLASTIC, POLYTETRAFLUOROETHYLENE, 48-00012-000, ELECTRONIC COMMUNICATIONS INC (USE PCAF00)

PC1536 PLASTIC, TRIFLUOROCHLOROETHYLENE, KEL-F, MINNESOTA MINING AND MFG CO (USE PCAG00)

PC1537 PLASTIC, 1E483, CATERPILLAR TRACTOR CO (USE PCN000)

PC1538 PLASTIC, 83, TYPE 4, UNITED AIRCRAFT CORP, HAMILTON STANDARD DIV (USE PCA000)

PC1539A PLASTIC, NYLON, RESIN 101, E I DUPONT DE NEMOURS AND CO INC, PLASTICS DEPARTMENT-PENCADER PLANT

PC1539B (USE PCP000)

PC1540 PLASTIC, NYLON RESIN, E I DUPONT DE NEMOURS AND CO INC, PLASTICS DEPT-PENCADER PLANT (USE PCP000)

PC1542A PLASTIC, ACETAL RESIN, AF, E I DUPONT DENEMOURS AND CO, PLASTICS DEPARTMENT-PENCADER PLANT

PC1542B (USE PCB000)

PC1543 PLASTIC, TETRAFLUOROETHYLENE, GRADE A, DIXON CORP (USE PCAW00)

PC1544 PLASTIC, ACETAL RESIN, AF, E I DUPONT DENEMOURS AND CO INC (USE PCB000)

PC1545 PLASTIC, KEL-F, COLT INDUSTRIES INC, CHANDLER-EVANS CONTROL SYSTEM DIVISION (USE PCAG00$PCT000)

PC1546 PLASTIC, LAC-C-22-1142, LOCKHEED-CALIFORNIA CO, A DIVISION OF LOCKHEED AIRCRAFT CORP (USE PCA000)

PC1547 PLASTIC, PHENOLIC, ES-0493, BENDIX CORP (USE PCN000)

PC1548 PLASTIC, PHENOLIC, GLFM, SYNTHANE-TAYLOR CORP, AN ALCO STANDARD CO, OAKS PLANT (USE PCN000)

PC1549 PLASTIC, L-P-509, GRADE LE, TYPE FBE (USE CSA000$$PCN000)

PC1550 PLASTIC, PHENOLIC, ES-0493, MC DONNELL DOUGLAS CORP, MC DONNELL A/C DIV (USE PCN000)

PC1551 PLASTIC, PHENOLIC, 9-1300, BENDIX CORP, ELECTRICAL COMPONENT DIVISION (USE PCN000)

PC1553 PLASTIC, TETRAFLUOROETHYLENE, GRADE B, DIXON CORP (USE PCAW00)

PC1554 PLASTIC, ACETAL RESIN 500, E I DUPONT DENEMOURS AND CO INC (USE PCB000)

PC1555 PLASTIC, NYLON 101, E I DUPONT DENEMOURS AND CO INC (USE PCP000)

PC1556 PLASTIC, PHENOLIC LAMINATE, LE540, SPAULDING FIBRE CO INC (USE PCN000)

PC1557A PLASTIC, PHENOLIC, GRADE 97, WESTINGHOUSE ELECTRIC CORP, INSULATING MATERIALS DIVISION-BENOLITE

PC1557B MANOR (USE PCN000)

PC1558 PLASTIC, POLYURETHANE, MPR-1212, NAVAL AIR ENGINEERING CENTER (USE PCAH00)

PC1559 PLASTIC, LAC-1-811, LOCKHEED-CALIFORNIA CO, A DIVISION OF LOCKHEED AIRCRAFT CORP (USE PCA000)

PC1560 PLASTIC, MIL-P-5431 (USE PCN000$$GFA000)

PC1561 PLASTIC, NYLON, FM10001, E I DUPONT DENEMOURS AND CO INC (USE PCP000)

90



MATERIAL CROSS REFERENCE

OLD
CODE SPECIFICATION REPLY & NEW REPLY CODE

PC1562 PLASTIC, POLYSTYRENE, MIL-P-3413, TYPE E2 (USE PCAD00)

PC1563 PLASTIC, POLYTETRAFLUOROETHYLENE, GOODYEAR TIRE AND RUBBER CO (USE PCAF00)

PC1564 PLASTIC, DELRIN AF, DE-588 AIP, CADILLAC PLASTIC AND CHEMICAL CO (USE PCA000)

PC1565 PLASTIC, FLUOROSINT TFE, THE POLYMER CORP (USE PCAF00)

PC1566 PLASTIC, IMPLEX A, ROHM AND HAAS CO (USE PCA000)

PC1567 PLASTIC, NYLATRON, GS RT 10-2, CARRIER TRANSICOLD CO, A DIV OF CARRIER CORP (USE PCP000)

PC1569 PLASTIC, RULON A, DIXON CORP (USE PCA000)

PC1570 PLASTIC, TM, WS SHAMBAN AND CO (USE PCA000)

PC1571 PLASTIC, TYPE B, WS SHAMBAN AND CO (USE RC0019)

PC1572 PLASTIC, SP 21, E I DUPONT DE NEMOURS AND CO INC, FABRICS DIV (USE PCA000)

PC1573 PLASTIC, ABS MATERIAL, GMPS 4003, GRUMMAN AEROSPACE CORP (USE PCBL00)

PC1574 PLASTIC, ALLOY, DYFLON R, SOUTHWEST PRODUCTS CO (USE PCA000)

PC1575 PLASTIC, DU, GARLOCK BEARINGS INC (USE CUB000$$PBA000$$PCAF00)

PC1576 PLASTIC, DU, GARLOCK INC, PLASTIC DIV (USE CUB000$$PBA000$$PCAF00)

PC1577 PLASTIC, DX, GARLOCK INC, PLASTIC DIV (USE CUB000$$PCB000)

PC1578 PLASTIC, TYPE 2, LEAR SIEGLER INC, TRANSPORT DYNAMICS DIV (USE PCA000)

PC1579 PLASTIC, FM101, E I DUPONT DE NEMOURS AND CO INC, PLASTICS DEPT, PENCADER PLANT (USE PCP000)

PC1580 PLASTIC, G1, THE TORRINGTON CO, SUBSIDIARY OF INGERSOLL RAND CORP (USE PCA000)

PC1581 PLASTIC, GRADE SNE-60, JOSEPH T RYERSON AND SON (USE PCA000)

PC1582 PLASTIC, GROUP B, METRO MACHINE CO (USE PCA000)

PC1583 PLASTIC, G383737, BELL TELEPHONE LABORATORIES INC (USE PCA000)

PC1586 PLASTIC, GRADE LE, THE BENDIX CORP, ELECTRICAL COMPONENTS DIV (USE PCA000)

PC1587 PLASTIC, MIL-P-43037 (USE PCP000$$PCN000)

PC1588 PLASTIC, MIL-P-43047 (USE PCP000$$PCN000)

PC1589 PLASTIC, 112, GATKE CORP (USE PCA000)

PC1590 PLASTIC, AMS 3652 (USE PCAF00)

PC1591 PLASTIC, MIL-M-55068-CANCELED (INVALID)

PC1592 PLASTIC, MIL-R-8791 (USE PCAF00)

PC1593 PLASTIC, PHENOLIC, 34282, TYPE 12, AEROJET GENERAL CORP, SPACE GENERAL CO (USE PCN000)

PC1595 PLASTIC, EM46, TYPE D, THE BENDIX CORP (USE PCA000)

PC1597 PLASTIC, POLYAMIDE, MIL-P-17091, TYPE 2 (USE PCP000)

PC1598 PLASTIC, POLYAMIDE, MIL-P-46060, CLASS 6 (USE PCP000)

PC1599 PLASTIC, AMS 3627 (USE PCK000)

PC1600 PLASTIc, MIL-P-3412, TYPE E-1 (USE PCBY00)

PC1601 PLASTIC, MIL-M-14, TYPE CFI-20 (USE PCN000$$CSA000)

PC1612 PLASTIC, POLYAMIDE, MIL-P-20693 (USE PCAM00$PCQ000$PCAAAB)

PC1614 PLASTIC, POLYAMIDE, MIL-P-20693, COMP A, TYPE 1 (USE PCAM00)

PC1615 PLASTIC, MIL-P-79, FORM R (USE PPA000$$PCN000$CCA000$$PCN000$GSA000$$PCJ000)

PC1616 PLASTIC, POLYAMIDE, MIL-P-20693, COMP A TYPE 2 (USE PCP000)

PC1617 PLASTIC, MIL-P-17091, TYPE 1-CANCELED (USE PCP000)

PC1618 PLASTIC, ZYTEL 101, E I DUPONT DE NEMOURS AND CO INC (USE PCZ000)

PC1619 PLASTIC, MIL-P-17303, CLASS 1, TYPE B (USE RSD000$$PBA000$$CCA000)

PC1620 PLASTIC, MIL-P-17303, CLASS 2, TYPE E (USE RSD000$$ASA000$$NLB000)

PC1622 PLASTIC, ASTM D1457-62T (USE PCA000)

PC1624 PLASTIC, MIL-P-8184 (USE PCD000)

PC1625 PLASTIC, AMS 3626 (USE PCA000)

PC1628 PLASTIC, L-P-387, TYPE NDP (USE PCA000)

PC1629 PLASTIC, L-P-398 (USE PCAAF0)

PC1630 PLASTIC, L-P-535, COMP B, TYPE 1, CLASS 1 (USE PCAQ00)

PC1631 PLASTIC, MIL-M-14, TYPE MFG (USE PCN000$$ASA000)

PC1632 PLASTIC, MIL-P-10407, TYPE 1, CLASS 1 (USE PCBN00)

PC1634 PLASTIC, MIL-P-10421, CLASS A, TYPE 1 (USE PCBB00)

PC1635 PLASTIC, MIL-P-14 (INVALID)
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PC1637 PLASTIC, MIL-P-5425, CLASS H (USE PCD000)

PC1638 PLASTIC, MIL-P-5425, TYPE 1 (USE PCD000)

PC1639 PLASTIC, MIL-P-80 (USE PCD000)

PC1640 PLASTIC, MIL-P-80, TYPE AEW-4 (USE PCD000)

PC1641 PLASTIC, MIL-W-80 (USE PCD000)

PC1644 PLASTIC, L-P-394 (USE PCAC00)

PC1646 PLASTIC, L-P-392, TYPE 2 (USE PCB000)

PC1647 PLASTIC, L-P-398, TYPE 3 (USE PCAAF0)

PC1648 PLASTIC, MIL-P-6886, GRADE 1 (USE PCD000)

PC1650 PLASTIC, MIL-P-79, TYPE FBE (USE PCN000$$CCA000)

PC1651 PLASTIC, L-P-349, TYPE 2 (USE PCBN00)

PC1652 PLASTIC, MIL-P-776, TYPE E2 (INVALID)

PC1653 PLASTIC, MIL-P-8587, TYPE 1 (USE PCAN00)

PC1654 PLASTIC, MIL-P-8587, TYPE 2 (USE PCAN00)

PC1655 PLASTIC, PHENOLIC, GRADE T-602, RICHARDSON CAMERA CO INC (USE PCN000)

PC1656 PLASTIC, AMS 3635 (USE PCAP00)

PC1657 PLASTIC, L-P-535, COMP A, TYPE 2 (USE PCAJ00)

PC1658 PLASTIC, MIL-P-22581 (USE PCA000)

PC1659 PLASTIC, L-P-1196, TYPE 2, CLASS 2 (USE PCAN00$PCBN00#PCBD00$$FEF000)

PC1660 PLASTIC, L-P-517 (USE PCA000$$ADA000)

PC1661 PLASTIC, L-P-519, TYPE 2, CLASS 1 (USE PCAB00)

PC1662 PLASTIC, L-P-519, TYPE 1, CLASS 1 (USE PCAB00)

PC1663 PLASTIC, MIL-P-14591 (USE PCY000)

PC1667 PLASTIC, MIL-P-5431, FORM S (USE PCN000$$GFA000)

PC1670 PLASTIC, L-P-535, TYPE 2, CLASS 1 (USE PCAJ00$PCCC00)

PC1671 PLASTIC, FILM, L-P-001167 (USE RCAB00)

PC1672 PLASTIC, L-P-391 (USE PCBB00)

PC1673 PLASTIC, L-P-550, TYPE 2, CLASS 1 (USE PCBD00)

PC1675 PLASTIC, MIL-P-15280, TYPE 2, FORM 2 (USE RCB000)

PC1676 PLASTIC, MIL-P-8045 (USE PCA000)

PC1677 PLASTIC, L-P-391, TYPE 1, GRADE C (USE PCBB00)

PC1678 PLASTIC, MIL-P-22241, TYPE 3 (USE PCAF00)

PC1679 PLASTIC, MIL-P-6886, FINISH A, TYPE UVT (USE PCD000)

PC1680 PLASTIC, 820-0927-00 COLLINS RADIO CO (USE PCA000)

PC1681 PLASTIC, L-P-383, TYPE 3 (USE PCW000$$GSB000)

PC1682 PLASTIC, L-P-383, TYPE 1 (USE PCW000$$GSB000)

PC1683 PLASTIC, L-P-590, TYPE 3, GRADE 8 (USE PCX000)

PC1684 PLASTIC, MIL-P-17303, CLASS 2, TYPE C (USE RSD000$$ASA000$$NLB000)

PC1688 PLASTIC, POLYETHYLENE, L-P-390, TYPE 2, CLASS L/D/ (USE PCX000)

PC1690 PLASTIC, POLYETHYLENE, L-P-390, TYPE 2, CLASS L, GRADE 7/D/ (USE PCX000)

PC1691 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-W-16878 (USE PCAF00)

PC1694 PLASTIC, POLYVINYL CHLORIDE, MIL-W-5086 (USE PCAJ00)

PC1695 PLASTIC, POLYVINYL CHLORIDE, MIL-I-3930, TYPE JP (USE PCAJ00)

PC1696 PLASTIC, POLYOLEFIN, MIL-I-23053 (USE PCXL04)

PC1697 PLASTIC, POLYETHYLENE TEREPHTHALATE, MIL-I-631, TYPE G (USE PCY000)

PC1698 PLASTIC, POLYVINYL CHLORIDE, MIL-W-16878 (USE PCAJ00)

PC1699 PLASTIC, MIL-I-631, TYPE F (USE PCAJ00)

PC1726 PLASTIC, L-L-31, TYPE 1, GRADE XXX-CANCELED (USE PCN000$$PPA000)

PC1727 PLASTIC, MIL-P-17303, CLASS 1, TYPE B, GRADE A (USE RSD000$$PBA000$$CCA000)

PC1728 PLASTIC, MIL-P-17303, CLASS 1, TYPE C (USE RSD000$$PBA000)

PC1729 PLASTIC, MIL-P-17303, TYPE B, SYMBOL 1433 (USE RSD000$$PBA000$$CCA000)

PC1731 PLASTIC, MIL-P-17303, CLASS 1, TYPE C, SYMBOL 1434 (USE RSD000$$PBA000)

PC1732 PLASTIC, MIL-P-17303, CLASS 3, TYPE B, SYMBOL 1439 (USE RSD000$$CCA000$$CUA000)
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PC1733 PLASTIC, MIL-P-17303, CLASS 2, TYPE D, SYMBOL 1109 (USE RSD000$$CCA000)

PC1734 PLASTIC, MIL-P-18324 (USE PCN000)

PC1735 PLASTIC, MIL-P-22242 (USE PCAW00)

PC1736 PLASTIC, POLYTETRAFLUOROETHYLENE, AMS 3656 (USE PCAF00)

PC1737 PLASTIC, POLYTETRAFLUOROETHYLENE, L-P-403 (USE PCAF00)

PC1738 PLASTIC, L-P-504 (USE PCA000)

PC1741 PLASTIC, MIL-P-17303, CLASS 2, TYPE 3, SYMBOL 1111 (USE PCA000)

PC1742 PLASTIC, MIL-P-22241, TYPE 2, GRADE B (USE PCAG00)

PC1744 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-22296, TYPE 2, GRADE B (USE PCAF00)

PC1745 PLASTIC, POLYURETHANE, MIL-P-26514 (USE PCAH00)

PC1747 PLASTIC, EPOXY, AMS 3735 (USE PCH000)

PC1749 PLASTIC, POLYETHYLENE, L-P-390 (USE PCX000)

PC1754 PLASTIC, L-P-392, TYPE 1, CLASS 2 (USE PCB000)

PC1755 PLASTIC, L-P-392, TYPE 1, CLASS 3 (USE PCB000)

PC1756 PLASTIC, L-P-392, TYPE 2, CLASS 1 (USE PCB000)

PC1757 PLASTIC, MIL-M-20693, TYPE 4 (USE PCQ000)

PC1758 PLASTIC, POLYAMIDE, MIL-M-20693A, COMP A, TYPE 3 (USE PCAM00)

PC1759 PLASTIC, MIL-P-15035, TYPE FDE (INVALID)

PC1761 PLASTIC, MIL-P-79, FORM R, TYPE PBG (USE PPA000$$CCA000)

PC1763 PLASTIC, MIL-M-14, TYPE CFI-10 (USE PCN000$$CSA000)

PC1764 PLASTIC, MIL-M-14, TYPE MAI-60 (USE PCW000$$GSA000)

PC1768 PLASTIC-RUBBER, ZZ53, WS SHAMBAM AND CO (USE PCA000$$RCE000)

PC1769 PLASTIC, 6008, HONEYWELL INC (USE PCA000)

PC1770 PLASTIC, HS1401, GRADE A, UNITED AIRCRAFT CORP (USE PCA000)

PC1771 PLASTIC, 5502, WM CISSELL MFG CO (USE PCA000)

PC1772 PLASTIC, TETRAFLUOROETHYLENE, 8764, GARLOCK INC (USE PCAW00)

PC1773 PLASTIC, TETRAFLUOROETHYLENE, FOF-60, FRANCE INC (USE PCAW00)

PC1774 PLASTIC, MIL-P-22748 (USE PCX000)

PC1775 PLASTIC, ASTM D707-51T, TYPE HARD, GRADE H22 (USE PCBN00)

PC1776 PLASTIC, MIL-P-26514, TYPE 1, CLASS 2 (USE PCAH00)

PC1778 PLASTIC, POLYURETHANE FOAM, MIL-P-26514, TYPE 1, CLASS 2 (USE PCAH00)

PC1952 PLASTIC, FM10001,E I DUPONT DE NEMOURS AND CO (USE PCAF00)

PC1990 PLASTIC, MIL-P-15035, TYPE FBI (USE PCN000$$CCA000)

PC2023 PLASTIC, ELASTOMER, BMS1-11, TYPE 1, GRADE 80, THE BOEING CO (USE PCA000)

PC2029 PLASTIC, MIL-P-17091, TYPE 2-CANCELED (USE PCZ000)

PC2030 PLASTIC, L-P-410 (USE PCAM00$PCZ000$PCQ000$PCAA00)

PC2048 PLASTIC, MIL-M-20693 (USE PCAM00$PCQ000$PCAAAB)

PC2050 PLASTIC, L-P-410, COMP 6/6 (USE PCZ000)

PC2065 PLASTIC, MIL-P-46124, TYPE 2, CLASS 1 (USE PCA000)

PC2066 PLASTIC FOAM ENSOLITE, TYPE M, HUGHES TOOL CO, AIRCRAFT DIV (USE PCAP00)

PC2067 PLASTIC, MIL-P-8045, CLASS 1, TYPE 1 (USE PCA000)

PC2068 PLASTIC, MIL-P-8045, CLASS 1, TYPE 2 (USE PCA000)

PC2069 PLASTIC, MIS 11132-1, ARMY MISSILE COMMAND (USE PCA000)

PC2074 PLASTIC, ASTM D1788, TYPE L, GRADE 2/D/ (USE PCBL00)

PC2076 PLASTIC, 552 CHESTERTON AW CO INC (USE PCA000)

PC2078 PLASTIC, MIL-F-22191, TYPE 2 (USE PCA000)

PC2079 PLASTIC, POLYETHYLENE, L-P-390, TYPE 1, CLASS L, GRADE 1 (USE PCX000)

PC2081 PLASTIC, VINYL, 542, NORTON COATED ABRASIVE AND TAPE DIV (USE PCAP00)

PC2082 PLASTIC, VITON, STYLE 7592, GARLOCK INC (USE PCA000)

PC2083 PLASTIC, MIL-F-22191, TYPE 1 (USE PCA000)

PC2085 PLASTIC, TFE-FLUOROCARBON, L-P-403 (USE PCAF00)

PC2086 PLASTIC, L-P-390, TYPE 1, CLASS H, GRADE 1 (USE PCX000)

PC2087 PLASTIC, L-P-390, TYPE 3, CLASS L, GRADE 4 (USE PCX000)
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PC2088 PLASTIC, L-P-535, COMP A, TYPE 2, GRADE GU (USE PCAJ00)

PC2089 PLASTIC, MIL-P-22241, TYPE 2, GRADE A (USE PCAF00)

PC2090 PLASTIC, MIL-P-55010 (USE PCY000)

PC2092 PLASTIC, GRADE PBM58, WESTINGHOUSE ELECTRIC CORP (USE PCA000)

PC2144 PLASTIC, ASTM D2133-66/D/ (USE PCB000)

PC2148 PLASTIC, MIL-P-46036, TYPE 2 (USE PCT000)

PC2174 PLASTIC, MIL-I-631, TYPE G, FORM S, CLASS 1 (USE PCY000)

PC2184 PLASTIC, MIL-P-79, FORM TR, TYPE GMG (USE GSA000$$PCJ000)

PC2192 PLASTIC, MIL-P-79, TYPE FBM (USE CCA000$$PCN000)

PC2193 PLASTIC, MIL-P-79, FORM R, TYPE FBG (USE CCA000$PCN000)

PC2194 PLASTIC, MIL-P-79, FORM TM, TYPE PBE (USE PPA000$$PCN000)

PC2195 PLASTIC, MIL-P-79, FORM TR, TYPE FBE (USE CCA000$$PCN000)

PC2207 PLASTIC, FMS 1026, CLASS 1, TYPE B, GENERAL DYNAMICS CORP (USE PCA000)

PC2209 PLASTIC, EM7, GRADE 8, THE BENDIX CORP, NAVIGATION AND CONTROL (USE PCA000)

PC2213 PLASTIC, G10, COLLINS RADIO CO (USE PCA000)

PC2214 PLASTIC, 483002-4, RAYTHON CO. (USE PCA000)

PC2216 PLASTIC, PHENOLIC, L564, SYNTHONE CORP (USE PCN000)

PC2222 PLASTIC, STM6-1006, SCHULZ TOOL AND MFG CO (USE PCA000)

PC2225 PLASTIC, L-P-1183 (USE PCBL00)

PC2228 PLASTIC, FMS 1023, CLASS 1, TYPE AE002, GENERAL DYNAMICS CORP, FT WORTH DIV (USE PCA000)

PC2229 PLASTIC, MIS 15727, ARMY MISSILE COMMAND (USE PCA000)

PC2230 PLASTIC, MPD 7019, CLASS 1, SIZE 14, ARMY MISSILE COMMAND (USE PCA000)

PC2273 PLASTIC, POLYAMIDE, MIL-P-22096, TYPE 3 (USE PCF000)

PC2276 PLASTIC, ASTM D1785-68, TYPE 4, GRADE 1/D/ (USE PCAJ00)

PC2277 PLASTIC, ASTM D1785-69, TYPE 1, GREADE 1/D/ (USE PCAJ00)

PC2278 PLASTIC, ASTM D2241, SDR13.5, TYPE 1, GRADE 1 (USE PCAJ00)

PC2286 PLASTIC, MIL-M-20693, COMP A, TYPE 2 (USE PCZ000)

PC2292 PLASTIC, MIL-M-20693, TYPE 2 (USE PCZ000)

PC2306 PLASTIC, MIL-P-52189 (USE PCN000$$CCA000)

PC2310 PLASTIC, MIL-P-3416, TYPE 0-2 (USE PCD000)

PC2342 PLASTIC, MIL-P-14, TYPE CF1-10 (USE PCN000$CSA000)

PC2343 PLASTIC, PHENOLIC, GRADE 400, WESTINGHOUSE ELECTRIC CORP (USE PCN000)

PC2372 PLASTIC, MIL-P-14, TYPE CFI-5 (USE PCN000$$CCA000$PPA000)

PC2434 PLASTIC, MIL-P-20689, TYPE 2, CLASS 1 (USE PCD000)

PC2449 PLASTIC, L-P-509, TYPE 1 (USE PCN000$PPA000)

PC2466 PLASTIC, MIL-P-22241, TYPE 1 (USE PCAF00)

PC2635 PLASTIC, MIL-P-14, TYPE MAG (USE PCE000$$SLD000)

PC2946 PLASTIC, POLYCAPROLACTAM, 1E904, CATERPILLAR TRACTOR CO (USE PCQ000)

PC2947 PLASTIC, POLYAMIDE, GM4104BFA, GRUMMAN AEROSPACE CORP (USE PCP000)

PC2951 PLASTIC, ASTM D4066 (USE PCA000)

PC2956 PLASTIC, POLYAMIDE, NY076AA, GENERAL MOTORS CORP (USE PCP000)

PC2958 PLASTIC, POLYAMIDE, UL94V-O, MITE CORP (USE PCP000)

PC2959 PLASTIC, POLYHEXAMETHYLENE ADIPAMIDE, UL94V-2, MITE CORP (USE PCZ000)

PC2961A PLASTIC, POLYTETRAFLUOROETHYLENE AND GLASS, T114, STERN AND STERN HUGUET TEXTILES INC

PC2961B (USE PCAF00$$GSA000)

PC2973 PLASTIC, POLYTETRAFLUOROETHYLENE, GLASS FILLED, RAS347, DOWTY ROTOL LTD (USE PCAF00$$GSA000)

PC2978 PLASTIC, POLYTETRAFLUOROETHYLENE, AMS 3661 (USE PCAF00)

PC2979 PLASTIC, POLYIMIDE, A50TF190 CL A (TORLON 4203), GENERAL (USE PCCH00)

PC2980 PLASTIC, POLYETHYLENE, ASTM D1248, TYPE 1, GRADE 2, CLASS B (USE PCX000)

PC2987 PLASTIC POLYESTER, 43664-10, ANCRA CORP (USE PCW000)

PF0000 PAPER (NOT OTHERWISE SPECIFIED) (USE PPA000)

PFA000 PAPER, FISH PAPER (NOT OTHERWISE SPECIFIED) (USE PPA000)
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PFAAAD PAPER CREPE (USE PPA000)

PFAJ00 PAPER, BOND (NOT OTHERWISE SPECIFIED) (USE PPA000)

PFAK00 PAPER, MANILLA (NOT OTHERWISE SPECIFIED) (USE PPA000)

PFB000 PAPER, KRAFT, LAMINATE BLACK (NOT OTHERWISE SPECIFIED) /D/ (USE PPA000)

PFD000 PAPER, COMPRESSED PLANT AND ANIMAL FIBER (NOT OTHERWISE SPECIFIED) (USE PPA000)

PFF000 PAPER, IMPREGNATED (NOT OTHERWISE SPECIFIED) (INVALID)

PFH000 PAPER, LAMINATED, INSULATED (NOT OTHERWISE SPECIFIED) (USE PPA000)

PFK000 PAPER, KRAFT (NOT OTHERWISE SPECIFIED) (USE PPA000)

PF0001 PAPER, HH-P-96, TYPE 1, CLASS A (USE PPA000$$ADB000$$MSB000)

PF0002 PAPER, HH-P-96, TYPE 2, CLASS B (USE PPA000$$RCB000)

PF0003 PAPER, MIL-G-12803, NO. P3002-A (USE PPA000)

PF0004 PAPER, MIL-G-12803, NO. P3102-A (USE PPA000)

PF0005 PAPER, MIL-G-12803, P3301-A (USE PPA000)

PF0006 PAPER, MIL-G-12803, P3302-A (USE PPA000)

PF0007 PAPER, MIL-G-12803, P3313-A (USE PPA000$$ADB000)

PF0008 PAPER, MIL-G-12803, P3313-B (USE PPA000$$ADB000)

PF0009 PAPER, MIL-G-12803, P3313-C (USE PPA000$$ADB000)

PF0010 PAPER, MIL-G-12803, P3341-A (USE PPA000$$RC0019)

PF0011 PAPER, MIL-G-12803, P3341-B (USE PPA000$$RC0019)

PF0012 PAPER, MIL-G-12803, P3342-A (USE PPA000$$RC0019)

PF0013 PAPER, MIL-G-12803, P3342-B (USE PPA000$$RC0019)

PF0014 PAPER, MIL-G-12803, P3342-C (USE PPA000$$RC0019)

PF0015 PAPER, MIL-G-12803, NO. P3342-D (USE PPA000$$RC0019)

PF0016 PAPER, MIL-G-12803, NO. P3342-E (USE PPA000$$RC0019)

PF0017 PAPER, MIL-G-12803, NO. P3345-A (USE PPA000$$RC0019)

PF0018 PAPER, MIL-G-12803, NO. P3352-A (USE PPA000$$RC0007)

PF0019 PAPER, MIL-G-12803, NO. P3353-A (USE PPA000$$RC0007)

PF0020 PAPER, MIl-G-12803, NO. O3354-A (INVALID)

PF0021 PAPER, MIL-G-12803, NO. P3365-A (USE PPA000$$RC0020$RC0018)

PF0022 PAPER, MIL-G-12803, NO. P3413-A (USE PPA000$$ADB000)

PF0023 PAPER, MIL-G-12803, NO. P3415-A (USE PPA000$$ADB000)

PF0024 PAPER, MIL-G-12803, NO. P3421-A (USE PPA000$$RSC000$RSA000)

PF0025 PAPER, MIL-G-12803, NO. P3423-A (USE PPA000$$RSC000$RSA000)

PF0026 PAPER, MIL-G-12803, NO. P3441-A (USE PPA000$$RC0019)

PF0027 PAPER, MIL-G-12803, NO. P3442-A (USE PPA000$$RC0019)

PF0028 PAPER, MIL-G-12803, NO. P3443-A (USE PPA000$$RC0019)

PF0029 PAPER, MIL-G-12803, NO. P3443-B (USE PPA000$$RC0019)

PF0030 PAPER, MIL-G-12803, NO. P3443-C (USE PPA000$$RC0019)

PF0031 PAPER, MIL-G-12803, NO. P3444-A (USE PPA000$$RC0019)

PF0032 PAPER, MIL-G-12803, NO. P3464-A (USE PPA000$$RC0020$RC0018)

PF0033 PAPER, MIL-G-12803, NO. P3553-A (USE PPA000$$RC0007)

PF0034 PAPER, MIL-G-12803, NO. P3561-A (USE PPA000$$RC0020$RC0018)

PF0035 PAPER, MIl-G-12803, NO. P3562-A (USE PPA000$$RC0020$RC0018)

PF0036 PAPER, HH-P-96, TYPE 1 (USE PPA000$$ADB000$$MSB000)

PF0037 PAPER, HH-P-96, TYPE 2, CLASS A (USE PPA000$$RCB000)

PF0038 PAPER, HH-P-119 (USE PPA000)

PF0039 PAPER, MIL-G-12803, NO. P3200-A (USE PPA000)

PF0040 PAPER, MIL-G-12803, NO. P3302-B (USE PPA000)

PF0041 PAPER, MIL-G-12803, NO. P3341-C (USE PPA000$$RC0019)

PF0042 PAPER, HH-P-91A (USE PPA000)

PF0043 PAPER, MIL-P-20085 (USE CSA000$FBA000)

PF0045 PAPER, ASTM D709, TYPE 1, GRADE XXP, AMERICAN SOCIETY FOR TESTING AND MATERIALS (USE PCN000$$PPA000)

PF0046 PAPER, MIL-G-12803, TYPE 3, CLASS 2, GROUP 1, GRADE 2 (INVALID)
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PF0048 PAPER, MIL-G-12803, TYPE 3, CLASS 2, GRADE 2, GROUP 4 (INVALID)

PF0050 PAPER, KRAFT, UU-P-268, GRADE A (USE PPA000)

PF0058 PAPER, 1602, DETROIT GASKET AND MFG. CO. (USE PPA000)

PF0065 PAPER, MS1683, CHRYSLER CORP (INVALID)

PF0066 PAPER, NS-181, GRADE HLA-2000, WOLVERINE FABRICATING AND MFG CO (USE PPA000)

PF0067 PAPER, RX523, ALLIS-CHALMERS MFG CO, HARVEY PLANT (USE PPA000)

PF0074 PAPER, UU-P-226, TYPE 2, CLASS A-2 (USE PPA000)

PF0092 PAPER, ASTM D1170-51T, NO G3223 (USE PPA000$$RSC000$RSA000)

PF0093 PAPER, HH-P-96 (USE PPA000$$ADB000$$MSB000$PPA000$$RCB000)

PF0094 PAPER, MIL-I-695, TYPE FC (USE CCA000$$PPA000)

PF0095 PAPER, MPD1511, GRADE A, ARMY MISSILE COMMAND (USE PPA000)

PF0096 PAPER, SAE 90 (USE PPA000)

PF0097 PAPER, MIL-I-695, TYPE R (USE PPA000)

PF0098 PAPER, HH-P-96, TYPE 1, CLASS B (USE PPA000$$ADB000$$MSB000)

PF0099 PAPER, HH-P-0096, TYPE 2, CLASS A (USE PPA000)

PF0100 PAPER, HH-P-96, TYPE 2 (USE PPA000$$RCB000)

PF0101 PAPER, MIL-B-121, TYPE 2, GRADE 2, CLASS 1 (USE PPA000$$PCX000)

PF0102 PAPER, UU-P-121, TYPE 1 (USE PPA000)

PF0103 PAPER, UU-P-226, (USE PPA000)

PF0105 PAPER, UU-P-226, TYPE 3 (USE PPA000)

PF0106 PAPER, UU-P-271, CLASS C-1 (USE PPA000)

PF0108 PAPER, MIL-I-695, TYPE F (USE PPA000)

PF0109 PAPER, UU-P-271, TYPE A (USE PPA000)

PF0110 PAPER, AMS 3610 (USE PPA000)

PL0000 POLYAMIDE NYLON (NOT OTHERWISE SPECIFIED) (USE PCP000)

PLL000 POLYAMIDE NYLON,LACQUER COATED (USE PCP000)

PLR000 POLYAMIDE NYLON, WOVEN (NOT OTHERWISE SPECIFIED) (USE PCP000)

PL0002 POLYAMIDE NYLON, L-P-395, TYPE 1 (USE PCZ000$$GSB000)

PL0004 POLYAMIDE NYLON, L-P-410 (USE PCAM00$PCZ000$PCQ000$PCAA00)

PL0005 POLYAMIDE NYLON, MIL-N-18352 (USE PCP000)

PL0006 POLYAMIDE NYLON, L-P-410, NYLON 616, NATURAL, WITH OR WITHOUT FILLERS (USE PCZ000$PCAM00$PCQ000$PCAA00)

PL0007 NYLON, FM10001, GENERAL ELECTRIC CO (USE PCP000)

PL0009 POLYAMIDE NYLON, MIL-M-20693A, COMP A, TYPE 1 (USE PCAM00)

PL0010 POLYAMIDE NYLON, MIl-P-17091B (USE PCP000)

PL0011 POLYAMIDE NYLON, MIL-M-20693, COMP A, TYPE 2 (USE PCZ000)

PL0030 POLYAMIDE NYLON, MIL-M-20693A, TYPE 1 (USE PCAM00)

PL0034 NYLON/NYLATRON/, 370-014, HRB SINGER INC, THE SINGER CO (USE PCP000$$GFA000)

PL0035 NYLON, EM-46, TYPE D, THE BENDIX CORP, NAVIGATION AND CONTROL DIV (USE PCP000)

PL0036 NYLON, EM-46, TYPE D2, THE BENDIX CORP, NAVIGATION AND CONTROL DIV (USE PCP000)

PL0037 NYLON, EM10001, THE POLYMER CORP (USE PCP000)

PL0038 NYLON, FM10001, GRIMES MFG CO (USE PCP000)

PL0039 NYLON, FM10001, THE POLYMER CORP /D/ (USE PCP000)

PL0040 NYLON, LS20887, LEAR SIGLER INC, ASTRONICS DIV (USE PCP000)

PL0041 NYLON, EM-46, TYPE TP-D, THE BENDIX CORP, NAVIGATION AND CONTROL DIV (USE PCP000)

PL0042 NYLON, ZYTEL 101, HUGHES AIRCRAFT CO (USE PCZ000)

PL0043 NYLON, MIL-C-8068, TYPE 2 (USE PCP000$$RCB000)

PL0044 NYLON, 101, E I DUPONT DE NEMOURS AND CO INC /D/ (USE PCZ000)

PL0045 NYLON, NYLATRON, GS, THE POLYMER CORP (USE PCZ000$$LBF000)

PL0046 NYLON, PS-2010798, RCA CORP (USE PCP000)

PL0047 NYLON RESIN, ZYTEL 101, E I DUPONT DE NEMOURS AND CO INC, WASHINGTON WORKS PLASTIC DEPT (USE PCZ000)

PL0048 NYLON RESIN, ZYTEL 101, CESSNA AIRCRAFT CO, MILITARY AIRCRAFT DIV (USE PCZ000)

PL0049 NYLON, TYPE G, THE POLYMER CORP (USE PCP000)
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PL0050 NYLON, ZYTEL 101, E I DUPONT DE NEMOURS AND CO INC, WASHINGTON WORKS PLASTIC DEPT (USE PCZ000)

PL0051 NYLON, 101, CANADIAN MARCONI CO (USE PCZ000)

PL0052 NYLON, 101, E I DUPONT DE NEMOURS AND CO INC (USE PCP000)

PL0053 NYLON, 101, SEASTROM MFG CO INC (USE PCZ000)

PL0054 NYLON, 21-0-515-000, BELL AND HOWELL CO (USE PCP000)

PL0055 NYLON, 2252-N089, ANATOM ELECTRONIC HARDWARE DIV OF MITE CORP (USE PCP000)

PL0056 NYLON, 3405 MR-5P11, RAYTHEON CO, MISSILE SYSTEMS DIV HQ (USE PCP000)

PL0057 NYLON, 370-011, HRB SINGER INC, THE SINGER CO (USE PCP000)

PL0058 NYLON, ZYTEL 101, CESSNA AIRCRAFT CO, MILITARY AIRCRAFT DIV (USE PCZ000)

PL0059 NYLON, EM-46, TYPE D, ECLIPSE-PIONEER DIV OF BENDIX CORP (USE PCP000)

PL0061 NYLON, DUPONT 10001, E I DUPONT DE NEMOURS AND CO INC, WASHINGTON WORKS PLASTIC DEPT (USE PCP000)

PL0062 NYLON, FM10001, E I DUPONT DENEMOURS AND CO INC, TEXTILE FIBERS DEPT (USE PCP000)

PL0063 NYLON, FM10001, THE POLYMER CORP (USE PCP000)

PL0064 NYLON, FM10001, THE CHAPMAN MACHINE CO (USE PCP000)

PL0065 NYLON, 101 NATURAL, E I DUPONT DENEMOURS AND CO INC (USE PCP000)

PL0066 NYLON, NYLATRON GS, SPEC 1990, THE POLYMER CORP (USE PCZ000$$LBF000)

PL0068 NYLON, MIL-W-5086 (USE PCP000)

PL0077 POLYAMIDE NYLON, L-P-395, TYPE 2, 6/6 (USE PCZ000)

PL0078 POLYAMIDE NYLON, MIL-P-17091, TYPE 1 (USE PCP000)

PL0082 NYLON, ASTM D789, COMP 2 (USE PCQ000)

PMA000 PULP (INVALID)

PNAF00 PLASTIC, POLYPROPYLENE (NOT OTHERWISE SPECIFIED) (USE PCAA00)

PN0088 PAINT, FED STD 595, CRAIG PANORAMA, INC LOS ANGELES, CALIF (USE PNA000)

PTB000 PLATINUM ALLOY (NOT OTHERWISE SPECIFIED) (USE PTB000)

PV0000 PHENOL (NOT OTHERWISE SPECIFIED) (USE PCN000)

PX0000 PYROXYLIN (USE PCBJ00)

PX1239 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-22241, TYPE 1, GRADE B (USE PCAF00)

PY0000 PROTEIN (NOT OTHERWISE SPECIFIED) (INVALID)

PZ0000 PHOSPHOR BRONZE (USE CU0104)

PZ0001 PHOSPHOR BRONZE, QQ-W-401 (USE CU0103)

PZ0002 PHOSPHOR BRONZE, MIL-B-13501, COMP B (USE CU0546)

PZ0003 PHOSPHOR BRONZE, QQ-B-750, COMP A (USE CU0103)

PZ0004 PHOSPHOR BRONZE, QQ-B-750, COMP B (USE CU0109)

PZ0005 PHOSPHOR BRONZE, SAE CA521 (USE CU0105)

PZ0007 PHOSPHOR BRONZE, SAE 791 (USE CU0109)

PZ0009 PHOSPHOR BRONZE, SAE 841 (USE CUB000)

PZ0010 PHOSPHOR BRONZE, QQ-P-330, GRADE A (USE CU0103)

PZ0011 PHOSPHOR BRONZE, QQ-P-330 (USE CU0103$CU0106)

PZ0012 PHOSPHOR BRONZE, QQ-B-746, COMP A (USE CU0103)

PZ0016 PHOSPHOR BRONZE, SAE 64 (USE CU0209)

PZ0018 PHOSPHOR BRONZE, QQ-B-750, COMP A, HARD (USE CU0103)

PZ0019 PHOSPHOR BRONZE, QQ-B-750, COMP A, SPRING (USE CU0103)

PZ0022 PHOSPHOR BRONZE, QQ-B-750, COMP D, HARD (USE CU0106)

PZ0023 PHOSPHOR BRONZE, QQ-B-330, COMP A (INVALID)

PZ0024 PHOSPHOR BRONZE, SAE CA510 (USE CU0103)

PZ0027 PHOSPHOR BRONZE, AMS 4510 (USE CU0103)
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PZ0028 PHOSPHOR BRONZE, SAE 77 (USE CU0103$CU0105)

PZ0029 PHOSPHOR BRONZE, QQ-B-750 (USE CU0103$CU0106$CU0109)

PZ0030 PHOSPHOR BRONZE, QQ-B-746, COMP D (USE CU0106)

PZ0031 PHOSPHOR BRONZE, QQ-B-746 (USE CU0103$CU0106)

PZ0032 PHOSPHOR BRONZE, QQ-B-746, TYPE 5, GRADE B (USE CU0106)

PZ0033 PHOSPHOR BRONZE, QQ-P-330, COMP D (USE CU0106)

PZ0034 PHOSPHOR BRONZE, SAE 77A (USE CU0103)

PZ0035 PHOSPHOR BRONZE, ASTM B-103, GRADE C (USE CU0105)

PZ0036 PHOSPHOR BRONZE, ASTM B139-58 (USE CU0103$CU0105$CU0106$CU0108$CU0109)

PZ0037 PHOSPHOR BRONZE, ASTM B159, ALLOY 510 (USE CU0103)

PZ0038 PHOSPHOR BRONZE, MIL-B-892, GRADE A (USE CU0509)

PZ0039 PHOSPHOR BRONZE, MIL-B-892 (USE CU0509)

PZ0040 PHOSPHOR BRONZE, ASTM B103, ALLOY A (CU0104)

PZ0041 PHOSPHOR BRONZE, SAE CA510, TEMPER 1/2 OR FULL HARD (USE CU0103)

PZ0042 PHOSPHOR BRONZE, QQ-W-401, COMP 501-CANCELED (USE CU0501)

PZ0047 PHOSPHOR BRONZE, QQ-B-746, COMP A, EXTRA SPRING-CANCELED (USE CU0103)

PZ0051 PHOSPHOR BRONZE, SAE 43 (USE CU0185)

PZ0052 PHOSPHOR BRONZE, 03-3-368-000, BELL AND HOWELL CO (USE CUB000)

PZ0053 PHOSPHOR BRONZE, 1048, SANGAMO ELECTRIC CO (USE CUB000)

PZ0054 PHOSPHOR BRONZE, 6522, HONEYWELL INC, AEROSPACE MINNEAPOLIS DIVISION (USE CUB000)

PZ0055 PHOSPHOR BRONZE, ECLIPSALOY, 81C, THE BENDIX CORP, NAVIGATION AND CONTROL DIV (USE CUB000)

PZ0056 PHOSPHOR BRONZE ALLOY, NO. 81C, THE BENDIX CORP, NAVIGATION AND CONTROL DIV (USE CUB000)

PZ0057 PHOSPHOR BRONZE, ECLIPSE PIONEER (USE CUB000)

PZ0058 PHOSPHOR BRONZE, ILLIONIS TOOL WORKS INC, SHAKEPROOF DIV (USE CUB000)

PZ0059 PHOSPHOR BRONZE, ASTM B103 (USE CU0103$CU0104$CU0105$CU0106$CU0107$CU0108$CU0109)

PZ0061 PHOSPHOR BRONZE, ECLIPSALOY 7B, BENDIX CORP, NAVIGATION AND CONTROL DIV (USE CUB000)

PZ0062 PHOSPHOR BRONZE, ECLIPSALOY 52, BENDIX CORP, NAVIGATION AND CONTROL DIV (USE CUB000)

PZ0063 PHOSPHOR BRONZE, QQ-B-746, COMP A, COND HARD (USE CU0103)

PZ0064 PHOSPHOR BRONZE, ECLIPSALOY 81A, THE BENDIX CORP (USE CUB000)

PZ0067 PHOSPHOR BRONZE, QQ-P-330, COMP A, SPRING-CANCELED (USE CU0103)

PZ0068 PHOSPHOR BRONZE, QQ-P-330, COMP A-CANCELED (USE CU0103)

PZ0071 PHOSPHOR BRONZE, ASTM B139, ALLOY B1 (USE CU0108)

PZ0072 PHOSPHOR BRONZE, ASTM B159-54, ALLOY A, SPRING TEMPER (USE CU0103)

PZ0073 PHOSPHOR BRONZE, MIL-W-16602 (USE CU0103)

PZ0074 PHOSPHOR BRONZE, MIL-B-892, TYPE 1 (USE CU0509)

PZ0075 PHOSPHOR BRONZE, MIL-W-16602, GRADE 1 (USE CU0103)

PZ0084 PHOSPHOR BRONZE, QQ-P-330, COMP A, 1/2 HARD-CANCELED (USE CU0103)

PZ0085 PHOSPHOR BRONZE, SAE 77, GRADE A (USE CU0103)

PZ0086 PHOSPHOR BRONZE, ASTM B103, ALLOY A, SPRING (USE CU0104)

PZ0089 PHOSPHOR BRONZE, ASTM B159, GRADE A (USE CU0103)

PZ0093 PHOSPHOR BRONZE, QQ-B-750, COMP A, TEMPER 1/2 HARD (USE CU0103)

PZ0103 PHOSPHOR BRONZE, AMS 7247 (USE CU0103)

PZ0104 PHOSPHOR BRONZE, AMS 4720 (USE CU0103)

PZ0105 PHOSPHOR BRONZE, ASTM B159-52, ALLOY C (USE CU0105)

PZ0106 PHOSPHOR BRONZE, ASTM B159-52, ALLOY D (USE CU0106)

PZ0108 PHOSPHOR BRONZE, MIL-W-16602, HARD DRAWN (USE CU0103)

PZ0110 PHOSPHOR BRONZE, QQ-B-746, COMP A, SOFT-CANCELED (USE CU0103)

PZ0121 PHOSPHOR BRONZE, AMS 4625 (USE CU0103)

PZ0134 PHOSPHOR BRONZE, B11H54F, GENERAL ELECTRIC CO (USE CU0105)

PZ0136 PHOSPHOR BRONZE, ASTM B103, ALLOY C (USE CU0105)

QZ0000 QUARTZ (NOT OTHERWISE SPECIFIED) (USE SLG000)
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RC0000 RUBBER (NOT OTHERWISE SPECIFIED) (USE RCE000)

RCA000 RUBBER COATED (NOT OTHERWISE SPECIFIED) (USE RCA000)

RCAA00 RUBBER, NATURAL, SYNTHETIC OR RECLAIMED (NOT OTHERWISE SPECIFIED) /D/ (USE RCA000$RCB000)

RCAAAA RUBBER, NEOPRENE LATEX (NOT OTHERWISE SPECIFIED) (USE RC0007)

RCAAAB RUBBERIZED (INVALID)

RCAAAH RUBBER, COTTON FIBER (INVALID)

RCAAAL RUBBER, CRUDE (NOT OTHERWISE SPECIFIED) (USE RCA000)

RCAAAQ RUBBER, SYNTHETIC, CELLULAR (NOT OTHERWISE SPECIFIED) (USE RCB000)

RCAAAS RUBBER, BUTYL (USE RC0017)

RCAAB0 RUBBER, NONMARKING (USE RCE000)

RCAAF0 RUBBER, POROUS (NOT OTHERWISE SPECIFIED) (USE RCE000)

RCAAH0 RUBBER COMPOUND (NOT OTHERWISE SPECIFIED) (USE RCE000)

RCAAL0 RUBBER AND CORK COMPOSITION (NOT OTHERWISE SPECIFIED) (USE RCE000$$CKA000)

RCAAR0 RUBBER, SYNTHETIC, THERMOPLASTIC (USE RCB000)

RCAARS RUBBER, BUTYL (USE RC0024)

RCAAX0 SPONGE (USE MSG000)

RCAAY0 RUBBER GUM (NOT OTHERWISE SPECIFIED) (USE RCE000)

RCAAZ0 RUBBER, FLUOROCARBON (NOT OTHERWISE SPECIFIED) (USE RC0013)

RCAC00 RUBBER REINFORCED (NOT OTHERWISE SPECIFIED) (USE RCE000)

RCAE00 RUBBER, CELLULAR (NOT OTHERWISE SPECIFIED) (USE RCE000)

RCAH00 RUBBER COATING (NOT OTHERWISE SPECIFIED) (USE RCA000)

RCAK00 RUBBER TUBE (USE RCE000)

RCAN00 RUBBER, CHLOROPRENE, SHEETING (NOT OTHERWISE SPECIFIED) (USE RC0007)

RCAX00 RUBBER, CHLOROPRENE AND COTTON, VULCANIZED (NOT OTHERWISE SPECIFIED) (USE RC0007$$CCA000)

RCAY00 RUBBER, CORK (NOT OTHERWISE SPECIFIED) (USE RCE000$$CKA000)

RCAZ00 RUBBER, HARD (NOT OTHERWISE SPECIFIED) (USE RCE000)

RCB000 RUBBER, NATURAL (NOT OTHERWISE SPECIFIED) (USE RC0020)

RCBA00 RUBBER, VULCANIZED (USE RCE000)

RCBBA0 RUBBER, SYNTHETIC, W/POLYTETRAFLUOROETHYLENE (NOT OTHERWISE SPECIFIED) (USE RCB000$$PCAF00)

RCBBB0 RUBBER, NEOPRENE (NOT OTHERWISE SPECIFIED) (USE RC0007)

RCBBG0 RUBBER CEMENT (NOT OTHERWISE SPECIFIED) (USE ADA000)

RCBP00 RUBBER, COTTON DUCK (USE RCE000$$CCA000)

RCBQ00 RUBBER, SILICON (NOT OTHERWISE SPECIFIED) (INVALID)

RCBT00 RUBBER, HEAT RESISTANT (USE RCE000)

RCBW00 RUBBER, POLYCHLOROPRENE (USE RC0007)

RCC000 RUBBER, SYNTHETIC (NOT OTHERWISE SPECIFIED) (USE RCB000)

RCD000 RUBBER, POLYBUTADIENE (NOT OTHERWISE SPECIFIED) (USE RCJ000)

RCE000 RUBBER, ISOBUTYLENE ISOPRENE (NOT OTHERWISE SPECIFIED) (USE RC0017)

RCF000 RUBBER FOAM, SYNTHETIC (NOT OTHERWISE SPECIFIED) (USE RCB000)

RCG000 RUBBER SYNTHETIC OR NATURAL (NOT OTHERWISE SPECIFIED) (USE RCA000$RCB000)

RCH000 RUBBER, CHLOROPRENE (NOT OTHERWISE SPECIFIED) (USE RC0007)

RCK000 RUBBER, BUTADIENE (USE RC0024)

RCL000 RUBBER, BUNA-N (NOT OTHERWISE SPECIFIED) (USE RC0019)

RCM000 RUBBER, BUNA-S (NOT OTHERWISE SPECIFIED) (USE RC0022)

RCN000 RUBBER, LATEX (NOT OTHERWISE SPECIFIED) (USE RCE000)

RCP000 RUBBER, NATURAL AND SYNTHETIC (NOT OTHERWISE SPECIFIED) /D/ (USE RCA000$$RCB000)

RCR000 RUBBER, COMPOSITION (NOT OTHERWISE SPECIFIED) (USE RCE000)

RCS000 RUBBER, POLYETHYLENE (USE PCX000)

RCT000 RUBBER, NATURAL, CURED (NOT OTHERWISE SPECIFIED) (USE RCA000)

RCU000 RUBBER, NATURAL, UNCURED (NOT OTHERWISE SPECIFIED) (USE RCA000)

RCW000 RUBBER, SYNTHETIC AND NYLON (NOT OTHERWISE SPECIFIED) (USE RCB000$$PCP000)

RCX000 RUBBER, SYNTHETIC, UNCURED (NOT OTHERWISE SPECIFIED) (USE RCB000)

RCY000 RUBBER, SYNTHETIC, CURED (NOT OTHERWISE SPECIFIED) (USE RCB000)
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RCZ000 RUBBER, RECLAIMED (NOT OTHERWISE SPECIFIED) (USE RCE000)

RC0001 RUBBER, MIL-R-900 (USE RC0022)

RC0005 RUBBER, MIL-R-1149, TYPE 1, CLASS 1 (USE RC0007)

RC0006 RUBBER, MIL-R-1149, TYPE 1, CLASS 2 (USE RC0022)

RC0007 RUBBER, MIL-R-1149, TYPE 1, CLASS 3 (USE RC0017)

RC0008 RUBBER, MIL-R-1149, TYPE 1, CLASS 5 (USE RC0019)

RC0009 RUBBER, MIL-R-1149, TYPE 2, CLASS 1 (USE RC0007)

RC0010 RUBBER, MIL-R-1149, TYPE 2, CLASS 2 (USE RC0022)

RC0011 RUBBER, MIL-R-1149, TYPE 2, CLASS 3 (USE RC0017)

RC0012 RUBBER, MIL-R-1149, TYPE 2, CLASS 5 (USE RC0019)

RC0013 RUBBER, MIL-R-2765 (USE RC0019)

RC0014 RUBBER, MIL-R-3533, TYPE 2, GRADE A (USE RC0019)

RC0015 RUBBER, MIL-R-3533, TYPE 2, GRADE B (USE RC0019)

RC0016 RUBBER, MIL-R-14328 (USE RC0022)

RC0017 RUBBER, MIL-R-15624, CLASS 1 (USE RC0007)

RC0018 RUBBER, MIL-R-15624, CLASS 2 (USE RC0022)

RC0019 RUBBER, MIL-R-15624, CLASS 3 (USE RC0019)

RC0020 RUBBER, AMS 3209 (USE RC0007)

RC0021 RUBBER, AMS 3304 (USE RC0021)

RC0022 RUBBER, AMS 7270 (USE RC0019)

RC0023 RUBBER, AMS 7271 (USE RC0019)

RC0024 RUBBER, AMS 7272 (USE RC0019)

RC0025 RUBBER, AMS 7274 (USE RC0019)

RC0026 RUBBER, AMS 7278 (USE RC0013)

RC0027 RUBBER, ASTM D735-59T, GRADE SC615B (USE RC0007)

RC0028 RUBBER, ASTM D735-61T, GRADE SC712BE1E3F1 (USE RC0007)

RC0029 RUBBER, ASTM D1056-59T, GRADE SC013BF1 (USE RC0007)

RC0030 RUBBER, HH-P-61 (USE RCB000$$CCA000)

RC0031 RUBBER, HH-G-156, CLASS A (USE RC0020$RC0018)

RC0032 RUBBER, HH-G-156, CLASS B (USE RC0020$RC0018)

RC0033 RUBBER, HH-G-156, CLASS C (USE RC0020$RC0018)

RC0035 RUBBER, MIL-G-1086, TYPE 1, CLASS 1 (USE RC0020)

RC0036 RUBBER, MIL-G-1086, TYPE 1, CLASS 2 (USE RC0020)

RC0037 RUBBER, MIL-G-1086, TYPE 2 (USE RC0007)

RC0038 RUBBER, MIL-R-15624, TYPE 1 /D/ (USE RC0007)

RC0039 RUBBER, MIL-P-2693, TYPE A (USE RC0007)

RC0040 RUBBER, MIL-P-2693, TYPE B (USE RC0020)

RC0042 RUBBER, MIL-R-7362, TYPE 1 (USE RC0019)

RC0043 RUBBER, MIL-R-7362, TYPE 2 (USE RC0019)

RC0046 RUBBER, MIL-R-15058, TYPE 3 (USE RCB000$RC0007$RC0022$RC0019)

RC0047 RUBBER, MIL-P-18484 (USE RC0019)

RC0048 RUBBER, MIL-G-18586, CLASS 1 (USE RC0022)

RC0049 RUBBER, MIL-G-18586, CLASS 2 (USE RC0019)

RC0050 RUBBER, MIL-R-21252 (USE RC0022)

RC0051 RUBBER, MIL-S-21481 (USE RC0007)

RC0051 RUBBER, SYNTHETIC, AMS 3304 (USE RC0021)

RC0052 RUBBER, MIL-G-21569, CLASS 1 (USE RC0019)

RC0053 RUBBER, MIL-G-21569, CLASS 2 (USE RC0021)

RC0054 RUBBER, MIL-G-21610, TYPE 1 (USE RC0019)

RC0055 RUBBER, MIL-G-21610, TYPE 2 (USE RC0021)

RC0056 RUBBER, MIL-G-23652, TYPE 1 (USE RC0013)

RC0057 RUBBER, MIL-G-23652, TYPE 2 (USE RC0013)

RC0059 RUBBER, MIL-G-24102 (USE RC0009)
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RC0060 RUBBER, MIL-R-25897, TYPE 1 (USE RC0013)

RC0061 RUBBER, MIL-R-25897, TYPE 2, CLASS 1 (USE RC0013)

RC0062 RUBBER, MIL-R-25897, TYPE 2, CLASS 2 (USE RC0013)

RC0063 RUBBER, MIL-R-25988 (USE RC0014)

RC0064 RUBBER, MIL-R-3065, GRADE RS515FF (USE RC0017$RC0022)

RC0065 RUBBER, MIL-R-15624, TYPE 3 /D/ (USE RC0019)

RC0066 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, GRADE SB, GRADE NO. 915 (USE RC0019)

RC0068 RUBBER, MIL-R-3065 (USE RC0019$RC0022$RC0017$RC0007$RC0001$RC0021$RC0020$RC0023)

RC0069 RUBBER, MIL-R-5847-CANCELED (USE RC0021)

RC0070 RUBBER, MIL-R-6855 (USE RC0019$RC0007$RC0022)

RC0071 RUBBER, MIL-R-7362 (USE RC0019)

RC0072 RUBBER, FLUOROSILICONE, MIL-I-23053/9 (USE RC0014)

RC0073 RUBBER (NEOPRENE), MIL-I-23053/1 (USE RC0007)

RC0076 RUBBER, MIL-R-5001, TYPE 1, CLASS SOFT, GRADE A (USE RC0007)

RC0077 RUBBER, MIL-R-5001, TYPE 1, CLASS SOFT, GRADE B (USE RC0022)

RC0079 RUBBER, MIL-R-5001, TYPE 1, CLASS MEDIUM, GRADE A (USE RC0007)

RC0080 RUBBER, MIL-R-5001, TYPE 1, CLASS MEDIUM, GRADE B (USE RC0022)

RC0083 RUBBER, MIL-R-5001, TYPE 1, CLASS FIRM, GRADE B (USE RC0022)

RC0086 RUBBER, MIL-R-5001, TYPE 2, CLASS SOFT, GRADE B (USE RC0022)

RC0087 RUBBER, MIL-R-5001, TYPE 2, CLASS SOFT, GRADE C (USE RC0020)

RC0088 RUBBER, MIL-R-5001, TYPE 2, CLASS MEDIUM, GRADE A (USE RC0007)

RC0089 RUBBER, MIL-R-5001, TYPE 2, CLASS MEDIUM, GRADE B (USE RC0022)

RC0091 RUBBER, MIL-R-5001, TYPE 2, CLASS FIRM, GRADE A (USE RC0007)

RC0095 RUBBER, MIL-R-5001, TYPE 2, CLASS EXTRA FIRM, GRADE B (USE RC0022)

RC0097 RUBBER, MIL-C-15816 (USE RCA000$RCB000)

RC0098 RUBBER, CELLULAR, MIL-R-6130, TYPE 1, GRADE A, CONDITION SOFT (USE RC0007)

RC0099 RUBBER, CELLULAR, MIL-R-6130, TYPE 1, GRADE A, CONDITION MEDIUM (USE RC0007)

RC0100 RUBBER, CELLULAR, MIL-R-6130, TYPE 1, GRADE A, CONDITION FIRM (USE RC0007)

RC0101 RUBBER, CELLULAR, MIL-R-6130, TYPE 1, GRADE B, CONDITION SOFT (USE RC0022)

RC0102 RUBBER, CELLULAR, MIL-R-6130, TYPE 1, GRADE B, CONDITION MEDIUM (USE RC0022)

RC0103 RUBBER, CELLULAR, MIL-R-6130, TYPE 1, GRADE B, CONDITION FIRM (USE RC0022)

RC0104 RUBBER, CELLULAR, MIL-R-6130, TYPE 1, GRADE C, CONDITION SOFT (USE RC0020)

RC0105 RUBBER, CELLULAR, MIL-R-6130, TYPE 1, GRADE C, CONDITION MEDIUM (USE RC0020)

RC0107 RUBBER, CELLULAR, MIL-R-6130, TYPE 2, GRADE A, CONDITION SOFT (USE RC0007)

RC0108 RUBBER, CELLULAR, MIL-R-6130, TYPE 2, GRADE A, CONDITION MEDIUM (USE RC0007)

RC0109 RUBBER, CELLULAR, MIL-R-6130, TYPE 2, GRADE A, CONDITION FIRM (USE RC0007)

RC0110 RUBBER, CELLULAR, MIL-R-6130, TYPE 2, GRADE B, CONDITION SOFT (USE RC0022)

RC0111 RUBBER, CELLULAR, MIL-R-6130, TYPE 2, GRADE B, CONDITION MEDIUM (USE RC0022)

RC0113 RUBBER, CELLULAR, MIL-R-6130, TYPE S, GRADE C, CONDITION SOFT (USE RC0020)

RC0114 RUBBER, CELLULAR, MIL-R-6130, TYPE 2, GRADE C, CONDITION MEDIUM (USE RC0020)

RC0115 RUBBER, CELLULAR, MIL-R-6130, TYPE 2, GRADE C, CONDITION FIRM (USE RC0020)

RC0116 RUBBER, CELLULAR, MIL-R-46089, GRADE M (USE RC0021)

RC0117 RUBBER, CELLULAR, MIL-R-46089, GRADE F (USE RC0021)

RC0122 RUBBER, CHLOROPRENE, MIL-R-20092, TYPE 1, CLASS 1, CONDITION FIRM (USE RC0007)

RC0130 RUBBER, CHLOROPRENE, MIL-R-20092, TYPE 2, CLASS 1, CONDITION MEDIUM (USE RC0007)

RC0131 RUBBER, CHLOROPRENE, MIL-R-20092, TYPE 2, CLASS 1, CONDITION FIRM (USE RC0007)

RC0133 RUBBER, CHLOROPRENE, MIL-R-20092, TYPE 2, CLASS C, CONDITION SOFT (USE RC0007)

RC0136 RUBBER, SYNTHETIC, AMS 3201 (USE RC0019)

RC0137 RUBBER, SYNTHETIC, AMS 3202 (USE RC0019)

RC0138 RUBBER, SYNTHETIC, AMS 3204 (USE RC0019)

RC0139 RUBBER, SYNTHETIC, AMS 3205 (USE RC0019)

RC0141 RUBBER, SYNTHETIC, CHLOROPRENE TYPE, AMS 3207 (USE RC0007)

RC0142 RUBBER, SYNTHETIC, CHLOROPRENE TYPE, AMS 3208 (USE RC0007)
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RC0143 RUBBER, SYNTHETIC, AMS 3212 (USE RC0019)

RC0144 RUBBER, SYNTHETIC, AMS 3214 (USE RC0019)

RC0145 RUBBER, SYNTHETIC, AMS 3220 (USE RC0007)

RC0146 RUBBER, SYNTHETIC, AMS 3222 (USE RC0007)

RC0147 RUBBER, SYNTHETIC, AMS 3226 (USE RC0019)

RC0148 RUBBER, SYNTHETIC, CHLOROPRENE TYPE, AMS 3240 (USE RC0007)

RC0149 RUBBER, SYNTHETIC, CHLOROPRENE TYPE, AMS 3241 (USE RC0007)

RC0151 RUBBER, SYNTHETIC, CHLOROPRENE-SOFT, AMS 3197 (USE RC0007)

RC0152 RUBBER, SYNTHETIC, CHLOROPRENE-MEDIUM, AMS 3198 (USE RC0007)

RC0153 RUBBER, SYNTHETIC, CHLOROPRENE-FIRM, AMS 3199 (USE RC0007)

RC0154 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 1, GRADE 30 (USE RC0019)

RC0155 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 1, GRADE 40 (USE RC0019)

RC0156 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 1, GRADE 50 (USE RC0019)

RC0157 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 1, GRADE 60 (USE RC0019)

RC0158 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 1, GRADE 70 (USE RC0019)

RC0159 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 1, GRADE 80 (USE RC0019)

RC0160 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 2, GRADE 30 (USE RC0007)

RC0161 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 2, GRADE 40 (USE RC0007)

RC0162 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 2, GRADE 50 (USE RC0007)

RC0163 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 2, GRADE 60 (USE RC0007)

RC0164 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 2, GRADE 70 (USE RC0007)

RC0165 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 2, GRADE 80 (USE RC0007)

RC0166 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 3, GRADE 30 (USE RC0022)

RC0167 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 3, GRADE 40 (USE RC0022)

RC0168 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 3, GRADE 50 (USE RC0022)

RC0169 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 3, GRADE 60 (USE RC0022)

RC0170 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 3, GRADE 70 (USE RC0022)

RC0171 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 3, GRADE 80 (USE RC0022)

RC0173 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 4, GRADE 40 (USE RC0007)

RC0174 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 4, GRADE 50 (USE RC0007)

RC0175 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 4, GRADE 60 (USE RC0007)

RC0176 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 4, GRADE 70 (USE RC0007)

RC0177 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 4, GRADE 80 (USE RC0007)

RC0179 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 5, GRADE 70 (USE RC0022)

RC0181 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 5, GRADE 60 (USE RC0022)

RC0183 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 5, GRADE 80 (USE RC0022)

RC0184 RUBBER, MIL-G-1149, TYPE 1, CLASS 1 (USE RC0007)

RC0185 RUBBER, MIL-G-1149, TYPE 1, CLASS 2 (USE RC0022)

RC0186 RUBBER, MIL-G-1149, TYPE 1, CLASS 3 (USE RC0017)

RC0187 RUBBER, MIL-G-1149, TYPE 1, CLASS 5 (USE RC0019)

RC0188 RUBBER, MIL-G-1149, TYPE 2, CLASS 1 (USE RC0007)

RC0189 RUBBER, MIL-G-1149, TYPE 2, CLASS 2 (USE RC0022)

RC0190 RUBBER, MIL-G-1149, TYPE 2, CLASS 3 (USE RC0017)

RC0191 RUBBER, MIL-G-1149, TYPE 2, CLASS 5 (USE RC0019)

RC0192 RUBBER, SYNTHETIC, MIL-R-1149 (USE RC0007$RC0022$RC0017$RC0019)

RC0193 RUBBER, ASTM D735, TYPE SB615, AMERICAN SOCIETY FOR TESTING AND MATERIALS (USE RC0019)

RC0194 RUBBER, AMS 3215, SOCIETY OF AUTOMOTIVE ENGINEERS (USE RC0019)

RC0195 BUNA-N-RUBBER, BW 1039-M, BENDIX-WESTINGHOUSE AUTOMOTIVE AIR BRAKE CO. (USE RCE000)

RC0196 RUBBER, BUNA-N, MIL-P-5315 /D/ (USE RC0019)

RC0197 RUBBER, NEOPRENE, MIL-R-3065 TYPE S, GRADE SC420 (USE RC0007)

RC0198 RUBBER, NEOPRENE, MIL-R-6855, CLASS 3, GRADE 60 (USE RC0022)

RC0199 RUBBER, NEOPRENE, ASTM D1056-SC41, AMERICAN SOCIETY FOR TESTING AND MATERIALS (USE RC0007)

RC0200 RUBBER, NATURAL, MIL-B-15072 (USE RCE000)
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RC0201 RUBBER, SYNTHETIC, MIL-B-15072 (USE RCE000)

RC0202 RUBBER, SILICONE, 1064-HONEYWELL, INC. (USE RCC000)

RC0203A RUBBER, SILICONE, ASTM D735-52, AMERICAN SOCIETY FOR TESTING AND MATERIALS (USE RC0020$RC0017$RC0022$

RC0203B RC0023$RC0019$RC0007$RC0021$RC0001)

RC0204 RUBBER, SILICONE, 160-DCC-CANADIAN (USE RCC000)

RC0205 RUBBER, SYNTHETIC, AMS 3227-SOCIETY OF AUTOMOTIVE ENGINEERS (USE RC0019)

RC0206 RUBBER, SYNTHETIC, AMS 3232-SOCIETY OF AUTOMOTIVE ENGINEERS (USE ASA000$$RCB000)

RC0207 RUBBER, SYNTHETIC, MIL-C-3133 (USE RCB000)

RC0208 RUBBER, SYNTHETIC, ZZ-R-765, CLASS 3, GRADE 50 (USE RC0021)

RC0209 RUBBER, SYNTHETIC, ZZ-R-765, CLASS 3, GRADE 60 (USE RC0021)

RC0210 RUBBER, SYNTHETIC, MIL-R-3065, CLASS RS, GRADE 615FF (USE RC0017$RC0022)

RC0211 RUBBER, SYNTHETIC, MIL-R-3065, GRADE RS 500FF (USE RC0017$RC0022)

RC0212 RUBBER, SYNTHETIC, MIL-R-3065, GRADE SB, 617A1 (USE RC0019)

RC0213 RUBBER, SYNTHETIC, MIL-R-3065, TYPE S (USE RC0017$RC0022)

RC0214 RUBBER, SYNTHETIC, MIL-R-3065, TYPE S, CLASS SC, GRADE 615 AB (USE RC0007)

RC0215 RUBBER, SYNTHETIC, MIL-R-3065, GRADE SC, 614-4 ABEF (USE RC0007)

RC0216 RUBBER, SYNTHETIC, MIL-C-3133, CLASS RS, GRADE 12-ABCFZ (USE RCB000)

RC0217 RUBBER, SYNTHETIC, MIL-C-3133, CLASS RS, GRADE 42.ABCFZ (USE RCB000)

RC0218 RUBBER, SYNTHETIC, MIL-C-3133, CLASS SC, GRADE 12-ABCFZ (USE RC0007)

RC0219 RUBBER, SYNTHETIC, MIL-C-3133, CLASS SC, GRADE 42-ABCFZ (USE RC0007)

RC0220 RUBBER, SYNTHETIC, MIl-R-5847, CLASS 2, GRADE 50-CANCELED (USE RC0021)

RC0221 RUBBER, SYNTHETIC, MIL-R-5847, CLASS 2B, GRADE 80-CANCELED (USE RC0021)

RC0222 RUBBER, SYNTHETIC, MIL-R-6130, GRADE C (USE RC0020)

RC0223 RUBBER, SYNTHETIC, MIL-G-6183, CLASS 2, GRADE MEDIUM (USE RCB000$$CKA000)

RC0224 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 1, GRADE 40 (USE RC0019)

RC0225 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 2 (USE RC0007)

RC0226 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 2, GRADE 40 (USE RC0007)

RC0227 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 2, GRADE 60 (USE RC0007)

RC0228 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 2, GRADE 80 (USE RC0007)

RC0229 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 4 (USE RC0007)

RC0230 RUBBER, SYNTHETIC, SAE SC515-SOCIETY OF AUTOMOTIVE ENGINEERS (USE RC0007)

RC0231 RUBBER, SYNTHETIC, MIL-STD-417, GRADE TA 805 (USE RC0021)

RC0232A RUBBER, SYNTHETIC, SE550, GENERAL ELECTRIC CO, INDUSTRIAL ELECTRONICS DIV OF ELECTRONIC ATOMIC

RC0232B AND DEFENSE SYSTEMS GROUP (USE RCB000)

RC0233 RUBBER, SYNTHETIC, HH-P-114 (INVALID)

RC0235 RUBBER, ZZ-R-765 /D/ (USE RC0021)

RC0236 RUBBER, STYLE 660, GARLOCK, INC. PLASTIC DIV (USE RCE000)

RC0237 RUBBER, MIL-STD-417, TYPE S, GRADE SB 415 (USE RC0019)

RC0240 RUBBER, MIL-R-25897, TYPE 1, CLASS 1 (USE RC0013)

RC0241 RUBBER, SYNTHETIC, MIL-P-5516, CLASS A (USE RC0019)

RC0242 RUBBER, SYNTHETIC, MIL-P-5516, CLASS B (USE RC0019)

RC0243 RUBBER, SYNTHETIC, AMS 3337 (USE RC0021)

RC0244 RUBBER, SYNTHETIC, AMS 3357 (USE RC0021)

RC0245 RUBBER, SYNTHETIC, MIL-R-7362, TYPE 1, COND. A (USE RC0019)

RC0246 RUBBER, SYNTHETIC, MIL-R-7362, TYPE 1, COND. B (USE RC0019)

RC0247 RUBBER, SYNTHETIC, MIL-P-5516, CLASS B /D/ (USE RC0019)

RC0248 RUBBER, AMS 3305 (USE RC0021)

RC0249 RUBBER, MIL-R-25897, TYPE 1, CLASS 2 (USE RC0013)

RC0250 RUBBER, SYNTHETIC, AMS 3238 (USE RC0017)

RC0251 RUBBER, SYNTHETIC, B-318-7, PARKER SEAL CO (USE RCB000)

RC0252 RUBBER, AMS 3303 (USE RC0021)

RC0253 SYNTHETIC RUBBER, IDSA6865, DISOGRIN INDUSTRIES (USE RCB000)

RC0254 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC615 (USE RC0007)

103



MATERIAL CROSS REFERENCE

OLD
CODE SPECIFICATION REPLY & NEW REPLY CODE

RC0255 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC515 (USE RC0007)

RC0256 RUBBER, SYNTHETIC, AMS 7267 (USE RC0021)

RC0257 RUBBER, SYNTHETIC, ASTM (USE RCB000)

RC0258 RUBBER, 1-60034, OLDSMOBILE DIV. OF GENERAL MOTORS CORP (USE RCE000)

RC0259 RUBBER, SYNTHETIC, AC 414, VICKERS INC. DIV OF PARKER-HANNEFIN CORP (USE RCB000)

RC0260 RUBBER, 843, GROVE VALVE AND REGULATOR CO. (USE RCE000)

RC0261 RUBBER, MIL-R-880 (USE RCA000$RCB000)

RC0262 SYNTHETIC RUBBER, HS163, UNITED AIRCRAFT CORP. HAMILTON STANDARD DIV (USE RCB000)

RC0263 RUBBER, AMS 3195 (USE RC0021)

RC0264 RUBBER, SYNTHETIC, AMS 3229 (USE RC0019)

RC0265 RUBBER, SYNTHETIC BUNA-N, CRANE PACKING CO (USE RC0019)

RC0266 RUBBER, SYNTHETIC, AMS 3315 /D/ (USE RC0021$$GSA000)

RC0267 SYNTHETIC RUBBER, CONNECTICUT HARD RUBBER CO (USE RCB000)

RC0268 RUBBER, MIL-R-5847, CLASS 2, GRADE 70-CANCELED (USE RC0021)

RC0269 RUBBER, MIL-R-7362, TYPE 2, COMP A (USE RC0019)

RC0270 RUBBER, SILICONE, ZZ-R-765, CLASS 3, GRADE 25 /D/ (USE RC0021)

RC0271 RUBBER 636, RAYBESTOS-MANHATTAN, INC., GENERAL ASBESTOS AND RUIBBER DIV (USE RCE000)

RC0272 RUBBER, SYNTHETIC, MIL-P-5315 (USE RC0019)

RC0273 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC520 (USE RC0007)

RC0274 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SB515 F1 (USE RC0019)

RC0275 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC 515 F1 (USE RC0007)

RC0276 RUBBER, SYNTHETIC, MIL-STD-417, GRADE RS 315 (USE RC0017$RC0022)

RC0277 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC 503, A1F3 (USE RC0007)

RC0278 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SB615 (USE RC0019)

RC0279 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC510 (USE RC0007)

RC0280 RUBBER, NATURAL, MIL-STD-417, GRADE RN425 (USE RC0020)

RC0281 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SB515 (USE RC0019)

RC0282 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, GRADE SB705 (USE RC0019)

RC0283 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, GRADE SB515 (USE RC0019)

RC0284 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SB305 (USE RC0019)

RC0285 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC415 (USE RC0007)

RC0286 RUBBER, SYNTHETIC, MIL-STD-417, GRADE RS500 (USE RC0017$RC0022)

RC0287 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SB410 (USE RC0019)

RC0288 RUBBER, NATURAL, MIL-STD-417, GRADE RN320 (USE RC0020)

RC0289 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC815 (USE RC0007)

RC0290 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC615 (USE RC0007)

RC0291 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SB415 (USE RC0019)

RC0292 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC420, E3 (USE RC0007)

RC0293 RUBBER, CELLULAR, MIL-R-6130, TYPE 2, GRADE A (USE RC0007)

RC0294 RUBBER, SYNTHETIC, MIL-P-15817 (USE RC0022)

RC0295 RUBBER, SYNTHETIC, MIL-P-25732 (USE RC0019)

RC0296 RUBBER, SYNTHETIC, ASTM D735, GRADE SB417 (USE RC0019)

RC0297 RUBBER, SYNTHETIC, C147-7, PARKER SEAL CO, DIV OF PARKER-HANNIFIN CORP (USE RCB000)

RC0298 RUBBER, SYNTHETIC, N241, PARKER SEAL CO., DIV OF PARKER-HANNEFIN CORP (USE RCB000)

RC0299 RUBBER, SYNTHETIC, 5701, PRECISION ASSOCIATES, INC (USE RCB000)

RC0300 RUBBER, SYNTHETIC, MR-184-6, GRADE B, ACADIA SYNTHETIC PRODUCTS DIV OF WESTERN FELT WORKS (USE RCB000)

RC0301 RUBBER, SYNTHETIC, 37203, ACADIA SYNTHETIC PRODUCTS DIV OF WESTERN FELT WORKS (USE RCB000)

RC0302 RUBBER, SYNTHETIC, 38203, ACADIA SYNTHETIC PRODUCTS DIV OF WESTERN FELT WORKS (USE RCB000)

RC0303 RUBBER, SYNTHETIC, EM17DURO80, THE BENDIX CORP, NAVIGATION AND CONTROL DIV (USE RCB000)

RC0304 RUBBER, SYNTHETIC, H55654, E.I. DUPONT, DENEMOURS AND CO, INC (USE RCB000)

RC0305 RUBBER, SYNTHETIC, 91, GARLOCK, INC. (USE RCB000)

RC0306 RUBBER, SYNTHETIC, 91210, THE BENDIX CORP, ELECTRICAL COMPONENTS DIV (USE RCB000)

RC0307 RUBBER, 65476, HANNEFIN CYLINDER DIV, PARKER-HANNEFIN CORP (USE RCE000)
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RC0308 CORK, FIBER, SYNTHETIC RUBBER, JDT 431, JOHN DEERE DUBUQUE TRACTOR WORKS (USE CKA000$$RCB000)

RC0310 RUBBER, SYNTHETIC, SAE J405, 30302 (INVALID)

RC0311 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE NO. 705 (USE RC0019)

RC0312 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB GRADE SB715 (USE RC0019)

RC0313 RUBBER, MIL-STD-417, GRADE SB715 (USE RC0019)

RC0315 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE O, GRADE SCO3A1BF1 (USE RC0007)

RC0316 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE O, GRADE SCO7 (USE RC0007)

RC0317 RUBBER, SYNTHETIC, CURED, MIL-STD-670, TYPE S, CLASS SC, STYLE E, GRADE SCE7 (USE RC0007)

RC0318 RUBBER, SYNTHETIC, SAE J14, GR. SB 915 BE1E3 (USE RC0019)

RC0319 RUBBER, SYNTHETIC, SAE 512FF (USE RCB000)

RC0320 RUBBER, SYNTHETIC, MIL-R-1229-CANCELED (USE RCE000$$CUB000$RC0022$$CUA000$CUB000)

RC0321 RUBBER, SYNTHETIC, AMS 3231 (USE RCB000$$ASA000)

RC0322 RUBBER, SYNTHETIC, MIL-G-7021 (USE RCB000)

RC0323 RUBBER, ASBESTOS, 1E202, CATERPILLAR TRACTOR CO (USE RCE000$$ASA000)

RC0324 RUBBER, NATURAL, MIL-R-3065, GRADE RN300 (USE RC0020)

RC0325 RUBBER, SYNTHETIC, MIL-R-3065, CLASS RS-400-BFF (USE RC0017$RC0022)

RC0326 RUBBER, SYNTHETIC, MIL-R-3065, CLASS RS, GRADE 509-5ABF (USE RC0017$RC0022)

RC0327 RUBBER, SYNTHETIC, MIL-R-3065, TYPE S, CLASS SB, GRADE 715CEFJ (USE RC0019)

RC0328 RUBBER, SYNTHETIC, MIL-R-3065, GRASE SC, 415EABFF (USE RC0007)

RC0329 RUBBER, SYNTHETIC, MIL-R-3065, GRADE SC, 500AB (USE RC0007)

RC0330 RUBBER, SYNTHETIC, MIL-R-3065, GRADE SC, 500F (USE RC0007)

RC0331 RUBBER, SYNTHETIC, MIL-R-3065, GRADE SC, 512ABEFF (USE RC0007)

RC0332 RUBBER, SYNTHETIC, MIL-R-3065, GRADE SC, 620 (USE RC0007)

RC0333 RUBBER, SYNTHETIC, MIL-R-3065, TYPE S, GRADE SC700 (USE RC0007)

RC0334 RUBBER, SYNTHETIC, MIL-R-3065, GRADE SC, 717 (USE RC0007)

RC0335 RUBBER, SYNTHETIC, MIL-R-3065, GRADE SC, 717-EAB (USE RC0007)

RC0336 RUBBER, SYNTHETIC, MIL-R-3065, GRADE SC, 910 (USE RC0007)

RC0337 RUBBER, SYNTHETIC, MIL-R-3065, GRADE SB, 910-BE (USE RC0019)

RC0339 RUBBER, MIL-S-6855, CLASS 1 (USE RC0019$RC0007$RC0022)

RC0340 RUBBER, SYNTHETIC, MIL-R-17006 (USE RC0019)

RC0341 RUBBER, SYNTHETIC, MIL-D-17650 (USE RCB000)

RC0342 RUBBER, SYNTHETIC, MIL-G-1149, CLASS 2 (USE RC0022)

RC0343 RUBBER, MIL-P-2829, TYPE 1 (USE CCA000$$RC0007$$ADA000)

RC0344 RUBBER, SYNTHETIC, AMS 3246 (INVALID)

RC0345 RUBBER, SYNTHETIC, AMS 3246 (INVALID)

RC0346 RUBBER, SYNTHETIC, SAE SB-715-BFTO SB-725-BF (USE RC0019)

RC0347 RUBBER, SYNTHETIC, SAE 1, GRADE SC, 710EABF (USE RC0007)

RC0348 RUBBER, SYNTHETIC, SAE 4, GRADE SC, 710EABF (USE RC0007)

RC0349 RUBBER, SYNTHETIC, AMS 3302 (USE RC0021)

RC0350 SYNTHETIC RUBBER NO. 50, DOW CORNING CORP (USE RCB000)

RC0351 RUBBER, SYNTHETIC, MIL-STD-417, CLASS RS, GRADE 715 (USE RC0017$RC0022)

RC0352 RUBBER, SYNTHETIC, LS53, DOW CORNING CORP (USE RCB000)

RC0353 RUBBER, SYNTHETIC, N163-7, PARKER SEAL CO (USE RCB000)

RC0354 RUBBER, SYNTHETIC, N304-7, PARKER SEAL CO (USE RCB000)

RC0355 RUBBER, SYNTHETIC, 47-071, PARKER SEAL CO (USE RCB000)

RC0357 RUBBER, SYNTHETIC, 77545, PARKER SEAL CO (USE RCB000)

RC0358 RUBBER, SYNTHETIC, N3009, PARKER SEAL CO (USE RCB000)

RC0359 RUBBER, SYNTHETIC, LMF-65X-10, HERCULES PACKING CORP, LINEAR SEAL DIV (USE RCB000)

RC0360 RUBBER, SYNTHETIC, 7495-65, HERCULES PACKING CORP, LINEAR SEAL DIV (USE RCB000)

RC0361 RUBBER, SYNTHETIC, 1467, PRECISION RUBBER PRODUCTS CORP (USE RCB000)

RC0362 RUBBER, SYNTHETIC, 1487, PRECISION RUBBER PRODUCTS CORP (USE RCB000)

RC0364 RUBBER, SYNTHETIC, 1206, GOSHEN RUBBER CO (USE RCB000)

RC0365 RUBBER, SYNTHETIC, N219-7, PARKER SEAL CO (USE RCB000)
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RC0366 RUBBER COMPOUND, SYNTHETIC, 49-031, PARKER SEAL CO (USE RCB000)

RC0367 RUBBER, SYNTHETIC, E515-8, PARKER SEAL CO (USE RCB000)

RC0368 RUBBER, SYNTHETIC, N109-7, PARKER SEAL CO (USE RCB000)

RC0369 RUBBER, SYNTHETIC, 142-70, PRECISON RUBBER PRODUCTS CORP (USE RCB000)

RC0371 RUBBER, SYNTHETIC, 4081-90, PLASTIC AND RUBBER PRODUCTS CORP (USE RCB000)

RC0373 RUBBER, SYNTHETIC, 1849, PRECISION RUBBER PRODUCTS CORP (USE RCB000)

RC0374 RUBBER, SYNTHETIC, EMS 315, AIRESEARCH MFG CO OF ARIZONA (USE RCB000)

RC0375 RUBBER COMPOUND, SYNTHETIC, S418-6, PARKER SEAL CO (USE RCB000)

RC0377 RUBBER, MIL-P-5510 (USE RCA000)

RC0378 RUBBER, NATURAL, MIL-STD-417, GRADE RN430, ABS11 (USE RC0020)

RC0379 RUBBER, SYNTHETIC, MIL-R-5847, CLASS 2B, GRADE 50-CANCELED (USE RC0021)

RC0380 RUBBER, SYNTHETIC, S564-6, PORTER SEAL CO (USE RCB000)

RC0381 RUBBER, SYNTHETIC, S424-7, PARKER SEAL CO (USE RCB000)

RC0382 RUBBER, 2010968-4, RADIO CORPORATION OF AMERICA (USE RCB000)

RC0383 RUBBER, MIL-STD-417, GRADE RS320 (USE RC0017$RC0022)

RC0385 RUBBER, SYNTHETIC, CURED, MIL-STD-417, TYPE S, CLASS SC, GRADE SC720A1B1E3 (USE RC0007)

RC0386 RUBBER, SYNTHETIC, CURED, MIL-STD-670, TYPE R, CLASS RE, GRADE RE3L (USE RC0022)

RC0387 RUBBER, SYNTHETIC, MIL-STD-670, TYPE S, CLASS SB, STYLE O, GRADE SBO3 (USE RC0019)

RC0388 RUBBER, SYNTHETIC, MIL-STD-670, TYPE R, STYLE E, GRADE RE11 (USE RC0022)

RC0389 RUBBER, SYNTHETIC, MIL-STD-670, TYPE R, STYLE E, GRADE RE11 (USE RC0022)

RC0390 RUBBER, SYNTHETIC, MIL-STD-670, TYPE R, STYLE E, GRADE RE15 (USE RC0022)

RC0391 RUBBER, 1588, PRECISION RUBBER PRODUCTS CORP (USE RCA000)

RC0392 RUBBER, SYNTHETIC, CURED, MIL-STD-670, TYPE S, CLASS SC, STYLE E GRADE SCE7A1 (USE RC0007)

RC0393 RUBBER, SYNTHETIC, MIL-STD-417, SC620 (USE RC0007)

RC0394 RUBBER, SYNTHETIC, MIL-R-3533, TYPE 2, CLASS 1 (USE RC0019)

RC0395 RUBBER, SYNTHETIC, AMS 3228 (USE RC0019)

RC0396 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SB 515A1B1C2F2 (USE RC0019)

RC0397 RUBBER, SYNTHETIC, COMPOUND NO. EMS342, AIRESEARCH MFG CO (USE RCB000)

RC0398 RUBBER, SYNTHETIC, N406-6, PARKER SEAL CO (USE RCB000)

RC0399 RUBBER, 829-90, PRECISION RUBBER PRODUCTS CORP (USE RCA000)

RC0401 RUBBER, MIL-R-880 /D/ (USE RCA000$RCB000)

RC0402 RUBBER, MIL-STD-417, TYPE RCL RN GR, RN415ABDF2 (USE RC0020)

RC0404 RUBBER, SYNTHETIC, ASTM D735-58T, CLASS SB720 (USE RC0019)

RC0406 RUBBER, UU21, BERNEL FOAM PRODUCTS CO, INC (USE RCB000)

RC0407 RUBBER, SYNTHETIC, MIL-STD-417, GRADE RS310, ABC1F1 (USE RC0017$RC0022)

RC0408 RUBBER, SYNTHETIC, MIL-STD-417, GRADE RS315, ABC1F2 (USE RC0017$RC0022)

RC0409 RUBBER, SYNTHETIC, MIL-STD-417, GRADE RS415, BF2 (USE RC0017$RC0022)

RC0410 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE 410-4 (USE RC0007)

RC0411 RUBBER, SYNTHETIC, MIL-STD-417, TYPE T, GRADE TA507B3G (USE RC0021)

RC0412 RUBBER, SYNTHETIC, MIL-STD-670, TYPE S, CLASS SC, GRADE SCE3 (USE RC0007)

RC0414 RUBBER, SYNTHETIC, MIL-G-12803, TYPE 1, CLASS 2, GROUP 2, GRADE 3G1223 (INVALID)

RC0415 FAIRPRENE NO. 5009, PIQUA MACHINE AND MFG CO (INVALID)

RC0416 RUBBER, SYNTHETIC, HH-P-151, CLASS 2 (USE RC0007$$CCA000)

RC0417 RUBBER AND CORK COMPOSITION, MIL-T-6841 (USE CKA000$$RCB000$RCA000)

RC0418 ASBESTOS AND RUBBER, SYNTHETIC, 170.0 VELLUMOID DIV, FEDERAL-MOGUL CORP /D/ (USE ASA000$$RCB000)

RC0419 RUBBER, SYNTHETIC, HH-G-171 (INVALID)

RC0420 RUBBER, SYNTHETIC, 1130-60, PLASTIC AND RUBBER PRODUCTS CORP (USE RCB000)

RC0425 RUBBER, MIL-STD-670, TYPE T, STYLE E, GRADE TE12A4F3 (USE RC0021)

RC0427 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC915 (USE RCB000)

RC0432 RUBBER, ZZ-R-765, CLASS 2A, GRADE 60 /D/ (USE RC0021)

RC0440 RUBBER, 1-11C6R40, THE BOEING CO (USE RCE000)

RC0441 RUBBER, MIL-STD-670, TYPE R, STYLE E, GRADE RE3 (USE RC0022)

RC0442 RUBBER, SYNTHETIC, AMS3332 (USE RC0021)
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RC0444 RUBBER, SYNTHETIC, MIL-G-22050 (USE RC0017)

RC0446 RUBBER, SYNTHETIC, E540-8, PARKER SEAL CO (USE RCB000)

RC0447 RUBBER, 8896-13, WESTINGHOUSE ELECTRIC CORP, SURFACE DIV (USE RCE000)

RC0450 RUBBER, SYNTHETIC, MIL-R-3065, GRADE SC520ABEFF (USE RC0007)

RC0452 RUBBER, EMS22670, ALLISON DIV OF GENERAL MOTORS CORP (USE REC000)

RC0460 RUBBER, MIL-STD-417, TYPE S, CLASS SB, GRADE SB410F2K2 (USE RC0019)

RC0461 RUBBER, MIL-STD-417, TYPE S, CLASS SB, GRADE SB410ES (USE RC0019)

RC0462 RUBBER, MIL-STD-417, TYPE S, CLASS SB, GRADE SB415F2K2 (USE RC0019)

RC0468 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE SC305 (USE RC0007)

RC0473 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE SC615A1B1F2 (USE RC0007)

RC0476 RUBBER, SYNTHETIC, 8459, MAGIC CHEF, INC (USE RCB000)

RC0479 RUBBER 750, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC0483 RUBBER, SYNTHETIC, SAE J14, TYPE 1 OR 3, GRADE SB715 BE1E3F1 (USE RC0019)

RC0485 RUBBER, AMS 3320 (USE RC0021$$GSA000)

RC0490 RUBBER, SYNTHETIC, MIL-S-6855 (USE RC0019$RC0007$RC0022)

RC0495 RUBBER, SYNTHETIC, EM47, THE BENDIX CORP (USE RCB000)

RC0496 RUBBER, SYNTHETIC, 15FM10A, FAIRBANKS MORSE, INC (USE RCB000)

RC0497 RUBBER, MIL-STD-670, TYPE R, STYLE E, GRADE RE11L (USE RC0022)

RC0503 RUBBER, MIL-STD-417, TYPE R, CLASS RS, GRADE 410AB (USE RC0017$RC0022)

RC0504 RUBBER, SYNTHETIC, MIL-STD-417, GRADE RS410ABCF (USE RC0017$RC0022)

RC0505 RUBBER, SYNTHETIC, MIL-STD-417, GRADE RS410F2 (USE RC0017$RC0022)

RC0506 RUBBER, MIL-STD-417, TYPE R, CLASS RS, GRADE RS410F2K2 (USE RC0017$RC0022)

RC0508 RUBBER, MIL-STD-417, TYPE R, CLASS RS, GRADE RS510 (USE RC0017$RC0022)

RC0509 RUBBER, MIL-STD-417, TYPE R, CLASS RS715 (USE RC0017$RC0022)

RC0510 RUBBER, MIL-STD-417, TYPE R, CLASS RS, GRADE RS715AB (USE RC0017$RC0022)

RC0514 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 310 (USE RC0007)

RC0515 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE SC410 (USE RC0007)

RC0516 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE SC415 (USE RC0007)

RC0518 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE SC515ABF3Z (USE RC0007)

RC0519 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE SC610 (USE RC0007)

RC0520 RUBBER, SYNTHETIC, J14, TYPE S, CLASS SB, GRADE SB715 (USE RC0019)

RC0523 SYNTHETIC RUBBER, S6508, DOW CORNING CORP (USE RCB000)

RC0538 RUBBER, 7657, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC0540 RUBBER, MIL-STD-670, GRADE RE3 (USE RC0022)

RC0545 RUBBER, SYNTHETIC, MIL-STD-417, GRADE RS410ABC1F1 (USE RC0017$RC0022)

RC0546 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE 515 (USE RC0017$RC0022)

RC0558 RUBBER SYNTHETIC, MIL-STD-417, GRADE SC410A (USE RC0007)

RC0559 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE SC510A1B1C1E3F2M (USE RC0007)

RC0560 RUBBER, SYNTHETIC, MIL-STD-417, SC515, A. B. C. F2 (USE RC0007)

RC0565 RUBBER, HH-P-151 (USE RC0019$$CCA000$RC0022$$CCA000$RC0007$$CCA000$RC0020$RC0018$$CCA000)

RC0589 RUBBER, MIL-STD-417, TYPE R, CLASS RN, GRADE 310 (USE RC0020)

RC0595 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 515, A. B. F1 (USE RC0007)

RC0599 RUBBER, SILICONE, MIL-R-5847, CLASS 2, GRADE 50-CANCELED (USE RC0021)

RC0618 RUBBER, SILICONE, MIL-R-5847, CLASS 1, GRADE 40-CANCELED (USE RC0021)

RC0619 RUBBER, SILICONE, MIL-R-5847, CLASS 3-CANCELED (USE RC0021)

RC0621 RUBBER, SILICONE, AMS 3315 (USE RC0021$$GSA000)

RC0623 RUBBER, SILICONE, ZZ-R-765, GRADE 50 (USE RC0021)

RC0625 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE 515 (USE RC0007)

RC0626 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC (USE RC0007)

RC0631 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE NO 515FI (USE RC0007)

RC0741 RUBBER, SILICONE, AMS 3346 (USE RC0021)

RC0743 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 1, GRADE 60 (USE RC0019)

RC0745 RUBBER, SAE J14, CLASS SB (USE RC0019)
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RC0748 RUBBER, MIL-STD-417, TYPE S, CLASS SB (USE RC0019)

RC0751 RUBBER, SILICONE, ZZ-R-765 (USE RC0021)

RC0756 RUBBER, MIL-STD-417, TYPE R, CLASS RS, GRADE 415ABC1F2 (USE RC0017$RC0022)

RC0763 RUBBER, SYNTHETIC, AMS 3232 (USE ASA000$$RCB000)

RC0812 RUBBER, MIL-R-3065, TYPE S, CLASS SC, GRADE 305 (USE RC0007)

RC0818 RUBBER, MIL-STD-417, TYPE S, CLASS SB, GRADE 515, ABEF (USE RC0019)

RC0830 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 515 (USE RC0007)

RC0852 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 1 (USE RC0019)

RC0854 RUBBER, SYNTHETIC, MIL-STD-417 (USE RC0020$RC0017$RC0022$RC0023$RC0019$RC0007$RC0021$RC0001)

RC0857 RUBBER, AMS 3228 (USE RC0019)

RC0858 RUBBER, HH-G-156, TYPE 1 (USE RC0020$RC0018)

RC0859 RUBBER, MIL-R-1149 (USE RC0019$RC0022$RC0007$RC0017)

RC0860 RUBBER, MIL-R-3065, CLASS SC520 (USE RC0007)

RC0863 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC420 (USE RC0007)

RC0864 RUBBER, SYNTHETIC, AMS 3207 (USE RC0007)

RC0865 RUBBER, SYNTHETIC, AMS 3208 (USE RC0007)

RC0866 RUBBER, CORK, MIL-G-6183, CLASS 2 (USE RCB000$$CKA000)

RC0869 RUBBER, A12F11A2, GENERAL ELECTRIC CO., AEROSPACE ELECTRICAL EQUIPMENT DEPT (USE RCE000)

RC0870 RUBBER, A147, WASCOMAT OF AMERICA, DIV OF BERMIL INDUSTRIES CORP (USE RCE000)

RC0871 RUBBER, BUNA-N R-416-H SBE-42, RUBATEX CORP (USE RC0019)

RC0872 RUBBER, F24394, RADIO ENGINEERING PRODUCTS LTD (USE RCE000)

RC0873 RUBBER, MIL-STD-417, TYPE S, CLASS SB, GRADE 725 (USE RC0019)

RC0874 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 415F2 (USE RC0007)

RC0875 RUBBER, MIL-R-3065, TYPE S, CLASS SC, GRADE 500 (USE RC0007)

RC0876 RUBBER, MIL-R-3065, TYPE S, CLASS SC, GRADE 620 ABF (USE RC0007)

RC0877 RUBBER, MIL-R-6130, TYPE 2, GRADE C, COND MEDIUM (USE RC0020)

RC0878 RUBBER, MIL-STD-417, TYPE R, CLASS RS, GRADE 420 (USE RC0017$RC0022)

RC0879 RUBBER, MIL-STD-417, TYPE R, CLASS RS, GRADE 615ABF1 (USE RC0017$RC0022)

RC0880 RUBBER, MIL-STD-417, TYPE R, CLASS RN, GRADE 430 (USE RC0020)

RC0881 RUBBER, MIL-STD-417, TYPE R, CLASS RS, GRADE 410ABCFFZ (USE RC0017$RC0022)

RC0882 RUBBER, MIL-STD-417, TYPE R, CLASS RS, GRADE 510ABF1 (USE RC0017$RC0022)

RC0883 RUBBER, MIL-STD-417, TYPE R, CLASS RS (USE RC0017$RC0022)

RC0884 RUBBER, MIL-STD-417, TYPE S, CLASS SB, GRADE 715ABF2 (USE RC0019)

RC0885 RUBBER, MIL-STD-417, TYPE S, CLASS SB, GRADE 410F2 (USE RC0019)

RC0886 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 715A1B1E3F2 (USE RC0007)

RC0887 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 615L (USE RC0007)

RC0888 RUBBER, MIL-STD-417, TYPE S, CLASS SB, GRADE 415 (USE RC0019)

RC0889 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 510A1H1E3F2 (USE RC0007)

RC0890 RUBBER, MIL-STD-670, TYPE R, GRADE RE3L (USE RC0020$RC0022)

RC0891 RUBBER, MDP-10976, COND HARD, ARMY MISSILE COMMAND (USE RCE000)

RC0892 RUBBER, SYNTHETIC, AMS 3209 (USE RC0007)

RC0893A RUBBER, SILICONE, 8896-13, WESTINGHOUSE ELECTRIC CORP, AEROSPACE AND ELECTRONIC SYSTEMS DIV

RC0893B (USE RCC000)

RC0894 RUBBER, FLUOROSILICONE, MIL-R-25988 (USE RC0014)

RC0896 RUBBER, 427, WAUKESHA FOUNDRY CO (USE RCE000)

RC0897 RUBBER, SYNTHETIC, AMS 3200 (USE RC0019)

RC0898 RUBBER, MIL-R-6130, TYPE 2, GRADE A, COND MEDIUM (USE RC0007)

RC0899 RUBBER, MIL-STD-417, TYPE R, CLASS RS, GRADE 510 (USE RC0017$RC0022)

RC0900 RUBBER, MIL-STD-417, TYPE S, CLASS SB, GRADE 500 (USE RC0019)

RC0902A RUBBER, SYNTHETIC, PDS12158-515, WESTINGHOUSE ELECTRIC CORP, AEROSPACE AND ELECTRONIC SYSTEMS DIV

RC0902B (USE RCB000)

RC0903 RUBBER, SYNTHETIC, SAE J18 TYPE S, CLASS SBE, GRADE 42F1 (USE RC0019)

RC0904 RUBBER, VITON, 6-18-42, LUCAS GAS TURBINE EQUIPMENT LTD, TECHNICAL SERVICES (USE RCE000)
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RC0905 RUBBER, VITON, BARBER-COLEMAN CO (USE RCE000)

RC0906 RUBBER, 15016, GRADE SC715, TEREX DIV OF GENERAL MOTORS CORP (USE RCE000)

RC0907 RUBBER, SYNTHETIC, AMS 3198 (USE RC0007)

RC0908 RUBBER, SILICONE, MIL-R-5847, CLASS 1, GRADE 60-CANCELED (USE RC0021)

RC0910 RUBBER, MIL-R-3065, TYPE S, CLASS SC, GRADE 505 (USE RC0007)

RC0911 RUBBER, MIL-R-3065, TYPE R, CLASS RS, GRADE 600CGJKL (USE RC0017$RC0022)

RC0912 RUBBER, MIL-R-3065, TYPE R, CLASS RS, GRADE 509SABF (USE RC0017$RC0022)

RC0913 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 615 (USE RC0007)

RC0914 RUBBER, SILICONE, AMS 3334 (USE RC0021)

RC0915 RUBBER, SYNTHETIC, JAN-R-1149, TYPE 1, CLASS 1 (USE RC0007)

RC0916 RUBBER, SYNTHETIC, MIL-R-15624, CLASS 3 (USE RC0019)

RC0917 RUBBER, SILICONE, MIL-R-5847, CLASS 1-CANCELED (USE RC0021)

RC0918 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 1 (USE RC0019)

RC0919 RUBBER, SYNTHETIC, JAN-R-1149, CLASS 1 (USE RC0007)

RC0920 RUBBER, SYNTHETIC, MIL-G-6183, TYPE 2, GRADE FIRM (USE RCB000$$CKA000)

RC0921 RUBBER, SYNTHETIC, MIL-R-3065, TYPE S, CLASS SC, GRADE 600 BF (USE RC0007)

RC0922 RUBBER, SYNTHETIC, SAE SC620 (USE RC0007)

RC0924 RUBBER, SILICONE, ZZ-R-765, CLASS 2A (USE RC0021)

RC0925 RUBBER, MIL-R-3065, TYPE S, CLASS SB, GRADE 612 (USE RC0019)

RC0926 RUBBER, SYNTHETIC, MIL-R-3065, TYPE S, CLASS SB, GRADE 513 (USE RC0019)

RC0927 RUBBER, SYNTHETIC, MIL-R-3065, TYPE R, CLASS RS, GRADE 715ABFF (USE RC0017$RC0022)

RC0928 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 2 (USE RC0007)

RC0929 RUBBER, MIL-STD-417, TYPE R, CLASS RS, GRADE 310 (USE RC0017$RC0022)

RC0930 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 415 (USE RC0007)

RC0931 RUBBER, SYNTHETIC, 5007, METCO INC (USE RCB000)

RC0932 RUBBER, SYNTHETIC, A12F1A10, GENERAL ELECTRIC CO (USE RCB000)

RC0933 RUBBER, AN-R-21, GRADE 2 (USE RCE000)

RC0934 RUBBER, SYNTHETIC, MIL-R-7362, TYPE 2 (USE RC0019)

RC0935 RUBBER, SYNTHETIC, MIL-R-3065, TYPE T, CLASS TA, GRADE (USE RC0021)

RC0936 RUBBER, SILICONE, MIL-R-5847, CLASS 2, GRADE 40-CANCELED (USE RC0021)

RC0937 RUBBER, SILICONE, SR5520A, E I DUPONT DENEMOURS AND CO INC (USE RCB000)

RC0941 RUBBER, SILICONE, AMS 3320 (USE RC0021$$GSA000)

RC0943 RUBBER, SILICONE, MIL-R-5847-CANCELED (USE RC0021)

RC0944 RUBBER, SAE J14, TYPE R, GRADE 630BDH (USE RC0020$RC0022$RC0017)

RC0945 RUBBER, COMPOSITION, MIL-STD-417, TYPE R, CLASS RS, GRADE RS 515A, B, G (USE RC0017$RC0022)

RC0946 RUBBER, SYNTHETIC, AMS 3213 (USE RC0019)

RC0947 RUBBER, SYNTHETIC, AMS 3215 (USE RC0019)

RC0948 RUBBER, SILICONE, AMS 3195 (USE RC0021)

RC0949 RUBBER, SYNTHETIC, AMS 3240 (USE RC0007)

RC0950 RUBBER, SYNTHETIC, AMS 3303 (USE RC0021)

RC0952 RUBBER, SYNTHETIC, AMS 3227 (USE RC0019)

RC0953 RUBBER, SYNTHETIC, AMS 3242 (USE RC0007)

RC0954 RUBBER, CORK, AMS 3251 (USE RCB000$$CKA000)

RC0955 RUBBER, CORK, MIL-G-6183 (USE RCB000$$CKA000)

RC0956 RUBBER, CORK, MIL-G-6183, CLASS 1, GRADE MEDIUM (USE RCB000$$CKA000)

RC0957 RUBBER, CORK, MIL-G-6183, CLASS 1 (USE RCB000$$CKA000)

RC0958 RUBBER, MIL-G-1149 (USE RC0007$RC0022$RC0017$RC0019)

RC0959 RUBBER, ASTM 1056-58T, GRADE SC-42 (USE RC0007)

RC0960 RUBBER, ASTM D1056-49, GRADE SB-42-43 (USE RC0019)

RC0961 RUBBER, ASTM D1056-52T, GRADE SB-42-43 (USE RC0019)

RC0962 RUBBER, CLOTH, MIL-P-1384, CLASS 1-CANCELED (USE RC0007)

RC0963 RUBBER, MIL-C-16090, CLASS 2 (USE CKA000$$RSC000$RSA000)

RC0964 RUBBER, MIL-C-6747 (INVALID)
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RC0965 RUBBER, MIL-G-1149, CLASS 1 (USE RC0007)

RC0966 RUBBER, MIL-G-2765 (INVALID)

RC0967 RUBBER, MIL-P-1384-CANCELED (USE RC0007$RC0022$RC0019)

RC0968 RUBBER, SYNTHETIC, MIL-P-2829 (USE CCA000$$RC0007$$ADA000)

RC0969 RUBBER, SYNTHETIC, MIL-P-5510 (USE RC0019)

RC0970 RUBBER, SYNTHETIC, MIL-P-5516 (USE RC0019)

RC0971 RUBBER, MIL-R-1149, TYPE 1 (USE RC0007)

RC0972 RUBBER, MIL-R-25897, TYPE 2 (USE RC0013)

RC0973 RUBBER, MIL-R-2879 (USE RCB000)

RC0974 RUBBER, MIL-R-3533 (USE RC0019)

RC0975 RUBBER, MIL-R-45036, GRADE A (USE RCA000$RCB000)

RC0976 RUBBER, MIL-R-45036, GRADE C (USE RC0020$RC0018)

RC0977 RUBBER, MIL-R-5001 (USE RC0022$RC0007$RC0020)

RC0978 RUBBER, MIL-R-6130 (USE RC0022$RC0007$RC0020)

RC0979 RUBBER, MIL-6130, TYPE 2, GRADE A, COND SOFT (USE RC0007)

RC0980 RUBBER, MIL-R-6130, TYPE 2, GRADE B, COND MEDIUM (USE RC0022)

RC0981 RUBBER, MIL-R-6855, CLASS 1 (USE RC0019)

RC0982 RUBBER, MIL-R-6855, CLASS 2 (USE RC0007)

RC0983 RUBBER, MIL-R-6855, CLASS 3 (USE RC0022)

RC0984 RUBBER, SYNTHETIC, MIL-R-7362 (USE RC0019)

RC0985 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 3 (USE RC0022)

RC0988 RUBBER, SYNTHETIC, MIL-R-3065 (USE RC0020$RC0017$RC0022$RC0023$RC0019$RC0007$RC0021$RC0001)

RC0989 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 515, A1B1E3 (USE RC0007)

RC0990 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 515, BF (USE RC0007)

RC0991 RUBBER, MIL-STD-417, TYPE R, CLASS RS, GRADE 415, ABFF (USE RC0017$RC0022)

RC0992 RUBBER, SILICONE, ZZ-R-765, CLASS 1A, GRADE 40 (USE RC0021)

RC0993 RUBBER, SILICONE, ZZ-R-765, CLASS 1A, GRADE 50 (USE RC0021)

RC0994 RUBBER, SILICONE, ZZ-R-765, CLASS 1B, GRADE 40 (USE RC0021)

RC0995 RUBBER, SILICONE, ZZ-R-765, CLASS 2A, GRADE 50 (USE RC0021)

RC0996 RUBBER, SILICONE, ZZ-R-765, CLASS 2B, GRADE 40 (USE RC0021)

RC0997 RUBBER, SYNTHETIC, MIL-S-45005, CLASS 2 (USE RC0021)

RC0998 RUBBER, SILICONE, ZZ-R-765, CLASS 3, GRADE 60 (USE RC0021)

RC0999 RUBBER, SILICONE, MIL-R-5847, CLASS 2A, GRADE 50-CANCELED (USE RC0021)

RC1000 RUBBER, MIL-R-6130, TYPE 1, GRADE A (USE RC0007)

RC1001 RUBBER, MIL-STD-417, TYPE R, CLASS RS, GRADE 415, SOFT (USE RC0017$RC0022)

RC1002 RUBBER, SILICONE, AMS 3304 (USE RC0021)

RC1003 RUBBER, SYNTHETIC, MIL-R-6855 (USE RC0019$RC0007$RC0022)

RC1004 RUBBER, SYNTHETIC, MIL-R-6855, GRADE 60 (USE RC0019$RC0007$RC0022)

RC1005 RUBBER, MIL-STD-417, GRADE SC515A1B1E3F2K1 (USE RC0007)

RC1006 RUBBER, MIL-STD-417, GRADE SB715B1E3Z (USE RC0019)

RC1007 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S (USE RC0023$RC0019$RC0007)

RC1008 RUBBER, MIL-R-25897 (USE RC0013)

RC1009 RUBBER, MIL-STD-417, GRADE SA505ABF2 (USE RC0023)

RC1011 RUBBER, SYNTHETIC, MIL-S-45005, CLASS 3 (USE RC0019)

RC1013 RUBBER, MIL-STD-417, GRADE SB805A1B1E3E5Z (USE RC0019)

RC1014 RUBBER, MIL-STD-417, GRADE SB910ABE (USE RC0019)

RC1015 RUBBER, MIL-STD-417, TYPE R, CLASS RS, GRADE 615A1BC1F2K1 (USE RC0022)

RC1016 RUBBER, MIL-STD-417, TYPE S, CLASS SB, GRADE 910A1B1E3 (USE RC0019)

RC1017 RUBBER, MIL-STD-417, TYPE S, CLASS SB, GRADE 810A1C1E3K1Z (USE RC0019)

RC1018 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 420ABF1 (USE RC0007)

RC1019 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 515A1B1F1K1 (USE RC0007)

RC1020 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 525A1B1C1E3F1K1 (USE RC0022)

RC1021 RUBBER, MIl-STD-417, A1B1C1E3F1JL (INVALID)
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RC1022 RUBBER, MIL-STD-417, TYPE S, CLASS SB, GRADE 515ABE3F1 (USE RC0019)

RC1023 RUBBER, MIL-STD-417, TYPE S, GRADE SB910ABE (USE RC0019)

RC1024 RUBBER, MIL-STD-417, TYPE S, CLASS SB, GRADE 515A1B1F1 (USE RC0019)

RC1025 RUBBER, MIL-STD-417, GRADE SB715A2B1E1E3 (USE RC0019)

RC1026 RUBBER, MIL-STD-417, TYPE S, GRADE SB910A1B1E3 (USE RC0019)

RC1027 RUBBER, MIL-STD-417, TYPE S, CLASS SB, GRADE 720BCE1E3F2K (USE RC0019)

RC1028 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 515A1B1E3F2K1 (USE RC0022)

RC1029 RUBBER, MIL-STD-417, TYPE S, CLASS SB, GRADE 910 (USE RC0019)

RC1030 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 910 (USE RC0017)

RC1031 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 515ABC1F1Z (USE RC0017)

RC1032 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 515C1F2Z (USE RC0017)

RC1033 RUBBER, MIL-STD-417, GRADE SC515ABC1F1Z (USE RC0007)

RC1034 RUBBER, MIL-STD-417, TYPE R, CLASS RS, GRADE 615ABC1F1 (USE RC0022)

RC1035 RUBBER, MIl-STD-417, TYPE R, CLASS RS, GRADE 615AC1G (USE RC0022$RC0017)

RC1036 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 510AF1 (USE RC0007)

RC1037 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 515AC1F1 (USE RC0007)

RC1038 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 520ABF (USE RC0007)

RC1039 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 520ABF1 (USE RC0007)

RC1040 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 520A1B1F1 (USE RC0007)

RC1041 RUBBER, MIL-STD-417, TYPE R, CLASS RS, GRADE 515AC1F2 (USE RC0017$RC0007)

RC1042 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 415F2K2 (USE RC0007)

RC1043 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 510AC1F1 (USE RC0007)

RC1046 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 515F1K1 (USE RC0007)

RC1047 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 525F1 (USE RC0007)

RC1048 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 515A1B1C1E3Z122 (USE RC0007)

RC1049 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 515AF1 (USE RC0007)

RC1050 RUBBER, MIL-STD-417, CLASS SC, GRADE 515A2 (USE RC0007)

RC1051 RUBBER, SYNTHETIC, MIL-P-21099 (INVALID)

RC1052 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 2 /D/ (USE RC0007)

RC1053 RUBBER, COMPOSITION, MIL-STD-417, TYPE R, CLASS RS, GRADE 710 A, B, E1 (USE RC0017$RC0022)

RC1054 RUBBER, SYNTHETIC, MIL-P-2911 (INVALID)

RC1055 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 510A1B1E3F2 (USE RC0007)

RC1056 RUBBER, SYNTHETIC, MIL-STD-417, GRADE TA505 (USE RC0021)

RC1057 RUBBER, AMS 3302 (USE RC0021)

RC1058 RUBBER, SYNTHETIC, AMS 7260 (USE RC0019)

RC1059 RUBBER, MIL-STD-670, TYPE R, STYLE E, GRADE RE3F2L (USE RC0022$RC0020)

RC1060 RUBBER, MIL-STD-670, TYPE S, CLASS SB, STYLE E, GRADE SBE7L (USE RC0019)

RC1061 RUBBER, SYNTHETIC, AMS 3197 (USE RC0007)

RC1062 RUBBER, SYNTHETIC, AMS 3199 (USE RC0007)

RC1063 RUBBER, MIL-STD-670, TYPE R, CLASS RE, GRADE RE3F1-2 (USE RC0022$RC0020)

RC1064 RUBBER, MIL-R-6130, TYPE 1, GRADE A, COND MEDIUM (USE RC0007)

RC1065 RUBBER, MIL-R-6130, TYPE 2, GRADE C (USE RC0020)

RC1066 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE SC608 (USE RC0007)

RC1067 RUBBER, MIL-STD-670, TYPE R, STYLE E, GRADE RE7L (USE RC0022$RC0020)

RC1068 RUBBER, MIL-STD-670, TYPE R, STYLE E, GRADE RE7LE (USE RC0022$RC0020)

RC1069 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE E, GRADE SCE7 (USE RC0007)

RC1070 RUBBER, MIL-STD-670, TYPE R, STYLE O, GRADE RO15 (USE RC0022$RC0020)

RC1071 RUBBER, MIL-STD-670, TYPE R, STYLE O, GRADE RO7 (USE RC0022$RC0020)

RC1072 RUBBER, MIL-STD-670, TYPE S, CLASS SB, STYLE E, GRADE SBE7 (USE RC0019)

RC1074 RUBBER, MIL-STD-670, TYPE S, CLASS SB, STYLE O, GRADE SB03 (USE RC0019)

RC1076 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE E, GRADE SCE3F (USE RC0007)

RC1077 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE E, GRADE SCE11 (USE RC0007)

RC1078 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE E, GRADE SCE3 (USE RC0007)
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RC1079 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE E, GRADE SCE3F2 (USE RC0007)

RC1081 RUBBER, MIL-STD-417, TYPE R, CLASS RS, GRADE RS515ABF1 (USE RC0017$RC0022)

RC1082 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE SC305F2 (USE RC0007)

RC1083 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE SC515AB (USE RC0007)

RC1084 RUBBER, MIL-STD-670, TYPE R, STYLE O, GRADE RO15Z (USE RC0022$RC0020)

RC1085 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE E, GRADE SCE15 (USE RC0007)

RC1086 RUBBER, MIL-STD-670, TYPE R, STYLE E, GRADE RE3L (USE RC0022$RC0020)

RC1087 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE O, GRADE SCO3 (USE RC0007)

RC1089 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE O, GRADE SCO1 (USE RC0007)

RC1090 RUBBER, MIL-STD-417, TYPE R, GRADE RS415BC1Z1Z2 (USE RC0017$RC0022)

RC1091 RUBBER, MIL-STD-417, TYPE S, CLASS SB, GRADE SB710ABC2E5F2 (USE RC0019)

RC1093 RUBBER, MIL-STD-670, TYPE S, CLASS SB, STYLE E, GRADE SBE11 (USE RC0019)

RC1094 RUBBER, SYNTHETIC, MIL-I-6562 (USE PCA000)

RC1095 RUBBER, MIL-STD-670, GRADE RO11 (USE RC0022$RC0020)

RC1096 RUBBER, MIL-STD-417, TYPE R, CLASS RS, GRADE RS410AB (USE RC0017$RC0022)

RC1098 RUBBER, SILICONE, AMS 3196 (USE RC0021)

RC1099 RUBBER, SYNTHETIC, AMS 3210 (USE RC0007)

RC1100 RUBBER, MIL-STD-670, GRADE RE3L (USE RC0022$RC0020)

RC1101 RUBBER, MIL-STD-670, GRADE RE7 (USE RC0022$RC0020)

RC1102 RUBBER, MIL-STD-670, TYPE R, CLASS RE, GRADE RE3F1K2 (USE RC0022$RC0020)

RC1103 RUBBER, MIL-STD-670, TYPE R, STYLE E, GRADE RE11 (USE RC0022)

RC1104 RUBBER, MIL-STD-670, TYPE R, STYLE E, GRADE RE3B1K2L (USE RC0022$RC0020)

RC1105 RUBBER, MIL-STD-670, TYPE R, STYLE O, GRADE RO3F1 (USE RC0022$RC0020)

RC1106 RUBBER, MIL-STD-670, TYPE R, STYLE O, GRADE RO11 (USE RC0022)

RC1107 RUBBER, MIL-STD-670, TYPE R, STYLE O, GRADE RO11A1BF2 (USE RC0022$RC0020)

RC1108 RUBBER, MIL-STD-670, TYPE R, STYLE O, GRADE RO3 (USE RC0022$RC0020)

RC1111 RUBBER, MIL-STD-670, TYPE S, CLASS SB, STYLE O, GRADE SB011A1 (USE RC0019)

RC1112 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE E, GRADE SCE11Z (USE RC0007)

RC1113 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE E, GRADE SCE3F2K2 (USE RC0007)

RC1114 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE E, GRADE SCE3Z (USE RC0007)

RC1115 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE E, GRADE SCE7L (USE RC0007)

RC1116 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE O, GRADE SCO7A1 (USE RC0007)

RC1117 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE O, GRADE SCO7A1BF2 (USE RC0007)

RC1118 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE SC615A1B1C1E3F1 (USE RC0007)

RC1120 RUBBER, MIL-R-20092, TYPE 2, CLASS 3, COND SOFT (USE RC0007)

RC1122 RUBBER, MIL-R-6130, TYPE 1, GRADE A, COND SOFT (USE RC0007)

RC1123 RUBBER, MIL-R-6130, GRADE C (USE RC0020)

RC1124 RUBBER, MIL-R-6130, TYPE 2, GRADE C, COND FIRM (USE RC0020)

RC1125 RUBBER, MIL-R-6130, TYPE 2, GRADE C, COND SOFT (USE RC0020)

RC1126 RUBBER, MIL-R-6130, TYPE 1, GRADE A, COND FIRM (USE RC0007)

RC1127 RUBBER, MIL-R-6130, TYPE 1, GRADE B, COND FIRM (USE RC0022)

RC1128 RUBBER, SYNTHETIC, MIL-P-26514, TYPE 1, CLASS 2 (USE PCAH00)

RC1134 RUBBER, MIL-R-6130, TYPE 1, GRADE B, COND MEDIUM (USE RC0022)

RC1135 RUBBER, MIL-R-6130, TYPE 1, GRADE B, COND SOFT (USE RC0022)

RC1136 RUBBER, MIL-R-6130, TYPE 1, GRADE C, COND MEDIUM (USE RC0020)

RC1137 RUBBER, MIL-R-6130, TYPE 1, GRADE C, COND SOFT (USE RC0020)

RC1138 RUBBER, MIL-R-6130, TYPE 2, GRADE A, COND FIRM (USE RC0007)

RC1139 RUBBER, MIL-R-6130, TYPE 2, GRADE B, COND SOFT (USE RC0022)

RC1140 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 2, GRADE 50 (USE RC0007)

RC1141 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 2, TYPE A, GRADE 60 (USE RC0007)

RC1142 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 2, TYPE A, GRADE 80 (USE RC0007)

RC1143 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 3, GRADE 40 (USE RC0022)

RC1144 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 3, GRADE 60 (USE RC0022)
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RC1145 RUBBER, SYNTHETIC, MIL-R-900 (USE RC0022)

RC1146 RUBBER, SYNTHETIC, MIL-R-417, TYPE S, CLASS SB, GRADE SB415 (USE RC0019)

RC1147 RUBBER, MIL-STD-670, TYPE S, CLASS SB, STYLE E (USE RC0019)

RC1148 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE E GRADE SCE7EF1 (USE RC0007)

RC1149 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC510C1E3F1 (USE RC0007)

RC1150 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE 415A1B1E3F2 (USE RC0019)

RC1151 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB410 (USE RC0019)

RC1153 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE 510A1B1C1E3F1 (USE RC0007)

RC1154 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE 515A1B1C1E3F1 (USE RC0007)

RC1157 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RN, GRADE RN410BF2 (USE RC0020)

RC1158 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RN, GRADE RN410C2F2 (USE RC0020)

RC1160 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RN, GRADE RN420 (USE RC0020)

RC1161 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RN, GRADE RN420ABDF2K2R (USE RC0020)

RC1162 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RN, GRADE RN420F2K2 (USE RC0020)

RC1164 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RN, GRADE RN510BF2 (USE RC0020)

RC1165 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RN, GRADE RN515B (USE RC0020)

RC1166 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RN, GRADE RN620ABF2 (USE RC0020)

RC1167 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS310 (USE RC0017$RC0022)

RC1168 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS310F2K2 (USE RC0017$RC0022)

RC1169 RUBBER, MIL-R-6130, TYPE 2, GRADE A (USE RC0007)

RC1170 RUBBER, MIL-STD-670, GRADE SCE3 (USE RC0007)

RC1171 RUBBER, MIL-STD-670, GRADE RE7L (USE RC0022$RC0020)

RC1172 RUBBER, MIL-STD-670, TYPE R, GRADE RE3F2L (USE RC0022)

RC1175 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS410BC2 (USE RC0017$RC0022)

RC1176 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS410BF2K2 (USE RC0017$RC0022)

RC1177 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS410F2K2 (USE RC0017$RC0022)

RC1178 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS415 (USE RC0017$RS0022)

RC1179 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS415BC1Z1Z2 (USE RC0017$RC0022)

RC1180 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS415BC1F2 (USE RC0017$RC0022)

RC1181 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS415C1DF1 (USE RC0017$RC0022)

RC1182 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS415F2 (USE RC0017$RC0022)

RC1183 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS416 (USE RC0017$RC0022)

RC1184 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS510 (USE RC0017$RC0022)

RC1185 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS510BC2F2 (USE RC0017$RC0022)

RC1186 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS510BF2 (USE RC0017$RC0022)

RC1187 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS515 (USE RC0017$RC0022)

RC1188 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS515BC1 (USE RC0017$RC0022)

RC1189 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS515BC1F2 (USE RC0017$RC0022)

RC1190 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS610F2 (USE RC0017$RC0022)

RC1191 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS615A1B1C1F2 (USE RC0017$RC0022)

RC1192 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS615A4 (USE RC0017$RC0022)

RC1193 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS615BC1F1 (USE RC0017$RC0022)

RC1194 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS615BC1F2G (USE RC0017$RC0022)

RC1195 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS625 (USE RC0017$RC0022)

RC1196 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS715 (USE RC0017$RC0022)

RC1197 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS715AB (USE RC0017$RC0022)

RC1199 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS715BC2 (USE RC0017$RC0022)

RC1200 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS720Z (USE RC0017$RC0022)

RC1202 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS420 (USE RC0017$RC0022)

RC1203 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SA, GRADE SA405 (USE RC0023)

RC1205 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB410AB (USE RC0019)

RC1206 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB410ABF1 (USE RC0019)

RC1208 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB410E5 (USE RC0019)
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RC1209 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB410F2 (USE RC0019)

RC1210 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB410F2K2 (USE RC0019)

RC1211 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB415F1K2 (USE RC0019)

RC1212 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB415F2 (USE RC0019)

RC1213 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB415F2K1 (USE RC0019)

RC1214 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB415F2K2 (USE RC0019)

RC1216 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB515 (USE RC0019)

RC1217 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB515BK1 (USE RC0019)

RC1218 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB610R2K2 (USE RC0019)

RC1219 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB612E4F1 (USE RC0019)

RC1220 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB615ABF2K2 (USE RC0019)

RC1221 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB620A1F2 (USE RC0019)

RC1222 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC305 (USE RC0007)

RC1224 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC310ABE3F1 (USE RC0007)

RC1225 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC405A (USE RC0007)

RC1226 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC405A6F2 (USE RC0007)

RC1227 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC410 (USE RC0007)

RC1228 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC410B1F2K2 (USE RC0007)

RC1229 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC410E5 (USE RC0007)

RC1230 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC415 (USE RC0007)

RC1231 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC415AE3F1 (USE RC0007)

RC1232 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC415A1B1F2 (USE RC0007)

RC1233 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC415F2 (USE RC0007)

RC1234 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC415F2K2 (USE RC0007)

RC1236 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC510F2K2 (USE RC0007)

RC1237 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC512ABF1 (USE RC0007)

RC1238 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC515 (USE RC0007)

RC1240 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC515ABE3F2 (USE RC0007)

RC1241 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC515ABF1Z (USE RC0007)

RC1242 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC515A1B1C1F (USE RC0007)

RC1243 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC515A1B1F2 (USE RC0007)

RC1244 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC515B1F2 (USE RC0007)

RC1245 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC520 (USE RC0007)

RC1246 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC610 (USE RC0007)

RC1247 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC610ABE3 (USE RC0007)

RC1248 RUBBER, SYNTHETIC, AMS 3241 (USE RC0007)

RC1249 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC615 (USE RC0007)

RC1250 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC615ABE3 (USE RC0007)

RC1251 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC615A1 (USE RC0007)

RC1252 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC615F2K2 (USE RC0007)

RC1253 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC620 (USE RC0007)

RC1255 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC815 (USE RC0007)

RC1257 RUBBER, SYNTHETIC, MIL-STD-417, TYPE T, CLASS TA, GRADE TA405A6B3E3F3K2 (USE RC0021)

RC1259 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC420A1B1C1F1GK 2Z (USE RC0007)

RC1260 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RN, GRADE RN710BC1F2G (USE RC0020)

RC1261 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE 410A1B1C1F1 (USE RC0007)

RC1262 RUBBER, MIL-STD-670, TYPE S, CLASS SB, GRADE SB42 (USE RC0019)

RC1263 RUBBER, MIL-STD-670, GRADE RO11A1BF1 (USE RC0022$RC0000)

RC1264 RUBBER, MIL-STD-670, GRADE RO3F1L (USE RC0022$RC0020)

RC1265 RUBBER, MIL-STD-670, GRADE SC11 (USE RC0007)

RC1268 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE O, GRADE SCO3 (USE RC0007)

RC1269 RUBBER, MIL-STD-670, GRADE SCO3 (USE RC0007)

RC1270 RUBBER, MIL-STD-670 (USE RC0011$RC0003$RC0020$RC0022$RC0019$RC0007$RC0021)
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RC1272 RUBBER, S-100 MEDIUM, KIRKHILL RUBBER CO (USE RCE000)

RC1273 RUBBER, SYNTHETIC, M-5565, E I DUPONT DE NEMOURS AND CO INC (USE RCB000)

RC1274 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 4, GRADE 60 (USE RC0007)

RC1276 RUBBER, SYNTHETIC, TYPE GPA, SPERRY RAND CORP (USE RCB000)

RC1277 RUBBER, SILICONE, ZZ-R-765, CLASS 1A, GRADE 60 (USE RC0021)

RC1278 RUBBER, SILICONE, ZZ-R-765, CLASS 2A, GRADE 40 (USE RC0021)

RC1279 RUBBER, SILICONE, ZZ-R-765, CLASS 2A, GRADE 60 (USE RC0021)

RC1280 RUBBER, SILICONE, ZZ-R-765, CLASS 2A, GRADE 80 (USE RC0021)

RC1281 RUBBER, SILICONE, ZZ-R-765, CLASS 2B, GRADE 50 (USE RC0021)

RC1282 RUBBER, SILICONE, ZZ-R-765, CLASS 2B, GRADE 60 (USE RC0021)

RC1283 RUBBER, SILICONE, ZZ-R-765, CLASS 2B, GRADE 70 (USE RC0021)

RC1284 RUBBER, SILICONE, ZZ-R-765, CLASS 3, GRADE 50 (USE RC0021)

RC1285 RUBBER, SILICONE, ZZ-R-765, CLASS 3B, GRADE 50 (USE RC0021)

RC1286 RUBBER, SILICONE, ZZ-R-765, CLASS 1A, GRADE 70 (USE RC0021)

RC1287 RUBBER, 820-0518-00, COLLINS RADIO CO (USE RCE000)

RC1288 RUBBER, 1E721, CATERPILLAR TRACTOR CO (USE RCE000)

RC1289 RUBBER, AGC10846-1, AEROJET ELECTROSYSTEMS CO (USE RCE000)

RC1290 RUBBER, SILICONE, AMS 3301 (USE RC0021)

RC1291 RUBBER, SILICONE, AMS 3302 (USE RC0021)

RC1292 RUBBER, SILICONE, AMS 3347 (USE RC0021)

RC1293 RUBBER, ASTM D1056-67T, TYPE R, GRADE RE43, COND SOFT (USE RC0020)

RC1294 RUBBER, CHLOROPRENE, MIL-I-3930, TYPE JN (USE RC0007)

RC1295 RUBBER, MIL-I-3930, TYPE IS (USE RC0022)

RC1296 RUBBER, MIL-I-3930, TYPE IS-L (USE RC0022)

RC1297 RUBBER, MIL-I-3930 (USE RC0022$RC0022$$RC0007$RC0007$RC0020$RC0009$RC0010$RC0003)

RC1299 RUBBER, STYRENE BUTADIENE, MIL-I-3930, TYPE IS (USE RC0022)

RC1300 RUBBER, POLYCHLOROPRENE, MIL-I-3930, TYPE JN (USE RC0007)

RC1301 RUBBER, CHLOROPRENE, MIL-C-915 (USE RC0007)

RC1302 RUBBER, MIL-I-3930, TYPE JN-L (USE RC0007)

RC1303 RUBBER, STYRENE BUTADIENE, MIL-I-3930, TYEP JS (USE RC0022)

RC1304 RUBBER, NEOPRENE, MIL-R-3065, TYPE 2, CLASS 60 (USE RC0007)

RC1308 RUBBER, MIL-STD-417 (USE RC0020$RC0017$RC0022$RC0023$RC0019$RC0007$RC0021$RC0001)

RC1317 RUBBER, MIL-R-46089, GRADE M (USE RC0021)

RC1318 RUBBER, MIL-R-6130, COND SOFT (USE RC0022$RC0007$RC0020)

RC1319 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS410 (USE RC0017$RC0022)

RC1320 RUBBER, SYNTHETIC, MIl-STD-417, TYPE R, CLASS RS, GRADE RS520BF2 (USE RC0017$RC0022)

RC1321 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB410AC1F1 (USE RC0019)

RC1322 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB417 (USE RC0019)

RC1323 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB615 (USE RC0019)

RC1324 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB710ABF2 (USE RC0019)

RC1325 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB615ABE3 (USE RC0019)

RC1326 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB615A1B1F2K2 (USE RC0019)

RC1327 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC310A1F2 (USE RC0007)

RC1328 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC410A1B1C1F2K1 (USE RC0007)

RC1329 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC420A1B1F2 (USE RC0007)

RC1330 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC510 (USE RC0007)

RC1331 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC510A1B1C1E3F2M (USE RC0007)

RC1332 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC515F2K2 (USE RC0007)

RC1333 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC615A1B1C1F2 (USE RC0007)

RC1334 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC (USE RC0007)

RC1335 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC810 (USE RC0007)

RC1336 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC415ABE3F1 (USE RC0007)

RC1337 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC715BE3F1 (USE RC0007)
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RC1338 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE 615ABF2 (USE RC0007)

RC1339 RUBBER, MIL-STD-670, GRADE RE3ABF (USE RC0022$RC0020)

RC1340 RUBBER, MIL-STD-670, TYPE R, STYLE E, GRADE RE7 (USE RC0022$RC0020)

RC1341 RUBBER, MIL-STD-670, TYPE R, STYLE O, GRADE RO11A1BF1 (USE RC0022$RC0007)

RC1343 RUBBER, MIL-STD-670, TYPE S, CLASS SB, STYLE E, GRADE SBE7A1F2 (USE RC0019)

RC1344 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE E, GRADE SCE3C1F2 (USE RC0007)

RC1345 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE E, GRADE SCE11F2 (USE RC0007)

RC1346 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE E, GRADE SCE3L (USE RC0007)

RC1347 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE E, GRADE SCE7F1 (USE RC0007)

RC1348 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE O, GRADE SCO1A1BF2K2 (USE RC0007)

RC1349 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE O, GRADE SCO15 (USE RC0007)

RC1350 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE O, GRADE SCO3F1K2 (USE RC0007)

RC1351 RUBBER, MIL-STD-670, TYPE T, STYLE E, GRADE TE12A4F2GL (USE RC0021)

RC1352 RUBBER, MIL-STD-670, GRADE RO7ABF (USE RC0022$RC0020)

RC1353 RUBBER, MIL-STD-670, TYPE T, STYLE E, GRADE T312A4F3L (USE RC0021)

RC1354 RUBBER, MIL-T-46114 (USE RCE000$$CCA000)

RC1355 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RN, GRADE RN515ABC1F2 (USE RC0020)

RC1356 RUBBER, STM23-401A, CLASS 2, GRADE MEDIUM, LOCKHEED AIRCRAFT CORP (USE RCE000)

RC1359 RUBBER, SYNTHETIC, MIL-R-14328 (USE RC0022)

RC1360 RUBBER, SYNTHETIC, MIL-STD-417, GRADE RS410A4 (USE RC0017$RC0022)

RC1361 RUBBER, SILICONE, ZZ-R-765, CLASS 1B, GRADE 50 (USE RC0021)

RC1362 RUBBER, SILICONE, ZZ-R-765, CLASS 3B, GRADE 30 (USE RC0021)

RC1363 RUBBER, SILICONE, ZZ-R-765, CLASS 3B, GRADE 60 (USE RC0021)

RC1364 RUBBER, SILICONE, ZZ-R-765, CLASS 3B, GRADE 80 (USE RC0021)

RC1365 RUBBER, 5C4V532, LIMA ELECTRIC MOTOR CO INC (USE RCE000)

RC1366 RUBBER, 891008, WAYNE MFG CO (USE RCE000)

RC1368 RUBBER, SILICONE, H430, HAVEG INDUSTRIES INC (USE RC0021)

RC1369 RUBBER, SR5520A, E I DUPONT DE NEMOURS AND CO INC (USE RCE000)

RC1370 RUBBER, AGC34424, AEROJET-GENERAL CORP (USE RCE000)

RC1371 RUBBER, SYNTHETIC, AMS 3273 (USE RC0007$$PCP000)

RC1372 RUBBER, BMS1-23, THE BOEING (USE RCE000)

RC1373 RUBBER, BMS1-57, THE BOEING (USE RCE000)

RC1375 RUBBER, SILICONE, H476, HAVEG INDUSTRIES INC (USE RC0021)

RC1376 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 2, TYPE A, GRADE 40 (USE RC0007)

RC1377 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 2, TYPE A, GRADE 30 (USE RC0007)

RC1378 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 2, TYPE A, GRADE 50 (USE RC0007)

RC1379 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 4, TYPE A, GRADE 40 (USE RC0007)

RC1380 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 4, TYPE A, GRADE 50 (USE RC0007)

RC1381 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 4, TYPE A, GRADE 60 (USE RC0007)

RC1382 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS615AB (USE RC0017$RC0022)

RC1383 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS420C1F2K2 (USE RC0017$RC0022)

RC1384 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS810C1F2K2 (USE RC0017$RC0022)

RC1385 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC415BF2G (USE RC0007)

RC1386 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC615BF2G (USE RC0007)

RC1387 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC420A1B1F1 (USE RC0007)

RC1388 RUBBER, MIL-STD-670, TYPE S, CLASS SB, STYLE E, GRADE SBE7A1BC1EF1 (USE RC0019)

RC1389 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE E, GRADE SCE11F1 (USE RC0007)

RC1390 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE E, GRADE SCE11L (USE RC0007)

RC1391 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE O, GRADE SCO7K2 (USE RC0007)

RC1392 RUBBER, PT-422-44, APEX MOULDED PRODUCTS CO (USE RCE000)

RC1393 RUBBER, RL 2822, RAYBESTOS-MANHATTAN INC (USE RCE000)

RC1394 RUBBER, SS9532, UNITED AIRCRAFT CORP (USE RCE000)

RC1395 RUBBER, STM23-401, CLASS 2, GRADE MEDIUM, LOCKHEED AIRCRAFT CORP (USE RCE000)
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RC1396 RUBBER, STM23-401, CLASS 2, LOCKHEED AIRCRAFT CORP (USE RCE000)

RC1397 RUBBER, STM23-402, CLASS 1, GRADE 50, LOCKHEED AIRCRAFT CORP (USE RCE000)

RC1398 RUBBER, STM23-402, CLASS 1, GRADE 60, LOCKHEED AIRCRAFT CORP (USE RCE000)

RC1399 RUBBER, T900, HAVEG INDUSTRIES INC (USE RCE000)

RC1400 RUBBER, SILICONE, ZZ-R-765, CLASS 2B, GRADE 25, (USE RC0021)

RC1402 RUBBER, 206634, HUGHES AIRCRAFT CO (USE RCE000)

RC1403 RUBBER, 760182, HUGHES AIRCRAFT CO (USE RCE000)

RC1404 RUBBER, 760200-002, HUGHES AIRCRAFT CO (USE RCE000)

RC1406 RUBBER, 760200-005, HUGHES AIRCRAFT CO (USE RCE000)

RC1407 RUBBER, 760200-006, HUGHES AIRCRAFT CO (USE RCE000)

RC1408 RUBBER, 760200-007, HUGHES AIRCRAFT CO (USE RCE000)

RC1409 RUBBER, 760200-008, HUGHES AIRCRAFT CO (USE RCE000)

RC1410 RUBBER, 960025, LITTON SYSTEMS INC (USE RCE000)

RC1411 RUBBER, SILICONE, 110-023-8, BELL HELICOPTER CO (USE RC0021)

RC1412 RUBBER, SYNTHETIC, AMS 3195 (USE RC0021)

RC1414 RUBBER, SYNTHETIC, ASTM D1056, GRADE SC42 (USE RC0007)

RC1416 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS315ABEF (USE RC0017$RC0022)

RC1417 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC415A1B1F2Z (USE RC0007)

RC1418 RUBBER, MIL-STD-670, GRADE RO7 (USE RC0022$RC0020)

RC1419 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC415AB3F1 (USE RC0007)

RC1421 RUBBER, MIL-G-1149, TYPE 1 (USE RC0019$RC0022$RC0007$RC0017)

RC1422 RUBBER, SYNTHETIC, MIL-G-21610, TYPE 1 (USE RC0019)

RC1424 RUBBER, SYNTHETIC, MIL-R-15624, CLASS 1 (USE RC0007)

RC1425 RUBBER, SYNTHETIC, MIL-R-15624, TYPE 1 (USE RC0007)

RC1426 RUBBER, MIL-R-20092, TYPE 2, CLASS 1, COND SOFT (USE RC0007)

RC1429 RUBBER, MIL-STD-670, TYPE R, STYLE E, GRADE RE7F2 (USE RC0022$RC0020)

RC1430 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC415A1B1C1F1 (USE RC0000)

RC1431 RUBBER, SYNTHETIC, MIL-STD-417, GRADE RS515ABF (USE RC0017$RC0022)

RC1432 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SA610ABE1 (USE RC0023)

RC1433 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SB410A (USE RC0019)

RC1434 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SB615ABE3 (USE RC0019)

RC1435 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SB615ABF2 (USE RC0019)

RC1436 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SB715A1B1E3E5F1 (USE RC0019)

RC1437 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC615A1B1E3 (USE RC0007)

RC1438 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC715ABE3 (USE RC0007)

RC1439 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC815A1B1E3 (USE RC0007)

RC1440 RUBBER, SYNTHETIC, MIL-STD-417, GRADE TA405 (USE RC0021)

RC1441 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC512 (USE RC0007)

RC1442 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC415A1B (USE RC0007)

RC1444 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC310A1B1E3F1 (USE RC0007)

RC1445 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB410A (USE RC0019)

RC1446 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB710 (USE RC0019)

RC1447 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC310 (USE RC0007)

RC1448 RUBBER, SYNTHETIC, MIL-STD-417, TYPE T, CLASS TA, GRADE TA607 (USE RC0021)

RC1449 RUBBER, MIL-STD-670, GRADE SCO3ABF (USE RC0007)

RC1450 RUBBER, MIL-STD-670, GRADE SCO3F1 (USE RC0007)

RC1451 RUBBER, SILICONE, ZZ-R-765, CLASS 1B, GRADE 70 (USE RC0021)

RC1452 RUBBER, 1-61011, GENERAL MOTORS CORP (USE RCE000)

RC1453 RUBBER, ASTM D1056, TYPE S, CLASS SC, GRADE SCE43 (USE RC0007)

RC1454 RUBBER, MIL-STD-670, TYPE R, STYLE C, GRADE RC60 (USE RC0020$RC0022)

RC1455 RUBBER, HMS16 1086, HUGHES TOOL CO, A/C DIV (USE RCE000)

RC1456 RUBBER, AMS 3315 (USE RC0021$$GSA000)

RC1457 RUBBER, SYNTHETIC, MIL-STD-417, CLASS RN, GRADE 51 (USE RC0020)
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RC1458 RUBBER, SYNTHETIC, MIL-STD-417, CLASS RN, GRADE 635 (USE RC0020)

RC1459 RUBBER, SYNTHETIC, MIL-STD-417, CLASS RN, GRADE 415 (USE RC0020)

RC1460 RUBBER, MIL-STD-417, CLASS RN, GRADE 610 (USE RC0020)

RC1465 RUBBER, 1910, RUBBERCRAFT CORP OF CALIF LTD (USE RCE000)

RC1468 RUBBER, SYNTHETIC, MIL-STD-417, CLASS RN, GRADE 625 (USE RC0020)

RC1474 RUBBER, MIL-R-6130, CLASS A, GRADE MEDIUM (USE RC0007)

RC1475 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE 615 (USE RC0019)

RC1476 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE 410 (USE RC0019)

RC1477 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE 510 (USE RC0007)

RC1478 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE 420 (USE RC0007)

RC1479 RUBBER, SYNTHETIC, MIL-STD-417, CLASS SB, GRADE 615 (USE RC0019)

RC1480 RUBBER, SYNTHETIC, AMS 3274 (USE RC0019$$PCP000)

RC1481 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE 720, SUFFIX A, B, (USE RC0017$RC0022)

RC1482 RUBBER, SYNTHETIC-CORK, AMS 3250 (USE RCB000$$CKA000)

RC1483 RUBBER, SILICONE, AMS 3303 (USE RC0021)

RC1484 RUBBER, SILICONE, AMS 3305 (USE RC0021)

RC1485 RUBBER, SILICONE, AMS 3326 (USE RC0021)

RC1486 RUBBER, SILICONE, AMS 3335 (USE RC0021)

RC1487 RUBBER, SILICONE, AMS 3356 (USE RC0021)

RC1488 RUBBER, SILICONE, AMS 3357 (USE RC0021)

RC1489 RUBBER, SILICONE, AMS 7267 (USE RC0021)

RC1490 RUBBER, SILICONE, AMS 7273 (USE RC0021)

RC1491 RUBBER, SYNTHETIC, AMS 7279 (USE RC0013)

RC1492 RUBBER, AMS 2810 (INVALID)

RC1493 RUBBER, AMS 3326 (USE RC0021)

RC1494 RUBBER, SILICONE, AMS 3332 /D/ (USE RC0021)

RC1495 RUBBER, SYNTHETIC-ASBESTOS, MIL-C-7637, TYPE 1 (USE RC0007$$ASA000)

RC1496 RUBBER, SYNTHETIC-CORK, MIL-G-6183, CLASS 2, GRADE MEDIUM (USE RCB000$$CKA000)

RC1497 RUBBER, SYNTHETIC-CORK, MIL-G-6183, CLASS 2, GRADE SOFT (USE RCB000$$CKA000)

RC1498 RUBBER, SYNTHETIC-CORK, AN-G-32, TYPE 2, GRADE MEDIUM (USE RCB000$$CKA000)

RC1499 RUBBER, SYNTHETIC-CORK, MIL-G-6183, CLASS 1, GRADE SOFT (USE RCB000$$CKA000)

RC1500 RUBBER, SYNTHETIC-CORK, MIL-G-6183, CLASS 1, GRADE FIRM (USE RCB000$$CKA000)

RC1501 RUBBER, SYNTHETIC-CORK, MIL-G-6183, TYPE 1 (USE RCB000$$CKA000)

RC1502 RUBBER, SYNTHETIC-CORK, MIL-G-6183, CLASS 1, GRADE MEDIUM (USE RCB000$$CKA000)

RC1503 RUBBER-CLOTH, HH-P-151, CLASS 1 (USE RC0020$RC0018$$CCA000)

RC1504 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE 510 (USE RC0017$RC0022)

RC1506 RUBBER, ASTM D1056-58T, CLASS SC, GRADE 41 (USE RC0007)

RC1507 RUBBER, ASTM D1056-59T, TYPE S, CLASS SC, GRADE 42 (USE RC0007)

RC1508 RUBBER, ASTM D1056-59T, CLASS SB, GRADE 43, SUFFIX (USE RC0019)

RC1509 RUBBER, ASTM D1056-62T, TYPE S, CLASS SC, GRADE 42 (USE RC0007)

RC1510 RUBBER, ASTM D735, CLASS SB, GRADE 415 (USE RC0019)

RC1511 RUBBER, ASTM D735-61T, TYPE R, GRADE 810, SUFFIX B (INVALID)

RC1512 RUBBER, ASTM D735-58T, CLASS SB, GRADE 715, SUFFIX B (INVALID)

RC1513 RUBBER, ASTM D735-58T, CLASS SB, GRADE 915, SUFFIX B, E1, E3 (INVALID)

RC1514 RUBBER, ASTM D735-52T, CLASS TA, GRADE 704, SUFFIX B, E1 (INVALID)

RC1515 RUBBER, ASTM D735-58T, CLASS TA, GRADE 705, SUFFIX B, E1, E3, L (INVALID)

RC1521 RUBBER, BMS1-11, GRADE 60, THE BOEING CO (USE RCE000)

RC1539 RUBBER, STM23-402, CLASS 2, GRADE 50, LOCKHEED AIRCRAFT CORP (USE RCE000)

RC1550 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS515F2 (USE RC0017$RC0022)

RC1559 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC710 (USE RC0007)

RC1572 RUBBER, NATURAL, MIL-STD-417, TYPE R, CLASS RN, GRADE RN415 (USE RC0020)

RC1574 RUBBER, MCI-4502, MARTIN MARIETTA CORP (USE RCE000)

RC1579 RUBBER, SYNTHETIC, AMS 3251 (USE RCB000$$CKA000)
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RC1580 RUBBER, SYNTHETIC, AMS 3250 (USE RCB000$$CKA000)

RC1594 RUBBER, CORK, MIL-G-6183, CLASS 2, GRADE A (USE RCB000$$CKA000)

RC1598 RUBBER, MIL-R-3065, TYPE R, CLASS RS, GRADE 509 (USE RC0017$RC0022)

RC1610 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS610 (USE RC0017$RC0022)

RC1611 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS612 (USE RC0017$RC0022)

RC1612 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS615 (USE RC0017$RC0022)

RC1635 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB515A1B1C1F2 (USE RC0019)

RC1636 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC305A (USE RC0007)

RC1637 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC402F2 (USE RC0007)

RC1643 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC512 (USE RC0007)

RC1644 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC512ABEF (USE RC0007)

RC1651 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC715 (USE RC0007)

RC1655 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC405 (USE RC0007)

RC1675 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 1, GRADE 30 (USE RC0019)

RC1684 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC410A1B1F2 (USE RC0007)

RC1700 RUBBER, HS244, UNITED AIRCRAFT CORP (USE RCE000)

RC1707 RUBBER, K-58, KIRKHILL RUBBER CO (USE RCE000)

RC1709 RUBBER, SILICONE, MIL-R-5847, CLASS 2B, GRADE 60-CANCELED (USE RC0021)

RC1720 RUBBER, 250, DOW CORNING CORP (USE RC0021)

RC1727 RUBBER, LS-53, DOW CORNING CORP (USE RC0014)

RC1749 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB 510 (USE RC0019)

RC1793 RUBBER, CORK, MIL-G-6183, CLASS 2, GRADE C (USE RCB000$$CKA000)

RC1794 RUBBER, CORK, MIL-C-6183, CLASS 2, GRADE B (USE RCB000$$CKA000)

RC1795 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC515ABE (USE RC0007)

RC1797 RUBBER, SYNTHETIC, MIL-G-5510 (USE RC0019)

RC1798 RUBBER, SILICONE, MIL-R-5847, CLASS 2B, GRADE 70-CANCELED (USE RC0021)

RC1799 RUBBER, CORK, MIL-C-6183, CLASS 2, GRADE C (USE RCB000$$CKA000)

RC1800 RUBBER, CORK, MIL-G-6183, CLASS 1, GRADE A (USE RCB000$$CKA000)

RC1801 RUBBER, SYNTHETIC, MIL-P-26514, CLASS 2 (USE PCAH00)

RC1802 RUBBER, SYNTHETIC, MIL-R-15624 (USE RC0007$RC0019$RC0022)

RC1803 RUBBER, MIL-R-20092, TYPE 2, CLASS 2, COND MEDIUM (USE RC0007)

RC1804 RUBBER, FLUOROSILICONE, MIL-R-25988, TYPE 1, CLASS 1, GRADE 50 (USE RC0014)

RC1805 RUBBER, FLUOROSILICONE, MIL-R-25988, TYPE 1, GRADE 60 (USE RC0014)

RC1806 RUBBER, FLUOROSILICONE, MIL-R-25988, TYPE 2, CLASS 1, GRADE 50 (USE RC0014)

RC1807 RUBBER, FLUOROSILICONE, MIL-R-25988, TYPE 1, CLASS 1, GRADE 60 (USE RC0014)

RC1808 RUBBER, SYNTHETIC, MIL-R-2765 (USE RC0019)

RC1809 RUBBER, SYNTHETIC, MIL-R-3533, TYPE 1, GRADE A (USE RC0019)

RC1810 RUBBER, SYNTHETIC, MIL-R-3533, TYPE 1, GRADE B (USE RC0019)

RC1811 RUBBER, SYNTHETIC, MIL-R-3533, TYPE 2 (USE RC0019)

RC1812 RUBBER, SYNTHETIC, MIL-R-3533, TYPE 2, GRADE B (USE RC0019)

RC1813 RUBBER, MIL-R-46089 (USE RC0021)

RC1814 RUBBER, SILICONE, MIL-R-5847, CLASS 2, GRADE 60-CANCELED (USE RC0021)

RC1816 RUBBER, MIL-R-6130, TYPE 2, GRADE B (USE RC0022)

RC1817 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 1, GRADE 70 (USE RC0019)

RC1819 RUBBER, SYNTHETIC, MIL-S-6855, GRADE 40 (USE RC0019$RC0022$RC0007)

RC1820 RUBBER-SHEET, HH-P-151, CLASS 1 (USE RC0020$RC0018$$CCA000)

RC1821 RUBBER, SILICONE, AMS 3332 (USE RC0021)

RC1822 RUBBER, SILICONE, AMS 3320, TYPE 162 (USE RC0021$$GSA000)

RC1823 RUBBER, SILICONE, AMS 3320, TYPE 164 (USE RC0021$$GSA000)

RC1824 RUBBER, SILICONE, ZZ-R-765, GRADE 40 (USE RC0021)

RC1826 RUBBER, SAE J120, CLASS 1 (USE RC0019)

RC1827 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RN, GRADE RN510B (USE RC0020)

RC1828 RUBBER, SILICONE, ZZ-R-765, CLASS 2A, GRADE 70 (USE RC0021)
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RC1829 RUBBER, HH-G-156 (USE RC0020$RC0018)

RC1830 RUBBER, HH-G-156, TYPE 2, (USE RC0020$RC0018)

RC1831 RUBBER, SYNTHETIC, MIL-G-1149, TYPE 1, CLASS 1 (USE RC0007)

RC1832 RUBBER, SILICONE, ZZ-R-765, CLASS 3, GRADE 25 (USE RC0021)

RC1833 RUBBER, SYNTHETIC, AMS 7272 (USE RC0019)

RC1834 RUBBER, SILICONE, ZZ-R-765, CLASS 3 (USE RC0021)

RC1835 RUBBER, SILICONE, ZZ-R-765, CLASS 2B (USE RC0021)

RC1837 RUBBER, SILICONE, AMS 3033 (INVALID)

RC1838 RUBBER, MIL-R-6130, TYPE 2 (USE RC0022$RC0007$RC0020)

RC1839 RUBBER, SYNTHETIC, MIL-G-7021, CLASS 1 (USE RCB000)

RC1841 RUBBER, MIL-R-20092, TYPE 2, COND SOFT (USE RC0007)

RC1843 RUBBER, SYNTHETIC, MIL-R-3533, TYPE 2, GRADE A (USE RC0019)

RC1844 RUBBER, SILICONE, MIL-R-5847, CLASS 1B, GRADE 60-CANCELED (USE RC0021)

RC1845 RUBBER, SILICONE, MIL-R-5847, CLASS 2B, GRADE 50-CANCELED (USE RC0021)

RC1846 RUBBER, SILICONE, MIL-R-5847, CLASS 3, GRADE 60-CANCELED (USE RC0021)

RC1847 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 1, GRADE 80 (USE RC0019)

RC1848 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 2, GRADE 70 (USE RC0007)

RC1849 RUBBER, SYNTHETIC, MIL-R-6855, TYPE A (USE RC0019$RC0007$RC0022)

RC1850 RUBBER, NATURAL, MIL-STD-417, TYPE R, CLASS RN, GRADE RN515 (USE RC0020)

RC1851 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB915 (USE RC0019)

RC1852 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SA, GRADE SA505 (USE RC0023)

RC1853 RUBBER, NATURAL, MIL-STD-417, TYPE R, CLASS RN, GRADE RN420 (USE RC0020)

RC1854 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB705 (USE RC0019)

RC1855 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB815 (USE RC0019)

RC1856 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB905 (USE RC0019)

RC1857 RUBBER, NATURAL, MIL-STD-417, TYPE R, CLASS RN, GRADE RN625 (USE RC0020)

RC1858 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS315 (USE RC0017$RC0022)

RC1859 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB610 (USE RC0019)

RC1860 RUBBER, SYNTHETIC, ASTM D735-59T, TYPE S, CLASS SB, GRADE SB915E1E3 (USE RC0019)

RC1861 RUBBER, ASTM D1056-58T, TYPE S, CLASS SC, GRADE SC42 (USE RC0007)

RC1862 RUBBER, MIL-STD-670, TYPE R, STYLE O, GRADE RO11A1BK2 (USE RC0020$RC0022)

RC1863 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB520 (USE RC0022)

RC1864 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC610B1E3 (USE RC0007)

RC1866 RUBBER, MR27, MECHANICAL RUBBER PRODUCTS CO INC (USE RCE000)

RC1868 RUBBER, DC651, DOW CORNING CORP (USE RC0021)

RC1869 RUBBER, ES0508, THE BENDIX CORP (USE RCE000)

RC1870 RUBBER, 142-90, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC1871 RUBBER, 5-249, DARCOID CO INC (USE RCE000)

RC1872 RUBBER, 80-060, E I DUPONT DENEMOURS AND CO INC (USE RCE000)

RC1874 RUBBER, N121-6, PARKER-HANNIFIN CORP (USE RCE000)

RC1875 RUBBER, O.S. 4705, NAVAL ORDNANCE SYSTEMS COMMAND (USE RCE000)

RC1876 RUBBER, PA21, B F GOODRICH CO (USE RCE000)

RC1878 RUBBER, SR350, SARGENT INDUSTRIES INC (USE RCE000)

RC1879 RUBBER, SE450, GENERAL ELECTRIC CO (USE RCE000)

RC1880 RUBBER, DC675, DOW CORNING CORP (USE RC0021)

RC1881 RUBBER, LS63, DOW CORNING CORP (USE RC0014)

RC1882 RUBBER, SILICONE, AMS 3337 (USE RC0021)

RC1884 RUBBER, SILICONE, COMP C-115, W H SALISBURY AND CO INC (USE RC0021)

RC1886 RUBBER, P6106-1, GENERAL DYNAMICS CORP (USE RCE000)

RC1888 RUBBER, SILICONE, ZZ-R-765, CLASS 1, GRADE 40 (USE RC0021)

RC1889 RUBBER, 1130-70, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC1890 RUBBER, 1894, MCDONNEL DOUGLAS CORP (USE RCE000)

RC1891 RUBBER, 20L00, UNION CARBIDE CORP (USE RCE000)
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RC1892 RUBBER, 410630-1, TEXAS INSTRUMENTS INC (USE RCE000)

RC1893 RUBBER, 6921, HONEYWELL INC (USE RCE000)

RC1894 RUBBER, S6526, DOW CORNING CORP (USE RCE000)

RC1895 RUBBER, 12610, GENERAL ELECTRIC CO (USE RCE000)

RC1896 RUBBER, BMS1-15, THE BOEING CO (USE RCE000)

RC1897 RUBBER, AC2565V, KIRKHILL RUBBER CO (USE RCE000)

RC1898 RUBBER, AC405, SPERRY RAND CORP (USE RCE000)

RC1899 RUBBER, AC405B, SPERRY RAND CORP (USE RCE000)

RC1900 RUBBER, AC419, SPERRY RAND CORP (USE RCE000)

RC1901 RUBBER, AC422, SPERRY RAND CORP (USE RCE000)

RC1902 RUBBER, SYNTHETIC, AMS 7277 (USE RC0017)

RC1903 RUBBER, SYNTHETIC, AMS 7280 (USE RC0013)

RC1904 RUBBER, NYLON, 9205, GARLOCK INC (USE RCE000$$PCP000)

RC1905 RUBBER, BMS1-11, TYPE 1, GRADE 40, THE BOEING CO (USE RCE000)

RC1906 RUBBER, 618, RAYBESTOS-MANHATTEN INC (USE RCE000)

RC1907 RUBBER, B318-7, PARKER-HANNIFIN CORP (USE RCE000)

RC1908 RUBBER, B46A, NATIONAL RUBBER CO (USE RCE000)

RC1909 RUBBER, B612-70, PARKER-HANNIFIN CORP (USE RCE000)

RC1910 RUBBER, 5770, E I DUPONT DE NEMOURS AND CO INC (USE RCE000)

RC1911 RUBBER, 5009, E I DUPONT DE NEMOURS AND CO INC (USE RCE000)

RC1912 RUBBER, 9250, J I CASE CO (USE RCE000)

RC1913 RUBBER, 28NK11, GOODYEAR TIRE AND RUBBER CO (USE RCE000)

RC1914 RUBBER, 4200-70, PRENTICE CO (USE RCE000)

RC1915 RUBBER, 445A, MINNESOTA RUBBER CO (USE RCE000)

RC1916 RUBBER, N183-9, PARKER-HANNIFIN CORP (USE RCE000)

RC1917 RUBBER, N525-6, PARKER-HANNIFIN CORP (USE RCE000)

RC1918 RUBBER, PM/5002, CLASS 1, BORG-WARNER CORP (USE RC0022)

RC1919 RUBBER, 11054, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC1921 RUBBER, 702-70, SARGENT INDUSTRIES INC (USE RCE000)

RC1922 RUBBER, 737-70, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC1923 RUBBER, CPS5009, CURTISS-WRIGHT CORP (USE RCE000)

RC1925 RUBBER, CW3725, CHASE-WALTON ELASTOMERS INC (USE RCE000)

RC1926 RUBBER, C526-7, PARKER-HANNIFIN CORP (USE RCE000)

RC1927 RUBBER, EMS 15029, GENERAL MOTORS CORP (USE RCE000)

RC1928 RUBBER, EMS 22670, GENERAL MOTORS CORP (USE RCE000)

RC1929 RUBBER, ES-0578, EASTERN DYNAMICS CORP (USE RCE000)

RC1930 RUBBER, ES2710, GENERAL MOTORS CORP (USE RCE000)

RC1931 RUBBER, ES7411-4, GENERAL MOTORS CORP (USE RCE000)

RC1932 RUBBER, E515-8, PARKER-HANNIFIN CORP (USE RCE000)

RC1933 RUBBER, E515-80, PARKER-HANNIFIN CORP (USE RCE000)

RC1934 RUBBER, E540, PARKER-HANNIFIN CORP (USE RCE000)

RC1935 RUBBER, E540-8, PARKER-HANNIFIN CORP (USE RCE000)

RC1936 RUBBER, E540-80, PARKER-HANNIFIN CORP (USE RCE000)

RC1937 RUBBER, SYNTHETIC, GMS80-001, GRADE 40, ITT GILFILLAN INC (USE RCB000)

RC1938 RUBBER, HCE25, HYSTER CO (USE RCE000)

RC1939 RUBBER, HMS100, SUNSTRAND CORP (USE RCE000)

RC1940 RUBBER, HS724, TYPE C, UNITED AIRCRAFT CORP (USE RCE000)

RC1941 RUBBER, HS163, UNITED AIRCRAFT CORP (USE RCE000)

RC1942 RUBBER, HS3676, TYPE A, UNITED AIRCRAFT CORP (USE RCE000)

RC1943 RUBBER, HS701, UNITED AIRCRAFT CORP (USE RCE000)

RC1944 RUBBER, IDSA9250, DISOGRIN INDUSTRIES (USE RCZ000)

RC1945 RUBBER, IDSA6865, DISOGRIN INDUSTRIES (USE RCZ000)

RC1946 RUBBER, IDSA9250-92, DISOGRIN INDUSTRIES (USE RCZ000)
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RC1947 RUBBER, 5006, RAYMOND ENGINEERING INC (USE RCE000)

RC1948 RUBBER, LT7-70, FALK TOOL AND ENGINEERING CO (USE RCE000)

RC1949 RUBBER, L308-8, PARKER-HANNIFIN CORP (USE RCE000)

RC1950 RUBBER, L608-6, PARKER-HANNIFIN CORP (USE RCE000)

RC1951 RUBBER, M-2D40-B, FORD MOTOR CO (USE RCE000)

RC1952 RUBBER, M-6342-A, FORD MOTOR CO (USE RCE000)

RC1953 RUBBER, MIL-R-25988, TYPE 1, CLASS 1, GRADE 60 (USE RC0014)

RC1954 RUBBER, MIL-R-25988, TYPE 1, CLASS 1, GRADE 70 (USE RC0014)

RC1955 RUBBER, MIL-R-83248, CLASS 1 (USE RC0013)

RC1956 RUBBER, MIL-R-83248, TYPE 1, CLASS 2 (USE RC0013)

RC1957 RUBBER, MIL-R-83248, TYPE 1, CLASS 1 (USE RC0013)

RC1958 RUBBER, NATURAL, MIL-STD-417, TYPE R, CLASS RN, GRADE RN320 (USE RC0020)

RC1959 RUBBER, SYNTHETIC, MIL-STD-417, TYPE T, CLASS TA, GRADE TA605 (USE RC0021)

RC1960 RUBBER, MMS C201, GRADE 80, MARTIN MARIETTA CORP (USE RCE000)

RC1961 RUBBER, MMS C201, GRADE 50, MARTIN MARIETTA CORP (USE RCE000)

RC1962 RUBBER, MMS D204, MARTIN MARIETTA CORP (USE RCE000)

RC1963 RUBBER, MMS C201C, MARTIN MARIETTA CORP (USE RCE000)

RC1964 RUBBER, M4601, AVCO CORP (USE RCE000)

RC1966 RUBBER, ES0751, THE BENDIX CORP (USE RCE000)

RC1967 RUBBER, ES0733, THE BENDIX CORP (USE RCE000)

RC1968 RUBBER, 7TK15, GOODYEAR TIRE AND RUBBER CO (USE RCE000)

RC1969 RUBBER, N103-7, PARKER-HANNIFIN CORP (USE RCE000)

RC1970 RUBBER, N109-7, PARKER-HANNIFIN CORP (USE RCE000)

RC1971 RUBBER, N219-7, PARKER-HANNIFIN CORP (USE RCE000)

RC1972 RUBBER, N219-70, PARKER-HANNIFIN CORP (USE RCE000)

RC1973 RUBBER, N304-7, PARKER-HANNIFIN CORP (USE RCE000)

RC1974 RUBBER, N406-6, PARKER-HANNIFIN CORP (USE RCE000)

RC1975 RUBBER, N497-70, PARKER-HANNIFIN CORP (USE RCE000)

RC1976 RUBBER, N525-60, PARKER-HANNIFIN CORP (USE RCE000)

RC1977 RUBBER, N602-70, PARKER-HANNIFIN CORP (USE RCE000)

RC1978 RUBBER, N674-70, PARKER-HANNIFIN CORP (USE RCE000)

RC1979 RUBBER, PB165-6F4, WESTERN FELT WORKS INC (USE RCE000)

RC1980 RUBBER, S-265, NICHOLS ENGINEERING INC (USE RCE000)

RC1981 RUBBER, SP131, TELEDYNE REPUBLIC MFG (USE RCE000)

RC1982 RUBBER, SR281-90, SARGENT INDUSTRIES INC (USE RCE000)

RC1983 RUBBER, SR592-70, SARGENT INDUSTRIES INC (USE RCE000)

RC1984 RUBBER, SR725-80, SARGENT INDUSTRIES INC (USE RCE000)

RC1985 RUBBER, SR815-60, SARGENT INDUSTRIES INC (USE RCE000)

RC1986 RUBBER, SS9532, GRADE 68, UNITED AIRCRAFT CORP (USE RCE000)

RC1987 RUBBER, ST4P-10, COPES-VULCAN INC (USE RCE000)

RC1988 RUBBER, S417-7, PARKER-HANNIFIN CORP (USE RCE000)

RC1989 RUBBER, S455-7, PARKER-HANNIFIN CORP (USE RCE000)

RC1990 RUBBER, S501-5, PARKER-HANNIFIN CORP (USE RCE000)

RC1991 RUBBER, S613-6, PARKER-HANNIFIN CORP (USE RCE000)

RC1992 RUBBER, S613-60, PARKER-HANNIFIN CORP (USE RCE000)

RC1993 RUBBER, UL-10156, UNDERWRITERS LABORATORIES INC (USE RCE000)

RC1994 RUBBER, V-000218, SKINNER PRECISION INDUSTRIES INC (USE RCE000)

RC1995 RUBBER, V495-7, PARKER-HANNIFIN CORP (USE RCE000)

RC1996 RUBBER, 1-61031, GENERAL MOTORS CORP (USE RCE000)

RC1997 RUBBER, 1E290, MICORTEX CORP (USE RCE000)

RC1998 RUBBER, 1E668, MICROTEX CORP (USE RCE000)

RC1999 RUBBER, 1E676, MICROTEX CORP (USE RCE000)

RC2000 RUBBER, 1E741, MICROTEX CORP (USE RCE000)
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RC2001 RUBBER, 10V70, E F HOUGHTON AND CO (USE RCE000)

RC2002 RUBBER, 10V70-115, E F HOUGHTON AND CO (USE RCE000)

RC2003 RUBBER, 1122-70, PLASTICAND RUBBER PRODUCTS CO (USE RCE000)

RC2004 RUBBER, 119, BORG-WARNER CORP (USE RC0022)

RC2005 RUBBER, 1197, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2006 RUBBER, 12137, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2007 RUBBER, 1235-70, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2008 RUBBER, 130, TRW INC (USE RCE000)

RC2009 RUBBER, 1350-70, SCHULZ RUBBER PRODUCTS (USE RCE000)

RC2010 RUBBER, 142-70, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2011 RUBBER, 1612-80, CHEMPREME INC (USE RCE000)

RC2012 RUBBER, 2166, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2013 RUBBER, 2501, PETERSON ENTERPRISES INC (USE RCE000)

RC2014 RUBBER, 3110-70, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2015 RUBBER, 366Y, MINNESOTA RUBBER CO (USE RCE000)

RC2016 RUBBER, 372W, MINNESOTA RUBBER CO (USE RCE000)

RC2017 RUBBER, 388D, MINNESOTA RUBBER CO (USE RCE000)

RC2018 RUBBER, 4058-90, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2019 RUBBER, 4087, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2020 RUBBER, 4200-70, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2021 RUBBER, 434-70, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2022 RUBBER, 442, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2023 RUBBER, 5000-75, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2024 RUBBER, 524A, MINNESOTA RUBBER CO (USE RCE000)

RC2025 RUBBER, 675, DOW CORNING CORP (USE RC0021)

RC2026 RUBBER, 7TK15A, GOODYEAR TIRE AND RUBBER CO (USE RCE000)

RC2028 RUBBER, 73162, MINNESOTA RUBBER CO (USE RCE000)

RC2029 RUBBER, 73296B, MINNESOTA RUBBER CO (USE RCE000)

RC2030 RUBBER, 7377, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2031 RUBBER, 747, DOW CORNING CORP (USE RC0021)

RC2032 RUBBER, 7483-90, CHEMPREME INC (USE RCE000)

RC2033 RUBBER, 7505-70, CHEMPREME INC (USE RCE000)

RC2034 RUBBER, 7507, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2035 RUBBER, 76-005-17, SPERRY RAND CORP (USE RCE000)

RC2036 RUBBER, 76-009-17, TYPE HTC, SPERRY RAND CORP (USE RCE000)

RC2037 RUBBER, 77-545, PARKER-HANNIFIN CORP (USE RCE000)

RC2038 RUBBER, 8187, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2039 RUBBER, 8307, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2040 RUBBER, 8309, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2041 RUBBER, 8450-60, CHEMPREME INC (USE RCE000)

RC2042 RUBBER, 86-2, COASTCRAFT RUBBER CO INC (USE RCE000)

RC2043 RUBBER, 962-90, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2044 RUBBER, EM17, GRADE 2, THE BENDIX CORP (USE RCE000)

RC2045 RUBBER, EM45, THE BENDIX CORP (USE RCE000)

RC2046 RUBBER, ES0578, THE BENDIX CORP (USE RCE000)

RC2047 RUBBER, ES0864, THE BENDIX CORP (USE RCE000)

RC2048 RUBBER, HMS17-1125, HUGHES AIRCRAFT CO (USE RCE000)

RC2049 RUBBER, 9HS757, TYPE A, UNITED AIRCRAFT CORP (USE RCE000)

RC2050 RUBBER, 1001, TYPE OR15, BF GOODRICH CO (USE RCE000)

RC2051 RUBBER, H222-70, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2052 RUBBER, L375-7, PARKER-HANNIFIN CORP (USE RCE000)

RC2053 RUBBER, SYNTHETIC, MIL-R-6855, CLASS 4, GRADE 40 (USE RC0007)

RC2054 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS720 (USE RC0017$RC0022)
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RC2055 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB910 (USE RC0019)

RC2056 RUBBER, MMS D201, GRADE 70, MARTIN MARIETTA CORP (USE RCE000)

RC2057 RUBBER, RBD-70, CHEMPREME INC (USE RCE000)

RC2058 RUBBER, SCA4898, ARMY ELECTRONICS COMMAND, PROCUREMENT AND PRODUCTION DIR ECTORATE (USE RCE000)

RC2059 RUBBER, SP1008B, APPLIED DESIGN CO INC (USE RCE000)

RC2060 RUBBER, STYLE 353, GARLOCK INC (USE RCE000)

RC2061 RUBBER, TH1047, SERGENT INDUSTRIES INC (USE RCE000)

RC2062 RUBBER, 1050-70, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2063 RUBBER, 11647, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2066 RUBBER, 17G1, FISHER GOVERNOR CO (USE RCE000)

RC2067 RUBBER, 17G3, FISHER GOVERNOR CO (USE RCE000)

RC2069 RUBBER, 751, GENERAL ELECTRIC CO (USE RCE000)

RC2070 RUBBER, 76-003-17, TYPE GPA, SPERRY RAND CORP (USE RCE000)

RC2071 RUBBER, A-860, STUDEBAKER OF CANADA LTD (USE RCE000)

RC2072 RUBBER, TMS 22610, GENERAL MOTORS CORP (USE RCE000)

RC2073 RUBBER, MIL-G-432, TYPE 7 (USE RC0019)

RC2074 RUBBER, 1225, GOSHEN RUBBER CO INC (USE RCE000)

RC2075 RUBBER, 1394, GOSHEN RUBBER CO INC (USE RCE000)

RC2076 RUBBER, 15R481, BORG-WARNER CORP (USE RC0022)

RC2077 RUBBER, 152, DOW CORNING CORP (USE RCE000)

RC2078 RUBBER, 184-70, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2079 RUBBER, 209-70, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2080 RUBBER, 21, COLONIAL RUBBER CO INC (USE RCE000)

RC2081 RUBBER, 24-E-2, SCOVILL MFG CO (USE RCE000)

RC2083 RUBBER, 27-061, PARKER-HANNIFIN CORP (USE RCE000)

RC2084 RUBBER, 363-70, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2085 RUBBER, 37-014, PARKER-HANNIFIN CORP (USE RCE000)

RC2086 RUBBER, 37-181, PARKER-HANNIFIN CORP (USE RCE000)

RC2087 RUBBER, 4007-70, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2088 RUBBER, 47-041, PARKER-HANNIFIN CORP (USE RCE000)

RC2089 RUBBER, 47-741, PARKER-HANNIFIN CORP (USE RCE000)

RC2091 RUBBER, 65476, PARKER-HANNIFIN CORP (USE RCE000)

RC2092 RUBBER, 7-163, DOW CORNING CORP (USE RC0021)

RC2093 RUBBER, 711-70, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2094 RUBBER, 7441-50, CHEMPREME INC (USE RCE000)

RC2095 RUBBER, 7446-70, CHEMPREME INC (USE RCE000)

RC2096 RUBBER, MIL-R-83248, TYPE 1 (USE RC0013)

RC2097 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC510B1F2 (USE RC0007)

RC2098 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS610A1BC1F2 (USE RC0017$RC0022)

RC2099 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC406 (USE RC0007)

RC2100 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB610A1B1C2F7 (USE RC0019)

RC2101 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC405A1 (USE RC0007)

RC2102 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC515A1B1E3F2 (USE RC0007)

RC2104 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB720A1B1E3F1 (USE RC0019)

RC2105 RUBBER, SYNTHETIC, HH-P-46 (USE ASB000$$RCB000$RCA000)

RC2106 RUBBER, SYNTHETIC, MIL-G-1149 (USE RC0007$RC0022$RC0019$RC0017)

RC2107 RUBBER, MIL-R-6130, TYPE 2, GRADE B, COND FIRM (USE RC0022)

RC2108 RUBBER, SYNTHETIC, MIL-R-7582 (USE RCB000)

RC2109 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS (USE RC0017$RC0022)

RC2110 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC315A1B1F2 (USE RC0007)

RC2111 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC505 (USE RC0007)

RC2112 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB415A1B1E3 (USE RC0019)

RC2113 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC510A1B1E3E5R (USE RC0007)
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RC2114 RUBBER, SYNTHETIC, SAE J14, TYPE S, CLASS SB, GRADE SB508 (USE RC0019)

RC2115 RUBBER, SYNTHETIC, SAE J14, TYPE S, CLASS SB, GRADE SB612 (USE RC0019)

RC2116 RUBBER, SYNTHETIC, SAE J14, TYPE S, CLASS SB, GRADE SB615 (USE RC0019)

RC2117 RUBBER, SYNTHETIC, SAE J14, TYPE S, CLASS SB, GRADE SB715 (USE RC0019)

RC2118 RUBBER, SYNTHETIC, SAE J14, TYPE S, CLASS SB, GRADE SB705E3 (USE RC0019)

RC2119 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB610A1B1F2 (USE RC0019)

RC2120 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC615A1B1E3F2 (USE RC0007)

RC2121 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB710E3 (USE RC0019)

RC2122 RUBBER, SILICONE, AMS 3345 (USE RC0021)

RC2123 RUBBER, SILICONE, MIL-R-5847, CLASS 3A, GRADE 80-CANCELED (USE RC0021)

RC2124 RUBBER, SILICONE, MIL-R-5847, CLASS 1A-CANCELED (USE RC0021)

RC2125 RUBBER, SILICONE, MIL-R-5847, CLASS 1A, GRADE 40-CANCELED (USE RC0021)

RC2126 RUBBER, SILICONE, MIL-R-5847, CLASS 1A, GRADE 70-CANCELED (USE RC0021)

RC2127 RUBBER, SILICONE, MIL-R-5847, CLASS 1B, GRADE 50-CANCELED (USE RC0021)

RC2131 RUBBER, MIL-R-3065, TYPE 4, CLASS RN, GRADE RN510BC1F1 (USE RC0020)

RC2132 RUBBER, MIL-R-3065, TYPE R, CLASS RS, GRADE RS510BD1F1 (USE RC0017$RC0022)

RC2133 RUBBER, MIL-R-3065, TYPE S, CLASS SC, GRADE SC415A1C1F1 (USE RC0007)

RC2134 RUBBER, 7474-70, CHREMPREME INC (USE RCE000)

RC2135 RUBBER, 77-515, PARKER-HANNIFIN CORP (USE RCE000)

RC2136 RUBBER, 7986, GARLOCK INC (USE RCE000)

RC2137 RUBBER, 829-70, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2139 RUBBER, 8459, GARLOCK INC (USE RCE000)

RC2140 RUBBER, 8452, GARLOCK INC (USE RCE000)

RC2141 RUBBER, ASTM D735-61T, TYPE S, CLASS SB, GRADE SB 715 (USE RC0019)

RC2142 RUBBER, SM 1369-02, LEAR SEIGLER INC (USE RCE000)

RC2143 RUBBER, 59083, B F GOODRICH CO (USE RCE000)

RC2144 RUBBER, CRP 6136, CHEMPREME INC (USE RCE000)

RC2145 RUBBER, 22-002, E I DUPONT DE NEMOURS AND CO INC (USE RCE000)

RC2146 RUBBER, SILICONE, MIL-R-5847, CLASS 2A, GRADE 40-CANCELED (USE RC0021)

RC2147 RUBBER, R416H, RUBATEX CORP (USE RCE000)

RC2148 RUBBER, EMS 53105, AIRESEARCH MFG CO (USE RCE000)

RC2150 RUBBER, EMS 53104, AIRESEARCH MFG CO (USE RCE000)

RC2151 RUBBER, LS-53, AEROQUIP CORP (USE RCE000)

RC2152 RUBBER, PM5022, CLASS 2, BORG-WARNER CORP (USE RC0022)

RC2153 RUBBER, NATURAL, MIL-STD-417, TYPE R, CLASS RN, GRADE RN425 (USE RC0021)

RC2154 RUBBER, 1215, CHOMERICS INC (USE RCE000)

RC2156 RUBBER, 33R14, CLASS 3, GRADE 60, TEXTRON INC (USE RCE000)

RC2157 RUBBER, ES64300810, CONTROL DATA (USE RCE000)

RC2158 RUBBER, R451N, RUBATEX CORP (USE RCE000)

RC2159 RUBBER, P5024-22-2, GENERAL DYNAMICS CORP (USE RCE000)

RC2160 RUBBER, M4602, AVCO CORP (USE RCE000)

RC2161 RUBBER, EMS315, AIRESEARCH MFG CO (USE RCE000)

RC2163 RUBBER, LS53, THE HALLICRAFTERS CO (USE RCE000)

RC2164 RUBBER, L608-60, PARKER-HANNIFIN CORP (USE RCE000)

RC2165 RUBBER, M-700, CONNECTICUT HARD RUBBER CO (USE RCE000)

RC2166 RUBBER, ZZ-R-765, CLASS 1B, GRADE 60 /D/ (USE RC0021)

RC2167 RUBBER, ZZ-R-765, CLASS 2B, GRADE 60 /D/ (USE RC0021)

RC2168 RUBBER, ZZ-R-765, CLASS 3, GRADE 25 /D/ (USE RC0021)

RC2169 RUBBER, 245, MINNESOTA RUBBER CO (USE RCE000)

RC2170 RUBBER, BMS1-59, GRADE 50, THE BOEING CO (USE RCE000)

RC2171 RUBBER, ZZ-R-765, CLASS 2B, GRADE 40 /D/ (USE RC0021)

RC2172 RUBBER, K1200, GRADE 50, UNION CARBIDE CORP (USE RC0021)

RC2173 RUBBER, ZZ-R-765, CLASS 1B, GRADE 50 /D/ (USE RC0021)
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RC2174 RUBBER, ZZ-R-765, CLASS 2A, GRADE 50 /D/ (USE RC0021)

RC2175 RUBBER, ZZ-R-765, CLASS 2A, GRADE 70 /D/ (USE RC0021)

RC2176 RUBBER, ZZ-R-765, CLASS 2B, GRADE 80 /D/ (USE RC0021)

RC2177 RUBBER, ZZ-R-765, CLASS 3, GRADE 70 /D/ (USE RC0021)

RC2178 RUBBER, N217-4, KNESE HENRY INC (USE RCE000)

RC2179 RUBBER, A12A5A6, GENERAL ELECTRIC CO (USE RCE000)

RC2180 RUBBER, SR262-70, SARGENT INDUSTRIES INC (USE RCE000)

RC2181 RUBBER, SILICONE, AMS 3327 (USE RC0021)

RC2182 RUBBER, A12C6A12, GENERAL ELECTRIC CO (USE RCE000)

RC2183 RUBBER, A50CD24A, GENERAL ELECTRIC CO (USE RCE000)

RC2184 RUBBER, A860, KIM HOTSTART MANUFACTURING CO (USE RCE000)

RC2185 RUBBER, BMS 1-50, THE BOEING CO (USE RCE000)

RC2186 RUBBER, BMS 5-1-1, THE BOEING CO (USE RCE000)

RC2187 RUBBER, BW1005M, THE BENDIX CORP (USE RCE000)

RC2188 RUBBER, BW1049M, THE BENDIX CORP (USE RCE000)

RC2189 RUBBER, B480-7, PARKER-HANNIFIN CORP (USE RCE000)

RC2190 RUBBER, B612-7, PARKER-HANNIFIN CORP (USE RCE000)

RC2192 RUBBER, TH1057, SARGENT INDUSTRIES INC (USE RCE000)

RC2193 RUBBER, 1205-25, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2194 RUBBER, 318S, MINNESOTA RUBBER CO (USE RCE000)

RC2195 RUBBER, 2337, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2196 RUBBER, R-10470, CONNECTICUT HARD RUBBER CO (USE RCE000)

RC2197 RUBBER, SR290-75, SARGENT INDUSTRIES INC (USE RCE000)

RC2198 RUBBER, 1194, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2199 RUBBER, 2108-70, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2200 RUBBER, 70116, MINNESOTA RUBBER CO (USE RCE000)

RC2202 RUBBER, B-32, APEX MOLDED PRODUCTS CO (USE RCE000)

RC2203 RUBBER, 414C, MINNESOTA RUBBER CO (USE RCE000)

RC2204 RUBBER, CPW 211, UNITED AIRCRAFT CORP (USE RCE000)

RC2205 RUBBER, C356-40, PARKER-HANNIFIN CORP (USE RCE000)

RC2206 RUBBER, C557-70, PARKER-HANNIFIN CORP (USE RCE000)

RC2207 RUBBER, DC250, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2208 RUBBER, EMS 338, AIRESEARCH MFG CO (USE RCE000)

RC2209 RUBBER, EMS 53015, AIRESEARCH MFG CO (USE RCE000)

RC2210 RUBBER, EMS 342, AIRESEARCH MFG CO (USE RCE000)

RC2211 RUBBER, EMS 376, AIRESEARCH MFG CO (USE RCE000)

RC2213 RUBBER, FM47, THE BENDIX CORP (USE RCE000)

RC2214 RUBBER, F540-8, PARKER-HANNIFIN CORP (USE RCE000)

RC2215 RUBBER, GPA 76-003-17, SPERRY RAND CORP (USE RCE000)

RC2216 RUBBER, GROVEX 863, GROVE VALVE AND REGULATOR CO (USE RCE000)

RC2217 RUBBER, GROVEX 865, GROVE VALVE AND REGULATOR CO (USE RCE000)

RC2218 RUBBER, GTC 987, GREENE TWEED AND CO INC (USE RCE000)

RC2219 RUBBER, HS163, TYPE A, UNITED AIRCRAFT CORP (USE RCE000)

RC2220 RUBBER, HS163, TYPE C, UNITED AIRCRAFT CORP (USE RCE000)

RC2221 RUBBER, HS3676, UNITED AIRCRAFT CORP (USE RCE000)

RC2222 RUBBER, HS 701, TYPE B, UNITED AIRCRAFT CORP (USE RCE000)

RC2223 RUBBER, HSM26, TYPE C, UNITED AIRCRAFT CORP (USE RCE000)

RC2224 RUBBER, LAC1-925, LOCKHEED AIRCRAFT CORP (USE RCE000)

RC2225 RUBBER, LAC1-926, LOCKHEED AIRCRAFT CORP (USE RCE000)

RC2226 RUBBER, LOR27-19, LAVELLE RUBBER CO (USE RCE000)

RC2227 RUBBER, L308-80, PARKER-HANNIFIN CORP (USE RCE000)

RC2228 RUBBER, M-258, GENERAL MOTORS CORP (USE RCE000)

RC2229 RUBBER, M-5565, E I DUPONT DE NEMOURS AND CO INC (USE RCE000)
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RC2230 RUBBER, 71106, MINNESOTA RUBBER CO (USE RCE000)

RC2231 RUBBER, S604-7, PARKER-HANNIFIN CORP (USE RCE000)

RC2232 RUBBER, S656-5, PARKER-HANNIFIN CORP (USE RCE000)

RC2233 RUBBER, TH1002, SARGENT INDUSTRIES INC (USE RCE000)

RC2234 RUBBER, TH1003, SARGENT INDUSTRIES INC (USE RCE000)

RC2236 RUBBER, SILICONE, ZZ-T-764, CLASS 1B, GRADE 60 (INVALID)

RC2238 RUBBER, 1130-70, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2239 RUBBER, 123-338, ALEMITE CORP (USE RCE000)

RC2240 RUBBER, 1236, CHOMERICS CORP (USE RCE000)

RC2241 RUBBER, 23-952, LOCKHEED AIRCRAFT CORP (USE RCE000)

RC2242 RUBBER, 6032C1, PACIFIC MOULDED PRODUCTS CO (USE RCE000)

RC2244 RUBBER, 6528, KIRKHILL RUBBER CO (USE RCE000)

RC2245 RUBBER, 8020, CONNECTICUT HARD RUBBER CO (USE RCE000)

RC2246 RUBBER, 960-B-714C, KIRKHILL RUBBER CO (USE RCE000)

RC2247 RUBBER, SILICONE, MIL-R-5847, CLASS 2A-CANCELED (USE RC0021)

RC2248 RUBBER, 161, GENERAL DYNAMICS CORP (USE RCE000)

RC2249 RUBBER, 372U, THE ARCO CORP (USE RCE000)

RC2250 RUBBER, LS-53, AVCO CORP (USE RCE000)

RC2251 RUBBER, GPS 76-060-17, SPERRY RAND CORP (USE RCE000)

RC2252 RUBBER, G207N, RUBATEX CORP (USE RCE000)

RC2253 RUBBER, MIL-R-6130, GRADE A, COND MEDIUM (USE RC0007)

RC2254 RUBBER, R216N, RUBATEX CORP (USE RCE000)

RC2255 RUBBER, NATURAL, MIL-STD-417, TYPE R, CLASS RN, GRADE RN315 (USE RC0020)

RC2256 RUBBER, HS163, CLASS 3, UNITED AIRCRAFT CORP (USE RCE000)

RC2257 RUBBER, 1120, GOSHEN RUBBER CO INC (USE RCE000)

RC2258 RUBBER, A316, GENERAL MOTORS CORP (USE RCE000)

RC2261 RUBBER, SYNTHETIC, AMS 3239 (USE RC0017)

RC2262 RUBBER, SILICONE, AMS 3336 (USE RC0021)

RC2263 RUBBER, SYNTHETIC, AMS 7274 (USE RC0019)

RC2264 SYNTHETIC RUBBER-ASBESTOS, A3175, THE FELT PARTS CO INC (USE RCB000$$ASA000)

RC2265 RUBBER-SHEET, HH-P-151, CLASS 2 (USE RC0007$$CCA000)

RC2268 RUBBER-CORK, MS150B, WOLVERINE FABRICATING AND MFG CO INC (USE RCE000$$CKA000)

RC2269 RUBBER-CORK, DC167, ARMSTRONG CORP CO (USE RCE000$$CKA000)

RC2270 RUBBER-CORK, DC167, TYPE 2, ARMSTRONG CORK CO (USE RCE000$$CKA000)

RC2271 RUBBER-NYLON, LAC1-873, TYPE 1, LOCKHEED AIRCRAFT CORP (USE RCE000$$PCP000)

RC2272 RUBBER-NYLON, LAC1-873, TYPE 2, LOCKHEED AIRCRAFT CORP (USE RCE000$$PCP000)

RC2273 RUBBER, ASTM D735-58T, TYPE S, CLASS SB, GRADE SB715F2 (USE RC0019)

RC2274 RUBBER, ASTM D735-61T, TYPE S, CLASS SC, GRADE SC508BE1 (USE RC0007)

RC2275 RUBBER, A12C6B13, GENERAL ELECTRIC CO (USE RCE000)

RC2276 RUBBER, A12FA21, GENERAL ELECTRIC CO (USE RCE000)

RC2277 RUBBER, A50T11A, GENERAL ELECTRIC CO (USE RCE000)

RC2278 RUBBER, A9D3B2, GENERAL ELECTRIC CO (USE RCE000)

RC2279 RUBBER, BNW-60, WEST AMERICAN RUBBER CO (USE RCE000)

RC2280 RUBBER, BT40, B F GOODRICH CO (USE RCE000)

RC2281 RUBBER, BUNA-N, 4200-70, DELAVAL TURBINE CALIFORNIA INC (USE RC0019)

RC2283 RUBBER, 2411, THE JOHNSON RUBBER CO (USE RCE000)

RC2284 RUBBER, 11766, JOHNSON SERVICE CO (USE RCE0000)

RC2285 RUBBER, BW1043M, THE BENDIX CORP (USE RCE000)

RC2286 RUBBER, B278-7, PARKER-HANNIFIN CORP (USE RCE000)

RC2287 RUBBER, CC-18045, WOLVERINE FABRICATING AND MFG CO INC (USE RCE000)

RC2288 RUBBER-SHEET, HH-P-151 (USE CCA000$$RC0020$RC0018$RC0007$RC0022$RC0019)

RC2289 RUBBER-FABRIC, LAC1-884, LOCKHEED AIRCRAFT CORP (USE RCE000)

RC2290 RUBBER-FABRIC, 5580, E I DUPONT DE NEMOURS AND CO INC (USE RCE000)
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RC2291 RUBBER, 1E668, CATERPILLAR TRACTOR CO (USE RC0019)

RC2292 RUBBER, DD-121, ARMSTRONG CORK CO (USE RCE000)

RC2293 RUBBER, 1E2076, CATERPILLAR TRACTOR CO (USE RCE000)

RC2295 RUBBER, 1E676, CATERPILLAR TRACTOR CO (USE RC0021)

RC2296 RUBBER, DC50, DOW CORNING CORP (USE RC0021)

RC2297 RUBBER, SR563A-70, DURST USA INC (USE RCE000)

RC2298 RUBBER, S451-7, PARKER-HANNIFIN CORP (USE RCE000)

RC2299 RUBBER, WJ-70, CHEMPREME INC (USE RCE000)

RC2300 RUBBER, 1700-70, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2301 RUBBER, 274, DANA CORP (USE RCE000)

RC2302 RUBBER, 3046-60, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2303 RUBBER, 3048-75, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2304 RUBBER, 3128, MILLS PRODUCTS CORP (USE RCE000)

RC2305 RUBBER, 419-90, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2306 RUBBER, 4560-93, ADVANCE RUBBER CO (USE RCE000)

RC2307 RUBBER, 479-70, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2308 RUBBER, 7797, GARLOCK INC (USE RCE000)

RC2309 RUBBER, 8005, WESTERN ELECTRIC CO INC (USE RCE000)

RC2310 RUBBER, 8210-70, CHEMPREME INC (USE RCE000)

RC2311 RUBBER, 914-3, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2312 RUBBER, BC-8, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2313 RUBBER, C147-7, PARKER-HANNIFIN CORP (USE RCE000)

RC2315 RUBBER, KB10-60, CHEMPREME INC (USE RCE000)

RC2316 RUBBER, M198, WESTERN ELECTRIC CO INC (USE RCE000)

RC2317 RUBBER, MF-70A02, MOXNESS PRODUCTS INC (USE RCE000)

RC2318 RUBBER, M90, CHEMPREME INC (USE RCE000)

RC2319 RUBBER, 1664, GOSHEN RUBBER CO INC (USE RCE000)

RC2320 RUBBER, N256-8, PARKER-HANNIFIN CORP (USE RCE000)

RC2321 RUBBER, UK3032, MINOR RUBBER CO INC (USE RCE000)

RC2322 RUBBER, 11-70, SUNDSTRAND CORP (USE RCE000)

RC2324 RUBBER, 4075-60, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2325 RUBBER, 227-50, WEST AMERICAN RUBBER CO (USE RCE000)

RC2326 RUBBER, 25A, MINNESOTA RUBBER CO (USE RCE000)

RC2327 RUBBER, 514AD, LEAR SEIGLER INC (USE RCE000)

RC2328 RUBBER, N506-7, PARKER-HANNIFIN CORP (USE RCE000)

RC2329 RUBBER, P-533, RAYBESTOS-MANHATTAN INC (USE RCE000)

RC2331 RUBBER, S317-6, PARKER-HANNIFIN CORP (USE RCE000)

RC2335 RUBBER, 07-70, SUNDSTRAND CORP (USE RCE000)

RC2336 RUBBER, 1052, GOSHEN RUBBER CO INC (USE RCE000)

RC2337 RUBBER, 1109-60, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2338 RUBBER, 11306, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2339 RUBBER, 1145A, NICHOLS ENGINEERING INC (USE RCE000)

RC2340 RUBBER, 1183, GOSHEN RUBBER CO INC (USE RCE000)

RC2341 RUBBER, 119-70, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2342 RUBBER, 141-90, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2345 RUBBER, 17007, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2346 RUBBER, 2930-70, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2347 RUBBER, 4580, MINNESOTA RUBBER CO (USE RCE000)

RC2348 RUBBER, 459A, MINNESOTA RUBBER CO (USE RCE000)

RC2349 RUBBER, 5E 703-1, WESTERN FELT WORKS INC (USE RCE000)

RC2350 RUBBER, 523A, MINNESOTA RUBBER CO (USE RCE000)

RC2351 RUBBER, 56243A, WESTERN FELT WORKS INC (USE RCE000)

RC2352 RUBBER, 600, SARGENT INDUSTRIES INC (USE RCE000)
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RC2353 RUBBER, 6071R70, NICHOLS ENGINEERING INC (USE RCE000)

RC2354 RUBBER, 713-60, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2355 RUBBER, 7306, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2356 RUBBER, 7366, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2357 RUBBER, 750-70, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2359 RUBBER, 7806-70, CHEMPREME INC (USE RCE000)

RC2360 RUBBER, 7866, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2361 RUBBER, 7966, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2363 RUBBER, 8275, NICHOLS ENGINEERING INC (USE RCE000)

RC2364 RUBBER, 933, GOSHEN RUBBER CO INC (USE RCE000)

RC2366 RUBBER-NYLON, MR-5027-006, GENERAL ELECTRIC CO (USE RCE000$$PCP000)

RC2367 RUBBER, CRC27-69, FEDERAL SIGN AND SIGNAL CORP (USE RCE000)

RC2368 RUBBER-NYLON, 5029, E I DUPONT DE NEMOURS AND CO INC (USE RCE000$$PCP000)

RC2369 RUBBER, C220-6, PARKER-HANNIFIN CORP (USE RCE000)

RC2370 RUBBER, DE42, ARMSTRONG CORK CO (USE RCE000)

RC2371 RUBBER, DE43, ARMSTRONG CORK CO (USE RCE000)

RC2372 RUBBER, DC67-163, DOW CORNING CORP (USE RC0021)

RC2373 RUBBER, DP5039, CLASS B, LTV AEROSPACE CORP (USE RCE000)

RC2374 RUBBER, EAM70, CHEMPREME INC (USE RCE000)

RC2375 RUBBER, EM47, THE BENDIX CORP (USE RCE000)

RC2376 RUBBER, EM17, THE BENDIX CORP (USE RCE000)

RC2378 RUBBER, EM47, GRADE 3, THE BENDIX CORP (USE RCE000)

RC2379 RUBBER, EMS22620, GENERAL MOTORS CORP (USE RCE000)

RC2380 RUBBER, EMS22643, GENERAL MOTORS CORP (USE RCE000)

RC2382 RUBBER, DMS1734, MCDONNELL DOUGLASS CORP (USE RCE000)

RC2383 RUBBER, EMS22633, GENERAL MOTORS CORP (USE RCE000)

RC2384 RUBBER, EMS22637, GENERAL MOTORS CORP (USE RCE000)

RC2385 RUBBER, EM47-40, THE BENDIX CORP (USE RCE000)

RC2386 RUBBER, EM47-60, THE BENDIX CORP (USE RCE000)

RC2387 RUBBER, ES0476, THE BENDIX CORP (USE RCE000)

RC2388 RUBBER, ES0563, THE BENDIX CORP (USE RCE000)

RC2389 RUBBER, ES0608, THE BENDIX CORP (USE RCE000)

RC2390 RUBBER, ES0638, THE BENDIX CORP (USE RCE000)

RC2391 RUBBER, ES0412, THE BENDIX CORP (USE RCE000)

RC2392 RUBBER, ES0439, THE BENDIX CORP (USE RCE000)

RC2393 RUBBER, ES0461, THE BENDIX CORP (USE RCE000)

RC2394 RUBBER, ES0533, THE BENDIX CORP (USE RCE000)

RC2396 RUBBER, EX202, SARGENT INDUSTRIES INC (USE RCE000)

RC2397 RUBBER, E603-7, PARKER-HANNIFIN CORP (USE RCE000)

RC2398 RUBBER, LAC 1-879, LOCKHEED CORP (USE RCE000)

RC2400 RUBBER, 5029A, E I DUPONT DE NEMOURS AND CO INC (USE RCE000)

RC2402 RUBBER, FR-N-60, WEST AMERICAN RUBBER CO (USE RCE000)

RC2404 RUBBER, MPD 3272, GRADE 40, ARMY MISSILE COMMAND (USE RCE000)

RC2405 RUBBER, GRC 1120, GOSHEN RUBBER CO (USE RCE000)

RC2406 RUBBER, H-224-80, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2407 RUBBER, HES113, THE BENDIX CORP (USE RCE000)

RC2408 RUBBER, HMS101, SUNDSTRAND CORP (USE RCE000)

RC2410 RUBBER, HS578, UNITED AIRCRAFT CORP (USE RCE000)

RC2412 RUBBER, HS445, UNITED AIRCRAFT CORP (USE RCE000)

RC2413 RUBBER, HS724, UNITED AIRCRAFT CORP (USE RCE000)

RC2414 RUBBER, 5AHS21, TYPE 7, FEDERAL-MOGUL CORP (USE RCE000)

RC2415 RUBBER, L10, JOHNS-MANSVILLE PRODUCTS CORP (USE RCE000)

RC2416 RUBBER, LAC 1-873, TYPE 2, LOCKHEED AIRCRAFT CORP (USE RCE000)
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RC2417 RUBBER, LAS 1-886, LOCKHEED AIRCRAFT CORP (USE RCE000)

RC2418 RUBBER, LCD70, CHEMPREME INC (USE RCE000)

RC2419 RUBBER, LFM65, CHEMPREME INC (USE RCE000)

RC2420 RUBBER, LFM65X10, CHEMPREME INC (USE RCE000)

RC2421 RUBBER, LAS 26554, GRADE A, LOCKHEED AIRCRAFT CORP (USE RCE000)

RC2422 RUBBER, LS153, DOW CORNING CORP (USE RC0014)

RC2423 RUBBER, LS2311, DOW CORNING CORP (USE RC0014)

RC2424 RUBBER, LS53-70, DOW CORNING CORP (USE RC0014)

RC2425 RUBBER, LT7-70, CHEMPREME INC (USE RCE000)

RC2426 RUBBER, L449-6, PARKER-HANNIFIN CORP (USE RCE000)

RC2427 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB725 (USE RC0019)

RC2428 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC320 (USE RC0007)

RC2429 RUBBER, MIL-G-1149, TYPE 1, CLASS 4 (INVALID)

RC2430 RUBBER, CORK, MIL-G-6183, TYPE 2 (USE RCB000$$CKA000)

RC2431 RUBBER, MIL-R-15624 (USE RC0007$RC0022$RC0019)

RC2432 RUBBER, MIL-R-20092, TYPE 1, CLASS 2, COND MEDIUM (USE RC0007)

RC2433 RUBBER, SYNTHETIC, MIL-R-3533, (USE RC0019)

RC2434 RUBBER, SILICONE, MIL-R-5847, CLASS 1A, GRADE 50-CANCELED (USE RC0021)

RC2435 RUBBER, SILICONE, MIL-R-5847, CLASS 1B, GRADE 40-CANCELED (USE RC0021)

RC2436 RUBBER, SILICONE, MIL-R-5847, CLASS 1B, GRADE 70-CANCELED (USE RC0021)

RC2437 RUBBER, SILICONE, MIL-R-5847, CLASS 2A, GRADE 70-CANCELED (USE RC0021)

RC2438 RUBBER, SILICONE, MIL-R-5847, CLASS 2B, GRADE 40-CANCELED (USE RC0021)

RC2440 RUBBER, MIL-R-880, MEDIUM SOFT (USE RCA000$RCB000)

RC2441 RUBBER, SYNTHETIC, MIL-S-6855, CLASS 4 (USE RC0007)

RC2442 RUBBER, MIL-R-3065, TYPE R, CLASS RS, GRADE 609AG (USE RC0017$RC0022$RC0018)

RC2443 RUBBER, MIL-R-3065, TYPE R, CLASS RS, GRADE 506 (USE RC0017$RC0022$RC0018)

RC2444 RUBBER, MIL-R-3065, TYPE R, CLASS RN, GRADE 7008BFF (USE RC0020)

RC2445 RUBBER, MIL-R-3065, TYPE R, CLASS RS, GRADE 509AB (USE RC0017$RC0022$RC0018)

RC2446 RUBBER, MIL-R-3065, TYPE R, CLASS RN, GRADE 715AFG (USE RC0022)

RC2447 RUBBER, MIL-R-3065, TYPE R, CLASS RN, GRADE 506 (USE RC0020)

RC2448 RUBBER, MIL-R-3065, TYPE R, CLASS RN, GRADE 609ABFF (USE RC0020)

RC2449 RUBBER, MIL-R-3065, TYPE R, CLASS RN, GRADE 609AGFF (USE RC0020)

RC2450 RUBBER, MIL-R-3065, TYPE R, CLASS RN, GRADE 609AG (USE RC0020)

RC2451 RUBBER, MIL-R-3065, TYPE R, CLASS RN, GRADE 600ABGFF (USE RC0020)

RC2452 RUBBER, MIL-STD-417, TYPE R, CLASS RN, GRADE RN615 (USE RC0020)

RC2453 RUBBER, AMS 3202 (USE RC0019)

RC2454 RUBBER, AMS 3208 (USE RC0007)

RC2455 RUBBER, MIL-R-3065, TYPE S, CLASS SC, GRADE 615ABF2J (USE RC0007)

RC2456 RUBBER, MIL-R-3065, TYPE R, CLASS RS, GRADE 509BF (USE RC0017$RC0022)

RC2457 RUBBER, MIL-R-3065, TYPE R, CLASS RS, GRADE 509ABFF (USE RC0017$RC0022)

RC2458 RUBBER, MIL-R-3065, TYPE S, CLASS SC, GRADE 815 (USE RC0007)

RC2459 RUBBER, MIL-R-3065, TYPE S, CLASS SB, GRADE 515 (USE RC0019)

RC2460 RUBBER, MIL-R-3065, TYPE R, CLASS RN, GRADE 515AG (USE RC0020)

RC2461 RUBBER, MIL-R-3065, TYPE R, CLASS RS, GRADE 415 (USE RC0017$RC0022)

RC2462 RUBBER, MIL-R-3065, TYPE R, CLASS RS, GRADE 515ABFF (USE RC0017$RC0022)

RC2463 RUBBER, MIL-R-3065, TYPE S, CLASS SB, GRADE 515B (USE RC0019)

RC2464 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 610A1B1E3F2 (USE RC0007)

RC2465 RUBBER, MIL-STD-417, TYPE R, CLASS RS, GRADE 610AB (USE RC0017$RC0022)

RC2466 RUBBER, MIL-STD-417, TYPE S, CLASS SB, GRADE 615A1B1F1 (USE RC0019)

RC2467 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE 310A1B1E1F1 (USE RC0007)

RC2468 RUBBER, MIL-R-3065, TYPE R, CLASS RS, GRADE 515 AG (USE RC0017$RC0022)

RC2469 RUBBER, MIL-R-3065, TYPE S, CLASS SB, GRADE 612ABFF (USE RC0019)

RC2470 RUBBER, MIL-R-3065, TYPE R, CLASS RS, GRADE 609 (USE RC0017$RC0022)
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RC2471 RUBBER, MIL-R-3065, TYPE S, CLASS SB, GRADE 405 (USE RC0019)

RC2472 RUBBER, SYNTHETIC, DOW CORNING, 8-164 (USE RC0021)

RC2473 RUBBER, SILICONE, MIL-R-5847, CLASS IB (USE RC0021)

RC2474 RUBBER, MIL-STD-417, TYPE S, CLASS SB, GRADE SB515ABAF2 (USE RC0019)

RC2475 RUBBER, SYNTHETIC, BELL AND HOWELL NO. 948, GRADE SB625A (USE RC0019)

RC2476 RUBBER, SYNTHETIC, ZZ-R-765 (USE RC0021)

RC2477 RUBBER, MIL-R-3065, TYPE S, CLASS SB, GRADE 512 (USE RC0019)

RC2478 RUBBER, MIL-R-3065, TYPE R, CLASS RS, GRADE 610 (USE RC0017$RC0022)

RC2479 RUBBER, MIL-R-3065, TYPE S, CLASS SC, GRADE 315 (USE RC0007)

RC2480 RUBBER, MIL-R-3065, TYPE S, CLASS SC, GRADE 512 (USE RC0007)

RC2481 RUBBER, MIL-R-3065, TYPE S, CLASS SC, GRADE 415 (USE RC0007)

RC2482 RUBBER, MIL-R-3065, TYPE S, CLASS SC, GRADE 614 (USE RC0007)

RC2483 RUBBER, MIL-R-3065, TYPE R, CLASS RS, GRADE 515 (USE RC0017$RC0022)

RC2484 RUBBER, MIL-R-3065, TYPE S, CLASS SA, GRADE 607 (USE RC0023)

RC2485 RUBBER, MIL-R-3065, TYPE S, CLASS SB, GRADE 600 (USE RC0019)

RC2486 RUBBER, MIL-R-3065, TYPE S, CLASS SC, GRADE 600 (USE RC0007)

RC2487 RUBBER, SYNTHETIC, MIL-R-5847, CLASS 1A (USE RC0021)

RC2488 RUBBER, SYNTHETIC, MIL-R-5847, CLASS 2B, GRADE 60 (USE RC0021)

RC2489 RUBBER, SYNTHETIC, MIL-R-5847, CLASS 2A, GRADE 40 (USE RC0021)

RC2490 RUBBER, SYNTHETIC, MIL-R-5847, CLASS 2A (USE RC0021)

RC2491 RUBBER, SYNTHETIC, MIL-R-5847, CLASS 2B (USE RC0021)

RC2492 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC 625 (USE RC0007)

RC2493 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS915 (USE RC0017$RC0022)

RC2494 RUBBER, SYNTHETIC, SPEC 20-116, US ARMY (USE RCB000)

RC2495 RUBBER, SYNTHETIC, MIL-R-5847, CLASS 2A, GRADE 50 (USE RC0021)

RC2496 RUBBER, SYNTHETIC, MIL-STD-417, TYPE T, CLASS TA, GRADE TA405 (USE RC0021)

RC2497 RUBBER, NATURAL, MIL-STD-417, TYPE R, CLASS RN, GRADE RN310 (USE RC0020)

RC2499 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS320 (USE RC0017$RC0022)

RC2500 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SA, GRADE SA620 (USE RC0023)

RC2501 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB720 (USE RC0019)

RC2503 RUBBER, NATURAL, MIL-STD-417, TYPE R, CLASS RN, GRADE RN410 (USE RC0020)

RC2504 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC310 /D/ (USE RC0007)

RC2505 RUBBER, MIS13127, CLASS 2, FORM O, ARMY MISSILE COMMAND (USE RCE000)

RC2506 RUBBER, MIS13217, ARMY MISSILE COMMAND (USE RCE000)

RC2507 RUBBER, MJ70, CHEMPREME INC (USE RCE000)

RC2508 RUBBER, MPD 10460, ARMY MISSILE COMMAND (USE RCE000)

RC2509 RUBBER, NA2-8512, NORTH AMERICAN ROCKWELL CORP (USE RCE000)

RC2510 RUBBER, NA2-8511, NORTH AMERICAN ROCKWELL CORP (USE RCE000)

RC2511 RUBBER, NE6072, NICHOLS ENGINEERING INC (USE RCE000)

RC2512 RUBBER, NE6072-80, NICHOLS ENGINEERING INC (USE RCE000)

RC2513 RUBBER, 86-007, E I DUPONT DE NEMOURS AND CO INC (USE RCE000)

RC2514 RUBBER, CX5300, ATLANTA INDIA RUBBER WORKS INC (USE RCE000)

RC2515 RUBBER, 52, BORG WARNER CORP (USE RCE000)

RC2516 RUBBER, 7180, DOW CORNING CORP (USE RC0021)

RC2518 RUBBER, 9-1114, THE BENDIX CORP (USE RCE000)

RC2519 RUBBER, N104-9, PARKER-HANNIFIN CORP (USE RCE000)

RC2520 RUBBER, N105-6, PARKER-HANNIFIN CORP (USE RCE000)

RC2521 RUBBER, N122-6, PARKER-HANNIFIN CORP (USE RCE000)

RC2522 RUBBER, N241, PARKER-HANNIFIN CORP (USE RCE000)

RC2523 RUBBER, N304-75, PARKER-HANNIFIN CORP (USE RCE000)

RC2524 RUBBER, N395-7, PARKER-HANNIFIN CORP (USE RCE000)

RC2525 RUBBER, N398-7, PARKER-HANNIFIN CORP (USE RCE000)

RC2527 RUBBER, N602-7, PARKER-HANNIFIN CORP (USE RCE000)
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RC2528 RUBBER, P53, BORG-WARNER CORP (USE RC0022)

RC2530 RUBBER, 417-70, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2531 RUBBER, CPS5027, CURTIS-WRIGHT CORP (USE RCE000)

RC2532 RUBBER, HS163, TYPE B, UNITED AIRCRAFT CORP (USE RCE000)

RC2533 RUBBER, 1-61006, GENERAL MOTORS CORP (USE RCE000)

RC2535 RUBBER, 1-61016, GENERAL MOTORS CORP (USE RCE000)

RC2536 RUBBER, 1-886A, LOCKHEED AIRCRAFT CORP (USE RCE000)

RC2537 RUBBER, PS10-13B, PARKER-HANNIFIN CORP (USE RCE000)

RC2539 RUBBER, PS10-13N, PARKER-HANNIFIN CORP (USE RCE000)

RC2540 RUBBER, PWA354, UNITED AIRCRAFT CORP (USE RCE000)

RC2541 RUBBER, PWA907, UNITED AIRCRAFT CORP (USE RCE000)

RC2542 RUBBER, PWA810, UNITED AIRCRAFT CORP (USE RCE000)

RC2543 RUBBER, P74, BORG-WARNER CORP (USE RC0022)

RC2544 RUBBER, RD-409F, AMERICAN SOCIETY FOR TESTING AND MATERIALS (INVALID)

RC2546 RUBBER, RTV-632, GENERAL ELECTRIC CO (USE RCE000)

RC2547 RUBBER, RT167-60, RUBBER TECK INC (USE RCE000)

RC2548 RUBBER, R431N, MINOR RUBBER CO INC (USE RCE000)

RC2549 RUBBER, S2071, DOW CORNING CORP (USE RC0021)

RC2550 RUBBER, SB309-70, SARGENT INDUSTRIES INC (USE RCE000)

RC2551 RUBBER, SCA4894F, ARMY ELECTRONICS COMMAND, PROCUREMENT AND PRODUCTION DIRECTORATE (USE RC0007)

RC2552 RUBBER, SCA4894, ARMY ELECTRONICS COMMAND, PROCUREMENT AND PRODUCTION DIRECTORATE (USE RC0007)

RC2553 RUBBER, SE5701, THE ARO CORP (USE RCE000)

RC2554 RUBBER, SE751, GENERAL ELECTRIC CO (USE RCE000)

RC2555 RUBBER, SFC810, SARGENT-FLETCHER CO (USE RCE000)

RC2556 RUBBER, 8-170, DOW CORNING CORP (USE RCE000)

RC2557 RUBBER, 7163, DOW CORNING CORP (USE RC0021)

RC2558 RUBBER, 7170, DOW CORNING CORP (USE RC0021)

RC2559 RUBBER, 8164, DOW CORNING CORP (USE RC0021)

RC2560 RUBBER, B15, CLASS 2, GRADE 60, GRUMANN AEROSPACE CORP (USE RCE000)

RC2561 RUBBER, SP3625, GRUMMAN AEROSPACE CORP (USE RCE000)

RC2562 RUBBER, SR251-70, SARGENT INDUSTRIES INC (USE RCE000)

RC2563 RUBBER, SR310-70, SARGENT INDUSTRIES INC (USE RCE000)

RC2564 RUBBER, SR270G-70, SARGENT INDUSTRIES INC (USE RCE000)

RC2565 RUBBER, SR277-70, SARGENT INDUSTRIES INC (USE RCA000)

RC2567 RUBBER, STM-R-1021, PARKER-HANNIFIN CORP (USE RCE000)

RC2568 RUBBER, S100, KIRK RUBBER CO (USE RCE000)

RC2569 RUBBER, S326-5, PARKER-HANNIFIN CORP (USE RCE000)

RC2570 RUBBER, S418-6, PARKER-HANNIFIN CORP (USE RCE000)

RC2571 RUBBER, S6508, DOW CORNING CORP (USE RC0021)

RC2572 RUBBER, TH1058, SARGENT INDUSTRIES INC (USE RCE000)

RC2573 RUBBER, VS1-2-1-4, SPERRY RAND CORP (USE RCE000)

RC2574 RUBBER, VS1-2-1-18, SPERRY RAND CORP (USE RCE000)

RC2575 RUBBER, VS1-2-1-6, SPERRY RAND CORP (USE RCE000)

RC2576 RUBBER, VS2-2-1-3, SPERRY RAND CORP (USE RCE000)

RC2577 RUBBER, VS2-2-2-2, SPERRY RAND CORP (USE RCE000)

RC2578 RUBBER, V377-9, PARKER HANNIFIN CORP (USE RCE000)

RC2579 RUBBER, V522-7, PARKER-HANNIFIN CORP (USE RCE000)

RC2580 RUBBER, W54P-6, PARKER-HANNIFIN CORP (USE RCE000)

RC2581 RUBBER, XMCU-3, CHEMPREME INC (USE RCE000)

RC2582 RUBBER, ZAM-70, CHEMPREME INC (USE RCE000)

RC2583 RUBBER, ZZ-R-710 (USE RC0019)

RC2584 RUBBER, SYNTHETIC, ZZ-R-765, CLASS 2A, GRADE 40 (USE RC0021)

RC2585 RUBBER, SYNTHETIC, ZZ-R-765, CLASS 2A, GRADE 50 (USE RC0021)
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RC2586 RUBBER, SYNTHETIC, ZZ-R-765, CLASS 2A, GRADE 70 (USE RC0021)

RC2587 RUBBER, SYNTHETIC, ZZ-R-765, CLASS 2B, GRADE 40 (USE RC0021)

RC2588 RUBBER, 1-903, ALLIS-CHALMERS MFG CO (USE RCE000)

RC2589 RUBBER, 1E250, CATERPILLAR TRACTOR CO (INVALID)

RC2590 RUBBER, 1E677, CATERPILLAR TRACTOR CO (USE RCE000$$ASA000)

RC2591 RUBBER, URETHANE, 1E724, CATERPILLAR TRACTOR CO (USE RCR000)

RC2592 RUBBER, 1T21, BELKO CORP (USE RCE000)

RC2594 RUBBER, 10V90, EF HOUGHTON AND CO (USE RCE000)

RC2596 RUBBER, 1050-80, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2597 RUBBER, 1105-50, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2598 RUBBER, 1107, NICHOLS ENGINEERING INC (USE RCE000)

RC2599 RUBBER, 11308, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2601 RUBBER, 11648, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2603 RUBBER, 1206, GOSHEN RUBBER CO INC (USE RCE000)

RC2604 RUBBER, 1243, EF HOUGHTON AND CO (USE RCE000)

RC2605 RUBBER, 1261, GOSHEN RUBBER CO INC (USE RCE000)

RC2607 RUBBER, 1357, GOSHEN RUBBER CO INC (USE RCE000)

RC2608 RUBBER, 1396, GOSHEN RUBBER CO INC (USE RCE000)

RC2611 RUBBER, 146-70, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2612 RUBBER, 1467, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2613 RUBBER, 1469, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2614 RUBBER, 1487, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2615 RUBBER, 15039, GRADE 716, GENERAL MOTORS CORP (USE RCE000)

RC2616 RUBBER, 161, AIRESEARCH MFG CO (USE RCE000)

RC2617 RUBBER, 164, TRW INC (USE RCE000)

RC2618 RUBBER, 17107, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2619 RUBBER, 17107A, PRECISION RUBBER PRODUCTS CORP (USE RCA000)

RC2622 RUBBER, 2137, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2623 RUBBER, 23-926, LOCKHEED AIRCRAFT CORP (USE RCE000)

RC2624 RUBBER, 23365, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2625 RUBBER, 2418, THE JOHNSON RUBBER CO (USE RCE000)

RC2626 RUBBER, 2495-65, CHEMPREME INC (USE RCE000)

RC2627 RUBBER, 8003, WESTERN ELECTRIC CO INC (USE RCE000)

RC2628 RUBBER, 338D, MINNESOTA RUBBER CO (USE RCE000)

RC2630 RUBBER, 346-70, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2631 RUBBER, 347, COOPERATIVE INDUSTRIES INC (USE RCE000)

RC2632 RUBBER, 349, COOPERATIVE INDUSTRIES INC (USE RCE000)

RC2633 RUBBER, 39-027, PARKER-HANNIFIN CORP (USE RCE000)

RC2635 RUBBER, 441-60, WEST AMERICAN RUBBER CO (USE RCE000)

RC2637 RUBBER, 46-051, PARKER-HANNIFIN CORP (USE RCE000)

RC2638 RUBBER, 8059-7, WESTERN ELECTRIC CORP (USE RCE000)

RC2639 RUBBER, 47-071, PARKER-HANNIFIN CORP (USE RCE000)

RC2642 RUBBER, 5006, E I DUPONT DE NEMOURS AND CO INC (USE RCE000)

RC2643 RUBBER, 5322-4, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2644 RUBBER, 5403-70, VERSA PRODUCTS CO INC (USE RCE000)

RC2646 RUBBER, 5906, CURTISS-WRIGHT CORP (USE RCE000)

RC2648 RUBBER, 597-90, WEST AMERICAN RUBBER CO (USE RCE000)

RC2649 RUBBER, 59704, BF GOODRICH CO (USE RCE000)

RC2650 RUBBER, 600, WEST AMERICAN RUBBER CO (USE RCE000)

RC2651 RUBBER, 612-45, PARKER-HANNIFIN CORP (USE RCE000)

RC2652 RUBBER, 633-70, WEST AMERICAN RUBBER CO (USE RCE000)

RC2653 RUBBER, 6526, DOW CORNING CORP (USE RC0021)

RC2654 RUBBER, 661, GARLOCK INC (USE RCE000)
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RC2655 RUBBER, 815-60, SARGENT INDUSTRIES INC (USE RCE000)

RC2656 RUBBER, 7-181, DOW CORNING CORP (USE RCE000)

RC2658 RUBBER, 723, ARMSTRONG CORK CO (USE RCE000)

RC2660 RUBBER, 7272, UNITED AIRCRAFT CORP (USE RCE000)

RC2661 RUBBER, 739-90, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2662 RUBBER, 74-018, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2663 RUBBER, 7495-65, CHEMPREME INC (USE RCE000)

RC2664 RUBBER, 75-038, PARKER-HANNIFIN CORP (USE RCE000)

RC2665 RUBBER, 7508, GARLOCK INC (USE RCE000)

RC2667 RUBBER, 77-018, PARKER-HANNIFIN CORP (USE RCE000)

RC2668 RUBBER, 818-70, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2670 RUBBER, 8250-85, CHEMPREME INC (USE RCE000)

RC2671 RUBBER, 8251-70, CHEMPREME INC (USE RCE000)

RC2672 RUBBER, 8255, CHEMPREME INC (USE RCE000)

RC2673 RUBBER, 829-70, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2674 RUBBER, 8306, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2675 RUBBER, 8414-80, CHEMPREME INC (USE RCE000)

RC2676 RUBBER, 8349-70, CHEMPREME INC (USE RCE000)

RC2677 RUBBER, 8990, GARLOCK INC (USE RCE000)

RC2678 RUBBER, 9-2287, THE BENDIX CORP (USE RCE000)

RC2679 RUBBER, 9-3372, THE BENDIX CORP (USE RCE000)

RC2681 RUBBER, 902-17, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2683 RUBBER, 9078D, PRECISION RUBBER PRDUCTS CORP (USE RCE000)

RC2684 RUBBER, 9098, GARLOCK INC (USE RCE000)

RC2685 RUBBER, 91135B, FIRESTONE TIRE AND RUBBER CO (USE RCE000)

RC2686 RUBBER, 915B, KIRKHILL RUBBER CO (USE RCE000)

RC2687 RUBBER, 920-70, PLASTIC AND RUBBER PRODUCTS CO (USE RCE000)

RC2688 RUBBER, 9257 PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC2689 RUBBER, 942, PIERCE ROBERTS RUBBER CO (USE RCE000)

RC2691 RUBBER, 9711, DOW CORNING CORP (USE RC0021)

RC2692 RUBBER, 458G, MINNESOTA RUBBER CO (USE RCE000)

RC2693 RUBBER, 9599, GARLOCK INC (USE RCE000)

RC2694 RUBBER, LP75-O, CHEMPREME INC (USE RCE000)

RC2696 RUBBER, M4603, AVCO CORP (USE RCE000)

RC2697 RUBBER, S454-6, COLT INDUSTRIES INC (USE RCE000)

RC2698 RUBBER, SR 826C-60, SARGENT INDUSTRIES INC (USE RCE000)

RC2700 RUBBER, WG25, FEDERAL-MOGUL CORP (USE RCE000)

RC2701 RUBBER, 209-12, AMETEK INC (USE RCE000)

RC2703 RUBBER, 913372, THE BENDIX CORP (USE RCE000)

RC2704 RUBBER, EM92, TYPE C, GRADE 40, THE BENDIX CORP (USE RCE000)

RC2707 RUBBER, PM5022, BORG-WARNER CORP (USE RC0022)

RC2711 RUBBER, 1467, PRISMO UNIVERSAL CORP (USE RCE000)

RC2712 RUBBER, MG1450, GRADE 60, MARTIN MARIETTA CORP (USE RCE000)

RC2713 RUBBER, 96, GARLOCK INC (USE RCE000)

RC2715 RUBBER, HS95, UNITED AIRCRAFT CORP (USE RC0014)

RC2716 RUBBER, LS53, MINNESOTA RUBBER CO (USE RCE000)

RC2717 RUBBER, S16, FEDERAL-MOGUL CORP (USE RCE000)

RC2718 RUBBER, 1120, GRADE C, GOSHEN RUBBER CO INC (USE RCE000)

RC2719 RUBBER, SYNTHETIC, MIL-R-3533, TYPE 1, CLASS B (USE RC0019)

RC2721 RUBBER, 77-715, PARKER-HANNIFIN CORP (USE RCE000)

RC2725 RUBBER, R219N, RUBATEX CORP (USE RCE000)

RC2782 RUBBER, MIL-STD-670, GRADE SCE7 (USE RC0007)

RC2993 RUBBER, SILICONE, ZZ-R-765, CLASS 3A, GRADE 30 (USE RC0021)
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RC2994 RUBBER, SILICONE, ZZ-R-765, CLASS 3A, GRADE 50 (USE RC0021)

RC3089 RUBBER, MIL-R-25988, TYPE 2, CLASS 2 (USE RC0014)

RC3191 RUBBER, MIL-R-6855, CLASS 2, GRADE 30 (USE RC0007)

RC3192 RUBBER, MIL-R-6855, CLASS 2, GRADE 40 (USE RC0007)

RC3197 RUBBER, MIL-R-6855, CLASS 1, GRADE 60 (USE RC0019)

RC3278 RUBBER, MIL-STD-417, TYPE R, CLASS RS, GRADE 420ABC1F2 (USE RC0017$RC0022)

RC3279 RUBBER, MIL-STD-417, TYPE R, CLASS RS, GRADE 510ABC1F2 (USE RC0017$RC0022)

RC3280 RUBBER, MIL-STD-417, TYPE R, CLASS RS, GRADE 51ABC1F2 (USE RC0017$RC0022)

RC3281 RUBBER, MIL-STD-670, TYPE R, STYLE O, GRADE RO7A1BC1F1 (USE RC0020$RC0022)

RC3282 RUBBER, MIL-STD-670, TYPE R, STYLE O, GRADE RO11A1BC1F1 (USE RC0020$RC0022)

RC3283 RUBBER, MIL-STD-670, TYPE R, STYLE O, GRADE RO15A1BC1F1 (USE RC0020$RC0022)

RC3284 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB615A1B1F1F2 (USE RC0019)

RC3285 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC415A1 (USE RC0007)

RC3286 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC608-ABK (USE RC0007)

RC3287 RUBBER, SYNTHETIC, MIL-STD-670, TYPE S, CLASS SC, STYLE E, GRADE SCE3 (USE RC0007)

RC3289 RUBBER, MIL-STD-670, TYPE S, CLASS SC, STYLE E, GRADE 7, F2 (USE RC0007)

RC3290 RUBBER, ASTM D1056-62T, TYPE S, CLASS SC, GRADE SCE43F2 (USE RC0007)

RC3291 RUBBER, ASTM D1056-62T, TYPE S, CLASS SC, GRADE SCE41 (USE RC0007)

RC3292 RUBBER, MIL-STD-670, GRADE SCE7C1L (USE RC0007)

RC3293 RUBBER, ETHYLENE-PROPYLENE TERPOLYMER, HMS16-1086, HUGHES TOOL CO, AIRCRAFT DIV (USE RC0009)

RC3294 RUBBER, BMS1-23, THE BOEING CO, WICHITA DIV (USE RCE000)

RC3295 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SB612A1B1E3F7 (USE RC0019)

RC3297 RUBBER, H060000400, FREQUENCY ENGINEERING LABORATORIES A DIV OF HARVARD INDUSTRIES INC (USE RCE000)

RC3298 RUBBER, LAC1-931, CLASS SOFT, LOCKHEED-CALIFORNIA CO, A DIV OF LOCKHEED AIRCRAFT CORP (USE RCE000)

RC3299 RUBBER, CELLULAR, MIL-R-6130, TYPE 2 (USE RC0022$RC0007$RC0020)

RC3300 RUBBER, MIL-STD-670, TYPE R, GRADE RE7 (USE RC0022$RC0020)

RC3301 RUBBER, MIL-STD-670, TYPE R, GRADE RO7 (USE RC0022$RC0020)

RC3302 RUBBER, MIL-STD-670, TYPE S, GRADE SCE7 (USE RC0007)

RC3303 RUBBER, MIL-STD-670, TYPE S, GRADE SCO7 (USE RC0007)

RC3304 RUBBER, MIL-STD-670, TYPE R, STYLE E, GRADE RE3LZ (USE RC0022$RC0020)

RC3305 RUBBER, MIL-STD-670, TYPE R, STYLE E, GRADE RE3L2 (USE RC0022$RC0020)

RC3306 RUBBER, MIL-STD-670, TYPE R, STYLE E, GRADE RE7LZ (USE RC0022$RC0020)

RC3307 RUBBER, MIL-STD-670, TYPE R, STYLE E, GRADE RE7L2 (USE RC0022$RC0020)

RC3308 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC615A1B1C1E3F1 (USE RC0007)

RC3309 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC410C1 (USE RC0007)

RC3310 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC515A1B1C1E3F1 (USE RC0007)

RC3311 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, GRADE SC415A1B1C1F1GZ (USE (RC0007)

RC3312 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, GRADE SC515A1B1C1F1GZ (USE RC0007)

RC3313 RUBBER, MIL-STD-670, GRADE RE11L (USE RC0022$RC0020)

RC3314 RUBBER, MIL-STD-670, GRADE RO11F1F2 (USE RC0022$RC0020)

RC3315 RUBBER, MIL-STD-670, GRADE RO3 (USE RC0022$RC0020)

RC3316 RUBBER, MIL-STD-670, GRADE RO7F1F2 (USE RC0022$RC0020)

RC3317 RUBBER, MIL-STD-670, GRADE SBE7 (USE RC0019)

RC3318 RUBBER, MIL-STD-670, GRADE SCE3L (USE RC0007)

RC3319 RUBBER, MIL-STD-670, GRADE SCE32ABF (USE RC0007)

RC3320 RUBBER, MIL-STD-670, GRADE SCE7L (USE RC0007)

RC3321 RUBBER, MIL-STD-670, GRADE SCO11BF1 (USE RC0007)

RC3323 RUBBER, MIL-STD-670, GRADE SCO1BF1 (USE RC0007)

RC3324 RUBBER, MIL-STD-670, GRADE SCO11FB1 (USE RC0007)

RC3325 RUBBER, MIL-STD-670, GRADE SCO3BF1 (USE RC0007)

RC3326 RUBBER, MIL-STD-670, GRADE SCE11 (USE RC0007)

RC3327 RUBBER, POLYURETHANE, 518120-1, TEXAS INSTRUMENTS INC, GOVT DIV OF EQUIPMENT GROUP (USE RCZ000)

RC3328 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC725ABEF (USE RC0007)
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RC3330 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SB505A1E3 (USE RC0019)

RC3334 RUBBER, SYNTHETIC, MIL-STD-670, GRADE SCE3BF1K2 (USE RC0007)

RC3335 RUBBER, SYNTHETIC, MIL-STD-417, GRADE RS415AEF2 (USE RC0017$RC0022)

RC3336 RUBBER, 7190, THE FAULTLESS RUBBER CO (USE RCE000)

RC3337 RUBBER, LW050-90, WESTINGHOUSE AIR BRAKE CO, CONSTRUCTION EQUIPMENT DIV (USE RCE000)

RC3338 RUBBER, RUB-R-SHIM 102, AMPEX CORP (USE RCE000)

RC3339 RUBBER, COMPOUND 16117, PRECISION RUBBER PRODUCTS CORP (USE RCE000)

RC3342 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SB410A1B1E3E5 (USE RC0019)

RC3343 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLAS SC, GRADE SC410A1B1C1F1 (USE RC0007)

RC3344 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC510A1B (USE RC0007)

RC3345 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE 510BF2 (USE RC0007)

RC3347 RUBBER, MIL-STD-670, TYPE T, STYLE E, GRADE TE-12 (USE RC0021)

RC3348 RUBBER, POLYURETHANE, CASTSS9532, UNITED AIRCRAFT CORP, SIKORSKY AIRCRAFT DIV (USE RCZ000)

RC3349 RUBBER, MIL-STD-670, TYPE S, CLASS SB, STYLE E GRADE SBE7F2K2 (USE RC0019)

RC3350 RUBBER, SYNTHETIC, R-411-N, HARDBOARD FABRICATORS INC (USE RCB000)

RC3351 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC515A1B1F2 (USE RC0007)

RC3352 RUBBER, SYNTHETIC, 9100878, SICARD INDUSTRIES INC (USE RCB000)

RC3353 RUBBER, SYNTHETIC, COMPOUND 346-40-831, PLASTIC AND RUBBER PRODUCTS CO (USE RCB000)

RC3354 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC510A1E3 (USE RC0007)

RC3355 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC512ABF (USE RC0007)

RC3356 RUBBER, MIL-STD-670, GRADE RE11C1K2 (USE RC0022$RC0020)

RC3358 RUBBER, 415221.1062, TEXAS INSTRUMENTS INC (USE RCE000)

RC3359 RUBBER, 760200-4, HUGHES AIRCRAFT CO (USE RCE000)

RC3360 RUBBER, MIL-STD-670, GRADE RS11ABFK2 (INVALID)

RC3361 RUBBER, MIL-STD-670, GRADE SBE11L (USE RC0019)

RC3362 RUBBER, MIL-STD-670, GRADE SCE11L (USE RC0007)

RC3363 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE SC510A1B1C1E3F1 (USE RC0007)

RC3364 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE SC515A1B1C1E3F1 (USE RC0007)

RC3365 RUBBER, MIL-STD-417, TYPE S, GRADE SCR15A1B1C1F1 (USE RC0007)

RC3366 RUBBER, MIL-STD-417, GRADE SC415A1B1C1F1GZ (USE RC0007)

RC3367 RUBBER, MIL-STD-417, GRADE SC515A1B1C1F1GZ (USE RC0007)

RC3369 RUBBER, MIL-STD-670, GRADE SCE7K2LZ (USE RC0007)

RC3370 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SB720ABC1E3F2 (USE RC0019)

RC3371 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC420A1B1C1F1GZ (USE RC0007)

RC3372 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC510A1B1C1E3F1 (USE RC0007)

RC3373 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC515A1B1C1E3F1 (USE RC0007)

RC3374 RUBBER, SAE J18, GRADE SCE41 (USE RC0007)

RC3375 RUBBER, SYNTHETIC, ZZ-R-765, CLASS 3A, GRADE 30 (USE RC0021)

RC3376 RUBBER, SYNTHETIC, MIL-STD-670, TYPE R, STYLE E, GRADE SF2K2L (USE RC0022$RC0020)

RC3377 RUBBER, Y00020-231, GENERAL DYNAMICS CORP (USE RCE000)

RC3378 RUBBER, BMS1-11, TYPE 2, GRADE 60, THE BOEING CO (USE RCE000)

RC3379 RUBBER, BMS1-50, TYPE 2, GRADE 60, THE BOEING CO (USE RCE000)

RC3380 RUBBER, BMS1-50, THE BOEING CO (USE RCE000)

RC3381 RUBBER, BMS1-59, THE BOEING CO (USE RCE000)

RC3382 RUBBER, HMS17-1527, TYPE 1, CLASS 50, HUGHES AIRCRAFT CO (USE RCE000)

RC3383 RUBBER, H476, HAVEG INDUSTRIES INC (USE RCE000)

RC3384 RUBBER, MIL-R-6855, CLASS 1, GRADE 40, FORM SHEET (USE RC0019)

RC3385 RUBBER, MIL-R-6855, CLASS 1, GRADE 60, FORM SHEET (USE RC0019)

RC3386 RUBBER, MIL-R-6855, CLASS 2, TYPE A, GRADE 40, FORM SHEET (USE RC0007)

RC3387 RUBBER, MIL-R-6855, CLASS 2, TYPE A, GRADE 60, FORM EXTRUDED SHAPE (USE RC0007)

RC3388 RUBBER, MIL-R-6855, CLASS 2, TYPE A, GRADE 60, FORM SHEET (USE RC0007)

RC3389 RUBBER, MIL-R-6855, CLASS 2, TYPE A, GRADE 60, FORM STRIP (USE RC0007)

RC3390 RUBBER, MIL-R-6855, CLASS 3, GRADE 60, FORM SHEET (USE RC0022)
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RC3391 RUBBER, MIL-R-6855, CLASS 3, GRADE 70, FORM SHEET (USE RC0022)

RC3392 RUBBER, MIL-R-6855, CLASS 4, TYPE A, GRADE 40, FORM SHEET (USE RC0007)

RC3393 RUBBER, SYNTHETIC, MIL-STD-417, TYPE R, CLASS RS, GRADE RS510ABF2G (USE RC0017$RC0022)

RC3394 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SB, GRADE SB415ABF2L (USE RC0019)

RC3395 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC, GRADE SC615ABF1 (USE RC0007)

RC3396 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, CLASS SC515A1B1C1E3F1 (USE RC0007)

RC3397 RUBBER, MIL-STD-670, TYPE R, STYLE O, GRADE RO20 (USE RC0022$RC0020)

RC3398 RUBBER, MIL-STD-670, TYPE S, CLASS SB, STYLE E, GRADE SBE7A1BC1F2L (USE RC0019)

RC3400 RUBBER, SYNTHETIC, MIL-STD-670, TYPE S, CLASS SC, STYLE E, GRADE SCE3F2K2L (USE RC0007)

RC3401 RUBBER, SYNTHETIC, MIL-STD-670, TYPE T, STYLE E, GRADE TE7L (USE RC0021)

RC3402 RUBBER, MIL-STD-670, GRADE SCO7ABF (USE RC0007)

RC3403 RUBBER, MIL-R-6855, CLASS 2, TYPE A, GRADE 30, FORM SHEET (USE RC0007)

RC3404 RUBBER, M24009, GRADE 1, BUNKER-RAMO CORP, THE ELECTRONIC DIV (USE RCE000)

RC3405 RUBBER, SM1369-02, LEAR SIEGLER INC, INSTRUMENT DIV (USE RCE000)

RC3406 RUBBER, STM23-401, CLASS 1, LOCKHEED-GEORGIA CO (USE RCE000)

RC3407 RUBBER, STM23-401, CLASS 2, LOCKHEED-GEORGIA CO (USE RCE000)

RC3408 RUBBER, STM23-402, CLASS 1, GRADE 50, LOCKHEED-GEORGIA CO (USE RCE000)

RC3409 RUBBER, STM23-402, CLASS 1, GRADE 60, LOCKHEED-GEORGIA CO (USE RCE000)

RC3410 RUBBER, STM23-402, CLASS 2, GRADE 50, LOCKHEED-GEORGIA CO (USE RCE000)

RC3411 RUBBER, STM23-402, CLASS 3, GRADE 45, LOCKHEED-GEORGIA CO (USE RCE000)

RC3412 RUBBER, STM23-402, CLASS 3, GRADE 60, LOCKHEED-GEORGIA CO (USE RCE000)

RC3413 RUBBER, STM23-403, SHORE A55, LOCKHEED-GEORGIA CO (USE RCE000)

RC3415 SPONGE RUBBER, E438-3-3-8THK, ILLINOIS INDUSTRIAL RUBBER CO (USE RCE00

RC3416 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC614-4ABEF (USE RC0007)

RC3417 RUBBER, SYNTHETIC, AMS 3196 (USE RC0021)

RC3418 RUBBER, SYNTHETIC, EEMS15017, GR SCE 42, TEREX DIV OF GENERAL MOTORS CORP (USE RC0007)

RC3419 RUBBER, SYNTHETIC, MIL-STD-417, GRADE RN509 (USE RC0020)

RC3420 RUBBER, SYNTHETIC, MIL-STD-417, GRADE RS405ABEF (USE RC0017$RC0022)

RC3421 RUBBER, SYNTHETIC, MIL-STD-417, GRADE RS515A1BC1F1 (USE RC0017$RC0022)

RC3422 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SB415A1B1 (USE RC0019)

RC3423 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC405-B1E3F2 (USE RC0007)

RC3424 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC410-B1F2K2 (USE RC0007)

RC3425 RUBBER, SILICONE, MIL-R-5847, CLASS 1B, GRADE 40-CANCELED (USE RC0021)

RC3426 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC420 (USE RC0007)

RC3427 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC505 (USE RC0007)

RC3428 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC615AB (USE RC0007)

RC3429 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC720 (USE RC0007)

RC3430 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC720ABE3 (USE RC0007)

RC3431 RUBBER, SYNTHETIC, MIL-STD-417, GRADE SC815AB (USE RC0007)

RC3432 RUBBER, SYNTHETIC, MIL-STD-670, GRADE RO1A1BCC1F1 (USE RC0022$RC0020)

RC3433 RUBBER, SYNTHETIC, MIL-STD-670, GRADE SBE3K2 (USE RC0019)

RC3434 RUBBER, SYNTHETIC, MIL-STD-670, GRADE SCO7A1BF2 (USE RC0007)

RC3435 RUBBER, SYNTHETIC, TYPE LTB 76-008-76, SPERRY GYROSCOPE DIV, SPERRY RAND CORP (USE RCB000)

RC3436 RUBBER, SYNTHETIC, MPD 10563, ARMY MISSILE COMMAND (USE RCB000)

RC3437 RUBBER, SYNTHETIC, MPD 3272, ARMY MISSILE COMMAND (USE RCB000)

RC3438 RUBBER, SYNTHETIC, TYPE LTB 76-008-17, SPERRY GYROSCOPE DIV, SPERRY RAND CORP (USE RCB000)

RC3439 RUBBER, SYNTHETIC, MMS C201, GR 50, MARTIN MARIETTA CORP, BALTIMORE DIV (USE RCB000)

RC4000 RUBBER, MIL-STD-417, TYPE S, CLASS SC, GRADE SC620BDFHK (USE RC0007)

RC4019 RUBBER, MIL-R-6855, CLASS 2, GRADE 60 (USE RC0007)

RC4280 RUBBER, SYNTHETIC ASTM D2000 (USE RCB000)

RC4341 RUBBER, MIL-R-6855, CLASS 2, TYPE A, GRADE 30 (USE RC0007)

RC4342 RUBBER, SYNTHETIC, MIL-STD-417, TYPE S, GRADE SC515D2K1 (USE RC0007)

RC4345 RUBBER, SILICONE, D6-54312-1, THE BOEING CO (USE RC0021)
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RC6246 RUBBER, MIL-R-6855, CLASS 2, TYPE A, GRADE 40 (USE RC0007)

RC6249 RUBBER, MIL-R-6855, CLASS 1, GRADE 70 (USE RC0019)

RC7784 RUBBER, SILICONE, TA88-50, CRITON CORP (USE RC0021)

RC7788 RUBBER, SILICONE, TA88, CRITON CORP (USE RC0021)

RC7789 RUBBER, SILICONE, TA612, CRITON CORP (USE RC0021)

RC7814 RUBBER, SILICONE, TA96, TA MFG INC (USE RC0021)

RC7816 RUBBER, ETHYLENE PORPYLENE, TA79, TA MFG CO (USE RC0009)

RC7826 RUBBER, ASTM D2000, GRADE 2AA815A13C12CC20F17K11Z (USE RC0020$RC0022$RC0017$RC0010$RC0018)

RC7833 RUBBER, SYNTHETIC, SAE 200 GRADE 3BA510A14B13C12F17K11 (USE RC0022$RC0017)

RC7847 RUBBER, ASTM D2000, GRADE 4AA510B13C12F18K11 (USE RC0020$RC0022$RC0017$RC0010$RC0018)

RC7848 RUBBER, A12C36B16, GENERAL ELECTRIC CO (USE RCE000)

RC7849 RUBBER, SILICONE, 890703-2 LITTON SYSTEMS INC, (USE RC0021)

RC7878 RUBBER, ASTM D1056 (USE RC0020$RC0019$RC0022$RC0007)

RD0003 ROD, WELDING, SURFACING, MIL-R-17131, TYPE MIL-RNICR-B /D/ (USE NLB000)

RG0000 RAWHIDE (NOT OTHERWISE SPECIFIED) /D/ (USE LRL000)

RH0000 RHODIUM (USE RHA000)

RHC000 RHODIUM FLASHED (NOT OTHERWISE SPECIFIED) (INVALID)

RL0000 RAYON (NOT OTHERWISE SPECIFIED) (USE PCAN00)

RR0000 IRIDIUM (NOT OTHERWISE SPECIFIED) (USE IRA000)

RU0000 RUBBER (NOT OTHERWISE SPECIFIED) (USE RCE000)

SB0000 ANTIMONY (NOT OTHERWISE SPECIFIED) (USE SBA000)

SC0000 STEEL, CORROSION RESISTING (NOT OTHERWISE SPECIFIED) (USE STB000)

SC0001A CORROSION RESISTING STEEL, QQ-W-423 (USE ST0302$ST0304$ST0305$ST0310$ST0316$ST0321$ST0347$ST0410$

SC0001B ST0420$ST0430)

SC0002 STEEL, CORROSION RESISTING, AISI301 (USE ST0301)

SC0003 STEEL, CORROSION RESISTING, AISI302 (USE ST0302)

SC0004 STEEL, CORROSION RESISTING, AISI303 (USE ST0303)

SC0005 STEEL, CORROSION RESISTING, AISI303SE (USE ST0079)

SC0006 STEEL, CORROSION RESISTING, AISI304 (USE ST0304)

SC0007 STEEL, CORROSION RESISTING, AISI304L (USE ST0080)

SC0008 STEEL, CORROSION RESISTING, AISI305 (USE ST0305)

SC0009 STEEL, CORROSION RESISTING, AISI308 /D/ (USE ST0152)

SC0010 STEEL, CORROSION RESISTING, AISI309 /D/ (USE ST0309)

SC0012 STEEL, CORROSION RESISTING, AISI310 (USE ST0310)

SC0015 STEEL, CORROSION RESISTING, AISI316 (USE ST0316)

SC0016 STEEL, CORROSION RESISTING, AISI316L (USE ST0082)

SC0017 STEEL, CORROSION RESISTING, AISI317 /D/ (USE ST0317)

SC0018 STEEL, CORROSION RESISTING, AISI321 (USE ST0321)

SC0019 STEEL, CORROSION RESISTING, AISI347 (USE ST0347)

SC0020 STEEL, CORROSION RESISTING, AISI348 /D/ (USE ST0348)

SC0021 STEEL, CORROSION RESISTING, AISI403 (USE ST0403)

SC0022 STEEL, CORROSION RESISTING, AISI405 /D/ (USE ST0405)

SC0023 STEEL, CORROSION RESISTING, AISI410 (USE ST0410)

SC0024 STEEL, CORROSION RESISTING, AISI414 (USE ST0414)

SC0025 STEEL, CORROSION RESISTING, AISI416 (USE ST0416)
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SC0026 STEEL, CORROSION RESISTING, AISI416SE (USE ST0099)

SC0027 STEEL, CORROSION RESISTING, AISI420 (USE ST0420)

SC0028 STEEL, CORROSION RESISTING, AISI430 (USE ST0430)

SC0029 STEEL, CORROSION RESISTING, AISI431 (USE ST0431)

SC0030 STEEL, CORROSION RESISTING, AISI440A (USE ST0105)

SC0031 STEEL, CORROSION RESISTING, AISI440C (USE ST0107)

SC0032 STEEL, CORROSION RESISTING, AISI446 /D/ (USE ST0446)

SC0034 STEEL, CORROSION RESISTING, AMS 5642, TYPE 2 (USE ST0629)

SC0035 STEEL, CORROSION RESISTING, AMS 5643 (USE ST0630)

SC0036 STEEL, CORROSION RESISTING, FED STD66, COMP 301 (USE ST0301)

SC0037 STEEL, CORROSION RESISTING, FED STD66, AISI 3020R SAE30302 (USE ST0302)

SC0038 STEEL, CORROSION RESISTING, FED STD 66, AISI 303 OR SAE 30303 (USE ST0303)

SC0039 STEEL, CORROSION RESISTING FED STD 66, COMP 303SE (USE ST0079)

SC0040 STEEL, CORROSION RESISTING, FED STD 66, AISI 304 OR SAE 30304 (USE ST0304)

SC0041 STEEL, CORROSION RESISTING, FED STD 66, AISI 304L OR SAE 30304 (USE ST0080)

SC0042 STEEL, CORROSION RESISTING, FED STD, COMP 305 (USE ST0305)

SC0043 STEEL, CORROSION RESISTING, FED STD 66, AISI 309 OR SAE 30309 (USE ST0309)

SC0044 STEEL, CORROSION RESISTING, FED STD 66, AISI 310 OR SAE 30310 (USE ST0310)

SC0045 STEEL, CORROSION RESISTING, FED STD 66, AISI 316 OR SAE 30316 (USE ST0316)

SC0046 STEEL, CORROSION RESISTING, FED STD 66, AISI 317 OR SAE 30317 (USE ST0317)

SC0047 STEEL, CORROSION RESISTING, FED STD 66, AISI 321 OR SAE 30321 (USE ST0321)

SC0048 STEEL, CORROSION RESISTING, FED STD 66, AISI 321 OR SAE 30321 /D/ (USE ST0321)

SC0049 STEEL, CORROSION RESISTING, FED STD 66, AISI 348 OR SAE 30348 (USE ST0348)

SC0050 STEEL, CORROSION RESISTING, FED STD 66, AISI 403 OR SAE 51403 (USE ST0403)

SC0051 STEEL, CORROSION RESISTING, FED STD 66, AISI 405 OR SAE 51405 (USE ST0405)

SC0052 STEEL, CORROSION RESISTING, FED STD 66, AISI 410 OR SAE 51410 (USE ST0410)

SC0053 STEEL, CORROSION RESISTING, FED STD 66, AISI 414 OR SAE 51414 (USE ST0414)

SC0054 STEEL, CORROSION RESISTING, FED STD 66, COMP 416 (USE ST0416)

SC0056 STEEL, CORROSION RESISTING, FED STD 66, COMP 420 (USE ST0420)

SC0057 STEEL, CORROSION RESISTING, FED STD 66, AISI 430 OR SAE 51430 (USE ST0430)

SC0058 STEEL, CORROSION RESISTING, FED STD 66, COMP 431 (USE ST0431)

SC0060 STEEL, CORROSION RESISTING, FED STD 66, COMP 440C /D/ (USE ST0107)

SC0061 STEEL, CORROSION RESISTING, FED STD 66, AISI 446 OR SAE 51446 (USE ST0446)

SC0064 STEEL, CORROSION RESISTING, MIL-S-861, CLASS 405 /D/ (USE ST0405)

SC0066 STEEL, CORROSION RESISTING, MIL-S-862, CLASS 3 /D/ (USE ST0410)

SC0067 STEEL, CORROSION RESISTING, MIL-S-862, CLASS 5 (USE STB000)

SC0068 STEEL, CORROSION RESISTING, MIL-S-862, CLASS 6 (USE ST0416$ST0099)

SC0071 STEEL, CORROSION RESISTING, MIL-S-5059, TYPE 301 (USE ST0301)

SC0072 STEEL, CORROSION RESISTING, MIL-S-7720, COMP 302 (USE ST0302)

SC0073 STEEL, CORROSION RESISTING, MIL-S-7720, COMP 303S (USE ST0303)

SC0074 STEEL, CORROSION RESISTING, MIL-S-7720, COMP 303SE (USE ST0079)

SC0075 STEEL, CORROSION RESISTING, MIL-S-7720, COMP 316 (USE ST0316)

SC0076 STEEL, CORROSION RESISTING, MIL-S-18732 (USE ST0431)

SC0077 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 301 (USE ST0301)

SC0078 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 302 (USE ST0302)

SC0079 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 303 (USE ST0303)

SC0080 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 303SE (USE ST0079)

SC0081 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 304 (USE ST0304)

SC0082 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 304L (USE ST0080)

SC0083 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 305 (USE ST0305)

SC0084 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 309 (USE ST0309)

SC0085 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 310 (USE ST0310)

SC0086 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 316 (USE ST0316)
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SC0087 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 317 (USE ST0317)

SC0088 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 321 (USE ST0321)

SC0089 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 347 (USE ST0347)

SC0090 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 403 (USE ST0403)

SC0091 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 405 (USE ST0405)

SC0092 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 410 (USE ST0410)

SC0093 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 414 (USE ST0414)

SC0094 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 416 (USE ST0416)

SC0095 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 416SE (USE ST0099)

SC0096 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 420 (USE ST0420)

SC0097 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 430 (USE ST0430)

SC0098 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 431 (USE ST0431)

SC0099 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 440A (USE ST0105)

SC0100 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 440C /D/ (USE ST0107)

SC0101 STEEL, CORROSION RESISTING, SAE 30301 (USE ST0301)

SC0102 STEEL, CORROSION RESISTING, SAE 30302 (USE ST0302)

SC0103 STEEL, CORROSION RESISTING, SAE 30303 (USE ST0303)

SC0104 STEEL, CORROSION RESISTING, SAE 30304 (USE ST0304)

SC0105 STEEL, CORROSION RESISTING, SAE 30305 (USE ST0305)

SC0106 STEEL, CORROSION RESISTING, SAE 30309 /D/ (USE ST0309)

SC0107 STEEL, CORROSION RESISTING, SAE 30310 /D/ (USE ST0310)

SC0108 STEEL, CORROSION RESISTING, SAE 30316 (USE ST0316)

SC0109 STEEL, CORROSION RESISTING, SAE 30317 /D/ (USE ST0317)

SC0110 STEEL, CORROSION RESISTING, SAE 30321 (USE ST0321)

SC0111 STEEL, CORROSION RESISTING, SAE 30347 (USE ST0347)

SC0112 STEEL, CORROSION RESISTING, SAE 51410 (USE ST0410)

SC0113 STEEL, CORROSION RESISTING, SAE 51414 (USE ST0414)

SC0114 STEEL, CORROSION RESISTING, SAE 51416F (USE ST0098)

SC0115 STEEL, CORROSION RESISTING, SAE 51420 (USE ST0420)

SC0116 STEEL, CORROSION RESISTING, SAE 51420F (USE ST0100)

SC0117 STEEL, CORROSION RESISTING, SAE 51430 (USE ST0430)

SC0118 STEEL, CORROSION RESISTING, SAE 51431 (USE ST0431)

SC0119 STEEL, CORROSION RESISTING, SAE 51440A (USE ST0105)

SC0120 STEEL, CORROSION RESISTING, SAE 51440C (USE ST0107)

SC0122 STEEL, CORROSION RESISTING, SAE 51446 /D/ (USE ST0446)

SC0126 STEEL, STAINLESS, QQ-S-763, CLASS 303 COND A (USE ST0303)

SC0127 STEEL, STAINLESS, QQ-S-763, CLASS 420, COND A (USE ST0420)

SC0128 STEEL, STAINLESS (NOT OTHERWISE SPECIFIED) /D/ (USE STB000)

SC0129 STEEL, CORROSION RESISTING, FED STD 66, AISI 301 OR SAE 30301 (USE ST0301)

SC0130 STEEL, CORROSION RESISTING, FED STD 66, AISI 303SE OR SAE 30303SE (USE ST0079)

SC0131 STEEL, CORROSION RESISTING, FED STD 66, AISI 305 OR SAE 30305 (USE ST0305)

SC0132 STEEL, CORROSION RESISTING, FED STD 66, AISI 416 OR SAE 51416 (USE ST0416)

SC0133 STEEL, CORROSION RESISTING, FED STD 66, AISI 416SE OR SAE 51416SE (USE ST0099)

SC0134 STEEL, CORROSION RESISTING, FED STD 66, AISI 420 OR SAE 51420 (USE ST0420)

SC0135 STEEL, CORROSION RESISTING, FED STD 66, AISI 431 OR SAE 51431 (USE ST0431)

SC0136 STEEL, CORROSION RESISTING, FED STD 66, AISI 440A OR SAE 51440A (USE ST0105)

SC0137 STEEL, CORROSION RESISTING, FED STD 66, AISI 440C OR SAE 51440C (USE ST0107)

SC0138 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 446 (USE ST0446)

SC0139 STEEL, CORROSION RESISTING, QQ-W-423, COMP 302 (USE ST0302)

SC0140 STEEL, CORROSION RESISTING, QQ-W-423, COMP 304 (USE ST0304)

SC0141 STEEL, CORROSION, QQ-W-423, COMP 305 (USE ST0305)

SC0142 STEEL, CORROSION RESISTING, MIL-N-15721, CLASS A /D/ (USE STB000)

SC0143 STEEL, CORROSION RESISTING, AMS 5735 (USE FE0019)
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SC0144 STEEL, CORROSION RESISTING, AMS 5736 (USE ST0011)

SC0145 STEEL, CORROSION RESISTING, AMS 5737 (USE FE0019)

SC0146 STEEL, CORROSION RESISTING, AMS 7228 (USE STB000)

SC0147 STEEL, CORROSION RESISTING, AMS 7229 (USE ST0347)

SC0148 STEEL, AMS 7232 (USE NL0009)

SC0149 STEEL, AMS 7233 (USE NL0008)

SC0150 STEEL, CORROSION RESISTING, SAE 30303SE /D/ (USE ST0079)

SC0151 STEEL, CORROSION RESISTING, SAE 30348 (USE ST0348)

SC0152 STEEL, CORROSION RESISTING, SAE 51403 /D/ (USE ST0403)

SC0153 STEEL, CORROSION RESISTING, SAE 51405 /D/ (USE ST0405)

SC0154 STEEL, CORROSION RESISTING, SAE 51416 (USE ST0416)

SC0155 STEEL, CORROSION RESISTING, SAE 51416SE /D/ (USE ST0099)

SC0156 STEEL, CORROSION RESISTING, AISI 660 (USE FE0019)

SC0157 STEEL, CORROSION RESISTING, FED STD 66, COMP 302 (USE ST0302)

SC0158 STEEL, CORROSION RESISTING, FED STD 66, COMP 303 (USE ST0303)

SC0159 STEEL, CORROSION RESISTING, FED STD 66, COMP 304 /D/ (USE ST0304)

SC0162 STEEL, CORROSION RESISTING, FED STD 66, COMP 310 /D/ (USE ST0310)

SC0167A STEEL, CORROSION RESISTING, FED STD 66, AISI 302, 303, 304 OR SAE 30302, 30303, 30304 /D/

SC0167B (USE ST0302$ST0303$ST0304)

SC0168A STEEL, CORROSION RESISTING, QQ-S-763, 302, 303, 304, 305, 310 OR 316 (USE ST0302$ST0303$ST0304$

SC0168B ST0305$ST0310$ST0316)

SC0169 STEEL, CORROSION RESISTING, QQ-S-766, CLASS 201 /D/ (USE ST0201)

SC0170 STEEL, CORROSION RESISTING, QQ-S-766, CLASS 202 /C/ (USE ST0202)

SC0171 STEEL, CORROSION RESISTING, QQ-S-766, CLASS 301 /D/ (USE ST0301)

SC0172 CORROSION RESISTING, QQ-S-766, CLASS 301, 302, OR 316 /D/ (USE ST0301$ST0302$ST0316)

SC0173 STEEL, CORROSION RESISTING, QQ-S-766, CLASS 302 (USE ST0302)

SC0174 STEEL, CORROSION RESISTING, QQ-S-766, CLASS 302, 304, 316, OR 321 /D/ (USE ST0302$ST0304$ST0316$ST0321)

SC0175 STEEL, CORROSION RESISTING, QQ-S-766, CLASS 304 (USE ST0304)

SC0176 STEEL, CORROSION RESISTING, QQ-S-766, CLASS 304L /D/ (USE ST0080)

SC0177 STEEL, CORROSION RESISTING, QQ-S-766, CLASS 305 (USE ST0305)

SC0178 STEEL, CORROSION RESISTING, QQ-S-766, CLASS 309 /D/ (USE ST0309)

SC0179 STEEL, CORROSION RESISTING, QQ-S-766, CLASS 310 /D/ (USE ST0310)

SC0180 STEEL, CORROSION RESISTING, QQ-S-766, CLASS 316 /D/ (USE ST0316)

SC0181 STEEL, CORROSION RESISTING, QQ-S-766, CLASS 316L /D/ (USE ST0082)

SC0182 STEEL, CORROSION RESISTING, QQ-S-766, CLASS 321 /D/ (USE ST0321)

SC0183 STEEL, CORROSION RESISTING, QQ-S-766, CLASS 323 /D/ (USE ST0323)

SC0184 STEEL, CORROSION RESISTING, QQ-S-766, CLASS 347 /D/ (USE ST0347)

SC0185 STEEL, CORROSION RESISTING, QQ-S-766, CLASS 348 /D/ (USE ST0348)

SC0186 STEEL, CORROSION RESISTING, QQ-S-766, CLASS 410 /D/ (USE ST0410)

SC0187 STEEL, CORROSION RESISTING, QQ-S-766, CLASS 420 /D/ (USE ST0420)

SC0188 STEEL, CORROSION RESISTING, QQ-S-766, CLASS 430 (USE ST0430)

SC0189 STEEL, CORROSION RESISTING, QQ-S-766, CLASS 446 /D/ (USE ST0446)

SC0191A STEEL, CORROSION RESISTING, FED STD 66, 302 OR 303 OR 304 OR 305 OR 316 OR EQUAL

SC0191B (USE ST0302$ST0303$ST0304$ST0305$ST0316)

SC0192A STEEL, CORROSION RESISTING, QQ-S-763, COMP 302 OR 303 OR 304 OR 305 OR 310 OR 316 OR QQ-W-423,

SC0192B COMP 302 OR 303 OR 304 OR 305 OR 310 OR 316 (USE ST0302$ST0303$ST0304$ST0305$ST0310$ST0316)

SC0194A STEEL, CORROSION RESISTING, FED STD 66, 302 OR 303 OR 304 OR 316 OR EQUAL TO 16-18

SC0194B CHROMIUM-NICKEL-ALLOY (USE ST0302$ST0303$ST0304$ST0316)

SC0195 STEEL, CORROSION RESISTING, FED STD 66, COMP 410 OR 416 (USE ST0410$ST0416)

SC0196 STEEL, CORROSION RESISTING, AMS 5570 /D/ (USE ST0321)

SC0197 STEEL, CORROSION RESISTING, AMS 5576 /D/ (USE ST0321)

SC0198 STEEL, CORROSION RESISTING, MIL-S-5059, COMP 302, ANNEALED (USE ST0302)

SC0199 STEEL, CORROSION RESISTING, QQ-S-763, CLASS 304, COND A (USE ST0304)
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SC0202 STEEL, CORROSION RESISTING, ASTM 276 (INVALID)

SC0205 STEEL, CORROSION RESISTING, AMS 5640 (USE ST0303$ST0079$ST0166)

SF0000 SAND BLAST/D/ (INVALID)

SGA000 SILVER-GRAPHITE (NOT OTHERWISE SPECIFIED) (USE AGC000)

SG0003 SILVER GRAPHITIC, GRADE 411, GRAPHITE METALLIZING CORP (USE AGC000)

SHA000 SEALANT, ENCAPSULATED, CHEMICAL (NOT OTHERWISE SPECIFIED) (INVALID)

SL0000 SILICONE RUBBER (NOT OTHERWISE SPECIFIED) (USE RC0021)

SLA000 SILICONE (NOT OTHERWISE SPECIFIED) /D/ (USE PCAK00)

SLC000 SILICONE RESIN (USE RSB000)

SLH000 OIL, SILICONE (NOT OTHERWISE SPECIFIED) (USE LBN000)

SLJ000 SILICON (NOT OTHERWISE SPECIFIED) (USE SLC000)

SLW000 SILICONE BRASS (NOT OTHERWISE SPECIFIED) (USE CUB000)

SLX000 SILICONE BRONZE (USE CU0131)

SL0001 SILICONE RUBBER, ZZ-R-765, CLASS 1A, GRADE 40 /D/ (USE RC0021)

SL0002 SILICONE RUBBER, ZZ-R-765, CLASS 1A, GRADE 50 /D/ (USE RC0021)

SL0003 SILICONE RUBBER, ZZ-R-765, CLASS 1A, GRADE 60 /D/ (USE RC0021)

SL0004 SILICONE RUBBER, ZZ-R-765, CLASS 1A, GRADE 70 /D/ (USE RC0021)

SL0005 SILICONE RUBBER, ZZ-R-765, CLASS 1A, GRADE 80 /D/ (USE RC0021)

SL0006 SILICONE RUBBER, ZZ-R-765, CLASS 1B, GRADE 40 /D/ (USE RC0021)

SL0007 SILICONE RUBBER, ZZ-R-765, CLASS 1B, GRADE 50 /D/ (USE RC0021)

SL0008 SILICONE RUBBER, ZZ-R-765, CLASS 1B, GRADE 60 /D/ (USE RC0021)

SL0009 SILICONE RUBBER, ZZ-R-765, CLASS 1B, GRADE 70 /D/ (USE RC0021)

SL0011 SILICONE RUBBER, ZZ-R-765, CLASS 2A, GRADE 40 /D/ (USE RC0021)

SL0012 SILICONE RUBBER, ZZ-R-765, CLASS 2A, GRADE 50 /D/ (USE RC0021)

SL0013 SILICONE RUBBER, ZZ-R-765, CLASS 2A, GRADE 60 /D/ (USE RC0021)

SL0014 SILICONE RUBBER, ZZ-R-765, CLASS 2A, GRADE 70 /D/ (USE RC0021)

SL0015 SILICONE RUBBER, ZZ-R-765, CLASS 2A, GRADE 80 /D/ (USE RC0021)

SL0016 SILICONE RUBBER, ZZ-R-765, CLASS 2B, GRADE 40 /D/ (USE RC0021)

SL0017 SILICONE RUBBER, ZZ-R-765, CLASS 2B, GRADE 50 /D/ (USE RC0021)

SL0018 SILICONE RUBBER, ZZ-R-765, CLASS 2B, GRADE 60 /D/ (USE RC0021)

SL0019 SILICONE RUBBER, ZZ-R-765, CLASS 2B, GRADE 70 /D/ (USE RC0021)

SL0020 SILICONE RUBBER, ZZ-R-765, CLASS 2B, GRADE 80 /D/ (USE RC0021)

SL0021 SILICONE RUBBER, ZZ-R-765, CLASS 3, GRADE 25 /D/ (USE RC0021)

SL0022 SILICONE RUBBER, ZZ-R-765, CLASS 3, GRADE 50 /D/ (USE RC0021)

SL0023 SILICONE RUBBER, ZZ-R-765, CLASS 3, GRADE 60 /D/ (USE RC0021)

SL0024 SILICONE RUBBER, ZZ-R-765, CLASS 3, GRADE 80 /D/ (USE RC0021)

SL0025 SILICONE RUBBER, MIL-I-23053/10 (USE RC0021)

SL0026 SILICONE RUBBER, AMS 3301 (USE RC0021)

SL0035 SILICONE RUBBER, AMS 3302 (USE RC0021)

SL0036 SILICONE RUBBER, AMS 3303 (USE RC0021)

SL0037 SILICONE RUBBER, AMS 3304 (SUE RC0021)

SL0038 SILICONE RUBBER, AMS 3305 (USE RC0021)

SL0039 SILICONE RUBBER, AMS 3345 (USE RC0021)

SL0040 SILICONE RUBBER, AMS 3195 (USE RC0021)

SL0041 SILICONE RUBBER, AMD 3196 (USE RC0021)

SL0042 SILICONE FLUID, MIL-S-81087 (USE LBK000)

SL0043 SILICONE COMPOUND, 12602, GENERAL ELECTRIC CO, SILICONE PRODUCTS DIV (USE RC0021)

SL0044 SILICONE RUBBER, AMS 3306 (USE RC0021)

SL0045 SILICONE RUBBER, AMS 3357 (USE RC0021)
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SL0046 SILICONE RUBBER, S604-7, PARKER SEAL CO (USE RC0021)

SL0049 SILICONE RUBBER, AMS 3315 (USE RC0021$$GSA000)

SL0068 SILICONE, 3764, FARMAN FD CO (INVALID)

SN0000 TIN (NOT OTHERWISE SPECIFIED) (USE SNB000)

SNAR00 TIN BRONZE ALLOY (NOT OTHERWISE SPECIFIED) (USE CUB000)

SNF000 TIN PLATED (INVALID) (AS A MATERIAL)

SNL000 TIN BASE ALLOY (NOT OTHERWISE SPECIFIED) (USE SNA000)

SNR000 TIN-LEAD-SILVER (NOT OTHERWISE SPECIFIED) (USE SNA000)

SN0004 TIN PLATE, MIL-T-10727, TYPE 1 OR 2 (USE SNA000)

SN0005 TIN-BRONZE, ASTM-B-143-52, ALLOY 1B (USE CU0195)

SN0006 TIN BASE ALLOY, MIL-B-13056, COMP 12 (USE SN0007)

SN0007 TIN BASE ALLOY, SAE 11 (USE SN0009)

SN0008 TIN BASE ALLOY, SAE 12 (USE SN0007)

SN0011 TIN PLATED, BT-NM, US DIVERS CO (INVALID)

SN0012 TIN ALLOY, QQ-T-390, GRADE 1 (USE SNA000)

SN0013 TIN ALLOY, QQ-T-390, GRADE 2 (USE SN0007)

SN0014 TIN ALLOY, QQ-T-390, GRADE 3 (USE SN0008)

SN0015 TIN ALLOY, QQ-T-390, GRADE 4 (USE SNA000)

SN0031 TIN ALLOY, QQ-M-161, GRADE 2 (USE SN0007)

SN0032 TIN ALLOY, NAVY SPEC 46M2, GRADE 2 (USE SN0007)

SN0034 TIN ALLOY, SAE 11 (USE SN0009)

SN0036 TIN ALLOY, AMS 4824 (USE CUB000$SNA000$$ST1005$ST1006$ST1008$ST1009$ST1010$ST1011$ST1012)

SN0038 TIN ALLOY, SAE 12 (USE SN0007)

SN0041 TIN ALLOY, QQ-T-390, GRADE 13 (USE PB0006)

SN0042 TIN ALLOY, AMS 4800 (USE SN0004)

SN0043 TIN ALLOY, F-1, CLEVITE CORP, CLEVELAND GRAPHITE BRONZE DIV (USE ST1010$$SN0007)

SN0044 TIN ALLOY, MIL-B-13506, TYPE 2, STYLE 1, CLASS 2 (INVALID)

SN0050 TIN, PS23, THOMPSON CHEMICAL CORP (USE SNB000)

SS0000 SILK (NOT OTHERWISE SPECIFIED) (USE FBQ000)

SS0003 SILK, MIL-C-453, CLASS C (USE FBQ000)

ST0000 STEEL (NOT OTHERWISE SPECIFIED) (USE STA000)

STA000 STEEL (NOT OTHERWISE SPECIFIED) /D/ (USE STA000)

STA001 STEEL, AISI C1151 (USE ST1151)

STA002 STEEL, AMS 5350 (USE ST0626)

STA003 STEEL, AMS 7205 (USE ST1074$ST1095)

STA005 STEEL, AMS 6292 (USE ST4617)

STA006 STEEL, MIL-S-7720, COND D (USE ST0302$ST0303$ST0079$ST0316)

STA007A STEEL, ASTM A108 (USE ST1008$ST1010$ST1015$ST1016$ST1018$ST1020$ST1022$ST1025$ST1030$ST1035$ST1040$

STA007B ST1045$ST1050$ST1095$ST1115$ST1117$ST1118$ST1137$ST1141$ST1144$ST1151$ST0063$ST1211$ST1212$

STA007C ST1213$ST1215)

STA008A STEEL, ASTM A108-58T (USE ST1008$ST1010$ST1015$ST1016$ST1018$ST1020$ST1022$ST1025$ST1030$ST1035$

STA008B ST1040$ST1045$ST1050$ST1095$ST1115$ST1117$ST1118$ST1137$ST1141$ST1144$ST1151$ST0063$

STA008C ST1211$ST1212$ST1213$ST1215)

STA009 STEEL, ASTM A141-55 (USE ST0635)

STA010 STEEL, ASTM A229-56 (USE ST1065$ST0627)

STA011 STEEL, ASTM A229-56 (USE ST1065$ST0627)

STA012 STEEL, QQ-T-580 GRADE A (USE ST0296$ST0297$ST0298$ST0299$ST0300$ST0306$ST0307$ST0308$ST0311)

STA013 STEEL, QQ-T-580 CLASS W1-12 (USE ST0299)

STA014 STEEL, QQ-T-580 (USE ST0296$ST0297$ST0298$ST0299$ST0300$ST0306$ST0307$ST0308$ST0311)

STA015 STEEL, QQ-W-461, TYPE 2 (USE ST1006$ST1008$ST1010$ST1015$ST1018$ST1020$ST1035$ST1045)
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STA016 STEEL, FED STD 66, AISI 1022 (USE ST1022)

STA017 STEEL, FED STD 66, AISI 1212 (USE ST1212)

STA018 STEEL, FED STD 66, AISI C1012 (USE ST1012)

STA019 STEEL, FED STD 66, AISI 1012 (USE ST1012)

STA020 STEEL, FED STD 66, AISI 1017 (USE ST1017)

STA021 STEEL, FED STD 66, FS1020 (USE ST1020)

STA022 STEEL, FED STD 66, SAE 1020 (USE ST1020)

STA023 STEEL, FED STD 66, COMP 8730 (INVALID)

STA029 STEEL, MIL-D-7947 (INVALID)

STA030 STEEL, MIL-F-5591 (INVALID)

STA032 STEEL, MIL-S-1222, TYPE 1 (INVALID)

STA033 STEEL, MIL-S-13502, (USE ST1050)

STA035 STEEL, MIL-S-15046, CLASS T-1 (USE ST0344)

STA038 STEEL, AMS 4130 (INVALID)

STA039 STEEL, QQ-W-428 (USE STA000)

STA040 STEEL, QQ-W-428, TYPE 3 (USE STA000)

STA041 STEEL, QQ-W-428, TYPE 3 COND A (USE STA000)

STA042 STEEL, QQ-W-461, FS1020 (USE ST1020)

STA043 STEEL, QQ-W-461, FS1015 (USE ST1015)

STA044 STEEL, QQ-W-465, (USE STA000)

STA045 STEEL, QQ-W-428, TYPE 1, COND B (USE STA000)

STA046 STEEL, SAE 1212 (USE ST1212)

STA047 STEEL, SAE 1314 (INVALID)

STA048 STEEL, SAE 1315 (INVALID)

STA049 STEEL, SAE 1125 (INVALID)

STA050 STEEL, SAE 1515 (INVALID)

STA051 STEEL, SAE 2320 (INVALID)

STA052 STEEL, SAE 3032 (INVALID)

STA053 STEEL, SAE 3115 (USE ST3115)

STA054 STEEL, SAE 4119 (USE ST4119)

STA055 STEEL, SAE 4120 (INVALID)

STA056 STEEL, SAE 5210 (INVALID)

STA057 STEEL, SAE 5685 (INVALID)

STA058 STEEL, SAE 6280 (INVALID)

STA059 STEEL, SAE 8134 (INVALID)

STA060 STEEL, SAE 8260 (INVALID)

STA061 STEEL, SAE 6415 (INVALID)

STA062 STEEL, SAE 3185 (INVALID)

STA063 STEEL, MIL-S-18291, CLASS W1-NDR (INVALID)

STA064 STEEL, MIL-S-5626, COND F2 (USE ST4140)

STA065 STEEL, MIL-S-6058 (INVALID)

STA066 STEEL, MIL-S-7420, COND D (USE ST0030)

STA067 STEEL, MIL-S-853, CLASS 5, TYPE F (USE ST0420)

STA068 STEEL, MIL-S-862, CLASS 2 (USE ST0302)

STA069 STEEL, MIL-T-6736 COND HT-180 (USE ST4130)

STA070 STEEL, AN-P-33 (USE ST4037)

STA071 STEEL, QQ-S-00779, CLASS FS-W1-08 (USE ST0296)

STA072 STEEL, QQ-S-671, COMP FS1095 (USE ST1095)

STA073 STEEL, QQ-S-671, COMP FS4140 (USE ST4140)

STA074 STEEL, QQ-S-00779, CLASS FS-W1-12 (USE ST0299)

STA075 STEEL, QQ-S-00779, CLASS FS-W1-10 (USE ST0298)

STA076 STEEL, QQ-S-00779, GRADE 3 (USE ST0296$ST0297$ST0298$ST0299$ST0306$ST0307$ST0311$ST0604)

STA078 STEEL, QQ-S-00779, GRADE 3, CLASS FS-W1-10 (USE ST0298)
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STA079 STEEL, QQ-S-00779 (USE ST0296$ST0297$ST0298$ST0299$ST0306$ST0307$ST0311$ST0604)

STA080 STEEL, QQ-S-00779, CLASS FS-W1-09 (USE ST0297)

STA081 STEEL, QQ-S-00779, GRADE 3, CLASS FS-W1-NDR (USE ST0604)

STA083 STEEL, QQ-S-624, COMP FS2340 (USE ST2340)

STA084 STEEL, QQ-S-624, COMP FS3115 (USE ST3115)

STA085 STEEL, QQ-S-624, COMP FS3145 (USE ST3145)

STA086 STEEL, QQ-S-624, COMP FS4017 (USE ST4017)

STA088 STEEL, QQ-S-624, COMP FS4140, COND CF (USE ST4140)

STA089 STEEL, QQ-S-624, COMP FS4145H (USE ST0095)

STA090 STEEL, QQ-S-624, COMP FS4150 (USE ST4150)

STA091 STEEL, QQ-S-624, COMP FS4617 (USE ST4617)

STA092 STEEL, QQ-S-624, COMP FS4620 (USE ST4620)

STA093 STEEL, QQ-S-624, COMP FSE52100 (USE ST0030)

STA094 STEEL, QQ-S-624, COMP FS8620H COND HRSR (USE ST0137)

STA095 STEEL, QQ-S-624, COMP FS8620 (USE ST8620)

STA097 STEEL, QQ-S-624, COMP FS8745 (USE ST8745)

STA098 STEEL, QQ-S-624, COMP FS8750 (USE ST8750)

STA099 STEEL, QQ-S-624, COMP FS9440 (USE ST9440)

STA100 STEEL, AMS 5582 (INVALID)

STA101 STEEL, QQ-S-624, COMP FS4130, COND NCF (USE ST4130)

STA102 STEEL, QQ-S-624, COMP FS2330 (USE ST2330)

STA103 STEEL, QQ-S-624, FS3120 (USE ST3120)

STA104 STEEL, QQ-S-624, COMP FS9445 (USE ST9445)

STA106 STEEL, QQ-S-624, COMP FS14B35 (USE ST0673)

STA107 STEEL, QQ-S-624, COMP FS50B44 (USE ST0113)

STA109 STEEL, QQ-S-624, COMP FS8742 (USE ST8742)

STA110 STEEL, QQ-S-624, COMP FS9260 (USE ST9260)

STA111 STEEL, QQ-S-624, COMP FS4130, COND N (USE ST4130)

STA112 STEEL, MIL-S-18732, TYPE 431, COND A (USE STB000)

STA114 STEEL, MIL-S-20166, TYPE B (USE STA000)

STA115 STEEL, QQ-S-633, COMP FS1070 (USE ST1070)

STA116 STEEL, MIL-S-24111, COND 3 (INVALID)

STA117 STEEL, QQ-S-633, COMP FS1095 (USE ST1095)

STA118 STEEL, MIL-S-5626, COND F1 (USE ST4140)

STA119 STEEL, MIL-S-5626, COND D2 (USE ST4140)

STA120 STEEL, MIL-S-6050, COND F5 (USE ST8630)

STA121 STEEL, QQ-S-634, COMP 1020, COND ACD (USE ST1020)

STA122 STEEL, MIL-S-6709, COMP A (USE ST0532)

STA123 STEEL, QQ-S-634, COMP 1020, COND CDSR (USE ST1020)

STA124 STEEL, QQ-S-634, COMP 1042, COND CF-CANCELED (USE ST1042)

STA125 STEEL, MIL-S-6709, COMP A, COND C4 (USE ST0532)

STA127 STEEL, MIL-S-6709, COND B (USE ST0532)

STA128 STEEL, QQ-S-637, COMP B1113, COND CD (USE ST0016)

STA129 STEEL, QQ-S-637, COMP 1144, COND ACD (USE ST1144)

STA130 STEEL, QQ-S-637, COMP 12L14, MODIFIED E (USE ST0063)

STA131 STEEL, QQ-S-764, TYPE 440 (USE ST0108$ST0285)

STA132 STEEL, QQ-T-580, GRADE B (USE ST0296$ST0297$ST0298$ST0299$ST0300$ST0306$ST0307$ST0308$ST0311)

STA133A STEEL, QQ-T-590 (USE ST0312$ST0320$ST0325$ST0313$ST0326$ST0327$ST0328$ST0329$ST0330$ST0315$ST0331$

STA133B ST0332$ST0333$ST0334$ST0335$ST0336$ST0318$ST0319$ST0350$ST0340$ST0341$ST0343$ST0344$ST0345$

STA133C ST0346$ST1747$ST1745$ST1083$ST1087$ST1088)

STA134 STEEL, PH126, HARNISCHFEGER CORP (USE STA000)

STA135 STEEL, PH125, HARNISCHFEGER CORP (USE STA000)

STA136 STEEL, PH127, HARNISCHFEGER CORP (USE STA000)
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STA142 STEEL, H-11 HB0160-001, TYPE 1, NORTH AMERICAN ROCKWELL CORP (USE ST0043)

STA148 STEEL, SPS-M-166, STANDARD PRESSED STEEL CO (USE STA000)

STA149 STEEL, C50T22, GENERAL ELECTRIC CO. (USE STA000)

STA150 STEEL, C50T35, GENERAL ELECTRIC CO (USE STA000)

STA152 STEEL, PWA 173, UNITED AIRCRAFT CORP (USE STA000)

STA153 STEEL, PWA 722, UNITED AIRCRAFT CORP (USE STA000)

STA156 STEEL, MIL-S-5000, COND E1 (USE ST0028$ST4340)

STA160 STEEL, QQ-S-624, COMP 4037, COND N (USE ST4037)

STA165 STEEL, QQ-S-624, COMP FS4032 (USE ST4032)

STA167 STEEL, QQ-S-633, COMP C1144, COND CSFR-CANCELED (USE ST1144)

STA168 STEEL, QQ-S-633, C1018, COND CR-CANCELED (USE ST1018)

STA173 STEEL, QQ-S-633, COMP C1024-CANCELED (USE ST1524)

STA174 STEEL, EMS 73168, GENERAL MOTORS CORP (USE STA000)

STA175 STEEL, MIL-S-5000, COND A (USE ST4340$ST0028)

STA176A STEEL, QQ-T-830 COND CD (USE ST1022$ST1025$ST1026$ST1030$ST1035$ST1040$ST1045$ST1050$ST1118$ST1137$

STA176B ST0049$ST0050$ST0046$ST0047$ST0048)

STA178 STEEL, MIL-W-52263, CLASS 303, COND B (USE ST0303)

STA179 STEEL, AMS 5596 (INVALID)

STA183A STEEL, QQ-S-634, COND ACD (USE ST1010$ST1015$ST1016$ST1018$ST1019$ST1020$ST1022$ST1025$ST1026$ST1035$

STA183B ST1040$ST1042$ST1045$ST1049$ST1050$ST1548)

STA187 STEEL, MIL-S-7420 COND E5 (USE ST0030)

STA190A STEEL, MIL-S-16974 (USE ST0500$ST0497$ST0498$ST0499$ST0494$ST0495$ST0496$ST1010$ST1015$ST1022$ST0493$

STA190B ST1030$ST1040$ST1050$ST1060$ST1080$ST1095$ST1320$ST1330$ST1335$ST1340$ST3130$ST3140$ST4130$

STA190C ST4135$ST4140$ST4145$ST4340$ST4640$ST6145$ST8615$ST8620$ST8625$ST8630$ST8635$ST8640$ST8645)

STA191 STEEL, QQ-S-633, FS1080 (USE ST1080)

STA192 STEEL, QQ-S-763, CLASS 10, COND A (USE ST0107)

STA193 STEEL, QQ-W-423, COND B (USE ST0302$ST0304$ST0305$ST0316$ST0321$ST0347)

STA195 STEEL, QQ-S-630, GRADE 1020 (USE ST1020)

STA198 STEEL, QQ-S-763, CLASS 440 (USE ST0105$ST0106$ST0107$ST0108$ST0285)

STA199 STEEL, AMS 5707 (INVALID)

STA200 STEEL, B50T1133, GENERAL ELECTRIC CO (USE STA000)

STA202 STEEL, CVA585, COND C-1, LING-TEMCO-VOUGHT INC (USE STA000)

STA203 STEEL, EMS428, GARRETT CORP (USE STA000)

STA205 STEEL, RI-187, CLASS D, MCDONNELL DOUGLAS CORP (USE STA000)

STA208 STEEL, VS1-1-6-4, SPERRY RAND CORP (USE STA000)

STA209 STEEL, VS1-1-16-5, SPERRY RAND CORP (USE STA000)

STA210 STEEL, 1-03003, GENERAL MOTORS CORP (USE STA000)

STA211 STEEL, 1E303, CATERPILLAR TRACTOR CO (USE ST1215)

STA212 STEEL, 1E306, CATERPILLAR TRACTOR CO (USE STA000)

STA213 STEEL, 1E40, CATERPILLAR TRACTOR CO (USE ST1018)

STA214 STEEL, 10205, WESTINGHOUSE AIR BRAKE CO (USE STA000)

STA218 STEEL, MIL-S-22698, TYPE 1, CLASS B (USE ST0573)

STA220 STEEL, QQ-S-640, FS 1050 (USE ST1050)

STA260 STEEL, MIL-S-6758, COND F SURFACE COND 4 (USE ST4130)

STA271 STEEL, QQ-S-763, CLASS 303, COND C (USE ST0303)

STA280 STEEL, QQ-S-766, CLASS 304, COND A, FINISH 1 (USE ST0304)

STA281 STEEL, AISI 2335 (INVALID)

STA285 STEEL, MIL-S-22698, CLASS B (USE ST0573)

STA286 STEEL, MIL-S-22698, TYPE 1, CLASS C (USE ST0574)

STA287 STEEL, AMS 5565 (USE ST0304)

STA288 STEEL-ASBESTOS, MIL-G-14243, TYPE 1 (USE ASA000$$ST1010)
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STA289A STEEL-ASBESTOS, MIL-G-14243, TYPE 3 (USE STA000$$PBA000$$SNB000$$ASA000$STA000$$SNB000$$ASA000$

STA289B ASA000$$CU0249$CU0286$CU0287$CU0288$CU0063$CU0289$CU0290$CU0291$CU0247$CU0323$

STA289C CU0248$CU0292$CU0278$CU0324$CU0326$CU0315)

STA290 STEEL, MIL-S-6721, TYPE T1 321 (USE ST0321)

STA291 STEEL, QQ-S-693, CLASS A-CANCELED (USE STA000)

STA292 STEEL, QQ-S-698, CLASS HRDG (USE STA000)

STA293 STEEL, QQ-S-698, CLASS CRDQ (USE STA000)

STA294 STEEL, QQ-S-698, CLASS HRCQ, FINISH PO (USE STA000)

STA295 STEEL, QQ-S-698, CLASS CRCQ (USE STA000)

STA296 STEEL, QQ-S-890, CLASS C (INVALID)

STA297 STEEL-ASBESTOS, MIL-G-14243, TYPE 2 (USE STA000$$PBA000$$SNB000$$ASA000$STA000$$SNB000$$ASA000)

STA298 STEEL, QQ-S-766, CLASS 304, COND A, HOT ROLLED ANNEAL (USE ST0304)

STA299 STEEL, MIL-S-23193, CLASS 1 (USE STB000)

STA300 STEEL, MIL-S-7420, COND E1 (USE ST0030)

STA302 STEEL AMS 7282 (USE STB000)

STA303 STEEL, MIL-S-5059, COMP G, COND 1/4 HARD (USE ST0302)

STA305 STEEL, QQ-S-766, CLASS 3166, COND A (USE ST0082)

STA338 STEEL, QQ-S-766, CLASS 1, COND A, FINISH 6 (USE ST0304)

STA347 STEEL, ASTM A235-55, CLASS C (USE STA000)

STA362 STEEL, QQ-S-698, HOT ROLLED, OILED (USE STA000)

STA366 STEEL, QQ-S-624, FS1040 (INVALID)

STA372 STEEL, N, 46-S-17, CLASS 1 (USE ST1115$ST1117$ST1120)

STA376 STEEL, SAE 1011 (USE ST1011)

STA383 STEEL, ASTM A296-55, GRADE CF16F (USE ST1176)

STA440 STEEL, QQ-S-624, FS4042 (USE ST4042)

STA452 STEEL, BS970 EN58M, ELLIOT BROS LTD (USE STA000)

STA456 STEEL, AMS 5640, TYPE 30303 (USE ST0303)

STA461 STEEL, QQ-S-631, COMP C1008 (USE ST1008)

STA462 STEEL, QQ-S-631, CLASS 446S (INVALID)

STA463 STEEL, QQ-S-763, CLASS 446SE (USE ST0446)

STA464 STEEL, QQ-S-637, COMP B1112, COND CD (USE ST2334)

STA466 STEEL, QQ-S-637, COND CF (USE ST2035)

STA470 STEEL, AMS 5640, TYPE 30303SE (USE ST0079)

STA471 STEEL, AMS 5613, TYPE 51410 (USE ST0410)

STA477 STEEL, MIL-S-6758, COMP 4130, COND F4 (USE ST4130)

STA491 STEEL, QQ-S-634, COND CF-CANCELED (USE ST7539)

STA496 STEEL, QQ-S-634, COMP 1020, COND CF-CANCELED (USE ST1020)

STA497 STEEL, 375, JOSEPH T RYERSON AND SON INC (USE STA000)

STA499 STEEL, MIL-S-6857, COMP 4140, COND D1 (USE ST4140)

STA505 STEEL, QQ-S-624, FS4340 (USE ST4340)

STA515 STEEL, MIL-S-5000, E4340, COND D4 (USE ST0028)

STA521 STEEL, QQ-S-633, COMP C1010, COND CF-CANCELED (USE ST3548)

STA527 STEEL, QQ-W-474, COMP D-CANCELED (USE STA000)

STA528 STEEL, QQ-W-474, COMP E-CANCELED (USE STA000)

STA529 STEEL, QQ-W-474, COMP F-CANCELED (USE STA000)

STA530 STEEL, QQ-W-470, COMP A (USE ST0668)

STA532 STEEL, JAN-S-1160, NO. 2-CANCELED (USE ST1060)

STA533 STEEL, JAN-S-1160, NO. 3-CANCELED (USE ST1065)

STA534 STEEL, JAN-S-640, WD1095-CANCELED (USE ST1095)

STA536 STEEL, JAN-S-633, COMP FS1055-CANCELED (USE ST1055)

STA538 STEEL, MIL-W-17481, COMP 302, COND A-CANCELED (USE ST0302)

STA539 STEEL, QQ-W-461, COMP 1010, ANNEALED, FINISH 4 (USE ST1010)

STA544 STEEL, QQ-S-640, COMP FS1009, TEMPER 4-CANCELED (USE ST1009)
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STA545 STEEL, QQ-S-640, COMP FS1009, TEMPER 5-CANCELED (USE ST1009)

STA546 STEEL, MIL-S-7952, COND C4 (USE ST1020$$ST1025)

STA547 STEEL, ASTM A240-61T, TYPE 304 (USE ST0304)

STA556 STEEL, QQ-S-624, FS4620 (USE ST4620)

STA573 STEEL, SAE J403 (USE STA000)

STA597 STEEL, AMS 2640 (INVALID)

STA600 STEEL, AMS 5112, COMP 1074 (INVALID)

STA601 STEEL, ASTM A228 (USE ST0668)

STA602 STEEL, ASTM A228-63 (USE ST0668)

STA606 STEEL, ASTM A227 (USE ST1341)

STA611 STEEL, SAE J403, COMP 1090 (USE ST1090)

STA615 STEEL, AMS 7301, SAE 6150 (USE ST6150)

STA616 STEEL, SAE 1066 (USE ST1566)

STA621 STEEL, ASTM A229-56, COMP A (USE ST0627)

STA623 STEEL, AMS 5673, COND C, TYPE 17-7PH (USE ST0631)

STA626 STEEL, QQ-W-423, COMP FS302 (USE ST0302)

STA628 STEEL, QQ-W-423, FORM 1, COMP 305, COND B (USE ST0305)

STA651 STEEL, QQ-S-624, FS8630 (USE ST8630)

STA652 STEEL, QQ-S-624, FS4130 (USE ST4130)

STA654 STEEL, QQ-W-423, FORM 1, COMP FS302, COND B (USE ST0302)

STA656 STEEL, QQ-W-423, FORM 1, COMP FS316, COND B (USE ST0316)

STA659 STEEL, AMS 7301 (USE ST6150)

STA682 STEEL, QQ-W-423, FORM 1, COMP FS304, COND B (USE ST0304)

STA684 STEEL, QQ-W-423, FORM 1, COMP FS302 (USE ST0302)

STA685 STEEL, AMS 5699 (USE NL0007)

STA687 STEEL, AMS 5673, COMP 17-7PH (USE ST0631)

STA688 STEEL, AMS HMX5688 (USE ST0302)

STA689 STEEL, ASTM A229-63T (USE ST1065$ST0627)

STA692 STEEL, AMS 5688, COMP 30302, SPRING TEMPER (USE ST0302)

STA695 STEEL, MIL-T-6732, TYPE 1 (USE ST8630)

STA696 STEEL, AMS 5698, TEMPER 1 (USE NL0007)

STA699 STEEL, SAE J404, COMP 9254 (USE ST9254)

STA700 STEEL, SAE J403, COMP 1060 (USE ST1060)

STA704 STEEL, SAE J403, COMP 1085 (USE ST1085)

STA711 STEEL, QQ-S-633, FSC1020-CANCELED (USE ST1020)

STA713 STEEL, QQ-S-633, FSC1018-CANCELED (USE ST1018)

STA717 STEEL, SAE 1065, SPRING TEMPER (USE ST1065)

STA725 STEEL, ASTM A229-63T, COMP A (USE ST1065$ST0627)

STA727 STEEL, AMS 5673, COND CH900 (USE ST0631)

STA729 STEEL, ASTM A227-47 (USE ST1341)

STA730 STEEL, AMS 6450, COMP 6150 (USE ST6150)

STA734 STEEL, ASTM A229 (USE ST1065$ST0627)

STA736 STEEL, ASTM A228-68 (USE ST0668)

STA742 STEEL, MIL-T-6845, TYPE 304, COND N (USE ST0304)

STA743 STEEL, MIL-T-20157, TYPE E (USE STA000)

STA796 STEEL, BS S527 (USE STA000)

STA802 STEEL, 1E58, CATERPILLAR TRACTOR CO (USE ST0667$ST0627)

STA818 STEEL, ASTM A167-63, TYPE 302 (USE ST0302)

STA819 STEEL, ASTM A167-63, TYPE 304 (USE ST0304)

STA825 STEEL, AMS 5673, COND C, TYPE 17-4PH (USE ST0631)

STA827 STEEL, QQ-W-423, FORM 1, COMP 304, COND B (USE ST0304)

STA841 STEEL, AISI C1066 (USE ST1566)

STA846 STEEL, AMS 5688, COMP 302 (USE ST0302)
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STA847 STEEL, ASTM A227-41 (USE ST1341)

STA848 STEEL, ASTM A229-41 (USE ST1065$ST0627)

STA849 STEEL, ASTM A229-41, COMP A (USE ST0627)

STA850 STEEL, ASTM A229-41, COMP B (USE ST1065)

STA853 STEEL, SAE 302, TYPE 18-8 (USE ST0302)

STA854 STEEL, AISI C1080 (USE ST1080)

STA870 STEEL, AMS 5673, SPRING TEMPER (USE ST0631)

STA871 STEEL, AMS 4720 (USE CU0103)

STA872 STEEL, AMS 5688, COMP FS302 (USE ST0302)

STA876 STEEL, ASTM A227-64, CLASS 2 (USE ST1341)

STA881 STEEL, GM58M, GENERAL MOTORS CORP (USE STA000)

STA899 STEEL, QQ-W-423, FORM 1, COMP FS316 (USE ST0316)

STA913 STEEL, SAE J404, COMP 6150 (USE ST6150)

STA916 STEEL, QQ-S-624, FS8650-CANCELED (USE ST8650)

STA917 STEEL, QQ-S-624, FS8750-CANCELED (USE ST8750)

STA918 STEEL, QQ-S-624, FS8653-CANCELED (USE ST8653)

STA928 STEEL, SAE J405, COMP 30302 (USE ST0302)

STA935 STEEL, SAE 302 (USE ST0302)

STA939 STEEL, JAN-S-1160, COMP 2-CANCELED (USE ST1060)

STA940 STEEL, JAN-S-1160, COMP 3-CANCELED (USE ST1065)

STA943 STEEL, AISI C1144 (USE ST1144)

STAA00 WROUGHT STEEL (NOT OTHERWISE SPECIFIED) (USE STA000)

STAAA0 PRESSED STEEL (NOT OTHERWISE SPECIFIED) (USE STA000)

STAAAE STEEL, STAINLESS, NONMAGNETIC (NOT OTHERWISE SPECIFIED) (USE STB000)

STAAAY STEEL, CHROME-VANADIUM (USE STA000)

STAAAZ STEEL, CHROMIUM-MOLYBDENUM (NOT OTHERWISE SPECIFIED) (USE STA000)

STAABF STEEL, CHROME ALLOY (NOT OTHERWISE SPECIFIED) (USE STA000)

STAABG STEEL, HEAT TREATED (NOT OTHERWISE SPECIFIED) (USE STA000)

STAABH STEEL, NICKEL ALLOY (USE STA000)

STAABJ STEEL, ZINC COATED (USE STA000)

STAABL STEEL, ASPHALT COATED (USE STA000)

STAABM STEEL, ANNEALED (USE STA000)

STAABP STEEL, NONMAGNETIC (NOT OTHERWISE SPECIFIED) (USE STB000)

STAABQ PLOW STEEL, EXTRA IMPROVED (NOT OTHERWISE SPECIFIED) (USE STAABQ)

STAAC0 CHROME-STEEL (USE STA000)

STAAE0 STEEL, CORROSION RESISTING, HARDENED (NOT OTHERWISE SPECIFIED) (USE STB000)

STAAG0 STEEL, HARDENED (USE STA000)

STAAS0 STEEL, TIN PLATED (NOT OTHERWISE SPECIFIED) (USE STA000$$SNA000)

STAD00 STEEL, FORGED (NOT OTHERWISE SPECIFIED) (USE STA000)

STAE00 STEEL, NICKEL-PLATED, FORGED (NOT OTHERWISE SPECIFIED) (USE STA000$$NLA000)

STAF00 STEEL, CARBIDE (NOT OTHERWISE SPECIFIED) (USE STA000)

STAG00 STEEL, NITRALLY (NOT OTHERWISE SPECIFIED) (USE STA000)

STAJ00 STEEL, HARDENED, COLD ROLLED (USE STA000)

STAM00 STEEL, CRES. AUSTENITIC SERIES (NOT OTHERWISE SPECIFIED) (USE STB000)

STAS00 STEEL, CHROME-NICKEL-MOLYBDENUM (NOT OTHERWISE SPECIFIED) /D/ (USE ST4340)

STAT00 STEEL, COMMERCIAL (NOT OTHERWISE SPECIFIED) (USE STA000)

STAX00 CHROME MOLYBDENUM STEEL (NOT OTHERWISE SPECIFIED) (USE STA000)

STB000 STEEL, CORROSION RESISTING (NOT OTHERWISE SPECIFIED) (USE STB000)

STB005 STEEL, AISI C1078 (USE ST1078)

STB018 STEEL, AMS 5644, COND C (USE ST0631)

STB024 STEEL, SAE 6150, OIL TEMPERED (USE ST6150)

STB029 STEEL, SAE 6150, ANNEALED (USE ST6150)

STB042 STEEL, QQ-S-633, COMP C1042-CANCELED (USE ST1042)
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STB066 STEEL, AMS 6407 (USE ST0606)

STB069 STEEL, AISI C1041 (USE ST1541)

STB076 STEEL, QQ-S-633, COMP C1023-CANCELED (USE ST1023)

STB077 STEEL, QQ-S-633, COMP C1026 (USE ST1026)

STB078 STEEL, QQ-S-633, COMP C1027-CANCELED (USE ST1527)

STB079 STEEL, QQ-S-633, COMP C1029-CANCELED (USE ST1029)

STB080 STEEL, QQ-S-633, FS1021-CANCELED (USE ST1021)

STB083 STEEL, QQ-S-633, COMP C1017-CANCELED (USE ST1017)

STB084 STEEL, QQ-S-633, FS1019-CANCELED (USE ST1019)

STB095 STEEL, QQ-W-474, FS1095-CANCELED (USE STA000)

STB104 STEEL, QQ-S-624, FS4150-CANCELED (USE ST4150)

STB105 STEEL, QQ-S-624, FS1340 (USE ST1340)

STB107 STEEL, QQ-S-624, FS3140 (USE ST3140)

STB116 STEEL, HS279, COND H1075 UNITED AIRCRAFT CORP, HAMILTON STANDARD DIV (USE ST0630)

STB117 STEEL, HS279, UNITED AIRCRAFT CORP, HAMILTON STANDARD DIV (USE ST0630)

STB119 STEEL, HS279, TYPE 1, UNITED AIRCRAFT CORP, HAMILTON STANDARD DIV (USE ST0630)

STB125 STEEL, QQ-S-624, FS8640 (USE ST8640)

STB132 STEEL, AMS 5638, COMP 30302 (USE ST0302)

STB134 STEEL, ASTM A229-64 (USE ST1065$ST0627)

STB137 STEEL, ASTM A228-47 (USE ST0668)

STB140 STEEL, AISI 302, HARD DRAWN, SPRING TEMPER (USE ST0302)

STB142 STEEL, SAE X1112 (USE ST1212)

STB144 STEEL, SAE J770, COMP 9254 (USE ST9254)

STB167 STEEL, QQ-W-412, COMP 2, TYPE 2, COND A (USE STA000)

STB170 STEEL, MIL-S-7720, COMP 302, COND AD (USE ST0302)

STB211 STEEL, QQ-S-633, FS1043-CANCELED (USE ST1043)

STB220 STEEL, MIL-T-8506, COMP 304, COND A (USE ST0304)

STB222 STEEL, MIL-S-7720, COMP 303S, COND AD (USE ST0303)

STB223 STEEL, QQ-S-633, FS1020 COND CF-CANCELED (USE ST1020)

STB226 STEEL, QQ-S-624, FS8630H (USE ST0139)

STB229 STEEL, QQ-S-633, COMP C1040, COND CF-CANCELED (USE ST1040)

STB231 STEEL, QQ-S-633, COMP 1011-CANCELED (USE ST1011)

STB233 STEEL, QQ-S-633, COMP 1015-CANCELED (USE ST1015)

STB264 STEEL, QQ-S-624, FS4140H (USE ST0093)

STB270 STEEL, QQ-S-633, COMP C1011-CANCELED (USE ST1011)

STB271 STEEL, QQ-S-633, COMP C1012-CANCELED (USE ST1012)

STB274 STEEL, QQ-S-633, FS1112-CANCELED (USE ST1212)

STB275 STEEL, QQ-S-633, FS1113 (USE ST1213)

STB279 STEEL, QQ-S-624, FS4615 (USE ST4615)

STB280 STEEL, QQ-S-624, FS4135H (USE ST0091)

STB281 STEEL, QQ-S-624, FS5135 (USE ST5135)

STB288 STEEL, QQ-S-633, COMP C1011, COND CF-CANCELED (USE ST1011)

STB289 STEEL, QQ-S-633, COMP C1012, COND CF-CANCELED (USE ST1012)

STB290 STEEL, QQ-S-633, COMP C1015, COND CF-CANCELED (USE ST1015)

STB291 STEEL, QQ-S-633, COMP C1016, COND CF-CANCELED (USE ST1016)

STB292 STEEL, QQ-S-633, COMP C1017, COND CF-CANCELED (USE ST1017)

STB293 STEEL, QQ-S-633, COMP C1019, COND CF-CANCELED (USE ST1019)

STB301 STEEL, QQ-S-624, FS8740 (USE ST8740)

STB316 STEEL, AMS 5673, TYPE 1, CLASS 2 (USE ST0631)

STB317 STEEL, AMS 5673, COND CH (USE ST0631)

STB318 STEEL, AMS 5640, TYPE 1 (USE ST0303)

STB319 STEEL, ASTM A229-68 (USE ST1065$ST0627)

STB322 STEEL, AISI C1085 (USE ST1085)
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STB324 STEE, SAE 92544, ANNEALED (USE ST9254)

STB325 STEEL, SAE 9254, SPRING TEMPERED (USE ST9254)

STB326 STEEL, SAE 1019, HT (USE ST1019)

STB327 STEEL, AISI C1064 (USE ST1064)

STB328 STEEL, AISI 302, COND B (USE ST0302)

STB329 STEEL, SAE 30302, COND B (USE ST0302)

STB334 STEEL, N, 46-S-17, CLASS 2 (USE ST1211$ST1212)

STB459 STEEL, ASTM A227-68, (USE ST1341)

STB460 STEEL, AMS 5673, COND H900 (USE ST0631)

STB461 STEEL, AMS 5112, COMP 30347 (INVALID)

STB465 STEEL, AISI C1072 (USE ST1572)

STB467 STEEL, AISI E6150 (USE ST1901)

STB469 STEEL, SAE J403, COMP 1095 (USE ST1095)

STB470 STEEL, SAE J404, COMP 5150 (USE ST5150)

STB477 STEEL, JAN-S-1160, GRADE 1, TYPE B, MATERIAL 7-CANCELED (USE STA000)

STB483 STEEL, ASTM A27 GRADE 60-30 (USE ST0555)

STB484 STEEL, W/RUBBER, RPD, TEXTRON INC, FAFNIR BEARING CO DIV (USE STA000$$RCB000)

STB504 STEEL, MIL-S-5059, COMP 302, COND 1/4 HARD, FINISH NO. 2B (USE ST0302)

STB509 STEEL, AISI 302, TEMPER HARD (USE ST0302)

STB551 STEEL, QQ-S-763, CLASS 310, COND A (USE ST0310)

STB558 STEEL, QQ-S-766, CLASS 302, COND A, FINISH NO 2B (USE ST0302)

STB577A STEEL, CORROSION RESISTING, 6863, HONEYWELL INC, GOVERNMENT AND AERONAUTICAL PRODUCTS DIV

STB577B (USE STA000)

STB592 STEEL, QQ-W-409, GROUP 1 (USE ST1006$ST1008$ST1010$ST1012)

STB593 STEEL, QQ-W-409, GROUP 2 (USE ST1013$ST1015$ST1016$ST1017$ST1018$ST1019$ST1020$ST1022)

STB598 STEEL, MIL-S-18729, COND H (USE ST4130)

STB607 STEEL, QQ-S-624, COMP FS3130 (USE ST3130)

STB612 STEEL, QQ-S-631, COMP 1065-CANCELED (USE ST1065)

STB617 STEEL, QQ-W-412, COMP 2, TYPE 2, COND A (USE STA000)

STB623 STEEL, QQ-S-698, COMP 1020, COND CRCQ (USE STA000)

STB627 STEEL, QQ-S-698, COND CRCQ, TEMPER 2 (USE STA000)

STB628 STEEL, QQ-S-698, COMP 1095 (USE ST1095)

STB629 STEEL, QQ-S-698, TEMPER 1 (USE STA000)

STB630 STEEL, QQ-S-698, CLASS HRCQ, FINISH AR (USE STA000)

STB631 STEEL, QQ-S-698, TEMPER 4, FINISH 2 (USE STA000)

STB636 STEEL, QQ-S-766, CLASS 410, FINISH NO. 1 (USE ST0410)

STB640 STEEL, QQ-T-830, COMP MT1015, COND HR (USE ST0047)

STB646 STEEL, QQ-S-766, CLASS 304, FINISH NO. 2B (USE ST0304)

STB665 STEEL, SAE X1315 (USE ST1315)

STB678 STEEL, SAE 5610 (USE STA000)

STB702 STEEL, S.80, BRITISH STANDARDS INST (USE STA000)

STB709 STEEL, A, 57-136, WD1010 (USE STA000)

STB714 STEEL, AMS 5010, COMP 1112 (USE ST1212)

STB731 STEEL, AMS 6320, COMP 8735 (USE ST8735)

STB732 STEEL, AMS 6322, COMP 8740 (USE ST8740)

STB733 STEEL, AMS 6350, COMP 4130 (USE ST4130)

STB736 STEEL, AMS 6381, COMP 4140 (USE ST4140)

STB740 STEEL, ASTM A575 (USE STA000)

STB744 STEEL, ASTM A569 (USE STA000)

STB745 STEEL, ASTM A415 (USE STA000)

STB770 STEEL, QQ-S-698, TEMPER 5 (USE STA000)

STB771 STEEL, AISI 301, TEMPER HARD (USE ST0301)

STB772 STEEL, AISI 9262 (USE ST9262)
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STB773 STEEL, AISI C1074 (USE ST1074)

STB777 STEEL, SAE E1090 (USE ST1090)

STB779 STEEL, AMS 5673, COND CD (USE ST0631)

STB789 STEEL, QQ-S-634, COMP 1010, COND CF-CANCELED (USE ST1010)

STB790 STEEL, QQ-S-634, COMP 1015, COND CF-CANCELED (USE ST1015)

STB792 STEEL, QQ-S-634, COMP 1016, COND CF-CANCELED (USE ST1016)

STB794 STEEL, QQ-S-634, COMP 1019, COND CF-CANCELED (USE ST1019)

STB798 STEEL, QQ-S-634, COMP 1022, COND CF-CANCELED (USE ST1022)

STB800 STEEL, QQ-S-634, COMP 1025, COND CF-CANCELED (USE ST1025)

STB802 STEEL, MIL-S-13048, COMP 4130-CANCELED (USE ST4130)

STB821 STEEL, MIL-S-5059, COND HARD (USE ST0301$ST0302$ST0304$ST0316)

STB824 STEEL, QQ-W-461, COMP 1006, FINISH 1 (USE ST1006)

STB825 STEEL, QQ-W-461, COMP 1008, FINISH 1 (USE ST1006)

STB826 STEEL, QQ-W-461, COMP 1010, FINISH 1 (USE ST1010)

STB827 STEEL, QQ-W-461, COMP 1015, FINISH 1 (USE ST1015)

STB828 STEEL, QQ-W-461, COMP 1018, FINISH 1 (USE ST1018)

STB829 STEEL, QQ-W-461, COMP 1020, FINISH 1 (USE ST1020)

STB830 STEEL, QQ-W-423, FORM 1, COMP 410, COND A (USE ST0410)

STB831 STEEL, QQ-W-461, FORM 1, GRADE FS1020, FINISH 1 (USE ST1020)

STB832 STEEL, QQ-W-461, FORM 1, GRADE FS1010, FINISH 1 (USE ST1010)

STB835 STEEL, QQ-S-764, COMP 303, COND A (USE ST0303)

STB837 STEEL, MIL-S-17759 (USE STB000)

STB839 STEEL, MIL-T-3520, COMP 1015 (USE ST1015)

STB841 STEEL, MIL-T-6736, COMP 4130, COND N (USE ST4130)

STB842 STEEL, MIL-S-7493, COMP A4617 (USE ST4617)

STB844 STEEL, AMS 5640, 303 (USE ST0079)

STB845 STEEL, AMS 5643, COND A (USE ST0630)

STB848 STEEL, AMS 5613, COMP 30304 (INVALID)

STB850 STEEL, SAE J403, COMP 1008 (USE ST1008)

STB905 STEEL, MIL-S-13048 COMP 8630-CANCELED (USE ST8630)

STB923 STEEL, AISI 4068 (USE ST4068)

STB934 STEEL, QQ-S-763, COND B (USE STA000)

STB946 STEEL, QQ-S-624, COMP 4140, COND CF (USE ST4140)

STB947 STEEL, QQ-S-624, COMP 4142, COND CF-CANCELED (USE ST4142)

STB950 STEEL, MIL-S-6721, COMP CB-TA (USE ST0347)

STB953 STEEL, MIL-C-27536 (USE FE0019)

STB955 STEEL, A-286, CARPENTER TECHNOLOGY CORP, STEEL DIV (USE FE0019)

STB958 STEEL, MIL-S-5059, COMP 304, 1/2 HARD (USE ST0304)

STB979 STEEL, QQ-S-635, FS1020 (USE ST1020)

STB987 STEEL, QQ-S-624, FS1335 (USE ST1335)

STB988 STEEL, QQ-S-624, COMP 4140 COND CD-CANCELED (USE ST4140)

STB990 STEEL, QQ-S-635, FS1035 (USE ST1035)

STC000 STEEL, COLD ROLLED (NOT OTHERWISE SPECIFIED) (USE STA000)

STC006 STEEL, MIL-S-13281, CLASS B (USE STA000)

STC007 STEEL, QQ-S-698, COND CRPQ (USE STA000)

STC010 STEEL, QQ-S-698, COND CRCQ, TEMPER 3 (USE STA000)

STC021 STEEL, AISI 301, 1/2 HARD (USE ST0301)

STC022 STEEL, QQ-W-423, FORM 1, COMP FS304 (USE ST0304)

STC023 STEEL, QQ-S-634, COMP 1040, COND CD-CANCELED (USE ST1040)

STC024 STEEL, QQ-S-634, COMP 1042, COND CF-CANCELED (USE ST1040)

STC025 STEEL, QQ-S-634, COMP 1045, COND CD-CANCELED (USE ST1045)

STC026 STEEL, QQ-S-634, COMP 1046, COND CD-CANCELED (USE ST1046)

STC027 STEEL, QQ-S-634, COMP 1048, COND CD-CANCELED (USE ST1548)
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STC029 STEEL, QQ-S-634, COMP 1040, COND CD-CANCELED (USE ST1050)

STC030 STEEL, QQ-S-634, COMP 1040, COND CF-CANCELED (USE ST1040)

STC031 STEEL, QQ-S-634, COMP 1045, COND CF-CANCELED (USE ST1045)

STC032 STEEL, QQ-S-634, COMP 1046, COND CF-CANCELED (USE ST1046)

STC033 STEEL, QQ-S-634, COMP 1048, COND CF-CANCELED (USE ST1548)

STC034 STEEL, QQ-S-634, COMP 1049, COND CF-CANCELED (USE ST1049)

STC035 STEEL, QQ-S-634, COMP 1050, COND CF-CANCELED (USE ST1050)

STC036 STEEL, QQ-S-624, COMP 4142, COND CD-CANCELED (USE ST4142)

STC037 STEEL, QQ-S-624, COMP 4145, COND CD-CANCELED (USE ST4145)

STC038 STEEL, QQ-S-624, COMP 4147, COND CD-CANCELED (USE ST4147)

STC039 STEEL, QQ-S-624, COMP 4150, COND CD-CANCELED (USE ST4150)

STC040 STEEL, QQ-S-624, COMP 4145, COND CF-CANCELED (USE ST4145)

STC041 STEEL, QQ-S-624, COMP 4147, COND CF-CANCELED (USE ST4147)

STC042 STEEL, QQ-S-624, COMP 4150, COND CF-CANCELED (USE ST4150)

STC043 STEEL, QQ-S-634, COMP 1010, COND ACD-CANCELED (USE ST1010)

STC044 STEEL, QQ-S-634, COMP 1015, COND ACD-CANCELED (USE ST1015)

STC045 STEEL, QQ-S-634, COMP 1016, COND ACD-CANCELED (USE ST1016)

STC046 STEEL, QQ-S-634, COMP 1018, COND ACD-CANCELED (USE ST1018)

STC047 STEEL, QQ-S-634, COMP 1019, COND ACD-CANCELED (USE ST1019)

STC048 STEEL, MIL-S-22216, COMP IC-302 (USE ST1768)

STC082 STEEL, QQ-S-766, CLASS 304, COND A, FINISH 2D (USE ST0304)

STC095 STEEL, AMS 5024, COMP 1137 (USE ST1137)

STC096 STEEL, AMS 5022, COMP 1117 (USE ST1117)

STC097 STEEL, AMS 5069, COMP 1018 (USE ST1018)

STC098 STEEL, AMS 5070, COMP 1022 (USE ST1022)

STC099 STEEL, AMS 5637, COMP 30302 (USE ST0302)

STC100 STEEL, AMS 6370, COMP 4130 (USE ST4130)

STC101 STEEL, MIL-S-6758, COND A2 (USE ST4130)

STC102 STEEL, MIL-S-7720, COMP 302, COND AF (USE ST0302)

STC103 STEEL, MIL-S-7720, COMP 303S COND AD (INVALID)

STC104 STEEL, MIL-S-7720, COMP 303S COND D (USE ST0303)

STC105 STEEL, MIL-S-7720, COMP 303SE COND D (USE ST0079)

STC106 STEEL, MIL-S-20166, TYPE U, GRADE HT (USE ST1788)

STC107 STEEL, AS-67, GENERAL TIRE AND RUBBER CO (USE STA000)

STC108 STEEL, AS-77, GENERAL TIRE AND RUBBER CO (USE STA000)

STC109 STEEL, DTD 734, LUCAS AEROSPACE LTD (USE STA000)

STC110 STEEL, AS508, AUTO SPECIALTIES MFG CO (USE STA000)

STC111 STEEL, AS508, GENERAL TIRE AND RUBBER CO (USE STA000)

STC112 STEEL, QQ-S-624, FS4142H, COND HR-CANCELED (USE ST0094)

STC113 STEEL, QQ-S-624, FS4147H, COND HR-CANCELED (USE ST0096)

STC114 STEEL, QQ-S-624, FS4150H, COND HR-CANCELED (USE ST0097)

STC115 STEEL, QQ-S-624, COND QTCF-CANCELED (USE STA000)

STC116 STEEL, QQ-S-631, COMP 1018, COND AR-CANCELED (USE ST1018)

STC120 STEEL, QQ-S-637, COMP 1117, COND ACD (USE ST1117)

STC124 STEEL, QQ-S-763, CLASS 416, COND ACF (USE ST0416)

STC125 STEEL, QQ-S-763, CLASS 416SE, COND ACF (USE ST0099)

STC137 STEEL, QQ-S-698, COND CR, TEMPER 1 (USE STA000)

STC140 STEEL, MS10.3, SUNDSTRAND CORP (USE STA000)

STC154 STEEL, MIL-S-13048, COMP 1026 (INVALID)

STC155 STEEL, MIL-S-13048, COMP 1027 (INVALID)

STC156 STEEL, MIL-S-13048, COMP 1029 (INVALID)

STC161 STEEL, QQ-S-698, COND CR, TEMPER 3 (USE STA000)

STC189 STEEL, QQ-S-698, COMP 1009, TEMPER 2 (USE STA000)
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STC193 STEEL, QQ-S-698, COMP 1025 (USE ST1025)

STC196 STEEL, QQ-S-698, COMP 1022 (USE ST1022)

STC303 STEEL, VS1-1-7-19, SPERRY RAND CORP (USE STA000)

STC315 STEEL, 1E357, CATERPILLER TRACTOR CO (USE STA000)

STC343 STEEL, E30905-5, GRADE A, THE BENDIX CORP (USE STA000)

STC354 STEEL, MIL-S-5059, COMP 316, COND ANNEALED (USE ST0316)

STC357 STEEL, AISI C1090 (USE ST1090)

STC363 STEEL, A-286, E I DUPONT DE NEMOURS AND CO INC (USE FE0019)

STC382 STEEL, QQ-S-640, FS1025-CANCELED (USE ST1025)

STC392 STEEL, MIL-S-5059, COMP 302, FINISH 2B (USE ST0302)

STC401 STEEL, QQ-S-624, FS2317 (USE ST2317)

STC403 STEEL, QQ-W-405, COMP 1017 (USE ST1017)

STC404 STEEL, QQ-W-405, COMP 1019 (USE ST1019)

STC405 STEEL, QQ-W-405, COMP 1020 (USE ST1020)

STC406 STEEL, QQ-W-405, COMP 1022 (USE ST1022)

STC407 STEEL, QQ-W-405, COMP 1024 (USE ST1524)

STC408 STEEL, QQ-W-405, COMP 1025 (USE ST1025)

STC409 STEEL, QQ-W-409, GROUP 1, COMP 1008, TYPE 3 (USE ST1008)

STC421 STEEL, QQ-S-698, COMP 1009, CRCQ (USE STA000)

STC424 STEEL, QQ-S-700, COMP 1080 (USE ST1080)

STC431 STEEL, M-573 MP35N, STANDARD PRESSED STEEL CO (USE CT0016)

STC432 STEEL, FED STD 66, COMP C1005 (USE ST1005)

STC433 STEEL, FED STD 66, COMP C1075 (USE ST1075)

STC448 STEEL, MIL-S-5059, COMP 302, COND ANNEALED, FINISH 2D (USE ST0302)

STC454 STEEL, QQ-S-624, COMP FS4037H-CANCELED /D/ (USE ST0085)

STC459 STEEL, QQ-S-624, FS3120H-CANCELED /D/ (USE ST0522)

STC460 STEEL, QQ-S-624, FS4035-CANCELED /D/ (INVALID)

STC461 STEEL, QQ-S-624, FS4037-CANCELED /D/ (USE ST4037)

STC462 STEEL, QQ-S-624, FS4047-CANCELED /D/ (USE ST4047)

STC464 STEEL, QQ-S-624, FS8635-CANCELED /D/ (USE ST8635)

STC465 STEEL, MIL-S-7720, COMP 303S, COND BD (INVALID)

STC474 STEEL, MIL-T-3520, COMP 1020 (USE ST1020)

STC475 STEEL, MIL-T-3520, TYPE 1 (USE ST1010$ST1015$ST1020$ST1025)

STC478 STEEL, MIL-T-5066, TYPE 1 (USE ST1025)

STC479 STEEL, MIL-T-5066, TYPE 2, COND B (USE ST1025)

STC486 STEEL, MIL-T-20157 (USE STA000)

STC487 STEEL, MIL-T-20160 (USE STA000)

STC492 STEEL, AN-S-771, GRADE FMS, COND A (USE ST0303)

STC504 STEEL, QQ-S-763, CLASS 416 COND A /D/ (USE ST0416)

STC506 STEEL, QQ-S-637, COMP 1113 (INVALID)

STC512A STEEL, MIL-W-52263-CANCELED /D/ (USE ST0159$ST0303$ST0079$ST0165$ST0158$ST1057$ST0166$ST0416$

STC512B ST0099$ST0255$ST0101$ST0172)

STC517 STEEL, MIL-S-8695, COND G-CANCELED (USE ST4037)

STC519 STEEL, MIL-S-24287 (USE STA000)

STC520 STEEL, MIL-S-24287, CLASS 3 (USE STA000)

STC521 STEEL, MIL-S-7493 COND 4 (USE ST4615$ST4617$ST4620)

STC523 STEEL, MIL-S-24287, CLASS 2 (USE STA000)

STC527 STEEL, AISI 3135H /D/ (USE ST0461)

STC528 STEEL, AISI 4640 (USE ST4640)

STC530A STEEL, ASTM A193-55 /D/ (USE ST0304$ST0316$ST0321$ST0347$ST0410$ST4140$ST4142$ST4145$ST0501$

STC530B ST1057$ST0653)

STC531 STEEL, ASTM, A193-49T GRADE B7 /D/ (USE ST4140$ST4142$ST4145)

STC532 STEEL, ASTM A193-58T, GRADE B14 /D/ (INVALID)
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STC534A STEEL, ASTM A193-62T /D/ (USE ST0501$ST0410$ST4140$ST4142$ST4145$ST0304$ST0321$ST0347$ST0316$

STC534B ST1057$ST0653)

STC535 STEEL, SAE 303 (USE ST0303)

STC536 STEEL, SAE 5046 (USE ST5046)

STC537 STEEL, SAE J403, COMP 1112 /D/ (USE ST1212)

STC538 STEEL, QQ-S-624, FSB730-CANCELED /D/ (INVALID)

STC539 STEEL, ASTM A193-58T, GRADE B8 /D/ (USE ST0304)

STC540 STEEL, ASTM A193-58T, GRADE B8F /D/ (INVALID)

STC541 STEEL, EMS 85000 DETROIT DIESEL ALLISON DIV OF GENERAL MOTORS CORP (USE STA000)

STC542 STEEL, EMS 85030 DETROIT DIESEL ALLISON DIV OF GENERAL MOTORS CORP (USE STA000)

STC543 STEEL, EMS 85010 DETROIT DIESEL ALLISON DIV OF GENERAL MOTORS CORP (USE STA000)

STC544 STEEL, S62, ALLIED LEAD INC (USE STA000)

STC545 STEEL, 18-8, PENN ENGINEERING AND MFG CO (USE STB000)

STC546 STEEL, B-75E, GENERAL ELECTRIC CO, DIRECT CURRENT MOTOR AND GENERATOR PRODUCTS DEPT (USE STA000)

STC547 STEEL, A-31, TYPE 1, INTERNATIONAL HARVESTER CO (USE STA000)

STC549 STEEL, A-354, GRADE BD, AMERICAN SOCIETY FOR TESTING MATERIALS (USE ST0613)

STC550 STEEL, 8276304, AMERICAN SOCIETY FOR TESTING MATERIALS (USE STA000)

STC551 STEEL, B-14, GRADE 6, NORTH AMERICAN ROCKWELL CORP, TRANSMISSION AND AXEL DIV (USE STA000)

STC552 STEEL, BSOT14C, GENERAL ELECTRIC CO AIRCRATE ENGINE BUSINESS GROUP (USE STA000)

STC554 STEEL, 850117B, GENERAL ELECTRIC CO, AIRCRAFT ENGINE BUSINESS GROUP (USE STA000)

STC557 STEEL, B5017B GENERAL ELECTRIC CO, AIRCRAFT ENGINE BUSINESS GROUP (USE STA000)

STC558 STEEL, C50AM400, B16 GENERAL ELECTRIC CO, MARINE TURBINE AND GEAR DEPT (USE STA000)

STC559 STEEL, E-148 BENDIX CORP, ELECTRIC POWER DIV (USE STA000)

STC561 STEEL, EMS 85050, GENERAL MOTORS CORP (USE STA000)

STC562 STEEL, EMS 85060, GENERAL MOTORS CORP (USE STA000)

STC564 STEEL, MPD 10957, TYPE 3, ARMY MISSILE COMMAND (USE STA000)

STC565 STEEL, MPRI CLASS 4140 GRADE MP, NAVAL AIR ENGINEERING CENTER (USE ST4140)

STC566 STEEL, MS395, J.I. CASE CO (USE STA000)

STC567 STEEL, PM6010, BORG-WARNER CORP (USE STA000)

STC568 STEEL, PM6011, BORG-WARNER CORP (USE STA000)

STC569 STEEL, PWA934, UNITED AIRCRAFT CORP (USE STA000)

STC570 STEEL, PWA824, UNITED AIRCRAFT CORP (USE STA000)

STC571 STEEL, 1E121, CATERPILLAR TRACTOR CO (USE ST0503)

STC572 STEEL, TYPE E1112-1, THE BENDIX CORP (USE STA000)

STC573 STEEL, VS1-4-2-9, SPERRY RAND CORP (USE STA000)

STC574 STEEL, W A D 7822, CURTIS-WRIGHT CORP (USE STA000)

STC575 STEEL, 1E1CF, CATERPILLAR TRACTOR CO (USE STA000)

STC576 STEEL, 1E1, CATERPILLAR TRACTOR CO (USE STA000)

STC577 STEEL, 1E121 CF, CATERPILLAR TRACTOR CO (USE ST0503)

STC578 STEEL, 1E420, CATERPILLAR TRACTOR CO (USE ST0503)

STC579 STEEL, 1E445, CATERPILLAR TRACTOR CO (USE ST0244)

STC580 STEEL, 1E672, CATERPILLAR TRACTOR CO (USE STA000)

STC582 STEEL, QQ-S-698, CLASS CRCQ, FINISH 2 (USE STA000)

STC583 STEEL, QQ-S-698, COND 4 (USE STA000)

STC584 STEEL, QQ-S-698, COND HRPQ (USE STA000)

STC585 STEEL, QQ-S-698, COND CR, TEMPER 3, FINISH 2 (USE STA000)

STC586 STEEL, QQ-S-698, COND CRCQ, TEMPER 2, FINISH 1 (USE STA000)

STC587 STEEL, QQ-S-698, COMP 1010, COND CRCQ (USE STA000)

STC588 STEEL, QQ-S-741, TYPE 1 (INVALID)

STC589 STEEL, QQ-S-766, CLASS 321, COND A, FINISH 2D (USE ST0321)

STC590 STEEL, QQ-S-766, CLASS 347, COND A, FINISH 2D (USE ST0347)

STC591 STEEL, QQ-S-698, COMP 1009, CQ (USE STA000)
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STC614A STEEL, QQ-S-00640, TEMPER 3-CANCELED (USE ST1009$ST1015$ST1020$ST1022$ST1025$ST1030$ST1035$ST1045$

STC614B ST1050$ST1055$ST1060$ST1065$ST1075$ST1095)

STC615A STEEL, QQ-S-00640, TEMPER 4-CANCELED (USE ST1009$ST1015$ST1020$ST1022$ST1025$ST1030$ST1035$ST1045$

STC615B ST1050$ST1055$ST1060$ST1065$ST1075$ST1095)

STC616 STEEL, QQ-S-633, COMP 1025-CANCELED (USE ST1025)

STC617 STEEL, QQ-S-633, COMP 1095-CANCELED (USE ST1095)

STC618 STEEL, QQ-S-636, COND 3, 1/4 HARD-CANCELED (USE ST1017)

STC619 STEEL, QQ-S-640, COMP 1025-CANCELED (USE ST1025)

STC620 STEEL, MIL-S-6721, COMP 321 (USE ST0321)

STC621 STEEL, MIL-S-6721, COMP 347, COND A (USE ST0347)

STC622 STEEL, EMS 73165, DETROIT DIESEL, ALLISON DIV, GENERAL MOTORS CORP (USE STA000)

STC623 STEEL, AC1010-51 HRS, ALLIS-CHALMERS MFG CO, ENGINE DIV (USE STA000)

STC624 STEEL, AN-S-11, AERONAUTICAL STANDARDS GROUP DEPT OF NAVY AND AIR FORCE (INVALID)

STC625 STEEL, 50TF14 CL-A, GENERAL ELECTRIC CO, AIRCRAFT ENGINE BUSINESS GROUP (USE STA000)

STC626 STEEL, ASTM A373 58T-CANCELED (USE STA000)

STC627 STEEL, MIL-S-6758, SAE 4130, COND F4 (USE ST4130)

STC628 STEEL, PWA 11-15, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE STA000)

STC631A STEEL, QQ-S-636, COND 5, REGULAR FINISH-CANCELED /D/ (USE ST1006$ST1008$ST1009$ST1010$ST1012$

STC631B ST1015$ST1017)

STG632 STEEL, AMS 5648, COND A (USE ST0316)

STC634 STEEL, 12 SWG, S520, MARTIN BAKER AIRCRAFT CO LTD (USE STA000)

STC635 STEEL, QQ-S-636, FS1020-CANCELED /D/ (USE ST1020)

STC638 STEEL, QQ-S-00640, FS1015-CANCELED /D/ (USE ST1015)

STC639 STEEL, QQ-S-00640, FS1025-CANCELED /D/ (USE ST1025)

STC640 STEEL, QQ-S-633, FSC1015-CANCELED (USE ST1015)

STC641 STEEL, GW-120M, SARGENT INDUSTRIES, INC, GARWOOD DIV (USE STA000)

STC642 STEEL, ASTM A373-CANCELED (USE STA000)

STC643 STEEL, PM1681, AMERICAN BOSCH MARKETING DIV OF AMBAC INDUSTRIES INC (USE STA000)

STC644 STEEL, QQ-S-630, GRADE C1035-CANCELED (INVALID)

STC685 STEEL, AMS 5672 (USE ST0707$ST0159)

STC687 STEEL, ASTM 513 (INVALID)

STC688 STEEL, ASTM A519 (USE STA000)

STC713 STEEL, ASTM A109-49, GRADE 1 (USE ST1264)

STC717 STEEL, ASTM A554, GRADE MT304 (USE ST0304)

STC730 STEEL, MIL-T-3520, TYPE 1, COMP 1015 (USE ST1015)

STC750 STEEL, ASTM A475, GRADE 1 (USE STA000)

STC751 STEEL, ASTM A475, GRADE 3 (USE STA000)

STC752 STEEL, ASTM A475, GRADE 4 (USE STA000)

STC756 STEEL, MIL-T-6732, TYPE 1 (USE ST8630)

STC758 STEEL, ASTM A519, GRADE 4130 (USE ST4130)

STC759 STEEL, MIL-T-6735, TYPE 1, COND N (USE ST4135)

STC764 STEEL, QQ-S-00629, FS4615, TYPE 1-CANCELED (INVALID)

STC776 STEEL, QQ-S-671, COMP FS1112, COND CR-CANCELED (USE ST1212)

STC778 STEEL, QQ-S-00692, CLASS A, FINISH D-CANCELED (USE STA000)

STC780 STEEL, QQ-S-693, CLASS B, FINISH R-CANCELED (USE STA000)

STC782 STEEL, QQ-S-698, COND CRCQ, TEMPER 1 (USE STA000)

STC783 STEEL, QQ-S-698, COND CR, TEMPER 1, FINISH 2 (USE STA000)

STC784 STEEL, QQ-S-698, COMP FSO (USE STA000)

STC789 STEEL, QQ-S-698, CLASS HRCQ, FINISH PO, EDGE 3, STRIP (USE STA000)

STC795 STEEL, QQ-S-763, CLASS 304, COND A, FLAT (USE ST0304)

STC805 STEEL, QQ-S-763, CLASS 431, COND T (USE ST0431)

STC812 STEEL, QQ-S-766, CLASS 201, COND A, FINISH 2D (USE ST0201)

STC813 STEEL, QQ-S-766, CLASS 202, COND A (USE ST0802)
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STC814 STEEL, QQ-S-766, CLASS 202, TEMPER 1/2H (USE ST0202)

STC817 STEEL, QQ-S-766, CLASS 301, TEMPER HARD, FINISH 2 (USE ST0301)

STC843 STEEL, QQ-T-830, COMP MT1015, COND CDSR-CANCELED (USE ST0047)

STC844 STEEL, QQ-T-830, COMP 1118-CANCELED (USE ST1118)

STC846 STEEL, QQ-T-830, COMP 1118, COND CD-CANCELED (USE ST1118)

STC855 STEEL, MIL-S-13048, COMP 1340 - CANCELED (USE ST1340)

STC856 STEEL, MIL-S-5626, COND 4 (USE ST4140)

STC885 STEEL, SM1598, LEAR SIEGLER INC, INSTRUMENT DIV (USE STA000)

STC916 STEEL, A, 57-136, WD1015 (USE STA000)

STC917 STEEL, MPD 3347, TYPE 3, ARMY MISSILE COMMAND (USE STA000)

STC931 STEEL, MT 1015-C, CLARK EQUIPMENT CO (USE ST0047)

STC933 STEEL, 4FM1310E, COLT INDUSTRIES INC, POWER SYSTEMS DIV (USE STA000)

STC942 STEEL, HMS20-1063, HUGHES AIRCRAFT CO (USE STA000)

STC952 STEEL, 132, GRADE A, UNITED AIRCRAFT CORP, HAMILTON STANDARD DIV (USE STA000)

STC954 STEEL, VS1-1-7-3, VICKERS AOM DIV, SPERRY RAND CORP (USE STA000)

STD000 STEEL, STAINLESS (NOT OTHERWISE SPECIFIED) (USE STB000)

STD110 STEEL, AMS 5373 (USE CT0004)

STD189 STEEL, AMS 5343 (USE ST1836)

STD204 STEEL, SA-320, GRADE L43, GENERAL ELECTRIC CO (USE STA000)

STD211 STEEL, SAE 1062 (USE ST1062)

STD232 STEEL, FF-S-85, GRADE 5 (INVALID)

STD325 STEEL, ASTM A108, GRADE 1020 (USE ST1020)

STD406 STEEL, AISI MX1113 (USE ST1213)

STD426 STEEL, AMS 5225 (USE NL0021)

STD427 STEEL, AISI C1062 (USE ST1062)

STD431 STEEL, SAE 1061 (USE ST1561)

STD457 STEEL, 36, CARPENTER TECHNOLOGY CORP (USE STA000)

STD458 STEEL, STM05-501, 300M LOCKHEED-GEORGENIC (USE STA000)

STD521 STEEL, ASTM A506 (USE STA000)

STD522 STEEL, QQ-S-764, TYPE 440F-CANCELED (USE ST0108)

STD531 STEEL, 18-2MN, ARMCO STEEL CO (USE ST0717)

STD534 STEEL, ASTM A176, TYPE 430 (USE ST0430)

STD535 STEEL, AMS 5593 (USE NL0052)

STD536 STEEL, ASTM A611 (USE ST1017$ST1018)

STD538 STEEL, ASTM A400 (USE STA000)

STD540 STEEL, ASTM A434 (USE STA000)

STD542 STEEL, QQ-S-763, COND T (USE STA000)

STD552 STEEL, STAINLESS, TYPE 8785 A, GENERAL ELECTRIC CO (USE STB000)

STD553 STEEL, BS S526 (USE STA000)

STD555 STEEL, ASTM A276, TYPE 304, COND A (USE ST0304)

STD659 STEEL, ASTM A512, GRADE MT1010 (USE ST0046)

STD661 STEEL, ASTM A513, GRADE MT1010 (USE ST0046)

STD665 STEEL, AMS 5077 (USE ST1025)

STD666 STEEL, ASTM A322, COMP 4130 (USE ST4130)

STD667 STEEL, ASTM A331, COMP 4130 (USE ST4130)

STD669 STEEL, ASTM A331, COMP 8630 (USE ST8630)

STD758 STEEL, BS S524 (USE STA000)

STD759 STEEL, BS S525 (USE STA000)

STD788 STEEL, ASTM A512 (USE STA000)

STD794 STEEL, ASTM A108, GRADE 1015 (USE ST1015)

STD818 STEEL, ASTM A108, GRADE 1016 (USE ST1016)

STD819 STEEL, ASTM A108, GRADE 1019 /D/ (USE ST1019)

STD820 STEEL, ASTM A108, GRADE 1021 /D/ (USE ST1021)
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STD821 STEEL, ASTM A108, GRADE 1022 (USE ST1022)

STD822 STEEL, ASTM A108, GRADE 1025 (USE ST1025)

STD824 STEEL, ASTM A108, GRADE 1035 (USE ST1035)

STD826 STEEL, ASTM A108, GRADE 1040 (USE ST1040)

STD828 STEEL, ASTM A108, GRADE 1045 (USE ST1045)

STD829 STEEL, ASTM A108, GRADE 1048 /D/ (INVALID)

STD831 STEEL, ASTM A108, GRADE 1050 (USE ST1050)

STD833 STEEL, ASTM A108, GRADE 1213 (USE ST1213)

STD850 STEEL, ASTM A304, GRADE 4140H (USE ST0093)

STD859 STEEL, ASTM A304, GRADE 4820H (USE ST0112)

STD889 STEEL, ASTM A331, GRADE 1330 (USE ST1330)

STD891 STEEL, ASTM A331, GRADE 1340 (USE ST1340)

STD892 STEEL, ASTM A331, GRADE 1345 (USE ST1345)

STD899 STEEL, ASTM A331, GRADE 3140 /D/ (INVALID)

STD910 STEEL, ASTM A331, GRADE 4140 (USE ST4140)

STD917 STEEL, ASTM A331, GRADE 4615 (USE ST4615)

STD937 STEEL, ASTM A331, GRADE 8620 (USE ST8620)

STD941 STEEL, ASTM A331, GRADE 8640 (USE ST8640)

STD943 STEEL, ASTM A331, GRADE 8650 /D/ (USE ST8650)

STD947 STEEL, ASTM A331, GRADE 8720 (USE ST8720)

STD949 STEEL, ASTM A331, GRADE 8740 (USE ST8740)

STD962 STEEL, ASTM A322, GRADE 1340 (USE ST1340)

STD970 STEEL, ASTM A322, GRADE 3140 /D/ (INVALID)

STD982 STEEL, ASTM A322, GRADE 4140 (USE ST4140)

STD989 STEEL, ASTM A322, GRADE 4615 (USE ST4615)

STE000 STEEL, COPPER CLAD (USE STA000$$CUA000)

STF000 SPRING STEEL (NOT OTHERWISE SPECIFIED) (USE STA000)

STF010 STEEL, ASTM A322, GRADE 8620 (USE ST8620)

STF014 STEEL, ASTM A322, GRADE 8640 (USE ST8640)

STF016 STEEL, ASTM A3228 GRADE 8645 (USE ST8645)

STF020 STEEL, ASTM A322, GRADE 8720 (USE ST8720)

STF023 STEEL, ASTM A322, GRADE 8740 (USE ST8740)

STF049 STEEL, ASTM A582, TYPE 303 (USE ST0303)

STF207 STEEL, LB0160-134, ROCKWELL INTERNATIONAL CORP (USE STB000)

STF208 STEEL, MIL-S-81591, COND 1C-316 (USE ST1776)

STF333 STEEL, ASTM A108, GRADE 1117 (USE ST1117)

STF334 STEEL, ASTM A108, GRADE 1118 (USE ST1118)

STF335 STEEL, ASTM A108, GRADE 1137 (USE ST1137)

STF340 STEEL, ASTM A108, GRADE 1215 (USE ST1215)

STF361 STEEL, ASTM A575, GRADE ST1010 (USE ST1010)

STF362 STEEL, ASTM A575, GRADE 1012 (USE ST1012)

STF363 STEEL, ASTM A575, GRADE 1015 (USE ST1015)

STF364 STEEL, ASTM A575, GRADE 1017 (USE ST1017)

STF365 STEEL, ASTM A575, GRADE 1020 (USE ST1020)

STF367 STEEL, ASTM A575, GRADE 1025 (USE ST1025)

STF369 STEEL, ASTM A576, GRADE 1010 (USE ST1010)

STF370 STEEL, ASTM A576, GRADE 1012 (USE ST1012)

STF371 STEEL, ASTM A576, GRADE 1015 (USE ST1012)

STF373 STEEL, ASTM A576, GRADE 1017 (USE ST1017)

STF375 STEEL, ASTM A576, GRADE 1020 (USE ST1020)

STF377 STEEL, ASTM A576, GRADE 1025 (USE ST1025)

STF380 STEEL, ASTM A576, GRADE 1030 (USE ST1030)

STF381 STEEL, ASTM A576, GRADE 1035 (USE ST1035)
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STF388 STEEL, ASTM A576, GRADE 1045 (USE ST1045)

STF394 STEEL, ASTM A576, GRADE 1060 (USE ST1060)

STF395 STEEL, ASTM A576, GRADE 1070 (USE ST1070)

STF436 STEEL, ASTM A582, TYPE 303SE (USE ST0079)

STF445 STEEL, ASTM A582, TYPE 416 (USE ST0416)

STF449A STEEL, ASTM A582 (USE ST0159$ST9851$ST0303$ST0165$ST0158$ST0166$ST0079$ST0416$ST0255$ST0099$

STF449B ST0100$ST0284$ST0101$ST0172)

STF519 STEEL, ASTM A582, TYPE 303, COND A (USE ST0303)

STF522 STEEL, ASTM A576 (USE ST1008)

STF523 STEEL, ASTM A576, GRADE 1019 (USE ST1019)

STF524 STEEL, ASTM A576, GRADE 1021 (USE ST1021)

STF525 STEEL, ASTM A576, GRADE 1022 (USE ST1022)

STF561 STEEL, ASTM A684 (USE STA000)

STF562 STEEL, ST 35, DAVY COMPRESSOR CO (USE STA000)

STF565 STEEL, MIL-S-22499, COMP 3, TYPE 2, CLASS 2 (USE ST0302)

STF572 STEEL, 1E525, CATERPILLAR TRACTOR CO (USE STA000)

STF573 STEEL, PDS10106AA, WESTINGHOUSE ELECTRIC CORP (USE STA000)

STF577 STEEL, MIL-S-22499, TYPE 1, COMP 1 -INVALID

STF578 STEEL, MS407, COMP 1026, JI CASE CO (USE ST1026)

STF579 STEEL, MIL-S-22499, COMP 3, TYPE 1 (USE ST0302)

STF582 STEEL, MIL-W-83420, COMP B (USE STA000)

STF593 STEEL, MIL-B-1083, COMP 440C (USE ST0107)

STF597 STEEL, SAE 1069 (USE ST1069)

STF598 STEEL, SAE 1072 (USE ST1572)

STF743 STEEL, ASTM A682, GRADE 1060 (USE ST1060)

STF744 STEEL, ASTM A682, GRADE 1064 (USE ST1064)

STF745 STEEL, ASTM A682, GRADE 1065 (USE ST1065)

STF746 STEEL, ASTM A682, GRADE 1070 (USE ST1070)

STF764 STEEL, AC 1020-DS HRS, ALLIS-CHALMERS CORP (USE STA000)

STF921 STEEL, MIL-S-46049, COMP 1074 (USE ST1074)

STF922 STEEL, ASTM A232 UNS K15047 (USE ST1479)

STF927 STEEL, GM-181M, T3, GENERAL MOTORS CORP (USE STA000)

STF928 STEEL, GM-184M, T3, GENERAL MOTORS CORP (USE STA000)

STF960 STEEL, ASTM A568, COMP 1010 (USE ST1010)

STG000 PLOW STEEL (NOT OTHERWISE SPECIFIED) (USE STG000)

STG005 STEEL, SAE J316 (USE ST0667$ST0627)

STG009 STEEL, RB0170-044, TYPE 2, ROCKWELL INTERNATIONAL CORP (USE STA000)

STG010 STEEL, 1E170, CATERPILLAR TRACTOR CO (USE STA000)

STG011 STEEL, 1E621, CATERPILLAR TRACTOR CO (USE ST1934)

STG012 STEEL, 1E728, CATERPILLAR TRACTOR CO (USE STA000)

STG052 STEEL, 02331-9003, CONDEC CORP (USE STA000)

STG055 STEEL, 1E876, CATERPILLAR TRACTOR CO (USE ST1525)

STG056 STEEL, AISI 1525 (USE ST1525)

STG057 STEEL, SAE J178 (USE ST0668)

STG058 STEEL, 1E942, CATERPILLAR TRACTOR CO (USE STA000)

STG064 STEEL, AMS 5678 (USE ST0631)

STG065 STEEL, AMS 5358 (USE ST1464)

STG102 STEEL, PH128, HARNISCHFEGER CORP (USE STA000)

STG103 STEEL, PH129, HARNISCHFEGER CORP (USE STA000)

STG137 STEEL, 2010001-278, RCA CORP (USE STA000)

STG140 STEEL, PH97, HARNISCHFEGER CORP (USE STA000)

STG141 STEEL, PH142, HARISCHFEGER CORP (USE STA000)

STG155 STEEL, ASTM A581, TYPE 303, COND B (USE ST0203)

159



MATERIAL CROSS REFERENCE

OLD
CODE SPECIFICATION REPLY & NEW REPLY CODE

STG172 STEEL, ASTM A581, TYPE 303, COND B (USE ST0303)

STG180 STEEL, COMP 41L40, COPPERWELD STEEL CO (USE ST1816)

STG181 STEEL, COMP 41L42, COPPERWELD STEEL CO (USE ST1816)

STG186 STEEL, AMS 5643, COND H900 (USE ST0630)

STG187 STEEL, AMS 5643, COND H925 (USE ST0630)

STG188 STEEL, AMS 5643, COND H1025 (USE ST0630)

STG189 STEEL, AMS 5643, COND H1075 (USE ST0630)

STG190 STEEL, AMS 5643, COND H1100 (USE ST0630)

STG191 STEEL, AMS 5643, COND H1150 (USE ST0630)

STG192 STEEL, ASTM A549, GRADE 1008 (USE ST1008)

STG193 STEEL, ASTM A549, GRADE 1010 (USE ST1010)

STG194 STEEL, ASTM A549, GRADE 1012 (USE ST1012)

STG195 STEEL, ASTM A549, GRADE 1015 (USE ST1015)

STG196 STEEL, ASTM A549, GRADE 1016 (USE ST1016)

STG197 STEEL, ASTM A549, GRADE 1017 (USE ST1017)

STG198 STEEL, ASTM A549, GRADE 1018 (USE ST1018)

STG232 STEEL, S143, M.L. AVIATION CO LTD (USE STA000)

STG238 STEEL, BS970-325521 (USE STA000)

STG244 STEEL, 1045, J I CASE CO (USE ST1045)

STG245 STEEL, 1E491, CATERPILLAR TRACTOR CO (USE ST1026)

STG246 STEEL, 1E965, CATERPILLAR TRACTOR CO (USE ST1144)

STG247 STEEL, 4FM1015, COLT INDUSTRIES INC (USE STA000)

STG248 STEEL, 4FMAT, COLT INDUSTRIES INC (USE STA000)

STG249 STEEL, AMS 5573 (USE ST0316)

STG250 STEEL, ASTM A519, GRADE 1018 (USE ST1018)

STG251 STEEL, BAC1524-14SS, THE BOEING CO (USE STA000)

STG252 STEEL, BS 2S130 (USE STA000)

STG253 STEEL, BS 2S143 (USE STA000)

STG254 STEEL, BS 1449, PART 2, GRADE 302S25 (USE STA000)

STG255 STEEL, BS 1449, PART 2, GRADE 321S12 (USE ST0321)

STG256 STEEL, MS381, 1117, J I CASE CO (USE STA000)

STG260 STEEL, ASTM A582, TYPE 416, COND A (USE ST0416)

STG261 STEEL, ASTM A682, GRADE 1074 (USE ST1074)

STG262 STEEL, ASTM A682, GRADE 1080 (USE ST1080)

STG263 STEEL, ASTM A682, GRADE 1085 (USE ST1085)

STG264 STEEL, ASTM A682, GRADE 1086 (USE ST1086)

STG265 STEEL, ASTM A682, GRADE 1095 (USE ST1095)

STG266 STEEL, ASTM A513, GRADE 1018 (USE ST1018)

STG267 STEEL, A6-829-002574, GROVE MFG CO (USE STA000)

STG294 STEEL, ASTM A663 (USE STA000)

STG295 STEEL, ASTM A675 (USE STA000)

STG296 STEEL, 2172-00, HIAB CRANES AND LOADERS INC (USE STA000)

STG297 STEEL, A6-829-000726, COMP 1015, GROVE MFG CO (USE ST1015)

STG298 STEEL, A6-829-000726, COMP 1026, GROVE MFG CO (USE ST1026)

STG299 STEEL, ASTM A473, TYPE 416 (USE ST0416)

STG300 STEEL, EMS 56627, COMP 4340, AIRESEARCH MFG CO (USE ST4340)

STG311 STEEL, AMS 5599 (USE NL0012)

STG316 STEEL, MIL-S-5059, TYPE 301, FULL HARD (USE ST0301)

STG320 STEEL, A6-829-000727, COMP 4140, GROVE MFG CO (USE ST4140)

STG321 STEEL, A6-829-000727, COMP 4142, GROVE MFG CO (USE ST4142)

STG437 STEEL, MIL-S-22698, GRADE DH-36 (USE ST0574)

STG441 STEEL, FED STD 66, COMP 10L18 (USE ST0538)

STG443 STEEL, ASTM A29 (USE STA000)
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STG444 STEEL, ASTM A313, TYPE 304 (USE ST0304)

STG445 STEEL, HC-15, HYSTER CO (USE STA000)

STG446 STEEL, SANDVIK 7C27 MO2, SANDVIK STEEL INC (USE STA000)

STG449 STEEL, ALLOY 1215, 209-17-8, CESSNA AIRCRAFT CO (USE ST1215)

STG633 STEEL, ASTM A580, COMP 302 (USE ST0302)

STH000 PLOW STEEL IMPROVED (NOT OTHERWISE SPECIFIED) (USE STH000)

STJ000 PLOW STEEL MILD (USE STJ000)

STK000 STEEL STRIP (NOT OTHERWISE SPECIFIED) (USE STA000)

STL000 STEEL, CAST (NOT OTHERWISE SPECIFIED) (USE STA000)

STM000 STEEL, TUNGSTEN (NOT OTHERWISE SPECIFIED) (USE STA000)

STP000 STEEL, CARBIDE, SOLID (NOT OTHERWISE SPECIFIED) (USE STA000)

STQ000 STEEL, CARBON, HIGH SPEED (NOT OTHERWISE SPECIFIED) (USE STA000)

STS000 STEEL, HIGH SPEED (NOT OTHERWISE SPECIFIED) (USE STA000)

STW000 CHROMIUM-NICKEL-STEEL (NOT OTHERWISE SPECIFIED) (USE STB000)

STX000 STEEL ALLOY CHROME-VANADIUM (NOT OTHERWISE SPECIFIED) (USE STB000)

STY000 STEEL, CARBON, GRADE C (NOT OTHERWISE SPECIFIED) (USE STA000)

STZ000 STEEL, TRACTION (NOT OTHERWISE SPECIFIED) (USE STZ000)

ST0001 STEEL, AISI E4337 (USE ST0477)

ST0002 STEEL, AISI E4340 (USE ST0028)

ST0003 STEEL, AISI E4340H /D/ (USE ST0029)

ST0004 STEEL, AISI TS8115 (USE ST8115)

ST0006 STEEL, AISI TS8122 (INVALID)

ST0009 STEEL, AISI TS8127 (INVALID)

ST0011 STEEL, AISI TS8617 (USE ST8617)

ST0015 STEEL, AISI 4032 /D/ (USE ST4032)

ST0016 STEEL, AISI 4032H (USE ST0253)

ST0017 STEEL, AISI 4053 (USE ST4053)

ST0018 STEEL, AISI 4053H /D/ (USE ST0088)

ST0019 STEEL, AISI 4320 /D/ (USE ST4320)

ST0020 STEEL, AISI 4320H /D/ (USE ST0102)

ST0023 STEEL, AISI 4340 (USE ST4340)

ST0024 STEEL, AISI 4340 (USE ST4340)

ST0026 STEEL, AISI 6117 (USE ST6117)

ST0028 STEEL, AISI 6120H (USE ST0169)

ST0029 STEEL, AISI 6145 (USE ST6145)

ST0031 STEEL, AISI 8615 (USE ST8615)

ST0032 STEEL, AISI 8617 (USE ST8617)

ST0033 STEEL, AISI 8617H (USE ST0136)

ST0034 STEEL, AISI 8630 (USE ST8630)

ST0035 STEEL, AISI 8630H (USE ST0139)

ST0036 STEEL, AISI 8635 (USE ST8635)

ST0037 STEEL, AISI 8635H (USE ST0469)

ST0038 STEEL, AISI 8637 (USE ST8637)

ST0039 STEEL, AISI 8637H /D/ (USE ST0181)

ST0040 STEEL, AISI 8640 (USE ST8640)

ST0041 STEEL, AISI 8640H /D/ (USE ST0140)

ST0043 STEEL, AISI 8641H (INVALID)

ST0044 STEEL, AISI 8642 /D/ (USE ST8642)

ST0045 STEEL, AISI 8642H (USE ST0141)

ST0046 STEEL, AISI 8650 (USE ST8650)

ST0047 STEEL, AISI 8650H (USE ST0143)

ST0050 STEEL, AISI 8655 /D/ (USE ST8655)

ST0051 STEEL, AISI 8655H (USE ST0144)
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ST0052 STEEL, AISI 8660 (USE ST8660)

ST0053 STEEL, AISI 8660H /D/ (USE ST0145)

ST0054 STEEL, AISI 8720 /D/ (USE ST8720)

ST0055 STEEL, AISI 8720H (USE ST0146)

ST0056 STEEL, AISI 8735 (USE ST8735)

ST0058 STEEL, AISI 8750H (USE ST0471)

ST0060 STEEL, AISI 9310H (USE ST0149)

ST0061 STEEL, AISI 9840 /D/ (USE ST9840)

ST0062 STEEL, AISI 9840H /D/ (USE ST0150)

ST0063 STEEL, AISI 9850 /D/ (USE ST9850)

ST0064 STEEL, AISI 9850H (USE ST0151)

ST0065 STEEL, AISI 6260 (USE ST0031)

ST0066 STEEL, AMS 6320 (USE ST8735)

ST0067 STEEL, AMS 6324 (USE ST8740)

ST0068 STEEL, AMS 6330H (USE ST3135)

ST0070 STEEL, AMS 6418B (USE ST0533)

ST0072 STEEL, ASTM A230-63T, GRADE 19 (INVALID)

ST0073 STEEL, FED STD 66, COMP 1330 (USE ST1330)

ST0074 STEEL, FED STD 66, COMP 1330H (USE ST0065)

ST0075 STEEL, FED STD 66, COMP 1335 (USE ST1335)

ST0076 STEEL, FED STD 66, COMP 1335H (USE ST0066)

ST0077 STEEL, FED STD 66, COMP 1340 (USE ST1340)

ST0078 STEEL, FED STD 66, COMP 1340H /D/ (USE ST0067)

ST0079 STEEL, FED STD 66, COMP 1345 (USE ST1345)

ST0080 STEEL, FED STD 66, COMP 3140 (USE ST3140)

ST0081 STEEL, FED STD 66, COMP 3140H (USE ST0081)

ST0086 STEEL, FED STD 66, COMP 4027H (USE ST0084)

ST0087 STEEL, FED STD 66, COMP 4037 (USE ST4037)

ST0088 STEEL, FED STD 66, COMP 4037H (USE ST0085)

ST0089 STEEL, FED STD 66, COMP 4042 (USE ST4042)

ST0091 STEEL, FED STD 66, COMP 4047 (USE ST4007)

ST0094 STEEL, FED STD 66, COMP 4063 (USE ST0089)

ST0095 STEEL, FED STD 66, COMP 4130 (USE ST4130)

ST0096 STEEL, FED STD 66, COMP 4130H /D/ (USE ST0090)

ST0097 STEEL, FED STD 66, COMP 4135 (USE ST4135)

ST0099 STEEL, FED STD 66, COMP 4137 (USE ST4137)

ST0101 STEEL, FED STD 66, COMP 4140 /D/ (USE ST4140)

ST0102 STEEL, FED STD 66, COMP 4140H /D/ (USE ST0093)

ST0103 STEEL, FED STD 66, COMP 4142 (USE ST4142)

ST0107 STEEL, FED STD 66, COMP 4147 /D/ (USE ST4147)

ST0108 STEEL, FED STD 66, COMP 4147H (USE ST0096)

ST0110 STEEL, FED STD 66, COMP 4150H (USE ST0097)

ST0112 STEEL, FED STD 66, COMP 4320H (USE ST0102)

ST0115 STEEL, FED STD 66, COMP 4340 (USE ST4340)

ST0116 STEEL, FED STD 66, COMP 4340H (USE ST0104)

ST0117 STEEL, FED STD 66, COMP 4615 (USE ST4615)

ST0118 STEEL, FED STD 66, COMP 4620 (USE ST4620)

ST0124 STEEL, FED STD 66, COMP 4820 (USE ST4820)

ST0126 STEEL, FED STD 66, COMP 5015 (USE ST5015)

ST0128 STEEL, FED STD 66, COMP 5120H (USE ST0117)

ST0133 STEEL, FED STD 66, COMP 5140 (USE ST5140)

ST0134 STEEL, FED STD 66, COMP 5140H (USE ST0121)

ST0135 STEEL, FED STD 66, COMP 5145 (USE ST5145)
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ST0140 STEEL, FED STD 66, COMP 5160H (USE ST0124)

ST0142 STEEL, FED STD 66, COMP 6120H (USE ST0619)

ST0143 STEEL, FED STD 66, COMP 6150 /D/ (USE ST6150)

ST0145 STEEL, FED STD 66, COMP 8115 (USE ST8115)

ST0146 STEEL, FED STD 66, COMP 8615 (USE ST8615)

ST0147 STEEL, FED STD 66, COMP 8617 (USE ST8617)

ST0149 STEEL, FED STD 66, COMP 8620 (USE ST8620)

ST0150 STEEL, FED STD 66, COMP 8620H (USE ST0137)

ST0151 STEEL, FED STD 66, COMP 8622 (USE ST8622)

ST0152 STEEL, FED STD 66, COMP 8622H (USE ST0138)

ST0153 STEEL, FED STD 66, COMP 8630 (USE ST8630)

ST0155 STEEL, FED STD 66, COMP 8640 (USE ST8640)

ST0157 STEEL, FED STD 66, COMP 8645 /D/ (USE ST8645)

ST0159 STEEL, FED STD 66, COMP 8650 (USE ST8650)

ST0162 STEEL, FED STD 66, COMP 8660H (USE ST0145)

ST0165 STEEL, FED STD 66, COMP 8740 /D/ (USE ST8740)

ST0166 STEEL, FED STD 66, COMP 8740H (USE ST0147)

ST0169 STEEL, FED STD 66, COMP 9850H (USE ST0151)

ST0171 STEEL, MIL-S-866, COMP 4615 (USE ST4615)

ST0172 STEEL, MIL-S-5000 (USE ST0028$$ST4340)

ST0173 STEEL, MIL-S-6049 (USE ST8740)

ST0174 STEEL, MIL-S-6050 (USE ST8630)

ST0175 STEEL, MIL-S-6098 (USE ST8735)

ST0176 STEEL, MIL-S-7108 (USE ST0533)

ST0179 STEEL, MIL-S-7493, COMP 4620 /D/ (USE ST4620)

ST0180 STEEL, MIL-S-8503 (USE ST6150)

ST0181 STEEL, MIL-S-8690 (USE ST8620)

ST0188 STEEL, MIL-S-16974, GRADE 1330 /D/ (USE ST1330)

ST0189 STEEL, MIL-S-16974, GRADE 1340 (USE ST1340)

ST0190 STEEL, MIL-S-16974, GRADE 3130 (USE ST3130)

ST0191 STEEL, MIL-S-16974, GRADE 3140 (USE ST3140)

ST0192 STEEL, MIL-S-16974, GRADE 4130 (USE ST4130)

ST0193 STEEL, MIL-S-16974, GRADE 4130H (USE ST0090)

ST0195 STEEL, MIL-S-16974, GRADE 4140 (USE ST4140)

ST0196 STEEL, MIL-S-16974, GRADE 4340 /D/ (USE ST4340)

ST0203 STEEL, MIL-S-16974, GRADE 8630 (USE ST8630)

ST0209 STEEL, QQ-S-624, COMP E3310 (USE ST0026)

ST0210 STEEL, QQ-S-624, COMP FS3140 (USE ST3140)

ST0211 STEEL, QQ-S-624, COMP FS3140H (USE ST0081)

ST0212 STEEL, QQ-S-624, COMP 1335 (USE ST1335)

ST0213 STEEL, QQ-S-624, COMP 1335H (USE ST0066)

ST0214 STEEL, QQ-S-624, COMP 1340 (USE ST1340)

ST0215 STEEL, QQ-S-624, COMP 1340H (USE ST0067)

ST0216 STEEL, QQ-S-624, COMP 3310 (USE ST3310)

ST0217 STEEL, QQ-S-624, COMP 4023 (USE ST4023)

ST0218 STEEL, QQ-S-624, COMP 4037 (USE ST4037)

ST0219 STEEL, QQ-S-624, COMP 4037H (USE ST0085)

ST0220 STEEL, QQ-S-624, COMP 4042 (USE ST4042)

ST0221 STEEL, QQ-S-624, COMP 4042H (USE ST0086)

ST0222 STEEL, QQ-S-624, COMP 4047 (USE ST4047)

ST0223 STEEL, QQ-S-624, COMP 4047H /D/ (USE ST0087)

ST0224 STEEL, QQ-S-624, COMP 4063 /D/ (USE ST4063)

ST0225 STEEL, QQ-S-624, COMP 4063H /D/ (USE ST0089)
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ST0226 STEEL, QQ-S-624, COMP 4130 /D/ (USE ST4130)

ST0227 STEEL, QQ-S-624, COMP 4130H (USE ST0090)

ST0228 STEEL, QQ-S-624, COMP 4137 (USE ST4137)

ST0229 STEEL, QQ-S-624, COMP 4137H (USE ST0092)

ST0230 STEEL, QQ-S-624, COMP 4142 /D/ (USE ST4142)

ST0231 STEEL, QQ-S-624, COMP 4142H /D/ (USE ST0094)

ST0232 STEEL, QQ-S-624, COMP 4145 (USE ST4145)

ST0233 STEEL, QQ-S-624, COMP 4145H (USE ST0095)

ST0234 STEEL, QQ-S-624, COMP 4147 (USE ST4147)

ST0235 STEEL, QQ-S-624, COMP 4147H (USE ST0096)

ST0236 STEEL, QQ-S-624, COMP 4150 (USE ST4150)

ST0237 STEEL, QQ-S-624, COMP 4150H /D/ (USE ST0097)

ST0238 STEEL, QQ-S-624, COMP 4340 (USE ST4340)

ST0239 STEEL, QQ-S-624, COMP 4340H (USE ST0104)

ST0240 STEEL, QQ-S-624, COMP 4615 (USE ST4615)

ST0241 STEEL, QQ-S-624, COMP 4620 (USE ST4620)

ST0242 STEEL, QQ-S-624, COMP 4620H (USE ST0109)

ST0243 STEEL, QQ-S-624, COMP 4621 /D/ (USE ST4621)

ST0244 STEEL, QQ-S-624, COMP 4621H /D/ (USE ST0110)

ST0245 STEEL, QQ-S-624, COMP 4815 (USE ST4815)

ST0246 STEEL, QQ-S-624, COMP 4815H /D/ (USE ST0111)

ST0247 STEEL, QQ-S-624, COMP 4820 (USE ST4820)

ST0248 STEEL, QQ-S-624, COMP 4820H (USE ST0112)

ST0250 STEEL, QQ-S-624, COMP 5120 /D/ (USE ST5120)

ST0251 STEEL, QQ-S-624, COMP 5120H (USE ST0117)

ST0252 STEEL, QQ-S-624, COMP 5130 (USE ST5130)

ST0253 STEEL, QQ-S-624, COMP 5130H (USE ST0118)

ST0254 STEEL, QQ-S-624, COMP 5132 (USE ST5132)

ST0255 STEEL, QQ-S-624, COMP 5132H /D/ (USE ST0119)

ST0256 STEEL, QQ-S-624, COMP 5135 (USE ST5135)

ST0257 STEEL, QQ-S-624, COMP 5135H (USE ST0120)

ST0258 STEEL, QQ-S-624, COMP 5140 (USE ST5140)

ST0259 STEEL, QQ-S-624, COMP 5140H (USE ST0121)

ST0260 STEEL, QQ-S-624, COMP 5145 (USE ST5145)

ST0261 STEEL, QQ-S-624, COMP 5145H /D/ (USE ST0122)

ST0262 STEEL, QQ-S-624, COMP 5147 (USE ST5147)

ST0264 STEEL, QQ-S-624, COMP 5160 /D/ (USE ST5160)

ST0265 STEEL, QQ-S-624, COMP 5160H /D/ (USE ST0124)

ST0266 STEEL, QQ-S-624, COMP 6150 (USE ST6150)

ST0267 STEEL, QQ-S-624, COMP 6150H (USE ST0129)

ST0268 STEEL, QQ-S-624, COMP 8115 /D/ (USE ST8115)

ST0269 STEEL, QQ-S-624, COMP 8615 (USE ST8615)

ST0270 STEEL, QQ-S-624, COMP 8617 (USE ST8617)

ST0271 STEEL, QQ-S-624, COMP 8620 (USE ST8620)

ST0272 STEEL, QQ-S-624, COMP 8620H /D/ (USE ST0137)

ST0273 STEEL, QQ-S-624, COMP 8622 (USE ST8622)

ST0274 STEEL, QQ-S-624, COMP 8622H (USE ST0138)

ST0275 STEEL, QQ-S-624, COMP 8630 (USE ST8630)

ST0276 STEEL, QQ-S-624, COMP 8630H (USE ST0139)

ST0277 STEEL, QQ-S-624, COMP 8640 (USE ST8640)

ST0278 STEEL, QQ-S-624, COMP 8640H (USE ST0140)

ST0279 STEEL, QQ-S-624, COMP 8645 (USE ST8645)

ST0280 STEEL, QQ-S-624, COMP 8645H (USE ST0142)
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ST0281 STEEL, QQ-S-624, COMP 8650 (USE ST8650)

ST0282 STEEL, QQ-S-624, COMP 8650H (USE ST0143)

ST0285 STEEL, QQ-S-624, COMP 8660H (USE ST0145)

ST0286 STEEL, QQ-S-624, COMP 8720 /D/ (USE ST8720)

ST0288 STEEL, QQ-S-624, COMP 8740 (USE ST8740)

ST0290 STEEL, QQ-S-624, COMP 9840 (USE ST9840)

ST0291 STEEL, QQ-S-624, COMP 9850 (USE ST9850)

ST0293 STEEL, QQ-S-630, COMP C1010 (USE ST1010)

ST0294 STEEL, QQ-S-630, COMP 1015 (USE ST1015)

ST0295 STEEL, QQ-S-630, COMP 1020 (USE ST1020)

ST0296 STEEL, QQ-S-630, COMP 1025 (USE ST1025)

ST0297 STEEL, QQ-S-631, COMP C1010 (USE ST1010)

ST0298 STEEL, QQ-S-631, COMP C1015 (USE ST1015)

ST0299 STEEL, QQ-S-631, COMP 1016 (USE ST1016)

ST0300 STEEL, QQ-S-631, COMP 1018 (USE ST1018)

ST0301 STEEL, QQ-S-631, COMP 1020 (USE ST1020)

ST0302 STEEL, QQ-S-631, COMP 1025 (USE ST0302)

ST0303 STEEL, QQ-S-631, COMP 1030 (USE ST1030)

ST0304 STEEL, QQ-S-631, COMP 1035 (USE ST1035)

ST0305 STEEL, QQ-S-631, COMP 1040 (USE ST1040)

ST0306 STEEL, QQ-S-631, COMP 1045 (USE ST1045)

ST0307 STEEL, QQ-S-631, COMP 1050 (USE ST1050)

ST0308 STEEL, QQ-S-631, COMP 1095 (USE ST1095)

ST0309 STEEL, QQ-S-633, COMP 1070 (USE ST1070)

ST0310 STEEL, QQ-S-633, COMP C1111 (USE ST1211)

ST0311 STEEL, QQ-S-633, COMP C1112 (USE ST1212)

ST0312 STEEL, QQ-S-633, COMP C1113 (USE ST1213)

ST0313 STEEL, QQ-S-633, COMP C1120-CANCELED (USE ST1120)

ST0314 STEEL, QQ-S-633, COMP C1010 (USE ST1010)

ST0315 STEEL, QQ-S-634, COMP C1015 (USE ST1015)

ST0316 STEEL, QQ-S-634, COMP C1016 (USE ST1016)

ST0317 STEEL, QQ-S-634, COMP 1018 (USE ST1018)

ST0318 STEEL, QQ-S-634, COMP 1019 (USE ST1019)

ST0319 STEEL, QQ-S-634, COMP 1020 (USE ST1020)

ST0320 STEEL, QQ-S-634, COMP 1022 (USE ST1022)

ST0321 STEEL, QQ-S-634, COMP 1025 (USE ST1025)

ST0322 STEEL, QQ-S-634, COMP 1035 (USE ST1035)

ST0323 STEEL, QQ-S-634, COMP 1040 (USE ST1040)

ST0324 STEEL, QQ-S-634, COMP 1045 (USE ST1045)

ST0325 STEEL, QQ-S-634, COMP 1050 (USE ST1050)

ST0326 STEEL, QQ-S-635, COMP 1040 /D/ (USE ST1040)

ST0327 STEEL, QQ-S-637, COMP 1117 (USE ST1117)

ST0328 STEEL, QQ-S-637, COMP 1118 (USE ST1118)

ST0329 STEEL, QQ-S-637, COMP 1137 (USE ST1137)

ST0330 STEEL, QQ-S-637, COMP 1141 (USE ST1141)

ST0331 STEEL, QQ-S-681, CLASS 65-35 (USE ST0586)

ST0332 STEEL, QQ-S-691, CLASS A /D/ (USE ST0584)

ST0333 STEEL, QQ-S-691, CLASS B /D/ (USE ST0585)

ST0341 STEEL, QQ-W-405, COMP 5132-CANCELED (USE ST5132)

ST0342 STEEL, QQ-W-405, COMP 5132H (INVALID)

ST0343 STEEL, QQ-W-405, COMP 5135 (USE ST5135)

ST0345 STEEL, QQ-W-405, COMP 5140 (USE ST5140)

ST0347 STEEL, QQ-W-409, COMP C1010 (USE ST1010)
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ST0348 STEEL, QQ-W-409, COMP C1012 (USE ST1012)

ST0349 STEEL, QQ-W-409, COMP C1013 (USE ST1013)

ST0350 STEEL, QQ-W-409, COMP C1015 (USE ST1015)

ST0351 STEEL, QQ-W-409, COMP C1016 (USE ST1016)

ST0352 STEEL, QQ-W-409, COMP C1018 (USE ST1018)

ST0353 STEEL, QQ-W-461, COMP C1010 (USE ST1010)

ST0355 STEEL, SAE 1006 (USE ST1006)

ST0356 STEEL, SAE 1008 (USE ST1008)

ST0357 STEEL, SAE 1010 (USE ST1010)

ST0358 STEEL, SAE 1012 (USE ST1012)

ST0359 STEEL, SAE 1015 (USE ST1015)

ST0360 STEEL, SAE 1016 (USE ST1016)

ST0361 STEEL, SAE 1018 (USE ST1018)

ST0362 STEEL, SAE 1019 (USE ST1019)

ST0363 STEEL, SAE 1020 (USE ST1020)

ST0364 STEEL, SAE 1022 (USE ST1022)

ST0365 STEEL, SAE 1025 (USE ST1025)

ST0366 STEEL, SAE 1030 (USE ST1030)

ST0367 STEEL, SAE 1035 (USE ST1035)

ST0368 STEEL, SAE 1040 (USE ST1040)

ST0369 STEEL, SAE 1045 /D/ (USE ST1045)

ST0370 STEEL, SAE 1050 /D/ (USE ST1050)

ST0371 STEEL, SAE 1070 /D/ (USE ST1070)

ST0372 STEEL, SAE 1111 /D/ (USE ST1211)

ST0373 STEEL, SAE 1112 (USE ST1212)

ST0374 STEEL, SAE 1113 (USE ST1213)

ST0375 STEEL, SAE 1115 (USE ST1115)

ST0376 STEEL, SAE 1117 (USE ST1117)

ST0377 STEEL, SAE 1118 (USE ST1118)

ST0378 STEEL, SAE 1120 (USE ST1120)

ST0379 STEEL, SAE 1137 (USE ST1137)

ST0380 STEEL, SAE 1141 (USE ST1141)

ST0381 STEEL, SAE 1144 (USE ST1144)

ST0383 STEEL, SAE 1320 (USE ST1320)

ST0385 STEEL, MIL-S-20166, GRADE HT (USE ST8620)

ST0386 STEEL, SAE 1330 (USE ST1330)

ST0387 STEEL, SAE 1330H /D/ (USE ST0065)

ST0388 STEEL, SAE 1340 (USE ST1340)

ST0389 STEEL, SAE 1340H /D/ (USE ST0067)

ST0390 STEEL, SAE 1345 (USE ST1345)

ST0392 STEEL, SAE 2515 (USE ST2515)

ST0394 STEEL, SAE 2517 (USE ST0476)

ST0395 STEEL, SAE 3120 (USE ST3120)

ST0396 STEEL, SAE 3120H (INVALID)

ST0397 STEEL, SAE 3130 (USE ST3130)

ST0399 STEEL, SAE 3135 (USE ST3135)

ST0400 STEEL, SAE 3135H (INVALID)

ST0401 STEEL, SAE 3140 (USE ST3140)

ST0402 STEEL, SAE 3140H (INVALID)

ST0403 STEEL, SAE 3310 /D/ (USE ST0026)

ST0407 STEEL, SAE 4023 /D/ (USE ST4023)

ST0408 STEEL, SAE 4027 (USE ST4027)

ST0409 STEEL, SAE 4027H /D/ (USE ST0084)
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ST0410 STEEL, SAE 4032 (USE ST4032)

ST0412 STEEL, SAE 4037 (USE ST4037)

ST0413 STEEL, SAE 4037H /D/ (USE ST0085)

ST0414 STEEL, SAE 4042 (USE ST4042)

ST0415 STEEL, SAE 4042H /D/ (USE ST4042)

ST0416 STEEL, SAE 4047 /D/ (USE ST4047)

ST0417 STEEL, SAE 4047H /D/ (USE ST0087)

ST0418 STEEL, SAE 4053 /D/ (USE ST4053)

ST0420 STEEL, SAE 4063 (USE ST4063)

ST0421 STEEL, SAE 4063H /D/ (USE ST0089)

ST0424 STEEL, SAE 4130 (USE ST4130)

ST0425 STEEL, SAE 4130H (USE ST0090)

ST0426 STEEL, SAE 4135 (USE ST4135)

ST0427 STEEL, SAE 4135H /D/ (USE ST0091)

ST0428 STEEL, SAE 4137 (USE ST4137)

ST0429 STEEL, SAE 4137H /D/ (USE ST0092)

ST0430 STEEL, SAE 4140 (USE ST4140)

ST0431 STEEL, SAE 4140H /D/ (USE ST0431)

ST0432 STEEL, SAE 4142 (USE ST4142)

ST0433 STEEL, SAE 4142H (USE ST0094)

ST0434 STEEL, SAE 4145 (USE ST4145)

ST0435 STEEL, SAE 4145H /D/ (USE ST0095)

ST0436 STEEL, SAE 4147 /D/ (USE ST4147)

ST0437 STEEL, SAE 4147H /D/ (USE ST0096)

ST0438 STEEL, SAE 4150 (USE ST4150)

ST0439 STEEL, SAE 4150H /D/ (USE ST0097)

ST0440 STEEL, SAE 4320 (USE ST4320)

ST0441 STEEL, SAE 4320H /D/ (USE ST0102)

ST0444 STEEL, SAE 4340 (USE ST4340)

ST0445 STEEL, SAE 4340H /D/ (USE ST0104)

ST0447 STEEL, SAE 4615 /D/ (USE ST4615)

ST0448 STEEL, SAE 4620 (USE ST4620)

ST0449 STEEL, SAE 4620H (USE ST0109)

ST0450 STEEL, SAE 4621 /D/ (USE ST4621)

ST0451 STEEL, SAE 4621H /D/ (USE ST0110)

ST0452 STEEL, SAE 4640 (USE ST4640)

ST0453 STEEL, SAE 4640H (INVALID)

ST0455 STEEL, SAE 4815 /D/ (USE ST4815)

ST0456 STEEL, SAE 4815H /D/ (USE ST0111)

ST0457 STEEL, SAE 4820 (USE ST4820)

ST0458 STEEL, SAE 4820H /D/ (USE ST0112)

ST0462 STEEL, SAE 5120 (USE ST5120)

ST0463 STEEL, SAE 5120H (USE ST0117)

ST0464 STEEL, SAE 5130 /D/ (USE ST5130)

ST0465 STEEL, SAE 5130H /D/ (USE ST0118)

ST0466 STEEL, SAE 5132 (USE ST5132)

ST0467 STEEL, SAE 5132H /D/ (USE ST0119)

ST0468 STEEL, SAE 5135 /D/ (USE ST5135)

ST0469 STEEL, SAE 5135H /D/ (USE ST0120)

ST0470 STEEL, SAE 5140 /D/ (USE ST5140)

ST0471 STEEL, SAE 5140H (USE ST0121)

ST0472 STEEL, SAE 5145 /D/ (USE ST5145)

ST0473 STEEL, SAE 5145H /D/ (USE ST0122)
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ST0474 STEEL, SAE 5160 /D/ (USE ST5160)

ST0475 STEEL, SAE 5160H /D/ (USE ST0124)

ST0477 STEEL, SAE 6145 (USE ST6145)

ST0479 STEEL, SAE 6150 (USE ST6150)

ST0480 STEEL, SAE 6150H /D/ (USE ST0129)

ST0481 STEEL, SAE 8615 /D/ (USE ST8615)

ST0482 STEEL, SAE 8617 (USE ST8617)

ST0483 STEEL, SAE 8617H (USE ST0136)

ST0484 STEEL, SAE 8620 (USE ST8620)

ST0485 STEEL, SAE 8620H (USE ST0137)

ST0486 STEEL, SAE 8630 (USE ST8630)

ST0487 STEEL, SAE 8630H (USE ST0139)

ST0488 STEEL, SAE 8635 (USE ST8635)

ST0489 STEEL, SAE 8635H /D/ (INVALID)

ST0490 STEEL, SAE 8637 (USE ST8637)

ST0491 STEEL, SAE 8637H (USE ST0181)

ST0492 STEEL, SAE 8640 (USE ST8640)

ST0493 STEEL, SAE 8640H (USE ST0140)

ST0496 STEEL, SAE 8642 (USE ST8642)

ST0497 STEEL, SAE 8642H (USE ST0141)

ST0498 STEEL, SAE 8645 (USE ST8645)

ST0499 STEEL, SAE 8645H (USE ST0142)

ST0500 STEEL, SAE 8650 (USE ST8650)

ST0501 STEEL, SAE 8650H /D/ (USE ST0143)

ST0504 STEEL, SAE 8655 /D/ (USE ST8655)

ST0505 STEEL, SAE 8655H /D/ (USE ST0144)

ST0506 STEEL, SAE 8660 /D/ (USE ST8660)

ST0507 STEEL, SAE 8660H /D/ (USE ST0145)

ST0508 STEEL, SAE 8720 /D/ (USE ST8720)

ST0509 STEEL, SAE 8720H /D/ (USE ST0146)

ST0510 STEEL, SAE 8740 (USE ST8740)

ST0511 STEEL, SAE 8740H (USE ST0147)

ST0512 STEEL, SAE 8742 (USE ST8742)

ST0513 STEEL, SAE 8742H /D/ (USE ST0148)

ST0516 STEEL, SAE 9310 (USE ST0031)

ST0517 STEEL, MIL-S-8695, COND G-CANCELED (USE ST4037)

ST0518 STEEL, SAE 9840 /D/ (USE ST9840)

ST0519 STEEL, SAE 9840H /D/ (USE ST0150)

ST0520 STEEL, SAE 9850 /D/ (USE ST9850)

ST0521 STEEL, SAE 9850H /D/ (USE ST0151)

ST0522 STEEL, LOW CARBON, AISI C1010 (USE ST1010)

ST0523 STEEL, AISI C1011 (USE ST1011)

ST0524 STEEL, AISI C1012 (USE ST1012)

ST0525 STEEL, AISI C1013 (USE ST1013)

ST0526 STEEL, LOW CARBON AISI C1015 (USE ST1015)

ST0527 STEEL, AISI C1016 (USE ST1016)

ST0528 STEEL, CARBON, AISI 1144 (USE ST1144)

ST0530 STEEL, FED STD 66, COMP C1008 (USE ST1008)

ST0531 STEEL, FED STD 66, COMP C1010 (USE ST1010)

ST0532 STEEL, FED STD 66, COMP C1015 (USE ST1015)

ST0533 STEEL, FED STD 66, COMP C1016 (USE ST1016)

ST0534 STEEL, FED STD 66, COMP C1018 (USE ST1018)

ST0535 STEEL, FED STD 66, COMP C1019 (USE ST1019)
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ST0536 STEEL, FED STD 66, COMP C1020 (USE ST1020)

ST0537 STEEL, FED STD 66, COMP C1022 (USE ST1022)

ST0538 STEEL, MEDIUM CARBON, FED STD 66, COMP C1025 (USE ST1025)

ST0539 STEEL, FED STD 66, COMP C1030 (USE ST1030)

ST0540 STEEL, FED STD 66, COMP C1035 (USE ST1035)

ST0541 STEEL, FED STD 66, COMP C1040 (USE ST1040)

ST0542 STEEL, FED STD 66, COMP C1045 (USE ST1045)

ST0543 STEEL, FED STD 66, COMP C1050 (USE ST1050)

ST0544 STEEL, FED STD 66, COMP C1070 (USE ST1070)

ST0545 STEEL, FED STD 66, COMP C1095 (USE ST1095)

ST0546 STEEL, FED STD 66, COMP C1115 (INVALID)

ST0547 STEEL, FED STD 66, COMP C1117 (USE ST1117)

ST0548 STEEL, FED STD 66, COMP C1118 (USE ST1118)

ST0549 STEEL, FED STD 66, COMP C1120 (INVALID)

ST0550 STEEL, FED STD 66, COMP C1137 (USE ST1137)

ST0551 STEEL, FED STD 66, COMP C1141 (USE ST1141)

ST0552 STEEL, SAE 1144 (USE ST1144)

ST0554 STEEL, FED STD 66, COMP C1212 (USE ST1212)

ST0555 STEEL, FED STD 66, COMP C1213 (USE ST1213)

ST0556 STEEL, CARBON, FREE MACHINING, MIL-S-43, COMP 2 /D/ (USE ST1310)

ST0558 STEEL, MIL-S-7952, COMP 1025 /D/ (USE ST1025)

ST0559 STEEL, MIL-S-8559 (USE ST1095)

ST0561 STEEL, MIL-S-10520, COMP WDSS-2 (USE ST1018)

ST0562 STEEL, MIL-S-11310, COMP CS1007 (INVALID)

ST0563 STEEL, MIL-S-11310, COMP CS1008 (USE ST1008)

ST0564 STEEL, MIL-S-11310, COMP CS1010

ST0566 STEEL, MIL-S-11310, COMP CS1018 (USE ST1018)

ST0567 STEEL, MIL-S-11310, COMP CS1020 (USE ST1020)

ST0569 STEEL, MIL-S-11310, COMP CS1025 (USE ST1025)

ST0571 STEEL, MIL-S-11310 COMP CS1040 (USE ST1040)

ST0573 STEEL, MIL-S-15083, COMP CW (USE ST0526)

ST0574 STEEL, MIL-S-15083, COMP A70 /D/ (USE ST0603)

ST0576 STEEL, MIL-S-16788, CLASS 1 /D/ (USE ST1010)

ST0577 STEEL, MIL-S-16788, CLASS 2 (USE ST1020)

ST0578 STEEL, MEDIUM CARBON, MIL-S-16788, CL C4 (USE ST1040)

ST0579 STEEL, MIL-S-16788, CLASS C5 (USE ST1050)

ST0584 STEEL, MIL-S-16974 COMP 1030 (USE ST1020)

ST0585 STEEL, MIL-S-16974, COMP 1040 (USE ST1040)

ST0586 STEEL, MIL-S-16974, COMP 1050 /D/ (USE ST1050)

ST0588 STEEL, QQ-S-741, TYPE 1 (USE STA000)

ST0593 STEEL, LOW CARBON (NOT OTHERWISE SPECIFIED) (USE STA000)

ST0595 STEEL, HIGH CARBON (NOT OTHERWISE SPECIFIED) (USE STA000)

ST0596 STEEL, CARBON FREE MACHINING (NOT OTHERWISE SPECIFIED) (USE STA000)

ST0597 STEEL, GALVANIZED (NOT OTHERWISE SPECIFIED) (USE STA000)

ST0599 STEEL, FED STD 66, AISI C1010 OR SAE 1010 /D/ (USE ST1010)

ST0600 STEEL, FED STD 66, AISI C1015 OR SAE 1015 /D/ (USE ST1015)

ST0601 STEEL, FED STD 66, AISI C1022 OR SAE 1022 (USE ST1022)

ST0606 STEEL, FED STD 66, AISI C1038 OR SAE 1038 (USE ST1038)

ST0608 STEEL, FED STD 66, AISI C1045 OR SAE 1045 (USE ST1045)

ST0610 STEEL, FED STD 66, AISI C1113 OR SAE 1113 /D/ (USE ST1213)

ST0611 STEEL, FED STD 66, AISI C1118 OR SAE 1118 (USE ST1118)

ST0613 STEEL, FED STD 66, AISI C1137/SAE 1137 /D/ (USE ST1137)

ST0614 STEEL, FED STD 66, AISI MTX 1015 (USE ST0049)
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ST0615 STEEL, FED STD 66, AISI MTX 1020 (USE ST0050)

ST0616 STEEL, FED STD 66, AISI MT 1010 (USE ST0046)

ST0617 STEEL, FED STD 66, AISI MT 1015 (USE ST0047)

ST0618 STEEL, QQ-S-636, COND 3, 1/4 HARD-CANCELED (USE ST1006$$ST1008$ST1009$ST1010$ST1012$ST1015$ST1017)

ST0619 STEEL, FED STD 66, AISI 4032 /D/ (INVALID)

ST0620 STEEL, FED STD 66, AISI 4032H /D/ (INVALID)

ST0621 STEEL, FED STD 66, AISI 4130 /D/ (USE ST4130)

ST0629 STEEL, FED STD 66, AISI 8630 (USE ST8630)

ST0630 STEEL, FED STD 66, AISI 8640 (USE ST8640)

ST0631A STEEL, QQ-S-636, COND 5, REGULAR FINISH-CANCELED (USE ST1006$ST1008$ST1009$ST1010$ST1012$

ST0631B ST1015$ST1017)

ST0633 STEEL, FED STD 66, AISI 8740H (USE ST0147)

ST0634 STEEL, CARBON, QQ-S-624 (INVALID)

ST0635A STEEL, CARBON, QQ-S-633 (USE ST1008$ST1010$ST1011$ST1012$ST1015$ST1016$ST1017$ST1018$ST1019$ST1020$

ST0635B ST1021$ST1022$ST1023$ST1025$ST1026$ST1029$ST1030$ST1031$ST1033$ST1035$ST1037$ST1038$ST1039$

ST0635C ST1040$ST1042$ST1043$ST1045$ST1046$ST1049$ST1050$ST1053$ST1055$ST1060$ST1070$ST1078$ST1080$

ST0635D ST1084$ST1085$ST1086$ST1090$ST1095$ST1108$ST1109$ST1110$ST1115$ST1116$ST1117$ST1118$ST1119$

ST0635E ST1120$ST1125$ST1126$ST1132$ST1137$ST1138$ST1139$ST1140$ST1141$ST1144$ST1145$ST1146$ST1151$

ST0635F ST1211$ST1212$ST1213$ST1524$ST1527$ST1536$ST1541$ST1551$ST1552)

ST0636A STEEL, QQ-S-634 (USE ST1010$ST1015$ST1016$ST1018$ST1019$ST1020$ST1022$ST1025$ST1026$ST1035$ST1040$

ST0636B ST1042$ST1045$ST1046$ST1548$ST1049$ST1050)

ST0637 STEEL ALLOY, AISI 1006 (USE ST1006)

ST0638 STEEL ALLOY, AISI 1008 /D/ (USE ST1008)

ST0639 STEEL ALLOY, AISI 1010 (USE ST1010)

ST0640 STEEL ALLOY, AISI 1012 (USE ST1012)

ST0641 STEEL ALLOY, AISI 1015 (USE ST1015)

ST0642 STEEL ALLOY, AISI 1016 (USE ST1016)

ST0643 STEEL ALLOY, AISI 1018 (USE ST1018)

ST0644 STEEL ALLOY, AISI 1025 (USE ST1025)

ST0645 STEEL ALLOY, AISI 1030 (USE ST1030)

ST0646 STEEL ALLOY, AISI 1035 (USE ST1035)

ST0647 STEEL ALLOY, AISI 1040 (USE ST1040)

ST0648 STEEL ALLOY, AISI 1045 (USE ST1045)

ST0649 STEEL ALLOY, AISI 1050 (USE ST1050)

ST0650 STEEL ALLOY, AISI 1070 (USE ST1070)

ST0651 STEEL ALLOY, AISI 1095 (USE ST1095)

ST0652 STEEL ALLOY, AISI 1109 (USE ST1109)

ST0653 STEEL ALLOY, AISI 1113 (USE ST1213)

ST0654 STEEL ALLOY, AISI 1115 (USE ST1115)

ST0655 STEEL ALLOY, AISI 1117 (USE ST1117)

ST0656 STEEL ALLOY, AISI 1120 (USE ST1120)

ST0657 STEEL ALLOY, AISI 1137 (USE ST1137)

ST0658 STEEL ALLOY, AISI 1141 (USE ST1141)

ST0659 STEEL ALLOY, AISI 1330 (USE ST1330)

ST0660 STEEL ALLOY, AISI 1330H /D/ (USE ST0065)

ST0661 STEEL ALLOY, AISI 1335 (USE ST1335)

ST0662 STEEL ALLOY, AISI 1335H /D/ (USE ST0066)

ST0663 STEEL ALLOY, AISI 1340 /D/ (USE ST1340)

ST0664 STEEL ALLOY, AISI 1340H /D/ (USE ST0067)

ST0665 STEEL ALLOY, AISI 1345 /D/ (USE ST1345)

ST0666 STEEL ALLOY, AISI 3140 (USE ST3140)

ST0667 STEEL ALLOY, AISI 3140H /D/ (USE ST0081)

ST0668 STEEL ALLOY, AISI E3310 /D/ (USE ST0026)
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ST0669 STEEL ALLOY, AISI 4023 /D/ (USE ST4023)

ST0670 STEEL ALLOY, AISI 4027 (USE ST4027)

ST0671 STEEL ALLOY, AISI 4037 (USE ST4037)

ST0672 STEEL ALLOY, AISI 4037H /D/ (USE ST4037)

ST0673 STEEL ALLOY, AISI 4042 /D/ (USE ST4042)

ST0674 STEEL ALLOY, AISI 4042H /D/ (USE ST0086)

ST0675 STEEL ALLOY, AISI 4047 (USE ST4047)

ST0676 STEEL ALLOY, AISI 4047H (USE ST0087)

ST0677 STEEL ALLOY, AISI 4063 (USE ST4063)

ST0678 STEEL ALLOY, AISI 4063H /D/ (USE ST0089)

ST0679 STEEL ALLOY, AISI 4130 (USE ST4130)

ST0680 STEEL ALLOY, AISI 4130H (USE ST0090)

ST0681 STEEL ALLOY, AISI 4135 (USE ST4135)

ST0682 STEEL ALLOY, AISI 4135H /D/ (USE ST0091)

ST0683 STEEL ALLOY, AISI 4140 (USE ST4140)

ST0684 STEEL ALLOY, AISI 4140H (USE ST0093)

ST0685 STEEL ALLOY, AISI 4145 (USE ST4145)

ST0686 STEEL ALLOY, AISI 4145H /D/ (USE ST0095)

ST0687 STEEL ALLOY, AISI 4137 (USE ST4137)

ST0688 STEEL ALLOY, AISI 4137H /D/ (USE ST0092)

ST0689 STEEL, TOOL, QQ-T-580, GRADE B, CLASS W1-08 (USE ST0296)

ST0690 STEEL, TOOL, QQ-T-580, GRADE B, CLASS W1-09 (USE ST0297)

ST0691 STEEL ALLOY, AISI 4147 (USE ST4147)

ST0692 STEEL ALLOY, AISI 4147H /D/ (USE ST0096)

ST0693 STEEL ALLOY, AISI 4150 (USE ST4150)

ST0694 STEEL ALLOY, AISI 4150H (USE ST0097)

ST0695 STEEL ALLOY, AISI 4615 (USE ST4615)

ST0696 STEEL ALLOY, AISI 4620 (USE ST4620)

ST0697 STEEL ALLOY, AISI 4620H /D/ (USE ST0109)

ST0698 STEEL ALLOY, AISI 4621 /D/ (USE ST4621)

ST0699 STEEL ALLOY, AISI 4621H /D/ (USE ST0110)

ST0700 STEEL ALLOY, AISI 4815 /D/ (USE ST4815)

ST0701 STEEL ALLOY, AISI 4815H /D/ (USE ST0111)

ST0702 STEEL ALLOY, AISI 4820 /D/ (USE ST4820)

ST0703 STEEL ALLOY, AISI 4820H /D/ (USE ST0112)

ST0704 STEEL ALLOY, AISI 5120 /D/ (USE ST5120)

ST0705 STEEL ALLOY, AISI 5120H /D/ (USE ST0117)

ST0706 STEEL ALLOY, AISI 5130 /D/ (USE ST5130)

ST0707 STEEL ALLOY, AISI 5130H /D/ (USE ST0118)

ST0708 STEEL ALLOY, AISI 5132 /D/ (USE ST5132)

ST0709 STEEL ALLOY, AISI 5132H /D/ (USE ST0119)

ST0710 STEEL ALLOY, AISI 5135 /D/ (USE ST5135)

ST0711 STEEL ALLOY, AISI 5135H /D/ (USE ST0126)

ST0712 STEEL ALLOY, AISI 51B60H (USE ST0116)

ST0713 STEEL ALLOY, AISI 5140H /D/ (USE ST0121)

ST0714 STEEL ALLOY, AISI 5145 /D/ (USE ST5145)

ST0715 STEEL ALLOY, AISI 5145H /D/ (USE ST0122)

ST0716 STEEL ALLOY, AISI 5147 /D/ (USE ST5147)

ST0717 STEEL ALLOY, AISI 5147H /D/ (USE ST0123)

ST0718 STEEL ALLOY, AISI 5160 /D/ (USE ST5160)

ST0719 STEEL ALLOY, AISI 5160H /D/ (USE ST0124)

ST0720 STEEL ALLOY, AISI 51B60 /D/ (USE ST0115)

ST0721 STEEL ALLOY, AISI 51B60H /D/ (USE ST0116)
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ST0722 STEEL ALLOY, AISI 6150 (USE ST6150)

ST0723 STEEL ALLOY, AISI 6150H /D/ (USE ST0129)

ST0724 STEEL ALLOY, AISI 8115 /D/ (USE ST8115)

ST0725 STEEL ALLOY, AISI 8620 (USE ST8620)

ST0726 STEEL ALLOY, AISI 8620H /D/ (USE ST0137)

ST0728 STEEL ALLOY, AISI 8622H /D/ (USE ST0138)

ST0729 STEEL ALLOY, AISI 8645 (USE ST8645)

ST0730 STEEL ALLOY, AISI 8645H /D/ (USE ST0142)

ST0731 STEEL ALLOY, AISI 8742 (USE ST8742)

ST0732 STEEL ALLOY, AISI 8742H /D/ (USE ST0148)

ST0733 STEEL ALLOY, AISI E9310H /D/ (INVALID)

ST0734 STEEL ALLOY, AMS 7225 (USE STA000)

ST0735 STEEL ALLOY, FED STD 66, AISI OR SAE 1005 (USE ST1005)

ST0736 STEEL ALLOY, FED STD 66, AISI OR SAE 1006 /D/ (USE ST1006)

ST0737 STEEL ALLOY, FED STD 66, AISI OR SAE 1008 (USE ST1008)

ST0738 STEEL ALLOY, FED STD 66, AISI OR SAE 1010 (USE ST1010)

ST0739 STEEL ALLOY, FED STD 66, AISI OR SAE 1015 (USE ST1015)

ST0740 STEEL ALLOY, FED STD 66, AISI OR SAE 1016 (USE ST1016)

ST0741 STEEL ALLOY, FED STD 66, AISI OR SAE 1018 (USE ST1018)

ST0742 STEEL ALLOY, FED STD 66, AISI OR SAE 1025 (USE ST1025)

ST0743 STEEL ALLOY, FED STD 66, AISI OR SAE 1030 (USE ST1030)

ST0744 STEEL ALLOY, FED STD 66, AISI OR SAE 1035 (USE ST1035)

ST0745 STEEL ALLOY, FED STD 66, AISI OR SAE 1040 (USE ST1040)

ST0746 STEEL ALLOY, FED STD 66, AISI OR SAE 1045 (USE ST1045)

ST0747 STEEL ALLOY, FED STD 66, AISI OR SAE 1050 (USE ST1050)

ST0748 STEEL ALLOY, FED STD 66, AISI OR SAE 1070 (USE ST1070)

ST0749 STEEL ALLOY, FED STD 66, AISI OR SAE 1095 (USE ST1095)

ST0750 STEEL ALLOY, FED STD 66, AISI OR SAE 1109 (USE ST1109)

ST0751 STEEL ALLOY, FED STD 66, AISI OR SAE 1113 (USE ST1213)

ST0752 STEEL ALLOY, FED STD 66, AISI OR SAE 1115 (INVALID)

ST0753 STEEL ALLOY, FED STD 66, AISI OR SAE 1117 (USE ST1117)

ST0754 STEEL ALLOY, FED STD 66, AISI OR SAE 1118 (USE ST1118)

ST0755 STEEL ALLOY, FED STD 66, AISI OR SAE 1120 (INVALID)

ST0756 STEEL ALLOY, FED STD 66, AISI OR SAE 1137 (USE ST1120)

ST0757 STEEL ALLOY, FED STD 66, AISI OR SAE 1141 (USE ST1141)

ST0758 STEEL ALLOY, FED STD 66, AISI OR SAE 1144 (USE ST1144)

ST0759 STEEL ALLOY, FED STD 66, AISI OR SAE 1330 (USE ST1330)

ST0760 STEEL ALLOY, FED STD 66, AISI OR SAE 1330H /D/ (USE ST0065)

ST0761 STEEL ALLOY, FED STD 66, AISI OR SAE 1335 (USE ST1335)

ST0762 STEEL ALLOY, FED STD 66, AISI OR SAE 1335H /D/ (USE ST0066)

ST0763 STEEL ALLOY, FED STD 66, AISI OR SAE 1340 (USE ST1340)

ST0764 STEEL ALLOY, FED STD 66, AISI OR SAE 1340H (USE ST0067)

ST0765 STEEL ALLOY, FED STD 66, AISI OR SAE 1345 /D/ (USE ST1345)

ST0766 STEEL ALLOY, FED STD 66, AISI OR SAE 3140 (USE ST3140)

ST0767 STEEL ALLOY, FED STD 66, AISI OR SAE 3140H /D/ (USE ST0081)

ST0768 STEEL, FED STD 66, AISI OR SAE 3310H /D/ (USE ST0083)

ST0769 STEEL, FED STD 66, AISI OR SAE 4023 (USE ST4023)

ST0770 STEEL, FED STD 66, AISI OR SAE 4027 /D/ (USE ST4027)

ST0771 STEEL, FED STD 66, AISI OR SAE 4027H /D/ (USE ST0084)

ST0772 STEEL, FED STD 66, AISI OR SAE 4037 (USE ST4037)

ST0773 STEEL, FED STD 66, AISI OR SAE 4047H /D/ (USE ST0087)

ST0774 STEEL ALLOY, FED STD 66, AISI OR SAE 4042 /D/ (USE ST4042)

ST0775 STEEL ALLOY, FED STD 66, AISI OR SAE 4042H /D/ (USE ST0086)
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ST0776 STEEL ALLOY, FED STD 66, AISI OR SAE 4047 (USE ST4047)

ST0777 STEEL ALLOY, FED STD 66, AISI OR SAE 4047H /D/ (USE ST0087)

ST0778 STEEL ALLOY, FED STD 66, AISI OR SAE 4063 /D/ (USE ST4063)

ST0779 STEEL ALLOY, FED STD 66, AISI OR SAE 4063H /D/ (USE ST0089)

ST0780 STEEL ALLOY, FED STD 66, AISI OR SAE 3310 /D/ (USE ST0026)

ST0781 STEEL ALLOY, FED STD 66, AISI OR SAE 4130 (USE ST4130)

ST0782 STEEL ALLOY, FED STD 66, AISI OR SAE 4130H /D/ (USE ST0090)

ST0783 STEEL ALLOY, FED STD 66, AISI OR SAE 4135 /D/ (USE ST4135)

ST0784 STEEL ALLOY, FED STD 66, AISI OR SAE 4135H /D/ (USE ST0091)

ST0785 STEEL ALLOY, FED STD 66, AISI OR SAE 4137 (USE ST4137)

ST0786 STEEL ALLOY, FED STD 66, AISI OR SAE 4137H /D/ (USE ST0092)

ST0787 STEEL ALLOY, FED STD 66, AISI OR SAE 4140 (USE ST4140)

ST0788 STEEL ALLOY, FED STD 66, AISI OR SAE 4140H (USE ST0093)

ST0789 STEEL ALLOY, FED STD 66, AISI OR SAE 4142 (USE ST4142)

ST0790 STEEL ALLOY, FED STD 66, AISI OR SAE 4142H /D/ (USE ST0094)

ST0791 STEEL ALLOY, FED STD 66, AISI OR SAE 4145 (USE ST4145)

ST0792 STEEL ALLOY, FED STD 66, AISI OR SAE 4145H (USE ST0095)

ST0793 STEEL ALLOY, FED STD 66, AISI OR SAE 4147 /D/ (USE ST4147)

ST0794 STEEL ALLOY, FED STD 66, AISI OR SAE 4147H /D/ (USE ST0096)

ST0795 STEEL ALLOY, FED STD 66, AISI OR SAE 4150 (USE ST4150)

ST0796 STEEL ALLOY, FED STD 66, AISI OR SAE 4150H /D/ (USE ST0097)

ST0797 STEEL ALLOY, FED STD 66, AISI OR SAE 4320 (USE ST4320)

ST0798 STEEL ALLOY, FED STD 66, AISI OR SAE 4320H /D/ (USE ST0102)

ST0799 STEEL ALLOY, FED STD 66, AISI OR SAE 4337 /D/ (USE ST4337)

ST0800 STEEL ALLOY, FED STD 66, AISI OR SAE 4337H /D/ (USE ST0103)

ST0801 STEEL ALLOY, FED STD 66, AISI OR E4337H /D/ (USE ST0027)

ST0802 STEEL ALLOY, FED STD 66, AISI OR SAE 4340 (USE ST4340)

ST0803 STEEL ALLOY, FED STD 66, AISI OR SAE 4340H /D/ (USE ST0104)

ST0804 STEEL ALLOY, FED STD 66, AISI OR SAE E4340 (USE ST0028)

ST0805 STEEL ALLOY, FED STD 66, AISI OR SAE E4340H /D/ (USE ST0029)

ST0806 STEEL ALLOY, FED STD 66, AISI OR SAE 4615 (USE ST4615)

ST0807 STEEL ALLOY, FED STD 66, AISI OR SAE 4620 /D/ (USE ST4620)

ST0808 STEEL ALLOY, FED STD 66, AISI OR SAE 4620H /D/ (USE ST0109)

ST0809 STEEL ALLOY, FED STD 66, AISI OR SAE 4621 /D/ (USE ST4621)

ST0810 STEEL ALLOY, FED STD 66, AISI OR SAE 4621H /D/ (USE ST0110)

ST0811 STEEL ALLOY, FED STD 66, AISI OR SAE 4815 /D/ (USE ST4815)

ST0812 STEEL ALLOY, FED STD 66, AISI OR SAE 4815H /D/ (USE ST0111)

ST0813 STEEL ALLOY, FED STD 66, AISI OR SAE 4820H /D/ (USE ST0112)

ST0814 STEEL ALLOY, FED STD 66, AISI OR SAE 5120 /D/ (USE ST5120)

ST0815 STEEL ALLOY, FED STD 66, AISI OR SAE 5120H /D/ (USE ST0117)

ST0816 STEEL ALLOY, FED STD 66, AISI OR SAE 5130 (USE ST5130)

ST0817 STEEL ALLOY, FED STD 66, AISI OR SAE 5130H /D/ (USE ST0118)

ST0818 STEEL ALLOY, FED STD 66, AISI OR SAE 5132 /D/ (USE ST5132)

ST0819 STEEL ALLOY, FED STD 66, AISI OR SAE 5132H /D/ (USE ST0119)

ST0820 STEEL ALLOY, FED STD 66, AISI OR SAE 5135 /D/ (USE ST5135)

ST0821 STEEL ALLOY, FED STD 66, AISI OR SAE 5135H /D/ (USE ST0120)

ST0822 STEEL ALLOY, FED STD 66, AISI OR SAE 5140 (USE ST5140)

ST0823 STEEL ALLOY, FED STD 66, AISI OR SAE 5140H /D/ (USE ST0121)

ST0824 STEEL ALLOY, FED STD 66, AISI OR SAE 5145 /D/ (USE ST5145)

ST0825 STEEL ALLOY, FED STD 66, AISI OR SAE 5145H /D/ (USE ST0122)

ST0826 STEEL ALLOY, FED STD 66, AISI OR SAE 5147 (USE ST5147)

ST0826 STEEL ALLOY, FED STD 66, AISI OR SAE 5147H /D/ (USE ST0123)

ST0828 STEEL ALLOY, FED STD 66, AISI OR SAE 5160 /D/ (USE ST5160)
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ST0829 STEEL ALLOY, FED STD 66, AISI OR SAE 5160H /D/ (USE ST0124)

ST0830 STEEL ALLOY, FED STD 66, AISI OR SAE 6150 (USE ST6150)

ST0831 STEEL ALLOY, FED STD 66, AISI OR SAE 6150H (USE ST0129)

ST0832 STEEL ALLOY, FED STD 66, AISI OR SAE 8115 /D/ (USE ST8115)

ST0833 STEEL ALLOY, FED STD 66, AISI OR SAE 8615 /D/ (USE ST8615)

ST0834 STEEL ALLOY, FED STD 66, AISI OR SAE 8617 /D/ (USE ST8617)

ST0835 STEEL ALLOY, FED STD 66, AISI OR SAE 8617H /D/ (USE ST0136)

ST0836 STEEL ALLOY, FED STD 66, AISI OR SAE 8620 (USE ST8620)

ST0837 STEEL ALLOY, FED STD 66, AISI OR SAE 8620H (USE ST0137)

ST0838 STEEL ALLOY, FED STD 66, AISI OR SAE 8622 (USE ST8622)

ST0839 STEEL ALLOY, FED STD 66, AISI OR SAE 8622H /D/ (USE ST0138)

ST0840 STEEL ALLOY, FED STD 66, AISI OR SAE 8630 /D/ (USE ST8630)

ST0841 STEEL ALLOY, FED STD 66, AISI OR SAE 8630H /D/ (USE ST0139)

ST0842 STEEL ALLOY, FED STD 66, AISI OR SAE 8640 (USE ST8640)

ST0843 STEEL ALLOY, FED STD 66, AISI OR SAE 8640H (USE ST0140)

ST0844 STEEL ALLOY, FED STD 66, AISI OR SAE 8642 /D/ (USE ST8642)

ST0845 STEEL ALLOY, FED STD 66, AISI OR SAE 8642H (USE ST0141)

ST0846 STEEL ALLOY, FED STD 66, AISI OR SAE 8645 /D/ (USE ST8645)

ST0847 STEEL ALLOY, FED STD 66, AISI OR SAE 8645H /D/ (USE ST0142)

ST0848 STEEL ALLOY, FED STD 66, AISI OR SAE 8650 /D/ (USE ST8650)

ST0849 STEEL ALLOY, FED STD 66, AISI OR SAE 8650H /D/ (USE ST0143)

ST0850 STEEL ALLOY, FED STD 66, AISI OR SAE 8655 /D/ (USE ST8655)

ST0851 STEEL ALLOY, FED STD 66, AISI OR SAE 8655H /D/ (USE ST0144)

ST0852 STEEL ALLOY, FED STD 66, AISI OR SAE 8660 /D/ (USE ST8660)

ST0853 STEEL ALLOY, FED STD 66, AISI OR SAE 8660H /D/ (USE ST0145)

ST0854 STEEL ALLOY, FED STD 66, AISI OR SAE 8720 /D/ (USE ST8720)

ST0855 STEEL ALLOY, FED STD 66, AISI OR SAE 8720H /D/ (USE ST0146)

ST0856 STEEL ALLOY, FED STD 66, AISI OR SAE 8740 (USE ST8740)

ST0857 STEEL ALLOY, FED STD 66, AISI OR SAE 8740H (USE ST0147)

ST0858 STEEL ALLOY, FED STD 66, AISI OR SAE 8742 (USE ST8742)

ST0859 STEEL ALLOY, FED STD 66, AISI OR SAE 8742H /D/ (USE ST0148)

ST0860 STEEL ALLOY, FED STD 66, AISI OR SAE 9310 (USE ST0031)

ST0861 STEEL ALLOY, FED STD 66, AISI OR SAE 9310H /D/ (USE ST0149)

ST0862 STEEL ALLOY, FED STD 66, AISI OR SAE 9840 /D/ (USE ST9840)

ST0863 STEEL ALLOY, FED STD 66, AISI OR SAE 9840H /D/ (USE ST0150)

ST0864 STEEL ALLOY, FED STD 66, AISI OR SAE 9850 /D/ (USE ST9850)

ST0865 STEEL ALLOY, FED STD 66, AISI OR SAE 9850H /D/ (USE ST0151)

ST0866 STEEL ALLOY, MIL-S-11310, CS1006 (USE ST1006)

ST0867 STEEL ALLOY, QQ-S-624 COMP 1330 (USE ST1330)

ST0868 STEEL ALLOY, QQ-S-624 COMP 1330H (USE ST0065)

ST0869 STEEL ALLOY, QQ-S-624, COMP 1345 (USE ST1345)

ST0870 STEEL ALLOY, QQ-S-624, COMP 3140 (USE ST3140)

ST0871 STEEL ALLOY, QQ-S-624, COMP 3140H (USE ST0081)

ST0872 STEEL ALLOY, QQ-S-624, COMP 4027 /D/ (USE ST4027)

ST0873 STEEL ALLOY, QQ-S-624, COMP 4027H /D/ (USE ST0084)

ST0874 STEEL ALLOY, QQ-S-624, COMP 4135 (USE ST4135)

ST0875 STEEL ALLOY, QQ-S-624, COMP 4135H (USE ST0091)

ST0876 STEEL ALLOY, QQ-S-624, COMP 4140 (USE ST4140)

ST0877 STEEL ALLOY, QQ-S-624, COMP 4140H (USE ST0093)

ST0878 STEEL ALLOY, QQ-S-624, COMP 4320 (USE ST4320)

ST0879 STEEL ALLOY, QQ-S-624, COMP 4320H (USE ST0102)

ST0880 STEEL ALLOY, QQ-S-624, COMP E4340 (USE ST0028)

ST0881 STEEL ALLOY, QQ-S-624, COMP E4340H (USE ST0029)
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ST0882 STEEL ALLOY, QQ-S-624, COMP 51B60 /D/ (USE ST0115)

ST0883 STEEL ALLOY, QQ-S-624, COMP 51B60H /D/ (USE ST0116)

ST0884 STEEL ALLOY, QQ-S-624, COMP 8617H /D/ (USE ST0136)

ST0885 STEEL ALLOY, QQ-S-624, COMP 8642 (USE ST8642)

ST0886 STEEL ALLOY, QQ-S-624, COMP 8642H (USE ST0141)

ST0887 STEEL ALLOY, QQ-S-624, COMP E9310 /D/ (USE ST0031)

ST0888 STEEL ALLOY, QQ-S-624, COMP 9310H (USE ST0149)

ST0889 STEEL ALLOY, QQ-S-624, COMP 9840H /D/ (USE ST0150)

ST0890 STEEL ALLOY, QQ-S-624, COMP 9850H /D/ (USE ST0151)

ST0891 STEEL ALLOY, QQ-S-630, COMP 1010 (USE ST1010)

ST0892 STEEL ALLOY, QQ-S-631, COMP 1010 (USE ST1010)

ST0893 STEEL ALLOY, QQ-S-631, COMP 1015 (USE ST1015)

ST0894 STEEL ALLOY, QQ-S-631, COMP 1016 (USE ST1016)

ST0895 STEEL ALLOY, QQ-S-634, COMP 1010 (USE ST1010)

ST0896 STEEL ALLOY, QQ-S-634, COMP 1015 (USE ST1015)

ST0897 STEEL ALLOY, QQ-S-634, COMP 1016 (USE ST1016)

ST0898 STEEL ALLOY, QQ-S-637, COMP 1109 (USE ST1109)

ST0899 STEEL ALLOY, QQ-W-405, COMP 1006 (USE ST1006)

ST0900 STEEL ALLOY, QQ-W-405, COMP 1010 (USE ST1010)

ST0901 STEEL ALLOY, QQ-W-405, COMP 1012 (USE ST1012)

ST0902 STEEL ALLOY, QQ-W-405, COMP 1013 (USE ST1013)

ST0903 STEEL ALLOY, QQ-W-405, COMP 1015 (USE ST1015)

ST0904 STEEL ALLOY, QQ-W-405, COMP 1016 (USE ST1016)

ST0905 STEEL ALLOY, QQ-W-405, COMP 1018 (USE ST1018)

ST0906 STEEL ALLOY, QQ-W-461, FS1010 (USE ST1010)

ST0907 STEEL ALLOY, SAE 1095 (USE ST1095)

ST0908 STEEL ALLOY, SAE 1109 (USE ST1109)

ST0909 STEEL ALLOY, SAE 1335 (USE ST1335)

ST0910 STEEL ALLOY, SAE 1335H /D/ (USE ST0066)

ST0911 STEEL ALLOY, SAE E3310 /D/ (USE ST0026)

ST0912 STEEL ALLOY, SAE E4340 /D/ (USE ST0028)

ST0913 STEEL ALLOY, SAE E4340H /D/ (USE ST0029)

ST0914 STEEL ALLOY, SAE 5147 /D/ (USE ST5147)

ST0915 STEEL ALLOY, SAE 5147H /D/ (USE ST0123)

ST0916 STEEL ALLOY, SAE 51B60 /D/ (USE ST0115)

ST0917 STEEL ALLOY, SAE 51B60H /D/ (USE ST0116)

ST0918 STEEL ALLOY, SAE 8115 /D/ (USE ST8115)

ST0919 STEEL ALLOY, SAE 8622 (USE ST8622)

ST0920 STEEL ALLOY, SAE 8622H (USE ST013)

ST0921 STEEL ALLOY, SAE E931oH /D/ (USE ST0032)

ST0922 STEEL, AMS 6350 (USE ST4130)

ST0923 STEEL, AMS 6357 (USE ST8735)

ST0924 STEEL, FED STD 66, AISI C1005 /D/ (USE ST1005)

ST0925 STEEL, FED STD 66, AISI OR SAE 4820 /D/ (USE ST4820)

ST0926A STEEL, FED STD 66, AISI C1005 THRU C1035 OR SAE 1006 THRU 1035 (USE ST1005$ST1006$ST1008$ST1009$

ST0926B ST1010$ST1011$ST1012$ST1013$ST1015$ST106$ST1017$ST1018$ST1019$ST1020$ST1021$ST1022$ST1023$

ST0926C ST1524$ST1025$ST1026$ST1527$ST1029$ST1030$ST1031$ST1033$ST1034$ST1035)

ST0927A STEEL, FED STD 66, AISI C1010 THRU C1035 OR SAE 1010 THRU 1035 (USE ST1010$ST1011$ST1012$ST1013$

ST0927B ST1015$ST1016$ST1017$ST1018$ST1019$ST1020$ST1021$$ST1022$ST1524$ST1025$ST1026$ST1027$

ST0927C ST1029$ST1030$ST1031$ST1033$ST1034$ST1035)

ST0928 STEEL, FED STD 66, AISI C1018, C1020, C1025; SAE 1018, 1020, 1025 (USE ST1018$ST1020$ST1025)

ST0929A STEEL, FED STD 66, AISI C1050 THRU C1064 OR SAE 1050 THRU 1064 (USE ST1050$ST1053$ST1054$ST1055$

ST0929B ST1059$ST1060$ST1551$ST1552)
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ST0930A STEEL, FED STD 66, AISI C1050 THRU C1065 OR SAE 1050 THRU 1065 /D/ (USE ST1050$ST1053$ST1054$ST1055$

ST0930B ST1059$ST1060$ST1061$ST1064$ST1065)

ST0931A STEEL, FED STD 66, AISI C1050 THRU C1066 OR SAE 1050 THRU C1065 (USE ST1050$ST1551$ST1552$ST1053$

ST0931B ST1054$ST1055$ST1059$ST1060$ST1561$ST1062$ST1064$ST1065$ST1066)

ST0932A STEEL, FED STD 66, AISI C1060 THRU C1080 OR SAE 1060 THRU 1080 (USE ST1060$ST1561$ST1064$ST1065$

ST0932B ST1566$ST1069$ST1070$ST1572$ST1074$ST1075$ST1080$ST1078)

ST0933 STEEL, QQ-S-626, COMP 1330 (USE ST1330)

ST0934 STEEL, QQ-S-626, COMP 1345 (USE ST1345)

ST0935 STEEL, QQ-S-626, COMP 4130 (USE ST4130)

ST0936 STEEL, QQ-S-626, COMP 4140 (USE ST4140)

ST0937 STEEL, QQ-S-626, COMP 4340 (USE ST4340)

ST0938 STEEL, QQ-S-626, COMP 4620 (USE ST4620)

ST0939 STEEL, QQ-S-626, COMP 6150 (USE ST6150)

ST0940 STEEL, QQ-S-626, COMP 8620 (USE ST8620)

ST0941 STEEL, QQ-S-635, COMP 1009 (USE ST1009)

ST0942 STEEL, QQ-S-635, COMP 1020 (USE ST1020)

ST0943 STEEL, QQ-S-635, COMP 1035 (USE ST1035)

ST0944 STEEL, QQ-S-635, COMP 1045 (INVALID)

ST0945 STEEL, QQ-S-635, COMP 1050 (USE ST1050)

ST0946 STEEL, QQ-S-698, COMP 1008 (USE STA000)

ST0947 STEEL, QQ-S-698, COMP 1009 (USE STA000)

ST0948 STEEL, QQ-S-698, COMP 1015 (USE STA000)

ST0949 STEEL, QQ-S-698, COMP 1018 (USE STA000)

ST0950 STEEL, QQ-S-698, COMP 1020 (USE STA000)

ST0951 STEEL, QQ-S-775, TYPE 1, CLASS A (USE STA000)

ST0952 STEEL, QQ-S-775, TYPE 1, CLASS B (USE STA000)

ST0953 STEEL, QQ-S-775, TYPE 1, CLASS C (USE STA000)

ST0954 STEEL, QQ-S-775, TYPE 1, CLASS D (USE STA000)

ST0955 STEEL, QQ-S-775, TYPE 1, CLASS E (USE STA000)

ST0956 STEEL, SAE 1009 (USE ST1009)

ST0957 STEEL, SAE GRADE 1 (INVALID)

ST0958 STEEL, SAE GRADE 2 (INVALID)

ST0959 STEEL, SAE GRADE 5 (INVALID)

ST0960 STEEL, SAE GRADE 8 (INVALID)

ST0961 STEEL, QQ-S-633 OR FED STD 66, WITH MINIMUM TENSILE STRENGTH OF 60,000 PSI (USE STA000)

ST0962A STEEL, QQ-S-631, OR SAE 1010 THRU 1022 OR SAE 1108 THRU 1118 OR QQ-S-634 OR SAE 1010 THRU 1022 OR

ST0962B SAE 1108 THRU 1118 OR QQ-S-637 OR SAE 1010 THRU 1022 OR SAE 1108 THRU 1118 OR QQ-W-405

ST0962C OR SAE 1010 THRU 1022 OR SAE 1108 THRU 1118-CANCELED /D/ (USE ST1010$ST1011$ST1012$ST1013$

ST0962D ST1015$ST1016$ST1017$ST1018$ST1019$ST1020$ST1021$ST1022$ST1108$ST1109$ST1110$ST1115$

ST0962E ST1117$ST1118$ST1119$ST1120)

ST0963 STEEL, QQ-S-633, COMP C1010 (USE ST1010)

ST0964 STEEL, MIL-B-6812 (INVALID)

ST0966A STEEL, FED STD 66, AISI 1010 THRU 1022; B1112 OR B1113 OR C1137 OR SAE 1010 THRU 1020 (USE ST1010$

ST0966B ST1011$ST1012$ST1013$ST1015$ST1016$ST1017$ST1018$ST1019$ST1020$ST1021$ST1022$ST1212$

ST0966C ST1213$ST1137)

ST0967A STEEL, FED STD 66, AISI 1035 THRU 1045; C1137 THRU C1144 OR SAE 1035 THRU 1045 (USE ST1035$ST1536$

ST0967B ST1037$ST1038$ST1039$ST1040$ST1541$ST1042$ST1043$ST1044$ST1045$ST1137$ST1139$ST1140$ST1141$

ST0967C ST1144$ST1145)

ST0968 STEEL, FED STD 66, AISI 4037 OR 4137 OR 4140, 8630 OR 8740 (USE ST4037$ST4137$ST4140$ST8630$ST8740)

ST0969 STEEL, MIL-S-6050 OR AN-S-9 (USE ST8630)

ST0970 STEEL, MIL-S-6049 OR MIL-S-6050 OR MIL-S-6098 OR MIL-S-6758 OR AN-S-9 (USE ST4130$ST8630$ST8735$ST8740)

ST0971A STEEL, MIL-S-5000 OR MIL-S-5626 OR MIL-S-6049 OR MIL-S-6098 OR MIL-S-8503 OR EQUAL

ST0971B (USE ST4140$ST0028$ST6150$ST8735$ST8740$ST4340)
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ST0972 STEEL, FED STD 66, ANY COMPOSITION WHICH CAN BE HEAT TREATED IN ACCORDANCE WITH MIL-H-6875 (USE STA000)

ST0973A STEEL, FED STD 66, AISI 1013 THRU 1022 (USE ST1013$ST1015$ST1016$ST1017$ST1018$ST1019$ST1020$

ST0973B ST1021$ST1022)

ST0974 STEEL, FED STD 66, AISI C1113 (USE ST1213)

ST0975 STEEL, QQ-S-636-CANCELED (USE ST1017$ST1015$ST1012$ST1010$ST1009$ST1008$ST1006)

ST0977 STEEL, QQ-S-698 (USE ST1008$ST1009$ST1015$ST1018$ST1020$STA000)

ST0978 STEEL, MIL-T-17188 (INVALID)

ST0979 STEEL, MIL-S-18729, COMP SAE 4130 (USE ST4130)

ST0981 STEEL, ASA B16.5 (INVALID)

ST0985A STEEL, ASTM A276 (USE ST0702$ST0703$ST0712$ST0715$ST0716$ST0302$ST0180$ST0304$ST0449$ST0080$ST0305$

ST0985B ST0152$ST0309$ST0153$ST0310$ST0154$ST0155$ST0316$ST0082$ST0451$ST0317$ST0321$ST0347$ST0348$

ST0985C ST0403$ST0405$ST0410$ST0414$ST0420$ST0429$ST0430$ST0431$ST0105$ST0106$ST0107$ST0446)

ST0986 STEEL, TOOL, QQ-T-570, CLASS S1 (USE ST0435)

ST0987 STEEL, TOOL, QQ-T-570, CLASS S2 (USE ST0351)

ST0988 STEEL, TOOL, QQ-T-570, CLASS S5 (USE ST0352)

ST0990 STEEL, TOOL, QQ-T-580, GRADE B, CLASS B, W1-09 (USE ST0297)

ST0991 STEEL, TOOL, QQ-T-580, GRADE B, CLASS W1-10 (USE ST0298)

ST0992 STEEL, TOOL, QQ-T-580, GRADE B, CLASS W1-12 /D/ (USE ST0299)

ST0993 STEEL, TOOL, QQ-T-580, GRADE B, CLASS W209 /D/ (USE ST0306)

ST0994 STEEL, TOOL, QQ-T-580, GRADE B, CLASS W2-10 /D/ (USE ST0307)

ST0995 STEEL, TOOL, QQ-T-580, GRADE B, CLASS W310 /D/ (USE ST0311)

ST0996 STEEL, ALLOY, MIL-S-6858, SAE 4130 (USE ST4130)

ST0997 STEEL ALLOY, FED STD 66, AISI OR SAE 1345H (USE ST0068)

ST1000 STEEL ALLOY, FED STD 66, AISI OR SAE 4028 (USE ST4028)

ST1010 STEEL ALLOY, FED STD 66, AISI OR SAE 4718 (USE ST4718)

ST1022 STEEL ALLOY, FED STD 66, AISI OR SAE 50B60 /D/ (USE ST0114)

ST1025 STEEL ALLOY, FED STD 66, AISI OR SAE E51100 /D/ (USE ST0213)

ST1030 STEEL ALLOY, FED STD 66, AISI OR SAE 5155 (USE ST5155)

ST1032 STEEL ALLOY, FED STD 66, AISI OR SAE E52100 /D/ (USE ST0030)

ST1035 STEEL ALLOY, FED STD 66, AISI OR SAE 81B45 (USE ST0173)

ST1039 STEEL ALLOY, FED STD 66, AISI OR SAE 8627 /D/ (USE ST8627)

ST1050 STEEL ALLOY, FED STD 66, AISI OR SAE 94B30 (USE ST0170)

ST1052 STEEL, CARBON (NOT OTHERWISE SPECIFIED) (USE STA000)

ST1055 STEEL, CARBON, FED STD 66, AISI OR SAE 1006 /D/ (USE ST1006)

ST1058 STEEL, CARBON, FED STD 66, AISI MT 1010 /D/ (USE ST0046)

ST1059 STEEL, CARBON, FED STD 66, AISI OR SAE 1010 (USE ST1010)

ST1061 STEEL, CARBON, FED STD 66, AISI OR SAE 1012 (USE ST1012)

ST1065 STEEL, CARBON, FED STD 66, AISI OR SAE 1015 (USE ST1015)

ST1067 STEEL, CARBON, FED STD 66, AISI OR SAE 1017 (USE ST1017)

ST1068 STEEL, CARBON, FED STD 66, AISI OR SAE 1018 /D/ (USE ST1018)

ST1069 STEEL, CARBON, FED STD 66, AISI OR SAE 1019 /D/ (USE ST1019)

ST1070 STEEL, FED STD 66, COMP 1070 (USE ST6119)

ST1072 STEEL, CARBON, FED STD 66, AISI OR SAE 1020 (USE ST1020)

ST1073 STEEL, CARBON, FED STD 66, AISI OR SAE 1021 (USE ST1021)

ST1074 STEEL, CARBON, FED STD 66, AISI OR SAE 1022 (USE ST1022)

ST1077 STEEL, CARBON, FED STD 66, AISI OR SAE 1025 (USE ST1025)

ST1078 STEEL, CARBON, FED STD 66, AISI OR SAE 1026 (USE ST1026)

ST1080 STEEL, FED STD 66, COMP 1080 (USE ST6125)

ST1090 STEEL, CARBON, FED STD 66, AISI OR SAE 1040 (USE ST1040)

ST1098 STEEL, CARBON, FED STD 66, AISI OR SAE 1049 /D/ (USE ST1049)

ST1099 STEEL, CARBON, FED STD 66, AISI OR SAE 1050 (USE ST1050)

ST1104 STEEL, CARBON, FED STD 66, AISI OR SAE 1055 /D/ (USE ST1055)

ST1106 STEEL, CARBON, FED STD 66, AISI OR SAE 1060 (USE ST1060)
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ST1109 STEEL, CARBON, FED STD 66, AISI 1065 (USE ST1065)

ST1110 STEEL, CARBON, FED STD 66, AISI 1066 /D/ (USE ST1066)

ST1112 STEEL, CARBON, FED STD 66, AISI OR SAE 1070 (USE ST1070)

ST1116 STEEL, CARBON, FED STD 66, AISI 1075 /D/ (USE ST1075)

ST1117 STEEL, CARBON, FED STD 66, AISI OR SAE 1078 (USE ST1078)

ST1122 STEEL, CARBON, FED STD 66, AISI OR SAE 1090 /D/ (USE ST1090)

ST1123 STEEL, CARBON, FED STD 66, AISI OR SAE 1095 (USE ST1095)

ST1124 STEEL, CARBON, FED STD 66, AISI 1108 (USE ST1108)

ST1126 STEEL, CARBON, FED STD 66, AISI OR SAE 1110 (USE ST1110)

ST1127 STEEL, CARBON, FED STD 66, AISI B1111 (USE ST1211)

ST1129 STEEL, CARBON, FED STD 66, AISI B1112, 1212 OR SAE 1112 (USE ST1212)

ST1130 STEEL, CARBON, FED STD 66, AISI B1113, 1213 OR SAE 1113 (USE ST1213)

ST1132 STEEL, CARBON, FED STD 66, AISI OR SAE 1117 (USE ST1117)

ST1133 STEEL, CARBON, FED STD 66, AISI OR SAE 1118 /D/ (USE ST1118)

ST1136 STEEL, CARBON, FED STD 66, AISI OR SAE 1137 (USE ST1137)

ST1137 STEEL, CARBON, FED STD 66, AISI OR SAE 1139 /D/ (USE ST1139)

ST1139 STEEL, CARBON, FED STD 66, AISI OR SAE 1141 (USE ST1141)

ST1140 STEEL, CARBON, FED STD 66, AISI OR SAE 1144 /D/ (USE ST1144)

ST1141 STEEL, CARBON, FED STD 66, AISI OR SAE 1145 /D/ (USE ST1145)

ST1150 STEEL, CARBON, FED STD 66, GRADE M1015 (USE ST0176)

ST1188 STEEL ALLOY, MIL-S-890, ALLOY NO. 2 (USE STA000)

ST1210 STEEL ALLOY, QQ-S-681, CLASS 90-60 /D/ (USE ST0184)

ST1212 STEEL ALLOY, QQ-S-681, CLASS 120-95 (USE ST0520)

ST1224 STEEL, CARBON, MIL-S-16788, CLASS C2 (USE ST1020)

ST1225 STEEL, CARBON, MIL-S-16788, CLASS C3 /D/ (USE ST1030)

ST1230 STEEL, CARBON, MIL-S-16974, COMP 1010 /D/ (USE ST1010)

ST1231 STEEL, CARBON, MIL-S-16974, COMP 1015 (USE ST1015)

ST1237 STEEL, CARBON, MIL-S-890, CLASS B-S (USE STA000)

ST1239 STEEL, CARBON, MIL-S-890, CLASS C (USE STA000)

ST1243 STEEL, CARBON, QQ-S-637, 12L14D /D/ (INVALID)

ST1279 STEEL, CARBON, FED STD 66, AISI 1074 /D/ (USE ST1074)

ST1285 STEEL ALLOY, AMS 6370 OR SAE 4130 /D/ (USE ST4130)

ST1286 STEEL, AMS 7225 (USE STA000)

ST1287 STEEL, FED STD 66, AISI 1005 (USE ST1005)

ST1288 STEEL, FED STD 66, AISI/SAE 1006 (USE ST1006)

ST1290 STEEL, FED STD 66, AISI/SAE 1008 (USE ST1008)

ST1291 STEEL, FED STD 66, AISI/SAE 1010 (USE ST1010)

ST1292 STEEL, FED STD 66, AISI/SAE 1015 (USE ST1015)

ST1293 STEEL, FED STD 66, AISI/SAE 1016 (USE ST1016)

ST1294 STEEL, FED STD 66, AISI/SAE 1018 (USE ST1018)

ST1295 STEEL, FED STD 66, AISI/SAE 1025 (USE ST1025)

ST1296 STEEL, FED STD 66, AISI/SAE 1030 (USE ST1030)

ST1297 STEEL, FED STD 66, AISI/SAE 1035 (USE ST1035)

ST1298 STEEL, FED STD 66, AISI/SAE 1040 (USE ST1040)

ST1299 STEEL, FED STD 66, AISI/SAE 1045 (USE ST1045)

ST1300 STEEL, FED STD 66, AISI/SAE 1050 (USE ST1050)

ST1301 STEEL, FED STD 66, AISI/SAE 1070 (USE ST1070)

ST1302 STEEL, FED STD 66, AISI/SAE 1095 (USE ST1095)

ST1303 STEEL, FED STD 66, AISI/SAE 1109 (USE ST1109)

ST1304 STEEL, FED STD 66, AISI B1113, 1213/SAE 1113 (USE ST1213)

ST1309 STEEL, FED STD 66, AISI/SAE 1120 (INVALID)

ST1310 STEEL, FED STD 66, AISI/SAE 1137 (USE ST1137)

ST1311 STEEL, FED STD 66, AISI/SAE 1141 (USE ST1141)
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ST1312 STEEL, FED STD 66, AISI/SAE 1144 (USE ST1144)

ST1313 STEEL, FED STD 66, AISI/SAE 1330 (USE ST1330)

ST1314 STEEL, FED STD 66, AISI/SAE 1330H (USE ST0065)

ST1315 STEEL, FED STD 66, AISI/SAE 1335 (USE ST1335)

ST1317 STEEL, FED STD 66, AISI/SAE 1340 (USE ST1340)

ST1319 STEEL, FED STD 66, AISI/SAE 1345 (USE ST1345)

ST1320 STEEL, FED STD 66, AISI/SAE 3140 (USE ST3140)

ST1322 STEEL, FED STD 66, AISI/SAE 3310H (USE ST0083)

ST1323 STEEL, FED STD 66, AISI/SAE 4023 /D/ (USE ST4023)

ST1326 STEEL, FED STD 66, AISI/SAE 4037 (USE ST4037)

ST1329 STEEL, FED STD 66, AISI/SAE 4042H (USE ST0086)

ST1334 STEEL, FED STD 66, AISI/SAE E3310 (USE ST0026)

ST1335 STEEL, FED STD 66, AISI/SAE 4130 (USE ST4130)

ST1336 STEEL, FED STD 66, AISI/SAE 4130H (USE ST0090)

ST1337 STEEL, FED STD 66, AISI/SAE 4135 (USE ST4135)

ST1338 STEEL, FED STD 66, AISI/SAE 4135H (USE ST0091)

ST1339 STEEL, FED STD 66, AISI/SAE 4137 (USE ST4137)

ST1341 STEEL, FED STD 66, AISI/SAE 4140 (USE ST4140)

ST1342 STEEL, FED STD 66, AISI/SAE 4140H (USE ST0093)

ST1343 STEEL, FED STD 66, AISI/SAE 4142 (USE ST4142)

ST1344 STEEL, FED STD 66, AISI/SAE 4142H (USE ST0094)

ST1345 STEEL, FED STD 66, AISI/SAE 4145 (USE ST4145)

ST1346 STEEL, FED STD 66, AISI/SAE 4145H (USE ST0095)

ST1347 STEEL, FED STD 66, AISI/SAE 4147 (USE ST4147)

ST1348 STEEL, FED STD 66, AISI/SAE 4147H (USE ST0096)

ST1349 STEEL, FED STD 66, AISI/SAE 4150 (USE ST4150)

ST1350 STEEL, FED STD 66, AISI/SAE 4150H (USE ST0097)

ST1351 STEEL, FED STD 66, AISI/SAE 4320 (USE ST4320)

ST1353 STEEL, FED STD 66, AISI/SAE 4337 (USE ST4337)

ST1355 STEEL, FED STD 66, AISI/SAE E4337H (USE ST0027)

ST1356 STEEL, FED STD 66, AISI/SAE 4340 (USE ST4340)

ST1357 STEEL, FED STD 66, AISI/SAE 4340H (USE ST0104)

ST1358 STEEL, FED STD 66, AISI/SAE 4615 (USE ST4615)

ST1359 STEEL, FED STD 66, AISI/SAE E4340 (USE ST0028)

ST1361 STEEL, FED STD 66, AISI/SAE E4340H (USE ST0029)

ST1362 STEEL, FED STD 66, AISI/SAE 4620H (USE ST0109)

ST1365 STEEL, FED STD 66, AISI/SAE 4815 (USE ST4815)

ST1368 STEEL, FED STD 66, AISI/SAE 4820H (USE ST0112)

ST1369 STEEL, FED STD 66, AISI/SAE 5120 (USE ST5120)

ST1370 STEEL, FED STD 66, AISI/SAE 5120H (USE ST0117)

ST1371 STEEL, FED STD 66, AISI/SAE 5130 (USE ST5130)

ST1375 STEEL, FED STD 66, AISI/SAE 5135 (USE ST5135)

ST1376 STEEL, FED STD 66, AISI/SAE 5135H (USE ST0120)

ST1377 STEEL, FED STD 66, AISI/SAE 5140 (USE ST5140)

ST1379 STEEL, FED STD 66, AISI/SAE 5145 (USE ST5145)

ST1381 STEEL, FED STD 66, AISI/SAE 5147 (USE ST5147)

ST1383 STEEL, FED STD 66, AISI/SAE 5160 (USE ST5160)

ST1385 STEEL, FED STD 66, AISI/SAE 6150 (USE ST6150)

ST1388 STEEL, FED STD 66, AISI/SAE 8615 (USE ST8615)

ST1389 STEEL, FED STD 66, AISI/SAE 8617 (USE ST8617)

ST1390 STEEL, FED STD 66, AISI/SAE 8617H (USE ST0136)

ST1391 STEEL, FED STD 66, AISI/SAE 8620 (USE ST8620)

ST1392 STEEL, FED STD 66, AISI/SAE 8620H (USE ST0137)

179



MATERIAL CROSS REFERENCE

OLD
CODE SPECIFICATION REPLY & NEW REPLY CODE

ST1393 STEEL, FED STD 66, AISI/SAE 8622 (USE ST8622)

ST1394 STEEL, FED STD 66, AISI/SAE 8622H (USE ST0138)

ST1395 STEEL, FED STD 66, AISI/SAE 8630 (USE ST8630)

ST1396 STEEL, FED STD 66, AISI/SAE 8630H (USE ST0139)

ST1397 STEEL, FED STD 66, AISI/SAE 8640 (USE ST8640)

ST1398 STEEL, FED STD 66, AISI/SAE 8640H (USE ST0140)

ST1399 STEEL, FED STD 66, AISI/SAE 8642 (USE ST8642)

ST1400 STEEL, FED STD 66, AISI/SAE 8642H (USE ST0141)

ST1401 STEEL, FED STD 66, AISI/SAE 8645 (USE ST8645)

ST1402 STEEL, FED STD 66, AISI/SAE 8645H (USE ST0142)

ST1403 STEEL, FED STD 66, AISI/SAE 8650 (USE ST8650)

ST1407 STEEL, FED STD 66, AISI/SAE 8660 (USE ST8660)

ST1409 STEEL, FED STD 66, AISI/SAE 8720 (USE ST8720)

ST1410 STEEL, FED STD 66, AISI/SAE 8720H (USE ST0146)

ST1411 STEEL, FED STD 66, AISI/SAE 8740 (USE ST8740)

ST1412 STEEL, FED STD 66, AISI/SAE 8740H (USE ST0147)

ST1413 STEEL, FED STD 66, AISI/SAE 8742 (USE ST8742)

ST1414 STEEL, FED STD 66, AISI/SAE 8742H (USE ST0148)

ST1415 STEEL, FED STD 66, AISI/SAE 9310 (USE ST0031)

ST1416 STEEL, FED STD 66, AISI/SAE 9310H (USE ST0149)

ST1421 STEEL, FED STD 66, AISI/SAE E50100 (USE ST0491)

ST1422 STEEL, FED STD 66, AISI/SAE E51100 (USE ST0213)

ST1423 STEEL, FED STD 66, AISI/SAE E52100 (USE ST0030)

ST1424 STEEL, FED STD 66, AISI/SAE E51B60 (USE ST0115)

ST1426 STEEL, MIL-S-8559 (USE ST1095)

ST1427 STEEL, MIL-S-11310, COMP CS1006 (USE ST1006)

ST1428 STEEL, MIL-S-11310, COMP CS1008 (USE ST1008)

ST1429 STEEL, MIL-S-11310, COMP CS1010 (USE ST1010)

ST1431 STEEL, MIL-S-11310, COMP CS1018 (USE ST1018)

ST1432 STEEL, MIL-S-11310, COMP CS1025 (USE ST1025)

ST1435 STEEL, QQ-S-624, COMP 1330 (USE ST1330)

ST1436 STEEL, QQ-S-624, COMP 1330H (USE ST0065)

ST1437 STEEL, QQ-S-624, COMP 1335 (USE ST1335)

ST1439 STEEL, QQ-S-624, COMP 1340 (USE ST1340)

ST1440 STEEL, QQ-S-624, COMP 1340H (USE ST0067)

ST1441 STEEL, QQ-S-624, COMP 1345 (USE ST1345)

ST1442 STEEL, QQ-S-634, COMP 3140 (USE ST3140)

ST1443 STEEL, QQ-S-624, COMP 3140H (USE ST0081)

ST1444 STEEL, QQ-S-624, COMP E3310 (USE ST0026)

ST1446 STEEL, QQ-S-624, COMP 4023 (USE ST4023)

ST1449 STEEL, QQ-S-624, COMP 4037 (USE ST4037)

ST1451 STEEL, QQ-S-624, COMP 4042 (USE ST4042)

ST1454 STEEL, QQ-S-624, COMP 4047H (USE ST0087)

ST1458 STEEL, QQ-S-624, COMP 4130 (USE ST4130)

ST1459 STEEL, QQ-S-624, COMP 4130H (USE ST0090)

ST1460 STEEL, QQ-S-624, COMP 4135 (USE ST4135)

ST1461 STEEL, QQ-S-624, COMP 4135H (USE ST0091)

ST1462 STEEL, QQ-S-624, COMP 4137 (USE ST4137)

ST1463 STEEL, QQ-S-624, COMP 4137H (USE ST0092)

ST1464 STEEL, QQ-S-624, COMP 4140 (USE ST4140)

ST1465 STEEL, QQ-S-624, COMP 4140H (USE ST0093)

ST1466 STEEL, QQ-S-624, COMP 4142 (USE ST4142)

ST1467 STEEL, QQ-S-624, COMP 4142H (USE ST0094)
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ST1468 STEEL, QQ-S-624, COMP 4145 (USE ST4145)

ST1469 STEEL, QQ-S-624, COMP 4145H (USE ST0095)

ST1472 STEEL, QQ-S-624, COMP 4320 (USE ST4320)

ST1474 STEEL, QQ-S-624, COMP 4340 (USE ST4340)

ST1475 STEEL, QQ-S-624, COMP 4340H (USE ST0104)

ST1476 STEEL, QQ-S-624, COMP E4340 (USE ST0028)

ST1478 STEEL, QQ-S-624, COMP 4615 (USE ST4615)

ST1479 STEEL, QQ-S-624, COMP 4620 (USE ST4620)

ST1480 STEEL, QQ-S-624, COMP 4620H (USE ST0109)

ST1485 STEEL, QQ-S-624, COMP 4820 (USE ST4820)

ST1488 STEEL, QQ-S-624, COMP 5120H (USE ST0117)

ST1489 STEEL, QQ-S-624, COMP 5130 (USE ST5130)

ST1490 STEEL, QQ-S-624, COMP 5130H (USE ST0118)

ST1492 STEEL, QQ-S-624, COMP 5132H (USE ST0119)

ST1493 STEEL, QQ-S-624, COMP 5135 (USE ST5135)

ST1494 STEEL, QQ-S-624, COMP 5135H (USE ST0120)

ST1495 STEEL, QQ-S-624, COMP 5140 (USE ST5140)

ST1496 STEEL, QQ-S-624, COMP 5140H (USE ST0121)

ST1497 STEEL, QQ-S-624, COMP 5145 (USE ST5145)

ST1498 STEEL, QQ-S-624, COMP 5145H (USE ST0122)

ST1501 STEEL, QQ-S-624, COMP 5160 (USE ST5160)

ST1502 STEEL, QQ-S-624, COMP 5160H (USE ST0124)

ST1505 STEEL, QQ-S-624, COMP 6150 (USE ST6150)

ST1508 STEEL, QQ-S-624, COMP 8615 (USE ST8615)

ST1509 STEEL, QQ-S-624, COMP 8617 (USE ST8617)

ST1510 STEEL, QQ-S-624, COMP 8617H (USE ST0136)

ST1511 STEEL, QQ-S-624, COMP 8620 (USE ST8620)

ST1512 STEEL, QQ-S-624, COMP 8620H (USE ST0137)

ST1515 STEEL, QQ-S-624, COMP 8630 (USE ST8630)

ST1516 STEEL, QQ-S-624, COMP 8630H (USE ST0139)

ST1517 STEEL, QQ-S-624, COMP 8640 (USE ST8640)

ST1518 STEEL, QQ-S-624, COMP 8640H (USE ST0140)

ST1519 STEEL, QQ-S-624, COMP 8642 (USE ST8642)

ST1520 STEEL, QQ-S-624, COMP 8642H (USE ST0141)

ST1521 STEEL, QQ-S-624, COMP 8645 (USE ST8645)

ST1522 STEEL, QQ-S-624, COMP 8645H (USE ST0142)

ST1523 STEEL, QQ-S-624, COMP 8650 (USE ST8650)

ST1524 STEEL, QQ-S-624, COMP 8650H (USE ST0143)

ST1525 STEEL, QQ-S-624, COMP E9310 (USE ST0031)

ST1531 STEEL, QQ-S-630, COMP 1010 (USE ST1010)

ST1532 STEEL, QQ-S-630, COMP 1015 (USE ST1015)

ST1533 STEEL, QQ-S-630, COMP 1025 (USE ST1025)

ST1534 STEEL, QQ-S-631, COMP 1010 (USE ST1010)

ST1535 STEEL, QQ-S-631, COMP 1015 (USE ST1015)

ST1536 STEEL, QQ-S-631, COMP 1016 (USE ST1016)

ST1537 STEEL, QQ-S-631, COMP 1018 (USE ST1018)

ST1538 STEEL, QQ-S-631, COMP 1025 (USE ST1025)

ST1539 STEEL, QQ-S-631, COMP 1030 (USE ST1030)

ST1540 STEEL, QQ-S-631, COMP 1035 (USE ST1035)

ST1541 STEEL, QQ-S-631, COMP 1040 (USE ST1040)

ST1542 STEEL, QQ-S-631, COMP 1045 (USE ST1045)

ST1544 STEEL, QQ-S-631, COMP 1095 (USE ST1095)

ST1545 STEEL, QQ-S-634, COMP 1010 (USE ST1010)
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ST1546 STEEL, QQ-S-634, COMP 1015 (USE ST1015)

ST1547 STEEL, QQ-S-634, COMP 1016 (USE ST1016)

ST1548 STEEL, QQ-S-634, COMP 1018 (USE ST1018)

ST1549 STEEL, QQ-S-634, COMP 1025 (USE ST1025)

ST1550 STEEL, QQ-S-634, COMP 1035 (USE ST1035)

ST1551 STEEL, QQ-S-634, COMP 1040 (USE ST1040)

ST1552 STEEL, QQ-S-634, COMP 1045 (USE ST1045)

ST1553 STEEL, QQ-S-634, COMP 1050 (USE ST1050)

ST1554 STEEL, QQ-S-637, COMP 1109 (USE ST1109)

ST1555 STEEL, QQ-S-637, COMP 1117 (USE ST1117)

ST1556 STEEL, QQ-S-637, COMP 1118 (USE ST1118)

ST1557 STEEL, QQ-S-637, COMP 1137 (USE ST1137)

ST1558 STEEL, QQ-S-637, COMP 1141 (USE ST1141)

ST1559 STEEL, QQ-W-405, COMP 1006 (USE ST1006)

ST1560 STEEL, QQ-W-405, COMP 1010 (USE ST1010)

ST1564 STEEL, QQ-W-405, COMP 1016 (USE ST1016)

ST1567 STEEL, QQ-W-405, COMP 5120H (INVALID)

ST1570 STEEL, QQ-W-405, COMP 5132 (USE ST5132)

ST1573 STEEL, QQ-W-405, COMP 5135H (INVALID)

ST1574 STEEL, QQ-S-405, COMP 5140 (USE ST5140)

ST1577 STEEL, FED STD 66, SAE 1115 (INVALID)

ST1578 STEEL, FED STD 66, SAE 1120 /D/ (INVALID)

ST1587 STEEL, FED STD 66, SAE 4135 (USE ST4135)

ST1588 STEEL, FED STD 66, SAE 4135H (USE ST0091)

ST1598 STEEL, FED STD 66, SAE 9310 (USE ST0031)

ST1599 STEEL, FED STD 66, SAE 9310H (USE ST0149)

ST1600 STEEL, FED STD 66, SAE 9840 (USE ST9840)

ST1604 STEEL, FED STD 66, SAE E50100 (USE ST0491)

ST1605 STEEL, FED STD 66, AISI 660 (INVALID)

ST1606 STEEL, AMS 5735 (USE FE0019)

ST1607 STEEL, AMS 5736 (USE FE0019)

ST1608 STEEL, AMS 5737 (USE FE0019)

ST1609 STEEL, AMS 7228 (USE STB000)

ST1610 STEEL, AMS 7229 (USE ST0347)

ST1611 STEEL, AMS 7232 (USE NL0009)

ST1612 STEEL, AMS 7233 (USE NL0008)

ST1613 STEEL, FED STD 66, AISI 301/SAE 30301 (USE ST0301)

ST1614 STEEL, FED STD 66, AISI 302/SAE 30302 (USE ST0302)

ST1615 STEEL, FED STD 66, AISI 303/SAE 30303 (USE ST0303)

ST1616 STEEL, FED STD 66, AISI/SAE 30303SE (USE ST0079)

ST1617 STEEL, FED STD 66, AISI 304/SAE 30304 (USE ST0304)

ST1618 STEEL, FED STD 66, AISI 305/SAE 30305 (USE ST0305)

ST1619 STEEL, FED STD 66, AISI 309/SAE 30309 (USE ST0309)

ST1620 STEEL, FED STD 66, AISI 310/SAE 30310 (USE ST0310)

ST1621 STEEL, FED STD 66, AISI 316/SAE 30316 (USE ST0316)

ST1622 STEEL, FED STD 66, AISI 317/SAE 30317 (USE ST0317)

ST1623 STEEL, FED STD 66, AISI 321/SAE 30321 (USE ST0321)

ST1624 STEEL, FED STD 66, AISI 347/SAE 30347 (USE ST0347)

ST1626 STEEL, FED STD 66, AISI 403/SAE 51403 (USE ST0403)

ST1628 STEEL, FED STD 66, AISI 410/SAE 51410 (USE ST0410)

ST1629 STEEL, FED STD 66, AISI 414/SAE 51414 (USE ST0414)

ST1630 STEEL, FED STD 66, AISI 416/SAE 51416 (USE ST0416)

ST1631 STEEL, FED STD 66, AISI 416SE/SAE 51416SE (USE ST0099)
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ST1632 STEEL, FED STD 66, AISI 420/SAE 51420 (USE ST0420)

ST1633 STEEL, FED STD 66, AISI 430/SAE 51430 (USE ST0430)

ST1634 STEEL, FED STD 66, AISI 431/SAE 51431 (USE ST0431)

ST1635 STEEL, FED STD 66, AISI 440A/SAE 51440A (USE ST0105)

ST1636 STEEL, FED STD 66, AISI 440C/SAE 51440C (USE ST0107)

ST1637 STEEL, FED STD 66, AISI 446/SAE 51446 (USE ST0446)

ST1638 STEEL, MIL-N-15721, CLASS A (USE STB000)

ST1639 STEEL, MIL-S-5059, TYPE 301 (USE ST0301)

ST1640 STEEL, MIL-S-7720, COMP 302 (USE ST0302)

ST1641 STEEL, MIL-S-7720, COMP 303S (USE ST0303)

ST1642 STEEL, MIL-S-7720, COMP 303SE (USE ST0079)

ST1643 STEEL, MIL-S-7720, COMP 316 (USE ST0316)

ST1644 STEEL, MIL-S-18732 (USE STB000)

ST1645 STEEL, QQ-S-763, CLASS 301 (INVALID)

ST1646 STEEL, QQ-S-763, CLASS 302 (USE ST0302)

ST1647 STEEL, QQ-S-763, CLASS 303 (USE ST0303)

ST1648 STEEL, QQ-S-763, CLASS 303SE (USE ST0079)

ST1649 STEEL, QQ-S-763, CLASS 304 (USE ST0304)

ST1650 STEEL, QQ-S-763, CLASS 304L (USE ST0080)

ST1651 STEEL, QQ-S-763, CLASS 305 (USE ST0305)

ST1652 STEEL, QQ-S-763, CLASS 309 (USE ST0309)

ST1653 STEEL, QQ-S-763, CLASS 310 (USE ST0310)

ST1654 STEEL, QQ-S-763, CLASS 316 (USE ST0316)

ST1655 STEEL, QQ-S-763, CLASS 317 (USE ST0317)

ST1656 STEEL, QQ-S-763, CLASS 321 (USE ST0321)

ST1657 STEEL, QQ-S-763, CLASS 347 (USE ST0347)

ST1658 STEEL, QQ-S-763, CLASS 403 (USE ST0403)

ST1659 STEEL, QQ-S-763, CLASS 405 (USE ST0405)

ST1660 STEEL, QQ-S-763, CLASS 410 (USE ST0410)

ST1661 STEEL, QQ-S-763, CLASS 414 (USE ST0414)

ST1662 STEEL, QQ-S-763, CLASS 416 (USE ST0416)

ST1663 STEEL, QQ-S-763, CLASS 416SE (USE ST0099)

ST1664 STEEL, QQ-S-763, CLASS 420 (USE ST0420)

ST1665 STEEL, QQ-S-763, CLASS 430 (USE ST0430)

ST1666 STEEL, QQ-S-763, CLASS 431 (USE ST0431)

ST1667 STEEL, QQ-S-763, CLASS 440A (USE ST0105)

ST1668 STEEL, QQ-S-763, CLASS 440C (USE ST0107)

ST1669 STEEL, QQ-S-763, CLASS 446 (USE ST0446)

ST1670 STEEL, QQ-W-423, 302 (USE ST0302)

ST1671 STEEL, QQ-W-423, 304 (USE ST0304)

ST1672 STEEL, QQ-W-423, 305 (USE ST0305)

ST1675 STEEL, ASTM A27, GRADE 70-36 (USE ST0587)

ST1676 STEEL, MIL-S-890, CLASS AN (USE STA000)

ST1677 STEEL, QQ-S-630, COMP 1020 (USE ST1020)

ST1681 STEEL, MIL-S-16788 CLASS C1 (USE ST1010)

ST1682 STEEL, MIL-S-16788, CLASS C2 (USE ST1020)

ST1683 STEEL, MIL-S-16974, GRADE 1010 (USE ST1010)

ST1685 STEEL, MIL-S-20145 (USE STA000)

ST1686 STEEL, MIL-S-20166, GRADE HT (USE ST8620)

ST1687 STEEL, QQ-W-409, COMP C1010 (USE ST1010)

ST1688 STEEL, QQ-W-409, COMP C1012 (USE ST1012)

ST1689 STEEL, QQ-W-409, COMP C1013 (USE ST1013)

ST1690 STEEL, QQ-W-409, COMP C1015 (USE ST1015)
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ST1692 STEEL, QQ-W-409, COMP C1018 (USE ST1018)

ST1694 STEEL, QQ-W-461, COMP C1015 (USE ST1015)

ST1695 STEEL, QQ-S-631, COMP 1020 (USE ST1020)

ST1696 STEEL, QQ-S-634, COMP 1019 (USE ST1019)

ST1697 STEEL, QQ-S-634, COMP 1020 (USE ST1020)

ST1698 STEEL, QQ-S-634, COMP 1022 (USE ST1022)

ST1699 STEEL, QQ-S-624, COMP FS3140 (USE ST3140)

ST1702 STEEL, MIL-S-7952, COMP 1025 (USE ST1025)

ST1704 STEEL, FED STD 66, COMP C1025 (USE ST1025)

ST1705 STEEL, FED STD 66, COMP C1030 (USE ST1030)

ST1706 STEEL, FED STD 66, COMP C1040 (USE ST1040)

ST1707 STEEL, MIL-S-15083, COMP A70 (USE ST0603)

ST1709 STEEL, MIL-S-16788, CLASS C4 (USE ST1040)

ST1710 STEEL, MIL-S-16788, CLASS C3 (USE ST1030)

ST1711 STEEL, MIL-S-16788, CLASS C5 (USE ST1050)

ST1718 STEEL, QQ-S-624 (USE STA000)

ST1719 STEEL, QQ-S-635, COMP 1040 (USE ST1040)

ST1720 STEEL, QQ-S-681, CLASS 65-35 (USE ST0586)

ST1722 STEEL, QQ-S-691, CLASS B-CANCELED (USE ST0585)

ST1723 STEEL, QQ-S-691, CLASS C (USE ST0562)

ST1725 STEEL, FED STD 66, AISI/SAE 1115 (INVALID)

ST1726 STEEL, FED STD 66, AISI/SAE 1117 (USE ST1117)

ST1727 STEEL, FED STD 66, AISI/SAE 1118 (USE ST1118)

ST1728 STEEL, AMS 5610 (USE ST0099)

ST1729 STEEL, AMS 5630 (USE ST0107)

ST1733 STEEL, FED STD 66, COMP 430 (USE ST0430)

ST1734 STEEL, MIL-S-866 (USE ST1016$ST3115$ST4615$ST8615)

ST1736 STEEL, FED STD 66, COMP C1117 (USE ST1117)

ST1737 STEEL, FED STD 66, COMP C1118 (USE ST1118)

ST1738 STEEL, CRES, 200 SERIES (USE ST0201$ST0202$ST0159)

ST1739A STEEL, CRES, 300 SERIES (USE ST0301$ST0302$ST0180$ST0303$ST0251$ST0166$ST0157$ST0077$ST0250$ST0165$

ST1739B ST0158$ST0078$ST0079$ST0304$ST0448$ST0080$ST0449$ST0305$ST0152$ST0309$ST0153$ST0492$ST0310$

ST1739C ST0154$ST0082$ST0451$ST0317$ST0254$ST0321$ST0322$ST0323$ST0324$ST0616$ST0490$ST0617$ST0618$

ST1739D ST0347$ST0348$ST0384$ST0385$ST0155$ST0316$ST0354$ST0450$ST0452$ST0453$ST0640)

ST1740A STEEL, CRES, 400 SERIES /D/ (USE ST0403$ST0405$ST0410$ST0414$ST0416$ST0098$ST0099$ST0420$ST0100$

ST1740B ST0430$ST0101$ST0431$ST0105$ST0106$ST0107$ST0108$ST0446$ST0447$ST0255$ST0284$ST1047$ST0231$

ST1740C ST0429$ST0172$ST0517$ST0518$ST0285$ST0442$ST1094)

ST1743 STEEL, FED STD 66, COMP C1212 (USE ST1212)

ST1744 STEEL, FED STD 66, COMP C1213 (USE ST1213)

ST1745 STEEL, FED STD 66, AISI 302, 303, 304, OR SAE 30302, 30303, 30304 (USE ST0302$ST0303$ST0304)

ST1746 STEEL, QQ-S-766, CLASS 301 (USE ST0201)

ST1748 STEEL, QQ-S-766, CLASS 301 (USE ST0301)

ST1749 STEEL, QQ-S-766, CLASS 301, 302, OR 316 (USE ST0301$ST0302$ST0316)

ST1750 STEEL, QQ-S-766, CLASS 302 (USE ST0302)

ST1751 STEEL, QQ-S-766, CLASS 302, 304, 316, OR 321 (USE ST0302$ST0304$ST0316$ST0321)

ST1752 STEEL, QQ-S-766, CLASS 304 (USE ST0304)

ST1753 STEEL, QQ-S-766, CLASS 304L (USE ST0080)

ST1755 STEEL, QQ-S-766, CLASS 305 (USE ST0305)

ST1756 STEEL, QQ-S-766, CLASS 309 (USE ST0309)

ST1757 STEEL, QQ-S-766, CLASS 310 (USE ST0310)

ST1758 STEEL, QQ-S-766, CLASS 316 (USE ST0316)

ST1759 STEEL, QQ-S-766, CLASS 316L (USE ST0082)

ST1760 STEEL, QQ-S-766, CLASS 321 (USE ST0321)
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ST1761 STEEL, QQ-S-766, CLASS 347 (USE ST0347)

ST1762 STEEL, QQ-S-766, CLASS 348 (USE ST0348)

ST1763 STEEL, QQ-S-766, CLASS 410 (USE ST0410)

ST1764 STEEL, QQ-S-766, CLASS 420 (USE ST0420)

ST1765 STEEL, QQ-S-766, CLASS 446 (USE ST0446)

ST1767 STEEL, QQ-S-764, TYPE 303 (USE ST0303)

ST1768 STEEL, QQ-S-764, TYPE 303SE (USE ST0079)

ST1769 STEEL, QQ-S-764, TYPE 303MA (USE ST0165)

ST1771 STEEL, QQ-S-764, TYPE 303CU (USE ST0157)

ST1773 STEEL, QQ-S-764, TYPE 416 (USE ST0416)

ST1774 STEEL, QQ-S-764, TYPE 416SE (USE ST0099)

ST1776 STEEL, QQ-S-764, TYPE 430F (USE ST0101)

ST1778 STEEL, QQ-S-763, CLASS 303, COND A (USE ST0303)

ST1779 STEEL, QQ-S-763, CLASS 420, COND A (USE ST0420)

ST1782 STEEL, MIL-S-867, CLASS 3 (USE ST0625)

ST1783 STEEL, QQ-S-763, CLASS 304, COND B (USE ST0304)

ST1784 STEEL, QQ-S-763, CLASS 316, COND A (USE ST0316)

ST1785 STEEL, QQ-S-763, CLASS 410, COND A (USE ST0410)

ST1786 STEEL, QQ-S-763, CLASS 410, COND H (USE ST0410)

ST1787 STEEL, QQ-S-763, CLASS 416, COND H (USE ST0416)

ST1792 STEEL, MIL-S-23159, COMP 304, COND A (INVALID)

ST1795 STEEL, MIL-S-16993, CLASS 1 (USE ST0567)

ST1796 STEEL, AMS 5570 (USE ST0321)

ST1797 STEEL, AMS 5645 (USE ST0321)

ST1798 STEEL, AMS 5639 (USE ST0304)

ST1799 STEEL, AMS 5636 (USE ST0302)

ST1800 STEEL, AMS 6322 (USE ST8740)

ST1801 STEEL, AMS 5526 (USE FE0015)

ST1802 STEEL, AMS 5024 (USE ST1137)

ST1803 STEEL, AMS 6415 (USE ST4340)

ST1804 STEEL, MIL-S-5626 (USE ST4140)

ST1805 STEEL, MIL-T-8808, COMP 321, TYPE 1 (USE ST0321)

ST1806 STEEL, AMS 5516 (USE ST0302)

ST1807 STEEL, AMS 5517 (USE ST0301)

ST1808 STEEL, AMS 5518 (USE ST0301)

ST1809 STEEL, AMS 5525 (USE FE0019)

ST1811 STEEL, AMS 5627 (USE ST0430)

ST1812 STEEL, AMS 5628 (USE ST0431)

ST1813 STEEL, AMS 5642 (USE ST0628$ST0629)

ST1814 STEEL, AMS 5721 (USE FE0015)

ST1815 STEEL, AMS 7478 (USE STA000)

ST1816 STEEL, AMS 7479 (USE FE0019)

ST1817 STEEL, FED STD 66, COMP 302 (USE ST0302)

ST1818 STEEL, FED STD 66, COMP 303 (USE ST0303)

ST1819 STEEL, FED STD 66, COMP 321 (USE ST0321)

ST1820 STEEL, FED STD 66, COMP 347 (USE ST0347)

ST1821 STEEL, MIL-S-5059, TYPE 301, ANNEALED (USE ST0301)

ST1822 STEEL, MIL-S-5059, TYPE 302, ANNEALED (USE ST0302)

ST1823 STEEL, MIL-S-5059, TYPE 304 (USE ST0304)

ST1824 STEEL, MIL-S-5059, TYPE 316, ANNEALED (USE ST0316)

ST1825 STEEL, MIL-S-5059, TYPE 301, 1/4 HARD (USE ST0301)

ST1826 STEEL, MIL-S-5059, TYPE 302, 1/4 HARD (USE ST0302)

ST1827 STEEL, MIL-S-5059, TYPE 304, 1/4 HARD (USE ST0304)
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ST1828 STEEL, MIL-S-5059, COMP 316, 1/4 HARD (USE ST0316)

ST1829 STEEL, MIL-S-5059, TYPE 301, 1/2 HARD (USE ST0301)

ST1830 STEEL, MIL-S-5059, TYPE 302, 1/2 HARD (USE ST0302)

ST1831 STEEL, MIL-S-5059, TYPE 304, 1/2 HARD (USE ST0304)

ST1832 STEEL, MIL-S-5059, TYPE 301, 3/4 HARD (USE ST0301)

ST1833 STEEL, MIL-S-5059, TYPE 302, 3/4 HARD (USE ST0302)

ST1834 STEEL, MIL-S-5059, TYPE 304, 3/4 HARD (USE ST0304)

ST1835 STEEL, MIL-S-5059, TYPE 301, HARD (USE ST0301)

ST1836 STEEL, MIL-S-5059, TYPE 302, HARD (USE ST0302)

ST1837 STEEL, MIL-S-5059, TYPE 304, HARD (USE ST0304)

ST1838 STEEL, MIL-S-18732, TYPE 431 (USE STA000)

ST1839 STEEL, QQ-S-763, CLASS 304, COND A (USE ST0304)

ST1840 STEEL, MIL-S-6758 (USE ST4130)

ST1841 STEEL, QQ-S-624, COMP 4150 (USE ST4150)

ST1842 STEEL, QQ-S-624, COMP 4150H-CANCELED (USE ST0097)

ST1843 STEEL, QQ-S-624, COMP FS3140H (USE ST0081)

ST1844 STEEL, QQ-W-405, COMP 4608-CANCELED (USE ST4608)

ST1846 STEEL, QQ-S-624, COMP 5015 (USE ST5015)

ST1847 STEEL, QQ-S-633, COMP 1070 CANCELED (USE ST1070)

ST1848 STEEL, QQ-S-633, COMP C1111-CANCELED (USE ST1211)

ST1849 STEEL, QQ-S-633, COMP C1112 (USE ST1212)

ST1850 STEEL, QQ-S-633, COMP C1113-CANCELED (USE ST1213)

ST1851 STEEL, QQ-S-633, COMP C1120-CANCELED (USE ST1120)

ST1855 STEEL, QQ-S-624, COMP 8720 (USE ST8720)

ST1857 STEEL, QQ-S-624, COMP 8740 (USE ST8740)

ST1858 STEEL, QQ-S-624, COMP 8740H (USE ST0147)

ST1859 STEEL, QQ-S-764, TYPE 303 COND A (USE ST0303)

ST1860 STEEL, QQ-S-764, TYPE 303SE, COND A (USE ST0079)

ST1862 STEEL, MIL-S-16410 (USE ST1561)

ST1864 STEEL, MIL-S-16974, GRADE 1095 (USE ST1095)

ST1866 STEEL, MIL-S-10520, COMP WDSS-1 (USE ST1018)

ST1869 STEEL, MIL-S-16974, GRADE 1340 (USE ST1340)

ST1873 STEEL, AMS 6330H (USE ST3135)

ST1874 STEEL, MIL-S-866, CLASS 3115 (USE ST3115)

ST1875 STEEL, MIL-S-7393, COMP 1 (USE ST0026)

ST1876 STEEL, MIL-S-7393, COMP 2 (USE ST1093)

ST1877 STEEL, MIL-S-16974, GRADE 3130 (USE ST3130)

ST1879 STEEL, MIL-S-16974, GRADE 4130 (USE ST4130)

ST1880 STEEL, MIL-S-16974, GRADE 4130H (USE ST0090)

ST1882 STEEL, MIL-S-16974, GRADE 4140 (USE ST4140)

ST1886 STEEL, MIL-S-12504 (USE ST1070$ST0693$ST0694)

ST1888 STEEL, MIL-S-15464, CLASS 2 (USE ST0690)

ST1890 STEEL, MIL-S-18410, CLASS B (USE ST0566)

ST1891 STEEL, MIL-S-866, CLASS 4615 (USE ST4615)

ST1892 STEEL, MIL-S-7108 (USE ST0533)

ST1893 STEEL, MIL-S-7493, COMP 4620 (USE ST4620)

ST1894 STEEL, MIL-S-5000 (USE ST0028)

ST1895 STEEL, MIL-S-6049 (USE ST8740)

ST1896 STEEL, MIL-S-6050 (USE ST8630)

ST1897 STEEL, MIL-S-6098 (USE ST8735)

ST1898 STEEL, MIL-S-6758, SAE 4130 (USE ST4130)

ST1899 STEEL, MIL-S-8503 (USE ST6150)

ST1900 STEEL, MIL-S-8690 (USE ST8620)

186



MATERIAL CROSS REFERENCE

OLD
CODE SPECIFICATION REPLY & NEW REPLY CODE

ST1901 STEEL, MIL-S-16974, GRADE 4340 (USE ST4340)

ST1903 STEEL, MIL-S-16974, GRADE 8615 (USE ST8615)

ST1905 STEEL, MIL-S-16974, GRADE 8622 (USE ST8622)

ST1906 STEEL, MIL-S-16974, GRADE 8630 (USE ST8630)

ST1908 STEEL, MIL-S-16974, GRADE 8640 (USE ST8640)

ST1910 STEEL, AMS 6260 (USE ST0031)

ST1911 STEEL, AMS 6320 (USE ST8735)

ST1912 STEEL, AMS 6324 (USE ST8740)

ST1913 STEEL, AMS 6342 (USE ST9840)

ST1914 STEEL, AMS 6418B (USE ST0533)

ST1915 STEEL, AMS 5642, TYPE 1 (USE ST0250)

ST1916 STEEL, AMS 5642, TYPE 2 (USE ST0251)

ST1917 STEEL, AMS 5643 (USE ST0630)

ST1919 STEEL, MIL-S-861, CLASS 403 (USE ST0403)

ST1920 STEEL, MIL-S-861, CLASS 405 (USE ST0405)

ST1924 STEEL, MIL-S-862, CLASS 6 (USE ST0099$$ST0416)

ST1928 STEEL, FED STD 66, AISI/SAE 1012 (USE ST1012)

ST1929 STEEL, FED STD 66, AISI/SAE 1019 (USE ST1019)

ST1930 STEEL, FED STD 66, AISI/SAE 1020 (USE ST1020)

ST1931 STEEL, FED STD 66, AISI/SAE 1022 (USE ST1022)

ST1932 STEEL, FED STD 66, AISI 1211/SAE 1211 (USE ST1211)

ST1933 STEEL, FED STD 66, AISI B1112, 1212/SAE 1112 (USE ST0015$ST1212)

ST1934 STEEL, FED STD 66, AISI/SAE 4032 (USE ST4032)

ST1940 STEEL, FED STD 66, SAE 1320 (USE ST1320)

ST1948 STEEL, FED STD 66, SAE 3120H (INVALID)

ST1949 STEEL, FED STD 66, SAE 3130 (INVALID)

ST1951 STEEL, FED STD 66, SAE 3135 (INVALID)

ST1954 STEEL, FED STD 66, SAE 3316 (INVALID)

ST1956 STEEL, AMS 6370 OR SAE 4130 (USE ST4130)

ST1958 STEEL, FED STD 66, SAE 4640 (INVALID)

ST1960 STEEL, FED STD 66, SAE 4812 (INVALID)

ST1962 STEEL, FED STD 66, AISI/SAE 5015 (USE ST5015)

ST1964 STEEL, FED STD 66, SAE 5117 /D/ (INVALID)

ST1965 STEEL, FED STD 66, AISI/SAE 8635 (INVALID)

ST1967 STEEL, FED STD 66, AISI/SAE 8637 (USE ST8637)

ST1968 STEEL, FED STD 66, AISI/SAE 8637H (USE ST0181)

ST1973 STEEL, FED STD 66, AISI/SAE 8750 (USE ST8750)

ST1979 STEEL, FED STD 66, AISI TS8125 (INVALID)

ST1984 STEEL, FED STD 66, AISI TS8622 (USE ST8622)

ST1989 STEEL, FED STD 66, AISI/SAE 6145 /D/ (INVALID)

ST1993 STEEL, FED STD 66, SAE 6145H (INVALID)

ST1998 STEEL, FED STD 66, AISI 316L/SAE 30316L (USE ST0082)

ST2001 STEEL, FED STD 66, AISI 1011 (USE ST1011)

ST2002 STEEL, FED STD 66, AISI 1013 (USE ST1013)

ST2003 STEEL, QQ-S-763, CLASS 302, 303, 304, 305, 310, OR 316 (USE ST0302$ST0303$ST0304$ST0305$ST0310$ST0316)

ST2004A STEEL, FED STD 66, AISI OR SAE 1008 THRU 1022 (USE ST1008$ST1010$ST1012$ST1015$ST1016$ST1017$ST1018$

ST2004B ST1020$ST1021$ST1022$ST1013$ST1009$ST1011$ST1019)

ST2005 STEEL, MIL-S-13048 (USE STA000)

ST2006 STEEL, QQ-S-698, COMP 1008 THRU 1020 (USE ST1008$ST1009$ST1015$ST1018$ST1020)

ST2007 STEEL, QQ-W-405, COMP 1013 THRU 1022 (USE ST1013$ST1015$ST1016$ST1017$ST1018$ST1019$ST1020$ST1022)

ST2008A STEEL, QQ-W-405, COMP 1024 THRU 1041 (USE ST1524$ST1025$ST1033$ST1034$ST1035$ST1038$ST1040$ST1541$

ST2008B ST1527$ST1030)

ST2009 STEEL, QQ-W-428, TYPE 1, 2, OR 3, COND A OR B (USE STA000)

187



MATERIAL CROSS REFERENCE

OLD
CODE SPECIFICATION REPLY & NEW REPLY CODE

ST2010 STEEL, QQ-W-461, COMP 1010 THRU 1020 (USE ST1010$ST1015$ST1018$ST1020)

ST2011 STEEL, FED STD 66, AISI 302, 303 OR 305/SAE 30302, 30303 OR 30305 (USE ST0302$ST0303$ST0305)

ST2012 STEEL, FED STD 66, COMP 302, 303, OR 304 (USE ST0302$ST0303$ST0304)

ST2013 STEEL, FED STD 66, COMP 410, 416 OR 430 (USE ST0410$ST0416$ST0430)

ST2014 STEEL, MIL-S-6721 (USE ST0347$ST0321$ST0348)

ST2015 STEEL, QQ-W-423, COMP 302, 304 OR 316 (USE ST0302$ST0304$ST0316)

ST2016 STEEL, AMS 5640 (USE ST0303$ST0079$ST0166)

ST2017 STEEL, FED STD 66, AISI/SAE 1110 (USE ST1110)

ST2018 STEEL, FED STD 66, AISI/SAE 1017 (USE ST1017)

ST2019 STEEL, FED STD 66, AISI/SAE 1021 (USE ST1021)

ST2020 STEEL, FED STD 66, AISI/SAE 1023 (USE ST1023)

ST2021 STEEL, FED STD 66, AISI/SAE 1024 (USE ST1524)

ST2022 STEEL, FED STD 66, AISI/SAE 1345H (USE ST0068)

ST2023 STEEL, FED STD 66, AISI/SAE 4012 (USE ST4012)

ST2024 STEEL, FED STD 66, AISI B1111 (USE ST1211)

ST2026 STEEL, MIL-S-890, CLASS AC (USE STA000)

ST2027 STEEL, MIL-S-890, CLASS BS (USE STA000)

ST2028 STEEL, MIL-S-890, CLASS B (USE STA000)

ST2029 STEEL, MIL-S-890, CLASS C (USE STA000)

ST2030 STEEL, MIL-S-869, CLASS B (USE ST0548)

ST2031 STEEL, MIL-S-890, ALLOY NO. 2 (USE STA000)

ST2032A STEEL, QQ-S-763 (USE ST0202$ST0302$ST0303$ST0079$ST0304$ST0080$ST0305$ST0309$ST0310$ST0316$ST0082$

ST2032B ST0317$ST0321$ST0322$ST0324$ST0347$ST0633$ST0634$ST0403$ST0405$ST0410$ST0414$ST0416$ST0099$

ST2032C ST0420$ST0430$ST0101$ST0172$ST0431$ST0105$ST0106$ST0107$ST0108$ST0285$ST0446)

ST2033A STEEL, QQ-S-630, (USE ST0444$ST0445$ST0177$ST0219$ST0171$ST0220$ST0176$ST0221$ST0163$ST0222$ST0223$

ST2033B ST0224$ST0225$ST0178$ST1008$ST1010$ST1012$ST1015$ST1017$ST1020$ST1023$ST1025$ST1031$ST1006)

ST2034A STEEL, QQ-S-631 (USE ST1008$ST1010$ST1012$ST1015$ST1016$ST1017$ST1018$ST1020$ST1023$ST1025$ST1026$

ST2034B ST1029$ST1030$ST1035$ST1536$ST1037$ST1038$ST1040$ST1541$ST1042$ST1043$ST1045$ST1046$ST1548$

ST2034C ST1049$ST1050$ST1060$ST1080$ST1090$ST1095)

ST2035A STEEL, QQ-S-637 (USE ST1109$ST1110$ST1116$ST1117$ST1118$ST1119$ST1132$ST1137$ST1139$ST1140$ST1141$

ST2035B ST1144$ST1145$ST1146$ST1151$ST1211$ST1212$ST1213$ST1215$ST0014$ST0015$ST0016$ST0063)

ST2036 STEEL, MIL-S-11415 (USE STA000)

ST2037 STEEL, AMS 6330 (USE ST3135)

ST2038 STEEL, AMS 6418 (USE ST0533)

ST2039 STEEL, ASTM A182, GRADE F1 (USE ST0590)

ST2044 STEEL, ASTM A216, GRADE WCB (USE ST1099)

ST2048 STEEL, ASTM A217, GRADE WC6 (USE ST1123)

ST2060 STEEL, ASTM A352, GRADE LC2 (USE ST0645$ST0646)

ST2062 STEEL, FED STD 66, AISI/SAE 4024 (USE ST4024)

ST2065 STEEL, FED STD 66, AISI/SAE 4118 (USE ST4118)

ST2075 STEEL, FED STD 66, AISI/SAE 4720 (USE ST4720)

ST2087 STEEL, FED STD 66, AISI/SAE 5150 (USE ST5150)

ST2091 STEEL, FED STD 66, AISI/SAE 6118 (USE ST6118)

ST2094 STEEL, FED STD 66, AISI/SAE 81B45H (USE ST0192)

ST2095 STEEL, FED STD 66, AISI/SAE 8625 (USE ST8625)

ST2096 STEEL, FED STD 66, AISI/SAE 8625H (USE ST0248)

ST2097 STEEL, FED STD 66, AISI/SAE 8627 (USE ST8627)

ST2098 STEEL, FED STD 66, AISI/SAE 8627H (USE ST0243)

ST2107 STEEL, FED STD 66, AISI/SAE 94B30H (USE ST0182)

ST2108 STEEL, MIL-S-866, CLASS 8615 (USE ST8615)

ST2110 STEEL, MIL-S-890, ALLOY NO. 1 (USE STA000)

ST2111 STEEL, MIL-S-890, ALLOY NO. 3 (USE STA000)

ST2112 STEEL, MIL-S-890, ALLOY NO. 4 (USE STA000)
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ST2114 STEEL, MIL-S-15083, GRADE 80-50 (USE ST0134)

ST2116 STEEL, MIL-S-15083, GRADE 105-85 (USE ST0530)

ST2119 STEEL, MIL-S-15464, CLASS 1 (USE ST0689)

ST2121 STEEL, MIL-S-16974, GRADE 4145 (USE ST4145)

ST2131 STEEL, QQ-S-681, CLASS 80-50 (USE ST0134)

ST2132 STEEL, QQ-S-681, CLASS 90-60 (USE ST0184)

ST2133 STEEL, QQ-S-681, CLASS 105-85 (USE ST0530)

ST2134 STEEL, QQ-S-681, CLASS 120-95 (USE ST0520)

ST2135 STEEL, QQ-S-681, CLASS 150-125 (USE ST0531)

ST2137 STEEL, ASTM A105, GRADE I (USE ST0639)

ST2145 STEEL, FED STD 66, AISI B1010 (USE ST0445)

ST2146 STEEL, FED STD 66, AISI/SAE 1026 (USE ST1026)

ST2147 STEEL, FED STD 66, AISI/SAE 1027 (USE ST1527)

ST2148 STEEL, FED STD 66, AISI/SAE 1029 (USE ST1029)

ST2149 STEEL, FED STD 66, AISI 1031 (USE ST1031)

ST2152 STEEL, FED STD 66, AISI/SAE 1036 (USE ST1536)

ST2153 STEEL, FED STD 66, AISI/SAE 1037 (USE ST1037)

ST2154 STEEL, FED STD 66, AISI/SAE 1038 (USE ST1038)

ST2156 STEEL, FED STD 66, AISI/SAE 1041 (USE ST1541)

ST2157 STEEL, FED STD 66, AISI/SAE 1042 (USE ST1042)

ST2158 STEEL, FED STD 66, AISI/SAE 1043 (USE ST1043)

ST2159 STEEL, FED STD 66, AISI/SAE 1044 (USE ST1044)

ST2160 STEEL, FED STD 66, AISI/SAE 1046 (USE ST1046)

ST2163 STEEL, FED STD 66, AISI/SAE 1051 (USE ST1551)

ST2164 STEEL, FED STD 66, AISI/SAE 1052 (USE ST1552)

ST2165 STEEL, FED STD 66, AISI/SAE 1053 (USE ST1053)

ST2166 STEEL, FED STD 66, AISI 1054/SAE 1054 (USE ST1054)

ST2167 STEEL, FED STD 66, AISI/SAE 1055 (USE ST1055)

ST2168 STEEL, FED STD 66, AISI 1059 (USE ST1059)

ST2169 STEEL, FED STD 66, AISI/SAE 1060 (USE ST1060)

ST2170 STEEL, FED STD 66, AISI 1061 (USE ST1561)

ST2171 STEEL, FED STD 66, AISI 1064 (USE ST1064)

ST2172 STEEL, FED STD 66, AISI 1065 (USE ST1065)

ST2173 STEEL, FED STD 66, AISI 1066 (USE ST1066)

ST2178 STEEL, FED STD 66, AISI 1075 /D/ (USE ST1075)

ST2180 STEEL, FED STD 66, AISI/SAE 1080 (USE ST1080)

ST2182 STEEL, FED STD 66, AISI 1085 (USE ST1085)

ST2184 STEEL, FED STD 66, AISI/SAE 1090 (USE ST1090)

ST2185 STEEL, FED STD 66, AISI 1108 (USE ST1108)

ST2186 STEEL, FED STD 66, AISI/SAE 1119 /D/ (USE ST1119)

ST2189 STEEL, FED STD 66, AISI/SAE 1140 (USE ST1140)

ST2194 STEEL, FED STD 66, AISI 12L14 (USE ST0063)

ST2195 STEEL, FED STD 66, AISI 1215 (USE ST1215)

ST2197 STEEL, FED STD 66, GRADE M1010 (USE ST0171)

ST2198 STEEL, FED STD 66, GRADE M1012 (USE ST0220)

ST2200 STEEL, FED STD 66, GRADE M1017 /D/ (USE ST0221)

ST2201 STEEL, FED STD 66, GRADE M1020 (USE ST0163)

ST2208 STEEL, MIL-S-866, CLASS 1016 (USE ST1016)

ST2209 STEEL, MIL-S-15083, GRADE B (USE ST0594)

ST2210 STEEL, MIL-S-15083, GRADE 65-35 (USE ST0586)

ST2212 STEEL, MIL-S-16788, CLASS C6 (USE ST1060)

ST2213 STEEL, MIL-S-16788, CLASS C8 (USE ST1080)

ST2215 STEEL, MIL-S-6974, GRADE 1015 (USE ST1015)

189



MATERIAL CROSS REFERENCE

OLD
CODE SPECIFICATION REPLY & NEW REPLY CODE

ST2216 STEEL, MIL-S-16974, GRADE 1023W (USE ST0493)

ST2219 STEEL, QQ-S-637, B1113A (USE ST1213)

ST2220 STEEL, QQ-S-637, B1113B (USE ST1213)

ST2231 STEEL, QQ-S-681, CLASS 70-36 (USE ST0587)

ST2232 STEEL, QQ-S-681, CLASS 80-40 (USE ST1598)

ST2235 STEEL, ASTM A182, GRADE F5 (USE ST1028)

ST2276 STEEL, FED STD 66, AISI 384/SAE 30384 (USE ST0384)

ST2280 STEEL, FED STD 66, AISI 501/SAE 51501 (USE ST0501)

ST2284 STEEL, MIL-S-862, CLASS 324 (USE ST0324)

ST2285 STEEL, MIL-S-5059, TYPE 316 (USE ST0316)

ST2287 STEEL, QQ-S-766 COMP 323 (USE ST0323)

ST2288 STEEL, MIL-S-5059, TYPE 302 (USE ST0302)

ST2289 STEEL, FED STD 66, AISI/SAE 8735 (USE ST8735)

ST2291 STEEL, MIL-C-19944, GRADE 8632 (USE ST8632)

ST2292 STEEL, MIL-C-19944, GRADE 9823 (USE ST9823)

ST2294 STEEL, MIL-S-17758, ALLOY 1 (USE STB000)

ST2295 STEEL, MIL-S-17758, ALLOY 2 (USE STA000)

ST2296 STEEL, QQ-S-631, COMP 1008 (USE ST1008)

ST2297 STEEL, QQ-S-631, COMP 1012 (USE ST1012)

ST2298 STEEL, QQ-S-631, COMP 1017 (USE ST1017)

ST2299 STEEL, QQ-S-631, COMP 1023 (USE ST1023)

ST2302 STEEL, QQ-S-631, COMP 1036 (USE ST1536)

ST2303 STEEL, QQ-S-631, COMP 1037 (USE ST1037)

ST2304 STEEL, QQ-S-631, COMP 1038 (USE ST1038)

ST2305 STEEL, QQ-S-631, COMP 1041 (USE ST1541)

ST2308 STEEL, QQ-S-631, COMP 1046 (USE ST1046)

ST2311 STEEL, QQ-S-631, COMP 1060 (USE ST1060)

ST2312 STEEL, QQ-S-631, COMP 1080 (USE ST1080)

ST2313 STEEL, QQ-S-631, COMP 1090 (USE ST1090)

ST2314 STEEL, QQ-S-634, COMP 1026 (USE ST1026)

ST2315 STEEL, QQ-S-634, COMP 1042 (USE ST1042)

ST2316 STEEL, QQ-S-634, COMP 1046 (USE ST1046)

ST2317 STEEL, QQ-S-634, COMP 1048 (USE ST1048)

ST2318 STEEL, QQ-S-634, COMP 1049 (USE ST1049)

ST2319 STEEL, QQ-S-637, COMP 1110 (USE ST1110)

ST2320 STEEL, QQ-S-637, COMP 1116 (USE ST1116)

ST2321 STEEL, QQ-S-637, COMP 1119 (USE ST1119)

ST2322 STEEL, QQ-S-637, COMP 1132 (USE ST1132)

ST2323 STEEL, QQ-S-637, COMP 1139 (USE ST1139)

ST2324 STEEL, QQ-S-637, COMP 1140 (USE ST1140)

ST2325 STEEL, QQ-S-637, COMP 1144 (USE ST1144)

ST2326 STEEL, QQ-S-637, COMP 1145 (USE ST1145)

ST2327 STEEL, QQ-S-637, COMP 1146 (USE ST1146)

ST2329 STEEL, QQ-S-637, COMP 1211 (USE ST1211)

ST2330 STEEL, QQ-S-637, COMP 1212 (USE ST1212)

ST2331 STEEL, QQ-S-637, COMP 1213 (USE ST1213)

ST2332 STEEL, QQ-S-637, COMP 1215 (USE ST1215)

ST2333 STEEL, QQ-S-637, COMP B1111 (USE ST1211)

ST2334 STEEL, QQ-S-637, COMP B1112 (USE ST1212)

ST2335 STEEL, QQ-S-637, COMP B1113 (USE ST1213)

ST2336 STEEL, QQ-S-637, COMP 12L14 (USE ST0063)

ST2337 STEEL, QQ-W-461, COMP 1006 (USE ST1006)

ST2338 STEEL, QQ-W-461, COMP 1008 (USE ST1008)
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ST2339 STEEL, QQ-W-461, COMP 1010 (USE ST1010)

ST2340 STEEL, QQ-W-461, COMP 1015 (USE ST1015)

ST2341 STEEL, QQ-W-461, COMP 1020 (USE ST1020)

ST2343 STEEL, QQ-W-461, COMP 1045 (USE ST1045)

ST2344 STEEL, RR-C-271 (USE STA000)

ST2345 STEEL, MIL-C-5424 (USE ST0302)

ST2346 STEEL, MIL-C-18375, TYPE 305 (USE ST0305)

ST2347 STEEL, MIL-W-5693 (USE ST0302)

ST2348 STEEL, MIL-W-21632 (USE ST0302)

ST2349 STEEL, QQ-S-763, CLASS 202 (USE ST0202)

ST2350 STEEL, QQ-S-763, CLASS 316L (USE ST0082)

ST2351 STEEL, QQ-S-763, CLASS 430F (USE ST0101)

ST2352 STEEL, QQ-S-763, CLASS 430FSE (USE ST0172)

ST2355 STEEL, MIL-S-872 (USE ST1001$ST1002)

ST2356 STEEL, QQ-S-766, CLASS 316, 1/4 HARD (USE ST0316)

ST2357 STEEL, QQ-S-766, CLASS 430 (USE ST0430)

ST2358 STEEL, ASTM A-36 (USE ST0552)

ST2359 STEEL, HIGH SPEED, SAE M1 (USE ST0312)

ST2360 STEEL, HIGH SPEED, SAE M2 (USE ST0313)

ST2363 STEEL, FED STD 66, AISI/SAE 1065 (USE ST1065)

ST2364 STEEL, MIL-S-6721, COMP CB (USE ST0347)

ST2365 STEEL, MIL-S-6721, COMP T1 (USE ST0321)

ST2366 STEEL, MIL-S-6721, COMP CB-TA 347 (USE ST0347)

ST2367 STEEL, MIL-S-7720 /D/ (USE ST0302$ST0079$ST0316$ST0303)

ST2368 STEEL, AMS 6300 (USE ST4037)

ST2369 STEEL, QQ-S-763, CLASS 321, COND A (USE ST0321)

ST2370 STEEL, QQ-S-763, CLASS 347, COND A (USE ST0347)

ST2371 STEEL, AMS 5010 (USE ST1212)

ST2372 STEEL, MIL-T-3520, COMP 1010 (USE ST1010)

ST2373 STEEL, QQ-S-630, FS1018 (INVALID)

ST2374 STEEL, QQ-S-630, FS1022 (INVALID)

ST2375 STEEL, QQ-S-631, FS1022 (INVALID)

ST2376A STEEL, QQ-S-763, CRES 300 SERIES (USE ST0302$ST0304$ST0080$ST0305$ST0309$ST0310$ST0316$ST0082$

ST2376B ST0317$ST0321$ST0347$ST0303$ST0079$ST0322$ST0324)

ST2377A STEEL, FED STD 66, CRES 300 SERIES (USE ST0301$ST0302$ST0303$ST0616$ST0617$ST0079$ST0304$ST0080$

ST2377B ST0305$ST0152$ST0309$ST0153$ST0310$ST0154$ST0155$ST0316$ST0082$ST0317$ST0321$ST0618$ST0347$

ST2377C ST0348$ST0385$ST0180$ST0384)

ST2378 STEEL, QQ-S-630, FS1030 (INVALID)

ST2379 STEEL, QQ-S-634, FS1030 (INVALID)

ST2380 STEEL, AMS 5637 (USE ST0302)

ST2381 STEEL, MIL-S-8695 (USE ST4037)

ST2382 STEEL, QQ-S-764, TYPE 303, COND A (USE ST0303)

ST2383 STEEL, FED STD 66, COMP 2330 (INVALID)

ST2384 STEEL, QQ-S-630, FS1010 TO 1020 (USE ST1010$ST1012$ST1015$ST1017$ST1020)

ST2385 STEEL, QQ-S-631, FS1010 TO 1020 (USE ST1010$ST1012$ST1015$ST1016$ST1017$ST1018$ST1020)

ST2386 STEEL, QQ-S-634, FS1010 TO 1020 (USE ST1010$ST1015$ST1016$ST1018$ST1019$ST1020)

ST2387 STEEL, MIL-S-890 (USE STA000)

ST2388 STEEL, AMS 6304 (USE ST0601)

ST2389 STEEL, QQ-S-764, TYPE 303SE, COND B (USE ST0079)

ST2390 STEEL, QQ-T-580, GRADE C, CLASS W1-10 (USE ST0298)

ST2391 STEEL, MIL-S-7720, COMP 302, COND B (USE ST0302)
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ST2392A STEEL, QQ-W-405 (USE ST1006$ST1008$ST1010$ST1012$ST1013$ST1015$ST1016$ST1017$ST1018$ST1019$ST1020$

ST2392B ST1022$ST1524$ST1025$ST1527$ST1030$ST1033$ST1034$ST1035$ST1038$ST1040$ST1541$ST1108$ST1109$

ST2392C ST1110$ST1330$ST1335$ST1340$ST3120$ST3130$ST3135$ST3140$ST4023$ST4027$ST4037$ST4042$ST4130$

ST2392D ST4135$ST4137$ST4140$ST4142$ST4615$ST4640$ST5120$ST5130$ST5132$ST5135$ST5140$ST6120$ST8620$

ST2392E ST8630$ST8637$ST8640$ST8720$ST8735$ST8740)

ST2393 STEEL, QQ-S-624, FS 9445 (USE ST9445)

ST2394 STEEL, QQ-S-764, TYPE 303, COND B (USE ST0303)

ST2395 STEEL, FED STD 66, AISI/SAE E6150 (USE ST1901)

ST2396 STEEL, AMS 5612 (USE ST0410)

ST2397 STEEL, QQ-S-630, COMP 1012 (USE ST1012)

ST2398 STEEL, QQ-S-634, COMP 1012 (INVALID)

ST2399 STEEL, AMS 5616 (USE ST0615)

ST2400 STEEL, AMS 5731 (USE FE0019)

ST2401 STEEL, AMS 6370 (USE ST4130)

ST2402 STEEL, AMS 6382 (USE ST4140)

ST2403 STEEL, AMS 6427 (USE ST0551)

ST2404 STEEL, AMS 7459 (USE ST0601)

ST2405 STEEL, FF-S-85B, GRADE 8 (USE STA000)

ST2406 STEEL, QQ-S-764, TYPE 416, COND H (USE ST0416)

ST2407 STEEL, QQ-S-630, COMP 1008 (USE ST1008)

ST2408 STEEL, QQ-S-634, COMP 1008 (INVALID)

ST2409 STEEL, QQ-S-630, COMP 1090 (INVALID)

ST2410 STEEL, QQ-S-624, COMP 3115 (USE ST3115)

ST2411 STEEL, QQ-S-634, COMP 1090 (INVALID)

ST2412 STEEL, QQ-S-630, COMP 1021 (INVALID)

ST2413 STEEL, QQ-S-631, COMP 1021 (INVALID)

ST2414 STEEL, QQ-S-634, COMP 1021 (INVALID)

ST2415 STEEL, QQ-S-630, COMP 1212 (INVALID)

ST2416 STEEL, QQ-S-631, COMP 1212 (INVALID)

ST2417 STEEL, QQ-S-634, COMP 1212 (INVALID)

ST2418 STEEL, QQ-S-630, COMP 1035 (INVALID)

ST2419 STEEL, QQ-S-630, COMP 1045 (INVALID)

ST2420 STEEL, QQ-S-763, CLASS 419 (INVALID)

ST2421 STEEL, QQ-S-764,-CANCELED (USE STA000)

ST2422 STEEL, QQ-S-646 (INVALID)

ST2423 STEEL, MIL-S-7720 (USE ST0302$ST0303$ST0079$ST0316)

ST2424 STEEL, MIL-S-6758, COND D4 (USE ST4130)

ST2425 STEEL, MIL-S-7947, COMP 1095 (USE ST1095)

ST2426 STEEL, MIL-S-5000, COMP E4340, COND A/A (USE ST0028)

ST2427 STEEL, MIL-S-5626 (USE ST4140)

ST2428 STEEL, MIL-S-23195, TYPE 347, COND C (USE ST0347)

ST2429 STEEL, MIL-S-6758, PHYSICAL COND F, SURFACE COND 4 (USE ST4130)

ST2430 STEEL, QQ-S-630, FS1040 (INVALID)

ST2431 STEEL, QQ-S-630, FS1045 (INVALID)

ST2432 STEEL, QQ-S-630, FS1052 (INVALID)

ST2433 STEEL, QQ-S-631, COMP 1052 (INVALID)

ST2434 STEEL, QQ-S-634, COMP 1052 (INVALID)

ST2435A STEEL, QQ-S-780 (USE ST0312$ST0320$ST0313$ST1745$ST0326$ST0328$ST1747$ST1083$ST0341$ST0342$ST0343$

ST2435B ST0344$ST0345$ST1087$ST1088)

ST2436 STEEL, QQ-S-764, TYPE 416 COND A (USE ST0416)

ST2437 STEEL, QQ-S-764, TYPE 416SE, COND A (USE ST0099)

ST2438 STEEL, AMS 5613 (USE ST0410)

ST2439 STEEL, AMS 5667 (USE NL0007)
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ST2440 STEEL, AMS 5657 (USE ST0632)

ST2441 STEEL, AMS 5644 (USE ST0631)

ST2443 STEEL, QQ-S-690-CANCELED (INVALID)

ST2444 STEEL, AMS 5022 (USE ST1117)

ST2445 STEEL, QQ-S-630, COMP 1040 (INVALID)

ST2446 STEEL, AMD 5631 (USE ST0105)

ST2447 STEEL, AMD 5061 (USE STA000)

ST2448 STEEL, AMS 7472 (USE ST0302)

ST2449 STEEL, QQ-S-624, FS2340 (USE ST2340)

ST2450 STEEL, QQ-S-624, FS3135 (USE ST3135)

ST2451 STEEL, QQ-S-624, FS9440 (USE ST9440)

ST2452 STEEL, ASTM A276, TYPE 303 (INVALID)

ST2453 STEEL, MIL-S-18170, COMP 304 (USE ST0304)

ST2454 STEEL, MIL-S-5626, COND C4 (USE ST4140)

ST2455 STEEL, MIL-S-6758, COND D (USE ST4130)

ST2456 STEEL, QQ-S-630, FS1018 TO 1022 (USE ST1020)

ST2457 STEEL, QQ-S-631, FS1018 TO 1022 (USE ST1018$ST1020)

ST2458 STEEL, QQ-S-634, FS1018 TO 1022 (USE ST1018$ST1019$ST1022)

ST2459 STEEL, QQ-T-580, CLASS W1-08 (USE ST0296)

ST2460 STEEL, FED STD 66, COMP 1029 (USE ST1029)

ST2461 STEEL, QQ-S-630, C1030 TO C1035 (USE ST1031)

ST2462 STEEL, QQ-S-631, C1030 TO C1035 (USE ST1030$ST1035)

ST2463 STEEL, QQ-S-634, C1030 C1035 (USE ST1035)

ST2464A STEEL, MIL-S-18411 (USE ST1115$ST1117$ST1120$ST0016$ST1211$ST1212$ST1213$ST1118$ST0540$ST0541$

ST2464B ST0179$ST0538$ST0539)

ST2465 STEEL, QQ-S-771 (USE ST0302$ST0303$ST0079$ST0316)

ST2466 STEEL, QQ-S-624, E52100 (USE ST0030)

ST2467 STEEL, MIL-S-7839, TYPE 1, CLASS B (INVALID)

ST2468 STEEL, MIL-S-16782 (USE ST110$ST1015)

ST2469 STEEL, QQ-S-763, CLASS 300 (INVALID)

ST2470 STEEL, MIL-S-18411 CLASS 1 (USE ST1115$ST1117$ST1118$ST1120)

ST2471 STEEL, MIL-S-6049, COND D4 (USE ST8740)

ST2472 STEEL, MIL-S-5000, COND C (USE ST0028)

ST2474 STEEL, FF-B-561, COMP 305 (USE ST0305)

ST2475 STEEL, FF-B-561, COMP 310 (USE ST0310)

ST2476 STEEL, QQ-S-764, TYPE 302, COND A (INVALID)

ST2477 STEEL, MIL-S-6050, COND F4 (USE ST8630)

ST2478 STEEL, QQ-S-630, COMP 1041 (INVALID)

ST2479 STEEL, QQ-S-634, COMP 1041 (INVALID)

ST2480 STEEL, QQ-S-624, FS1320 (USE ST1320)

ST2481 STEEL, MIL-S-5000, COND F (USE ST0028)

ST2482 STEEL, MIL-S-5626 COND F (USE ST4140)

ST2484 STEEL, QQ-S-631, FS1010 TO 1024 (USE ST1010$ST1012$ST1015$ST1016$ST1017$ST1018$ST1020$ST1023)

ST2485 STEEL, QQ-S-634, FS1010 TO 1024 (USE ST1010$ST1015$ST1016$ST1018$ST1020$ST1022$ST1019)

ST2486 STEEL, QQ-S-630, FS1010 TO 1025 (USE ST1010$ST1012$ST1015$ST1017$ST1020$ST1023$ST1025)

ST2487 STEEL, QQ-S-630, FS1015 TO 1025 (USE ST1015$ST1017$ST1020$ST1023$ST1020$

ST2488 STEEL, QQ-S-630, FSC1050 TO C1060 (INVALID)

ST2489 STEEL, QQ-S-631, FS1010 TO 1025 (USE ST1010$ST1012$St1015$ST1016$ST1017$ST1018$ST1020$ST1023$ST1025)

ST2490 STEEL, QQ-S-631, FS1015 TO 1025 (USE ST1015$ST1016$ST1017$ST1018$ST1020$ST1023$ST1025)

ST2491 STEEL, QQ-S-631, FS C1050 TO C1060 (USE ST1050$ST1060)

ST2492 STEEL, QQ-S-634, FS1010 TO 1025 (USE ST1010$ST1015$ST1016$ST1018$ST1020$ST1022$ST1025$ST1019)

ST2493 STEEL, QQ-S-634, FS1015 TO 1025 (USE ST1015$ST1016$ST1018$ST1019$ST1020$ST1022$ST1025)

ST2494 STEEL, QQ-S-634, FS C1050 TO C1060 (USE ST1050)
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ST2495A STEEL, QQ-S-633, COMP FS1010 THRU 1025 (USE ST1010$ST1011$ST1012$ST1015$ST1016$ST1017$ST1018$ST1019$

ST2495B ST1020$ST1021$ST1022$ST1023$ST1524$ST1025)

ST2497 STEEL, MIL-S-20166, TYPE U, GRADE M (USE ST1022)

ST2499 STEEL, ASTM A108-52, GRADE B1113 (USE ST1213)

ST2500 STEEL, ASTM A307 (USE STA000)

ST2501 STEEL, FED STD 66, COMP C1066 (USE ST1566)

ST2502A STEEL, FED STD 66, SAE 1010 TO 1020 (USE ST1010$ST1011$ST1012$ST1013$ST1015$ST1016$ST1017$ST1018$

ST2502B ST1019$ST1020)

ST2503A STEEL, FED STD 66, COMP 1030 TO 1052 (USE ST1030$ST1035$ST1536$ST1037$ST1038$ST1039$ST1040$ST1541$

ST2503B ST1042$ST1043$ST1044$ST1045$ST1046$ST1548$ST1049$ST1050$ST1551$ST1552$ST1031$ST1033$ST1034)

ST2504A STEEL, FED STD 66, CRES400 SERIES (USE ST0403$ST0405$ST0410$ST0414$ST0416$ST0099$ST0420$ST0430$ST0431$

ST2504B ST0105$ST0106$ST0107$ST0446$ST0101$ST0413$ST0172$ST0442$ST0100$ST0108)

ST2505 STEEL, QQ-W-423, FORM 1, COMP 430 (USE ST0430)

ST2506 STEEL, MIL-S-7952, COMP 1020 (USE ST1020)

ST2507 STEEL, MIL-S-18729, COMP 4130, COND N (USE ST4130)

ST2508A STEEL, QQ-S-763, CLASS 300 SERIES (USE ST0302$ST0303$ST0079$ST0304$ST0080$ST0305$ST0309$ST0310$ST0316$

ST2508B ST0082$ST0317$ST0321$ST0322$ST0324$ST0347)

ST2509 STEEL, QQ-S-763, CLASS 305, COND A (USE ST0305)

ST2510A STEEL, QQ-S-633, FS1109 TO 1120-CANCELED (USE ST1109$ST1117$ST1118$ST1120$ST1110$ST1113$ST1115$

ST2510B ST1116$ST1119$ST1211$ST1212$ST1213)

ST2511 STEEL, AMS 6372 (USE ST4135)

ST2512A STEEL, QQ-S-633 CANCELED (USE ST1008$ST1010$ST1011$ST1012$ST1015$ST1016$ST1017$ST1018$ST1019$ST1020$

ST2512B ST1021$ST1022$ST1023$ST1524$ST1025$ST1026$ST1527$ST1029$ST1030$ST1031$ST1033$ST1035$ST1037$

ST2512C ST1038$ST1039$ST1040$ST1541$ST1042$ST1043$ST1045$ST1046$ST1049$ST1050$ST1536$ST1551$ST1552$

ST2512D ST1053$ST1055$ST1060$ST1070$ST1078$ST1080$ST1084$ST1085$ST1086$ST1090$ST1095$ST1108$ST1109$

ST2512E ST1110$ST1126$ST1115$ST1116$ST1117$ST1118$ST1119$ST1120$ST1125$ST1132$ST1137$ST1138$ST1139$

ST2512F ST1140$ST1141$ST1144$ST1145$ST1146$ST1151$ST1211$ST1212$ST1213)

ST2513 STEEL, AMS 6485 (USE ST0043)

ST2514 STEEL, AMS 6487 (USE ST0043)

ST2515 STEEL, MIL-S-11415, CLASS B1 (USE STA000)

ST2516 STEEL, FED STD 66, COMP 305 (USE ST0305)

ST2517 STEEL, QQ-S-637, FS1112 TO 1120 (USE ST1212$ST1213$ST1116$ST1117$ST1118$ST1119)

ST2518 STEEL, AMS 6323 (USE ST8740)

ST2519 STEEL, QQ-S-633, COMP C1108-CANCELED (USE ST1108)

ST2520 STEEL, MIL-S-5059, (USE ST0301$ST0302$ST0304$ST0316)

ST2521 STEEL, MIL-S-11415, CLASS C2 (USE STA000)

ST2522A STEEL, FED STD 66, AISI OR SAE 1010 THRU AISI OR SAE 1020 (USE ST1010$ST1011$ST1012$ST1013$ST1015$

ST2522B ST1016$ST1017$ST1018$ST1019$ST1020)

ST2523 STEEL, MIL-S-6758, COND D1 (USE ST4130)

ST2524 STEEL, QQ-S-633, FS1018 TO FS1025-CANCELED (USE ST1018$ST1019$ST1020$ST1021$ST1022$ST1524$ST1025$ST1023)

ST2525 STEEL, FED STD 66, COMP FS1035 (USE ST1035)

ST2526 STEEL, FED STD 66, COMP 304 (USE ST0304)

ST2527 STEEL, MIL-S-1222 (INVALID)

ST2528 STEEL, MIL-S-7720 COMP 18-8 (USE ST0302$ST0303$ST0079$ST0316)

ST2529 STEEL, FED STD 66, SAE 1008 TO 1010 (USE ST1008$ST1009$ST1010)

ST2530 STEEL, FED STD 66, AISI 302 THRU 305 (USE ST0079$ST0080$ST0180$ST0302$ST0303$ST0304$ST0305)

ST2531 STEEL, QQ-S-764, TYPE 303S OR 303SE, COND A OR B (INVALID)

ST2532 STEEL, QQ-S-763, CLASS 3, TYPE C (USE ST0410)

ST2533 STEEL, QQ-S-633, COMP B1113-CANCELED (USE ST1213)

ST2534 STEEL, QQ-S-772, COMP FM (INVALID)

ST2535A STEEL, FED STD 66, AISI 301 TO 347 (USE ST0301$ST0302$ST0180$ST0303$ST0079$ST0304$ST0080$ST0305$

ST2535B ST0152$ST0153$ST0310$ST0154$ST0155$ST0316$ST0082$ST0317$ST0254$ST0321$ST0347)

ST2536 STEEL, FED STD 66 COMP 18-8 (INVALID)
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ST2537 STEEL, AMS 5120 (USE ST1074)

ST2538 STEEL, AMS 5515 (USE ST0302)

ST2539 STEEL, AMS 7240 (USE ST1060)

ST2540 STEEL, AMS 5519 (USE ST0301)

ST2541 STEEL, MIL-S-7952 (USE ST1020$ST1025)

ST2542 STEEL, QQ-S-630, FS1045 TO FS1095 (INVALID)

ST2543 STEEL, AMS 5040 (USE ST1010)

ST2544 STEEL, AMS 5544 (INVALID)

ST2545A STEEL, QQ-S-766 (USE ST0201$ST0202$ST0301$ST0302$ST0304$ST0080$ST0305$ST0309$ST0310$ST0316$ST0082$

ST2545B ST0321$ST0323$ST0347$ST0348$ST0410$ST0420$ST0430$ST0446)

ST2546 STEEL, MIL-S-7720, COMP-303, COND A (USE ST0303)

ST2547 CRES AMS 5510 (USE ST0321)

ST2548 STEEL, AMS 5504, TYPE 410 (USE ST0410)

ST2549 STEEL, AMS 5504 (USE ST0410)

ST2550 STEEL, AMS 5044 (USE ST1010)

ST2551 STEEL, AMS 5042 (USE ST1010)

ST2552 STEEL, AMS 5122 (USE ST1095)

ST2553 STEEL, AMS 5505 (USE ST0410)

ST2554 STEEL, MIL-S-79521, COMP 1020 (INVALID)

ST2555 STEEL, MIL-S-79521, COMP 1025 (INVALID)

ST2556 STEEL, AMS 5121 (USE ST1095)

ST2557 STEEL, QQ-S-633, FS1020 (USE ST1020)

ST2558 STEEL, AMS 5575 (USE ST0347)

ST2559 STEEL, AMS 5576 (USE ST0321)

ST2560 STEEL, AMS 5070 (USE ST1022)

ST2561 STEEL, AMS 6355 (USE ST8630)

ST2562 STEEL, AMS 6359 (USE ST4340)

ST2563 STEEL, AMS 5506 (USE ST0420)

ST2564 STEEL, QQ-S-764, TYPE 303 /D/ (USE ST0303)

ST2565 STEEL, ASTM A336 (USE ST1396$ST1444)

ST2566 STEEL, QQ-S-633, FS1010-CANCELED (USE ST1010)

ST2567 STEEL, QQ-S-633, FS1020-CANCELED (USE ST1020)

ST2568 STEEL, QQ-S-633, FS1018-CANCELED (USE ST1018)

ST2569 STEEL, QQ-S-633, COMP 1012, COND-ACF-CANCELED (USE ST1012)

ST2570 STEEL, QQ-S-633, FS1025-CANCELED (USE ST1025)

ST2571 STEEL, QQ-S-633, FS1050-CANCELED (USE ST1050)

ST2572 STEEL, QQ-S-633, FS1095 (USE ST1095)

ST2573 STEEL, QQ-S-633, FSB1112-CANCELED (USE ST1212)

ST2574 STEEL, QQ-S-633, COMP C1060-CANCELED (USE ST1060)

ST2575 STEEL, QQ-S-633, FS1010 TO 1020 (USE ST1010$ST1011$ST1015$ST1016$ST1012$ST1017$ST1018$ST1019$ST1020)

ST2576 STEEL, QQ-S-633, FS1060 TO FS1065-CANCELED (USE ST1060$ST1065)

ST2577 STEEL, QQ-S-633, FS1060 TO FS1080 (USE ST1060$ST1070$ST1078$ST1080)

ST2578 STEEL, QQ-S-635, FS1060 TO FS1080 (USE ST1060)

ST2579 STEEL, QQ-S-640, FS1060 TO FS1065-CANCELED (USE ST1060$ST0165)

ST2580A STEEL, QQ-S-640-CANCELED (USE ST1009$ST1015$ST1020$ST1022$ST1025$ST1030$ST1035$ST1045$ST1050$ST1055$

ST2580B ST1060$ST1065$ST1075$ST1095)

ST2581 STEEL, QQ-S-635, FS1050 TO FS1065 (USE ST1050$ST1060)

ST2582 STEEL, QQ-S-640, FS1009-CANCELED (USE ST1009)

ST2583 STEEL, QQ-S-640, FS1015-CANCELED (USE ST1015)

ST2584 STEEL, QQ-S-640, FS1009 TO FS1020 (USE ST1009$ST1015$ST1020)

ST2585 STEEL, QQ-S-640, FS1045 TO FS1095-CANCELED (USE ST1045$ST1050$ST1055$ST1060$ST1065$ST1075$ST1095)

ST2586 STEEL, QQ-S-640, FS1060-CANCELED (USE ST1060)

ST2587 STEEL, QQ-S-640, FS1065 TO FS1075 (USE ST1065$ST1075)
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ST2588 STEEL, QQ-S-640, FS1070 THRU FS1090 (USE ST1075)

ST2589A STEEL, FED STD 66, SAE 1070 THRU 1090 (USE ST1070$ST1078$ST1080$ST1084$ST1090$ST1072$ST1074$ST1075$

ST2589B ST1085$ST1086)

ST2590 STEEL, QQ-S-766, CLASS 410, COND A (USE ST0410)

ST2591 STEEL, QQ-S-627, FS6150 (USE ST6150)

ST2592 STEEL, MIL-S-7947, COMP 1095, COND A (USE ST1095)

ST2593 STEEL, MIL-S-7959 (INVALID)

ST2594 STEEL, MIL-S-5059, TYPE 302, COND A (USE ST0302)

ST2595 STEEL, MIL-S-5059, TYPE 302 (USE ST0302)

ST2596 STEEL, MIL-S-5059, TYPE 316, CONDITION AND SURFACE FINISH A/A /D/ (USE ST0316)

ST2597 STEEL, MIL-S-5059, CLASS 2 (USE ST0301$ST0302$ST0304$ST0316)

ST2598 STEEL, MIL-S-5626, COMP 4140 (USE ST4140)

ST2599 STEEL, MIL-S-6758, COND C (USE ST4130)

ST2600 STEEL, MIL-S-6578, COND E (USE ST4130)

ST2601 STEEL, MIL-S-6758, COND F (USE ST4130)

ST2602 STEEL, MIL-S-7947 (USE ST1095)

ST2603 STEEL, MIL-S-7947, COMP 1095, COND H (USE ST1095)

ST2604 STEEL, MIL-S-7947, 1080 TO 1095 (USE ST1095)

ST2605 STEEL, MIL-S-8559, COND C (USE ST1095)

ST2606 STEEL, MIL-S-11415, CLASS E-CANCELED (USE STA000)

ST2608 STEEL, MIL-S-18729, COMP 4130 (USE ST4130)

ST2609 STEEL, MIL-S-25043 (USE ST0631)

ST2610 STEEL, MIL-S-46049 (USE ST1065$ST1075$ST1085$ST1095)

ST2611 STEEL, FED STD 66, AISI 302, COND A (USE ST0302)

ST2612A STEEL, C1060 TO C1080 (USE ST1060$ST1061$ST1064$ST1065$ST1066$ST1069$ST1070$ST1072$ST1074$ST1075$

ST2612B ST1078$ST1080)

ST2613 STEEL, FED STD 66, SAE 1060 TO 1070 /D/ (USE ST1060$ST1061$ST1064$ST1065$ST1066$ST1069$ST1070)

ST2614 STEEL, QQ-S-777, 1060 TO 1070 (USE ST1065)

ST2615A STEEL, FED STD 66, COMP 1040 THRU 1070 (USE ST1040$ST1541$ST1042$ST1043$ST1044$ST1045$ST1046$ST1548$

ST2615B ST1049$ST1050$ST1551$ST1552$ST1053$ST1055$ST1059$ST1060$ST1561$ST1064$ST1065$ST1066$ST1069$

ST2615C ST1070)

ST2616 STEEL, FED STD 66, AISI/SAE 1074 (USE ST1074)

ST2617 STEEL, FED STD 66, SAE 1085 (USE ST1085)

ST2618A STEEL, FED STD 66, SAE 1060 TO 1080 (USE ST1060$ST1061$ST1064$ST1065$ST1066$ST1069$ST1070$ST1072$

ST2618B ST1074$ST1075$ST1078$ST1080$ST1561)

ST2619A STEEL, FED STD 66, AISI C1006 THRU C1020 (USE ST1006$ST1008$ST1010$ST1011$ST1012$ST1013$ST1015$

ST2619B ST1016$ST1017$ST1018$ST1019$ST1020$ST1009)

ST2620 STEEL, FED STD 66, SAE 1080 TO 1090 (USE ST1080$ST1084$ST1085$ST1086$ST1090)

ST2621 STEEL, FED STD 66, AISI 302 OR 303 (USE ST0302$ST0303)

ST2622 STEEL, FED STD 66, AISI 1005 THRU 1010 (USE ST1005$ST1006$ST1008$ST1009$ST1010)

ST2623 STEEL, FED STD 66, SAE 1050 TO 1060 (USE ST1050$ST1053$ST1054$ST1055$ST1059$ST1060)

ST2624 STEEL, QQ-S-777 (USE ST1045$ST1050$ST1055$ST1065$ST1075$ST1085$ST1095)

ST2625 STEEL, QQ-S-764, TYPE 303, COND ANNEALED (USE ST0303)

ST2626 STEEL, QQ-S-766, CLASS 304, COND A (USE ST0304)

ST2627 STEEL, QQ-S-766, CLASS 302, 304, 321, OR 347, COND A (USE ST0302$ST0304$ST0321$ST0347)

ST2628 STEEL, QQ-W-423, COMP 302, COND B (USE ST0302)

ST2629 STEEL, QQ-S-772, COND E (INVALID)

ST2630 STEEL, QQ-S-766, CLASS 301, TEMP 1/2 HARD (USE ST0301)

ST2631 STEEL, QQ-S-766, CLASS 302, TEMP 1/2 HARD (USE ST0302)

ST2632A STEEL, FED STD 66, COMP 1040 THRU 1050, 1052, 1055, 1060, 1064, 1065, AND 1070 (USE ST1040$ST1541$

ST2632B ST1042$ST1043$ST1044$ST1045$ST1046$ST1070$ST1548$ST1049$ST1050$ST1552$ST1055$ST1060$ST1064$

ST2632C ST1065)

ST2633 STEEL, AMS 5032 (USE ST1020)
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ST2634 STEEL, ASTM A107, COMP 1020 (USE ST1020)

ST2635 STEEL, AMS 5560 (USE ST0304)

ST2636 STEEL, QQ-S-636, COND A (USE ST1006$ST1008$ST1009$ST1010$ST1012$ST1015$ST1017)

ST2637 STEEL, QQ-S-636, COND 1-CANCELED (USE ST1006$ST1008$ST1009$ST1010$ST1012$ST1015$ST1017)

ST2638 STEEL, QQ-S-636, COND 2-CANCELED (USE ST1006$ST1008$ST1009$ST1010$ST1012$ST1015$ST1017)

ST2639 STEEL, QQ-S-636, COND 3-CANCELED (USE ST1006$ST1008$ST1009$ST1010$ST1012$ST1015$ST1017)

ST2640 STEEL, QQ-S-636, COND 4-CANCELED (USE ST1006$ST1008$ST1009$ST1010$ST1012$ST1015$ST1017)

ST2641 STEEL, QQ-S-636, COND 5-CANCELED (USE ST1006$ST1008$ST1009$ST1010$ST1012$ST1015$ST1017)

ST2642 STEEL, QQ-S-666, SAE 1095 (INVALID)

ST2643 STEEL, QQ-S-685, COMP 4130, COND N-CANCELED (USE ST4130)

ST2644 STEEL, QQ-S-693, CLASS B, FINISH B-CANCELED (USE STA000)

ST2645 STEEL, QQ-S-698, COND 3 (USE STA000$ST1008$ST1009$ST1015$ST1018$ST1020)

ST2646 STEEL, QQ-S-685, COMP 4130, COND A-CANCELED (USE ST4130)

ST2647 STEEL, QQ-S-763, CLASS 1, TYPE D (USE ST0302)

ST2648 STEEL, QQ-S-763, CLASS 302, COND A (USE ST0302)

ST2649 STEEL, QQ-S-763, CLASS 302, COND B (USE ST0302)

ST2650 STEEL, QQ-S-763, CLASS 6 (USE ST0416)

ST2651 STEEL, QQ-S-763, CLASS 1, TYPE A (USE ST0304)

ST2652 STEEL, QQ-S-763, CLASS 7, TYPE A (USE ST0303)

ST2653 STEEL, QQ-S-763, CLASS 8, TYPE A (USE ST0321$ST0347)

ST2654 STEEL, 415-391-1047, TEXAS INSTRUMENTS INC, APPARATUS DIV. (USE STA000)

ST2656 STEEL, C-50, AM400 OR 2H, GENERAL ELECTRIC CO, MARINE TURBINE AND GEAR DEPT (USE STA000)

ST2657 STEEL, 47-S-20, GRADE 1, NAVAL SHIP SYSTEMS COMMAND (USE ST0304)

ST2658 STEEL, EEMS10001, EUCLID DIV OF GENERAL MOTORS CORP (USE STA000)

ST2659 STEEL, VS-1-1-7-3, VICKERS, INC, DIV OF SPERRY RAND CORP (USE STA000)

ST2660 STEEL, B4E, 4A2, GENERAL ELECTRIC CO (USE STA000)

ST2661 STEEL, E-30905-5, GRADE H, THE BENDIX CORP, NAVIGATION AND CONTROL DIV (USE STA000)

ST2662 STEEL, IE 463, CATERPILLAR TRACTOR CO (USE ST1060$ST1095)

ST2663 STEEL, EMS-61100, ALLISON DIV GENERAL MOTORS (USE STA000)

ST2664 STEEL, 350T128, GENERAL ELECTRIC CO, AIRCRAFT ENGINE GROUP, INTERSTATE (USE STA000)

ST2665 STEEL, HS178, UNITED AIRCRAFT CORP, HAMILTON STANDARD DIV (USE STA000)

ST2666 STEEL, QQ-S-766, CLASS 4, COND A (USE ST0301)

ST2667 STEEL, QQ-S-766, CLASS 4, COND E (USE ST0301)

ST2668 STEEL, QQ-S-766, CLASS 4, COMP 302 (INVALID)

ST2669 STEEL, QQ-S-766, CLASS 302, 1/2 TO FULL, HARD TEMPER, FINISH NO. 1-8 (USE ST0302)

ST2670 STEEL, QQ-S-766, CLASS 304, 1/2 TO FULL, HARD TEMPER, FINISH NO. 1-8 (USE ST0304)

ST2671A STEEL, QQ-S-681, CANCELED (USE ST0519$ST0527$ST0528$ST0575$ST0531$ST0134$ST0184$ST0530$ST0520$ST0572$

ST2671B ST0586$ST0587)

ST2672A STEEL, QQ-S-689, COMP AND QUALITY, FULL HARD NO. 1 TEMPER, OR HALF HARD NO. 2 TEMPER, COND AND

ST2672B FINISH A/A (USE ST2330)

ST2673 STEEL, QQ-S-766, CLASS 302, COND A (USE ST0302)

ST2674 STEEL, AN-S-684, CONDITION C (USE ST4130)

ST2675 STEEL, MIL-S-11415, CLASS C (USE STA000)

ST2676 STEEL, QQ-S-633, FED STD 66, FS1060 (USE ST1060)

ST2677 STEEL, MIL-S-6758, COMP 4130, C4 (USE ST4130)

ST2678 STEEL, QQ-S-635, FS1060 TO FS1080 (INVALID)

ST2679 STEEL, MIL-S-5000, COMP 4130, COND E (INVALID)

ST2680 STEEL, QQ-S-764, TYPE 416 (USE ST0416)

ST2681 STEEL, QQ-S-764, TYPE 416SE, COND A/A (USE ST0099)

ST2682 STEEL, QQ-S-764, TYPE 416, COND B (USE ST0416)

ST2683 STEEL, QQ-T-580, GRADE A, CLASS W1-10 (USE ST0298)

ST2684 STEEL, QQ-S-637, COMP 1213, COND CF (USE ST1213)

ST2685 STEEL, MIL-S-11415, CLASS C1-CANCELED (USE STA000)
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ST2686 STEEL, QQ-S-634, COMP 1018 THRU 1025 (USE ST1018$ST1019$ST1020$ST1022$ST1025)

ST2687 STEEL, MIL-S-6758, COMP 4130 (USE ST4130)

ST2688A STEEL, FED STD 66, AISI OR SAE 1018 THRU 1035 (USE ST1018$ST1019$ST1020$ST2021$ST1022$ST1023$ST1524$

ST2688B ST1025$ST1527$ST1029$ST1030$ST1031$ST1033$ST1034$ST1035$ST1026)

ST2689 STEEL, FED STD 66, TYPE 416 (USE ST0416)

ST2690 STEEL, 412576-8, TEXAS INSTRUMENTS, INC., APPARATUS DIV. (USE STA000)

ST2691A STEEL, FMS30131, COMP 17-4PH, GENERAL DYNAMICS CORP, CONVAIR AEROSPACE DIV, FORT WORTH OPERATIONS

ST2691B (USE ST0630)

ST2692 STEEL, OTD 161, CANADIAN GENERAL ELECTRIC CO LTD (USE STA000)

ST2693A STEEL, FED STD 66, TYPE 301 THRU 385 (USE ST0301$ST0302$ST0180$ST0303$ST0079$ST0304$ST0080$ST0305$

ST2693B ST0152$ST0309$ST0153$ST0310$ST0154$ST0155$ST0316$ST0082$ST0317$ST0321$ST0347$ST0348$ST0384$

ST2693C ST0385)

ST2694 STEEL, AMS 5050, COMP 1010 (USE ST1010)

ST2695 STEEL, QQ-S-763, CLASS 316L, COND A (USE ST0082)

ST2696 STEEL, ASTM A403, GRADE WP316L (USE ST0082)

ST2697 STEEL, AMS 5645, TYPE 321 (USE ST0321)

ST2698 STEEL, AMS 5639, TYPE 304 /D/ (USE ST0304)

ST2699 STEEL, AMS 5643, 17-4PH (USE ST0630)

ST2701 STEEL, QQ-S-763, CLASS 416, COND A (USE ST0416)

ST2702 STEEL, ASTM A120 (USE STA000)

ST2710 STEEL, FED STD 66, SAE HNV2 (USE ST0174)

ST2749 STEEL, MS-38, TRW MECHANICAL PRODUCTS DIV (USE STA000)

ST2750 STEEL, MS-42, TRW MECHANICAL PRODUCTS DIV (USE STA000)

ST2754 STEEL, AMS 5646 (USE ST0347)

ST2763 STEEL, MIL-S-16113, TYPE 1, GRADE M (USE ST0542)

ST2765 STEEL, QQ-S-681 (USE ST0572$ST0586$ST0587$ST0575$ST0531$ST0134$ST0184$ST0530$ST0520)

ST2766 STEEL, QQ-S-741 (USE STA000)

ST2767 STEEL, ASTM A108-61T GRADE 1020CF (USE ST1020)

ST2769 STEEL, AMS 5504, COMP SAE 51410 /D/ (USE ST0410)

ST2771A STEEL, QQ-S-633, COMP FS1015 TO FS1025-CANCELED (USE ST1015$ST1016$ST1018$ST1019$ST1020$ST1021$

ST2771B ST1022$ST1524$ST1025$ST1017$ST1023)

ST2774 STEEL, QQ-T-830, MT1010 TO MX1020 (USE ST0046$ST0047$ST0048$ST0049$ST0050)

ST2775 STEEL, MIL-S-7720, COMP 303S, COND A (USE ST0303)

ST2776 STEEL, QQ-S-633, COMP 1010 (USE ST1010)

ST2777 STEEL, MIL-S-6050, COMP 8630 (USE ST8630)

ST2778 STEEL, MIL-S-6758, COMP 4130 (USE ST4130)

ST2779 STEEL, QQ-S-634, COMP 1038 (USE ST1038)

ST2780 STEEL, QQ-S-633, FS1141-CANCELED (USE ST1141)

ST2781 STEEL, QQ-S-633, FSB1113 (USE ST1213)

ST2782 STEEL, AMS 5720 (USE FE0015)

ST2783 STEEL, QQ-S-633, FS1022-CANCELED (USE ST1022)

ST2784 STEEL, MIL-S-6049, COMP 8740 (USE ST8740)

ST2785 STEEL, QQ-S-633, C1010 TO C1020 (USE ST1010$ST1011$ST1012$ST1015$ST1016$ST1017$ST1018$ST1019$ST1020)

ST2786 STEEL, QQ-S-633, FSB1111-CANCELED (USE ST1211)

ST2787 STEEL, FED STD 66, AISI OR SAE 1016 TO AISI OR SAE 1019 (USE ST1016$ST1017$ST1018$ST1019)

ST2788A STEEL, FED STD 66, SAE 1010 TO 1026 (USE ST1010$ST1011$ST1012$ST1013$ST1015$ST1016$ST1017$ST1018$

ST2788B ST1019$ST1020$ST1021$ST1022$ST1023$ST1524$ST1025$ST1026)

ST2789 STEEL, QQ-S-633, FS1118-CANCELED (USE ST1118)

ST2790A STEEL, FED STD 66, SAE 1015 TO 1025 (USE ST1015$ST1016$ST1017$ST1018$ST1019$ST1020$ST1021$ST1022$

ST2790B ST1023$ST1524$ST1025)

ST2791 STEEL, QQ-S-627, COMP 4130 (USE ST4130)

ST2792 STEEL, QQ-S-627, COMP 4140 (USE ST4140)

ST2793 STEEL, QQ-S-627, COMP 8640 (USE ST8640)
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ST2794 STEEL, QQ-S-627, COMP 8740 (INVALID)

ST2795 STEEL, QQ-S-633, FS1045-CANCELED (USE ST1045)

ST2796 STEEL, QQ-S-763, CLASS 6, TYPE C (USE ST0416)

ST2797 STEEL, AMS 6413 (USE ST4337)

ST2798 STEEL, MIL-S-7720, COMP 303 (USE ST0303)

ST2799 STEEL, MIL-S-7720, COMP 303SE, COND A (USE ST0079)

ST2800 STEEL, AMS 5080 (USE ST1035)

ST2801 STEEL, MIL-S-13433 (USE ST0063)

ST2802 STEEL, AMS 5709 (USE NL0083)

ST2803 STEEL, QQ-S-637, FS1115 (INVALID)

ST2804 STEEL, QQ-W-423, COMP 310 (USE ST0310)

ST2805 STEEL, QQ-W-423, COMP 316 (USE ST0316)

ST2806 STEEL, QQ-S-630, FS1035 (INVALID)

ST2807 STEEL, QQ-S-624, FS2330 (USE ST2330)

ST2808 STEEL, MIL-S-18411, CLASS 2 (USE ST1211$ST1212$ST1213)

ST2809 STEEL, MIL-S-20166, TYPE B, GRADE M (USE ST1022)

ST2811 STEEL, QQ-S-690, E4-CANCELED (INVALID)

ST2812 STEEL, QQ-S-689, C4-CANCELED (USE ST2330)

ST2813 STEEL, QQ-S-770 (INVALID)

ST2814 STEEL, MIL-S-16124, CLASS 1, COMP A (USE ST1117)

ST2815A STEEL, QQ-S-764 (USE ST0159$ST0303$ST0166$ST0157$ST0165$ST0158$ST0079$ST0416$ST0255$ST0099$

ST2815B ST0100$ST0284$ST0101$ST0172$ST0108$ST0285)

ST2816 STEEL, QQ-S-671, FS1010 (USE ST1010)

ST2817 STEEL, AMS 5733 (USE FE0018)

ST2818 STEEL, MIL-S-7839 (INVALID)

ST2819A STEEL, FED STD 66, AISI 1018 TO 1040 (USE ST1018$ST1019$ST1020$ST1021$ST1022$ST1023$ST1524$ST1025$

ST2819B ST1527$ST1029$ST1060$ST1031$ST1033$ST1034$ST1035$ST1536$ST1037$ST1038$ST1039$ST1040)

ST2820 STEEL, FED STD 66, SAE 1010 TO 1018 (USE ST1010$ST1011$ST1012$ST1013$ST1015$ST1016$ST1017$ST1018)

ST2821 STEEL, QQ-S-634, COMP C1015 TO C1025 (USE ST1015$ST1016$ST1018$ST1020$ST1022$ST1025$ST1019)

ST2822 STEEL, AN-S-771 (USE ST0302$ST0303$ST0079$ST0316)

ST2823 STEEL, MIL-S-5000, COMP 4340, COND A (INVALID)

ST2824 STEEL, QQ-S-764, TYPE 303SE, COND A /D/ (USE ST0079)

ST2825 STEEL, AMS 7454 (USE ST0601)

ST2826 STEEL, MIL-S-5625 (INVALID)

ST2828 STEEL, ASTM A109 (USE ST1137)

ST2829 STEEL, MIL-S-5059, TYPE 304 (USE ST0304)

ST2830 STEEL, MIL-S-18729 (USE ST4130)

ST2831 STEEL, FED STD 66, AISI 8159 (INVALID)

ST2832 STEEL, FED STD 66, SAE 51416F (USE ST0098)

ST2833 STEEL, AMS 5542 (USE NL0007)

ST2834 STEEL, AMS 5060 (USE ST1015)

ST2835 STEEL, MIL-S-854 (USE ST0304$ST0302$ST0410$ST0430$ST0321$ST0347$ST0316$ST0310)

ST2836 STEEL, MIL-S-7420 (USE ST0030)

ST2837 STEEL, MIL-S-7097-CANCELED (USE ST1018$ST1020$ST1025)

ST2838 STEEL, MIL-S-18728, COND N (USE ST8630)

ST2839 STEEL, MIL-S-5000, COMP 4340 (USE ST4340)

ST2840A STEEL, QQ-S-763, CLASS 302 TO 347 (USE ST0080$ST0082$ST0302$ST0304$ST0305$ST0309$ST0310$ST0316$

ST2840B ST0317$ST0321$ST0322$ST0324$ST0347$ST0303$ST0079)

ST2841 STEEL, IE 357, CATERPILLAR TRACTOR CO (USE STA000)

ST2842 STEEL, HAN 189, DRESSER INDUSTRIES, INC, DRESSER INDUSTRIAL VALVE AND INSTRUMENT DIV (USE STA000)

ST2843 STEEL, B50R331, GENERAL ELECTRIC CO, AIRCRAFT ENGINE GROUP (USE STA000)

ST2844 STEEL, B7A2, GENERAL ELECTRIC CO, AIRCRAFT ENGINE GROUP (USE STA000)

ST2845 STEEL, QQ-S-682, FS302, TYPE 2, CLASS 2 (USE ST0302)
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ST2846 STEEL, QQ-W-405, COMP 4037 (USE ST4037)

ST2847 STEEL, QQ-W-405, COMP 4140 (USE ST4140)

ST2848 STEEL, QQ-W-405, COMP 8740 (USE ST8740)

ST2853 STEEL, AN-QQ-S-685-CANCELED (USE ST4130)

ST2857 STEEL, AMS 5750 (INVALID)

ST2859 STEEL, AMS 5085 (USE ST1050)

ST2860 STEEL, GM286M, GENERAL MOTORS CORP (USE STA000)

ST2861 STEEL, GM284-M, DELCO-REMY DIV OF GENERAL MOTORS CORP (USE STA000)

ST2862 STEEL, MIL-S-6049, COND C (USE ST8740)

ST2863 STEEL, MIL-S-5626, COND C2 (USE ST4140)

ST2864 STEEL, B50R142, GENERAL ELECTRIC CO (USE STA000)

ST2865 STEEL, QQ-S-633, COMP C1117, COND CD-CANCELED (USE ST1117)

ST2866 STEEL, MIL-S-11415, CLASS C3 (USE STA000)

ST2867 STEEL, QQ-S-763, CLASS 416, COND C (USE ST0416)

ST2868 STEEL, MIL-S-7720, TYPE 303, COND B (USE ST0303)

ST2869 STEEL, AMS 5708 (INVALID)

ST2870 STEEL, MIL-S-11415, CLASS C4 (USE STA000)

ST2871 STEEL, QQ-W-405, COMP 1108 (USE ST1108)

ST2872 STEEL, QQ-W-405, COMP 1110 (USE ST1110)

ST2873 STEEL, AMS 5512 (USE ST0347)

ST2875 STEEL, EMS 73168, ALLISON DIV OF GENERAL MOTORS CORP (USE STA000)

ST2876 STEEL, A286, STANDARD PRESSED STEEL CO (USE STA000)

ST2878 STEEL, A286 THE KEYNAR CO, DIVISION OF REINER INDUSTRIES INC (USE FE0019)

ST2879 STEEL, 09-9-323-690, BELL AND HOWELL CO (USE STA000)

ST2880 STEEL, MIL-T-6736, COMP 4130, TYPE 1, COND N (USE ST4130)

ST2882A STEEL, ASTM A194-59T (USE ST0303$ST0304$ST0316$ST0321$ST0347$ST0410$ST0416$ST0501$ST4140$ST4142$

ST2882B ST4145$ST0650$ST0651$ST0652$ST0099$ST0093$ST0094$ST0095$ST0079$ST0305$ST0449$ST0451$ST0710$

ST2882C ST0653)

ST2883 STEEL, QQ-S-763, CLASS 303, COND ACF (USE ST0303)

ST2884 STEEL, QQ-S-633, FS1117-CANCELED (USE ST1117)

ST2885 STEEL, QQ-S-633, FS1115-CANCELED (USE ST1115)

ST2886A STEEL, QQ-S-633, C1015 THRU C1025-CANCELED (USE ST1015$ST1016$ST1017$ST1018$ST1019$ST1020$ST1021$

ST2886B ST1022$ST1023$ST1524$ST1025)

ST2887A STEEL, FED STD 66, AISI OR SAE 1015 THRU 1025 (USE ST1015$ST1016$ST1017$ST1018$ST1019$ST1020$ST1021$

ST2887B ST1022$ST1023$ST1524$ST1025)

ST2888 STEEL, QQ-S-633, B1112 TO C1120-CANCELED (USE ST1212$ST1213$ST1115$ST1116$ST1117$ST1118$ST1119$ST1120)

ST2889 STEEL, FED STD 66, SAE 1112 THRU 1117 (USE ST1212$ST1213$ST1116$ST1117)

ST2892 STEEL, QQ-S-633, COMP 1020, COND CF (USE ST1020)

ST2893 STEEL, FED STD 66, SAE 1020 TO 1025 (USE ST1020$ST1021$ST1022$ST1023$ST1524$ST1025)

ST2894 STEEL, MIL-S-6050, COND C2 (USE ST8630)

ST2895 STEEL, FF-B-571, TYPE B-2 (INVALID)

ST2896A STEEL, QQ-S-633, FS1025 TO FS1040-CANCELED (USE ST1025$ST1026$ST1527$ST1029$ST1030$ST1031$ST1033$

ST2896B ST1035$ST1536$ST1037$ST1038$ST1039$ST1040)

ST2897 STEEL, QQ-S-633, FS1120 TO FS1141 (USE ST1120$ST1125$ST1126$ST1132$ST1137$ST1138$ST1139$ST1140$ST1141)

ST2898 STEEL, QQ-S-633, FS1120-CANCELED (USE ST1120)

ST2899 STEEL, QQ-S-633, FS1137-CANCELED (USE ST1137)

ST2900 STEEL, QQ-S-633, FS1040 (USE ST1040)

ST2901 STEEL, QQ-S-634, COMP 1018, COND CD (USE ST1018)

ST2903 STEEL, MIL-S-5000, COND C2 (USE ST0028$ST4340)

ST2904 STEEL, MIL-S-6758, COND E-4 (USE ST4130)

ST2905 STEEL, MIL-S-5000, COMP 4130, COND D (USE ST0028)

ST2906A STEEL, QQ-S-633, FSB1111 TO C1120-CANCELED (USE ST1211$ST1212$ST1213$ST1115$ST1116$ST1117$ST1118$

ST2906B ST1119$ST1120)
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ST2907 STEEL, QQ-S-633, FS1212-CANCELED (USE ST1212)

ST2908 STEEL, QQ-S-633, FS1213-CANCELED (USE ST1213)

ST2909 STEEL, MIL-S-6758, COND C4 (USE ST4130)

ST2910 STEEL, QQ-S-671, FS1112 (USE ST1212)

ST2912 STEEL, QQ-S-771, COMP FM, COND A (USE ST0303$ST0079)

ST2913 STEEL, QQ-S-763, GRADE 7 (USE ST0303$ST0079)

ST2916 STEEL, DTD 187, SECT 3, LUCAS GAS (USE STA000)

ST2917 STEEL, MIL-S-6098, COMP 8735 (USE ST8735)

ST2918 STEEL, MIL-S-8503, COMP 6150 (USE ST6150)

ST2919 STEEL, MIL-S-5626, COMP 4140 (USE ST4140)

ST2920 STEEL, AMS 6412 (USE ST4337)

ST2921 STEEL, MIL-S-8695, COMP 4037 (USE ST4037)

ST2922 STEEL, AMS 5641 (USE ST0077)

ST2923 STEEL, QQ-S-633, COMP 1010 (USE ST1010)

ST2924 STEEL, QQ-W-409, COMP 1006 (USE ST1006)

ST2926 STEEL, MIL-S-8659 (INVALID)

ST2927 STEEL, MIL-S-7720 COMP 302 COND G (USE ST0302)

ST2930 STEEL, ASTM A107-61T, GRADE 1015 (USE ST1015)

ST2931 STEEL, ASTM A107-61T, GRADE 1016 (INVALID)

ST2932 STEEL, ASTM A107-61T, GRADE 1022 (USE ST1022)

ST2933 STEEL, ASTM A107-61T, GRADE 1025 (USE ST1025)

ST2934 STEEL, ASTM A107-61T, GRADE 1030 (USE ST1030)

ST2959 STEEL, ASTM A107-61T, GRADE B1112 (USE ST1212)

ST2970 STEEL, ASTM A-235-63T, CLASS A (USE STA000)

ST2977 STEEL, ASTM A-237-63T, CLASS A (USE STA000)

ST2982 STEEL, ASTM A-237-63T, CLASS E (USE STA000)

ST2989 STEEL, ASTM A-304-66, GRADE 1345H (USE ST0068)

ST3000 STEEL, ASTM A-304-66, GRADE 4142H (USE ST0094)

ST3009 STEEL, ASTM A-304-66, GRADE 4620H (USE ST0109)

ST3012 STEEL, ASTM A304-66, GRADE 4720H (USE ST0235)

ST3032 STEEL, ASTM A304-66, GRADE 6118H (USE ST0185)

ST3036 STEEL, ASTM A-304-66, GRADE 8620H (USE ST0137)

ST3057 STEEL, MIL-S-16113, GRADE HT, TYPE 1 (USE ST0542)

ST3061 STEEL, MIL-S-17759, COMP 1 (USE STB000)

ST3063 STEEL, MIL-S-20166, GRADE M (USE ST1022)

ST3067 STEEL, QQ-S-630, GRADE C1008 (USE ST1008)

ST3068 STEEL, QQ-S-630, GRADE C1010 (USE ST1010)

ST3071 STEEL, QQ-S-630, GRADE C1017 (USE ST1017)

ST3072 STEEL, QQ-S-630, GRADE C1020 (USE ST1020)

ST3074 STEEL, QQ-S-630, GRADE C1025 (USE ST1025)

ST3076 STEEL, QQ-S-630, GRADE M1008-CANCELED (USE ST0219)

ST3077 STEEL, QQ-S-630, GRADE M1010 (USE ST0171)

ST3078 STEEL, QQ-S-630, GRADE M1012-CANCELED (USE ST0220)

ST3079 STEEL, QQ-S-630, GRADE M1015-CANCELED (USE ST0176)

ST3081 STEEL, QQ-S-630, GRADE M1020 (USE ST0163)

ST3083 STEEL, QQ-S-630, GRADE M1025-CANCELED (USE ST0223)

ST3088 STEEL, S80, CANADIAN GENERAL ELECTRIC CO, LTD (USE STA000)

ST3089 STEEL, ASTM A325 (USE ST0654$ST0655$ST0656$ST0657$ST0658$ST0659$ST0660$ST0661)

ST3090 STEEL, AMS 5648 (USE ST0316)

ST3091 STEEL, AMS 6050 (INVALID)

ST3092 STEEL, FED STD 66, SAE 1114 (INVALID)

ST3093 STEEL, FED STD 66, AISI C1015 THRU C1020 (USE ST1015$ST1016$ST1017$ST1018$ST1019$ST1020)

ST3094 STEEL, AMS 5235 (INVALID)
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ST3095 STEEL, AMS 6381 (USE ST4140)

ST3096A STEEL, FED STD 66, AISI OR SAE 1050 THRU AISI OR SAE 1065 (USE ST1050$ST1053$ST1054$ST1055$ST1059$

ST3096B ST1060$ST1061$ST1064$ST1065)

ST3097 STEEL, MIL-S-18732, COND QT, CLASS 2 (USE STB000)

ST3098 STEEL, MIL-S-7720, COMP 303S COND B (USE ST0303)

ST3099 STEEL, AMS 5513 (USE ST0304)

ST3106A STEEL, QQ-W-409, (USE ST1006$ST1008$ST1010$ST1012$ST1013$ST1015$ST1016$ST1017$ST1018$ST1019$ST1020$

ST3106B ST1022$ST1524$ST1025$ST1527$ST1030$ST1033$ST1034$ST1035$ST1038$ST1040$ST1541$ST1108$ST1109$

ST3106C ST1110)

ST3108 STEEL, QQ-S-685, COMP 4130- CANCELED (USE ST4130)

ST3109 STEEL, AMS 6380 (USE ST8630)

ST3110 STEEL, AMS 5619 (USE STB000)

ST3111 STEEL, AMS 5528 (USE ST0631)

ST3112 STEEL, AMS 5520 (USE ST0632)

ST3113 STEEL, AMS 5529 (USE ST0631)

ST3114 STEEL, AMS 5561 (USE ST0702)

ST3115 STEEL, AMS 5132 (USE ST1095)

ST3116 STEEL, QQ-S-763, CLASS 303SE, COND A (USE ST0079)

ST3117 STEEL, QQ-S-763, CLASS 416SE, COND A (USE ST0099)

ST3118 STEEL, AMS 5532 (USE FE0021)

ST3119 STEEL, QQ-S-766, CLASS 302, 1/4 HARD (USE ST0302)

ST3120 STEEL, QQ-S-766, CLASS 303, COND A (INVALID)

ST3121 STEEL, QQ-S-763, CLASS 430, COND A (USE ST0430)

ST3123 STEEL, QQ-S-764, TYPE 303S (INVALID)

ST3125 STEEL, B5, GENERAL ELECTRIC CO (USE STA000)

ST3126 STEEL, 420 GENERAL ELECTRIC CO (USE ST0420)

ST3127 STEEL, ASTM A276, TYPE 304 (USE ST0304)

ST3128 STEEL, QQ-S-634, COMP 1015 THRU 1025 (USE ST1015$ST1016$ST1018$ST1019$ST1020$ST1022$ST1025)

ST3129 STEEL, MIL-S-7420, COMP E52100 (USE ST0030)

ST3130 STEEL, MIL-T-6736, COMP 4130, TYPE 1 (USE ST4130)

ST3131 STEEL, MIL-S-18728 (USE ST8630)

ST3132 STEEL, QQ-S-627, COMP 4340 (USE ST4340)

ST3133 STEEL, QQ-S-627, COMP 8630 (USE ST8630)

ST3134 STEEL, QQ-S-633, COMP C1035-CANCELED (USE ST1035)

ST3135 STEEL, QQ-S-633, COMP C1040-CANCELED (USE ST1040)

ST3136 STEEL, QQ-S-633, COMP C1045-CANCELED (USE ST1045)

ST3137 STEEL, QQ-S-633, COMP B1112 (USE ST1212)

ST3138 STEEL, AISI C1212 (USE ST1212)

ST3139 STEEL, MIL-S-7947, COND 2 (USE ST1095)

ST3140 STEEL, MIL-S-23196 (USE ST0304)

ST3141 STEEL, MIL-S-7809 (USE ST1802$ST1803$ST1805$ST1806$ST1807$ST1808$STA000)

ST3142 STEEL, QQ-S-646, GRADE 1020 (INVALID)

ST3143 STEEL, QQ-S-633, COMP C1118 (USE ST1118)

ST3144 STEEL, MIL-S-7420, COND C (USE ST0030)

ST3145 STEEL, QQ-W-423, FORM 1, COMP 316, COND B (USE ST0316)

ST3146 STEEL, CRES, 513-0329-001, NORTH AMERICAN ROCKWELL CORP, AUTONETICS DIV (USE STB000)

ST3147 STEEL, MIL-S-11415, CLASS B-4 (INVALID)

ST3148 STEEL, TDA-B-02, NORTH AMERICAN ROCKWELL CORP, TRANSMISSION AND AXEL DIV (USE STA000)

ST3149 STEEL, MIL-S-7952, COMP 1010 (INVALID)

ST3151 STEEL, QQ-S-741, TYPE 2 (USE STA000)

ST3152 STEEL, MIL-S-7079, SAE 1019 (INVALID)

ST3153 STEEL, AMS 5620 (USE ST0100)

ST3154 STEEL, AMS 5360 (INVALID)

202



MATERIAL CROSS REFERENCE

OLD
CODE SPECIFICATION REPLY & NEW REPLY CODE

ST3155 STEEL, AMS 5521 (USE ST0154)

ST3156 STEEL, QQ-S-763, CLASS 440C, COND A (USE ST0107)

ST3157 STEEL, AMS 5685 (USE ST0305)

ST3158 STEEL, AMS 5355 (USE ST0630)

ST3159 STEEL, AMS 6327 (USE ST8740)

ST3160 STEEL, MIL-S-5626, COND D (USE ST4140)

ST3161 STEEL, MIL-S-5626, COND D1 (USE ST4140)

ST3162 STEEL, QQ-S-633, COMP C1212 (USE ST1212)

ST3163 STEEL, QQ-S-763, CLASS 324, COND A (USE ST0324)

ST3164 STEEL, MIL-F-5509 (INVALID)

ST3165A STEEL, FED STD 66, AISI OR SAE 1006 THRU 1020 (USE ST1006$ST1008$ST1009$ST1010$ST1011$ST1012$ST1013$

ST3165B ST1015$ST1016$ST1017$ST1018$ST1019$ST1020)

ST3166 STEEL, AMS 5540 (USE NL0009)

ST3167 STEEL, QQ-S-763, CLASS 303SE, COND B (USE ST0079)

ST3168 STEEL, QQ-S-763, CLASS 316, COND B (USE ST0316)

ST3169 STEEL, MIL-S-7720, COMP 303SE, COND B (USE ST0079)

ST3170 STEEL, MIL-S-7720, COMP 316, COND B (USE ST0316)

ST3171A STEEL, QQ-S-634, COMP 1025 THRU 1050 (USE ST1025$ST1026$ST1035$ST1040$ST1042$ST1046$ST1548$ST1049$

ST3171B ST1050$ST1045)

ST3172 STEEL, QQ-S-635, COMP 1025 THRU 1050 (USE ST1035$ST1040$ST1050$ST1045)

ST3173 STEEL, QQ-S-771, TYPE 303, FM (USE ST0303)

ST3174 STEEL, PWA 998, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE STA000)

ST3175A STEEL, FED STD 66, SAE 1070 THRU SAE 1095 (USE ST1070$ST1074$ST1078$ST1080$ST1084$ST1085$ST1086$

ST3175B ST1090$ST1095$ST1072$ST1075)

ST3176 STEEL, QQ-S-685, COMP 4130-CANCELED (USE ST4130)

ST3177 STEEL, PWA 187, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIVISION (USE STA000)

ST3178 STEEL, 14-9-571.000, BELL AND HOWELL CO (USE STA000)

ST3179 STEEL, QQ-S-684, COMP 4130 (INVALID)

ST3180 STEEL, AMS 6448 (USE ST6150)

ST3181 STEEL, AMS 6280 (USE ST8630)

ST3182 STEEL, QQ-S-763, CLASS 6, TYPE A (USE ST0416)

ST3183 STEEL, QQ-W-470 (USE ST0668)

ST3184 STEEL, QQ-S-633, COMP C1025 (USE ST1025)

ST3185 STEEL, ASTM A269, GRADE TP304 (USE ST0304)

ST3186A STEEL, QQ-S-634 OR STEEL, QQ-S-637 OR STEEL, FED STD 66 WITH MINIMUM TENSILE STRENGTH 60,000 PSI

ST3186B (USE STA000)

ST3187 STEEL, QQ-S-685, (USE ST4130)

ST3188 STEEL, CARPENTER NO 10 (USE ST0384)

ST3189 STEEL, H-11 STSBS002, LOCKHEED-GEORGIA CO (USE ST0043)

ST3190 STEEL, MIL-S-11415, CLASS 02-CANCELED (USE STA000)

ST3191 STEEL, MIL-S-11415, CLASS B7 (USE STA000)

ST3192A STEEL, MIL-S-11415, CLASS C-6 (USE ST1010$ST1015$ST1018$ST1019$ST1020$ST1022$ST1025$ST1035$ST1040$

ST3192B ST1045$ST1050$ST1115$ST1117$ST1118$ST1120$ST1137$ST1141$ST1144$ST1030)

ST3194 STEEL, QQ-S-633, FSB1111 THRU B1118 (USE ST1214$ST1212$ST1213)

ST3195 STEEL, SPS-M-107, STANDARD PRESSED STEEL CO (USE STA000)

ST3196 STEEL, QQ-S-638 C1213 (INVALID)

ST3197 STEEL, QQ-S-633, C1015-CANCELED (USE ST1015)

ST3198 STEEL, QQ-S-763, CLASS 416, COND T (USE ST0416)

ST3200 STEEL, QQ-S-770, COND QT, CLASS 2 (USE STB000)

ST3201 STEEL, QQ-S-633, FSB1111 THRU B1113 (USE ST0014$ST0015$ST0016)

ST3202 STEEL, QQ-S-633, COMP C1213-CANCELED (USE ST1213)

ST3203 STEEL, QQ-S-763, CLASS 400 (INVALID)

ST3204 STEEL, QQ-S-763, CLASS 303, COND B (USE ST0303)
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ST3205 STEEL, FED STD 66, SAE 1111 THRU 1120 (USE ST1211$ST1212$ST1213$ST1116$ST1117$ST1118$ST1119)

ST3206 STEEL, QQ-S-681, CLASS 1 (INVALID)

ST3208 STEEL, QQ-S-633, COND CR-CANCELED (USE STA000)

ST3209A STEEL, QQ-S-763, COND A (USE ST0202$ST0302$ST0303$ST0079$ST0304$ST0080$ST0305$ST0309$ST0310$ST0316$

ST3209B ST0082$ST0317$ST0321$ST0322$ST0324$ST0347$ST0633$ST0634$ST0403$ST0405$ST0410$ST0414$ST0416$

ST3209C ST0099$ST0420$ST0430$ST0101$ST0172$ST0431$ST0105$ST0106$ST0107$ST0108$ST0285$ST0446)

ST3210 STEEL, MIL-S-77208 COMP FM (INVALID)

ST3211 STEEL, H-11, STS BS000, LOCKHEED-GEORGIA CO (USE ST0043)

ST3212 STEEL VANADIUM ALLOY M-A, VANADIUM ALLOYS STEEL CO (USE STA000)

ST3213 STEEL, MS 381, 1018, JI CASE CO (USE ST1018)

ST3214 STEEL, MS382, 1045, JI CASE CO (USE ST1045)

ST3217 STEEL, AMS 5510, TYPE 321 (USE ST0321)

ST3218 STEEL, QQ-W-423, COMP 410 (USE ST0410)

ST3219 STEEL, QQ-W-423, COMP 430 (USE ST0430)

ST3220 STEEL, MIL-S-46850, TYPE 3, GRADE 300 (USE ST0546)

ST3221 STEEL, AMS 5725 (USE STB000)

ST3222 STEEL, AMS 7452 (USE ST8740)

ST3223 STEEL, CARPENTER A286, HI-SHEAR CORP (USE FE0019)

ST3224 STEEL, QQ-S-634, COMP 1015 THRU 1020 (USE ST1015$ST1016$ST1018$ST1020$ST1019)

ST3225 STEEL, MIL-S-7720, COMP 302, COND A (USE ST0302)

ST3226 STEEL, AMS 6280, COMP 8630 (USE ST8630)

ST3227 STEEL, QQ-W-423, COND B (USE ST0302$ST0304$ST0305$ST0316$ST0321$ST0347)

ST3228 STEEL, AMS 6730 (INVALID)

ST3229 STEEL, AMS 5056 (USE STA000)

ST3230 STEEL, QQ-S-763, CLASS 6, TYPE F (USE ST0416)

ST3231 STEEL, QQ-S-633, COMP B1113, COND ACF (USE ST0016)

ST3232 STEEL, MIL-S-16113 (USE ST0542$ST0543)

ST3233A STEEL, QQ-S-627 (USE ST4130$ST4135$ST4140$ST4142$ST4145$ST4150$ST4340$ST5140$ST5150$ST5160$ST6150$

ST3233B ST8615$ST8617$ST8620$ST8630$ST8640$ST8645$ST8735$ST9262)

ST3234A STEEL, MIL-S-11310 (USE ST1005$ST1006$ST1008$ST1010$ST1012$ST1017$ST1018$ST1020$ST1022$ST1025$ST1030$

ST3234B ST1040)

ST3235 STEEL, QQ-W-423 (USE ST0302$ST0304$ST0305$ST0310$ST0316$ST0321$ST0347$ST0410$ST0420$ST0430)

ST3236 STEEL, MOLYBDENUM ALLOY, MIL-S-870 (USE ST1000)

ST3238 STEEL, QQ-S-763, CLASS 410, COND T (USE ST0410)

ST3239 STEEL, QQ-S-692, CLASS A-CANCELED (USE STA000)

ST3240 STEEL, QQ-S-775 (USE STA000)

ST3241 STEEL, QQ-S-633, FS1025 TO FS1035 (USE ST1025$ST1527$ST1030$ST1035$ST1026$ST1029$ST1031$ST1033)

ST3243 STEEL, MIL-S-8503, COND C4 (USE ST6150)

ST3244 STEEL, AN-WW-S-690, COND EE (INVALID)

ST3245 STEEL, QQ-W-423, COMP 302, FORM 1, COND B (USE ST0302)

ST3246 STEEL, QQ-W-423, COMP 304, FORM 1, COND B (USE ST0304)

ST3248 STAINLESS STEEL, METAL TEXTILE CO (USE STB000)

ST3250 STEEL, QQ-S-766, CLASS 301, COND A (USE ST0301)

ST3254 STEEL, QQ-S-633, COMP B1111, COND CR (USE ST0014)

ST3255 STEEL, MIL-S-7493 (USE ST4615$ST4620$ST4617)

ST3256 STEEL, QQ-S-626 (USE ST1330$ST1345$ST4130$ST4140$ST4340$ST4620$ST6150$ST8620)

ST3257 STEEL, QQ-S-635 (USE ST1009$ST1020$ST1035$ST1040$ST1050$ST1060)

ST3258 STEEL, AMS 5610E (USE ST0099)

ST3260 STEEL, QQ-S-633, COMP FS1117 COND ANNEALED-CANCELED (USE ST1117)

ST3262 STEEL, QQ-S-633, COMP FS1117, COND COLD-FINISHED (USE ST1117)

ST3264 STEEL, QQ-S-633, TYPE FS1117-CANCELED (USE ST1117)

ST3269 STEEL, MIL-S-10026, CLASS 1 (USE STA000)

ST3276 STEEL, QQ-S-637 C1117 (USE ST1117)
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ST3277 STEEL, QQ-S-637, C1117, COND CR (USE ST1117)

ST3278 STEEL, AMS 5640, TYPE SAE 30303F (USE ST0077)

ST3280 STEEL, QQ-S-763B, CLASS 416 (USE ST0416)

ST3281 STEEL, FED STD 66, COMP 301 (USE ST0301)

ST3282 STEEL, FED STD 66, COMP 303SE (USE ST0079)

ST3283 STEEL, FED STD 66, COMP 304L (USE ST0080)

ST3284 STEEL, FED STD 66, COMP 309 (USE ST0309)

ST3285 STEEL, FED STD 66, COMP 310 (USE ST0310)

ST3286 STEEL, FED STD 66, COMP 316 (USE ST0316)

ST3287 STEEL, FED STD 66, COMP 317 (USE ST0317)

ST3288 STEEL, FED STD 66, COMP 348 (USE ST0348)

ST3291 STEEL, FED STD 66, COMP 410 (USE ST0410)

ST3293 STEEL, FED STD 66, COMP 416 (USE ST0416)

ST3294 STEEL, FED STD 66, COMP 416SE (USE ST0099)

ST3295 STEEL, FED STD 66, COMP 420 (USE ST0420)

ST3298 STEEL, FED STD 66, COMP 440C (USE ST0107)

ST3300 STEEL, AMS 5743 (USE ST0634)

ST3302 STEEL, QQ-W-405, COMP 4340 (INVALID)

ST3303 STEEL, MIL-S-11415, CLASS A2 (USE STA000)

ST3304 STEEL, MIL-S-46033 (USE ST1095$ST6150$ST8660$ST9260$ST9262)

ST3305 STEEL, AMS 5625 (USE STA000)

ST3306 STEEL, AMS 7211 (USE ST0321)

ST3307 STEEL, AMS 4544 (USE NL0008)

ST3308 STEEL, AMS 5610 TYPE 416 (INVALID)

ST3309 STEEL, MIL-S-16124, CLASS 1, COMP B (USE ST1118)

ST3310 STEEL, MIL-S-890, CLASS A (USE STA000)

ST3311 STEEL, MIL-S-853 CLASS 7, TYPE A (USE ST0303)

ST3312 STEEL, MIL-S-854, CLASS 9, COND A (USE ST0316)

ST3313 STEEL, MIL-S-5059, COMP D, COND A (USE ST0301)

ST3314 STEEL, QQ-S-763, CLASS 322, COND A (USE ST0322)

ST3315 STEEL, FED STD 66, SAE 2330 (INVALID)

ST3318 STEEL, QQ-S-624, COMP 3145 (USE ST3145)

ST3319 STEEL, AMS 6488 (USE ST0043)

ST3320 STEEL, MIL-T-6736, TYPE 1 (USE ST4130)

ST3325 STEEL, JAN-S-1160, GRADE 2, TYPE A (USE ST1090$ST1060$ST1066$ST9260)

ST3338 STEEL, MIL-S-853, CLASS 1 (USE ST0304)

ST3339 STEEL, MIL-S-853, CLASS 7 (USE ST0303)

ST3341 STEEL, AMS 5110 (USE ST1080)

ST3342 STEEL, AMS 5112 (USE ST1090)

ST3343 STEEL, AMS 5685, TYPE 302 (INVALID)

ST3344 STEEL, AMS 5688 (USE ST0302)

ST3345 STEEL, ASTM A227-64 (USE ST1341)

ST3346 STEEL, ASTM A228-41 (USE ST0668)

ST3347 STEEL, ASTM A228-51 (USE ST0668)

ST3349 STEEL, MIL-S-7947, COND 1 (USE ST1095)

ST3352 STEEL, MIL-S-16410, GRADE A, TYPE 1, COMP 2, 3, OR 4 /D/ (USE ST1561$ST1070$ST6150)

ST3356 STEEL, MIL-S-18731 (USE ST6150)

ST3357 STEEL, MIL-W-6101 (USE STA000)

ST3374 STEEL, QQ-S-624, FS6150-CANCELED (USE ST6150)

ST3418 STEEL, QQ-S-763, CLASS 1 (USE ST0302$ST0304)

ST3421 STEEL, QQ-W-412, TYPE 1 (USE STA000)

ST3422 STEEL, QQ-W-423, FS302, FS304 (USE ST0302$ST0304)

ST3428 STEEL, QQ-W-423, FORM, 1, COND B (USE ST0302$ST0304$ST0305$ST0316$ST0321$ST0347)
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ST3429 STEEL, QQ-W-428, TYPE 1 (USE STA000)

ST3430 STEEL, QQ-W-428, TYPE 1 OR 2 /D/ (USE STA000)

ST3432 STEEL, QQ-W-428, TYPE 2 (USE STA000)

ST3434 STEEL, QQ-W-465, CLASS A (USE STA000)

ST3435 STEEL, QQ-W-465, CLASS B (USE STA000)

ST3436 STEEL, QQ-W-470, COLD DRAWN (USE ST0668)

ST3441 STEEL, QQ-W-474 (USE STA000)

ST3442 STEEL, QQ-W-474, COMP A /D/ (USE STA000)

ST3443 STEEL, QQ-S-474, COMP B /D/ (USE STA000)

ST3444 STEEL, QQ-W-474, COMP C (USE STA000)

ST3446 STEEL, QQ-W-474, FS1060-CANCELED (USE STA000)

ST3448 SPRING STEEL, QQ-W-474, COMP A OR B-CANCELED (USE STA000)

ST3449 STEEL CHROME VANADIUM 6150 (USE ST6150)

ST3504 STEEL, AISI 9250 (USE ST9250)

ST3510 STEEL, CORROSION RESISTING, 17-7PH (USE ST0631)

ST3520 STEEL, AMS 5673 (USE ST0631)

ST3521 STEEL, AMS 5673, COND C (USE ST0631)

ST3522 STEEL, AMS 5688, COMP 30302 (USE ST0302)

ST3529 STEEL, QQ-W-423, COMP 304, COND B (USE ST0304)

ST3533 STEEL, QQ-W-423, COMP FS316, COND B (USE ST0316)

ST3536 STEEL, QQ-W-423, FS 302, 304, OR 316, COND B (USE ST0302$ST0304$ST0316)

ST3537 STEEL, QQ-W-470, COMP A OR B (USE ST0668)

ST3542 STEEL, AMS 5615, COMP 51414 (USE ST0414)

ST3545 STEEL, AMS 6312 (USE ST4640)

ST3547 STEEL, AMS 5022, GRADE A (USE ST1117)

ST3548 STEEL, FED STD 66, COMP 1010 (USE ST1010)

ST3549A STEEL, FED STD 66, CRES, TYPE 300 OR 400 /D/ (USE ST0301$ST0302$ST0180$ST0303$ST0079$ST0304$ST0080$

ST3549B ST0305$ST0152$ST0309$ST0153$ST0155$ST0316$ST0082$ST0317$ST0321$ST0347$ST0348$ST0384$ST0385$

ST3549C ST0403$ST0405$ST0410$ST0414$ST0416$ST0099$ST0420$ST0430$ST0101$ST0172$ST0431$ST0105$ST0106$

ST3549D ST0107$ST0442$ST0446)

ST3552 STEEL, 9-694, THE BENDIX CORP, ELECTRICAL COMPONENTS DIV (USE STA000)

ST3553 STEEL, B-432, GENERAL ELECTRONICS CO AVIONIC CONTROLS DIV (USE STA000)

ST3554 STEEL, B7A4N, GENERAL ELECTRONICS CORP AVIONIC CONTROLS DIV (USE STA000)

ST3555 STEEL, 1008, ARMY TANK-AUTOMOTIVE CENTER (USE STA000)

ST3556 STEEL, ZA207-1001-54, RAYTHEON CO INDUSTRIAL COMPONENTS DIV, INDUSTRIAL TUBE OPERATION /D/ (USE STA000)

ST3557 STEEL, AMS 5641, TYPE 303 /D/ (INVALID)

ST3558 STEEL, AMS 5735 TYPE A-286 (USE FE0019)

ST3559 STEEL, QQ-W-405, COMP 4130 (USE ST4130)

ST3560 STEEL, AMS 5756 (USE NL0005)

ST3561 STEEL, AMS 5626 (USE ST1083)

ST3562 STEEL, QQ-S-764, TYPE 440, COND A (INVALID)

ST3563 STEEL, MIL-S-5000, COMP 4340, COND F (USE ST0028)

ST3564 STEEL, AMS 5120, TYPE 1074 (USE ST1074)

ST3565 STEEL, AMS 5121, TYPE 1095 (USE ST1095)

ST3566 STEEL, E309-1, THE BENDIX CORP, NAVIGATION AND CONTROL DIV (USE STA000)

ST3567 STEEL, MIL-S-6758, COMP 4130, COND F (USE ST4130)

ST3574 STEEL, EK156, EASTMAN KODAK CO (USE STA000)

ST3575 STEEL, RX-96, ELECTRIC AUTO-LITE CO (USE STA000)

ST3576 STEEL, 280M, EUCLID DIV OF GENERAL MOTORS CORP (USE STA000)

ST3577 STEEL, 300M, EUCLID DIV OF GENERAL MOTORS CORP (USE STA000)

ST3578 STEEL, ESS-M1A170-B, GRADE 5, FORD MOTOR CO (USE STA000)

ST3579 STEEL, MSO131, GENERAL DYNAMICS CORP, FT WORTH DIV (USE STA000)

ST3580 STEEL, 3M22A7-5, MC DONNELL DOUGLAS CORP (USE STA000)
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ST3581 STEEL, B2, PARKER-HANNEFIN CO (USE STA000)

ST3583 STEEL, MIL-S-23195 (USE ST0304$ST0080$ST0347$ST0348)

ST3584 STEEL, FED STD 66, MINIMUM YIELD STRENGTH, 70,000 PSI (USE STA000)

ST3585 STEEL, FED STD 66, SAE 1038, GRADE 7 (USE ST1038)

ST3589 STEEL, ASTM A193, B7 (USE ST4140$ST4142$ST4145)

ST3590 STEEL, AMS 7245 (USE STB000)

ST3593 STEEL, M.2481, GENERAL MOTORS CORP (USE STA000)

ST3594 STEEL, HS2776, UNITED AIRCRAFT CORP, HAMILTON STANDARD DIV (USE STA000)

ST3595 STEEL, AMS 6431 (USE ST0162)

ST3596 STEEL, MIL-S-6758, COMP 4130, COND D (USE ST4130)

ST3597 STEEL, MIL-S-6050, COND C4 (USE ST8630)

ST3598 STEEL, CVAI-585, COND C-1, VOUGHT AERONAUTICS DIV, LTV AEROSPACE CORP (USE STA000)

ST3599 STEEL, 17-4PH, ARMCO STEEL CO (USE ST0630)

ST3600 STEEL, CRES, 300 SERIES, KAYNAR MFG CO (USE STB000)

ST3601 STEEL, S.521, BRITISH STDS INST, LONDON, ENGLAND (USE STA000)

ST3602 STEEL, S.94, BRITISH STDS INST, LONDON, ENGLAND (USE STA000)

ST3603 STEEL, S.95, BRITISH STDS INST, LONDON, ENGLAND (USE STA000)

ST3604 STEEL, S.114, BRITISH STDS INST, LONDON, ENGLAND (USE STA000)

ST3605 STEEL, S.116, BRITISH STDS INST, LONDON, ENGLAND (USE STA000)

ST3606 STEEL, S.117, BRITISH STDS INST, LONDON, ENGLAND (USE STA000)

ST3607 STEEL, 10017, GENERAL MOTORS CORP (USE STA000)

ST3610 STEEL, QQ-S-637, COMP 1109 THRU 1119 (USE ST1109$ST1110$ST1116$ST1117$ST1118$ST1119)

ST3614 STEEL, B7A13C, GENERAL ELECTRIC CO, HEAVY MILITARY ELECTRONICS SYSTEMS PRODUCTS DEPT (USE STA000)

ST3617 STEEL, QQ-S-763, REV B, CLASS 324, COND H (USE ST0324)

ST3618 STEEL, AMS 6351 (USE ST4130)

ST3619 STEEL, AMS 5538 (USE FE0016)

ST3620 STEEL, AMS 6302 (USE ST0601)

ST3621 STEEL, AMS 5662 (USE NL0010)

ST3622 STEEL, AMS 7237 (USE NL0070)

ST3623 STEEL, AMS 5610, COMP 51416F (USE ST0099)

ST3625 STEEL, ASTM A53, GRADE A (USE ST0608$ST0609)

ST3627 STEEL, FF-B-561 GRADE B (INVALID)

ST3628A STEEL, QQ-S-766, 300 SERIES (USE ST0301$ST0302$ST0304$ST0080$ST0305$ST0309$ST0310$ST0316$ST0082$

ST3628B ST0321$ST0323$ST0347$ST0348)

ST3629 STEEL, MIL-S-6758, COMP 4130, COND D4 (USE ST4130)

ST3630 STEEL, MIL-S-7720, 300 SERIES (USE ST0302$ST0316$ST0303$ST0079)

ST3631 STEEL, MIL-S-5059, 300 SERIES (USE ST0301$ST0302$ST0304$ST0316)

ST3632 STEEL, FED STD 66, COMP 410 THRU 420 (USE ST0410$ST0414$ST0416$ST0099$ST0420)

ST3633 STEEL, QQ-S-763, CLASS 301, 304OR316, COND B (USE ST0304$ST0316)

ST3634 STEEL, ASTM A240, TYPE 304 (USE ST0304)

ST3637 STEEL, AMS 5047 (USE ST1010)

ST3638 STEEL, C50T22, GENERAL ELECTRIC CO AIRCRAFT ENGINE GROUP (USE STA000)

ST3640 STEEL, 46S17, NAVAL ENGINEERING CENTER (USE ST1212$ST1115$ST1117$ST1120$ST1211)

ST3642 STEEL, QQ-S-763, 302, 303OR304 (USE ST0302$ST0303$ST0304)

ST3643 STEEL, AMS 6470 (USE ST0532)

ST3644 STEEL, MIL-T-6736, COMP 4130 (USE ST4130)

ST3645 STEEL, MIL-S-8699, COMP 4330 (USE ST4330)

ST3647A STEEL, FED STD 66, COMP 1070 THRU 1095 (USE ST1070$ST1078$ST1080$ST1084$ST1090$ST1095$ST1072$ST1074$

ST3647B ST1075$ST1085$ST1086)

ST3648 STEEL, QQ-S-624, FS E52100 (USE ST0030)

ST3649 STEEL, QQ-S-633, COMP B1112, COND CF-CANCELED (USE ST1212)

ST3650 STEEL, FED STD 66, AISI 307 (INVALID)

ST3652 STEEL, BS 970, EN 58, BRITISH STDS INST (USE STA000)
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ST3653 STEEL, BS S1, BRITISH STDS INST (USE STA000)

ST3654 STEEL, MIL-S-25043, COND C (USE ST0631)

ST3655 STEEL, AMS 5645, COMP 30321 (USE ST0321)

ST3656 STEEL ALLOY VANADIUM VASCO JET M-A, GENERAL DYNAMICS CORP, FT WORTH DIV (USE VNA000)

ST3657 STEEL, QQ-S-766, CLASS 301, COND A, TEMP 1/2 HARD (USE ST0301)

ST3659 STEEL, MIL-T-6736, TYPE 1, COND A (USE ST4130)

ST3660 STEEL, AMS 5050 (USE ST1010)

ST3662 STEEL, AMS 5511 (USE ST0080)

ST3663 STEEL, AMS 5536 (USE NL0096)

ST3664 STEEL, AMS 5548 (USE ST0633)

ST3665 STEEL, MIL-S-6721, ANNEALED (USE ST0348)

ST3667 STEEL, MIL-S-854, CLASS 1 (USE ST0304)

ST3669 STEEL, EMS85020, GENERAL MOTORS CORP (USE STA000)

ST3670 STEEL, QQ-S-698, COMP 1010 (USE ST1010)

ST3671 STEEL, MIL-S-25043, COND A (USE ST0631)

ST3672 STEEL, E30905, THE BENDIX CORP, NAVIGATION AND CONTROLS DIV (USE STA000)

ST3674 STEEL, A286, ELASTIC STOP NUT CORP OF AMERICA (USE FE0019)

ST3676 STEEL, MIL-S-5000, COMP E4340 (USE ST0028)

ST3677 STEEL, MIL-S-7720, COND B (USE ST0302$ST0316$ST0079$ST0303)

ST3678 STEEL, MIL-S-5626, COMP 4140, COND C4 (USE ST4140)

ST3679 STEEL, MIL-S-8699 (USE ST4330)

ST3680 STEEL, MIL-T-6736 (USE ST4130)

ST3681 STEEL, AMS 6371 (USE ST4130)

ST3682 STEEL, MIL-T-6736, TYPE 1, COND N (USE ST4130)

ST3683 STEEL, TUBING, MIL-T-8506, TYPE I (USE ST0304)

ST3686 STEEL, MIL-S-5000, COMP 4340, COND C4 (USE ST4340)

ST3687 STEEL, AMS 4117 (INVALID)

ST3688 STEEL, EK150, EASTMAN KODAK CO (USE STA000)

ST3697 STEEL, MIL-S-13048, COMP 1018 (INVALID)

ST3699 STEEL, MIL-S-13048, COMP 1020 (INVALID)

ST3700 STEEL, MIL-S-13048, COMP 1021 (INVALID)

ST3701 STEEL, MIL-S-13048, COMP 1022 (INVALID)

ST3702 STEEL, MIL-S-13048, COMP 1023 (INVALID)

ST3703 STEEL, MIL-S-13048, COMP 1024 (INVALID)

ST3704 STEEL, MIL-S-13048, COMP 1025 (INVALID)

ST3705 STEEL, MIL-S-13048, COMP 1030 (INVALID)

ST3706 STEEL, MIL-S-13048, COMP 1035 (INVALID)

ST3708 STEEL, MIL-S-13048, COMP 1040 (INVALID)

ST3713 STEEL, MIL-S-13048, COMP 1045 (INVALID)

ST3720 STEEL, MIL-S-13048, COMP 1137 (INVALID)

ST3721 STEEL, MIL-S-13048, COMP 1141 (INVALID)

ST3722 STEEL, MIL-S-18729, COND N (USE ST4130)

ST3724 STEEL, QQ-S-633, COMP 1018 (USE ST1018)

ST3725 STEEL, QQ-S-633, COMP 1020 (USE ST1020)

ST3726 STEEL, QQ-S-633, COMP 1030-CANCELED (USE ST1030)

ST3729 STEEL, QQ-S-633, COMP 1137 (USE ST1137)

ST3730 STEEL, QQ-S-633, COMP 1138-CANCELED (USE ST1138)

ST3732 STEEL, QQ-S-633, COMP 1140-CANCELED (USE ST1140)

ST3733 STEEL, QQ-S-633, COMP 1141-CANCELED (USE ST1141)

ST3736 STEEL, MIL-S-13048, COMP 1040 (INVALID)

ST3737 STEEL, QQ-S-681, CLASS 4A1 (INVALID)

ST3741 STEEL, QQ-S-681, CLASS 4C2 (USE ST0530)

ST3744 STEEL, QQ-S-763, CLASS 3, COND A (USE ST0410)
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ST3747 STEEL, QQ-S-00640, COMP 1020-CANCELED (USE ST1020)

ST3751 STEEL, AMS 6263 (USE ST9315)

ST3753 STEEL, AMS 6274 (USE ST8620)

ST3754 STEEL, AMS 6290 (USE ST4615)

ST3755 STEEL, AMS 6328 (USE ST8750)

ST3756 STEEL, AMS 5734 (USE FE0019)

ST3757 STEEL, MIL-S-20166 (USE ST1022$ST8620)

ST3758 STEEL, MIL-S-16974, COMP 8614 (INVALID)

ST3760 STEEL, MIL-S-6709 (USE ST0532)

ST3763 STEEL, MIL-S-8690, COMP 8620 (USE ST8620)

ST3766 STEEL, MIL-S-861, CLASS 422, COND HT (USE ST1047)

ST3775 STEEL, QQ-S-764, TYPE 416, COND T (USE ST0416)

ST3779 STEEL, QQ-S-764, TYPE 416 PLUS X, COND A (USE ST0255)

ST3783 STEEL, QQ-S-764, TYPE 430F, COND A (USE ST0101)

ST3787 STEEL, AMS 5050C (USE ST1010)

ST3788 STEEL, AMS 5643F, COND PH (USE ST0630)

ST3794 STEEL, AN-T-15, CONDITION N (INVALID)

ST3798 STEEL, AN-T-69, COND N (INVALID)

ST3801 STEEL, AN-WW-T-850, COND N (INVALID)

ST3803 STEEL, MIL-S-5000, COND D (USE ST0028$ST4340)

ST3804 STEEL, MIL-S-5626, COND C (USE ST4140)

ST3808 STEEL, MIL-S-6758, COND A (USE ST4130)

ST3809 STEEL, MIL-S-6936, COND T (INVALID)

ST3810 STEEL, MIL-S-6758, COND N (USE ST4130)

ST3811 STEEL, MIL-S-6758, COND T (USE ST4130)

ST3814 STEEL, MIL-T-6732, CONDITION T (USE ST8630)

ST3815 STEEL, MIL-T-6736, COND HT, TYPE 1 (USE ST4130)

ST3816 STEEL, MIL-T-6936, COND N (INVALID)

ST3819 STEEL, QQ-S-624, CONDITION A (USE STA000)

ST3820 STEEL, QQ-S-643, COMP 1025-CANCELED (USE ST1025)

ST3821 STEEL, QQ-S-752, COND N (USE ST4140)

ST3822 STEEL, QQ-S-770, COND A (INVALID)

ST3824A STEEL, QQ-S-700 (USE ST1025$ST1030$ST1035$ST1045$ST1050$ST1055$ST1065$ST1074$ST1084$ST1085$ST1086$

ST3824B ST1095$ST1080)

ST3825 STEEL, QQ-T-830, COMP MT1020, COND HR-CANCELED (USE ST0048)

ST3828 STEEL, AISI 416 (USE ST0416)

ST3831A STEEL, FED STD 66, AISI OR SAE 1008 THRU AISI OR SAE 1020 (USE ST1008$ST1010$ST1011$ST1012$ST1013$

ST3831B ST1015$ST1016$ST1017$ST1018$ST1019$ST1020)

ST3834 STEEL, FED STD 66, AISI 1018 TO 1022 OR SAE C1018 TO C1022 (USE ST1018$ST1019$ST1020$ST1021$ST1022)

ST3837 STEEL, QQ-S-698, COMP 1008 THRU 1020, TEMPER NO. 2 (USE ST1008$ST1009$ST1015$ST1018$ST1020)

ST3838A STEEL, QQ-S-698, 1008 TO 1020, STRIP HRCQ OR CR, TEMPER NO. 2 /D/ (USE ST1008$ST1009$ST1015$ST1018$

ST3838B ST1020)

ST3843 STEEL, MIL-S-11415, CLASS C-5 (USE STA000)

ST3844 STEEL, AISI 302 (USE ST0302)

ST3845 STEEL, AISI 304 (USE ST0304)

ST3846 STEEL, AISI 1019 (USE ST1019)

ST3847 STEEL, AISI 1024 (USE ST1524)

ST3848 STEEL, AISI 1026 (USE ST1026)

ST3849 STEEL, AISI 4150 (USE ST4150)

ST3850 STEEL, AISI 6150 (USE ST6150)

ST3852 STEEL, AISI 52100 (USE ST0030)

ST3853 STEEL, AMS 5615 (USE ST0414)

ST3854 STEEL, AMS 5647 (USE ST0080)
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ST3855 STEEL, AMS 5649 (USE ST0354)

ST3857 STEEL, AMS 5651 (USE ST0154)

ST3859 STEEL, AMS 5668 (USE NL0007)

ST3861 STEEL, AMS 5722 (USE FE0015)

ST3862 STEEL, AMS 5768 (USE FE0021)

ST3863 STEEL, FED STD 66, 302 (USE ST0302)

ST3864 STEEL, FED STD 66, 304 (USE ST0304)

ST3878 STEEL, MIL-R-1223, GRADE HT (USE ST1108$ST1109$ST1110$ST1116$ST1117$ST1118$ST1119)

ST3879 STEEL, MIL-R-1223, GRADE M (ST1132$ST1137$ST1139$ST1140$ST1141$ST1144$ST1145$ST1146$ST1151)

ST3883 STEEL, MIL-S-890, CLASS HG (USE STA000)

ST3884 STEEL, MIL-S-862, CLASS 303SE (USE ST0079)

ST3885 STEEL, MIL-S-862, CLASS 304 (USE ST0304)

ST3891 STEEL, MIL-S-862, CLASS 317 (USE ST0317)

ST3907 STEEL, AMS 5621 (USE ST0420)

ST3916 STEEL, MIL-S-1222, TYPE 1, GRADE B7 (INVALID)

ST3917 STEEL, MIL-S-1222, TYPE 1, GRADE B14 (INVALID)

ST3918 STEEL, MIL-S-1222, TYPE 1, GRADE B16 (INVALID)

ST3920 STEEL, MIL-S-4043 (USE ST0304)

ST3921 STEEL, MIL-S-4174 (USE STA000)

ST3938 STEEL, MIL-S-8840, COMP AM350 (USE ST0633)

ST3940 STEEL, MIL-S-8844, CLASS 3 (USE ST1714)

ST3947 STEEL, MIL-S-11713, COMP 2 (USE ST1070)

ST3949 STEEL, MIL-S-13326 (INVALID)

ST3952 STEEL, MIL-S-16598 (USE ST0692)

ST3957 STEEL, MIL-S-17759, COMP 1 (USE STB000)

ST3976 STEEL, MIL-S-23195, COMP 304 (USE ST0304)

ST3980 STEEL, MIL-S-23196, COMP 304 (USE ST0304)

ST3999 STEEL, MIL-S-46049, COMP 1065 (USE ST1065)

ST4000 STEEL, MIL-S-46049, COMP 1075 (USE ST1075)

ST4001 STEEL, MIL-S-46049, COMP 1085 (USE ST1085)

ST4002 STEEL, MIL-S-46049, COMP 1095 (USE ST1095)

ST4025 STEEL, MIL-W-52263, CLASS 303 (USE ST0303)

ST4027 STEEL, MIL-W-52263, CLASS 303SE (USE ST0079)

ST4031 STEEL, MIL-W-52263, CLASS 416 (USE ST0416)

ST4049 STEEL, QQ-S-627, COMP 6150-CANCELED /D/ (USE ST6150)

ST4054 STEEL, QQ-S-627, COMP 8735 (USE ST8735)

ST4061 STEEL, QQ-S-635, SAE 1040 (USE ST1040)

ST4072 STEEL, QQ-S-777, COMP 1050-CANCELED /D/ (USE ST1050)

ST4074 STEEL, QQ-S-777, COMP 1065 (USE ST1065)

ST4075 STEEL, QQ-S-777, COMP 1075 (USE ST1075)

ST4076 STEEL, QQ-S-777, COMP 1085 (USE ST1085)

ST4077 STEEL, QQ-S-777, COMP 1045-CANCELED /D/ (USE ST1045)

ST4078 STEEL, QQ-S-777, COMP 1095 (USE ST1095)

ST4081 STEEL, QQ-T-570, CLASS A2 (USE ST0198)

ST4087 STEEL, MIL-S-8844, CLASS 1 (USE ST4340)

ST4088 STEEL, QQ-S-692-CANCELED /D/ (USE STA000)

ST4090 STEEL, AMS 5510, SAE 30321 (USE ST0321)

ST5000 STEEL, QQ-T-570, CLASS HII (USE ST0043)

ST5007 STEEL, QQ-T-570, CLASS H21 (USE ST0413)

ST5016 STEEL, QQ-T-570, CLASS L1 (USE ST0425)

ST5019 STEEL, QQ-T-570, CLASS L6 (USE ST0428)

ST5021 STEEL, QQ-T-570, CLASS 01 (USE ST0291)

ST5022 STEEL, QQ-T-570, CLASS 02 (USE ST0292)
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ST5026 STEEL, QQ-T-570, CLASS S2 (USE ST0351)

ST5028 STEEL, QQ-T-570, CLASS S5 (USE ST0352)

ST5032 STEEL, QQ-T-570, CLASS W5 (USE ST0440)

ST5033 STEEL, QQ-T-580, GRADE A, CLASS W1-08 (USE ST0296)

ST5034 STEEL, QQ-T-580, GRADE A, CLASS W1-09 (USE ST0297)

ST5035 STEEL, QQ-T-580, GRADE A, CLASS W1-12 (USE ST0299)

ST5043 STEEL, QQ-T-580, GRADE B, CLASS W1-10 (USE ST0298)

ST5044 STEEL, QQ-T-580, GRADE B, CLASS W1-12 (USE ST0299)

ST5049 STEEL, QQ-T-580, GRADE C, CLASS W1-12 (USE ST0299)

ST5055 STEEL, QQ-T-590, CLASS T1 (USE ST1083)

ST5056 STEEL, QQ-T-590, CLASS T2 (USE ST1087)

ST5066 STEEL, QQ-T-590, CLASS M2 (USE ST0313)

ST5085 STEEL, QQ-W-423, COMP 302 (USE ST0302)

ST5086 STEEL, QQ-W-423, COMP 304 (USE ST0304)

ST5090 STEEL, QQ-W-461, AISI 1010 (USE ST1010)

ST5091 STEEL, QQ-W-461, AISI 1015 (USE ST1015)

ST5092 STEEL, QQ-W-461, AISI 1018 (USE ST1018)

ST5093 STEEL, QQ-W-461, AISI 1020 (USE ST1020)

ST5096 STEEL, SAE 1024 (USE ST1524)

ST5097 STEEL, SAE 1026 (USE ST1026)

ST5098 STEEL, SAE 30302 (USE ST0302)

ST5099 STEEL, SAE 30304 (USE ST0304)

ST6000 STEEL, AISI 4130 (USE ST4130)

ST6001 STEEL, AISI 4140 (USE ST4140)

ST6002 STEEL, AISI 4620 (USE ST4620)

ST6004 STEEL, AISI C1018 (USE ST1018)

ST6005 STEEL, QQ-T-570, CLASS A9 (USE ST0396)

ST6007 STEEL, QQ-T-570, CLASS D1 (USE ST0398)

ST6015 STEEL, SAE 1020 (USE ST1020)

ST6017 STEEL, SAE 1040 (USE ST1040)

ST6018 STEEL, SAE 1045 (USE ST1045)

ST6019 STEEL, SAE 4615 (USE ST4615)

ST6030 STEEL, MIL-S-6758, AISI 4130 (USE ST4130)

ST6036 STEEL, FED STD 66, COMP 302B (USE ST0180)

ST6037 STEEL, FED STD 66, COMP 308 (USE ST0152)

ST6038 STEEL, FED STD 66, COMP 309S (USE ST0309)

ST6039 STEEL, FED STD 66, COMP 310S (USE ST0154)

ST6040 STEEL, FED STD 66, COMP 314 (USE ST0155)

ST6041 STEEL, FED STD 66, COMP 316L (USE ST0082)

ST6042 STEEL, FED STD 66, COMP 384 (USE ST0384)

ST6043 STEEL, FED STD 66, COMP 385 (USE ST0385)

ST6050 STEEL, FED STD 66, COMP 1005 (USE ST1005)

ST6054 STEEL, FED STD 66, COMP 1008 (USE ST1008)

ST6060 STEEL, FED STD 66, COMP 1011 (USE ST1011)

ST6061 STEEL, FED STD 66, COMP 1012 (USE ST1012)

ST6063 STEEL, FED STD 66, COMP 1013 (USE ST1013)

ST6064 STEEL, FED STD 66, COMP 1015 (USE ST1015)

ST6066 STEEL, FED STD 66, COMP MT1015 (USE ST0047)

ST6068 STEEL, FED STD 66, COMP 1016 (USE ST1016)

ST6069 STEEL, FED STD 66, COMP 1017 (USE ST1017)

ST6071 STEEL, FED STD 66, COMP 1018 (USE ST1018)

ST6072 STEEL, FED STD 66, COMP 1019 (USE ST1019)

ST6073 STEEL, FED STD 66, COMP 1020 (USE ST1020)
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ST6086 STEEL, FED STD 66, COMP 1030 (USE ST1030)

ST6091 STEEL, FED STD 66, COMP 1035 (USE ST1035)

ST6092 STEEL, FED STD 66, COMP 1036 (USE ST1536)

ST6093 STEEL, FED STD 66, COMP 1037 (USE ST1037)

ST6094 STEEL, FED STD 66, COMP 1038 (USE ST1038)

ST6095 STEEL, FED STD 66, COMP 1039 (USE ST1039)

ST6096 STEEL, FED STD 66, COMP 1040 (USE ST1040)

ST6106 STEEL, FED STD 66, COMP 1050 (USE ST1050)

ST6109 STEEL, FED STD 66, COMP 1053 (USE ST1053)

ST6113 STEEL, FED STD 66, COMP 1060 (USE ST1060)

ST6114 STEEL, FED STD 66, COMP 1061 (USE ST1561)

ST6115 STEEL, FED STD 66, COMP 1064 (USE ST1064)

ST6116 STEEL, FED STD 66, COMP 1065 (USE ST1065)

ST6117 STEEL, FED STD 66, COMP 1066 (USE ST1566)

ST6119 STEEL, FED STD 66, COMP 1070 (USE ST1070)

ST6120 STEEL, FED STD 66, COMP 1071 (USE ST1071)

ST6121 STEEL, FED STD 66, COMP 1072 (USE ST1572)

ST6122 STEEL, FED STD 66, COMP 1074 (USE ST1074)

ST6123 STEEL, FED STD 66, COMP 1075 (USE ST1075)

ST6124 STEEL, FED STD 66, COMP 1078 (USE ST1078)

ST6125 STEEL, FED STD 66, COMP 1080 (USE ST1080)

ST6126 STEEL, FED STD 66, COMP 1070 (USE ST1070)

ST6127 STEEL, FED STD 66, COMP 1085 (USE ST1085)

ST6128 STEEL, FED STD 66, COMP 1086 (USE ST1086)

ST6129 STEEL, FED STD 66, COMP 1090 (USE ST1090)

ST6130 STEEL, FED STD 66, COMP 1095 (USE ST1095)

ST6131 STEEL, FED STD 66, COMP 1108 (USE ST1108)

ST6135 STEEL, FED STD 66, COMP 1112 (USE ST1212)

ST6136 STEEL, FED STD 66, COMP 1113 (USE ST1213)

ST6138 STEEL, FED STD 66, COMP 1117 (USE ST1117)

ST6150 STEEL, FED STD 66, COMP 1212 (USE ST1212)

ST6151 STEEL, FED STD 66, COMP 1213 (USE ST1213)

ST6157 STEEL, FED STD 66, COMP 1335 (USE ST1335)

ST6174 STEEL, FED STD 66, COMP 4037 (USE ST4037)

ST6184 STEEL, FED STD 66, COMP 4130 (USE ST4130)

ST6185 STEEL, FED STD 66, COMP 4130H (USE ST0090)

ST6190 STEEL, FED STD 66, COMP 4140 (USE ST4140)

ST6192 STEEL, FED STD 66, COMP 4142 (USE ST4142)

ST6194 STEEL, FED STD 66, COMP 4145 (USE ST4145)

ST6196 STEEL, FED STD 66, COMP 4147 (USE ST4147)

ST6198 STEEL, FED STD 66, COMP 4150 (USE ST4150)

ST6206 STEEL, FED STD 66, COMP 4340 (USE ST4340)

ST6241 STEEL, FED STD 66, COMP 5130H (USE ST0118)

ST6263 STEEL, FED STD 66, COMP 6120 (USE ST6120)

ST6271 STEEL, FED STD 66, COMP 8620 (USE ST8620)

ST6279 STEEL, FED STD 66, COMP 8630 (USE ST8630)

ST6280 STEEL, FED STD 66, COMP 8630H (USE ST0139)

ST6300 STEEL, FED STD 66, COMP 8742H (USE ST0148)

ST6323 STEEL, FED STD 66, COMP 86B45 (USE ST0175)

ST6327 STEEL, FED STD 66, COMP 94B30 (USE ST0170)

ST6332 STEEL, AISI 1006 (USE ST1006)

ST6334 STEEL, AISI 1008 (USE ST1008)

ST6335 STEEL, AISI 1010 (USE ST1010)
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ST6338 STEEL, AISI 1011 (USE ST1011)

ST6339 STEEL, AISI 1012 (USE ST1012)

ST6340 STEEL, AISI 1013 (USE ST1013)

ST6341 STEEL, AISI 1015 (USE ST1015)

ST6342 STEEL, AISI MT1015 (USE ST0047)

ST6344 STEEL, AISI 81B45H (USE ST0192)

ST6345 STEEL, AISI 1016 (USE ST1016)

ST6346 STEEL, AISI 1017 (USE ST1017)

ST6347 STEEL, AISI 1018 (USE ST1018)

ST6348 STEEL, AISI 1020 (USE ST1020)

ST6351 STEEL, AISI 1021 (USE ST1021)

ST6352 STEEL, AISI 1022 (USE ST1022)

ST6353 STEEL, AISI 1023 (USE ST1023)

ST6354 STEEL, AISI 1025 (USE ST1025)

ST6355 STEEL, AISI 1027 (USE ST1527)

ST6356 STEEL, AISI 1029 (USE ST1029)

ST6357 STEEL, AISI 1030 (USE ST1030)

ST6359 STEEL, AISI 1033 (USE ST1033)

ST6361 STEEL, AISI 1035 (USE ST1035)

ST6362 STEEL, AISI 1036 (USE ST1536)

ST6363 STEEL, AISI 1037 (USE ST1037)

ST6364 STEEL, AISI 1038 (USE ST1038)

ST6365 STEEL, AISI 1037 (USE ST1037)

ST6366 STEEL, AISI 1040 (USE ST1040)

ST6367 STEEL, AISI 1041 (USE ST1541)

ST6368 STEEL, AISI 1042 (USE ST1042)

ST6369 STEEL, AISI 1043 (USE ST1043)

ST6370 STEEL, AISI 1044 (USE ST1044)

ST6371 STEEL, AISI 1045 (USE ST1045)

ST6374 STEEL, AISI 1049 (USE ST1049)

ST6375 STEEL, AISI 1050 (USE ST1050)

ST6378 STEEL, AISI 1053 (USE ST1053)

ST6380 STEEL, AISI 1055 (USE ST1055)

ST6381 STEEL, AISI 1059 (USE ST1059)

ST6382 STEEL, AISI 1060 (USE ST1060)

ST6383 STEEL, AISI 1061 (USE ST1561)

ST6384 STEEL, AISI 1064 (USE ST1064)

ST6385 STEEL, AISI 1065 (USE ST1065)

ST6386 STEEL, AISI 1066 (USE ST1566)

ST6387 STEEL, AISI 1069 (USE ST1069)

ST6388 STEEL, AISI 1070 (USE ST1070)

ST6390 STEEL, AISI 1072 (USE ST1572)

ST6391 STEEL, AISI 1074 (USE ST1074)

ST6392 STEEL, AISI 1075 (USE ST1075)

ST6393 STEEL, AISI 1078 (USE ST1078)

ST6394 STEEL, AISI 1080 (USE ST1080)

ST6395 STEEL, AISI 1084 (USE ST1084)

ST6396 STEEL, AISI 1085 (USE ST1085)

ST6397 STEEL, AISI 1086 (USE ST1086)

ST6398 STEEL, AISI 1090 (USE ST1090)

ST6399 STEEL, AISI 1095 (USE ST1095)

ST6400 STEEL, AISI 1108 (USE ST1108)

ST6403 STEEL, AISI B1111 (USE ST1211)
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ST6405 STEEL, AISI 1211 (USE ST1211)

ST6406 STEEL, AISI B1113 (USE ST1213)

ST6408 STEEL, AISI 1117 (USE ST1117)

ST6409 STEEL, AISI 1118 (USE ST1118)

ST6412 STEEL, AISI 1137 (USE ST1137)

ST6415 STEEL, AISI 1141 (USE ST1141)

ST6416 STEEL, AISI 1144 (USE ST1144)

ST6420 STEEL, AISI 1212 (USE ST1212)

ST6421 STEEL, AISI 1213 (USE ST1213)

ST6424 STEEL, AISI 1215 (USE ST1215)

ST6428 STEEL, AISI 1335H (USE ST0066)

ST6440 STEEL, AISI 4037 (USE ST4037)

ST6445 STEEL, AISI 4118H (USE ST0229)

ST6447 STEEL, AISI 4130H (USE ST0090)

ST6448 STEEL, AISI 4137 (USE ST4137)

ST6451 STEEL, AISI 4140H (USE ST0093)

ST6452 STEEL, AISI 4142 (USE ST4142)

ST6453 STEEL, AISI 4142H (USE ST0094)

ST6458 STEEL, AISI 4150H (USE ST0097)

ST6463 STEEL, AISI 4340 (USE ST4340)

ST6465 STEEL, AISI E4340 (USE ST0028)

ST6472 STEEL, AISI 4621H (USE ST0110)

ST6488 STEEL, AISI 5130 (USE ST5130)

ST6490 STEEL, AISI 5132 (USE ST5132)

ST6491 STEEL, SAE 1064 (USE ST1064)

ST6498 STEEL, AISI 5147 (USE ST5147)

ST6500 STEEL, AISI 5150 (USE ST5150)

ST6502 STEEL, AISI 5155 (USE ST5155)

ST6504 STEEL, AISI 5160 (USE ST5160)

ST6505 STEEL, AISI 5160H (USE ST0124)

ST6507 STEEL, AISI E52100 (USE ST0030)

ST6511 STEEL, AISI 6150H (USE ST0129)

ST6514 STEEL, AISI 8617H (USE ST0136)

ST6515 STEEL, AISI 8620 (USE ST8620)

ST6518 STEEL, AISI 8622H (USE ST0138)

ST6523 STEEL, AISI 8630 (USE ST8630)

ST6525 STEEL, AISI 8637 (USE ST8637)

ST6526 STEEL, AISI 8637H (USE ST0181)

ST6527 STEEL, AISI 8640 (USE ST8640)

ST6528 STEEL, AISI 8640H (USE ST0140)

ST6534 STEEL, AISI 8655H (USE ST0144)

ST6535 STEEL, AISI 8720 (USE ST8720)

ST6537 STEEL, AISI 8740 (USE ST8740)

ST6541 STEEL, AISI 9255 (USE ST9255)

ST6542 STEEL, AISI 9260 (USE ST9260)

ST6543 STEEL, AISI 9260H (USE ST0245)

ST6550 STEEL, AISI 50B60 (USE ST0114)

ST6553 STEEL, AISI 51B60H (USE ST0164)

ST6555 STEEL, MIL-S-4043, TYPE 304 (USE ST0304)

ST6556 STEEL, SAE 1006 (USE ST1006)

ST6557 STEEL, SAE 1008 (USE ST1008)

ST6558 STEEL, SAE 1009 (USE ST1009)

ST6559 STEEL, SAE 1010 (USE ST1010)
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ST6560 STEEL, SAE 1012 (USE ST1012)

ST6561 STEEL, SAE 1015 (USE ST1015)

ST6562 STEEL, SAE 1016 (USE ST1016)

ST6563 STEEL, SAE 1017 (USE ST1017)

ST6564 STEEL, SAE 1018 (USE ST1018)

ST6565 STEEL, SAE 1021 (USE ST1021)

ST6566 STEEL, SAE 1022 (USE ST1022)

ST6567 STEEL, SAE 1023 (USE ST1023)

ST6568 STEEL, SAE 1025 (USE ST1025)

ST6569 STEEL, SAE 1027 (USE ST1527)

ST6570 STEEL, SAE 1029 (USE ST1029)

ST6571 STEEL, SAE 1030 (USE ST1030)

ST6572 STEEL, SAE 1033 (USE ST1033)

ST6573 STEEL, SAE 1035 (USE ST1035)

ST6575 STEEL, SAE 1037 (USE ST1037)

ST6576 STEEL, SAE 1038 (USE ST1038)

ST6578 STEEL, SAE 4820H (USE ST0112)

ST6579 STEEL, SAE 1042 (USE ST1042)

ST6582 STEEL, SAE 1046 (USE ST1046)

ST6584 STEEL, SAE 1049 (USE ST1049)

ST6585 STEEL, SAE 1050 (USE ST1050)

ST6587 STEEL, SAE 1052 (USE ST1552)

ST6589 STEEL, SAE 1055 (USE ST1055)

ST6590 STEEL, SAE 1060 (USE ST1060)

ST6591 STEEL, SAE 1064 (USE ST1064)

ST6592 STEEL, SAE 1065 (USE ST1065)

ST6594 STEEL, SAE 1074 (USE ST1074)

ST6595 STEEL, SAE 1078 (USE ST1078)

ST6596 STEEL, SAE 1080 (USE ST1080)

ST6597 STEEL, SAE 1084 (USE ST1084)

ST6598 STEEL, SAE 1085 (USE ST1085)

ST6599 STEEL, SAE 1086 (USE ST1086)

ST6600 STEEL, SAE 1090 (USE ST1090)

ST6601 STEEL, SAE 1095 (USE ST1095)

ST6602 STEEL, SAE 1109 (USE ST1109)

ST6603 STEEL, SAE 1110 (USE ST1110)

ST6604 STEEL, SAE 1111 (USE ST1211)

ST6605 STEEL, SAE 1112 (USE ST1212)

ST6606 STEEL, SAE 1113 (USE ST1213)

ST6607 STEEL, SAE 1116 (USE ST1116)

ST6608 STEEL, SAE 1117 (USE ST1117)

ST6609 STEEL, SAE 1118 (USE ST1118)

ST6610 STEEL, SAE 1119 (USE ST1119)

ST6611 STEEL, SAE 1132 (USE ST1132)

ST6612 STEEL, SAE 1137 (USE ST1137)

ST6614 STEEL, SAE 1140 (USE ST1140)

ST6615 STEEL, SAE 1141 (USE ST1141)

ST6616 STEEL, SAE 1144 (USE ST1144)

ST6622 STEEL, SAE 1335 (USE ST1335)

ST6624 STEEL, SAE 1340 (USE ST1340)

ST6635 STEEL, SAE 4037 (USE ST4037)

ST6641 STEEL, SAE 4130 (USE ST4130)

ST6645 STEEL, SAE 4140 (USE ST4140)
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ST6653 STEEL, SAE 4150 (USE ST4150)

ST6655 STEEL, SAE 4161 (USE ST4161)

ST6659 STEEL, SAE 4340 (USE ST4340)

ST6662 STEEL, SAE E4340H (USE ST0104)

ST6680 STEEL, SAE 5120 (USE ST5120)

ST6684 STEEL, SAE 5132 (USE ST5132)

ST6694 STEEL, SAE 5150 (USE ST5150)

ST6700 STEEL, SAE 51100 (USE ST0443)

ST6701 STEEL, SAE 52100 (USE ST0030)

ST6704 STEEL, SAE 6150 (USE ST6150)

ST6706 STEEL, SAE 8615 (USE ST8615)

ST6709 STEEL, SAE 8620 (USE ST8620)

ST6710 STEEL, SAE 8622 (USE ST8622)

ST6716 STEEL, SAE 8630 (USE ST8630)

ST6718 STEEL, SAE 8637 (USE ST8637)

ST6719 STEEL, SAE 8637H (USE ST0181)

ST6720 STEEL, SAE 8640 (USE ST8640)

ST6721 STEEL, SAE 8640H (USE ST0140)

ST6724 STEEL, SAE 8645 (USE ST8645)

ST6728 STEEL, SAE 8720 (USE ST8720)

ST6730 STEEL, SAE 8740 (USE ST8740)

ST6735 STEEL, SAE 9260 (USE ST9260)

ST6746 STEEL, SAE 51B60H (USE ST0116)

ST6753 STEEL, ASTM A36-66 (USE ST0552)

ST6755 STEEL, MIL-S-867, CLASS 1 (USE ST0623)

ST6756 STEEL, AISI 301 (USE ST0301)

ST6757 STEEL, AISI 303 (USE ST0303)

ST6758 STEEL, AISI 303SE (USE ST0079)

ST6759 STEEL, AISI 304L (USE ST0080)

ST6760 STEEL, AISI 305 (USE ST0305)

ST6762 STEEL, AISI 309 (USE ST0309)

ST6767 STEEL, AISI 316 (USE ST0316)

ST6770 STEEL, AISI 321 (USE ST0321)

ST6771 STEEL, AISI 1347 (USE ST0347)

ST6775 STEEL, AISI 410 (USE ST0410)

ST6777 STEEL, AISI 416 (USE ST0416)

ST6779 STEEL, AISI 420 (USE ST0420)

ST6780 STEEL, AISI 430 (USE ST0430)

ST6781 STEEL, AISI 431 (USE ST0431)

ST6782 STEEL, AISI 440A (USE ST0105)

ST6783 STEEL, AISI 440A (USE ST0105)

ST6785 STEEL, AISI 660 (USE FE0019)

ST6786 STEEL, AISI C1011 (USE ST1011)

ST6787 STEEL, AISI C1012 (USE ST1012)

ST6788 STEEL, AISI C1013 (USE ST1013)

ST6789 STEEL, AISI C1016 (USE ST1016)

ST6801 STEEL, AISI 6145 (USE ST6145)

ST6814 STEEL, AISI 8635 (USE ST8635)

ST6819 STEEL, AISI 8650H (USE ST0143)

ST6822 STEEL, AISI 8660 (USE ST8660)

ST6823 STEEL, AISI 8660H (USE ST0145)

ST6824 STEEL, AISI 8735 (USE ST8735)

ST6832 STEEL, AISI 9850H (USE ST0151)
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ST6835 STEEL, SAE 1115 (USE ST1115)

ST6836 STEEL, SAE 1120 (USE ST1120)

ST6839 STEEL, SAE 2317 (USE ST2317)

ST6844 STEEL, SAE 30301 (USE ST0301)

ST6845 STEEL, SAE 30303 (USE ST0303)

ST6846 STEEL, SAE 30303SE (USE ST0079)

ST6850 STEEL, SAE 30316 (USE ST0316)

ST6852 STEEL, SAE 30321 (USE ST0321)

ST6855 STEEL, SAE 3120 (USE ST3120)

ST6857 STEEL, SAE 3130 (USE ST3130)

ST6859 STEEL, SAE 3135 (USE ST3135)

ST6861 STEEL, SAE 3140 (USE ST3140)

ST6870 STEEL, SAE 4042 (USE ST4042)

ST6878 STEEL, SAE 4135 (USE ST4135

ST6883 STEEL, SAE 4640 (USE ST4640)

ST6890 STEEL, SAE 51410 (USE ST0410)

ST6891 STEEL, SAE 51414 (USE ST0414)

ST6892 STEEL, SAE 51416 (USE ST0416)

ST6893 STEEL, SAE 51416F (USE ST0416)

ST6900 STEEL, SAE 41440C (USE ST0107)

ST6904 STEEL, SAE 6145 (USE ST6145)

ST6907 STEEL, SAE 8635 (USE ST8635)

ST6911 STEEL, SAE 8650 (USE ST8650)

ST6919 STEEL, SAE 8750 (USE ST8750)

ST6928 STEEL, AISI 3140 (USE ST3140)

ST6934 STEEL, QQ-S-698, CRCQ (USE STA000$ST1008$ST1009$ST1015$ST1018$ST1020)

ST6935 STEEL, QQ-S-698, HRCQ (USE ST1008$ST1009$ST1015$ST1018$ST1020)

ST6962 STEEL, FED STD 66, COMP 3135 (USE ST3135)

ST6982 STEEL, AISI 430F (USE ST0101)

ST6984 STEEL, AISI 440B (USE ST0106)

ST6991 STEEL, FED STD 66, COMP B1112 (USE ST1212)

ST6995 STEEL, SAE E52100 (USE ST0030)

ST7007 STEEL, SAE 51430F (USE ST0101)

ST7014 STEEL, CARBON, FED STD 66 (USE STA000)

ST7015 STEEL, QQ-S-634, COMP 1010 THRU 1025 (USE ST1010$ST1015$ST1016$ST1018$ST1020$ST1022$ST1025)

ST7020 STEEL, QQ-S-640, FS1020-CANCELED (USE ST1020)

ST7021 STEEL, ASTM A193, B14 (INVALID)

ST7022 STEEL, CHROMIUM-MOLYBDENUM, MIL-S-1222, TYPE 1, B7 (INVALID)

ST7023 STEEL, AMS 5638 (USE ST0165)

ST7024 STEEL, AISI 303S (USE ST0079)

ST7025 STEEL, AMS 7470 (USE ST0615)

ST7026 STEEL, AMS 7481 (USE FE0019)

ST7027 STEEL, QQ-S-764, TYPE 303S, COND A (USE ST0079)

ST7028 STEEL, ASTM A193, B16 (USE ST1057)

ST7029 STEEL, AMS 7456 (USE ST8740)

ST7030 STEEL, ASTM A354 (USE ST0613)

ST7031 STEEL, ASTM A449 (USE ST0620)

ST7032 STEEL, MIL-S-11415, CLASS B3-CANCELED (USE STA000)

ST7033 STEEL, MIL-S-6758, COND F4 (USE ST4130)

ST7034 STEEL, MIL-S-6758, COND D2 (USE ST4130)

ST7035 STEEL, QQ-S-637, COMP 1042 (INVALID)

ST7037 STEEL, SAE 2340 (USE ST2340)

ST7038 STEEL, MIL-S-5000, COND E4 (USE ST0028$ST4340)
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ST7039 STEEL, MIL-T-18291 (USE ST0296$ST0297$ST0298$ST0299$ST0306$ST0307$ST0311)

ST7040 STEEL, MIL-S-5000, COND D4 (USE ST0028$ST4340)

ST7041 STEEL, QQ-S-756-CANCELED /D/ (INVALID)

ST7042 STEEL, QQ-S-643, FS1000, TYPE 1, COND CD-CANCELED (USE STA000)

ST7044 STEEL, AMS 5689 (USE ST0321)

ST7046 STEEL, MIL-S-5059, COMP 302, ANNEALED (USE ST0302)

ST7047 STEEL, MIL-S-5059, COMP 302, COND A (USE ST0302)

ST7048 STEEL, QQ-S-693-CANCELED (USE STA000)

ST7051 STEEL, MIL-S-13281, CLASS A (USE STA000)

ST7054 STEEL, QQ-S-766, CLASS 316, COND A (USE ST0316)

ST7061 STEEL, QQ-S-763, COMP 324 (USE ST0324)

ST7066 STEEL, QQ-S-628, CLASS B (USE ST0288)

ST7068 STEEL, AMS 5524 (USE ST0316)

ST7070 STEEL, AMS 5697 (USE ST0304)

ST7071A STEEL, QQ-T-830 (USE ST1022$ST1025$ST1026$ST1030$ST1035$ST1040$ST1045$ST1050$ST1118$ST1137$ST0046$

ST7071B ST0047$ST0049$ST0048$ST0050)

ST7072 STEEL, MIL-S-23193, COMP 304 COND A (USE STB000)

ST7077 STEEL, MIL-T-8506, TYPE 1 (USE ST0304)

ST7079 STEEL, MIL-T-6845 (USE ST0304)

ST7080 STEEL, MIL-T-8606 (USE ST0080$ST0321$ST0347)

ST7085 STEEL, MIL-T-8504 (USE ST0304)

ST7089 STEEL, MIL-T-8606, TYPE 1, COMP 321 (USE ST0321)

ST7093 STEEL, BS S1 (USE STA000)

ST7107 STEEL, BS S80 (USE STA000)

ST7112 STEEL, BS S96 (USE STA000)

ST7143 STEEL, BS S205 (USE STA000)

ST7333 STEEL, BS 1449, EN 2 (USE STA000)

ST7456 STEEL, DTD 189 (USE STA000)

ST7469 STEEL, AMS 5604 (USE ST0630)

ST7471 STEEL, FED STD 66, AISI B1112 (USE ST1212)

ST7477 STEEL, AMS 5698 (USE NL0007)

ST7478 STEEL, MIL-C-24111, COND 3 (USE ST0630)

ST7483 STEEL, MIL-S-22698, TYPE 1, CLASS A (USE ST0573)

ST7485 STEEL, AMS 5700 (USE ST0209)

ST7488 STEEL, AMS 5623 (USE STA000)

ST7490 STEEL, AMS 5710 (USE ST0211)

ST7493 STEEL, MIL-S-853 (USE ST0302$ST0303$ST0304$ST0310$ST0316$ST0321$ST0347$ST0410$ST0416$ST0420$ST0430)

ST7494 STEEL, MIL-S-18170 (USE ST0304$ST0080$ST0347)

ST7496 STEEL, MIL-S-5000, COMP 4340, COND C (USE ST4340)

ST7501 STEEL, AMS 6450 (USE ST6150)

ST7502 STEEL, AMS 7502 (INVALID)

ST7503 STEEL, MIL-S-11415, CLASS A1 (USE STA000)

ST7512 STEEL, ASTM A511, GRADE MT304 (USE ST0304)

ST7530 STEEL, AMS 5507 (USE ST0082)

ST7531 STEEL, AMS 5632 (USE ST0108)

ST7532 STEEL, AMS 5659 (USE ST0704)

ST7533 STEEL, AMS 7241 (USE ST0302)

ST7534 STEEL, AMS 5370 (USE ST1465)

ST7535 STEEL, AMS 5514 (USE ST0305)

ST7536 STEEL, AMS 5370 (INVALID)

ST7538 STEEL, FED STD 66, TYPE 302 (USE ST0302)

ST7539 STEEL, FED STD 66 (USE STA000)

ST7540 STEEL, MIL-S-5059, COMP 302 (USE ST0302)
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ST7541 STEEL, MIL-S-18170, COMP 304, COND A-CANCELED (USE ST0304)

ST7542 STEEL, MIL-S-18171-CANCELED (USE ST0304$ST0080$ST0347)

ST7543 STEEL, MIL-S-25043, COND 20 (USE ST0631)

ST7544 STEEL, MIL-S-25043, COND RH-950 (USE ST0631)

ST7545 STEEL, MIL-S-25043, COND TH-1050 (USE ST0631)

ST7546 STEEL, MIL-S-5000, COMP H4340, COND D (USE ST0028)

ST7547 STEEL, MIL-S-5059, COMP C (INVALID)

ST7548 STEEL, MIL-S-5059, COMP D (USE ST0301$ST0302$ST0304$ST0316)

ST7549 STEEL, MIL-S-5059, COMP D, COND H (USE ST0301$ST0302$ST0304$ST0316)

ST7550 STEEL, MIL-S-5059, COMP G (USE ST0302)

ST7551 STEEL, MIL-S-5059, COMP G, COND A (USE ST0301$ST0302$ST0304$ST0316)

ST7552 STEEL, MIL-S-5059, COMP G, COND A-1 (USE ST0301$ST0302$ST0304$ST0316)

ST7553 STEEL, MIL-S-5059, COMP G, COND C1 (USE ST0301$ST0302$ST0304$ST0316)

ST7554 STEEL, MIL-S-5059, COMP G, COND 1 (USE ST0301$ST0302$ST0304$ST0316)

ST7555 STEEL, MIL-S-5059, COMP 300 (USE ST0301$ST0302$ST0304$ST0316)

ST7556 STEEL, MIL-S-5059, COMP 301 (USE ST0301)

ST7557 STEEL, MIL-S-5059, COMP 301, COND A (USE ST0301)

ST7558 STEEL, MIL-S-5059, COMP 301, COND H (USE ST0301)

ST7559 STEEL, MIL-S-5059, COMP 301, COND 1/2 HARD (USE ST0301)

ST7560 STEEL, MIL-S-5059, COMP 301, COND 1/4 HARD (USE ST0301)

ST7561 STEEL, MIL-S-5059, COMP 301, COND 3/4 HARD (USE ST0301)

ST7562 STEEL, MIL-S-5059, COMP 301, 302, AND 316 (USE ST0301$ST0302$ST0316)

ST7563 STEEL, MIL-S-5059, COMP 347 (INVALID)

ST7564 STEEL, MIL-S-5059, COMP (USE ST0301$ST0302$ST0304$ST0316)

ST7565 STEEL, MIL-S-5059, COMP 302, COND G (USE ST0302)

ST7566 STEEL, MIL-S-5059, COMP 302, COND H (USE ST0302)

ST7567 STEEL, MIL-S-5059, COMP 302, COND 2 (USE ST0302)

ST7568 STEEL, MIL-S-5059, COMP 302, COND 1/2 HARD (USE ST0302)

ST7569 STEEL, MIL-S-5059, COMP 302, COND 1/4 HARD (USE ST0302)

ST7570 STEEL, MIL-S-5059, COMP 304 (USE ST0304)

ST7571 STEEL, MIL-S-5059, COMP 316 (USE ST0316)

ST7572 STEEL, MIL-S-5059, COMP 316, COND A (USE ST0316)

ST7573 STEEL, MIL-S-5059, COMP 6, COND A (USE ST0301$ST0302$ST0304$ST0316)

ST7574 STEEL, MIL-S-5059, COMP 303 (INVALID)

ST7575 STEEL, MIL-S-5059, COMP 303S (INVALID)

ST7576 STEEL, MIL-S-5059, COMP 321 (INVALID)

ST7577 STEEL, MIL-S-6721, CLASS 347 (USE ST0347)

ST7578 STEEL, MIL-S-7720, COMP 3038, COND A (INVALID)

ST7579 STEEL, MIL-S-7720, COMP FM, COND A (USE ST0303$ST0079)

ST7580 STEEL, MIL-S-7720, COMP FM COND C (USE ST0303$ST0079)

ST7581 STEEL, MIL-S-7720, COMP FM-S, COND A (USE ST0303)

ST7582 STEEL, MIL-S-7720, COMP 302, COND 1 (USE ST0302)

ST7583 STEEL, MIL-S-7720, COMP 302, COND D (USE ST0302)

ST7584 STEEL, MIL-S-7720, COMP 304 (INVALID)

ST7585 STEEL, MIL-S-853, CLASS 6 (USE ST0416)

ST7586 STEEL, MIL-S-853, CLASS 6, TYPE A (USE ST0416)

ST7587 STEEL, MIL-S-853, CLASS 6, TYPE 1 (USE ST0416)

ST7588 STEEL, MIL-S-853, CLASS 6, TYPE C (USE ST0416)

ST7589 STEEL, MIL-S-854, CLASS B, COND A (INVALID)

ST7590 STEEL, MIL-S-854, CLASS 1, COND A (USE ST0304)

ST7591 STEEL, MIL-S-854, CLASS 2 (USE ST0302)

ST7592 STEEL, MIL-S-854, CLASS 2, COND A (USE ST0302)

ST7593 STEEL, MIL-S-854, CLASS 2, COND E (USE ST0302)
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ST7594 STEEL, MIL-T-6845, TYPE 302 (INVALID)

ST7595 STEEL, MIL-T-6845, TYPE 303S (INVALID)

ST7596 STEEL, MIL-T-6845, TYPE 304 (USE ST0304)

ST7597 STEEL, MIL-T-6845, TYPE 321 (INVALID)

ST7598 STEEL, MIL-W-52263, COMP 303, COND A (USE ST0303)

ST7599 STEEL, QQ-S-633, COMP 4, COND B-CANCELED (INVALID)

ST7600 STEEL, QQ-S-682, CLASS FS-304 (USE STA000$$ST0304)

ST7601 STEEL, QQ-S-763, CLASS 1, COND A (USE ST0302$ST0304)

ST7602 STEEL, QQ-S-763, CLASS 1A (USE ST0304)

ST7603 STEEL, QQ-S-763, CLASS 303S (USE ST0078)

ST7604 STEEL, QQ-S-763, CLASS 304, COND A, FINISH HOT (USE ST0304)

ST7605 STEEL, QQ-S-763, CLASS 4, COND A (USE ST0430)

ST7606 STEEL, QQ-S-763, CLASS 440, COND A (INVALID)

ST7607 STEEL, QQ-S-763, CLASS 440, COND H (INVALID)

ST7608 STEEL, QQ-S-763, CLASS 6, COND C (USE ST0416)

ST7609 STEEL, QQ-S-763, CLASS 6, COND A (USE ST0416)

ST7610 STEEL, QQ-S-763, CLASS 7 (USE ST0303)

ST7611 STEEL, QQ-S-763, CLASS 7, COND A (USE ST0303)

ST7612 STEEL, QQ-S-763, CLASS S, COND A (INVALID)

ST7613 STEEL, QQ-S-763, CLASS SE, COND A (INVALID)

ST7614 STEEL, QQ-S-763, CLASS 1, COND C (USE ST0302)

ST7615 STEEL, QQ-S-763, CLASS 10 (USE ST0431)

ST7616 STEEL, QQ-S-763, CLASS 10A (USE ST0107)

ST7617 STEEL, QQ-S-763, CLASS 2, COND A (USE STB000)

ST7618 STEEL, QQ-S-763, CLASS 3 (USE ST0410)

ST7619 STEEL, QQ-S-763, CLASS 304, COND A, FINISH COLD (USE ST0304)

ST7620 STEEL, QQ-S-763, CLASS 4 (USE ST0430)

ST7621 STEEL, QQ-S-763, CLASS 5, COND A (USE ST0420)

ST7622 STEEL, QQ-S-763, CLASS 6, COND B (USE ST0416)

ST7623 STEEL, QQ-S-763, CLASS 6A (USE ST0416)

ST7624 STEEL, QQ-S-763, CLASS 6C (USE ST0416)

ST7625 STEEL, QQ-S-763, CLASS 6E (USE ST0416)

ST7626 STEEL, QQ-S-763, CLASS 7, COND B (USE ST0079)

ST7627 STEEL, QQ-S-763, CLASS 7, COND C (USE ST0079)

ST7628 STEEL, QQ-S-763, CLASS 7A (USE ST0303)

ST7629 STEEL, QQ-S-763, CLASS 7B (USE ST0303)

ST7630 STEEL, QQ-S-763, CLASS 8 (USE ST0321$ST0347)

ST7631 STEEL, QQ-S-766, CLASS 304L, COND A (USE ST0080)

ST7639 STEEL, QQ-S-681, CLASS 402 (USE ST0530)

ST7643 STEEL, MIL-S-6721, TYPE 321 (USE ST0321)

ST7645 STEEL, QQ-S-764, TYPE 303, COND A, FORM FLAT (USE ST0303)

ST7646 STEEL, QQ-S-764, TYPE 303, COND A, FORM ROUND (USE ST0303)

ST7647 STEEL, QQ-S-766, CLASS 1, COND A (USE ST0304)

ST7648 STEEL, QQ-S-766, CLASS 1 (USE ST0304)

ST7649 STEEL, QQ-S-766, CLASS 1, COND 2 (USE ST0304)

ST7650 STEEL, QQ-S-766, CLASS 2, COND A (USE ST0302)

ST7651 STEEL, QQ-S-766, CLASS 2, COND H (USE ST0302)

ST7652 STEEL, QQ-S-766, CLASS 3, (USE ST0410)

ST7653 STEEL, QQ-S-766, CLASS 3, COND A (USE ST0410)

ST7654 STEEL, QQ-S-766, CLASS 301, COND E (USE ST0301)

ST7655 STEEL, QQ-S-766, CLASS 301, COND A, TEMP FULL HARD (USE ST0301)

ST7656 STEEL, QQ-S-766, CLASS 301, COND A, TEMP 1/2 HARD (USE ST0301)

ST7657 STEEL, QQ-S-766, CLASS 301, COND C (USE ST0301)
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ST7658 STEEL, QQ-S-766, CLASS 4 (USE ST0301)

ST7659 STEEL, QQ-S-766, CLASS 4, COND B (USE ST0301)

ST7660 STEEL, QQ-S-766, CLASS 430, COND A (USE ST0430)

ST7661 STEEL, QQ-S-766, CLASS 5, COND A (USE ST0316)

ST7662 STEEL, QQ-S-766, CLASS 7, COND A (USE ST0430)

ST7663 STEEL, QQ-S-766, CLASS 1, COND B (USE ST0304)

ST7664 STEEL, QQ-S-766, CLASS 2 (USE ST0302)

ST7665 STEEL, QQ-S-766, CLASS 301, TEMP FULL HARD (USE ST0301)

ST7666 STEEL, QQ-S-766, CLASS 301, TEMP 1/4 HARD (USE ST0301)

ST7667 STEEL, QQ-S-766, CLASS 303 (INVALID)

ST7668 STEEL, QQ-S-766, CLASS 4, COND C (USE ST0301)

ST7669 STEEL, QQ-S-766, CLASS 4 COND D (USE ST0301)

ST7670 STEEL, QQ-S-766, CLASS 5 (USE ST0316)

ST7671 STEEL, QQ-S-766, CLASS 6, COND A (USE ST0321)

ST7672 STEEL, QQ-S-766, CLASS 7 (USE ST0430)

ST7673 STEEL, QQ-S-766, CLASS 5, COND C (USE ST0316)

ST7674 STEEL, QQ-W-423, FORM 2, COMP FS302, COND B (USE ST0302)

ST7675 STEEL, AMS 5508 (USE ST0615)

ST7676 STEEL, AMS 5537 (USE CT0001)

ST7677 STEEL, MIL-S-5059, COMP D, COND 2B (USE ST0301)

ST7678 STEEL, ASTM A312 (USE ST0448$ST0449$ST0450$ST0451$ST0452$ST0453)

ST7679 STEEL, MIL-W-52263, CLASS 303SE, COND A (USE ST0079)

ST7680 STEEL, AMS 5598 (USE NL0007)

ST7682 STEEL, QQ-S-764, TYPE 416, COND C (USE ST0416)

ST7683 STEEL, MIL-S-23193, COMP 304, FINISH A (USE STB000)

ST7684 STEEL, QQ-S-764, TYPE 303SE, COND A, FORM ROUND (USE ST0079)

ST7686 STEEL, AMS 5634 (USE NL0062)

ST7687 STEEL, AMS 5557 (USE ST0268)

ST7689 STEEL, QQ-S-633, COMP C1137 (USE ST1137)

ST7697 STEEL, BS 24 PART 6 GRADE 613 /N/ (USE STA000)

ST7698 STEEL, BS 24 PART 6 GRADE 621 /N/ (USE STA000)

ST7712 STEEL, 31419, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIVISION (USE STA000)

ST7731 STEEL, BS S11 (USE STA000)

ST7748 STEEL, BS S94 (USE STA000)

ST7839 STEEL, BS 970 EN58AM (USE STA000)

ST7851 STEEL, BS 970 EN58M (USE STA000)

ST7852 STEEL, BS 970 EN58 SERIES (USE STA000)

ST7964 STEEL, QQ-S-766, CLASS 2 (USE ST0302)

ST7967 STEEL, ASTM A108, GRADE 1018 (USE ST1018)

ST7981 STEEL, MIL-S-1222, TYPE 2, GRADE H (INVALID)

ST7982 STEEL, MIL-C-24111, TYPE 2, COND 3 (USE ST0630)

ST7983A STEEL, CORROSION RESISTING, A286, PER 422591, LOCKHEED CALIFORNIA CO, DIV OF LOCKHEED AIRCRAFT CORP

ST7983B (USE STB000)

ST7984 STEEL, AMS 5738 (USE ST0077)

ST7987 STEEL, ASTM A276-63, TYPE 302, COND A (USE ST0302)

ST7988 STEEL, ASTM A276-63, TYPE 303, COND A (INVALID)

ST7989 STEEL, ASTM A276-63, TYPE 304, COND A (USE ST0304)

ST7990 STEEL, ASTM A461-65, GRADE 630 (USE ST0630)

ST7991 STEEL, CORROSION RESISTING, B5 OR 142, GENERAL ELECTRIC CO (USE STB0000)

ST7994A STEEL, CORROSION RESISTING, B7A13C, GENERAL ELECTRIC CO, AEROSPACE ELECTRICAL EQUIPMENT PRODUCTS DEPT

ST7994B (USE STB000)

ST7998 STEEL, EK-135B, EASTMAN KODAK COM (USE STA000)

ST8000 STEEL, CORROSION RESISTING, FED STD 66 (USE STB000)
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ST8008 STEEL, MIL-S-18732, COND A (USE STB000)

ST8009 STEEL, MIL-S-5626, COND E (USE ST4140)

ST8010 STEEL, MIL-S-763, (INVALID)

ST8011 STEEL, MIL-S-7720, COMP 303, COND B (USE ST0303)

ST8012 STEEL, MIL-S-7720, COMP G, COND A (USE ST0302)

ST8013A STEEL, CORROSION RESISTANT, UNILOY 16-18, UNIVERSAL-CYCLOPS SPECIALTY STEEL DIV, CYCLOPS CORP

ST8013B (USE STB000)

ST8014 STEEL, CORROSION RESISTANT, A-286 VM, OLYMPIC SCREW AND RIVET CORP (USE STB000)

ST8015 STEEL, AMS 7445 (USE ST0105$ST0106$ST0107)

ST8016 STEEL, QQ-S-764, COMP 303 (USE ST0303)

ST8021 STEEL, AISI 440 (USE ST0105$ST0106$ST0107)

ST8028 STEEL, MIL-S-853, CLASS 1, TYPE A (USE ST0304)

ST8029 STEEL, MIL-S-853, CLASS 10, TYPE A (USE STB000)

ST8030 STEEL, MIL-S-853, CLASS 7, TYPE C (USE ST0303)

ST8031 STEEL, MIL-S-854, CLASS 2, COND B (USE ST0302)

ST8032 STEEL, AISI 630 (USE ST0630)

ST8033 STEEL, MIL-T-8606, COMP 347 (USE ST0347)

ST8034 STEEL, MIL-W-52263, CLASS 430F, COND A (USE ST0101)

ST8036 STEEL, AMS 5591 (USE ST0410)

ST8037 STEEL, AISI 440F (USE ST0108)

ST8038 STEEL, M3603, AVCO/LYCOMING DIVISION STRATFORD PLANT (USE STA000)

ST8039 STEEL, M3702, AVCO/LYCOMING DIVISION STRATFORD PLANT (USE STA000)

ST8040 STEEL, NO. 1018, TYPE 430, TELETYPE CORP (USE STA000)

ST8041 STEEL, PDS10706FA, BRUMMEL HOOK CO (USE STA000)

ST8042 STEEL, M3703 AVCO/LYCOMING DIVISION STRATFORD PLANT (USE STA000)

ST8043 STEEL, PH15-7MO, AMCO STEEL CORP (USE ST0632)

ST8044 STEEL, QQ-S-764, TYPE 303, COND A, COLD ROLLED (USE ST0303)

ST8045 STEEL, QQ-S-00763, CLASS FS303, COND A (USE ST0303)

ST8046 STEEL, QQ-S-633, COMP C1018 (USE ST1018)

ST8048 STEEL, QQ-S-00763, CLASS FS303, COND C (USE ST0303)

ST8049 STEEL, MIL-S-7720, COMP 302, PHYSICAL B, SURFACE COND G (USE ST0302)

ST8050 STEEL, QQ-S-763, CLASS 202, COND B (USE ST0202)

ST8052 STEEL, QQ-S-763, CLASS 304L, COND A (USE ST0080)

ST8053 STEEL, QQ-S-763, CLASS 7, TYPE B (USE ST0303$ST0079)

ST8055 STEEL, MIL-T-5695, 1/2 H (USE ST0304)

ST8056 STEEL, MIL-T-5695, TYPE 1, COND 1/2 H (USE ST0304)

ST8057 STEEL, MIL-S-853A, CLASS 6 (USE ST0416)

ST8058 STEEL, QQ-S-00763, CLASS FS416, COND A (USE ST0416)

ST8059 STEEL, QQ-S-00763, CLASS FS416, COND C (USE ST0416)

ST8060 STEEL, QQ-S-00763, CLASS FS410, COND A (USE ST0410)

ST8061 STEEL, QQ-S-00763, CLASS FS410, COND C (USE ST0410)

ST8062 STEEL, MIL-T-8506 (USE ST0304)

ST8063 STEEL, AMS 5680 (USE ST0347)

ST8064 STEEL, AMS 7235 (USE FE0019)

ST8065 STEEL, AMS 4928 (USE TT0022)

ST8066 STEEL, AMS 6407 (USE ST0606)

ST8067 STEEL, AMS 5796 (USE CT0001)

ST8068A STEEL, QQ-S-764, COND A (USE ST0285$ST0159$ST0303$ST0165$ST0158$ST0079$ST0166$ST0157$ST0416$ST0099$

ST8068B ST0255$ST0100$ST0284$ST0101$ST0172$ST0108)

ST8069 STEEL, AMS 5663 (USE NL0010)

ST8070 STEEL, QQ-S-763, CLASS 431, COND A (USE ST0431)

ST8071 STEEL, AISI C1006 (USE ST1006)

ST8072 STEEL, AISI C1017 (USE ST1017)
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ST8074 STEEL, QQ-W-423, COMP FS 430, COND A (USE ST0430)

ST8075 STEEL, QQ-W-423, COMP FS 302, COND A (USE ST0302)

ST8076 STEEL, QQ-W-423, COMP FS 304, COND A (USE ST0304)

ST8077 STEEL, FED STD 66, AISI 302 (USE ST0302)

ST8078 STEEL, FED STD 66, AISI 304 (USE ST0304)

ST8079 STEEL, FED STD 66, AISI 305 (USE ST0305)

ST8080 STEEL, L-605, GENERAL ELECTRIC CO, AIRCRAFT ENGINE BUSINESS GROUP (USE CT0001)

ST8081 STEEL, 9-1951, BENDIX CORP, THE ELECTRICAL COMPONENTS DIV (USE STA000)

ST8082 STEEL, MIL-S-853, CLASS 1, TYPE C (USE ST0304)

ST8083 STEEL, C-1017 A-32, INTERNATIONAL HARVESTER CO, MOTOR TRUCK DIVISION (USE ST1017)

ST8084 STEEL, FED STD 66, C1012 (USE ST1012)

ST8085 STEEL, H-11, HUCK MFG CO (USE ST0043)

ST8086 STEEL, MIL-S-8695, COND C4 (USE ST4037)

ST8087 STEEL, QQ-S-633, COMP FS1020 (USE ST1020)

ST8088 STEEL, QQ-S-633, COMP C1008-CANCELED (USE ST1008)

ST8089 STEEL, AISI C1020 (USE ST1020)

ST8090 STEEL, AISI C1055 (USE ST1055)

ST8091 STEEL, AISI C1060 (USE ST1060)

ST8092 STEEL, AISI C1008 (USE ST1008)

ST8093 STEEL, AISI C1070 (USE ST1070)

ST8094 STEEL, AISI C1010 (USE ST1010)

ST8096 STEEL, AISI C1015 (USE ST1015)

ST8097 STEEL, AISI C1019 (USE ST1019)

ST8098 STEEL, AISI C1022 (USE ST1022)

ST8099 STEEL, AISI C1023 (USE ST1023)

ST8100 STEEL, AISI C1075 (USE ST1075)

ST8101 STEEL, AISI C1095 (USE ST1095)

ST8102 STEEL, AISI C1115 (USE ST1115)

ST8103 STEEL, AISI C1117 (USE ST1117)

ST8104 STEEL, AISI C1118 (USE ST1118)

ST8105 STEEL, AISI C1141 (USE ST1141)

ST8106 STEEL, AISI C1213 (USE ST1213)

ST8107 STEEL, AISI 1112 (USE ST1212)

ST8108 STEEL, AISI 3130 (USE ST3130)

ST8109 STEEL, AISI 5121 (INVALID)

ST8110 STEEL, ASTM A7-52 (USE ST0552)

ST8111 STEEL, SAE X4130 (USE ST4130)

ST8112 STEEL, AMS 5045 (USE ST1020)

ST8113 STEEL, AMS 5115 (USE ST1070)

ST8114 STEEL, AMS 5069 (USE ST1018)

ST8115 STEEL, AMS 5618 (USE ST0107)

ST8116 STEEL, AMS 5665 (INVALID)

ST8117 STEEL, AMS 5785 (USE FE0092)

ST8118 STEEL, AMS 6270 (USE ST8615)

ST8119 STEEL, AMS 6272 (USE ST8617)

ST8120 STEEL, AMS 6352 (USE ST4135)

ST8121 STEEL, AMS 6358 (USE ST8740)

ST8122 STEEL, AMS 6360 (USE ST4130)

ST8123 STEEL, AMS 6365 (USE ST4135)

ST8124 STEEL, AMS 6435 (USE ST1452)

ST8125 STEEL, AMS 6440 (USE ST0030)

ST8126 STEEL, MIL-S-954, CLASS 1, COND A, FINISH 1 (USE ST0304)

ST8127 STEEL, MIL-S-854, CLASS 4, COND E (USE ST0430)
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ST8128 STEEL, MIL-S-854, CLASS 1, COND A, FINISH 2 (USE ST0304)

ST8129 STEEL, MIL-S-854, CLASS 8 (USE ST0321$ST0347)

ST8130 STEEL, MIL-W-1085, TYPE A (USE STA000$FEA000)

ST8131 STEEL, QQ-S-640, COLD ROLLED, FS1009 (USE ST1009)

ST8132A STEEL, QQ-S-00640-CANCELED (USE ST1009$ST1015$ST1020$ST1022$ST1025$ST1030$ST1035$ST1045$ST1050$

ST8132B ST1055$ST1060$ST1065$ST1075$ST1095)

ST8133 STEEL, N, 47-S-11, CLASS C (USE STA000)

ST8134 STEEL, N, 47-S-27, TYPE B, COMP 1 (USE ST1095$ST1074$ST9260)

ST8135 STEEL, QQ-S-672, CLASS B, FINISH D-CANCELED (USE STA000)

ST8136 STEEL, QQ-S-692, CLASS A FINISH B-CANCELED (USE STA000)

ST8137 STEEL, QQ-S-00692, CLASS B, FINISH D-CANCELED (USE STA000)

ST8138 STEEL, QQ-S-00766, CLASS 304, COND A, FINISH NO 2 (USE ST0304)

ST8139 STEEL, QQ-S-00766, CLASS 430, COND A, FINISH NO 2 (USE ST0430)

ST8140 STEEL, QQ-S-766, CLASS 430, COND A, FINISH NO 2 (USE ST0430)

ST8141 STEEL, QQ-S-633, COMP C1020 (USE ST1020)

ST8142 STEEL, QQ-S-633, COMP C1117, COND CF-CANCELED (USE ST1117)

ST8143 STEEL, QQ-S-636, COND 2 1/2 HARD-CANCELED (USE ST1006$ST1008$ST1009$ST1010$ST1012$ST1015$ST1017)

ST8144 STEEL, QQ-S-674 (INVALID)

ST8145 STEEL, QQ-S-684-CANCELED (USE ST4130)

ST8146 STEEL, QQ-S-692, CLASS B-CANCELED (USE STA000)

ST8149 STEEL, QQ-S-633, COMP C1015 (USE ST1015)

ST8151 STEEL, QQ-S-633, COMP FSB1112-CANCELED (USE ST1212)

ST8152 STEEL, QQ-S-633, COMP FS1010-CANCELED (USE ST1010)

ST8153 STEEL, QQ-S-633, FS1015 (USE ST1015)

ST8154 STEEL, QQ-S-633, COMP FS1022-CANCELED (USE ST1022)

ST8155 STEEL, QQ-S-633, COMP FS1035-CANCELED (USE ST1035)

ST8156 STEEL, QQ-S-633, COMP FS1117-CANCELED (USE ST1117)

ST8157 STEEL, QQ-S-633, COMP FS1118-CANCELED (USE ST1118)

ST8158 STEEL, QQ-S-633, COMP FS1018 (USE ST1018)

ST8159 STEEL, QQ-S-633, COMP FS1024 (USE ST1524)

ST8160 STEEL, QQ-S-633, COMP FS1030-CANCELED (USE ST1030)

ST8161 STEEL, QQ-S-634, COMP 1010, COND CD (USE ST1010)

ST8162 STEEL, QQ-S-671, FS1115 (USE ST1115)

ST8163 STEEL, QQ-S-741, TYPE 1, GRADE A, CLASS 1 (USE STA000)

ST8164 STEEL, QQ-W-405, COMP 1008 (USE ST1008)

ST8165 STEEL, QQ-W-405, COMP 4027 (USE ST4027)

ST8166 STEEL, TORIN CORP (USE STA000)

ST8167 STEEL, MIL-S-13281 (USE STA000)

ST8168 STEEL, MIL-S-5059, COMP 301, COND ANNEALED (USE ST0301)

ST8169 STEEL, QQ-T-191, CLASS 1, TYPE 1 (USE PBA000$$SNB000)

ST8170 STEEL, AMS 6458 (USE STA000)

ST8171 STEEL, MIL-S-13281, CLASS B, GRADE 2 (USE STA000)

ST8172 STEEL, 47/50, ALLEGHENY LUDLUM STEEL CORP DIV OF ALLEGHENY LUDLUM TRIES INC (USE STA000)

ST8173 STEEL, A-31, TELEDYNE CONTINENTAL MOTORS (USE STA000)

ST8174 STEEL, AC-1113, ALLIS-CHALMERS MFG CO, ENGINE DIV (USE STA000)

ST8175 STEEL, ACS-514, ALLIS-CHALMERS MFG CO, POWER TRANSMISSION DIV (USE STA000)

ST8176 STEEL, AMS 6441 (USE ST0030)

ST8177 STEEL, AMS 6455 (USE ST6150)

ST8178 STEEL, AQ, PENNWALT CORP, EQUIPMENT DIVISION (USE STA000)

ST8179 STEEL, ASME SA-105, GRADE 2, AMERICAN SOCIETY OF MECHANICAL ENGINEERS INC (USE ST0639)

ST8180 STEEL, ASTM A108-58 GRADE 1074 (INVALID)

ST8181 STEEL, ASTM A109-49 (USE ST1137)

ST8182 STEEL, ASTM A109-62 (USE ST1137)
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ST8183 STEEL, ASTM A303-52 (USE ST1264$ST1265)

ST8184 STEEL, ASTM A303-64, GRADE A (USE ST1264)

ST8185 STEEL, ASTM A325-68 (USE ST0654$ST0655$ST0658$ST0661$ST0660$ST0659$ST0656$ST0657)

ST8186 STEEL, ASTM A7-49 (USE ST0552)

ST8187 STEEL, ASTM A7-55 (USE ST0552)

ST8188 STEEL, ASTM 245-52 (INVALID)

ST8189 STEEL, ASTM 283-67, GRADE C (INVALID)

ST8190 STEEL, AISI A8720 (USE ST8720)

ST8192 STEEL, B-610, BARBER-COLMAN CO (USE STA000)

ST8193 STEEL, BS-S513, LUCAS GAS TURBINE EQUIPMENT LTD, TECHNICAL SERVICES (USE STA000)

ST8194 STEEL, BSA4, GENERAL ELECTRIC CO, LYNN RIVER WORKS (USE STA000)

ST8195 STEEL, BW-159-M, BENDIX-WESTINGHOUSE AUTOMOTIVE AIR BRAKE CO (USE STA000)

ST8196 STEEL, BW-159-M, BENDIX-WESTINGHOUSE AUTOMOTIVE AIR BRAKE CO (USE STA000)

ST8197 STEEL, MIL-S-17919 (USE ST1074$ST1095$ST9260)

ST8198 STEEL, B50R142F, GENERAL ELECTRIC CO, LYNN RIVER WORKS (USE STA000)

ST8199 STEEL, B50R141, GENERAL ELECTRIC CO, LYNN RIVER WORKS (USE STA000)

ST8200A STEEL, B7A33E, GENERAL ELECTRIC CO, AEROSPACE INSTRUMENTS AND CONTROL SYSTEMS PRODUCTS DEPT,

ST8200B AEROSPACE INSTRUMENT PROGRAMS (USE STA000)

ST8201 STEEL, B8A3, GENERAL ELECTRIC CO, LYNN RIVER WORKS (USE STA000)

ST8202 STEEL, B8A3X, GENERAL ELECTRIC CO (USE STA000)

ST8203 STEEL, B8A4, GENERAL ELECTRIC CO, LYNN RIVER WORKS (USE STA000)

ST8204A STEEL, B8A4C2, GENERAL ELECTRIC CO, ENGINEERING MATERIALS AND PROCESSES INFORMATION OPERATION

ST8204B (USE STA000)

ST8205 STEEL, MIL-T-6732 (USE ST8630)

ST8206 STEEL, MIL-S-5059, COMP 302, COND ANNEALED 1/4 HARD (USE ST0302)

ST8207 STEEL, B8A4N, GENERAL ELECTRIC CO, LYNN RIVER WORKS (USE STA000)

ST8208 STEEL, C-1018, PROTOTYPE DEVELOPMENT INC (USE ST1018)

ST8209 STEEL, CAE 314-3, TELEDYNE CONTINENTAL MOTORS (USE STA000)

ST8210 STEEL, QQ-S-637, COMP 12L15 (USE ST0064)

ST8211 STEEL, QQ-S-763, CLASS 303S, COND A (USE ST7603)

ST8212 STEEL, CF 1E357, CATERPILLAR TRACTOR CO (USE STA000)

ST8213 STEEL, POWDER, FC0200T, ABEX CORP, AEROSPACE DIVISION (USE STA000)

ST8214 STEEL, CHROME-VANADIUM, TYPE 50 CRV 4, BEARING ENGINEERS INC (USE STA000)

ST8215 STEEL, CLASS 1020, GRADE CHMPR1, NAVAL AIR ENGINEERING CENTER (USE ST1020)

ST8216 STEEL, SAE 1019 (USE ST1019)

ST8217 STEEL, CMC-A31-1112, TELEDYNE CONTINENTAL MOTORS (USE STA000)

ST8219 STEEL, COMP 1050, GEORGE K. GARRETT CO, DIV OF MSL INDUSTRIES INC (USE ST1050)

ST8220 STEEL, 4527, CURTISS-WRIGHT CORP, CADWELL FACILITY (USE STA000)

ST8221 STEEL, MIL-S-7108, COND C1 (USE ST0533)

ST8222 STEEL, MIL-S-5000 COND C1 (USE ST0028$ST4340)

ST8223 STEEL, MIL-S-5000 COND C4 (USE ST0028$ST4340)

ST8224 STEEL, MIL-S-5626, COND F4 (USE ST4140)

ST8225 STEEL, MIL-T-6736, TYPE 1, COND HT-180 (USE ST4130)

ST8226 STEEL, DTD 239, SMITH INDUSTRIES LTD, AVIATION DIVISION (USE STA000)

ST8227 STEEL, DTD 239, BRITISH STANDARDS INSTITUTION (USE STA000)

ST8228 STEEL, E1010-5, THE BENDIX CORP, NAVIGATION AND CONTROL DIVISION (USE ST1010)

ST8229 STEEL, ETD 150, LA SALLE STEEL CO (USE STA000)

ST8230 STEEL, E-1010, GRADE 1, THE BENDIX CORP, NAVIGATION AND CONTROL DIVISION (USE ST1010)

ST8231 STEEL, E-1010, GRADE 2, THE BENDIX CORP, NAVIGATION AND CONTROL DIVISION (USE ST1010)

ST8232 STEEL, AMS 6265 (USE ST0031)

ST8233 STEEL, E1010-5, GRADE 2, THE BENDIX CORP, NAVIGATION AND CONTROL DIVISION (USE ST1010)

ST8234 STEEL, AMS 6378 (USE ST4140)

ST8235 STEEL, AMS 6444 (USE ST0030)
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ST8236 STEEL, E-1010-5, GRADE 2, THE BENDIX CORP, NAVIGATION AND CONTROL DIVISION (USE ST1010)

ST8237 STEEL, E-1010-5, GRADE 5, THE BENDIX CORP, NAVIGATION AND CONTROL DIVISION (USE ST1010)

ST8238 STEEL, AMS 7440 (USE ST0491$ST0213$ST0030)

ST8239 STEEL, AMS 5075 (USE ST1025)

ST8240 STEEL, DU, GARLOCK INC, PLASTICS DIV (USE STA000)

ST8241 STEEL, AMS 5221 (USE NL0021)

ST8242 STEEL, A.340.B, STUDEBAKER CORP (USE STA000)

ST8243 STEEL, A.508.F, STUDEBAKER CORP (USE STA000)

ST8244 STEEL, A-204-1, CAI, DIV OF BOURNS INC (USE STA000)

ST8245 STEEL, QQ-T-590, CLASS M2, COND ANNEALED (USE ST0313)

ST8246 STEEL, F571840, INGERSOLL-RAND CO, ALDRIGH PUMP DIV (USE STA000)

ST8247 STEEL, AMD64BR, GENERAL DYNAMICS CORP, FORT WORTH DIVISION (USE STA000

ST8248 STEEL, AMS 5706 (USE NL0083)

ST8249 STEEL, AMS 6294 (USE ST4620)

ST8250 STEEL, AMS 6361 (USE ST4130)

ST8251 STEEL, AMS 6362 (USE ST4130)

ST8252 STEEL, AMS 6530 (USE ST8630)

ST8254 STEEL, B116, NORTH AMERICAN ROCKWELL CORP, TRANSMISSION AND AXLE DIV (USE STA000)

ST8255 STEEL, BS160, TYPE 1, BEECH AIRCRAFT CORP (USE STA000)

ST8257 STEEL, CM, SOUTHWEST PRODUCT CO (USE STA000)

ST8258 STEEL, 350 CVM, TELEDYNE VASCO (USE STA000)

ST8259 STEEL, MX1113, GRIMES MFG CO (USE STA000)

ST8260 STEEL, CPS 4907, CURTISS-WRIGHT CORP, CALDWELL FACILITY (USE STA000)

ST8261 STEEL, CVA1-585, COND C-2 VOUGHT AERONAUTICS, DIVISION, LTV AEROSPACE CORP (USE STA000)

ST8262 STEEL, CVA1-585, COND C-1, COMP 4340, VOUGHT AERONAUTICS DIVISION, LTV AEROSPACE CORP (USE ST4340)

ST8263 STEEL, CVA1-585 COMP 4340, VOUGHT AERONAUTICS DIVISION, LTV AEROSPACE CORP (USE ST4340)

ST8265 STEEL, SU GARLOCK BEARINGS INC (USE STA000)

ST8266 STEEL, DX, GARLOCK INC, PLASTICS DIVISION (USE STA000)

ST8267 STEEL, EMS 630, AIRESEARCH MFG CO (USE STA000)

ST8268 STEEL, EMS 627, AIRESEARCH MFG CO OF ARIZONA (USE STA000)

ST8269 STEEL, FMS-1012, COMP 4330V, GENERAL DYNAMICS CORP, FT WORTH DIVISION (USE ST4330)

ST8270 STEEL, GMR 1010, GENERAL MOTORS CORP (USE ST1010)

ST8271 STEEL, GM4217-M, GENERAL MOTORS CORP (USE STA000)

ST8272 STEEL, GRADE B10, BEARIUM METAL CORP (USE STA000)

ST8273 STEEL, HIGH CARBON, CHROME 62-64, SAN ANTONIO AIR MATERIAL AREA (USE STA000)

ST8274 STEEL, HS132, GRADE 4, UNITED AIRCRAFT CORP, HAMILTON STANDARD DIVISION (USE STA000)

ST8275 STEEL, LB0160-170, NEW HAMPSHIRE BALL BEARINGS INC, ASTRO DIVISION (USE STA000)

ST8277 STEEL, MIL-S-6709, COND A (USE ST0532)

ST8279 STEEL, MIL-S-7420, COND F4 (USE ST0030)

ST8280 STEEL, MIL-P-1144, TYPE 1, CLASS 4, COMP 304 (USE ST0304)

ST8281 STEEL, MIL-P-15692, CLASS 2, GRADE A, TYPE B (USE STA000)

ST8282 STEEL, MMS260, TYPE H-11, MCDONNELL-DOUGLAS CORP, MCDONNELL AIRCRAFT DIV (USE ST0043)

ST8283 STEEL, MPR-1, CLASS 4130, GRADE MP, NAVAL AIR ENGINEERING CENTER (USE ST4130)

ST8284 STEEL, MIL-S-13468 (USE ST1010)

ST8285 STEEL, MIL-S-18732, COND HT-115 (USE STA000)

ST8286 STEEL, MIL-S-20166, TYPE A, GRADE M (USE ST1022)

ST8287 STEEL, MIL-S-20166, TYPE P, GRADE M (USE ST1022)

ST8288 STEEL, MIL-S-46850, TYPE 2, GRADE 300 (USE ST0546)

ST8289 STEEL, MIL-S-5000, COND B4 (USE ST0028)

ST8290 STEEL, MS97, ELECTRO MOTIVE DIV OF GENERAL MOTORS CORP (USE STA000)

ST8291 STEEL, MS10.3, SUNDSTRAND AVIATION, DIV OF SUNDSTRAND CORP (USE STA000)

ST8292 STEEL, MS160, TYPE 1, BEECH AIRCRAFT CORP (USE STA000)

ST8293 STEEL, MS160, BEECH AIRCRAFT CORP (USE STA000)
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ST8295 STEEL, MS407, JI CASE CO (USE STA000)

ST8296 STEEL, MIL-S-5000, COND F4 (USE ST0028$ST4340)

ST8297 STEEL, MS567, CHRYSLER CORP (USE STA000)

ST8298 STEEL, MXB1113, AMF INC, AMF ELECTROSYSTEMS DIV (USE STA000)

ST8299 STEEL, MIL-S-5626, COND D4 (USE ST4140)

ST8300 STEEL, N125, JOSEPH T. RYERSON AND SON, INC (USE STA000)

ST8302 STEEL, PWA11-54, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE STA000)

ST8303 STEEL, PWA725 UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE STA000)

ST8304 STEEL, PWA745, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE STA000)

ST8305 STEEL, MIL-S-5626, COND E4 (USE ST4140)

ST8306 STEEL, RI-187, CLASS D, THE BENDIX CORP, ENERGY CONTROLS DIV (USE STA000)

ST8307 STEEL, S.1, BRITISH STANDARDS INST (USE STA000)

ST8308 STEEL, MIL-S-5626, COND C5 (USE ST4140)

ST8310 STEEL, 300 CVM, TELEDYNE VASCO (USE STA000)

ST8311 STEEL, MIL-S-5626, COND C3 (USE ST4140)

ST8312 STEEL, 09-1-343-000, BELL AND HOWELL CO. (USE STA000)

ST8313 STEEL, 1E283, CATERPILLAR TRACTOR CO. (USE STA000)

ST8314 STEEL, 10003, TEREX DIV OF GENERAL MOTORS CORP (USE STA000)

ST8315 STEEL, 10019, TEREX DIV OF GENERAL MOTORS CORP (USE STA000)

ST8316 STEEL, 107578, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE STA000)

ST8317 STEEL, 111859, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE STA000)

ST8318 STEEL, 128431, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE STA000)

ST8319 STEEL, 13854, WRIGHT AERONAUTICAL DIV OF CURTISS-WRIGHT CORP (USE STA000)

ST8320 STEEL, MIL-S-6049, COND C4 (USE ST8740)

ST8321 STEEL, MIL-S-6049, COND F4 (USE ST8740)

ST8322 STEEL, 163666, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE STA000)

ST8323 STEEL, MIL-S-6050, COND C1 (USE ST8630)

ST8324 STEEL, 246288, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE STA000)

ST8325 STEEL, 26457, UNITED AIRCRAFT CORP PRATT AND WHITNEY AIRCRAFT DIV (USE STA000)

ST8326 STEEL, 31013-01, CUMMINS ENGINE CO. (USE STA000)

ST8327 STEEL, MIL-S-6758, COND C1 (USE ST4130)

ST8328 STEEL, MIL-S-6758, COND C2 (USE ST4130)

ST8330 STEEL, 33896, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE STA000)

ST8331 STEEL, 31838, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE STA000)

ST8332 STEEL, 31858, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE STA000)

ST8333 STEEL, MIL-S-6758, COND F3 (USE ST4130)

ST8334 STEEL, 4330V, GENERAL DYNAMICS CORP, FORT WORTH DIV (USE ST4330)

ST8335 STEEL, 6AL-6V-2SN, MC DONNELL DOUGLAS CORP, MC DONNELL AIRCRAFT DIV (USE TT0055)

ST8337 STEEL, 6817, WRIGHT AERONAUTICAL DIV OF CURTISS-WRIGHT CORP (USE STA000)

ST8338 STEEL, 6823, WRIGHT AERONAUTICAL DIV OF CURTISS-WRIGHT CORP (USE STA000)

ST8339 STEEL, 6823, WRIGHT AERONAUTICAL DIV OF CURTISS-WRIGHT CORP (USE STA000)

ST8340 STEEL, F77, CLEVITE CORP, CLEVELAND AND GRAPHITE BRONZE DIV (INVALID)

ST8342 STEEL, MIL-S-6758, COND 4 (USE ST4130)

ST8343 STEEL, MIL-S-7097, COMP 1020 (USE ST1020)

ST8345 STEEL, 771, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE STA000)

ST8346 STEEL, 80849, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE STA000)

ST8347 STEEL, MIL-S-7420, COND A (USE ST0030)

ST8348 STEEL, T35, DEHAVILLAND AIRCRAFT OF CANADA, LTD (USE STA000)

ST8349 STEEL, FMS 1011, TYPE DGAC, GENERAL DYNAMICS CORPS, FORT WORTH DIV (USE STA000)

ST8352 STEEL, 125-NM, TIMKEN ROLLER BEARING CO, STEEL AND TUBE DIV (USE STA000)

ST8353 STEEL, 126-NM, 4320, TIMKEN ROLLER BEARING CO, STEEL AND TUBE DIV (USE STA000)

ST8354 STEEL, EMS634, AIRESEARCH MFG CO OF ARIZONA (USE STA000)

ST8355 STEEL, E1-038, CLARK EQUIPMENT CO, CONSTRUCTION MACHINERY DIV (USE STA000)
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ST8356 STEEL, EN24T, LUCAS GAS TURBINE EQUIPMENT LTD, TECHNICAL SERVICES (USE STA000)

ST8357 STEEL, HS13, SP500-257, HUGHES AIRCRAFT CO (USE STA000)

ST8358 STEEL, 30000, FEDERAL-MOGUL CORP (USE STA000)

ST8359 STEEL, 31000, FEDERAL-MOGUL CORP (USE STA000)

ST8360 STEEL, PDS10706FA, WESTINGHOUSE ELECTRIC CORP, AEROSPACE AND ELECTRONIC SYSTEMS DIVISION (USE STA000)

ST8361 STEEL, STM05-501, LEAR SIEGLER, INC, TRANSPORT DYNAMICS DIV (USE STA000)

ST8362 STEEL, S2-S69, LUCAS GAS TURBINE EQUIPMENT LTD TECHNICAL SERVICES (USE STA000)

ST8363 STEEL, ALLOY 18, BOHN ALUMINUM AND BRASS CO. DIV OF UNIVERSAL AMERICAN CORP (USE STA000)

ST8364 STEEL, MIL-S-869, CLASS A, COND 2, TYPE 1 (USE ST0547)

ST8365 STEEL, MIL-S-869, CLASS A, COND 2 (USE ST0547)

ST8366 STEEL, MIL-S-869, CLASS A (USE ST0547)

ST8367 STEEL, MIL-S-869, CLASS D, COND 2, TYPE 1 (USE ST0550)

ST8368 STEEL, MIL-S-8844, CLASS 1, COND C2 (USE ST4340)

ST8369 STEEL, MIL-S-8844, CLASS 1, COND A2 (USE ST4340)

ST8370 STEEL, MIL-S-8844, CLASS 1, COND 3 (USE ST4340)

ST8371 STEEL, MIL-T-16286, CLASS A (USE ST0595)

ST8372A STEEL, MIL-T-16343, TYPE 1 (USE ST1008$ST1010$ST1012$ST1015$ST1016$ST1017$ST1018$ST1020$ST1021$

ST8372B ST1023$ST1025$ST1026)

ST8373 STEEL, MIL-T-5695, TYPE 1 (USE ST0304)

ST8374 STEEL, MIL-T-5695, TYPE 1, COND 1/4H (USE ST0304)

ST8375 STEEL, MIL-T-6732, TYPE 1, COND N (USE ST8630)

ST8376 STEEL, MIL-T-6736, TYPE 1, COND HT-125 (USE ST4130)

ST8377 STEEL, MIL-T-6736, COND N (USE ST4130)

ST8378 STEEL, MIL-T-5066, SEAMLESS, COND A (USE ST1025)

ST8379 STEEL, MIL-T-5066, SEAMLESS (USE ST1025)

ST8380 STEEL, MIL-T-6736, TYPE 1, COND HT-150 (USE ST4130)

ST8382 STEEL, MIL-S-7420, COND E (USE ST0030)

ST8383 STEEL, WW-T-731, COMP A-CANCELED /D/ (USE ST1010$ST1012$ST1015)

ST8384 STEEL, MIL-S-5000, COND B (USE ST0028$ST4340)

ST8385 STEEL, MIL-S-5000, COND C3 (USE ST0028$ST4340)

ST8386 STEEL, MIL-S-5626, COND C1 (USE ST4140)

ST8387 STEEL, MIL-S-6758, COND C3 (USE ST4130)

ST8388 STEEL, MIL-S-8690, COND C (USE ST8620)

ST8389 STEEL, MIL-T-6735, TYPE 1, COND A (USE ST4135)

ST8390 STEEL, MIL-W-52263, CLASS 416, COND A (USE ST0416)

ST8391 STEEL, QQ-S-671 (USE STA000)

ST8392 STEEL, MIL-S-6758, COND F2 (USE ST4130)

ST8393 STEEL, MIL-S-8844 (USE ST1744$ST4340)

ST8394 STEEL, MIL-S-6050, COND D (USE ST8630)

ST8395 STEEL, MIL-S-6709, COND F1 (USE ST0532)

ST8396 STEEL, MIL-S-8699, COND C4 (USE ST4330)

ST8397 STEEL, QQ-S-682, FS302-CANCELED /D/ (USE ST0302)

ST8398 STEEL, MIL-T-6736, TYPE 4, COND N (USE ST4130)

ST8399 STEEL, QQ-S-698, T5 (USE STA000)

ST8400 STEEL, QQ-P-416, TYPE 2, CLASS B (INVALID)

ST8401A STEEL, QQ-T-830, SEAMLESS, ROUND, COND CD-CANCELED /D/ (USE ST0049$ST0050$ST0046$ST0047$ST0048$ST1022$

ST8401B ST1025$ST1026$ST1030$ST1035$ST1040$ST1045$ST1050$ST1118$ST1137)

ST8402 STEEL, AMS 5732 (USE FE0019)

ST8404 STEEL, ASTM A415-57T (USE STA000)

ST8405 STEEL, ASTM B144-52, ALLOY 3A-CANCELED (INVALID)

ST8406 STEEL, AMS 5316 /D/ (USE FE0041)

ST8407 STEEL, AMS 5566 (USE ST0304)

ST8408 STEEL, AMS 6282 (USE ST8735)
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ST8409 STEEL, AMS 6475 (USE ST0593)

ST8410 STEEL, QQ-T-00825, COMP 4130-CANCELED /D/ (USE ST4130)

ST8411 STEEL, QQ-T-00825, COMP 4140-CANCELED /D/ (USE ST4140)

ST8412 STEEL, QQ-T-00825, COMP 8630-CANCELED /D/ (USE ST8630)

ST8413A STEEL, QQ-T-00825, CANCELED /D/ (USE ST4032$ST0253$ST4135$ST4130$ST0090$ST0091$ST4140$ST0093$ST4150$

ST8413B ST0097$ST5130$ST0118$ST6150$ST0129$ST8630$ST0139$ST8640$ST0140$ST8720$ST0146$ST8740$ST0147)

ST8414 STEEL, QQ-T-830, COND CD 1030-CANCELED /D/ (USE ST1030)

ST8415 STEEL, QQ-T-830, COND CD, MT1015-CANCELED /D/ (USE ST0047)

ST8416 STEEL, QQ-T-830, 1050 (USE ST1050)

ST8418 STEEL, QQ-W-409, COMP C1038 (USE ST1038)

ST8419 STEEL, QQ-W-409, COMP C1006 (USE ST1006)

ST8420 STEEL, QQ-W-409, COMP 1006, TYPE 1 (USE ST1006)

ST8421 STEEL, QQ-W-409, COMP 1006, TYPE 3 (USE ST1006)

ST8422 STEEL, QQ-W-409, COMP 1015 (USE ST1015)

ST8423 STEEL, QQ-W-409, COMP 1010 (USE ST1010)

ST8424 STEEL, QQ-W-409, COMP 1010, TYPE 3 (USE ST1010)

ST8425 STEEL, QQ-W-409, GRADE 2 (USE ST1013$ST1015$ST1016$ST1017$ST1018$ST1019$ST1020$ST1022)

ST8426 STEEL, QQ-W-409, COMP 1008, TYPE 3 (USE ST1008)

ST8427 STEEL, QQ-W-409, GRADE 3 (USE ST1524$ST1025$ST1527$ST1030$ST1033$ST1034$ST1035$ST1038$ST1040$ST1541)

ST8428 STEEL, SAE 1005 (USE ST1005)

ST8429 STEEL, SAE 1114 (USE ST1114)

ST8430 STEEL, 132, GROUP 3, UNITED AIRCRAFT CORP HAMILTON STANDARD DIV (USE STA000)

ST8431 STEEL, B.S. 1109, LUCAS GAS TURBINE EQUIPMENT LTD, TECHNICAL SERVICES (USE STA000)

ST8433 STEEL, SAE 1075 (USE ST1075)

ST8434 STEEL, SAE 1108 (USE ST1108)

ST8435 STEEL, SAE 2330 (USE ST2330)

ST8436 STEEL, FED STD 66, AISI 1110 (USE ST1110)

ST8437 STEEL, FED STD 66, AISI C1016/SAE 1016 (USE ST1016)

ST8438 STEEL, FED STD 66, AISI C1108/SAE 1108 (USE ST1108)

ST8440 STEEL, FED STD 66, SAE 1112 (USE ST1212)

ST8441 STEEL, FF-B-571 (INVALID)

ST8442 STEEL, FF-B-571, CLASS C (INVALID)

ST8443 STEEL, FMS-0131, GENERAL DYNAMIC CORP, CONVAIR AEROSPACE DIV, FORT WORTH OPERATIONS (USE STA000)

ST8444 STEEL, GM1110, GENERAL MOTORS CORP (USE STA000)

ST8445 STEEL, GM287-M, GENERAL MOTORS CORP, EARTHMOVING EQUIPMENT DIV (USE STA000)

ST8446 STEEL, GM301-M, GENERAL MOTORS CORP (USE STA000)

ST8447 STEEL, GM301-M, GENERAL MOTORS CORP, CHEVROLET DIV (USE STA000)

ST8449 STEEL, MIL-B-857, GRADE 1 (INVALID)

ST8450 STEEL, MIL-B-857 (INVALID)

ST8451 STEEL, MIL-B-857, GRADE 2 (INVALID)

ST8452 STEEL, MIL-B-857, GRADE 5 (INVALID)

ST8453 STEEL, MIL-B-857, GRADE 8 (INVALID)

ST8454A STEEL, MIL-S-11415, CLASS A3 (USE ST0066$ST0094$ST0095$ST0103$ST0116$ST0120$ST0121$ST0143$ST0144$

ST8454B ST0164$ST0182$ST0249$ST0507)

ST8456A STEEL, MIL-S-11486 (USE ST1020$ST1022$ST1025$ST1035$ST1045$ST1050$ST1115$ST1118$ST1137$ST1005$ST1006$

ST8456B ST1008$ST1009$ST1010$ST1011$ST1012$ST1013$ST1015$ST1016$ST1017$ST1018$ST1019$ST1021)

ST8457 STEEL, MIL-S-1222, TYPE 2, GRADE 4 (INVALID)

ST8458 STEEL, MIL-S-1222, TYPE 2 (INVALID)

ST8459 STEEL, MIL-S-16124, CLASS 1 (USE ST1117$ST1118)

ST8460 STEEL, MIL-S-16124, CLASS 2 (USE ST1137)

ST8461 STEEL, MIL-S-18411, CLASS 1, 1120-CANCELED (USE ST1120)

ST8462 STEEL, MIL-S-18411, CLASS 2, B1113 (USE ST1213)

ST8463 STEEL, MIL-S-18729, COND A (USE ST4130)

229



MATERIAL CROSS REFERENCE

OLD
CODE SPECIFICATION REPLY & NEW REPLY CODE

ST8464 STEEL, MIL-S-23284, CLASS 1 (USE STA000)

ST8465 STEEL, MIL-S-5000, COND E (USE ST0028$ST4340)

ST8466 STEEL, MIL-S-6049, COND F (USE ST8740)

ST8467 STEEL, MIL-S-6049, COND 3 (USE ST8740)

ST8468 STEEL, MIL-S-6050, COND F (USE ST8630)

ST8469 STEEL, MIL-S-6050, COND B (USE ST8630)

ST8470 STEEL, MIL-S-6050, COND C (USE ST8630)

ST8471 STEEL, MIL-S-6736 (INVALID)

ST8472 STEEL, MIL-S-6736, COND A (INVALID)

ST8473 STEEL, SAE 3145 (USE ST3145)

ST8475 STEEL, SAE 5046H (USE ST0193)

ST8476 STEEL, MIL-S-5000, COND F2 (USE ST0028)

ST8477 STEEL, MIL-S-7720, COMP MCR (USE ST0316)

ST8478 STEEL, MIL-S-8617 (USE ST1035)

ST8480 STEEL, MIL-T-6736, COND A (USE ST4130)

ST8482 STEEL, CORROSION RESISTING, PWA771, LOCKHEED GEORGIA CO (USE STB000)

ST8484 STEEL, CORROSION RESISTING, 17 4PH, COND H, 1100, ARMCO. STEEL CORP (USE ST0630)

ST8485 STEEL, CORROSION RESISTING, 1000-SB-00065, PLESSEY INTERNATIONAL LTD (USE STB000)

ST8486 STEEL, CORROSION RESISTING, 5, CARPENTER STEEL CO (USE ST0416)

ST8487 STEEL, MIL-S-6050, COND 4 (USE ST8630)

ST8488 STEEL, MIL-S-7097, COND 4 (USE ST1018$ST1020$ST1025)

ST8489 STEEL, MIL-S-7720, COMP 302, COND C (USE ST0302)

ST8490 STEEL, MIL-S-8143 (USE ST1070)

ST8491 STEEL, MIL-T-5066, TYPE 2 (USE ST1025)

ST8492 STEEL, MIL-T-6735, TYPE 1 (USE ST4135)

ST8493 STEEL, M4140, AVCO/LYCOMING DIV STRATFORD PLANT (USE ST4140)

ST8494 STEEL, QQ-S-634, COMP 1018, COND CF (USE ST1018)

ST8495 STEEL, QQ-S-00640, COMP FS1050 (USE ST1050)

ST8496 STEEL, QQ-S-624, COMP 1020 (INVALID)

ST8497 STEEL, CORROSION RESISTING, B7A1A, GENERAL ELECTRIC CO, AIRCRAFT ENGINE GROUP (USE STB000)

ST8498 STEEL, CORROSION RESISTING, MARAGINE HMS6 1093, HUGHES TOOL CO, AIRCRAFT DIV (USE STB000)

ST8499 STEEL, CORROSION RESISTING, M 3703, AVCO LYCOMING DIV, STRATFORD PLANT (USE STB000)

ST8500 STEEL, CORROSION RESISTING, VS1-1-8-9, VICKERS AOM DIV, SPERRY RAND CORP (USE STB000)

ST8502 STEEL, CORROSION RESISTING, STM05-602 PH13 8MO, LOCKHEED GEORGIA CO (USE ST0187)

ST8503 STEEL, AMS 5392 (USE FE0040)

ST8504 STEEL, AMS 5754 (INVALID)

ST8505 STEEL, QQ-S-624, COMP E52100 (USE ST0030)

ST8506 STEEL, QQ-S-624, COMP 8735 (USE ST8735)

ST8507 STEEL, QQ-S-624, COMP 8637 (USE ST8637)

ST8509 STEEL, QQ-S-629, FS4140 (USE ST4140)

ST8510 STEEL, QQ-S-629, FS8640 (USE ST8640)

ST8511 STEEL, QQ-S-629, FS8740 (USE ST8740)

ST8512 STEEL, QQ-S-630, COMP C1010 (USE ST1010)

ST8513 STEEL, QQ-S-633, COMP B1111 (USE ST1211)

ST8514 STEEL, QQ-S-633, COMP B1213 (INVALID)

ST8515 STEEL, QQ-S-633, COMP C1018, COND CF-CANCELED (USE ST1018)

ST8516 STEEL, QQ-S-633, COMP C1020, COND CF (USE ST1020)

ST8517 STEEL, QQ-S-633, COMP C1022 (USE ST1022)

ST8518 STEEL, QQ-S-766, CLASS 302, TEMP 1/4 HARD (USE ST0302)

ST8519 STEEL, QQ-S-766, CLASS 305, COND A (USE ST0305)

ST8520 STEEL, QQ-W-423, FORM 1, COMP 430, COND A (USE ST0430)

ST8521 STEEL, QQ-S-633, COMP C1095, COND ACF- (USE ST1095)

ST8522 STEEL, QQ-S-633, COMP C1113 (USE ST1213)
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ST8523 STEEL, QQ-S-633, COMP C1020, COND CF (USE ST1020)

ST8525 STEEL, QQ-S-633, COMP C1141-CANCELED (USE ST1141)

ST8526 STEEL, QQ-S-633, COMP C1021-CANCELED (USE ST1021)

ST8527 STEEL, QQ-S-633, COMP C1030-CANCELED (USE ST1030)

ST8528 STEEL, QQ-S-633, COMP C1115 (USE ST1115)

ST8529 STEEL, QQ-S-633, COMP C1016-CANCELED (USE ST1016)

ST8531 STEEL, QQ-S-633, COMP C1109 (USE ST1109)

ST8532 STEEL, QQ-S-633, COMP B1112, COND CD (USE ST1212)

ST8533 STEEL, QQ-S-633, COMP C1050 (USE ST1050)

ST8534 STEEL, QQ-S-634, COMP C1018 (USE ST1018)

ST8535 STEEL, QQ-S-634, COMP C1020 (USE ST1020)

ST8536 STEEL, QQ-S-634, COMP C1025 (USE ST1025)

ST8541 STEEL, QQ-S-671, COMP 1010 (USE ST1010)

ST8542 STEEL, MIL-T-20157, TYPE A (USE ST1008$ST1010$ST1012$ST1015$ST1016$ST1017$ST1018$ST1020$ST1021$ST1023)

ST8543 STEEL, QQ-S-671, COMP 1020 (USE ST1020)

ST8544 STEEL, QQ-S-671, COMP X1112 (USE ST1212)

ST8545 STEEL, QQ-S-671, COMP X1315 (USE STA000)

ST8546 STEEL, QQ-S-700, COMP 1050 (USE ST1050)

ST8547 STEEL, QQ-T-830, COMP 1035 (USE ST1035)

ST8548 STEEL, QQ-T-830, COMP 1045 (USE ST1045)

ST8549 STEEL, QQ-T-830, COMP 1137 (USE ST1137)

ST8550 STEEL, QQ-W-409, GROUP 3 (USE ST1524$ST1025$ST1527$ST1030$ST1033$ST1034$ST1035$ST1038$ST1040$ST1541)

ST8551 STEEL, S.112, BRITISH STANDARDS INSTITUTIONS (USE STA000)

ST8553 STEEL, S.113, BRITISH STANDARDS INSTITUTIONS (USE STA000)

ST8555 STEEL, SAE 1213 (USE ST1213)

ST8556 STEEL, SAE J995, GRADE 5 (USE STA000)

ST8558 STEEL, SAE J429, GRADE 2 (INVALID)

ST8559 STEEL, SAE J429, GRADE 5 (INVALID)

ST8560 STEEL, SAE J995, GRADE 2 (USE STA000)

ST8561 STEEL, SAE 1013 (USE ST1013)

ST8562 STEEL, SAE 30303F (USE ST0077)

ST8564 STEEL, AISI C1108 (USE ST1108)

ST8565 STEEL, AISI C1025 (USE ST1025)

ST8566 STEEL, AISI C1030 (USE ST1030)

ST8568 STEEL, AISI C1040 (USE ST1040)

ST8569 STEEL, AISI C1042 (USE ST1042)

ST8570 STEEL, AISI C1045 (USE ST1045)

ST8571 STEEL, AISI C1061 (USE ST1561)

ST8572 STEEL, AISI C1065 (USE ST1065)

ST8573 STEEL, AISI C1110 (USE ST1110)

ST8574 STEEL, AISI C1120 (USE ST1120)

ST8575 STEEL, AISI C1137 (USE ST1137)

ST8576 STEEL, SAE 12L14 (USE ST0063)

ST8577 STEEL, AMS 5020 (USE ST0189)

ST8578 STEEL, AMS 6325 (USE ST8740)

ST8579 STEEL, TYPE 416, 81511-2, HONEYWELL INC, AEROSPACE MINNEAPOLIS (USE STB000)

ST8580 STEEL, 17-10P, ARMCO STEEL CORP (USE STA000)

ST8581 STEEL, A286, CARPENTER STEEL CO (USE FE0019)

ST8582 STEEL, 17-7PH, ARMCO STEEL CORP (USE ST0631)

ST8583 STEEL, 2010521-286, RCA CORP (USE STA000)

ST8585 STEEL, 9-666, BENDIX CORP, THE ELECTRICAL COMPONENTS DIV (USE STA000)

ST8586 STEEL, EMS 64050, DETROIT DIESEL ALLISON DIV OF GENERAL MOTORS CORP (USE STA000)

ST8587 STEEL, A-0 CODE 0-201C, INTERNATIONAL HARVESTER CO (USE STA000)
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ST8588 STEEL, ASTM A108-58, GRADE B1112 (USE ST1212)

ST8589 STEEL, ASTM A307-50T (USE STA000)

ST8590A STEEL, ASTM A107-42 (USE ST1020$ST1109$ST1110$ST1117$ST1118$ST1137$ST1141$ST1151$ST0179$ST0063$ST1211$

ST8590B ST1212$ST1213$ST1015$ST1016$ST1022$ST1025$ST1030)

ST8591 STEEL, ASTM A193-55T, GRADE B14 (INVALID)

ST8592 STEEL, ASTM A193-55T, GRADE B7 (USE ST4140$ST4142$ST4145)

ST8594 STEEL, ASTM A194-66, GRADE 2H (USE ST0651)

ST8596 STEEL, QQ-S-634, COMP C1020, COND CF, FORM ROUND (USE ST1020)

ST8597 STEEL, QQ-S-626, COMP 8640 (USE ST8640)

ST8598 STEEL, QQ-S-626, COMP 8740 (USE ST8740)

ST8599 STEEL, QQ-S-630, COMP 1017 (USE ST1017)

ST8600 STEEL, QQ-S-630, COMP 1023 (USE ST1023)

ST8601 STEEL, QQ-S-633, COMP C1065-CANCELED /D/ (USE ST1065)

ST8602 STEEL, QQ-S-633, COMP C1070, COND QT-CANCELED /D/ (USE ST1070)

ST8603 STEEL, QQ-S-633, COMP C1095-CANCELED (USE ST1095)

ST8604 STEEL, QQ-S-633, COMP C1019 (USE ST1019)

ST8605 STEEL, MIL-T-6735 (USE ST4135)

ST8606 STEEL, QQ-S-633, COMP C1070-CANCELED /D/ (USE ST1070)

ST8607 STEEL, MIL-T-6737 (USE ST0347)

ST8608 STEEL, QQ-S-633, COMP C1080-CANCELED /D/ (USE ST1080)

ST8609 STEEL, MIL-T-8606, TYPE 2 (USE ST0080$ST0321$ST0347)

ST8610 STEEL, QQ-S-633, COMP C1075-CANCELED /D/ (INVALID)

ST8611 STEEL, QQ-S-634, COMP 1018, COND NORMALIZED-CANCELED /D/ (USE ST1018)

ST8612A STEEL, QQ-S-634, COND CD-CANCELED /D/ (USE ST1010$ST1015$ST1016$ST1018$ST1019$ST1020$ST1022$ST1025$

ST8612B ST1026$ST1035$ST1040$ST1042$ST1045$ST1046$ST1548$ST1049$ST1050)

ST8613 STEEL, QQ-S-633, COMP C1090-CANCELED /D/ (USE ST1090)

ST8614A STEEL, QQ-S-634, COND CR-CANCELED /D/ (USE ST1010$ST1015$ST1016$ST1018$ST1019$ST1020$ST1022$ST1025$

ST8614B ST1026$ST1035$ST1040$ST1042$ST1045$ST1046$ST1548$ST1049$ST1050)

ST8615A STEEL, QQ-T-830, COND CDSR-CANCELED /D/ (USE ST0049$ST0050$ST0046$ST0047$ST0048$ST1022$ST1025$ST1026$

ST8615B ST1030$ST1040$ST1045$ST1050$ST1118$ST1137$ST1035)

ST8616 STEEL, QQ-S-635, COMP FS1020 (USE ST1020)

ST8617 STEEL, QQ-S-635, COMP FS1120 /D/ (INVALID)

ST8618 STEEL, QQ-T-830, COMP MTX1020-CANCELED /D/ (USE ST0050)

ST8619 STEEL, QQ-S-635, COMP 4130 /D/ (INVALID)

ST8620 STEEL, QQ-T-830, COMP MT1010 (USE ST0046)

ST8621 STEEL, QQ-T-830, COMP MT1015-CANCELED /D/ (USE ST0047)

ST8622 STEEL, QQ-T-830, COMP MT1020 (USE ST0048)

ST8623 STEEL, QQ-S-637, COMP 1117, COND CD (USE ST1117)

ST8624 STEEL, QQ-T-830, COMP 1025 (USE ST1025)

ST8625 STEEL, QQ-S-00640, COMP FS1009-CANCELED (USE ST1009)

ST8626 STEEL, QQ-S-00640, COMP FS1020-CANCELED (USE ST1020)

ST8627 STEEL, QQ-S-00640, COMP FS0-CANCELED (INVALID)

ST8628 STEEL, QQ-S-00640, COMP FS1015-CANCELED /D/ (USE ST1015)

ST8629 STEEL, QQ-S-00640, COMP FS1022-CANCELED /D/ (USE ST1022)

ST8630 STEEL, QQ-S-00640, COMP FS1035-CANCELED /D/ (USE ST1035)

ST8631 STEEL, QQ-S-00640, COMP FS1045-CANCELED /D/ (USE ST1045)

ST8632 STEEL, QQ-S-00640, COMP FS1065-CANCELED /D/ (USE ST1065)

ST8633 STEEL, MIL-S-869, CLASS A (USE ST0547)

ST8634 STEEL, S-320, CLASS G, FAIRCHILD INDUSTRIES INC, REPUBLIC DIV (USE STA000)

ST8635 STEEL, QQ-S-00640, COMP FS1095-CANCELED /D/ (USE ST1095)

ST8636 STEEL, 1E320, CATERPILLAR TRACTOR CO (USE ST1018$ST1019)

ST8637 STEEL, 1E353, CATERPILLAR TRACTOR CO (USE ST1117$ST1118)

ST8638 STEEL, 1E381, CATERPILLAR TRACTOR CO (USE STA000$$SN0007)
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ST8639 STEEL, 134464, WRIGHT AERONAUTICAL DIV OF CURTISS-WRIGHT CORP (USE STA000)

ST8640 STEEL, 170023, WRIGHT AERONAUTICAL DIV OF CURTISS-WRIGHT CORP (USE STA000)

ST8641 STEEL, 31049, GRADE 117, TELETYPE CORP (USE STA000)

ST8643A STEEL, QQ-S-00640, TEMPER 1-CANCELED /D/ (USE ST1009$ST1015$ST1020$ST1022$ST1025$ST1030$ST1035$ST1045$

ST8643B ST1050$ST1055$ST1060$ST1065$ST1075$ST1095)

ST8644A STEEL, QQ-S-640, TEMPER 2-CANCELED (USE ST1009$ST1015$ST1020$ST1022$ST1025$ST1030$ST1035$ST1045$

ST8644B ST1050$ST1055$ST1060$ST1065$ST1075$ST1095)

ST8645A STEEL, QQ-S-640, TEMPER 5 (USE ST1009$ST1015$ST1020$ST1022$ST1025$ST1030$ST1035$ST1045$ST1050$ST1055$

ST8645B ST1060$ST1065$ST1075$ST1095)

ST8646 STEEL, QQ-S-00640, COMP FS1015, COND 3-CANCELED /D/ (USE ST1015)

ST8647 STEEL, 90382, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE STA000)

ST8648 STEEL, QQ-S-00640, COMP FS1009, COND ACR-CANCELED /D/ (USE ST1009)

ST8649 STEEL, QQ-S-00640, COMP FS1009, COND 3-CANCELED /D/ (USE ST1009)

ST8650 STEEL, QQ-S-00640, COMP FS1025-CANCELED /D/ (USE ST1025)

ST8651 STEEL, QQ-S-00640, COMP FS1055-CANCELED /D/ (USE ST1055)

ST8652 STEEL, QQ-S-00640, COMP FS1060-CANCELED /D/ (USE ST1060)

ST8653A STEEL, QQ-S-00643-CANCELED /D/ (USE ST0049$ST0050$ST0046$ST0047$ST0048$ST1022$ST1025$ST1026$ST1030$

ST8653B ST1035$ST1040$ST1045$ST1050$ST1115$ST1118$ST1137)

ST8654 STEEL, QQ-S-00643, COMP FS1000-CANCELED /D/ (INVALID)

ST8655 STEEL, S.102, FAIRBANKS MORSE INC (USE STA000)

ST8656 STEEL, S.96, MARTIN BAKER AIRCRAFT CO LTD (USE STA000)

ST8657 STEEL, S.970, BRITISH STANDARDS INSTITUTION (USE STA000)

ST8658 STEEL, WD1020, ARMY TANK-AUTOMOTIVE CENTER (USE ST1020)

ST8660 STEEL, 06-981, INTERNATIONAL BUSINESS MACHINES INC (USE STA000)

ST8661 STEEL, 09-323-470, BELL AND HOWELL CO (USE STA000)

ST8662 STEEL, 10027, EARTH MOVING EQUIPMENT DIV, GENERAL MOTORS CORP (USE STA000)

ST8663 STEEL, 286, GENERAL MOTORS CORP (USE STA000)

ST8664 STEEL, 286M, GENERAL MOTORS CORP (USE STA000)

ST8665 STEEL, 405, NORTH AMERICAN ROCKWELL CORP, TRANSMISSION AND AXLE DIV (USE STA000)

ST8666 STEEL, 410, NORTH AMERICAN ROCKWELL CORP, TRANSMISSION AND AXLE DIV (USE STA000)

ST8667 STEEL, 970 EN58, BRITISH STANDARDS INSTITUTION (USE STA000)

ST8668 STEEL, EN20BS100, LUCAS GAS TURBINE EQUIPMENT LTD, TECHNICAL SERVICES (USE STA000)

ST8669 STEEL, VS1-1-7-8, SPERRY RAND CORP, VICKERS AOM DIV (USE STA000)

ST8670 STEEL, 278-M, GRADE 2, BENDIX-WESTINGHOUSE AUTOMOTIVE AIR BRAKE CO (USE STA000)

ST8672 STEEL, QQ-S-634, COMP 1213 (INVALID)

ST8676 STEEL, AMS 5369 (USE FE0015)

ST8677 STEEL, FED STD 66, SAE 51416 (USE ST0416)

ST8678 STEEL, EMS 72750, DETROIT DIESEL ALLISON, DIV OF GENERAL MOTORS CORP (USE STA000)

ST8679 STEEL, E357, CATERPILLAR TRACTOR CO (USE STA000)

ST8680 STEEL, GACO E75, HAMWORTHY ENGINEERING LTD (USE STA000)

ST8681 STEEL, 1E166, CATERPILLAR TRACTOR CO (USE ST1008)

ST8683 STEEL, 1E359, CATERPILLAR TRACTOR CO (USE ST1037)

ST8684 STEEL, MS1013, AO SMITH CORP (USE STA000)

ST8685 STEEL, MS160, TYPE 2, BEECH AIRCRAFT CORP (USE STA000)

ST8686 STEEL, B8A3, GENERAL ELECTRIC CO, AIRCRAFT ENGINE GROUP (USE STA000)

ST8687 STEEL, E1070-5, BENDIX CORP, NAVIGATION AND CONTROL DIV (USE STA000)

ST8688 STEEL, B5OR420, GENERAL ELECTRIC CO (USE STA000)

ST8689 STEEL, EMS61100, GENERAL MOTORS CORP (USE STA000)

ST8690 STEEL, EMS630, COMP 1144, AIRESEARCH MFG CO (USE ST1144)

ST8691 STEEL, RI-187, CLASS D, MCDONNELL DOUGLAS CORP. MCDONNELL AIRCRAFT DIV (USE STA000)

ST8692 STEEL, PS-4, RCA CORP, RECEIVING TUBE DIV (USE STA000)

ST8693 STEEL, 120B-61-00-02, LITTON SYSTEMS INC, LITCOM DIV (USE STA000)

ST8694 STEEL, MS516, ELECTRO MOTIVE DIV OF GENERAL MOTORS CORP (USE STA000)
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ST8695 STEEL, M4205, WORTHINGTON CORP, CONSTRUCTION EQUIPMENT DIV (USE STA000)

ST8696 STEEL, M867, CHRYSLER CORP (USE STA000)

ST8697 STEEL, 47S27, TYPE B, COMP 5 (USE ST9260)

ST8698 STEEL, T-4301, JOY MFG CO (USE STA000)

ST8699 STEEL, 1024, TYPE 430, TELETYPE CORP (USE STA000)

ST8700 STEEL, 47S11, CLASS C (USE STA000)

ST8701 STEEL, PSA10705DJ, BRUMMEL HOOK COM (USE STA000)

ST8702 STEEL, PWA 801, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE STA000)

ST8703 STEEL, AISI C1050 (USE ST1050)

ST8704 STEEL, SAE 8735 (USE ST8735)

ST8705 STEEL, MIL-S-17919 NUMBER 1 (USE ST1074$ST1095)

ST8706 STEEL, MIL-S-17919, NUMBER 2 (USE ST1095)

ST8707 STEEL, MIL-S-17919, NUMBER 6 (USE ST9260)

ST8708 STEEL, MIL-S-11713 (USE ST1070)

ST8709 STEEL, MIL-S-18733 (USE ST4135)

ST8710 STEEL, MIL-S-20145, GRADE S-CANCELED (USE STA000)

ST8711 STEEL, MIL-S-20166, TYPE A (USE ST1022$ST8620$STA000)

ST8712 STEEL, MIL-S-20166, TYPE A, GRADE C (USE ST1022$ST8620$STA000)

ST8713 STEEL, MIL-S-6049, COND C2 (USE ST8740)

ST8714 STEEL, MIL-S-6050, COND E (USE ST8630)

ST8715 STEEL, MIL-S-6735 (INVALID)

ST8716 STEEL, MIL-S-6758, COND E5 (USE ST4130)

ST8718 STEEL, MIL-S-7097, COMP 1020, COND B (USE ST1020)

ST8719 STEEL, MIL-S-7097, COND A (USE ST1018$ST1020$ST1025)

ST8720 STEEL, MIL-S-7097, COMP 1025 (USE ST1025)

ST8721 STEEL, MIL-S-7420, COND C4 (USE ST0030)

ST8722 STEEL, MIL-S-7420, COND D4 (USE ST0030)

ST8723 STEEL, MIL-S-7720, COMP FMSE, COND A (USE ST0079)

ST8724 STEEL, MIL-S-7720, COND A (USE ST0302$ST0316$ST0303$ST0079)

ST8725 STEEL, MIL-S-7947, COND H (USE ST1095)

ST8726 STEEL, MIL-S-7947, COND A (USE ST1095)

ST8727 STEEL, MIL-S-7947, COND 3 (USE ST1095)

ST8728 STEEL, MIL-S-8143, COND A (USE ST1070)

ST8729 STEEL, MIL-S-8503, COND C (USE ST6150)

ST8730 STEEL, MIL-S-853, CLASS 3, TYPE C (USE ST0410)

ST8731 STEEL, MIL-S-853, CLASS 3, TYPE F (USE ST0410)

ST8732 STEEL, MIL-S-8559, COND A (USE ST1095)

ST8733 STEEL, MIL-S-8695, COND F (USE ST4037)

ST8734 STEEL, MIL-T-18291, CLASS W1-12 /D/ (USE ST0299)

ST8735A STEEL, MIL-T-16343 (USE ST1008$ST1010$ST1012$ST1015$ST1016$ST1017$ST1018$ST1020$ST1021$ST1023$

ST8735B ST1025$ST1026)

ST8736 STEEL, MIL-T-5066 (USE ST1025)

ST8737 STEEL, MIL-T-5695 (USE ST0304)

ST8738 STEEL, MIL-T-6732, TYPE 1, COND HT-125 (USE ST8630)

ST8739 STEEL, MIL-T-6736, TYPE 1, COND N, GRADE S (USE ST4130)

ST8740 STEEL, MIL-T-6736, COND HT-125 (USE ST4130)

ST8741 STEEL, MIL-T-6758, COND F4 (INVALID)

ST8742 STEEL, MIL-W-1085 (USE STA000$FEA000)

ST8743 STEEL, MIL-W-52263, CLASS 303, COND A (USE ST0303)

ST8744 STEEL, MIL-S-16113, GRADE M (USE ST0542$ST0543)

ST8745 STEEL, QQ-S-00692, CLASS B-CANCELED (USE STA000)

ST8746 STEEL, QQ-S-00692, CLASS C-CANCELED (USE STA000)

ST8747 STEEL, MIL-S-12133 (USE STA000)
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ST8748 STEEL, MIL-S-12133, GRADE A, CLASS 1 (USE STA000)

ST8749 STEEL, MIL-S-12133, GRADE B (USE STA000)

ST8750 STEEL, QQ-S-671, COMP FS1020 (USE ST1020)

ST8751 STEEL, QQ-S-671, COMP FS1050 (USE ST1050)

ST8752 STEEL, QQ-S-671, COMP FS4615 (USE ST4615)

ST8753 STEEL, QQ-S-671, COMP FSX1112 (USE ST1212)

ST8754 STEEL, QQ-S-692, CLASS C-CANCELED (USE STA000)

ST8755 STEEL, QQ-S-692, CLASS B, FINISH B-CANCELED (USE STA000)

ST8756 STEEL, QQ-S-692, CLASS D-CANCELED (USE STA000)

ST8757 STEEL, QQ-S-693, CLASS A, FINISH P-CANCELED (USE STA000)

ST8758 STEEL, QQ-S-693, CLASS B-CANCELED (USE STA000)

ST8759 STEEL, QQ-S-698, COND CRCQ (USE STA000$ST1008$ST1009$ST1015$ST1018$ST1020)

ST8760 STEEL, QQ-S-698, COND CR, TEMPER 2, FINISH 2 (USE STA000$ST1008$ST1009$ST1015$ST1018$ST1020)

ST8761 STEEL, QQ-S-698, COND CR, TEMPER 2 (USE STA000$ST1008$ST1009$ST1015$ST1018$ST1020)

ST8762 STEEL, QQ-S-698, TEMPER 2 (USE STA000$ST1008$ST1009$ST1015$ST1018$ST1020)

ST8763 STEEL, QQ-S-698, COMP 1009, TEMPER 5 (USE ST1009)

ST8764 STEEL, QQ-S-698, COMP 1009, TEMPER 4 (USE ST1009)

ST8765 STEEL, QQ-S-698, COMP 1020, COND CR, TEMPER 2, FINISH 2 (USE ST1020)

ST8766 STEEL, QQ-S-698, COMP 1020, COND AR (USE ST1020)

ST8767 STEEL, QQ-S-698, COMP 1020, COND CRCQ, FINISH 1 (USE ST1020)

ST8768 STEEL, QQ-S-698, COND CR (USE STA000$ST1008$ST1009$ST1015$ST1018$ST1020)

ST8769 STEEL, QQ-S-698, TEMPER 3 (USE STA000$ST1008$ST1009$ST1015$ST1018$ST1020)

ST8770 STEEL, QQ-S-698, COND CR, TEMPER 4 (USE STA000$ST1008$ST1009$ST1015$ST1018$ST1020)

ST8771 STEEL, QQ-S-698, COND HRCQ (USE STA000$ST1008$ST1009$ST1015$ST1018$ST1020)

ST8772 STEEL, QQ-S-698, COND CR, TEMPER 5 (USE STA000$ST1008$ST1009$ST1015$ST1018$ST1020)

ST8773 STEEL, QQ-S-698, TEMPER 4 (USE STA000$ST1008$ST1009$ST1015$ST1018$ST1020)

ST8774 STEEL, QQ-S-700, COMP 1095 (USE ST1095)

ST8775 STEEL, QQ-S-700, COMP 1025 (USE ST1025)

ST8776 STEEL, QQ-S-700, COMP 1030 (USE ST1030)

ST8777 STEEL, QQ-S-700, COMP 1035 (USE ST1035)

ST8778 STEEL, QQ-S-741, GRADE B (INVALID)

ST8779 STEEL, QQ-S-741, GRADE C (INVALID)

ST8780 STEEL, QQ-S-741, GRADE A (INVALID)

ST8781 STEEL, QQ-S-741, TYPE 1, CLASS 1 (INVALID)

ST8782 STEEL, QQ-S-763, CLASS 1, TYPE C (USE ST0302)

ST8783 STEEL, QQ-S-763, CLASS 3, TYPE E (USE ST0410)

ST8784 STEEL, QQ-S-763, CLASS 5, TYPE A (USE ST0420)

ST8785 STEEL, QQ-S-763, CLASS 5, TYPE F (USE ST0420)

ST8786 STEEL, QQ-S-777, TYPE ANNEALED DEAD SOFT, COMP 1065 (USE ST1065)

ST8788 STEEL, SAE 6140 (USE ST6140)

ST8789 STEEL, SAE 950 (INVALID)

ST8790 STEEL, WW-P-404, TYPE 1, CLASS C (USE STA000)

ST8791 STEEL, AMS 4120 (INVALID)

ST8792 STEEL, AMS 5045B (USE ST1020)

ST8793 STEEL, AMD 5535 (INVALID)

ST8794 STEEL, MIL-S-5059, COND A (USE ST0301$ST0302$ST0304$ST0316)

ST8796 STEEL, MIL-S-5059, COMP G, COND 1/2 HARD (USE ST0301$ST0302$ST0304$ST0316)

ST8797 STEEL, MIL-S-5059, COMP 301, COND B (USE ST0301)

ST8798 STEEL, MIL-S-6721, COMP TI 321 (USE ST0321)

ST8799 STEEL, MIL-S-7720, COMP 302, PHYSICAL COND A, SURFACE COND D (USE ST0302)

ST8800 STEEL, MIL-S-7720, COMP 302, PHYSICAL COND A (USE ST0302)

ST8801A STEEL, QQ-S-00640, FSO-CANCELED (USE ST1009$ST1015$ST1020$ST1022$ST1025$ST1030$ST1035$ST1045$ST1050$

ST8801B ST1055$ST1060$ST1065$ST1075$ST1095)
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ST8802A STEEL, QQ-S-00640, COND HOT ROLLED (USE ST1009$ST1015$ST1020$ST1022$ST1025$ST1030$ST1035$ST1045$

ST8802B ST1050$ST1055$ST1060$ST1065$ST1075$ST1095)

ST8803 STEEL, QQ-S-00640, COLD ROLLED, COMP FS1020 (USE ST1020)

ST8804 STEEL, QQ-S-00766, CLASS 302 (USE ST0302)

ST8805 STEEL, QQ-S-633, COMP C1018, COND CD. (USE ST1018)

ST8806 STEEL, QQ-S-636, COND 1-CANCELED (USE ST1017)

ST8807 STEEL, COLD ROLLED, QQ-S-636, COND 4, DULL FINISH (USE ST1017)

ST8808 STEEL, QQ-S-636, COND 1, BRIGHT FINISH-CANCELED (USE ST1017)

ST8809 STEEL, HOT ROLLED, QQ-S-636 (USE ST1017)

ST8810 STEEL, QQ-S-698, TEMPER 1, FINISH 2 (USE STA000$ST1008$ST1009$ST1015$ST1018$ST1020)

ST8811 STEEL, QQ-S-763, CLASS 10, TYPE A (USE ST0107)

ST8812 STEEL, QQ-S-766, CLASS 1, COND A, FINISH 2 (USE ST0304)

ST8813A STEEL, QQ-S-766, COND A (USE ST0201$ST0202$ST0301$ST0302$ST0304$ST0080$ST0305$ST0309$ST0310$ST0316$

ST8813B ST0082$ST0321$ST0323$ST0347$ST0348$ST0410$ST0420$ST0430$ST0446)

ST8816 STEEL, MIL-S-24093, CLASS F, TYPE 4 (USE ST1045)

ST8817 STEEL, MIL-S-5059 COMP D (USE ST0301)

ST8819 STEEL, MIL-S-5626, COND C1 (USE ST4140)

ST8820 STEEL, MIL-S-5059, COND 1/2 HARD (USE ST0301$ST0302$ST0304$ST0316)

ST8821 STEEL, MIL-S-5059, COND G (USE ST0301$ST0302$ST0304$ST0316)

ST8822 STEEL, MIL-S-6721, COMP CB348 (USE ST0348)

ST8823 STEEL, QQ-W-461, FS 1035 (USE ST1035)

ST8824 STEEL, NO. 10, CARPENTER STEEL CO (USE ST0384)

ST8825 STEEL, BACB30PC, THE BOEING CO (USE STA000)

ST8826 STEEL, WW-P-404 (USE STA000)

ST8827 STEEL, AMS 4820 (USE CUB000$ST1006$ST1008$ST1009$ST1010$ST1011$ST1012$ST1005)

ST8828 STEEL, AMS 4822 (USE CUB000$$ST1006$ST1008$ST1009$ST1010$ST1011$ST1012$ST1005)

ST8829 STEEL, AMS 4824 (USE CUB000$SNA000$$ST1005$ST1006$ST1008$ST1009$ST1010$ST1011$ST1012)

ST8830 STEEL, AMS 4825 (USE CUB000$$ST1005$ST1006$ST1008$ST1009$ST1010$ST1011$ST1012)

ST8831 STEEL, AMS 4827 (USE CU0797$$ST1006$ST1008$ST1009$ST1010$ST1011$ST1012$ST1005)

ST8832 STEEL, AISI 1113 (USE ST1213)

ST8833 STEEL, AISI 1115 (USE ST1115)

ST8834 STEEL, AISI 1120 (USE ST1120)

ST8836 STEEL, AISI 4042 (USE ST4042)

ST8843 STEEL, AISI 303, COND A (USE ST0303)

ST8847 STEEL, AISI 8742 (USE ST8742)

ST8851 STEEL, FED STD 66, AISI/SAE 1113 (USE ST1213)

ST8852 STEEL, QQ-S-764, TYPE 303S, COND B (INVALID)

ST8853 STEEL, QQ-S-764, TYPE 304 (INVALID)

ST8854 STEEL, QQ-S-764, TYPE 304, COND A (INVALID)

ST8856 STEEL, QQ-S-764, TYPE 410, COND A (INVALID)

ST8857 STEEL, QQ-S-765 (INVALID)

ST8858 STEEL, AMS 5723 (USE FE0016)

ST8859 STEEL, AMS 7471 (USE NL0083)

ST8862 STEEL, QQ-S-764, TYPE 430, COND A (INVALID)

ST8864 STEEL, AISI C1114 (INVALID)

ST8866 STEEL, MIL-T-6758, COND D4 (INVALID)

ST8867 STEEL, MIL-S-645 (USE ST1778)

ST8869 STEEL, AMS 5624 (USE STA000)

ST8870 STEEL, QQ-S-624, COMP 3135 (USE ST3135)

ST8871 STEEL, AISI B1115 (USE ST1115)

ST8872 STEEL, AISI C1021 (USE ST1021)

ST8874 STEEL, AISI C1035 (USE ST1035)

ST8875 STEEL, AISI C1038 (USE ST1038)
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ST8876 STEEL, AISI C1113 (USE ST1213)

ST8877 STEEL, AISI C12L14 (USE ST0063)

ST8878 STEEL, AISI E9310 (USE ST0031)

ST8879 STEEL, AISI TS8620 (USE ST8620)

ST8880 STEEL, AISI 303, COND B (USE ST0303)

ST8881 STEEL, AISI 3120 (USE ST3120)

ST8884 STEEL, AMS 6276 (USE ST8620)

ST8885 STEEL, AMS 6414 (USE ST4340)

ST8886 STEEL, AMS 6445 (USE ST0213)

ST8887 STEEL, AMS 6490 (USE ST0525)

ST8889 STEEL, AMS 6443 (USE ST0213)

ST8891 STEEL, CPW 52, UNITED AIRCRAFT OF CANADA LTD (USE STA000)

ST8892 STEEL, C50T34, GENERAL ELECTRIC CO (USE STA000)

ST8893 STEEL, C50T45E, GENERAL ELECTRIC CO (USE STA000)

ST8894 STEEL, EMS 53700, GENERAL MOTORS CORP (USE STA000)

ST8895 STEEL, EMS 64990, GENERAL MOTORS CORP (USE STA000)

ST8898 STEEL, QQ-S-00692, CLASS B, FINISH B-CANCELED (USE STA000)

ST8908 STEEL, EMS 64992, GENERAL MOTORS CORP (USE STA000)

ST8909 STEEL, EMS 64995, GENERAL MOTORS CORP (USE STA000)

ST8910 STEEL, EMS 65020, GENERAL MOTORS CORP (USE STA000)

ST8915 STEEL, M4001, AVCO/LYCOMING DIV, STRATFORD PLANT (USE STA000)

ST8916 STEEL, MP-16, ROLLER BEARING CO OF AMERICA (USE STA000)

ST8917 STEEL, MP-19, ROLLER BEARING CO OF AMERICA (USE STA000)

ST8918 STEEL, MP-3, ROLLER BEARING CO OF AMERICA (USE STA000)

ST8919 STEEL, MP-5, ROLLER BEARING CO OF AMERICA (USE STA000)

ST8920 STEEL, M4008, AVCO/LYCOMING DIV, STRATFORD PLANT (USE STA000)

ST8921 STEEL, M4010, AVCO/LYCOMING DIV, STRATFORD PLANT (USE STA000)

ST8922 STEEL, PWA 677, UNITED AIRCRAFT CORP (USE STA000)

ST8923 STEEL, PWA 723, UNITED AIRCRAFT CORP (USE STA000)

ST8924 STEEL, PWA 724, UNITED AIRCRAFT CORP (USE STA000)

ST8925 STEEL, PWA 725, UNITED AIRCRAFT CORP (USE STA000)

ST8926 STEEL, PWA 742, UNITED AIRCRAFT CORP (USE STA000)

ST8927 STEEL, PWA 425, UNITED AIRCRAFT CORP (USE STA000)

ST8928 STEEL, MIL-S-7420, COND E4 (USE ST0030)

ST8929A STEEL, QQ-T-580, GRADE C (USE ST0296$ST0297$ST0298$ST0299$ST0300$ST0306$

ST8929B ST0307$ST0308$ST0311)

ST8930 STEEL, 422586, LOCKHEED AIRCRAFT CORP (USE STA000)

ST8931 STEEL, AMS 5670 (USE NL0007)

ST8932 STEEL, AMS 6332 (INVALID)

ST8934 STEEL, AMS 5753 (USE NL0020)

ST8935 STEEL, AMS 7476 (USE FE0015)

ST8936 STEEL, AMS 5629 (USE ST0187)

ST8937A STEEL, ASTM A108-52T (USE ST1115$ST1008$ST1010$ST1015$ST1016$ST1018$

ST8937B ST1020$ST1022$ST1025$ST1030$ST1035$ST1040$ST1045$ST1050$ST1095$

ST8937C ST1117$ST1118$ST1137$ST1141$ST1144$ST1151$ST0063$ST1211$ST1213$

ST8937D ST1215$ST1212)

ST8938 STEEL, ASTM A307, GRADE A (USE STA000)

ST8939 STEEL, ASTM A307-55T (USE STA000)

ST8940 STEEL, ASTM A107 (USE STA000)

ST8941 STEEL, ASTM A108, GRADE 1010 (USE ST1010)

ST8942 STEEL, ASTM A108, GRADE 1008 (USE ST1008)

ST8943 STEEL, ASTM A276, TYPE 303, COND O (INVALID)

ST8944 STEEL, ASTM A276-49T, TYPE 303 (INVALID)
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ST8945 STEEL, ASTM A307-68, GRADE A (USE STA000)

ST8949 STEEL, ASTM A354 GRADE BD (USE ST0613)

ST8950 STEEL, ASTM A449-66 (USE ST0620)

ST8951 STEEL, ASTM A76-49T (USE STA000)

ST8953 STEEL, ASTM A7 (USE STA000)

ST8954A STEEL, ASTM A325-65 (USE ST0654$ST0655$ST0656$ST0657$ST0658$ST0659$

ST8954B ST0660$ST0661)

ST8955A STEEL, ASTM A193 (USE ST1057$ST0304$ST0316$ST0321$ST0347$ST0410$ST4140$

ST8955B ST4142$ST4145$ST0501)

ST8957 STEEL, ASTM A193-56T, B7 (USE ST4140$ST4142$ST4145)

ST8959 STEEL, QQ-S-624, COMP FS4140 (USE ST4140)

ST8960 STEEL, QQ-S-624, COMP FS8640 (USE ST8640)

ST8961 STEEL, QQ-S-624, COMP FS8740 (USE ST8740)

ST8962 STEEL, QQ-S-633, COMP 1117, COND ACF-CANCELED (USE ST1117)

ST8963 STEEL, FED STD 66, COMP C1010 (USE ST1010)

ST8968 STEEL, FED STD 66, COMP C1020 (USE ST1020)

ST8969 STEEL, FED STD 66, COMP C1022 (USE ST1022)

ST8985 STEEL, QQ-S-634, COMP C1010-CANCELED (USE ST1010)

ST8976 STEEL, 87-004-02, SPERRY GYROSCOPE DIV. SPERRY RAND CORP (USE STA000)

ST8987A STEEL, MIL-S-16788 (USE ST1010$ST1020$ST1030$ST1040$ST1050$ST1060$

ST8987B ST1080$ST1095)

ST8988 STEEL, AMS 5362 (USE ST0599)

ST8992 STEEL, B1113, CANADIAN MACARONI CO (USE ST1213)

ST8993 STEEL, MIL-T-8606, TYPE 1 (USE ST0080$ST0321$ST0347)

ST8994 STEEL, QQ-S-636, CLASS C (USE ST1017)

ST8995 STEEL, MIL-S-15083, GRADE A80 (USE ST0528)

ST8996A STEEL, QQ-S-766, COND A, FINISH 6 (USE ST0201$ST0202$ST0301$ST0302$

ST8996B ST0304$ST0080$ST0305$ST0309$ST0310$ST0316$ST0082$ST0321$ST0323$

ST8996C ST0347$ST0348$ST0410$ST0420$ST0430$ST0446)

ST8997 STEEL, QQ-S-634, COMP 1120 (INVALID)

ST9045 STEEL, FED STD 66, AISI B1113 (USE ST1213)

ST9046 STEEL, FED STD 66, AISI C1038 (USE ST1038)

ST9047 STEEL, FED STD 66, AISI 4037 (USE ST4037)

ST9048 STEEL, FED STD 66, COMP C1011 (USE ST1011)

ST9049 STEEL, FED STD 66, COMP C1013 (USE ST1013)

ST9050 STEEL, FED STD 66, COMP C1038 (USE ST1038)

ST9056 STEEL, FED STD 66, COMP 8625 (USE ST8625)

ST9057 STEEL, FED STD 66, COMP 8627 (USE ST8627)

ST9058 STEEL, FED STD 66, SAE 1038 (USE ST1038)

ST9059 STEEL, GM 300M, GENERAL MOTORS CORP (USE STA000)

ST9060 STEEL, GM 255M, GENERAL MOTORS CORP (USE STA000)

ST9061 STEEL, GM 260M, GENERAL MOTORS CORP (USE STA000)

ST9062 STEEL, GM 280M, GENERAL MOTORS CORP (USE STA000)

ST9063 STEEL, GM 6010, GENERAL MOTORS CORP (USE STA000)

ST9066 STEEL, H-11, STSBS001 LOCKHEED AIRCRAFT CORP (USE ST0043)

ST9069 STEEL, JH 153, BOEING CO (USE STA000)

ST9070 STEEL, K-P-2205, SCM CORP (USE STA000)

ST9074 STEEL, LE1005, AMF INC (USE STA000)

ST9075 STEEL, LS 20728, LEAR SIEGLER CO (USE STA000)

ST9076 STEEL, LS5993, LOCKHEED AIRCRAFT CORP (USE STA000)

ST9077 STEEL, M-107, STANDARD PRESSED STEEL CO (USE STA000)

ST9079 STEEL, M-166, STANDARD PRESSED STEEL CO (USE STA000)

ST9080 STEEL, MES173, BORG-WARNER CORP (USE STA000)
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ST9081 STEEL, C15F, GENERAL ELECTRIC CO (USE STA000)

ST9082 STEEL, M130, GENERAL MOTORS CORP (USE STA000)

ST9084 STEEL, S-100-1, COPELAND REFRIGERATION CORP (USE STA000)

ST9085 STEEL, 1008, GENERAL MOTORS CORP (USE STA000)

ST9086 STEEL, QQ-S-00640, COMP FS1009, T4 (USE ST1009)

ST9087 STEEL, FORGING, MIL-S-860, GRADE A (USE STA000)

ST9090 STEEL, B50T1181, GENERAL ELECTRIC CO (USE STA000)

ST9091 STEEL, B50T12A, GENERAL ELECTRIC CO (USE STA000)

ST9092 STEEL, B7A13B, GENERAL ELECTRIC CO (USE STA000)

ST9093 STEEL, B7A39N, GENERAL ELECTRIC CO (USE STA000)

ST9096 STEEL, C50T35A, GENERAL ELECTRIC CO (USE STA000)

ST9097 STEEL, DMS 1893, MC DONNELL DOUGLAS CORP (USE STA000)

ST9098 STEEL, E30509, THE BENDIX CORP (USE STA000)

ST9099 STEEL, 351410-1, THE BENDIX CORP (USE STA000)

ST9101 STEEL, EK135 EASTMAN KODAK CO (USE STA000)

ST9102 STEEL, EK155, EASTMAN KODAK CO (USE STA000)

ST9104 STEEL, EMS 85000, GENERAL MOTORS CORP (USE STA000)

ST9105 STEEL, EMS 85030, GENERAL MOTORS CORP (USE STA000)

ST9106 STEEL, EMS537, AIRESEARCH MFG CO (USE STA000)

ST9107 STEEL, EMS 73169, GENERAL MOTORS CORP (USE STA000)

ST9108 STEEL, EMS85010, GENERAL MOTORS CORP (USE STA000)

ST9109 STEEL, EMS85045, GENERAL MOTORS CORP (USE STA000)

ST9112 STEEL, ES1410, THE BENDIX CORP (USE STA000)

ST9113 STEEL, LB0160-133, NORTH AMERICAN ROCKWELL CORP (USE STA000)

ST9114 STEEL, LS20782, LEAR SIEGLER INC (USE STA000)

ST9118 STEEL, 14-6-631-315, BELL AND HOWELL CO (USE STA000)

ST9119 STEEL, ES069, THE BENDIX CORP (USE STA000)

ST9120 STEEL, ES071, THE BENDIX CORP (USE STA000)

ST9126 STEEL, B50R313E, GENERAL ELECTRIC CO (USE STA000)

ST9135 STEEL, 6478-1, WESTINGHOUSE ELECTRIC CORP (USE STA000)

ST9137 STEEL, FED STD 66, TYPE 303 /D/ (USE ST0303)

ST9139 STEEL, GS-17100-HT-25, COOPER INDUSTRIES INC (USE STA000)

ST9140 STEEL, B7A13C, GENERAL ELECTRIC CO (USE STA000)

ST9142 STEEL, E-30509-1 THE BENDIX CORP (USE STA000)

ST9143 STEEL, P5 521, RCA CORP (USE STA000)

ST9144 STEEL, MIL-S-7720, COMP 303S, PHYSICAL COND A, SURFACE COND C (USE ST0079)

ST9146 STEEL, MIL-S-8142 (USE STB000)

ST9147 STEEL, MIL-S-853, CLASS 10 (USE STB000)

ST9149 STEEL, NAS 1597, COND F, NATIONAL AEROSPACE STANDARD (USE STA000)

ST9150 STEEL, 46S18, GRADE 3A, NAVY (USE ST0410)

ST9151 STEEL, NA2-7021, NORTH AMERICA ROCKWELL CORP (USE STA000)

ST9152 STEEL, PDS10706FA, WESTINGHOUSE ELECTRIC CORP GENERAL HQ (USE STA000)

ST9154 STEEL, AN-QQ-S-770 (USE STB000)

ST9155 STEEL, QQ-S-624, FS4140 (USE ST4140)

ST9156 STEEL, PS-473, RCA CORP (USE STA000)

ST9159 STEEL, QQ-S-671, TYPE X1314 (INVALID)

ST9160 STEEL, QQ-S-763, CLASS 2 (USE ST0302)

ST9161 STEEL, QQ-S-763, CLASS 403, COND A (USE ST0403)

ST9165 STEEL, AMS 5556 (USE ST0347)

ST9166 STEEL, AMS 5571 (USE ST0347)

ST9167 STEEL, AMS 7325 (USE ST0301)

ST9169 STEEL, QQ-S-763, CLASS 305, COND B (USE ST0305)

ST9170 STEEL, QQ-S-766, CLASS 321, COND A (USE ST0321)
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ST9172 STEEL, FF-B-575 (INVALID)

ST9173 STEEL, FF-B-584 (INVALID)

ST9174 STEEL, FF-B-589 (INVALID)

ST9176 STEEL, AC-57-107-17, MCDONNELL DOUGLAS CORP (USE STA000)

ST9179 STEEL, RI-187, CLASS M, THE BENDIX CORP (USE STA000)

ST9186 STEEL, 255-M, GENERAL MOTORS CORP (USE STA000)

ST9187 STEEL, 280-M, GENERAL MOTORS CORP (USE STA000)

ST9193 STEEL, NO. 212, INTERNATIONAL HARVESTER CO (USE STA000)

ST9197 STEEL, 2718, SANGAMO ELECTRIC CO (USE STA000)

ST9204 STEEL, EMS 85000, GENERAL MOTORS CORP (USE STA000)

ST9205 STEEL, PWA 998, UNITED AIRCRAFT CORP (USE STA000)

ST9206 STEEL, 187, UNITED AIRCRAFT CORP (USE STA000)

ST9207 STEEL, 824, UNITED AIRCRAFT CORP (USE STA000)

ST9208 STEEL, 9-694, THE BENDIX CORP (USE STA000)

ST9219 STEEL, 2330, WESTINGHOUSE ELECTRIC CORP (USE STA000)

ST9220 STEEL, B6A3A4, GENERAL ELECTRIC CO (USE STA000)

ST9221 STEEL, MD3135 ACD, INTERNATIONAL HARVESTER CO (USE STA000)

ST9222 STEEL, MD3140 CD, INTERNATIONAL HARVESTER CO (USE STA000)

ST9223 STEEL, 43811, GENERAL DYNAMICS CORP (USE STA000)

ST9224 STEEL, M-260, DELCO-REMY (USE STA000)

ST9225 STEEL, MIL-W-5424 (USE STA000)

ST9227A STEEL, QQ-S-640, COLD ROLLED T2 (USE ST1009$ST1015$ST1020$ST1022$ST1025$ST1030$ST1035$ST1045$ST1050$

ST9227B ST1055$ST1060$ST1065$ST1075$ST1095)

ST9228 STEEL, QQ-S-777, COMP 1020 (USE ST1045$ST1050$ST1055$ST1065$ST1075$ST1085$ST1095)

ST9229 STEEL, MIL-S-5059, COMP 301, FULL HARD (USE ST0301)

ST9249 STEEL, BS S98 CONDITION B (USE STA000)

ST9383 STEEL, BS 970 EN100 CONDITION R /N/ (USE STA000)

ST9414 STEEL, BS970, PART 2 GRADE 708M40, CONDITION T (USE STA000)

ST9452 STEEL, MIL-S-5059, 1/2 HARD (USE ST0301$ST0302$ST0304$ST0316)

ST9454 STEEL, AMS 5500 (USE STB000)

ST9455 STEEL, ASTM A283-67 (USE STA000)

ST9456 STEEL, ASTM A306-64 (USE STA000)

ST9457 STEEL, ASTM A366 (USE ST1009)

ST9461 STEEL, MIL-S-13281, CLASS B, GRADE 1 (USE STA000)

ST9462 STEEL, MIL-S-13326, CLASS 90 (USE STA000)

ST9463 STEEL, MIL-S-5059, COND D1, 1/2 HARD (USE ST0301$ST0302$ST0304$ST0316)

ST9464A STEEL, MIL-S-854, COND B (USE ST0302$ST0304$ST0310$ST0316$ST0321$ST0347$

ST9464B ST0410$ST0430)

ST9465 STEEL, QQ-S-633, COMP C1020, COND HR-CANCELED (USE ST1020)

ST9466 STEEL, QQ-S-698, CLASS 304 (INVALID)

ST9467 STEEL, QQ-S-698, COND 2 (USE ST1009$ST1015$ST1018$ST1020$ST1008)

ST9468 STEEL, QQ-S-698, COLD ROLLED T2 (USE ST1009$ST1015$ST1018$ST1020$ST1008)

ST9469 STEEL, SAE 1010 HR (USE ST1010)

ST9470 STEEL, SAE 4130 SH (USE ST4130)

ST9471 STEEL, SAE 8630 SH (USE ST8630)

ST9472 STEEL, AMS 5376 (USE FE0021)

ST9473 STEEL, AMS 5520, COND A (USE ST0632)

ST9474A STEEL, QQ-S-766, CLASS 4A (USE ST0201$ST0202$ST0301$ST0302$ST0304$ST0080$ST0305$ST0309$ST0310$

ST9474B ST0316$ST0082$ST0321$ST0323$ST0347$ST0348$ST0410$ST0420$ST0430$ST0446)

ST9475 STEEL, QQ-S-636, FS1017 (USE ST1017)

ST9476 STEEL, QQ-S-636, COMP 1015-CANCELED (USE ST1017)

ST9477 STEEL, QQ-S-640, FS1018 (INVALID)

ST9478 STEEL, QQ-S-640, FS1022-CANCELED (USE ST1022)
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ST9479 STEEL, 1E65, CATERPILLAR TRACTOR CO (USE ST1018)

ST9480 STEEL, AMS 6350, COND A (USE ST4130)

ST9481 STEEL, ASTM A7, GRADE A (USE STA000)

ST9482 STEEL, B50T13A, GENERAL ELECTRIC CO (USE STA000)

ST9483 STEEL, EMS 70270, GENERAL MOTORS CORP (USE STA000)

ST9484 STEEL, MIL-S-5059, COMP O (USE ST0301$ST0302$ST0304$ST0316)

ST9485 STEEL, QQ-S-636, F1009 CANCELED (USE ST1017)

ST9486 STEEL, QQ-S-640, FSO-CANCELED (USE STA000)

ST9487 STEEL, 61100, GENERAL MOTORS CORP (USE STA000)

ST9498 STEEL, FED STD 66, AISI 1020 (USE ST1020)

ST9505 STEEL, AMS 5053 (USE ST1010)

ST9509 STEEL, QQ-S-633, COMP C1041 (USE ST1541)

ST9511 STEEL, QQ-S-633, COMP FSB1113-CANCELED (USE ST1213)

ST9513 STEEL, QQ-S-633, COMP C1144-CANCELED (USE ST1144)

ST9516 STEEL, QQ-S-633, COMP FS1019 (USE ST1019)

ST9518 STEEL, QQ-S-633, COMP FS1025-CANCELED (USE ST1025)

ST9519 STEEL, QQ-S-633, COMP FS1036-CANCELED (USE ST1536)

ST9530 STEEL, QQ-S-633, COMP FS1038-CANCELED (USE ST1038)

ST9550 STEEL, MIL-S-23195, TYPE 304, COND C (USE ST0304)

ST9558 STEEL, MIL-S-6040 (INVALID)

ST9559 STEEL, MIL-S-6049, COND D1 (USE ST8740)

ST9560 STEEL, MIL-S-6049, COND C1 (USE ST8740)

ST9562 STEEL, MIL-S-6098, COND C (USE ST8735)

ST9566 STEEL, BS S95 (USE STA000)

ST9570 STEEL, MIL-S-7097, COND B4 (USE ST1018$ST1020$ST1025)

ST9571 STEEL, MIL-S-7108, COND A (USE ST0533)

ST9574 STEEL, MIL-S-7720, COMP G (USE ST0302)

ST9576 STEEL, MIL-S-7820 (INVALID)

ST9582 STEEL, MIL-T-18291, CLASS W1-NDR (USE ST0604)

ST9585 STEEL, QQ-S-624, COMP FS3135 (USE ST3135)

ST9586 STEEL, QQ-S-763, CLASS FS420, COND A (USE ST0420)

ST9589 STEEL, QQ-S-624, COMP 1010 (INVALID)

ST9590 STEEL, QQ-S-624, COMP 6145H (INVALID)

ST9592 STEEL, QQ-S-624, COMP 8730 (INVALID)

ST9593 STEEL, QQ-S-624, COMP 8735H (USE ST8735)

ST9594 STEEL, QQ-S-624, COMP 1320 (USE ST1320)

ST9596 STEEL, QQ-S-624, COMP 2340 (USE ST2340)

ST9603 STEEL, QQ-s-624, COMP 9440 (USE ST9440)

ST9611 STEEL, QQ-S-624, COMP 8750-CANCELED (USE ST8750)

ST9614 STEEL, QQ-S-630, COMP 1018 (INVALID)

ST9615 STEEL, 2001, SANGAMO ELECTRIC CO (USE STA000)

ST9635 STEEL, AISI C1112 (USE ST1212)

ST9639 STEEL, FED STD 66, AISI C1017 (USE ST1017)

ST9650 STEEL, QQ-S-637, COMP B1113, COND CF (USE ST1213)

ST9651 STEEL, QQ-S-637, COMP 1212, COND CD (USE ST1212)

ST9652 STEEL, QQ-S-637, COMP 1112 (USE ST1212)

ST9653 STEEL, QQ-S-637, COMP 1117, COND CF (USE ST1117)

ST9655 STEEL, QQ-S-671, FSX1314 (INVALID)

ST9656 STEEL, QQ-S-671, FS1040 (USE ST1040)

ST9657 STEEL, QQ-S-763, CLASS 410, COND ACF (USE ST0410)

ST9658 STEEL, QQ-W-405, FS9440 (INVALID)

ST9659 STEEL, QQ-W-405, COMP 8640 (USE ST8640)

ST9660 STEEL, QQ-W-405, COMP 8637 (USE ST8637)
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ST9661 STEEL, QQ-W-405, COMP FS1340 (USE ST1340)

ST9663 STEEL, QQ-W-405, COMP FS4140 (USE ST4140)

ST9664 STEEL, QQ-W-405, COMP FS8640 (USE ST8640)

ST9665 STEEL, QQ-W-405, COMP FS8740 (USE ST8740)

ST9667 STEEL, QQ-W-409, COMP 1030 (USE ST1030)

ST9668 STEEL, QQ-W-409, COMP 1035 (USE ST1035)

ST9669 STEEL, QQ-W-409, COMP C1020 (USE ST1020)

ST9670 STEEL, QQ-W-409, COMP C1025 (USE ST1025)

ST9671 STEEL, QQ-W-409, COMP C1040 (USE ST1040)

ST9672 STEEL, QQ-W-409, GRADE 3 (USE ST1524$ST1025$ST1527$ST1030$ST1033$ST1034$ST1035$ST1038$ST1040$ST1541)

ST9673 STEEL, QQ-W-409, GRADE 4 (USE ST1108$ST1109$ST1110)

ST9675 STEEL, QQ-S-633, COMP 1018, COND R-CANCELED (USE ST1018)

ST9676 STEEL, REX 448, PLESSEY INTERNATIONAL LTD (USE STA000)

ST9677 STEEL, SI, MARTIN BAKER AIRCRAFT CO LTD (USE STA000)

ST9678 STEEL, BS S114 (USE STA000)

ST9679 STEEL, BS S116 (USE STA000)

ST9680 STEEL, BS S117 (USE STA000)

ST9682 STEEL, S94, LUCAS GAS TURBINE EQUIPMENT LTD, TECHNICAL SERVICES (USE STA000)

ST9683 STEEL, SAE 1014 (INVALID)

ST9684 STEEL, SAE 2335 (INVALID)

ST9685 STEEL, SAE 3150 (USE ST3150)

ST9686 STEEL, SAE 3250 (USE ST3250)

ST9687 STEEL, SAE 4427 (USE ST4427)

ST9689 STEEL, ASTM A109-65 (USE ST1137)

ST9690 STEEL, SD3212, BUCYRUS ERIE CO (USE STA000)

ST9691 STEEL, SD3361, BUCYRUS ERIE CO (USE STA000)

ST9692 STEEL, QQ-S-671, COMP FS3135 (INVALID)

ST9693 STEEL, QQ-S-671, COMP FS1010 (USE ST1010)

ST9694 STEEL, QQ-S-763, CLASS 1, TYPE B (USE ST0302$ST0304)

ST9697 STEEL, QQ-S-763, CLASS 7, TYPE C (USE ST0079)

ST9698 STEEL, QQ-S-763, CLASS 416SE, COND T (USE ST0099)

ST9699 STEEL, QQ-S-763, CLASS 6, TYPE E (USE ST0416)

ST9700A STEEL, QQ-S-763, TYPE A (USE ST0202$ST0302$ST0303$ST0079$ST0304$ST0080$ST0305$ST0309$ST0310$ST0316$

ST9700B ST0082$ST0317$ST0321$ST0322$ST0324$ST0347$ST0403$ST0405$ST0410$ST0414$ST0416$ST0099$ST0420$

ST9700C ST0101$ST0172$ST0431$ST0105$ST0106$ST0107$ST0108$ST0285$ST0446$ST0633$ST0634$ST0430)

ST9706 STEEL, QQ-S-633, FS1035 (USE ST1035)

ST9707 STEEL, QQ-S-624, FS4130, ANNEALED-COLD FINISHED (USE ST4130)

ST9708 STEEL, QQ-S-624, FS4135 (USE ST4135)

ST9709 STEEL, QQ-S-633, FS1030 (USE ST1030)

ST9711 STEEL, QQ-S-633, FS1015-CANCELED (USE ST1015)

ST9712 STEEL, MIL-S-6098, COND C4 (USE ST8735)

ST9718 STEEL, PS-521, RCA CORP (USE STA000)

ST9719 STEEL, FMS-0136, 17-4PH, GENERAL DYNAMICS CORP (USE ST0630)

ST9720 STEEL, MS-2H-15, AMETEK/US GUAGE (USE STA000)

ST9721 STEEL, SPS-M-573, STANDARD PRESSED STEEL CO (USE STA000)

ST9727 STEEL, 10001, GENERAL MOTORS CORP (USE STA000)

ST9729A STEEL, QQ-T-570 (USE ST0397$ST0198$ST0391$ST0392$ST0393$ST0199$ST0394$ST0395$ST0396$ST0398$ST0399$

ST9729B ST0400$ST0023$ST0401$ST0402$ST0037$ST0038$ST0404$ST0406$ST0043$ST0407$ST0218$ST0408$ST0409$

ST9729C ST0411$ST0412$ST0413$ST0415$ST0417$ST0418$ST0419$ST0421$ST0422$ST0423$ST0424$ST0425$ST0426$

ST9729D ST0427$ST0428$ST0432$ST0291$ST0434$ST0292$ST0288$ST0437$ST0435$ST0351$ST0436$ST0352$ST0440$

ST9729E ST0438$ST0439)

ST9731 STEEL, SPEC 68, THE BUDD CO (USE STA000)

ST9735 STEEL, VG00-2, CARRIER-TRANSICOLD (USE STA000)
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ST9801 STEEL, 07-690, INTERNATIONAL BUSINESS MACHINE CORP (USE STA000)

ST9802 STEEL, 09-1-323-176, BELL AND HOWELL CO (USE STA000)

ST9803 STEEL, 09-1-323-446, BELL AND HOWELL CO (USE STA000)

ST9804 STEEL, 09-9-323-470, BELL AND HOWELL CO (USE STA000)

ST9808 STEEL, 1E60, CATERPILLAR TRACTOR CO (USE STA000)

ST9809 STEEL, 10-1-524-320, BELL AND HOWELL (USE STA000)

ST9812 STEEL, 10060, GENERAL MOTORS CORP (USE STA000)

ST9814 STEEL, 126W135, FMC CORP (USE STA000)

ST9816 STEEL, PWA 187, UNITED AIRCRAFT CORP (USE STA000)

ST9826 STEEL, 3M53, MCDONNELL DOUGLAS CORP (USE STA000)

ST9827 STEEL, 3M57, MCDONNELL DOUGLAS CORP (USE STA000)

ST9829 STEEL, 300M, GENERAL MOTORS CORP (USE STA000)

ST9831 STEEL, 3792-1, WESTINGHOUSE ELECTRIC CORP (USE STA000)

ST9832 STEEL, 4FM1320, FAIRBANKS MORSE INC (USE STA000)

ST9834 STEEL, 415032-1038, TEXAS INSTRUMENT INC (USE STA000)

ST9837 STEEL, 474, AEROJET-GENERAL CORP (USE STA000)

ST9839 STEEL, 5D1-1613, GOODYEAR TIRE AND RUBBER (USE STA000)

ST9842 STEEL, 5905, GRADE A, GENERAL TELEPHONE AND ELECTRONICS LABORATORIES INC (USE STA000)

ST9845 STEEL, 652-49, SUN ELECTRIC CORP (USE STA000)

ST9849 STEEL, 70020AP, WESTINGHOUSE ELECTRIC CORP (USE STA000)

ST9857 STEEL, H-11 STSBS000 LOCKHEED AIRCRAFT CORP (USE ST0043)

ST9859 STEEL, C50AM400, GRADE B16, GENERAL ELECTRIC CO (USE STA000)

ST9861 STEEL, E1315X-1 THE BENDIX CORP (USE STA000)

ST9862 STEEL, QQ-S-633, FS1041-CANCELED (USE ST1541)

ST9864 STEEL, A-31, TYPE 4, INTERNATIONAL HARVESTER CO (USE STA000)

ST9865 STEEL, AMS 6317 (USE ST4640)

ST9866 STEEL, AMS 6379 (USE ST4140)

ST9867 STEEL, AMS 5606 (USE NL0037)

ST9868 STEEL, AMS 5682 (USE NL0089)

ST9869 STEEL, AMS 5695 (USE ST0310)

ST9870 STEEL, AMS 5724 (USE FE0016)

ST9872 STEEL, MIL-S-18732, COND HT-175 (USE ST0431)

ST9873 STEEL, MIL-S-18732, COND HT-125 (USE ST0431)

ST9875 STEEL, MIL-S-7720, PHYSICAL COND A, SURFACE COND G (USE ST0302$ST0316$ST0303$ST0079)

ST9877 STEEL, MIL-S-7720, COMP FMS, COND B (USE ST0303)

ST9878 STEEL, MIL-S-7720, COMP 303SE, PHYSICAL COND A, SURFACE COND C (USE ST0079)

ST9881 STEEL, MIL-S-7720, COMP 303SE COND C (USE ST0079)

ST9884 STEEL, MIL-W-1511 (USE STA000)

ST9885 STEEL, QQ-W-423, COMP FS316 (USE ST0316)

ST9886 STEEL, MIL-S-6758, COMP 4130, COND C (USE ST4130)

ST9887 STEEL, QQ-W-423, COMP 302, COND A (USE ST0302)

ST9888 STEEL, QQ-W-423, COMP 304, COND A (USE ST0304)

ST9889A STEEL, QQ-W-423, FORM 1, COND B (USE ST0302$ST0304$ST0305$ST0310$ST0316$ST0321$ST0347$ST0410$

ST9889B ST0420$ST0430)

ST9890 STEEL, QQ-S-624, FS3115 (USE ST3115)

ST9891 STEEL, QQ-S-763, CLASS 440F, COND A (USE ST0108)

ST9892 STEEL, QQ-S-763, CLASS 3, TYPE A (USE ST0410)

ST9893 STEEL, QQ-S-763, CLASS 430F, COND A (USE ST0101)

ST9894 STEEL, MIL-C-24111 (USE ST0630)

ST9895 STEEL, MIL-C-24111, FINISH C (USE ST0630)

ST9896 STEEL, QQ-S-763, CLASS 440A, COND A (USE ST0105)

ST9897 STEEL, QQ-S-763, CLASS 440B, COND A (USE ST0106)

ST9898 STEEL, QQ-S-763, CLASS 5 (USE ST0420)
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ST9900 STEEL, QQ-S-764, TYPE 440F, COND A (USE ST0108)

ST9901 STEEL, QQ-S-768, CLASS 302 COND A (INVALID)

ST9902 STEEL, QQ-W-423, COMP 303, COND A (INVALID)

ST9903 STEEL, QQ-W-423, COMP FS 302, COND B (USE ST0302)

ST9904 STEEL, QQ-W-423, COMP 316, COND B (USE ST0316)

ST9905 STEEL, QQ-W-423, COMP 420 (USE ST0420)

ST9907 STEEL, QQ-W-423, COMP 316, COND A (USE ST0316)

ST9908 STEEL, FED STD 66, TYPE 420 (USE ST0420)

ST9909 STEEL, FED STD 66, TYPE 320 (INVALID)

ST9910 STEEL, FED STD 66, TYPE 410 (USE ST0410)

ST9912 STEEL, BPMS 25003A, COMP 440C, TYPE 1, BENDIX CORP (USE STA000)

ST9913 STEEL, BS 970 EN58 (USE STA000)

ST9914 STEEL, B7A13, GENERAL ELECTRIC CO (USE STA000)

ST9916 STEEL, E-30520-1, BENDIX CORP (USE STA000)

ST9917 STEEL, EMS 72620, GENERAL MOTORS CORP (USE STA000)

ST9921 STEEL, PDS10706BD, WESTINGHOUSE ELECTRIC CORP (USE STA000)

ST9924 STEEL, QQ-W-423, FORM 1 (USE ST0302$ST0304$ST0305$ST0310$ST0316$ST0321$ST0347$ST0410$ST0420$ST0430)

ST9926 STEEL, AMS 5661 (USE NL0038)

ST9927 STEEL, AMS 7210 (USE ST0302)

ST9928 STEEL, AMS 5798 (USE NL0070)

ST9929 STEEL, FED STD 66, AISI 301 (USE ST0301)

ST9930 STEEL, MIL-S-7720, COMP 302, COND AC (USE ST0302)

ST9931 STEEL, MIL-S-7720, COMP 302, COND B, SURFACE COND B (USE ST0302)

ST9932 STEEL, MIL-W-6713 (INVALID)

ST9933 STEEL, AMS 5543 (USE FE0020)

ST9934 STEEL, AISI A4130 (USE ST4130)

ST9935 STEEL, QQ-W-423, FORM 1, COMP 302 (USE ST0302)

ST9936 STEEL, MIL-S-6758, COND F1 (USE ST4130)

ST9937 STEEL, MIL-S-7108, COND F (USE ST0533)

ST9938 STEEL, MIL-S-7420, COND C2 (USE ST0030)

ST9939 STEEL, MIL-S-7420, COND F (USE ST0030)

ST9940 STEEL, MIL-S-7493, COMP 4620, COND A (USE ST4620)

ST9941 STEEL, MIL-S-7493, COMP 4620, COND B1 (USE ST4620)

ST9942 STEEL, MIL-S-7493, COMP 4620, COND B4 (USE ST4620)

ST9943 STEEL, MIL-S-7493, COMP 4620, COND D (USE ST4620)

ST9944 STEEL, MIL-S-764, TYPE 303 (INVALID)

ST9945 STEEL, MIL-S-8559, COND B (USE ST1095)

ST9946 STEEL, MIL-S-8559, COND C4 (USE ST1095)

ST9947 STEEL, MIL-S-8617, COND B (USE ST1035)

ST9948 STEEL, MIL-S-862, CLASS 7 (USE ST0303)

ST9950 STEEL, MIL-S-8690, COND C4 (USE ST8620)

ST9951 STEEL, MIL-S-8696 (USE ST6150)

ST9952 STEEL, MIL-T-18291, CLASS W1-09 (USE ST0297)

ST9953 STEEL, MIL-T-18291, CLASS W1-10 (USE ST0298)

ST9954 STEEL, MIL-T-18291, CLASS W1-12 (USE ST0299)

ST9955 STEEL, MIL-T-19081, CLASS 02 (USE ST0292)

ST9956 STEEL, MIL-T-8504, COMP 304 (USE ST0304)

ST9957 STEEL, MPR-1 CLASS 1025, GRADE MP, NAVAL AIR ENGINEERING CENTER (USE STA000)

ST9958 STEEL, OD8853, NAVAL ORDNANCE SYSTEMS COMMAND (USE STA000)

ST9959 STEEL, BS S1407 (USE STA000)

ST9961 STEEL, 87-004-02, SPERRY RAND CORP (USE STA000)

ST9962 STEEL, B4A2C4, GENERAL ELECTRIC CO (USE STA000)

ST9964 STEEL, B4E11B3, GENERAL ELECTRIC CO (USE STA000)
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ST9965 STEEL, B5F5B2, GENERAL ELECTRIC CO (USE STA000)

ST9966 STEEL, B50T1133A, GENERAL ELECTRIC CO (USE STA000)

ST9968 STEEL, C-11, THEW-LORAIN CO (USE STA000)

ST9969 STEEL, C-117, COLT INDUSTRIES INC (USE STA000)

ST9970 STEEL, CE-0896, THE BENDIX CORP (USE STA000)

ST9973 STEEL, CVA587, LING-TEMCO-VOUGHT INC (USE STA000)

ST9974 STEEL, 12-14, HOMESTEAD INDUSTRIES INC (USE STA000)

ST9975 STEEL, CPS 4527, CURTISS-WRIGHT CORP (USE STA000)

ST9976 STEEL, CVA1-585, COND C-1, LING-TEMCO-VOUGHT INC (USE STA000)

ST9977 STEEL, DA1-6, AMPEX CORP (USE STA000)

ST9978 STEEL, DMS1841, MCDONNELL DOUGLAS CORP (USE STA000)

ST9979 STEEL, D6AC, LOCKHEED AIRCRAFT CORP (USE STA000)

ST9980 STEEL, EMS10001, GENERAL MOTORS CORP (USE STA000)

ST9981 STEEL, EMS10002, GENERAL MOTORS CORP (USE STA000)

ST9982 STEEL, EMS10003, GENERAL MOTORS CORP (USE STA000)

ST9983 STEEL, EMS10007, GENERAL MOTORS CORP (USE STA000)

ST9984 STEEL, EMS10009, GENERAL MOTORS CORP (USE STA000)

ST9985 STEEL, EMS10031, GENERAL MOTORS CORP (USE STA000)

ST9986 STEEL, EMS10042, GENERAL MOTORS CORP (USE STA000)

ST9987 STEEL, EMS10016, GENERAL MOTORS CORP (USE STA000)

ST9988 STEEL, EMS10006, GENERAL MOTORS CORP (USE STA000)

ST9990 STEEL, EMS4287, GARRETT CORP (USE STA000)

ST9991 STEEL, FMS 1011, TYPE DGAC, GENERAL DYNAMICS CORP (USE STA000)

ST9992 STEEL, FMS 1011, GENERAL DYNAMICS CORP (USE STA000)

ST9993 STEEL, GM1012 300M, GRUMAN AEROSPACE CORP (USE STA000)

ST9994 STEEL, GRADE 10001-CD, GENERAL MOTORS CORP (USE STA000)

ST9995 STEEL, HS 2776, UNITED AIRCRAFT CORP (USE STA000)

ST9996 STEEL, H13T, THEW-LORAIN CO (USE STA000)

ST9997 STEEL, IE303, CATERPILLAR TRACTOR CO (USE STA000)

ST9998 STEEL, IE357CF, CATERPILLAR TRACTOR CO (USE STA000)

ST9999 STEEL, AISI C1039 (USE ST1039)

SU0000 SILICON BRONZE (NOT OTHERWISE SPECIFIED) (USE CUB000)

SY0000 SELENIUM (NOT OTHERWISE SPECIFIED) (USE MTH000)

SYA000 SELENIUM, SYNTHETIC RUBBER (USE MTH000$$RCB000)

TA0000 TANTALUM (USE MTF000)

TA0001 TANTALUM, AMS 7848 (USE MTF000)

TB0001 TIN-BRASS ALLOY 425, COPPER DEVELOPMENT ASSN (USE CU0235)

TD0000 TINNED DIPPED, HOT /D/ (INVALID)

TDA000 TINNED /D/ (INVALID)

TF0000 TAR (NOT OTHERWISE SPECIFIED) (USE MSH000)

TFC000 TAR-ASPHALT (USE MSD000)

TG0000 TAPE, PLASTIC /D/ (INVALID)

TGC000 TAPE /D/ (INVALID)

TGD000 TAPE, STEEL, W/LEAD/LEAD ALLOY /D/ (INVALID)

TGP000 TAPE COMPOUND FILLED /D/ (INVALID)

TGX000 TAPE STEEL (USE STA000)
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TL0000 TOOL STEEL (NOT OTHERWISE SPECIFIED) (USE STA000)

TLA000 TOOL STEEL, CARBONE (NOT OTHERWISE SPECIFIED) (USE STA000)

TL0001 TOOL STEEL, QQ-T-580 (USE ST0296$ST0297$ST0298$ST0299$ST0300$ST0306$ST0307$ST0308$ST0311)

TL0002 TOOL STEEL, QQ-T-580, GRADE A, CLASS W1-08 (USE ST0296)

TL0004 TOOL STEEL, QQ-T-580, GRADE A, CLASS W1-10 (USE ST0298)

TL0009 TOOL STEEL, QQ-T-580, GRADE B, CLASS W1-08 (USE ST0296)

TL0010 TOOL STEEL, QQ-T-580, GRADE B, CLASS W1-09 (USE ST0297)

TL0011 TOOL STEEL, QQ-T-580, GRADE B, CLASS W1-10 (USE ST0298)

TL0018 TOOL STEEL, QQ-T-580, GRADE C, CLASS W1-10 (USE ST0298)

TL0023 TOOL STEEL, QQ-T-570, CLASS A2 (USE ST0198)

TL0061 TOOL STEEL, QQ-T-570, CLASS L6 (USE ST0428)

TL0063 TOOL STEEL, QQ-T-570, CLASS 01 (USE ST0291)

TL0065 TOOL STEEL, QQ-T-570, CLASS 06 (USE ST0288)

TL0075 TOOL STEEL, QQ-T-590, CLASS T1 (USE ST1083)

TL0085 TOOL STEEL, QQ-T-590, CLASS M2 (USE ST0313)

TN0000 TUNGSTEN (NOT OTHERWISE SPECIFIED) (USE TNA000)

TNA000 TUNGSTEN CARBIDE (NOT OTHERWISE SPECIFIED) (USE TNB000)

TNB000 TUNGSTEN ALLOY (USE TNC000)

TN0011A TUNGSTEN, B21Y42A, GENERAL ELECTRIC CO. AEROSPACE INSTRUMENTS AND CONTROL SYSTEMS PRODUCTS DEPT,

TN0011B AEROSPACE INSTRUMENT PROGRAMS (USE TNA000)

TN0016 TUNGSTEN, MIL-T-21014, CLASS 4, TYPE 2 (USE TNA000)

TN0017 TUNGSTEN, MIL-T-21014, CLASS 1, TYPE 2 (USE TNA000)

TT0000 TITANIUM ALLOY (NOT OTHERWISE SPECIFIED) (USE TTA000)

TTA000 TITANIUM (USE TTB000)

TT0001 TITANIUM ALLOY, AMS 4900 (USE TT0041)

TT0002 TITANIUM ALLOY, AMS 4901 (USE TT0042)

TT0004 TITANIUM ALLOY, AMS 4921 (USE TT0042)

TT0005 TITANIUM ALLOY, AMS 4925 (USE TT0054)

TT0007 TITANIUM ALLOY, MIL-T-9047, CLASS 1 (USE TT0039)

TT0008 TITANIUM ALLOY, MIL-T-9047, CLASS 6 (USE TT0054)

TT0010 TITANIUM ALLOY, AMS 4928 (USE TT0052)

TT0011 TITANIUM ALLOY, NAS621, COMP 6 AL-4V (USE TT0006)

TT0012 TITANIUM ALLOY, MIL-T-9047, CLASS 3, COMP A (USE TTA000)

TT0014 TITANIUM ALLOY, MIL-T-9047, TYPE 1, COMP A (USE TT0039)

TT0015 TITANIUM ALLOY, GENERAL DYNAMICS CORP, FT (USE TTA000)

TT0016 TITANIUM ALLOY, AMS 4967 (USE TT0052)

TT0017 TITANIUM ALLOY, STM07-306, TYPE 1, COMP B (USE TTA000)

TT0018 TITANIUM ALLOY, MIL-T-9047, TYPE 3, COMP A, 6A1-4V (USE TT0022)

TT0019 TITANIUM ALLOY, AMS 4971 (USE TT0055)

TT0021 TITANIUM, AMS 4901 (USE TT0042)

TT0023 TITANIUM, MIL-T-9046, TYPE 1, COMP A (USE TT0040)

TT0024 TITANIUM, MIL-T-9046, TYPE 1, COMP C (USE TT0041)

TT0025 TITANIUM, MIL-T-9046, TYPE 2, COMP A (USE TT0046)

TT0029 TITANIUM, MIL-T-9046, TYPE 3, COMP A (USE TT0060)

TT0032 TITANIUM, MIL-T-9046, TYPE 3, COMP C (USE TT0052)

TT0042 TITANIUM, MIL-T-9047, TYPE 3, COMP A (USE TT0052)

TT0056 TITANIUM ALLOY, MIL-T-9047, CLASS 5 (USE TT0052)

TT0073 TITANIUM, AMS 4971 (USE TT0055)

TT0074 TITANIUM, AMS 4928 (USE TT0052)

TT0075 TITANIUM, STSAS013, LOCKHEED-GEORGIA CO (USE TTB000)
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TT0076 TITANIUM, MIL-T-9046, TYPE 3 (USE TTA000$TT0048$TT0060$TT0052$TT0053$TT0061$TT0055$TT0056)

TT0077 TITANIUM, MIL-T-9047, COMP 5 (USE TT0052)

TT0078 TITANIUM, MIL-T-9047, COMP 1 (USE TT0039)

TT0080 TITANIUM ALLOY, MIL-T-9047, COMP 5 (USE TT0052)

TT0081A TITANIUM ALLOY, 5A1-2.5SN, NATIONAL AEROSPACE STANDARDS COMMITTEE, AEROSPACE INDUSTRIES ASSOCIATION

TT0081B OF AMERICA, INC (USE TTA000)

TT0082 TITANIUM ALLOY, LB0170-110, NORTH AMERICAN ROCKWELL CORP, COLUMBUS DIV (USE TTA000)

TT0083 TITANIUM ALLOY, AMS 4908 (USE TT0060)

TT0084 TITANIUM ALLOY, NA2 7125, NORTH AMERICAN ROCKWELL CORP (USE TTA000)

TT0085 TITANIUM ALLOY, AMS 4910 (USE TT0046)

TT0086 TITANIUM ALLOY, AMS 4911 (USE TT0052)

TT0087 TITANIUM, MMS101, TYPE B, CLASS 2, MCDONNELL DOUGLAS CORP (USE TTB000)

TT0088 TITANIUM, NA2 7123B, NORTH AMERICAN ROCKWELL CORP (USE TTB000)

TT0089 TITANIUM ALLOY, AMS 7461 (USE TT0052)

TT0090 TITANIUM, NAS 621 (USE TTB000)

TT0093 TITANIUM ALLOY, GM3111, GRUMMAN AEROSPACE CORP (USE TTA000)

TT0094 TITANIUM, MIL-T-9047, COMP 6 (USE TT0022)

TT0095 TITANIUM ALLOY, FMS 1059, GENERAL DYNAMICS CORP (USE TTA000)

TT0096 TITANIUM ALLOY, M3400, AVCO CORP (USE TTA000)

TT0097 TITANIUM, STM 06-300, LOCKHEED AIRCRAFT CORP (USE TTB000)

TT0098 TITANIUM, STM 07-306, TYPE 1, COMP B, LOCKHEED AIRCRAFT CORP (USE TTB000)

TT0109A TITANIUM, MIL-T-9047 (USE TTA000$TT0046$TT0047$TT0038$TT0048$TT0049$TT0050$TT0051$TT0052$TT0053$

TT0109B TT0054$TT0055$TT0056$TT0057$TT0058$TT0039$TT0059$TT0064$TT0066)

TT0111 TITANIUM ALLOY, STM06-300, TYPE TI-6AL-4V, LOCKHEED-GEORGIA CO (USE TTA000)

TT0112 TITANIUM ALLOY, M172, CHERRY RIVET DIV, TOWNSEND CO (USE TTA000)

TT0113 TITANIUM ALLOY, STM06-301, ADVANCE MACHINE AND MFG CO (USE TTA000)

TT0115 TITANIUM ALLOY, STM07-306, TYPE 1, COMP A, DS30009, LOCKHEED-GEORGIA CO (USE TTA000)

TT0117 TITANIUM ALLOY, STM07-306, LOCKHEED-GEORGIA CO (USE TTA000)

TT0133 TITANIUM, STM 06-300, LOCKHEED-GEORGIA CO (USE TTB000)

TW0000 TALLOW (NOT OTHERWISE SPECIFIED) (USE MSK000)

VD0000 VULCANIZED FIBER (NOT OTHERWISE SPECIFIED) (INVALID)

VNA000 VINYL ACETATE (NOT OTHERWISE SPECIFIED) /D/ (USE PCBM00)

VNG000 VINYL RESIN (NOT OTHERWISE SPECIFIED) (USE PCAP00)

WA0000 WAX (NOT OTHERWISE SPECIFIED) (USE WXA000)

WAC000 WAX, PARAFFIN (NOT OTHERWISE SPECIFIED) (USE WXC000)

WB0000 WEBBING, COTTON (NOT OTHERWISE SPECIFIED) (USE CCA000)

WBF000 WEBBING, POLYAMIDE NYLON (NOT OTHERWISE SPECIFIED) (USE PCP000)

WD0000 WOOD (NOT OTHERWISE SPECIFIED) (USE WDC000)

WDAE00 HARDWOOD (NOT OTHERWISE SPECIFIED) (USE WDC000)

WD0008 WOOD, MM-L-736 (USE WDC000)

WD0010 WOOD, WALNUT MIL-W-13871, TYPE 1 (USE WDE000)

WE0000 WIRE (NOT OTHERWISE SPECIFIED) (INVALID)

WEA000 WIRECLOTH (INVALID)

WEAC00 WIRE, SILVER PLATED (INVALID)

WEAJ00 WIRE, NICKEL-COPPER ALLOY (NOT OTHERWISE SPECIFIED) (INVALID)

WEAK00 WIRE, NICKEL (NOT OTHERWISE SPECIFIED) (USE NLA000)
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WEB000 WIRE, SPIRAL SPRING (NOT OTHERWISE SPECIFIED) (INVALID)

WEC000 WIRE, ALUMINUM (NOT OTHERWISE SPECIFIED) (USE ALA000)

WED000 WIRE, ALUMINUM ALLOY (NOT OTHERWISE SPECIFIED) (USE ALB000)

WEE000 WIRE, COPPER (NOT OTHERWISE SPECIFIED) (USE CUA000)

WEF000 WIRE, STEEL (NOT OTHERWISE SPECIFIED (USE STA000)

WEJ000 WIRE, SPRING STEEL (USE STA000)

WEK000 WIRE, STAINLESS STEEL (NOT OTHERWISE SPECIFIED) (USE STB000)

WEX000 WIRE MESH (NOT OTHERWISE SPECIFIED) (INVALID)

WEY000 BRASS WIRE (NOT OTHERWISE SPECIFIED) (USE CUB000)

WEZ000 WIRE, MUSIC (NOT OTHERWISE SPECIFIED) (INVALID)

WE0002 WIRE, STEEL, QQ-W-428, TYPE 1 (USE STA000)

WE0003 WIRE, STEEL, CORROSION RESISTANT, QQ-W-423, FORM 1 COMP 302, COND B (USE ST0302)

WE0004 WIRE, STEEL, COPPER COVERED, QQ-W-345 /D/ (INVALID)

WE0005 WIRE, STEEL, SILVER COVERED, MIL-C-17 /D/ (INVALID)

WE0006 WIRE, COPPER, SILVER-COVERED, MIL-C-17 /D/ (USE CUB000)

WE0009 WIRE, MUSIC, 82-028-11-INVALID (USE ST0668)

WE0010 WIRE, MUSIC, A228-INVALID (USE ST0668)

WE0012 WIRE, MUSIC, NO. 5112D-INVALID (USE ST0668)

WE0013 WIRE, MUSIC, QQ-4-W-INVALID (USE ST0668)

WE0014 WIRE, STEEL, MUSIC, QQ-W-474, COMP A OR B (USE ST0668)

WE0015 WIRE, STEEL, MUSIC, QQ-W-470, CLASS A (USE ST0668)

WE0017 WIRE, BRAID, QQ-B-575 /D/ (INVALID)

WE0019 WIRE, MUSIC, ASTM A228-51 (USE ST0668)

WL0000 WOOL (NOT OTHERWISE SPECIFIED) (USE WLA000)

YA0000 YARN (NOT OTHERWISE SPECIFIED) (INVALID)

YAF000 YARN, SYNTHETIC /D/ (INVALID)

ZN0000 ZINC (NOT OTHERWISE SPECIFIED) (USE ZNB000)

ZNAY00 ZINC, CAST (NOT OTHERWISE SPECIFIED) (USE ZNB000)

ZNL000 ZINC ALLOY (NOT OTHERWISE SPECIFIED) (USE ZNA000)

ZN0014 ZINC ALLOY, SAE 903 (USE ZN0003)

ZN0015 ZINC ALLOY, SAE 925 (USE ZN0004)

ZN0042 ZINC ALLOY, QQ-Z-363 (USE ZN0015$ZN0018)

ZN0069 ZINC, QQ-Z-363, COMP B (USE ZN0018)

ZN0116 ZINC ALLOY, QQ-Z-363, COMP A (USE ZN0015)

ZN0165 ZINC, QQ-Z-301, TYPE 3 (USE ZNB000)

ZZAS00 VULCANIZED HOMOGENEOUS OZONE RESISTANT BUTYL COMPOUND (USE RC0024)

ZZC000 REFINED COKE (NOT OTHERWISE SPECIFIED) (USE MSJ000)

ZZ0002 COPPER-GRAPHITIC, CG651 /N/ (USE CUA000$$GFA000)
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AA0000 GLYCERIN, 10 PCT (NOT OTHERWISE SPECIFIED) (INVALID)

AB0000 ABRASIVE (NOT OTHERWISE SPECIFIED) (INVALID)

ABA000 ALUMINUM OXIDE (NOT OTHERWISE SPECIFIED) (USE XXF000)

AC0000 ACETATE COATED (NOT OTHERWISE SPECIFIED) (USE PCA000)

AD0000 ADHESIVE (NOT OTHERWISE SPECIFIED) (INVALID)

AG0000 SILVER (NOT OTHERWISE SPECIFIED) (USE AGA000)

AGA000 SILVER NICKEL (NOT OTHERWISE SPECIFIED) (USE AGA000)

AGAK00 SILVER COATED (NOT OTHERWISE SPECIFIED) (USE AGA000)

AGB000 SILVER FLASH (NOT OTHERWISE SPECIFIED) (USE AGA000)

AGE000 SILVER PLATED (NOT OTHERWISE SPECIFIED) (USE AGA000)

AGF000 SILVER PLATED WITH RHODIUM FLASH (NOT OTHERWISE SPECIFIED) (USE AGA000$$RHA000)

AGG000 SILVER W/BLACK OXIDE (NOT OTHERWISE SPECIFIED) (USE AGA000$XXB000)

AGH000 BLACK SILVER (NOT OTHERWISE SPECIFIED) (USE AGA000)

AG0002 SILVER, QQ-S-365 (USE AGA000)

AG0003 SILVER, Q0-S-365, TYPE 2 (USE AGA000)

AG0004 SILVER, MIL-F-l4072 (USE AGA000)

AG0005 SILVER, QQ-S-365, TYPE 1, GRADE A (USE AGA000)

AG0006 SILVER, QQ-S-365, TYPE 1, GRADE B (USE AGA000)

AG0007 SILVER, QQ-S-365, TYPE 2, GRADE A (USE AGA000)

AG0008 SILVER, QQ-S-365, TYPE 2, GRADE B (USE AGA000)

AG0009 SILVER, QQ-S-365, TYPE 3, GRADE A (USE AGA000)

AG000l SILVER, AMS 2410 (USE AGA000)

AG0010 SILVER, QQ-S-365, TYPE 3, GRADE B (USE AGA000)

AG0012 SILVER PLATED, QQ-S-365 (USE AGA000)

AG0013 SILVER, QQ-S-365, TYPE 3 (USE AGA000)

AG0014 SILVER, QQ-S-365, TYPE 1 (USE AGA000)

AG0015 SILVER, AMS 2412 (USE AGA000)

AG0016 SILVER, MIL-F-l4072, M311 (USE AGA000)

AG0017 SILVER, AMS 2411 (USE AGA000)

AG0019 SILVER, ASTM B298-60 (USE AGA000)

AG0021 SILVER, QQ-S-365, GRADE B (USE AGA000)

AG0023 SILVER, AMS 4815 (USE AGA000)

AG0032 SILVER, MIL-F-l4072, M351 (USE AGA000)

AG0037 SILVER PLATED, QQ-S-365, TYPE 2, GRADE B (USE AGA000)

AG0042 SILVER PLATED, AMS 2410 (USE AGA000)

AG0048 SILVER PLATED, QQ-S-365, TYPE 3, GRADE A (USE AGA000)

AG0049 SILVER PLATED, HSP 105, UNITED AIRCRAFT CORP, HAMILTON STANDARD DIV (USE AGA000)

AG0052 SILVER, 422591, LOCKHEED CALIFORNIA CO, A DIV OF LOCKHEED AIRCRAFT CORP (USE AGA000)

AG0053 SILVER, M50TF7, GENERAL ELECTRIC CO, AIRCRAFT BUSINESS GROUP (USE AGA000)

AG0054 SILVER, 580-0011-00, COLLINS RADIO CO (USE AGA000)

AG0055 SILVER, 72-S3, ARMY ELECTRONICS COMMAND, PROCUREMENT AND PRODUCTION DIRECTORATE (USE AGA000)

AG0057 SILVER, SPS-P-10A, PESCO DIV,BORG-WARNER CORP (USE AGA000)

AG0058 SILVER, 405, ELASTIC STOP NUT DIV OF AMERACE ESNA CORP (USE AGA000)

AG005l ESNA 410, ELASTIC STOP NUT DIV OF AMERICAN ESNA CORP (USE AGA000)

AG0069 SILVER COATED, ASTM B298 (USE AGA000)

AG0070 SILVER COATED, ASTM B298-58T (USE AGA000)

AG0078 SILVER, BAC 5715, THE BOEING CO (USE AGA000)
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AG0089 SILVER, 580-0105-000, COLLINS RADIO GROUP, ROCKWELL INTERNATIONAL CORP (USE AGA000)

AG0110 SILVER PLATED, DTD 939.0001/.0002, LUCAS AEROSPACE LTD (USE AGA000)

AL0000 ALUMINUM ALLOY (NOT OTHERWISE SPECIFIED) (USE ALB000)

ALC000 ALUMINUM (NOT OTHERWISE SPECIFIED) (USE ALB000)

ALE000 ALUMINUM COATED (USE ALB000)

ALM000 ALUMIMUM, SILICONE (NOT OTHERWISE SPECIFIED) (USE ALA000)

ALN000 ALUMINUM, FROSTED (NOT OTHERWISE SPECIFIED) (USE ALB000)

ALR000 ALUMINUM CLAD (USE ALB000)

AL0002 ALUMINUM ALLOY, AMS 4114 (USE ALA000)

AL0008 ALUMINUM ALLOY, AMS 4125 (USE ALA000)

AL0132 ALUMINUM ALLOY, QQ-A-225/8 (USE AL6061)

AL0280 ALUMINUM ALLOY, QQ-A-225/6, ALLOY 2024, T4 (INVALID)

AL0297 ALUMINUM ALLOY, QQ-A-225/9, ALLOY 7075, T651 (INVALID)

AL0399 ALUMINUM ALLOY, QQ-A-250/13, ALLOY ALCLAD 7075, T651 (USE AL7075)

AL0549 ALUMINUM ALLOY, QQ-A-351 (USE AL2017)

AL0638 ALUMINUM ALLOY, QQ-A-277 (USE ALA000)

AL0692 COATED ALUMINUM, BN505, WOLVERINE FABRICATING AND MFG CO (INVALID)

AL2072 ALUMINUM, 294, HI-SHEAR CORP (USE ALB000)

AN0000 ANODIZED (USE ANA000)

ANA000 ANODIZED BLACK (NOT OTHERWISE SPECIFIED) (USE ANA000)

ANAD00 ANODIZED, RED (NOT OTHERWISE SPECIFIED) /D/ (USE ANA000)

ANAE00 ANODIZED, GOLD (NOT OTHERWISE SPECIFIED) /D/ (USE ANA000)

ANB000 ANODIZED AND DICHROMATE (NOT OTHERWISE SPECIFIED) (USE ANA000$$DCA000)

ANC000 ANODIZED ALUMINUM (NOT OTHERWISE SPECIFIED) (USE ANA000)

AND000 ANODIZED, NATURAL (NOT OTHERWISE SPECIFIED) (USE ANA000)

ANF000 ANODIZED W/CHROMATE (NOT OTHERWISE SPECIFIED) (USE ANA000$$CMA000)

ANG000 ANODIZED, HARD (NOT OTHERWISE SPECIFIED) /D/ (USE ANA000)

ANJ000 ANODIZED W/ENAMEL (NOT OTHERWISE SPECIFIED) /D/ (USE ANA000$$ENA000)

ANK000 BLACK ALUMINUM ANODIZE (NOT OTHERWISE SPECIFIED) /D/ (USE ANA000)

ANL000 ANODIC (NOT OTHERWISE SPECIFIED) /D/ (USE ANA000)

ANM000 ANODIC BLACK MATTE (USE ANA000)

ANR000 ANODIC FILM (NOT OTHERWISE SPECIFIED) (USE ANA000)

ANT000 ANODIZED BLACK ENAMEL (NOT OTHERWISE SPECIFIED) /D/ (USE ANA000)

AN0001 OXIDE FILM, MIL-C-5541 (USE CMA000)

AN0002 ANODIZED, MIL-A-8625 (USE ANA000)

AN0003 ANODIZED, MIL-A-8625, TYPE 1 (USE ANA000)

AN0004 ANODIZED, MIL-A-8625, TYPE 2 (USE ANA000)

AN0005 ANODIZED, MIL-A-8625, TYPE 1, CLASS 1 (USE ANA000)

AN0006 ANODIZED, MIL-A-8625, TYPE 1, CLASS 2 (USE ANA000)

AN0007 ANODIZED, MIL-A-8625, TYPE 2, CLASS 1 (USE ANA000)

AN0008 ANODIZED, MIL-A-8625, TYPE 2, CLASS 2 (USE ANA000)

AN0009 ANODIZED, MIL-A-8625, TYPE 3, CLASS 1 (USE ANA000)

AN0010 ANODIZED, MIL-A-8625, TYPE 3, CLASS 2 (USE ANA000)

AN0011 ANODIZED, ANODIC FILM, MIL-C-5541, TYPE 1, GRADE A, CLASS 1 (USE ANA000)

AN0013 ANODIZED, ANODIC FILM, MIL-C-5541, TYPE 1, GRADE A, CLASS 3 (USE ANA000)

AN0016 ANODIZED, ANODIC FILM, MIL-C-5541, TYPE 1, GRADE B, CLASS 3 (INVALID)

AN0018 ANODIZED, ANODIC FILM, MIL-C-5541, TYPE 1, GRADE C, CLASS 2 (INVALID)

AN0019 ANODIZED, ANODIC FILM, MIL-C-5541, TYPE 1, GRADE C, CLASS 3 /D/ (INVALID)

AN0020 ANODIZED, ANODIC FILM, MIL-C-5541, TYPE 2, GRADE A, CLASS 1 /D/ (USE ZNA000)
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AN0028 ANODIZED, ANODIC FILM, MIL-C-5541, TYPE 2, GRADE C, CLASS 3 (INVALID)

AN0032 ANODIZED, QQ-A-696 (USE ANA000)

AN0035 ANODIZED, MIL-F-14072, FINISH E511 (USE ANA000)

AN0036 ANODIZED, QSS-9-030, GRUMMAN AIRCRAFT ENGR CORP (USE ANA000)

AN0041 ANODIZED, CVA9-4, VOUGHT AERONAUTICS DIV. LTV, AERONAUTICS CORP (USE ANA000)

AN0045 ANODIZED, AMS 2470 (USE ANA000)

AN0046 ANODIZED, MM4922, MENASCO MFG CO (USE ANA000)

AN0047 ANODIZED, AMS 2468 (USE ANA000)

AN0048 ANODIZED, MPD 11889, ARMY MISSILE COMMAND, REDSTONE ARSENAL (USE ANA000)

AN0049 ANODIZED, DS30000, LOCKHEED GEORGIA CO (USE ANA000)

AN0050 ANODIZED, MIL-STD-171, FINISH 7.1.1 (USE ANA000)

AN0052 ANODIZED, MA0109-009, NORTH AMERICAN ROCKWELL CORP, AUTONETICS DIV (USE ANA000)

AN0053 ANODIZED BLACK, 580-0237-000, COLLINS RADIO CO (USE ANA000)

AN0054 ANODIZED, 580-0024-00, COLLINS RADIO CO (USE ANA000)

AN0055 ANODIZED, GSS-9-030, KENICS CORP (USE ANA000)

AN0057 ANODIZED, MIL-A-8625, TYPE 3 (USE ANA000)

AN0058 ANODIZED, MIL-STD-171, FINISH 7.2.2 (USE ANA000)

AN0059 ANODIZED, MIL-STD-171, FINISH 7.2.1 (USE ANA000)

AN0060 ANODIZED, MIL-STD-171, FINISH 7.3.1 (INVALID)

AN0064 ANODIZED, MIL-A-8625, CLASS 2 (USE ANA000)

AN0093 ANODIZED, GSS 9.030 (USE ANA000)

AN0094 ANODIZED, 205, ALUMINUM CO OF AMERICA, LANCASTER WORKS (USE ANA000)

AN0095 ANODIZED, P.S. 13201, MCDONNELL DOUGLAS CORP, MCDONNELL AIRCRAFT DIV AN0095B (USE ANA000)

AN0096 ANODIZED, CP-041O, BENDIX CORP, ENERGY CONTROLS DIV (USE ANA000)

AN0097 ANODIZED, EMS 52401, AIRESEARCH MFG CO OF ARIZONA (USE ANA000)

AN0098 ANODIZED, GSS 9.030, GRUMMAN AEROSPACE CORP (USE ANA000)

AN0099 ANODIZED, MIL-F-14072, FINISH E-514 (USE ANA000)

AN0100 ANODIZED, PT9800-1, WESTINGHOUSE AIR BRAKE CO, FLUID POWER DIV (USE ANA000)

AN0101 ANODIZED, 247-00024, NORTH AMERICAN ROCKWELL CORP, COLUMBUS DIV (USE ANA000)

AN0102 ANODIZED, 9030A, GRUMMAN AEROSPACE CORP (USE ANA000)

AN0103 ANODIZED, AMS 2471 (USE ANA000)

AN0104 ANODIZED, CVA-4, VOUGHT AERONAUTICS DIV, LTV AEROSPACE CORP (USE ANA000)

AN0105 ANODIZED, CVA9-14, VOUGHT AERONAUTICS DIV, LTV AEROSPACE CORP (USE ANA000)

AN0106 ANODIZED, EMS-52401, TYPE 2, CLASS B, AIRESEARCH MFG CO OF ARIZONA (USE ANA000)

AN0107 ANODIZED, MIL-F-14072 (USE ANA000)

AN0108 ANODIZED, M690278, SPERRY GYROSCOPE DIV, SPERRY RAND CORP (USE ANA000)

AN0109 ANODIZED, P.S.2.A, BENDIX CORP, NAVIGATION AND CONTROL DIV (USE ANA000)

AN0110 ANODIZED, MIL-F-14072, FINISH P513 (USE ANA000)

AN0111 ANODIZED, EMS 52401, TYPE 1, CLASS B, AIRESEARCH MFG CO OF ARIZONA (USE ANA000)

AN0112 ANODIZED, KPS 5A 200, KOLLSMAN INSTRUMENT CORP (USE ANA000)

AN0113 ANODIZED, LB0125-103, TYPE 2, NORTH AMERICAN ROCKWELL CORP, COLUMBUS DIV (USE ANA000)

AN0114 ANODIZED, LB1025-1O3, TYPE 1, NORTH AMERICAN ROCKWELL CORP, COLUMBUS DIV (USE ANA000)

AN0115 ANODIZED, MIL-STD-171 (USE ANA000)

AN0116 ANODIZED, NAA, 1B0, 125-103, TYPE 1, NORTH AMERICAN ROCKWELL CORP, COLUMBUS (USE ANA000)

AN0117 ANODIZED, PER LAC 0494, TYPE 2, LOCKHEED AIRCRAFT CORP (USE ANA000)

AN0118 ANODIZED, PS13201, MCDONNELL DOUGLAS CORP (USE ANA000)

AN0120 ANODIZED, 20-90000, MCDONNELL DOUGLAS CORP (USE ANA000)

AN0121 ANODIZED, CVA2-186, TYPE 2, AEROSPACE CORP (USE ANA000)

AN0122 ANODIZED, BPS, FW 4001, BELL HELICOPTER CO (USE ANA000)

AN0124 ANODIZED, QQ-A-636 (USE ANA000)

AN0127 ANODIZED, MIL-STD-171, FINISH 1.1.2.2 (INVALID)
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AN0128 ANODIZED, MIL-STD-171, FINISH 1.1.1.1 (INVALID)

AN0129 ANODIZED, MIL-F-14072, FINISH P515 (USE ANA000$$PRA000)

AN0130 ANODIZED, ANODIC FILM, MIL-C-5541, TYPE 1, CLASS 2 (INVALID)

AN0131 ANODIZED, MIL-A-8625, TYPE 2, DYED BLACK (USE ANA000)

AN0132 ANODIZED, MIL-F-7179, TYPE 2, CLASS C (INVALID)

AN0133 ANODIZED, MIL-STD-171, FINISH 7.1.2, BLACK (USE ANA000)

AN0136 ANODIZED, 4-295-002, COLLINS RADIO CO (USE ANA000)

AN0137 ANODIZED, AMS 2473 (USE ANA000)

AN0138 ANODIZED, MIL-C-8625, TYPE 1 (USE ANA000)

AN0140 ANODIZED, TYPE 1, DYED BLACK, HED-S-280, HAZELTINE CORP (USE ANA000)

AN0141 ANODIZED BLACK, 580-0024-00, COLLINS RADIO CO (USE ANA000)

AN0142 ANODIZED, MIL-F-14072, BLACK (USE ANA000)

AN0143 ANODIZED, MIL-A-8625, BLACK (USE ANA000)

AN0144 ANODIZED, MIL-A-8625, TYPE 1, BLACK (USE ANA000)

AN0147 ANODIZED, F.S. 95AH00, WESTINGHOUSE ELECTRIC CORP GENERAL HQ(USE ANA000)

AN0148 ANODIZED, MIL-F-14072, TYPE 1 (USE ANA000)

AN0155 ANODIZED, HFS-200-12B FAIRCHILD INDUSTRIES INC (USE ANA000)

AN0157 ANODIZED, 4001, BELL HELICOPTER CO (USE ANA000)

AN0158 ANODIZED, 369A7950, HUGHES TOOL CO (USE ANA000)

AN0159 ANODIZED, FW4001, BELL HELICOPTER CO (USE ANA000)

AN0160 ANODIZED, MIL-C-5541, CLASS 2 (INVALID)

AN0164 ANODIZED, MIL-STD-171 FINISH 20.13 (USE ANA000)

AN0165 ANODIZED, MIL-STD-171 FINISH 7.3.3 (USE ANA000)

AN0169 ANODIZED, SULFURIC, PS1454D51, ADAMS RITE MFG CO (USE ANA000)

AN0170 ANODIZED, 580-0023-00, COLLINS RADIO CO (USE ANA000)

AN0172 ANODIZED, 299-099-031, BELL HELICOPTER CO (USE ANA000)

AN0173 ANODIZED, NAZ 1327, NORTH AMERICAN ROCKWELL CORP (USE ANA000)

AN0174 ANODIZED, 180-00024, NORTH AMERICAN ROCKWELL CORP (USE ANA000)

AN0175 ANODIZED, 243-00024, NORTH AMERICAN ROCKWELL CORP (USE ANA000)

AN0177 ANODIZED, EMS 250, TYPE 2, CLASS A, GARRETT CORP (USE ANA000)

AN0178 ANODIZED, EMS 250, TYPE 1, CLASS A, GARRETT CORP (USE ANA000)

AN0179 ANODIZED, EMS 250, TYPE 2, CLASS B, GARRETT CORP (USE ANA000)

AN0181 ANODIZED, CVA5-2, LING-TEMCO-VOUGHT INC (USE ANA000)

AN0182 ANODIZED, MIL-C-5541, TYPE 1, GRADE C, CLASS 1 (INVALID)

AN0183 ANODIZED, MIL-C-5541 (INVALID)

AN0184 ANODIZED, MIL-C-5541, TYPE 1, GRADE C, CLASS 2 (INVALID)

AN0185 ANODIZED, CVA1-6, LING-TEMCO-VOUGHT INC (USE ANA000)

AN0186 ANODIZED, MIL-C-5541, TYPE 1, GRADE C, CLASS 3 (INVALID)

AN0187 ANODIZED, MIL-C-5541, TYPE 2, GRADE C, CLASS 3 (INVALID)

AN0188 ANODIZED, MIL-C-5541, CLASS 1 (INVALID)

AN0189 ANODIZED, MPD 9039, FINISH 1.1, ARMY MISSILE COMMAND (INVALID)

AN0192 ANODIZED, BAC5716, THE BOEING CO (USE ANA000)

AN0193 ANODIZED, HP4-2 TYPE 1, HUGHES TOOL CO, AIRCRAFT DIV (USE ANA000)

AN0199 ANODIZED, PV-F-2, THE BOEING CO. VERTOL DIV (USE ANA000)

AN0200 ANODIZED, 123 TELEDYNE CONTINENTAL MOTORS INDUSTRIAL PRODUCTS DIV (USE ANA000)

AN0201 ANODIZED, AMS 2478 (INVALID)

AN0202 ANODIZED, FS-24, WEBER AIRCRAFT DIV, WALTER KIDDE AND CO INC (USE ANA000)

AN0203 ANODIZED, F29-20, BUTLER AVIATION-MIAMI INC (USE ANA000)

AN0204 ANODIZED, LS30000, LOCKHEED-GEORGIA CO (USE ANA000)

AN0205 ANODIZED, MPD 2168, ARMY MISSILE COMMAND, REDSTONE ARSENAL (USE ANA000)

AN0206 ANODIZED, STP58-208, LOCKHEED-GEORGIA CO (USE ANA000)
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AN0208 ANODIZED 34, AEROFLEX LABORATORIES INC (USE ANA000)

AN0215 ANODIZED, FPS-1002, TYPE 2, R1, GENERAL DYNAMICS CORP (USE ANA000)

AN0216 ANODIZED, LAC0494, LOCKHEED AIRCRAFT CORP (USE ANA000)

AN0217 ANODIZED, LCP77-2037, CLASS 1, GRADE A, TYPE 1, LOCKHEED AIRCRAFT AN0217B CORP (USE ANA000)

AN0218 ANODIZED, LCP77-2037, LOCKHEED AIRCRAFT CORP (USE ANA000)

AN0219 ANODIZED, GSS9030, IGLOO CORP, TEXAS-TENNESSEE INDUSTRIES (USE ANA000)

AN0220 ANODIZED, PS13201, CLASS 1, TYPE 2, MCDONNELL DOUGLAS CORP (USE ANA000)

AN0221 ANODIZED, EMS 52401, TYPE 1, CLASS A, AIRESEARCH MFG CO (USE ANA000)

AN0222 ANODIZED, FP-31, CLASS B, NORTHROP CORP (USE ANA000)

AN0223 ANODIZED, EMS 52401, TYPE 2, GRADE B, AIRESEARCH MFC CO (USE ANA000)

AN0227 ANODIZED, VSI-3-1-1, VICKERS AOM DIV, SPERRY RAND CORP (USE ANA000)

AN0236 ANODIZED, BW-128-P, BENDIX-WESTINGHOUSE AUTOMOTIVE AIR BRAKE CO (USE ANA000)

AN0247 ANODIZED, 100C1-92, ELECTRONICS DIV OF ALLIED TECHNOLOGY INC (USE ANA000)

AN0261 ANODIZED, EP1203, MOOG INC (USE ANA000)

AN0286 ANODIZED, MPS2025, TYPE 2, NAVAL AIR SYSTEMS COMMAND (USE ANA000)

AN0291 ANODIZED, PS102-1, DOWTY ROTOL LTD (USE ANA000)

AN0296 ANODIZED, 9-3487, THE BENDIX CORP (USE ANA000)

AP0000 ASPHALT (USE CPB000)

APD000 ASPHALT, BLACK, VARNISH COATED (USE CPB000)

APE000 ASPHALT VARNISH (USE CPB000$$VAA000)

AS0000 ASBESTOS (NOT OTHERWISE SPECIFIED) (USE ASA000)

AU0000 GOLD (NOT OTHERWISE SPECIFIED) (USE AUA000)

AUA000 GOLD OR SILVER (NOT OTHERWISE SPECIFIED) (USE AUA000$AGA000)

AUB000 GOLD PLATE OVER SILVER PLATE (NOT OTHERWISE SPECIFIED) (USE AUA0000$$AGA000)

AUD000 GOLD FLASH OVER SILVER PLATE (NOT OTHERWISE SPECIFIED) (USE AUA000$$AGA000)

AUG000 GOLD PLATED (NOT OTHERWISE SPECIFIED) (USE AUA000)

AUJ000 GOLD PLATE OVER COPPER (NOT OTHERWISE SPECIFIED) (USE CUA000$$AUA000)

AU0001 GOLD, MIL-G-45204, TYPE 1, CLASS 1 (USE AUA000)

AU0002 GOLD, MIL-G-45204, TYPE 1, CLASS 2 (USE AUA000)

AU0003 GOLD, MIL-G-45204, TYPE 1, CLASS 3 (USE AUA000)

AU0007 GOLD, MIL-G-45204, TYPE 2, CLASS 1 (USE AUA000)

AU0008 GOLD, MIL-G-45204, TYPE 2, CLASS 2 (USE AUA000)

AU0011 GOLD, MIL-G-45204, TYPE 2, CLASS 5 (USE AUA000)

AU0017 GOLD PLATED, MIL-G-45204 (USE AUA000)

AU0040 GOLD PLATED, MIL-G-45204, TYPE 2, CLASS 1 (USE AUA000)

AU0041 GOLD PLATED, MIL-G-45204, TYPE 1, GRADE A (USE AUA000)

AU0043 GOLD, 205-808, CANADIAN MARCONI CO (USE AUA000)

AU0051 GOLD, MIL-G-45204 (USE AUA000)

AU0065 GOLD PLATED, SP1585202, I T T GILFILLAN INC (USE AUA000)

AU0068A GOLD PLATED MPD 11889, FINISH 7.3, TYPE 1, GRADE C, CLASS 3, ARMY MISSILE COMMAND, REDSTONE ARSENAL

AU0068B (USE AUA000)

AVA000 COPPER CONSTANTAN (NOT OTHERWISE SPECIFIED) (USE CUA000)

AZ0000 ALUMINIZED (NOT OTHERWISE SPECIFIED) ANY ACCEPTABLE (USE ALA000)

BA0000 BLACK OXIDE (NOT OTHERWISE SPECIFIED) (USE XXB000)

BAA000 BLACK OXIDE OR PHOSPHATE (NOT OTHERWISE SPECIFIED) (USE XXB000$PHA000)
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BAB000 BLACK OXIDE OR ZINC (NOT OTHERWISE SPECIFIED) (USE XXB000$ZNA000)

BAC000 BLACK OXIDE W/ALKALINE CHROMATE (NOT OTHERWISE SPECIFIED) (USE XXB000$$CMA000)

BAD000 BLACK PHOSPHATE (NOT OTHERWISE SPECIFIED) (USE PHA000)

BAE000 BLACK OXIDE W/OIL TREATMENT (NOT OTHERWISE SPECIFIED) (INVALID)

BA0001 BLACK OXIDE, MIL-F-495 (USE XXB000)

BA0002 BLACK OXIDE, MIL-C-13924, CLASS 2 (USE XXB000)

BA0003 BLACK OXIDE, MIL-C-13924, CLASS 1 (USE XXB000)

BA0004 BLACK OXIDE, MIL-C-13924, CLASS 3 (USE XXB000)

BA0005 BLACK OXIDE, MIL-F-14072, FINISH NO. E311 (USE XXB000)

BA0006 BLACK OXIDE, MIL-F-495, TYPE 3 (USE XXB000)

BA0007 BLACK OXIDE, MIL-F-13924, CLASS 1, GRADE A (USE XXB000)

BA0008 BLACK OXIDE, MIL-C-13924 (USE XXB000)

BA0010 BLACK OXIDE, AMS 2485 (USE XXB000)

BA0012 BLACK OXIDE, MIL-C-13924, CLASS 4 (USE XXB000)

BA0014 BLACK OXIDE, 57-0-2, UNITED AIRCRAFT CORP, SIKORSKY AIRCRAFT DIV (USE XXB000)

BA0016 BLACK OXIDE, ARMY SPEC 57-0-2, TYPE 3, CLASS B (USE XXB000)

BA0017 BLACK OXIDE, 580-0241-00, COLLINS RADIO CO (USE XXB000)

BA0018 BLACK OXIDE, MIL-STD-171, FINISH 3.3.2 (USE XXB000)

BA0019 BLACK OXIDE, MIL-STD-171, FINISH NO. 3.3.1.1 (USE XXB000)

BA0021 BLACK OXIDE, 57-0-2 TYPE 3, CLASS A, GROUP 1 (USE XXB000)

BA0022 BLACK OXIDE, MIL-C-13924A, CLASS 1 (USE XXB000)

BA0023 BLACK OXIDE, F-33, CLASS 2, TEXAS INSTRUMENTS INC, APPARATUS (USE XXB000)

BA0025 BLACK OXIDE, MIL-F-13924 (USE XXB000)

BA0027 BLACK OXIDE, MIL-STD-194 (USE XXB000)

BA0028 BLACK OXIDE, MIL-P-12011, FINISH 22-04, GRADE 1 (USE XXB000)

BA0029 BLACK OXIDE, P-77, PRESCO DIV, BORG-WARNER CORP (USE XXB000)

BA0030 BLACK OXIDE, W.K. 522010, KIDDIE WALTER AND CO INC (USE XXB000)

BA0031 BLACK OXIDE, BFS, FW 4084, BELL HELICOPTER CO (USE XXB000)

BA0032 BLACK OXIDE, AMS 2985 (USE XXB000)

BA0035 BLACK OXIDE, MIL-F-14072 (USE XXB000)

BA0037 BLACK OXIDE, 251, BELL AND HOWELL CO (USE XXB000)

BA0038 BLACK OXIDE, 57-0-2C, TYPE 3, MARTIN MARIETTA CORP (USE XXB000)

BA0044 BLACK OXIDE, A43854, EDISON INSTRUMENT DIV OF MCGRAW-EDISON CO (USE XXB000)

BA0045 BLACK OXIDE, MS8.17, THE BOEING CO (USE XXB000)

BA0046 BLACK OXIDE, ARMY SPEC 57-0-2C, TYPE 3, CLASS A (USE XXB000)

BB0000 BLACK NICKEL (NOT OTHERWISE SPECIFIED) (USE NLA000)

BBA000 BLACK NICKEL AND DULL BLACK ENAMEL (NOT OTHERWISE SPECIFIED) (USE NLA000$$ENA000)

BBC000 BLACK FINISH OR BLACK DIP FINISH-CHEMICAL BLACK (NOT OTHERWISE SPECIFIED) (INVALID)

BBD000 BLACK NICKEL PLATED (NOT OTHERWISE SPECIFIED) (USE NLA000)

BBE000 BLACK CHEMICAL (INVALID)

BBF000 COMMERCIAL BLACK (NOT OTHERWISE SPECIFIED) (INVALID)

BBG000 BLACK JAPANNED (NOT OTHERWISE SPECIFIED) (INVALID)

BBH000 BLACK SULPHIDE (NOT OTHERWISE SPECIFIED) (INVALID)

BBJ000 DULL BLACK (NOT OTHERWISE SPFCIFIED) /D/ (INVALID)

BBN000 BLACK WRINKLE FINISH (NOT OTHERWISE SPECIFIED) (INVALID)

BBS000 BLACK DIP (NOT OTHERWISE SPECIFIED) (INVALID)

BB0003 BLACK, MIL-C-490A (USE PHA000)

BL0000 BLUED (NOT OTHERWISE SPECIFIED) (INVALID)

BLA000 PARKERIZED (NOT OTHERWISE SPECIFIED) (USE PHA000)
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BL0001 PARKERIZED, MIL-C-16232, TYPE 1 (USE PHA000)

BN0000 BRONZE (NOT OTHERWISE SPECIFIED) (USE CUB000)

BN0145 ANODIZED, MIL-F-14072, FINISH E511, TYPE 1 (USE ANA000)

BN0513 BRONZE, FF-H-111 (USE CUB000)

BP0000 BRIGHT ALLOY PLATED (NOT OTHERWISE SPECIFIED) (INVALID)

BRB000 BRASS OR NICKEL (NOT OTHERWISE SPECIFIED) (INVALID)

BRG000 BRASS PLATED (USE CUB000)

BR0000 BRASS (NOT OTHERWISE SPECIFIED) (INVALID)

BR0003 BRASS, AMS 4612 (INVALID)

CA0000 CARBON (NOT OTHERWISE SPECIFIED) (USE CNA000)

CA0021 CARBON, GRADE CM6, MORGANITE INC (USE CNA000)

CA0065 CARBON, GRADE 208, ELECTRIC PRODUCTS CO (USE CNA000)

CD0000 CADMIUM (NOT OTHERWISE SPECIFIED) (USE CDA000

CDA000 CADMIUM AND CHROMIUM (NOT OTHERWISE SPECIFIED) (USE CDA000$$CRA000)

CDAAJ0 CADMIUM W/CHROMATE (NOT OTHERWISE SPECIFIED) (USE CDA000$$DCA000)

CDAB00 CADMIUM PLATED W/CLEAR CHROMATE (USE CDA000$$CMA000)

CDAE00 BRIGHT CADMIUM PLATE (NOT OTHERWISE SPECIFIED) (USE CDA000)

CDAG00 CADMIUM OXIDE (USE CDA000$$XXB000)

CDAH00 CADMIUM FLASH (NOT OTHERWISE SPECIFIED) (USE CDA000)

CDAJ00 BLACK CADMIUM (NOT OTHERWISE SPECIFIED) /D/ (USE CDA000)

CDAK00 CADMIUM COATED (NOT OTHERWISE SPECIFIED) /D/ (USE CDA000)

CDAL00 CADMIUM PLATED W/CHROMATE (NOT OTHERWISE SPECIFIED) (USE CDA000$$CMA000)

CDAP00 CADMIUM DICHROMATE (NOT OTHERWISE SPECIFIED) (USE CDA000$$DCA000)

CDAY00 CADMIUM-ZINC PLATED (NOT OTHERWISE SPECIFIED) (USE CDA000$$ZNA000)

CDB000 CADMIUM AND ENAMEL (NOT OTHERWISE SPECIFIED) (USE CDA000$$ENA000)

CDC000 CADMIUM AND PAINT (NOT OTHERWISE SPECIFIED) (USE CDA000$$PNA000)

CDD000 CADMIUM, DICHROMATE TREATED (NOT OTHERWISE SPECIFIED) (USE CDA000$$DCA000)

CDE000 CADMIUM OR CHROMIUM (NOT OTHERWISE SPECIFIED) (USE CDA000$CRA000)

CDF000 CADMIUM OR NICKEL (NOT OTHERWISE SPECIFIED) (USE CDA000$NLA000)

CDG000 CADMIUM OR SILVER (NOT OTHERWISE SPECIFIED) (USE CDA000$AGA000)

CDH000 CADMIUM OR ZINC (NOT OTHERWISE SPECIFIED) (USE CDA000$ZNA000)

CDJ000 CADMIUM OR ZINC, CHROMATE TREATED (NOT OTHERWISE SPECIFIED) (USE CDA000$ZNA000$$CMA000)

CDK000 CADMIUM OR ZINC, DICHROMATE TREATED (NOT OTHERWISE SPECIFIED) (USE CDA000$ZNA000$$DCA000)

CDL000 CADMIUM OR ZINC W/PHOSPHATE (NOT OTHERWISE SPECIFIED) (USE CDA000$ZNA000$$PHA000)

CDM000 CADMIUM W/BLACK OXIDE FINISH (NOT OTHERWISE SPECIFIED) (USE CDA000$$XXB000)

CDN000 CADMIUM W/CHROMATE AND ENAMELED FINISH (NOT OTHERWISE SPECIFIED (USE CDA000$$CMA000$$ENA000)

CDP000 CADMIUM W/OXIDE DIP (NOT OTHERWISE SPECIFIED) (USE CDA000$$XXB000)

CDQ000 CADMIUM W/PHOSPHATE (NOT OTHERWISE SPECIFIED) (USE CDA000$$PHA000)

CDR000 CADMIUM PLATED (NOT OTHERWISE SPECIFIED) (USE CDA000)

CDS000 CADMIUM W/CHROMATE (NOT OTHERWISE SPECIFIED) (USE CDA000$$CMA000)

CDT000 CADMIUM WITH YELLOW CHROMATE (NOT OTHERWISE SPECIFIED) (USE CDA000$CMA000)

CDU000 CADMIUM W/IRIDITE (NOT OTHERWISE SPECIFIED) (USE CDA000$$CMA000)

CDV000 CADMIUM W/ZINODINE (NOT OTHERWISE SPECIFIED) (INVALID)

CDX000 CADMIUM PLATED W/GOLD CHROMATE (NOT OTHERWISE SPECIFIED) (USE CDA000$$CMA000)

CD0001 CADMIUM, AMS 2400 (USE CDA000)

CD0002 CADMIUM, AMS 2416 (USE NLA000$$CDA000)
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CD0003 CADMIUM, NAS672 (USE CDA000)

CD0004 CADMIUM, QQ-P-416, TYPE 1, CLASS 1 (USE CDA000)

CD0005 CADMIUM, QQ-P-416, TYPE 1, CLASS 2 (USE CDA000)

CD0006 CADMIUM, QQ-P-416, TYPE 1, CLASS 3 (USE CDA000)

CD0007 CADMIUM, QQ-P-416, TYPE 2, CLASS 1 (USE CDA000$$CMA000)

CD0008 CADMIUM, QQ-P-416, TYPE 2, CLASS 2 (USE CDA000$$CMA000)

CD0009 CADMIUM, QQ-P-416, TYPE 2, CLASS 3 (USE CDA000$$CMA000)

CD0010 CADMIUM, QQ-P-416, TYPE 3, CLASS 1 (USE CDA000$$PHA000)

CD0011 CADMIUM, QQ-P-416, TYPE 3, CLASS 2 (USE CDA000$$PHA000)

CD0012 CADMIUM, QQ-P-416, TYPE 3, CLASS 3 (USE CDA000$$PHA000)

CD0013 CADMIUM OR ZINC, QQ-P-416 OR QQ-Z-325 (USE CDA000$ZNA000)

CD0014 CADMIUM, QQ-P-416, TYPE 2, CLASS C (USE CDA000$$CMA000)

CD0015 CADMIUM, QQ-P-416 (USE CDA000$CDA000$$CMA000$CDA000$$PHA000)

CD0016 CADMIUM, FF-H-116, US2C (USE CDA000$ZNA000)

CD0018 CADMIUM PLATE, QQ-P-416, TYPE 2 (USE CDA000$$CMA000)

CD0019 CADMIUM W/CHROMATE, QQ-P-416, TYPE 2, CLASS B (USE CDA000$$CMA000)

CD0020 CADMIUM, AMS 2800 (INVALID)

CD0021 CADMIUM, AN-P-61 (USE CDA000)

CD0022 CADMIUM PLATED, GSS8050A, GRUMMAN AIRCRAFT ENGR CORP (USE CDA000)

CD0023 CADMIUM PLATED, DPS9.74, DOUGLAS AIRCRAFT CO INC, AIRCRAFT DIV (USE CDA000)

CD0024 CADMIUM PLATED, C0491, CL 3, TYPE 2 LOCKHEED-CALIF CO (USE CDA000)

CD0026 CADMIUM, MIL-F-14072, FINISH NO M262 (USE CDA000)

CD0027 CADMIUM, JHl95, CLASS 1, TYPE 2, ABEX INDUSTRIES OF CANADA, LTD (USE CDA000)

CD0029 CADMIUM PLATE, TYPE 2, CLASS 3 PER MAC P.S.13145, MCDONNEL DOUGLAS CORP, MCDONNEL CO (USE CDA000)

CD0031A CADMIUM, BPS-FW-4006, BELL AEROSYSTEMS CO, A DIV OF BELL AEROSPACE CORP, AEROSPACE-ROCKETS DIV

CD0031B (USE CDA000)

CD0032 CADMIUM, PS362, THE BOEING CO, VERTOL DIV (USE CDA000)

CD0033 CADMIUM, P.S.131O1, TYPE 1, CLASS 2, MCDONNEL AIRCRAFT CORP (USE CDA000)

CD0039 CADMIUM, ASTM A165, TYPE OS (USE CDA000)

CD0041 CADMIUM PLATED, QQ-P-416, TYPE 1 (USE CDA000)

CD0043 CADMIUM, CPT-8204, CLEVELAND PNEUMATIC TOOL CO /D/ (USE CDA000)

CD0045 CADMIUM, R1-310, THE BENDIX CORP, BENDIX PRODUCTS, AEROSPACE DIV (USE CDA000)

CD0048A CADMIUM PLATED, LAC-C-491, LOCKHEED-CALIFORNIA CO, A DIVISION OF LOCKHEED AIRCRAFT CORP

CD0048B (USE CDA000)

CD0049 CADMIUM, P.S.13101, TYPE 2, CLASS 2, MCDONNEL DOUGLAS CORP, MCDONNEL CO (USE CDA000)

CD0050 CADMIUM, P.S.13101, TYPE 1, CLASS 3, MCDONNEL DOUGLASS CORP, MCDONNEL CO (USE CDA000)

CD0051 CADMIUM, AMS 2400-3 (USE CDA000)

CD0052 CADMIUM, C-0491, LOCKHEED-CALIFORNIA, A DIVISION OF LOCKHEED AIRCRAFT CORP (USE CDA000)

CD0053 CADMIUM, AMS 2401 (USE CDA000)

CD0054 CADMIUM AND IRIDITE, 580-00-2000, COLLINS RADIO CO (USE CDA000$$CMA000)

CD0055 CADMIUM, MIL-C-8837 (USE CDA000)

CD0056 CADMIUM PLATED, F70C4A, GENERAL ELECTRIC CO (USE CDA000)

CD0057 CADMIUM, 5800069000, SOUTH CHESTER CORP (USE CDA000)

CD0058 CADMIUM, AMS 2400-2 (USE CDA000)

CD0059 CADMIUM, MIL-S-5002 (USE CDA000)

CD0060 CADMIUM PLATED FINISH, QQ-P-416A, TYPE 2, CLASS 3 (USE CDA000$$PHA000)

CD0061 CADMIUM, HFS-200-12B, FAIRCHILD-HILLER CORP, AIRCRAFT DIV (USE CDA000)

CD0062 CADMIUM, AN-QQ-P-421 (USE CDA000)

CD0063 CADMIUM, MIL-C-8837, TYPE 1, CLASS 2 (USE CDA000)

CD0064 CADMIUM, MIL-C-8837, TYPE 2, CLASS 2 (USE CDA000$$CMA000)

CD0067 CADMIUM, BW-101A-P, BENDIX WESTINGHOUSE AUTOMOTIVE AIR BRAKE CO (USE CDA000)
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CD0068 CADMIUM PLATED, MIL-C-8837, TYPE 2, CLASS 3 (USE CDA000$$CMA000)

CD0070 CADMIUM, CVA5-2, VOUGHT AERONAUTICS DIV. LTV AEROSPACE (USE CDA000)

CD0071 CADMIUM, 247-00024, NORTH AMERICAN ROCKWELL CORP, COLUMBUS DIV (USE CDA000)

CD0073 CADMIUM PLATED, MIL-STD-171, FINISH NO.1.1.2.3 (USE CDA000)

CD0075 CADMIUM, A.F.62A31575, OGDEN AIR MATERIAL AREA, HILL AFB (USE CDA000)

CD0080 CADMIUM, ASTM A165, TYPE TS (USE CDA000)

CD0081 CADMIUM, QQ-P-416, CLASS C (USE CDA000)

CD0083 CADMIUM, QQ-P-416, TYPE 1, CLASS A (USE CDA000)

CD0084 CADMIUM, AMS 2400-1 (USE CDA000)

CD0086 CADMIUM, MIL-F-14072, FINISH M225 (USE CDA000$CMA000)

CD0087 CADMIUM, QQ-P-416, TYPE 2, CLASS B (USE CDA000$$CMA000)

CD0089 CADMIUM PLATED, MIL-STD-171 (USE CDA000)

CD0109 CADMIUM, DTD 904, BRITISH STANDARDS INSTITUTIONS LTD (USE CDA000)

CD0110 CADMIUM, DTD 904, SOCIETY OF BRITISH AEROSPACE COMPANIES LTD (USE CDA000)

CD0111 CADMIUM, PS3, TYPE 2, FINISH CP, BENDIX CORP, NAVIGATION AND CONTROL DIV (USE CDA000)

CD0112 CADMIUM, MIL-C-8837, TYPE 2, CLASS 3 (USE CDA000$$CMA000)

CD0114 CADMIUM, QQ-P-416, TYPE 2 (USE CDA000$$CMA000)

CD0115 CADMIUM, ES309A, GENERAL DYNAMICS CORP, ELECTRO DYNAMICS DIV (USE CDA000)

CD0116 CADMIUM, STP58-001, TYPE 2, CLASS 2, LOCKHEED-GEORGIA CO (USE CDA000)

CD0117 CADMIUM, P.S.13101, TYPE 2, CLASS C, MCDONNELL DOUGLAS CORP, MCDONNELL AIRCRAFT DIV (USE CDA000)

CD0118 CADMIUM, FP-2, NORTHROP CORP, AIRCRAFT DIV (USE CDA000)

CD0119 CADMIUM, P.S.13101, TYPE 1, CLASS C, MCDONNELL DOUGLAS CORP, MCDONNELL AIRCRAFT DIV (USE CDA000)

CD0120 CADMIUM, LAC, 0491, CLASS 2, LOCKHEED-GEORGIA CO (USE CDA000)

CD0121 CADMIUM, AMS 2419-3 (USE CDA000)

CD0122 CADMIUM, BAC 5701, BOEING CO, VERTOL DIV (USE CDA000)

CD0123 CADMIUM, CP-0330, BENDIX CORP, ENERGY CONTROLS DIV (USE CDA000)

CD0124 CADMIUM, CP-0480, BENDIX CORP, ENERGY CONTROLS DIV (USE CDA000)

CD0125 CADMIUM, CPT-8204, CLEVELAND PNEUMATIC CO (USE CDA000)

CD0126 CADMIUM, DS301-1, MARTIN BAKER AIRCRAFT CO LTD (USE CDA000)

CD0127 CADMIUM, DTD904, MINISTRY OF TECHNOLOGY, ROYAL RADAR ESTABLISHMENT (USE CDA000)

CD0128A CADMIUM, FPS-1007, GRADE A, CLASS 2, TYPE 2, GENERAL DYNAMIC CORP, CONVAIR AEROSPACE DIV,

CD0128B FORT WORTH OPERATIONS (USE CDA000)

CD0129 CADMIUM, GM4341M, CODE 20, CHEVROLET MOTOR DIV OF GENERAL MOTORS CORP (USE CDA000)

CD0130 CADMIUM, HPS24021, CLASS 3, BECKMAN INSTRUMENTS INC, HELIPCT DIV (USE CDA000)

CD0131 CADMIUM, MAC PS13101, TYPE 1, CLASS 3, MCDONNELL AIRCRAFT DIV (USE CDA000)

CD0132 CADMIUM, MIL-F-14072, FINISH M224 (USE PSA000$$CDA000$$PNA000)

CD0133 CADMIUM, MPR1201-2, NAVAL AIR ENGINEERING CENTER (USE CDA000)

CD0134 CADMIUM, P-45-M, DELCO-REMY DIV OF GENERAL MOTORS CORP (USE CDA000)

CD0135 CADMIUM, BW-101, BENDIX-WESTINGHOUSE AUTOMOTIVE AIR BRAKE CO (USE CDA000)

CD0136 CADMIUM, BW-101B-P, BENDIX-WESTINGHOUSE AUTOMOTIVE AIR BRAKE CO (USE CDA000)

CD0137 CADMIUM, QQ-P-416, TYPE 1 (USE CDA000)

CD0138 CADMIUM, STP 58-001, CLASS 3, TYPE 2, LOCKHEED-GEORGIA CO (USE CDA000)

CD0139 CADMIUM, TYPE 2, CLASS MAC 13101, MCDONNELL DOUGLASS CORP, MCDONNELL AIRCRAFT DIV (USE CDA000)

CD0140 CADMIUM, PV-F-3, BOEINC CO, VERTOL DIV (USE CDA000)

CD0141 CADMIUM, CP-0400, TYPE 2, BENDIX CORP, ENERGY CONTROLS DIV (USE CDA000)

CD0142 CADMIUM, PS182B, CHRYSLER CORP, NEW PROCESS GEAR DIV (USE CDA000)

CD0143 CADMIUM, AMS 2419-1 (USE CDA000)

CD0144 CADMIUM, WK522001, KIDDIE WALTER AND CO INC (USE CDA000)

CD0145 CADMIUM, 2127, HERMAN H. SMITH INC (USE CDA000)

CD0146 CADMIUM, 340, PRESTOLITE CO, DIV OF ELTRA CORP (USE CDA000)

CD0147 CADMIUM, 50, INTERNATIONAL BUSINESS MACHINES CORP (USE CDA000)
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CD0148 CADMIUM, 50, FRIDEN DIV, THE SINGER CO (USE CDA000)

CD0150 CADMIUM, 8050, GRUMMAN AEROSPACE CORP (USE CDA000)

CD0151 CADMIUM, CES 1081, CESSNA AIRCRAFT CO, MILITARY AIRCRAFT DIV (USE CDA000)

CD0152 CADMIUM, GSS-8050M, GRUMMAN AEROSPACE CORP (USE CDA000)

CD0153 CADMIUM, GSS-8052, GRUMMAN AEROSPACE CORP (USE CDA000)

CD0154 CADMIUM, SS8413, UNITED AIRCRAFT CORP (USE CDA000)

CD0155 CADMIUM, CP-0480, CLASS 3, THE BENDIX CORP (USE CDA000)

CD0156 CADMIUM, CP-0100, TYPE 1, CLASS 3, THE BENDIX CORP (USE CDA000)

CD0157 CADMIUM, CP-0100, CLASS 3, MCDONNELL DOUGLAS CORP (USE CDA000)

CD0158 CADMIUM, CP-0486, CLASS 3, THE BENDIX CORP (USE CDA000)

CD0160 CADMIUM, EDO NO. 6, EDO CORP (USE CDA000)

CD0161 CADMIUM, F-1.1913, BOEING CO (USE CDA000)

CD0163 CADMIUM, FPS-1006, GENERAL DYNAMICS CORP (USE CDA000)

CD0164 CADMIUM, FPS-1046, TYPE 2, CLASS 2, GENERAL DYNAMICS CORP (USE CDA000)

CD0165 CADMIUM, FPS-1007, GRADE B, CLASS 2, TYPE 2, GENERAL DYNAMICS CORP (USE CDA000)

CD0166 CADMIUM, GSS-8050, GRUMMAN AEROSPACE CORP (USE CDA000)

CD0167 CADMIUM, LAC, 0491, CLASS 3, LOCKHEED AIRCRAFT CORP (USE CDA000)

CD0168 CADMIUM, P.S. 13101, MCDONNELL DOUGLAS CORP (USE CDA000)

CD0169 CADMIUM, P.S. 13101, TYPE 1, CLASS B, MCDONNELL DOUGLAS CORP(USE CDA000)

CD0170 CADMIUM, MIL-C-8837, TYPE 1, CLASS 1 (USE CDA000)

CD0171 CADMIUM, A2051675, TYPE 2, CLASS B, INTERNATIONAL TELEPHONE AND TELEGRAPH CORP (USE CDA000)

CD0172 CADMIUM, CP-0480, TYPE 2, THE BENDIX CORP (USE CDA000)

CD0173 CADMIUM, CVA-2, LTV AEROSPACE CORP (USE CDA000)

CD0174 CADMIUM, CVA13-1, LTV AEROSPACE CORP (USE CDA000)

CD0175 CADMIUM, DS30000, CODE C, LOCKHEED AIRCRAFT CORP (USE CDA000)

CD0176 CADMIUM, F-76, MCDONNELL DOUGLAS CORP (USE CDA000)

CD0177 CADMIUM, GSS-8050A, GRUMMAN AEROSPACE CORP (USE CDA000)

CD0178 CADMIUM, HB0125-001, NEW HAMPSHIRE BALL BEARINGS INC (USE CDA000)

CD0179 CADMIUM, LAC, 0491, TYPE 1, CLASS 3, LOCKHEED AIRCRAFT CORP (USE CDA000)

CD0181 CADMIUM, P.S. 13101, TYPE 2, CLASS 3, MCDONNELL DOUGLAS CORP (USE CDA000)

CD0182 CADMIUM, P.S. 13104, TYPE T, CLASS C, MCDONNELL DOUGLAS CORP(USE CDA000)

CD0183 CADMIUM, P.S. 13104, TYPE 5, CLASS C, MCDONNELL DOUGLAS CORP(USE CDA000)

CD0184 CADMIUM, P-131, GENERAL MO3, MCDONNELL DOUGLAS CORP

CD0187 CADMIUM, PS-1001, CLASS C, THE BENDIX CORP (USE CDA000)

CD0189 CADMIUM, PS-1001, TYPE O, THE BENDIX CORP (USE CDA000)

CD0190 CADMIUM, R1-310, TYPE 1, CLASS C, THE BENDIX CORP (USE CDA000)

CD0191 CADMIUM, 104, MARTIN MARIETTA CORP (USE CDA000)

CD0192 CADMIUM, QQ-P-416, TYPE 1, CLASS B (USE CDA000)

CD0193 CADMIUM, DS30000, LOCKHEED AIRCRAFT CORP (USE CDA000)

CD0194 CADMIUM, LAC, 0491, TYPE 2, CLASS 2, LOCKHEED AIRCRAFT CORP (USE CDA000)

CD0195 CADMIUM, QQ-P-416, TYPE 1, CLASS C (USE CDA000)

CD0196 CADMIUM, SS4090, UNITED AIRCRAFT CORP (USE CDA000)

CD0197 CADMIUM, SS4093, UNITED AIRCRAFT CORP (USE CDA000)

CD0198 CADMIUM, STP58-001, LOCKHEED AIRCRAFT CORP (USE CDA000)

CD0199 CADMIUM, 204-947-002, BELL HELICOPTER CO (USE CDA000)

CD0200 CADMIUM, 275, BELL AND HOWELL CO (USE CDA000)

CD0201 CADMIUM, 59, EDO CORP GOVERNMENT PRODUCTS (USE CDA000)

CD0202 CADMIUM, 62A31575, CLASS 2, OGDEN AIR MATERIAL AREA (USE CDA000)

CD0203 CADMIUM, BPS4006, TYPE 2, CLASS 2, BELL HELICOPTER CO (USE CDA000)

CD0204 CADMIUM, HP4-11, TYPE 1, CLASS 3, HUGHES TOOL CO, AIRCRAFT DIV (USE CDA000)

CD0205 CADMIUM, 206-947-002 BELL HELICOPTER CO (USE CDA000)
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CD0206 CADMIUM, 299-099-031, BELL HELICOPTER CO (USE CDA000)

CD0208 CADMIUM PLATED, MIL-STD-171, FINISH NO. 1.1.2.2 (USE CDA000$$CMA000)

CD0216 CADMIUM, QQ-P-416, CLASS 3 (USE CDA000$$PHA000)

CD0220 CADMIUM, PV-F-7, THE BOEING CO (USE CDA000)

CD0222 CADMIUM, 47D1-947-002, BELL HELICOPTER CO (USE CDA000)

CD0223 CADMIUM W/CHROMATE, QQ-P-416, TYPE 2 (USE CDA000$$CMA000)

CD0224 CADMIUM W/CHROMATE, QQ-P-416, TYPE 2, CLASS C (USE CDA000$$CMA000)

CD0226 CADMIUM W/CHROMATE, MIL-F-14072, FINISH M225 (USE CDA000$$CMA000)

CD0227 CADMIUM, PS 3, TYPE 2, THE BENDIX CORP (USE CDA000)

CD0231 CADMIUM, ASTM A165-55, TYPE TS (USE CDA000)

CD0233 CADMIUM, CPT-8206, CLEVELAND PNEUMATIC CO (USE CDA000)

CD0234 CADMIUM, C-491, TYPE 2, CLASS 3, LOCKHEED AIRCRAFT CORP (USE CDA000)

CD0237 CADMIUM, CP-0400, TYPE 2, THE BENDIX CORP (USE CDA000)

CD0238 CADMIUM, CVA5-2, LTV AEROSPACE CORP (USE CDA000)

CD0243 CADMIUM, GM 4341-M, GENERAL MOTORS CORP (USE CDA000)

CD0247 CADMIUM, MAC PS13145, MCDONNELL DOUGLAS CORP (USE CDA000)

CD0248 CADMIUM, MAC PS13101, TYPE 2, CLASS 3, MCDONNELL DOUGLAS CORP (USE CDA000)

CD0253 CADMIUM, STD 182A, CHRYSLER CORP (USE CDA000)

CD0255 CADMIUM, GM4252, GENERAL MOTORS CORP (USE CDA000)

CD0259 CADMIUM, PLATED, MIL-STD-171, FINISH NO. 1.1.1.3 (USE CDA000)

CD0260 CADMIUM, MAC PS13145, TYPE 2, CLASS 3, MCDONNELL DOUGLAS CORP (USE CDA000)

CD0263 CADMIUM, ASTM A165-55, TYPE TB (USE CDA000)

CD0268 CADMIUM, CES1081, CESSNA AIRCRAFT CO (USE CDA000)

CD0273 CADMIUM, NAS 672, FINISH 2.5.1.1. (USE CDA000)

CD0276 CADMIUM, QQ-P-416, CLASS 2 (USE CDA000$$CMA000)

CD0280 CADMIUM, CPS6616-1, CURTISS-WRIGHT CORP (USE CDA000)

CD0281 CADMIUM, CPS6616, CURTISS-WRIGHT CORP (USE CDA000)

CD0282 CADMIUM, DPS9.2.8, MCDONNELL DOUGLAS CORP (USE CDA000)

CD0283 CADMIUM, FPS-1006, D007, GENERAL DYNAMICS CORP (USE CDA000)

CD0284 CADMIUM, HS74, UNITED AIRCRAFT CORP (USE CDA000)

CD0285 CADMIUM, MIL-C-8837, TYPE 2, CLASS 1 (USE CDA000)

CD0286 CADMIUM, DPS9.7.4, TYPE 2, MCDONNELL DOUGLAS CORP (USE CDA000)

CD0287 CADMIUM, STP-58-001, TYPE 2, CLASS 3, LOCKHEED AIRCRAFT CORP (USE CDA000)

CD0288 CADMIUM, STP-58-001, TYPE 3, CLASS 3, LOCKHEED AIRCRAFT CORP (USE CDA000)

CD0289 CADMIUM, PS13101, TYPE 2, CLASS 3, MCDONNELL DOUGLAS CORP (USE CDA000)

CD0290 CADMIUM, RS-1003 CLASS C, THE BENDIX CORP (USE CDA000)

CD0291 CADMIUM, STP-58-001, TYPE 2, CLASS 2, LOCKHEED AIRCRAFT CORP (USE CDA000)

CD0292 CADMIUM, 245, BELL AND HOWELL CO (USE CDA000)

CD0293 CADMIUM, PS30, SPACE CORP (USE CDA000)

CD0294 CADMIUM, QQ-P-416, TYPE 1, CLASS 4 (USE CDA000)

CD0295 CADMIUM, STP-58-001, TYPE 1, CLASS 3, LOCKHEED AIRCRAFT CORP (USE CDA000)

CD0296 CADMIUM, STP-58-001, TYPE 2, CLASS 5, LOCKHEED AIRCRAFT CORP (USE CDA000)

CD0297 CADMIUM, STP-58-0078 LOCKHEED AIRCRAFT CORP (USE CDA000)

CD0298 CADMIUM, CP-0100, TYPE 1, CLASS 3, MCDONNELL DOUGLAS CORP (USE CDA000)

CD0299 CADMIUM, BPS FW4436, BELL HELICOPTER CO (USE CDA000)

CD0301 CADMIUM, FW4436, BELL HELICOPTER CO (USE CDA000)

CD0302 CADMIUM, MS2.01, THE BOEING CO (USE CDA000)

CD0303 CADMIUM, PS13102, CLASS A, MCDONNELL DOUGLAS CORP (USE CDA000)

CD0305 CADMIUM, FP6-1, CLASS 2, NORTHROP CORP (USE CDA000)

CD0306 CADMIUM, AMS 2406 (INVALID)

CD0307 CADMIUM, STP-58-102, LOCKHEED AIRCRAFT CORP (USE CDA000)
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CD0309 CADMIUM, ST-58-002, LOCKHEED AIRCRAFT CORP (USE CDA000)

CD0310 CADMIUM, AMS 2405 (INVALID)

CD0341 CADMIUM, P.S. 13145, TYPE 2, CLASS 3, MCDONNELL DOUGLAS CORP (USE CDA000)

CD0342 CADMIUM-TITANIUM, AMS 2419 (USE CDA000$$TTB000)

CD0348 CADMIUM, CVATB21 NO. 2, LING-TEMCO-VOUGHT INC (USE CDA000)

CD0349 CADMIUM, F-1.20, THE BOEING CO (USE CDA000)

CD0350 CADMIUM, F-1.205, THE BOEING CO (USE CDA000)

CD0351 CADMIUM PLATE, PS 9.74, TYPE 2, MCDONNELL (USE CDA000)

CD0352 CADMIUM PLATE, 0731-511, SMITHS INDUSTRIES LTD (USE CDA000)

CD0354 CADMIUM PLATED, GSS 8050M, GRUMMAN AEROSPACE (USE CDA000)

CD0355 CADMIUM PLATED, PWA 351, UNITED AIRCRAFT CORP (USE CDA000)

CD0356 CADMIUM PLATED, PS30, SPACE CORPORATION (USE CDA000)

CD0357 CADMIUM W/DICHROMATE, F70C3A, GENERAL ELECTRIC (USE CDA000)

CD0358 CADMIUM, CP-0100, CLASS 3 THE BENDIX CORP RESEARCH LABORATORIES (USE CDA000)

CD0359 CADMIUM, PS3, BASCO MANUFACTURING CO (USE CDA000)

CD0363 CADMIUM, C-0478, LOCKHEED AIRCRAFT CORP (USE CDA000)

CD0364 CADMIUM, F-11923, THE BOEING CO (USE CDA000)

CD0365 CADMIUM, J1221-18, LORD CORP (USE CDA000)

CD0366 CADMIUM, LCP77-1061, CLASS 2, TYPE 2, LOCKHEED AIRCRAFT CORP (USE CDA000)

CD0367 CADMIUM, LCP77-1061, LOCKHEED AIRCRAFT CORP (USE CDA000)

CD0368 CADMIUM, MPR1201-14, NAVAL AIR ENGINEERING CENTER (USE CDA000)

CD0369 CADMIUM, TPS 1-406, CLASS 2, LTV ELECTROSYSTEMS INC (USE CDA000)

CD0370 CADMIUM, STF0174, TYPE 2, CLASS 2, NORTHROP CORP (USE CDA000)

CD0371 CADMIUM, F-1. 28, KIDDE WALTER AND CO INC (USE CDA000)

CD0372 CADMIUM, LCP77-1061, CLASS 1, TYPE 2, LOCKHEED AIRCRAFT CORP (USE CDA000)

CD0373 CADMIUM, PS362, THE BOEING CO (USE CDA000)

CD0374 CADMIUM, STF0194, NORTHROP CORP (USE CDA000)

CD0375 CADMIUM, 299-099-031, CB1, BELL HELICOPTER CO (USE CDA000)

CD0376 CADMIUM, 299-099-031, CB2, BELL HELICOPTER CO (USE CDA000)

CD0377 CADMIUM, 299-099-031, CB3, BELL HELICOPTER CO (USE CDA000)

CD0378 CADMIUM, 299-099-031, CC1, BELL HELICOPTER CO (USE CDA000)

CD0387 CADMIUM, DS301-14, MARTIN BAKER AIRCRAFT CO LTD (USE CDA000)

CD0388 CADMIUM, ES64051100, AEROSPACE METALS CORP (USE CDA000)

CD0389 CADMIUM, PS13145, TYPE 2, CLASS 2, MCDONNELL DOUGLAS CORP (USE CDA000)

CD0390 CADMIUM, CP-0120, THE BENDIX CORP (USE CDA000)

CD0391 CADMIUM, KPS-5P.301, CLASS 1, KOLLSMAN INSTRUMENT CORP (USE CDA000)

CD0392 CADMIUM, DS1524, HONEYWELL INC (USE CDA000)

CD0393 CADMIUM, FP-61, TYPE 2, CLASS 2, NORTHROP CORP (USE CDA000)

CD0394 CADMIUM, LAC0491, LOCKHEED-GEORGIA CO (USE CDA000)

CD0395 CADMIUM, PS13145, TYPE 2, CLASS 1, MCDONNELL DOUGLAS CORP (USE CDA000)

CD0396 CADMIUM, FP49, TYPE 2, CLASS 1, NORTHROP CORP (USE CDA000)

CD0397 CADMIUM, NFS 76, NORTHROP CORP (USE CDA000)

CD0398 CADMIUM, PL1, BAUSCH AND LOMB INC (USE CDA000)

CD0399 CADMIUM, BPS4006, CLASS B, BELL HELICOPTER CO (USE CDA000)

CD0400 CADMIUM, DPS9.74, MCDONNELL DOUGLAS CORP (USE CDA000)

CD0401 CADMIUM, PS72-53, TYPE 1, ARMY ELECTRONICS PROCUREMENT AND PRODUCTION DIRECTORATE (USE CDA000)

CD0402 CADMIUM, 13-52, TYPE 2, CLASS B, AMPEX CORP (USK CDA000)

CD0403 CADMIUM, 580-014-00, COLLINS RADIO CORP (USE CDA000)

CD0404 CADMIUM, 51211, 601 TYPE 1, CLASS A, GENERAL ELECTRIC CO (USE CDA000)

CD0405 CADMIUM, VS18-3-1-22, SPERRY RAND CORP (USE CDA000)

CD0406 CADMIUM, WPS201, WALTER KIDDE AND CO INC (USE CDA000)
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CD0407 CADMIUM, 192A, CARRIER CORP (USE CDA000)

CD0408 CADMIUM, PS13145, TYPE 1, CLASS 2, MCDONNELL DOUGLAS CORP (USE CDA000)

CD0409 CADMIUM, STF0810, TYPE 2, CLASS 1, NORTHROP CORP (USE CDA000)

CD0410 CADMIUM, FP-61, TYPE 1, CLASS 1, NORTHROP CORP (USE CDA000)

CD0411 CADMIUM, STP58-005, LOCKHEED-GEORGIA CO (USE CDA000)

CD0412 CADMIUM, BPS4006, TEXTRON INC (USE CDA000)

CD0413 CADMIUM, CPS6672, CURTIS-WRIGHT CORP (USE CDA000)

CD0414 CADMIUM, GM4252-M, CLASS A, GENERAL MOTORS CORP (USE CDA000)

CD0415 CADMIUM, LPS455, CLASS 2, TYPE 2, THE DEWEY ELECTRONICS CORP (USE CDA000)

CD0416 CADMIUM, 49-00036-010, ELECTRONIC COMMUNICATIONS INC (USE CDA000)

CD0417 CADMIUM, DS30000, CODE C, LOCKHEED-GEORGIA CO (USE CDA000)

CD0418 CADMIUM, ES64051101, CONTROL DATA CORP (USE CDA000)

CD0419 CADMIUM, KPS-5P.301, CLASS B, SUN CHEMICAL CORP (USE CDA000)

CD0427 CADMIUM, FPS-1006, CODE D005, GENERAL DYNAMICS CORP (USE CDA000)

CD0428 CADMIUM, LAC 0491, TYPE 2, CLASS 4, LOCKHEED-GEORGIA CO (USE CDA000)

CD0429 CADMIUM, STP-58-001, TYPE 2, CLASS 3, LOCKHEED-GEORGIA CO (USE CDA000)

CD0441 CADMIUM, LCP77-1036, LOCKHEED AIRCRAFT CORP (USE CDA000)

CD0692 CADMIUM, 1E397, CATERPILLAR TRACTOR CO (USE CDA000)

CD0695 CADMIUM PLATED, 51002-A1, I-T-E IMPERIAL CORP (USE CDA000)

CD0697 CADMIUM, PS13145, TYPE 1, CLASS 3, MCDONNELL DOUGLAS CORP (USE CDA000)

CD0700 CADMIUM, DTD904, PLESSEY CO LTD (USE CDA000)

CD0704 CADMIUM-CHROMATE, BAC 5701, TYPE 2, CLASS 2, THE BOEING CO (USE CDA000$$CRA000)

CE0001 CORROSION PREVENTIVE COMPOUND, MIL-C-16713, GRADE 2 (INVALID)

CE0010 CORROSION PREVENTIVE COMPOUND, MIL-C-14201, GRADE 2, CLASS 1 (INVALID)

CE0011 CORROSION PREVENTIVE COMPOUND, MIL-C-16173 (INVALID)

CE0013 COMPOUND, MIL-C-10578, TYPE 5 (INVALID)

CH0000 CHROME (NOT OTHERWISE SPECIFIED) (USE CRA000)

CHA000 CHROME-NICKEL PLATED (NOT OTHERWISE SPECIFIED) (USE CRA000$$NLA000)

CHC000 CHROME PLATED (NOT OTHERWISE SPECIFIED) (USE CRA000)

CHD000 SATIN CHROME (NOT OTHERWISE SPECIFIED) /D/ (USE CRA000)

CHJ000 BRIGHT CHROME PLATE (NOT OTHERWISE SPECIFIED) (USE CRA000)

CH0001 CHROME, MIL-F-14072 (USE CRA000)

CH0004 CHROME PLATE, MIL-P-6871, TYPE 2 (USE CRA000)

CH0006 CHROME, QQ-C-320, CLASS 2 (USE CRA000)

CH0007 CHROME, AMS 2406 (USE CRA000)

CH0009 BRIGHT CHROME, MIL-F-14072 (USE CRA000)

CJ0000 CERAMIC (NOT OTHERWISE SPECIFIED) (USE CLB000)

CJB000 CERAMIC COATED (NOT OTHERWISE SPECIFIED) (USE CLB000)

CJ0042 CERAMIC, MIL-I-10, GRADE L624 (USE CLD000)

CK0000 COPPER ALLOY (NOT OTHERWISE SPECIFIED) (USE CUB000)

CK1177 COPPER-BERYLLIUM, MALLORY 73, DOWTY ROTOL LTD (USK CUB000)

CL0001 CHEMICAL FILM, MIL-C-5541 (INVALID)

CLA000 CHEMICAL FILM (NOT OTHERWISE SPECIFIED) (INVALID)

CLB000 CHEMICALLY TREATED (NOT OTHERWISE SPECIFIED) (INVALID)

CL0002 CHEMICAL FILM, MIL-C-5541, TYPE 2, GRADE C, CLASS 3 /D/ (INVALID)

CL0003 CHEMICAL, PS249, THE BENDIX CORP, NAVIGATION AND CONTROL DIV (INVALID)
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CL0004 CHEMICAL, MIL-STD-171, FINISH 5, 4 (USE PSA000)

CL0009 CHEMICAL FILM, MIL-F-495 (USE XXB000)

CL0019 CHEMICAL FILM, BPS FW 4182, BELL HELICOPTER CO (INVALID)

CL0023 CHEMICAL FILM, L190008044, THE SINGER CO, LIBRASCOPE DIV (INVALID)

CM0000 COBALT (NOT OTHERWISE SPECIFIED) (USE CTA000)

CNA000 CHROMATE DIPPED (NOT OTHERWISE SPECIFIED) /D/ (USE CMA000)

CNB000 CHROMATE FILM/D/ (USE CMA000)

CNE000 CHROMATE COATED (NOT OTHERWISE SPECIFIED) (USE CMA000)

CNK000 BLACK CHROMATE (USE CMA000)

CN0000 CHROMATE (NOT OTHERWISE SPECIFIED) (USE CMA000)

CN0001 GOLD CHROMATE, MIL-C-5541, TYPE 1, GRC CL3 (INVALID)

CN0003 CHROMATE, MIL-C-17711 (INVALID)

CN0004 CHROMATE, MIL-C-5441, CLASS 3 (INVALID)

CN0007 CHROMATE DIP, 580003600, COLLINS RADIO CO (USE CMA000)

CN0010 CHROMATE, MIL-C-5541 (USE CMA000)

CN0017 CHROMATE, ES309A, CENERAL DYNAMICS CORP, ELECTRO DYNAMICS DIV (USE CMA000)

CN0021 CHROMATE, MIL-C-5541, CLASS 3 (USE CMA000)

CN0022 CHROMATE, 500-0836-00, COLLINS RADIO CO (USE CMA000)

CN0023 CHROMATE, 580-0036-00, COLLINS RADIO CO (USE CMA000)

CN0027 CHROMATE, MIL-C-5541, CLASS 1A (USE CMA000)

CN0029 CHROMATE, MIL-C-5541, CLASS 2/D/ (USE CMA000)

CN0036 CHROMATE, DV-PST-27, TYPE 2, CLASS 2, TEXTRON INC, DALMO VICTOR CO DIV (USE CMA000)

CN0037 CHROMATE, MPD 11889, FINISH 7.3, ARMY MISSILE COMMAND, REDSTONE ARSENAL (USE CMA000)

CN0039 CHROMATE, MIL-C-5541, TYPE 1, CLASS 1 (USE CMA000)

CN0043 CHROMATE, 29808, LOCKHEED ELECTRONICS CO INC (USE CMA000)

CN0083 CHROMATE, 580-5105-00 ROCKWELL INTERNATIONAL CORP (USE CMA000)

CN0087 CHROMATE, 981605-3, EATON CORP (USE CMA000)

CN0094 CHROMATE, 0722-555, SMITHS INDUSTRIES PLC AEROSPACE AND DEFENSE SYSTEMS CO (USE CMA000)

CR0000 CHROMIUM (NOT OTHERWISE SPECIFIED) (USE CRA000)

CRA000 CHROMIUM PLATED (NOT OTHERWISE SPECIFIED) (USE CRA000)

CR0001 CHROMIUM QQ-C-320, CLASS 1, TYPE 1 (USE CRA000)

CR0002 CHROMIUM, QQ-C-320, CLASS 1, TYPE 2 (USE CRA000)

CR0003 CHROMIUM, QQ-C-32O, CLASS 2 (USE CRA000)

CR0006 CHROMIUM, MIL-C-20218D, TYPE 3 (USE CRA000)

CR0008 CHROMIUM, MIL-C-23422 (USE CRA000)

CR0011 CHROMIUM, QQ-C-320, TYPE 1, CLASS 2A (USE CRA000)

CR0012 CHROMIUM, QQ-C-320, TYPE 1, CLASS 2B (USE CRA000)

CR0016 CHROMIUM, QQ-C-320, TYPE 2, CLASS 2 (USE CRA000)

CR0018 CHROMIUM, QQ-C-320, TYPE 2, CLASS 2B (USE CRA000)

CR0019 CHROMIUM, QQ-C-320, TYPE 2, CLASS 2C (USE CRA000)

CR0020 CHROMIUM, QQ-C-320, TYPE 2, CLASS 2D (USE CRA000)

CR0022 CHROMIUM, MIL-P-6871, CLASS B (USE CRA000)

CR0023 CHROMIUM, MIL-P-6871 (USE CRA000)

CR0024 CHROMIUM, QQ-C-320, TYPE 1, CLASS 2 (USE CRA000)

CR0025 CHROMIUM, MIL-P-6871, TYPE 2, CLASS A (USE CRA000)

CR0026 CHROMIUM PLATED, QQ-C-320, CLASS 2 (USE CRA000)

CR0028 CHROMIUM, AMS 2406 (USE CRA000)

CR0029 CHROMIUM-NICKEL, ARMCO 17-7PH (USE CRA000$$NLA000)
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CR0033 CHROMIUM, QQ-C-320, CLASS 2D (USE CRA000)

CR0035 CHROMIUM PLATED, ANS 2406 (USE CRA000)

CR0065 CHROMIUM, MIL-P-6871, TYPE 2 (USE CRA000)

CR0066 CHROMIUM, QQ-C-320 (USE CRA000)

CR0067 CHROMIUM, QQ-C-320, TYPE 2, CLASS B (USE CRA000)

CR0069 CHROMIUM, MIL-P-6871, TYPE 1 (USE CRA000)

CR0070 CHROMIUM, QQ-C-320, CLASS 2A (USE CRA000)

CR0071 CHROMIUM, AMS 2046 (USE CRA000)

CR0072 CHROMIUM, QQ-C-320, CLASS 2B (USE CRA000)

CR0073 CHROMIUM, AN-P-39 (INVALID)

CR0074 CHROMIUM, MIL-C-11436 (USE CRA000)

CR0076 CHROMIUM, MIL-STD-171, FINISH 1.2.2 (USE CRA000)

CR0079 CHROMIUM PLATING, MIL-C-14538 (USE CRA000)

CR0080 CHROMIUM, HS 332, UNITED AIRCRAFT CORP (USE CRA000)

CR0082 CHROMIUM, STP-58-003, LOCKHEED AIRCRAFT CORP (USE CRA000)

CR0083 CHROMIUM, QQ-C-320, CLASS 2, TYPE 1 (USE CRA000)

CR0086 CHROMIUM, CHR-6, NATIONAL LOCK CO (USE CRA000)

CR0087 CHROMIUM, GSX7.422, TYPE H, SINGER CORP (USE CRA000)

CR0088 CHROMIUM, HA0109-012, NORTH AMERICAN ROCKWELL CORP (USE CRA000)

CUAAR0 COPPER-TIN-LEAD ALLOY COATED /D/ (USE CUA000)

CUAAS0 COPPER, NICKEL COATED /D/ (USE CUA000)

CUAB00 COPPER NICKEL PLATED /D/ (USE CUB000)

CUAC00 COPPER, CADMIUM PLATED (NOT OTHERWISE SPECIFIED) /D/ (USE CUA000$$CDA000)

CUAE00 COPPER, SILVER PLATED /D/ (USE CUA000$$AGA000)

CUAQ00 COPPER, TIN COVERED (INVALID)

CUA000 COPPER AND CADMIUM (NOT OTHERWISE SPECIFIED) (USE CUA000$$CDA000)

CUB000 COPPER AND CHROMIUM (NOT OTHERWISE SPECIFIED) (USE CUA000$$CRA000)

CUC000 COPPER AND NICKEL (NOT OTHERWISE SPECIFIED) (USE CUA000$$NLA000)

CUD000 COPPER AND SILVER (NOT OTHERWISE SPECIFIED) (USE CUA000$$AGA000)

CUE000 COPPER OXIDE (NOT OTHERWISE SPECIFIED) (USE XXE000)

CUG000 COPPER, TIN, ZINC (NOT OTHERWISE SPECIFIED)(USE CUA000$$SNA000$$ZNA000)

CUM000 COPPER, OXIDIZED (NOT OTHERWISE SPECIFIED) (USE XXE000)

CUN000 COPPER PLATED (USE CUA000)

CUP000 COPPER OR BRASS (NOT OTHERWISE SPECIFIED) (USE CUA000)

CUS000 COPPER-PLATED STEEL (NOT OTHERWISE SPECIFIED) (INVALID)

CUV000 COPPER AND BLACK OXIDE (NOT OTHERWISE SPECIFIED) (USE CUA000$$XXA000)

CUZ000 COPPER FLASH (NOT OTHERWISE SPECIFIED) (USE CUA000)

CU0000 COPPER (NOT OTHERWISE SPECIFIED) (USE CUA000)

CU0031 COPPER PLATED, MIL-C-14550 (USE CUA000)

CU0080 COPPER STRIKE, MIL-C-14550, CLASS 3 (USE CUA000)

CU0187 COPPER, MIL-C-14550, CLASS 2 (USE CUA000)

CU0188 COPPER PLATING, MIL-C-14550 (USE CUA000)

CU0196 COPPER PLATED, MIL-C-14550, CLASS 4 (USE CUA000)

CU0266 COPPER, AMS 2418 (USE CUA000)

CU0321 COPPER PLATED, MIL-C-14550, CLASS 2 (USE CUA000)

CU0336 COPPER, MIL-C-14550, CLASS 5 (USE CUA000)

CU0339 COPPER, MIL-C-14550, CLASS 3 (USE CUA000)

CX0000 CEMENT (NOT OTHERWISE SPECIFIED) (USE MSB000)

CXA000 CEMENT COATED (NOT OTHERWISE SPECIFIED) (USE MSB000)
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CXD000 LATH, STUCCO (NOT OTHERWISE SPECIFIED) (INVALID)

DC0000 DICHROMATE (NOT OTHERWISE SPECIFIED) (USE DCA000)

DCA000 DICHROMATE BLACK (NOT OTHERWISE SPECIFIED) (USE DCA000)

DC0001 DICHROMATE, MIL-M-3171, TYPE 3 (USE DCA000)

DC0003 DICHROMATE, EPS 30063, TYPE 2, PARKER-HANNIFIN CORP (USE DCA000)

DC0004 DICHROMATE, GSM403, GRANITE STATE MACHINE CO (USE DCA000)

ED0000 INDIUM (NOT OTHERWISE SPECIFIED) (USE MTC000)

EN0000 ENAMEL (NOT OTHERWISE SPECIFIED) (USE ENA000)

ENAAG0 ENAMEL, EPOXY (NOT OTHERWISE SPECIFIED) (USE ENA000)

ENAE00 ENAMEL, WHITE (NOT OTHERWISE SPECIFIED) (USE ENA000)

ENAK00 BRONZE ENAMELED (NOT OTHERWISE SPECIFIED) (USE ENA000)

ENAR00 ENAMEL W/PHOSPHATE BASE (USE ENA000$$PHA000)

ENAS00 ENAMEL, PHOSPHATE COATED, MARINE CORPS GREEN (USE ENA000$$PHA000)

ENAY00 ENAMEL, DULL BLACK (NOT OTHERWISE SPECIFIED) /D/ (USE ENB000)

ENC000 ENAMELED (NOT OTHERWISE SPFCIFIED) (USE ENA000)

ENC001 ENAMEL, MIL-E-5558, TYPE 1 (USE ENA000)

ENE000 ENAMEL, BAKED (USE ENA000)

ENF000 ENAMEL, BLACK (NOT OTHERWISE SPECIFIED) (USE ENA000)

ENG000 ENAMEL, BROWN (NOT OTHERWISE SPECIFIED) (USK ENA000)

ENH000 ENAMEL, GRAY (NOT OTHERWISE SPECIFIED) (USE ENA000)

ENJ000 ENAMEL, GREEN (NOT OTHERWISE SPECIFIED) (USE ENA000)

ENK000 ENAMEL, SYNTHETIC, LUSTERLESS, OLIVE DRAB(NOT OTHERWISE SPECIFIED) (USE ENC000)

ENL000 ENAMEL, RED (NOT OTHERWISE SPECIFIED) (USE ENA000)

ENM000 ENAMEL, SEMIGLOSS (NOT OTHERWISE SPECIFIED) (USE ENB000)

ENW000 ENAMEL, OLIVE DRAB (NOT OTHERWISE SPECIFIED) (USE ENA000)

ENY000 ENAMEL W/ANODIZED UNDERCOAT (NOT OTHERWISE SPECIFIED) /D/ (USE ANA000$$ENA000)

EN0001 ENAMEL, MIL-E-15090, TYPE 2, CLASS 2 (USE ENA000)

EN0002 ENAMEL, TT-E-489 (USE ENA000)

EN0004 ENAMEL, TT-E-485, TYPE 2 (USE ENA000)

EN0005 ENAMEL, TT-E-485 (USE EN0000)

EN0011 ENAMEL, MIL-E-15090, TYPE 3, CLASS 2 (USE ENA000)

EN0012 ENAMEL, TT-E-489, CLASS A (USE ENA000)

EN0013 ENAMEL, TT-E-489, CLASS B (USE ENA000)

EN0014 ENAMEL, TT-E-529, CLASS A (USE ENF000)

EN0015 ENAMEL, TT-E-529, CLASS B (USE ENF000)

EN0019 ENAMEL, TT-E-529 (USE ENF000)

EN0020 ENAMEL, TT-E-527 (USE ENB000)

EN0022 ENAMEL, OLIVE DRAB, TT-E-529 (USE ENE000)

EN0023 ENAMEL, 63093, BFLL TELEPHONE LARORATORIES INC (USE ENA000)

EN0024 RED ENAMEL, 580004800, SOUTH CHESTER CORP (USE ENA000)

EN0027 ENAMEL, MARINE CORPS GREEN, M69503-461, SPERRY GYROSCOPE DIV OF SPERRY RAND CORP (USE ENA000)

EN0031 ENAMEL, TT-E-516 (USE ENC000)

EN0039 ENAMEL, SEMIGLOSS P513, MIL-F-14072 (USE PNA000)

EN0044 ENAMEL, FED STD 595 (USE ENA000)

EN0052 ENAMEL, MIL-E-5557, TYPE 4 (USE ENA000)

EN0056 ENAMEL, TT-E-529, COLOR 24525, FED STD 595 (USE ENA000)

EN0065 ENAMEL, MIL-E-5556 (USE ENA000)

EN0066 ENAMEL, MIL-E-5557, TYPE 5 (USE ENA000)
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EN0067 ENAMEL, MIL-F-14072 (USE ENA000)

EN0068 ENAMEL, FED STD 595, TYPE 21105 (USE ENA000)

EN0069 ENAMEL, FED STD 595, TYPE 37038 (USE ENA000)

EN0070 ENAMEL, MIL-E-5556, TYPE 604 (USE ENA000)

EN0071 ENAMEL, MIL-P-12011, PROCESS 19.08 (USE ENB000)

EN0072 ENAMEL, MIL-STD-171, FINISH 20.8 (USE ENA000)

EN0073 ENAMEL, 49-00078-027, ELECTRONIC COMMUNICATIONS INC (USE ENA000)

EN0074 ENAMEL, FED-STD-595, TYPE 36231 (USE ENA000)

EN0075 ENAMEL, SEMIGLOSS BLACK, MIL-E-1115 (USE ENA000)

EN0077 ENAMEL, MIL-STD-808, TYPE F-302YL (USE ENA000)

EN0078 ENAMEL, MIL-F-14072, FINISH P511B (USE ENA000)

EN0079 ENAMEL, MIL-E-5557 (USE ENA000)

EN0080 ENAMEL, MIL-E-16663 (USE ENA000)

EN0081 ENAMEL, MIL-E-15130 (USE ENA000)

EN0082 ENAMEL, MIL-E-11237, 3725 (USE ENA000)

EN0083 BLACK ENAMEL, 580-0028-00, COLLINS RADIO CO (USE ENA000)

EN0084 ENAMEL, FED STD 595, TYPE 27038 (USE ENA000)

EN0085 ENAMEL, WS-5102, NAVAL ORDNANCE SYSTEMS COMMAND (USE ENA000)

EN0086 ENAMEL, TT-P-489, TYPE 3 (USE ENA000)

EN0087 ENAMEL, MIL-E-46061 (USE ENA000)

EN0088 ENAMEL, MIL-P-12011, FINISH 21.11, CLASS RSC (USE ENA000)

EN0089 ENAMEL, MPR1201-12, NAVAL AIR ENGINEERINC CENTER (USE ENA000)

EN0101 ENAMEL, OLIVE DRAB, 3131-3, FERBERT-SCHORNDORFER /D/ (USE ENA000)

EN0102 ENAMEL, BLACK, MIL-E-5557, TYPE 4-CANCELED /D/ (USE ENE000)

EN0103 ENAMEL, LIGHT GRAY, MIL-STD-1303, SYSTEM 37 /D/ (USE ENF000)

EN0104 ENAMEL, GRAY, MIL-F-14072, FINISH P515, FILM E /D/ (USE PNA000)

EN0107 ENAMEL, TT-E-496 (USE ENA000)

EN0117 ENAMEL, TT-E-485, TYPE 4 (USE ENF000)

EN0120 ENAMEL, TT-E-485, TYPE 1 (USE ENC000)

EN0121 ENAMEL, STF0194, NORTHROP CORP (US0 ENA000)

EN0122 ENAMEL, MPR1201-39, NAVAL AIR ENGINEERING CENTER (USE ENA000)

EN0129 ENAMEL, TT-E-496, TYPE 1 (USE ENA000)

EN0130 ENAMEL, TT-E-490 (USE ENA000)

EN0133 ENAMEL, TT-E-529, 27875 (USE ENF000)

EN0134 ENAMEL, MIL-E-480, TYPE 1-CANCELED (USE ENF000)

EN0135 ENAMEL, MIL-E-480, TYPE 2-CANCELED (USE ENF000)

EN0166 ENAMEL, MMS420, MCDONNELL DOUGLAS CORP (USE ENA000)

EN0175 ENAMEL, TT-E-529, CLASS B, COMP G (USE ENA000)

EN0177 ENAMEL, MMS420, NATIONAL WATER LIFT CO (USE ENA000)

FM0000 FILM (INVALID)

FN0000 FINISH, BRIGHT (NOT OTHERWISE SPECIFIED) (INVALID)

FNAAA0 FINISH, BLACK (NOT OTHERWISE SPECIFIED) (INVALID)

FNAAH0 BURNISHED (NOT OTHERWISE SPECIFIED) (INVALID)

FNAAL0 MATTE (NOT OTHERWISE SPECIFIED) (INVALID)

FNAH00 PRIMER (NOT OTHERWISE SPECIFIED) (USE PRA000)

FND000 FINISH, SATIN (NOT OTHERWISE SPECIFIED) /D/ (INVALID)

FNN000 FROSTED (NOT OTHERWISE SPECIFIED) (INVALID)

FNP000 FINISH, MACHINE (NOT OTHERWISE SPECIFIED) /D/ (INVALID)

FN0004 PRIMER COATING, TT-P-636 (USE PRA000)
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FN0006 PRIMER, MIL-P-8585 (USE CMB000)

FN0008 COATING, EPOXY-POLYAMIDE, MIL-C-22750 (USE PCF000$$PCS000)

FN0010 FINISH, DULL, 47-5-11, CLASS C (INVALID)

FN0011 FINISH, MIL-F-14072, E300 (USE PSA000)

FN0012 FINISH, MIL-F-14072, E513 (USE PSA000)

FN0017 PRIMER, ZINC CHROMATE, TT-P-645 (USE CMB000)

FN0018 FINISH, MIL-F-14072, P213-C (USE PNA000)

FN0029 PRIMER, TT-P-636 (USE PRA000)

FN0031 PRIMER, PS13421, MCDONNELL DOUGLAS CORP (USE PRA000)

FN0032 FINISH, MIL-F-14072, M227 (USE ZNA000$$CMA000)

FN0033 FINISH, MIL-F-14072, M264 (USE CMB000$$PSA000)

FN0035 FINISH, MIL-F-14072, E511 (USE ANA000)

FN0036 PRIMER, ZINC-CHROMATE, TT-P-1757 (USE CMB000)

FN0037 PRIMER, TT-P-659 (USE PRA000)

FN0038 PRIMER, TT-P-664 (USE PRA000)

FN0042 PRIMER, EPOXY, MMS405, MCDONNELL DOUGLAS CORP, MCDONNELL AIRCRAFT DIV (USE PCS000)

FN0043 COATING, POLYURETHANE, MIL-C-27227 (USE PCY000)

FN0046 PRIMER, MIL-P-38336 (USE PRA000)

FN0047 PRIMER, PS-30, SPACE CORP (USE PRA000)

FN0054 PRIMER, MIL-P-15328 (USE PRA000)

FN0058 PRIMER TT-P-666 (USE CMB000)

FN0067 PRIMER, ZINC-CHROMATE, TT-P-1757, COMP G (USE CMB000)

FN0068 PRIMER, ZINC-CHROMATE, TT-P-1757. COMP L (USE CMB000)

FN0103 COATING, ALUMINUM, MIL-C-83488, CLASS 2, TYPE 2 (USE ALB000$$CMA000)

GB0000 GALVANIZED (NOT OTHERWISE SPECIFIED) (USE ZNA000)

GBA000 GALVANIZED AND CADMIUM (NOT OTHERWISE SPECIFIED) (USE CDA000$$ZNA000)

GBB000 GALVANIZED AND NICKEL (NOT OTHERWISE SPECIFIED) (USE NLA000$$ZNA000)

GBE000 GALVANIZED, HOT DIP OR ELECTROLYTIC (NOT OTHERWISE SPECIFIED) (USE ZNA000)

GBF000 GALVANIZED OR CADMIUM (NOT OTHERWISE SPECIFIED) /D/ (USE ZNA000$CDA000)

GBH000 GALVANIZED W/CHROMATE FINISH (NOT OTHERWISE SPECIFIED) (USE ZNA000$$CMA000)

GB0001 GALVANIZED, ASTM A153 (USE ZNA000)

GB0002 GALVANIZED, MIL-Z-17871 (USE ZNA000)

GF0000 GRAPHITIC (NOT OTHERWISE SPECIFIED) (INVALID)

GP0000 GRAPHITE (NOT OTHERWISE SPECIFIED) (USE GFA000)

GPA000 GRAPHITE, ELECTROFILM (NOT OTHERWISE SPECIFIED) (USE GFA000)

JA0000 JAPAN (NOT OTHERWISE SPECIFIED) (USE END000)

JAA000 JAPAN, DULL BLACK (USE END000)

JA0001 JAPAN, WESTERN ELECTRIC CO INC (USE END000)

KCA000 CAUSTIC DIPPED (INVALID)

KD0000 CHROMIC ACID DIP (USE CMA000)

KDB000 CHROMIC ACID (USE CMA000)

KN0000 COPPER NICKEL ALLOY (NOT OTHERWISE SPECIFIED) (USE CUA000$$NLA000)

LC0000 OIL (USE LCA000)
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LCK000 OIL IMPREGNATED (NOT OTHERWISE SPECIFIED) (USE LCA000)

LLA000 LUBRICANT, MANUFACTURERS STANDARD (NOT OTHERWISE SPECIFIED)(USE LCB000)

LLF000 LUBRICANT, DRY FILM (USE LCC000)

LL0089 LUBRICANT, MIL-L-8937 (USE LCC000)

LL0094 LUBRICANT, SOLID FILM, MIL-L-8937 (USE LCC000)

LQ0000 LACQUER (NOT OTHERWISE SPECIFIED) (USE LQA000)

LQB000 LACQUER, VINYL (NOT OTHERWISE SPECIFIED) USE LQA000)

LQC000 LACQUERED (NOT OTHERWISE SPECIFIED) (USE LQA000)

LQD000 BLACK LACQUER (NOT OTHERWISE SPECIFIED) (USE LQA000)

LQH000 LACQUER, CLEAR /D/ (USE LQA000)

LQP000 LACQUER, ACRYLIC (NOT OTHERWISE SPECIFIED) (USE LQA000)

LQ0001 LACQUER, TT-L-58 (USE LQA000)

LQ0002 LACQUER, MIL-L-6806 (INVALID)

LQ0007 LACQUER, MIL-L-7178 (USE LQA000)

LQ0008 LACQUER ACRYLIC, MIL-L-81352 (USE LQA000)

LQ0009 LACQUER, FED STD 595, TT-L-20 (USE LQA000)

LQ0011 LACQUER, MIL-V-173 (USE LQA000)

LQ0020 LACQUER, TT-L-20 (USE LQA000)

LQ0025 LACQUER, ACRYLIC 65651-05065, UNITED AIRCRAFT CORP, SIKORSKY AIRCRAFT DIV (USE LQD000)

LQ0026 LACQUER, TT-L-32 (USE LQA000)

LQ0027 LACQUER, TT-L-58, TYPE 1 (USE LQA000)

LQ0028 LACQUER, TT-L-32, 17038 (USE LQA000)

LQ0036 LACQUER, MIL-L-19537 (USE LQD000)

LQ0037 LACQUER, F1-1-29-29, LOCKHEED-GEORGIA CO (USE LQA000)

MAA000 MOLYBDENIUM AND DISULPHIDE (NOT OTHERWISE SPECIFIED) /D/ (USE LCE000)

MF0000 METAL GRAPHITIC (NOT OTHERWISE SPECIFIED) (INVALID)

MG0000 MAGNESIUM (USE MGA000)

MM0000 IMMUNIZED (NOT OTHERWISE SPECIFIED) (INVALID)

MMA000 IMMUNIZED W/BLACK DIP (NOT OTHERWISE SPECIFIED) (USE XXB000)

MM0003 IMMUNIZE, ES-091, THE BENDIX CORP (INVALID)

MM0004 IMMUNIZE, KPS-51 200, KOLLSMAN INSTRUMENT CORP (INVALID)

MM0005 IMMUNIZE, PS-M903, COLT INDUSTRIES INC (INVALID)

MN0000 MANGANESE (NOT OTHERWISE SPECIFIED) (INVALID)

MNC000 MANGANESE PHOSPHATE (NOT OTHERWISE SPECIFIED) (USE PHC000)

MN0006 MANGANESE PHOSPHATE BASE, MIL-P-16232, TYPE M, CLASS 1 (USE PHC000)

MN0007 MANGANESE COATING, MIL-C-16232A, TYPE 1 (USE MNA000)

NA0000 SODIUM DICHROMATE (NOT OTHERWISE SPECIFIED) (USE DCA000)

NC0000 NICKEL COPPER ALLOY (NOT OTHERWISE SPECIFIED) (USE CUA0B0$$NLA000)

NE0000 NITRATE (NOT OTHERWISE SPECIFIED) (INVALID)

NF0000 NICKEL (NOT OTHERWISE SPECIFIED) (USE NLA000)
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NFA000 NICKEL AND CADMIUM (NOT OTHERWISE SPECIFIED) (USE NLA000$$CDA000)

NFAAAB NICKEL-CADMIUM W/CHROMATE (NOT OTHERWISE SPECIFIED) (USE NLA000$$CDA000$$CMA000)

NFAAB0 NICKEL COATED (USE NLA000)

NFAG00 NICKEL CADMIUM (NOT OTHERWISE SPECIFIED) (USE NLA000$$CDA000)

NFAS00 NICKEL PLATE, DARK (USE NLA000)

NFAZ00 NICKEL-CHROME (NOT OTHERWISE SPECIFIED) /D/ (USE CRA000$$NLA000)

NFB000 NICKEL, CHROMATE TREATED (NOT OTHERWISE SPECIFIED) (USE NLA000$$CMA000)

NFC000 NICKEL OR CHROME (NOT OTHERWISE SPECIFIED) (USE NLA000$CRA000)

NFC001 NICKEL, QQ-N-290 (USE NLA000)

NFD000 NICKEL PLATED-BLACK OXIDE (NOT OTHERWISE SPECIFIED)(USE NLA000$$XXB000)

NFE000 NICKEL PLATED (DULL WHITE OR BRIGHT NICKEL) (NOT OTHERWISE SPECIFIED) (USE NLA000)

NFF000 NICKEL ALLOY (NOT OTHERWISE SPECIFIED) (USE NLC000)

NFG000 NICKEL PLATED (NOT OTHERWISE SPECIFIED) (USE NLA000)

NFH000 NICKEL-CHROMIUM ALLOY (NOT OTHERWISE SPECIFIED) (USE CRA000$$NLA000)

NFJ000 NICKEL-CHROMIUM-IRON ALLOY (USE NLC000)

NFL000 DULL NICKEL (NOT OTHERWISE SPECIFIED) (USE NLA000)

NFM000 WHITE NICKEL (NOT OTHERWISE SPECIFIED) (USE NLA000)

NFN000 NICKEL, BRIGHT /D/ (USE NLA000)

NFW000 NICKEL, ELECTROLESS (NOT OTHERWISE SPECIFIED) (USE NLA000)

NF0001 NICKEL, QQ-N-290 (USE NLA000)

NF0002 NICKEL, QQ-N-290, CLASS 6, TYPE 2 (USE NLA000)

NF0003 NICKEL-CADMIUM, AMS 2416 (USE NLA000$$CDA000)

NF0004 NICKEL, QQ-N-290, CLASS 1, TYPE 1 (USE NLA000)

NF0005 NICKEL, QQ-N-290, CLASS 1, TYPE 2 (USE NLA000)

NF0006 NICKEL, QQ-N-290, CLASS 1, TYPE 3 (USE NLA000)

NF0007 NICKEL, QQ-N-290, CLASS 1, TYPE 4 (USE NLA000)

NF0008 NICKEL, QQ-N-290, CLASS 1, TYPE 5 (USE NLA000)

NF0009 NICKEL, QQ-N-290, CLASS 1, TYPE 6 (USE NLA000)

NF0010 NICKEL, QQ-N-290, CLASS 1, TYPE 7 (USE NLA000)

NF0011 NICKEL, QQ-N-290, CLASS 1, TYPE 8 (USE NLA000)

NF0012 NICKEL, QQ-N-290, CLASS 1, TYPE 9 (USE NLA000)

NF0014 NICKEL, QQ-N-290, CLASS 2 (USE NLA000)

NF0015 NICKEL, QQ-N-290, TYPE 6, MATTE AND MIL-P-6589 /D/ (INVALID)

NF0018 NICKEL PLATED, FF-H-116, US14 (USE NLA000)

NF0019 NICKEL, QQ-N-290, CLASS 2, TYPE 5 (USE NLA000)

NF0023 NICKEL, QQ-N-290, CLASS 2, TYPE 6 (USE NLA000)

NF0024 NICKEL, QQ-N-290 (USE NLA000)

NF0025 NICKEL PLATE, AMS 2403 (USE NLA000)

NF0027 NICKEL PLATED, MIL-N-26074, CLASS 1 (USE NLA000)

NF0029 NICKEL, QQ-N-290, CLASS 1 (USE NLA000)

NF0030 NICKEL, QQ-N-290, TYPE 5 (USE NLA000)

NF0039 NICKEL PLATED, MIL-F-14072, M352 (USE NLA000)

NF0044 NICKEL, MIL-P-6859 (USE NLA000)

NF0047 NTCKEL, MIL-F-14072 (USK NLA000)

NF0048 NICKEL CADMIUM W/CHROMATE, STSBS 002, LOCKHEED-GEORGIA CO (USE NLA000$$CDA000$$CMA000)

NF0049 NICKEL, QQ-N-290, CLASS Z (USE NLA000)

NF0051 NICKEL-CADMIUM W/CHROMATE, STS BS 000, LOCKHEED-GEORGIA CO(USE NLA000$$CDA000$$CMA000)

NF0052 NICKEL, MIL-C-26074, CLASS 2 (USE NLA000)

NF0053 NICKEL, QQ-N-290, TYPE 7 (USE NLA000)

NF0066 NICKEL, MIL-C-26074, CLASS 1 (USE NLA000)

NF0110 NICKEL PLATED, MIL-C-26074, CLASS 2 (USE NLA000)
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NF0111 NICKEL PLATING, QQ-N-290, CLASS 2, TYPE 4 (USE NLA000)

NF0194 NICKEL, DULL, QQ-N-290, CLASS 1 (USE NLA000)

NF0196 NICKEL PLATED, S-109, HAZELTINE CORP (USE NLA000)

NF0197 NICKEL PLATED, P35, BENDIX CORP, NAVIGATION AND CONTROL DIV(USE NLA000)

NF0198 NICKEL PLATED, QQ-N-290, CLASS 1, TYPE 6 (USE NLA000)

NF0199 NICKEL ZINC ALLOY, AMS 2417 (USE NLA000$$ZNA000)

NF0200 NICKEL PLATED, QQ-N-290, CLASS 1, TYPE 7 (USE NLA000)

NF0201 NICKEL, MIL-C-206074, CLASS 2, GRADE B (INVALID)

NF0203 NICKEL PLATED, QQ-N-290, CLASS 2 (USE NLA00O)

NF0204 BLACK NICKEL, MIL-P-18317 (USE NLA000)

NF0207 NICKEL, AAN290, CLASS 2, COLLINS RADIO CO (USE NLA000)

NF0208 NICKEL, AN-P-34 (USE NLA000)

NF0209 NICKEL, A7, PHILCO FORD CORP (USE NLA000)

NF0210 NICKEL, MIL-C-26074 (USE NLA000)

NF0211 NICKEL, MIL-N-26074, CLASS 2, GRADE A (USE NLA000)

NF0212 NICKEL, MIL-P-12011, FINISH 21.06 TYPE KS (USE NLA000)

NF0213 NICKEL, MIL-P-6859, TYPE 1 (USE NLA000)

NF0214 NICKEL, MIL-P-6859, TYPE 1, CLASS B (USE NLA000)

NF0215 NICKEL, MIL-P-6859, TYPE 2, CLASS C (USE NLA000)

NF0216 NICKEL, PF9, LUCAS GAS TURBINE EQUIPMENT LTD, TECHNICAL SERVICES (USE NLA000)

NF0217 NICKEL, PS60485, SONOTONE CORP (USE NLA000)

NF0218 NICKEL, FPS 128-1, THE MAGNAVOX CO (USE NLA000)

NF0219 NICKEL, QQ-N-290, TYPE 2 (USE NLA000)

NF0220 NICKEL, 20, THE SINGER CO, FRIDEN DIV (USE NLA000)

NF0221 NICKEL, 4584, AIRCRAFT RADIO CORP,DIV OF CESSNA AIRCRAFT CO(USE NLA000)

NF0224 NICKEL PLATED, QQ-N-290, CLASS 1, TYPE 5 (USE NLA000)

NF0227 NICKEL PLATED, QQ-N-290, CLASS 1 (USE NLA000)

NF0230 NICKEL PLATED, QQ-N-290, CLASS 2, TYPE 6 (USE NLA000)

NF0245 NICKEL, MIL-C-26074, CLASS 1, TYPE 1 (USE NLA000)

NF0246 NICKEL PLATED, MIL-P-6859 (USE NLA000)

NF0249 NICKEL COATED, ASTM B355 (USE NLA000)

NF0262 NICKEL-CADMIUM W/CHROMATE, STSBS001 LOCKHEED AIRCRAFT CORP (USE NLA000$$CDA000$$CMA000)

NF0266 NICKEL-CADMIUM W/CHROMATE, AMS 2416 (USE NLA000$$CDA000$$CMA000)

NF0268 NICKEL-ZINC, LAO109-005, NORTH AMERICAN ROCKWELL CORP (USE NLA000$$ZNA000)

NF0269 NICKEL, AMS 2403 (USE NLA000)

NF0275 NICKEL, AMS 2404 (USE NLA000)

NF0277 NICKEL, MIL-P-18317 (USE NLA000)

NF0279 NICKEL-CADMIUM W/CHROMATE, STSB5000, LOCKHEED AIRCRAFT CORP (USE NLA000$$CDA000$$CMA000)

NF0282 NICKEL PLATED, MIL-C-26074, CLASS 1 (USE NLA000)

NF0283 NICKEL, MIL-N-26074 (USE NLA000)

NF0284 NICKEL PLATED, MIL-C-26074, TYPE 1 (USE NLA000)

NF0296 NICKEL, HS55, CRANE CO (USE NLA000)

NF0297 NICKEL, AA0109-007, TYPE 1, CLASS 1, NORTH AMERICAN ROCKWELL CORP (USE NLA000)

NF0298 NICKEL PLATED, MIL-C-26074 (USE NLA000)

NF0300 NICKEL, AMS 2405 (USE NLA000)

NF0301 NICKEL, AMS 2424 (USE NLA000)

NF0302 NICKEL-ZINC, LA0110-006, NORTH AMERICAN ROCKWELL CORP (USE NLA000$$ZNA000)

NF0303 NICKEL, M5284-151, BORG-WARNER CORP (USE NLA000)

NF0344 NICKEL PLATED, MIL-F-14072, FINISH M213 (USE CUA000$$NLA000)

NF0371 NICKEL, B141-QB, AMERICAN SOCIETY FOR TESTING AND MATERIALS (INVALID)

NF0372 NICKEL, QQ-N-290, TYPE 6 (USE NLA000)
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NF0373 NICKEL, MIL-F-14072, M312 (USE NLA000)

NF0379 NICKEL, QQ-N-290, CLASS 1, GRADE E (USE NLA000)

NF0380 NICKEL, QQ-N-290, CLASS 1, GRADE A (USE NLB000)

NF0621 NICKEL PLATED, MIL-C-26074, CLASS 3, GRADE B (USE NLA000)

NR0000 NATURAL (NOT OTHERWISE SPECIFIED) (INVALID)

NSB000 NICKEL SILVER PLATED (NOT OTHERWISE SPECIFIED) (USE CUB000)

NS0003 NICKEL SILVER, QQ-N-290, TYPE 7 (USE NLA000)

NT0000 NITROGEN (NOT OTHERWISE SPECIFIED) (INVALID)

PB0000 LEAD (NOT OTHERWISE SPECIFIED) (USE PBA000)

PBA000 LEAD OR LEAD-TIN (NOT OTHERWISE SPECIFIED) (USE PBA000$PBB000)

PBC000 LEAD PLATED (NOT OTHERWISE SPECIFIED) (USE PBA000)

PBD000 LEAD ALLOY (NOT OTHERWISE SPECIFIED) (USE PBB000)

PBE000 LEAD TIN ALLOY (NOT OTHERWISE SPECIFIED) (USE PBB000)

PBF000 LEAD BASE ALLOY (NOT OTHERWISE SPECIFIED) (USE PBB000)

PBG000 LEAD-TIN (NOT OTHERWISE SPECIFIED) (USE SNB000$$PBB000)

PBN000 LEAD, RED (USE PBA000)

PB0001 LEAD, QQ-L-201, GRADE B (USE PBB000)

PB0009 LEAD TIN ALLOY, MIL-B-13506, COMP 19 (USE PB0021)

PB0020 LEAD, MIL-L-13808, TYPE 2, CLASS 3 (USE PBA000)

PB0048 LEAD, AMS 2414 (USE PBA000)

PC0000 PLASTIC (USE PCA000)

PCA000 PLASTIC ACRYLONITRILE-BUTADIENE-STYRENE (NOT OTHERWISE SPECIFIED) (USE PCX000)

PCAAAJ PLASTIC, FLUOROCARBON RESIN, TFE (NOT OTHERWISE SPECIFIED) (USE PCB000)

PCAAAL PLASTIC, TETRAFLUOROETHYLENE (NOT OTHERWISE SPECIFIED) (USE PCB000)

PCAAAT PLASTIC, EPOXY RESIN (NOT OTHERWISE SPECIFIED) (USE PCS000)

PCAAH0 PLASTIC, POLYTETRAFLUOROETHYLENE RESIN (NOT OTHERWISE SPECIFIED) (USE PCB000)

PCAH00 PLASTIC, POLYTETRAFLUOROETHYLENE (NOT OTHERWISE SPECIFIED) (USE PCB000)

PCBH00 PLASTIC COATED (NOT OTHERWISE SPECIFIED) (USE PCA000)

PCDP00 PLASTIC LACQUER (USE PCA000$$LQA000)

PCDQ00 PLASTIC VARNISH (USE PCA000$$VAA000)

PCP000 PLASTIC, EPOXY (NOT OTHERWISE SPECIFIED) (USE PCS000)

PC0001 PLASTIC, BS 5102 TYPE 1 /N/ (USE PCA000)

PC0018 PLASTIC, MELAMINE, MIL-P-15037, TYPE GMG (USE PCA000)

PC0079 PLASTIC, POLYTETRAFLUOROETHYLENE, MIL-P-19468, GROUP C (USE PCB000)

PC0166 PLASTIC, MIL-P-7788, TYPE 3 (INVALID)

PC0686 PLASTIC, MIL-P-5425, FINISH A (USE PCA000)

PC1568 PLASTIC, PLASTISOL, MIL-P-20689, TYPE 1, CLASS 1 (USE PCD000)

PC1608 PLASTIC, MIL-P-7788 (USE PCA000)

PC1723 PLASTIC, ACRYLIC, FMS 1004, GENERAL DYNAMICS CORP (USE PCK000)

PC1724 PLASTIC, MIL-P-20689, TYPE 2 (USE PCC000)

PC2472 PLASTIC, POLYURETHANE, PB78-508, LOCKHEED AIRCRAFT CORP (USE PCY000)

PC2892 PLASTIC, POLYAMIDE, PB509, LOCKHEED AIRCRAFT CORP (USE PCF000)

PC2894 PLASTIC, POLYAMIDE, C-37-1126, LOCKHEED AIRCRAFT CORP (USE PCF000)

PC2955 PLASTIC, POLYURETHANE, MIL-C-46168 (USE PCF000)

PD0000 PALLADIUM (USE PDA000)
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PD0002 PALLADIUM, MIL-P-45209 (USE PDA000)

PE0000 PENETRATE (NOT OTHERWISE SPECIFIED) (USE XXB000)

PEA000 PENETRATE BLACK (NOT OTHERWISE SPECIFIED) (USE XXB000)

PE0001 PENETRATE, ES408 SECTION 1-INVALID (USE XXB000)

PE0002 PENETRATE, ORD SPEC 1434 (USE XXB000)

PE0003 PENETRATE, 57-02C, TYPE 3, CLASS A, GRADE 1 (USE XXB000)

PE0004 PENETRATE, C-7, FORD INSTRUMENT CO (USE XXB000)

PH0000 PHOSPHATE (USE PHA000)

PHA000 PHOSPHATE OR CADMIUM (USE PHA000$CDA000)

PHB000 PHOSPHATE BLACK (NOT OTHERWISE SPECIFIED) (USE PHA000)

PHD000 PHOSPHATE DIP (NOT OTHERWISE SPECIFIED) (USE PHA000)

PHE000 PHOSPHATE W/CHROMATE (NOT OTHERWISE SPECIFIED) (USE PHA000$$CMA000)

PHG000 PHOSPHATE FINISH W/SUPPLEMENTARY OIL TREATMENT(NOT OTHERWISE SPECIFIED) (USE PHA000$$LCA000)

PHH000 PHOSPHATE COATED (NOT OTHERWISE SPECIFIED) (USE PHA000)

PHL000 PHOSPHATE PLATED (NOT OTHERWISE SPECIFIED) (USE PHA000)

PHM000 PHOSPHATE FINISH W/ZINC CHROMATE (NOT OTHERWISE SPECIFIED)(USE PHA000$$CMB000)

PH0001 PHOSPHATE, MIL-C-16232, TYPE 2 (USE PHD000)

PH0002 PHOSPHATE, MIL-C-16232 (USE PHC000$PHD000)

PH0003 PHOSPHATE, MIL-P-16232, TYPE M, CLASS 1 (USE PHC000)

PH0004 PHOSPHATE, MIL-P-16232, TYPE M, CLASS 2 (USE PHC000)

PH0005 PHOSPHATE (NOT OTHERWISE SPECIFIED) (USE PHA000)

PH0011 PHOSPHATE, MIL-P-16232, TYPE Z, CLASS 1 (USE PHD000)

PH0012 PHOSPHATE, MIL-P-16232, TYPE Z, CLASS 2 (USE PHD000)

PH0013 PHOSPHATE, MIL-P-16232, TYPE Z, CLASS 3 (USE PHD000)

PH0014 PHOSPHATE, MIL-P-16232, TYPE Z, CLASS 4A (USE PHD000)

PH0015 PHOSPHATE, MIL-P-16232, TYPE Z, CLASS 4B (USE PHD000)

PH0019 PHOSPHATE, JAN-C-490, GRADE 1 (USE PHA000)

PH0020 PHOSPHATE, MIL,-P-16232, TYPE 1, CLASS 1 (USE PHC000)

PH0023 PHOSPHATE, MIL-F-14072, FINISH E211 (USE PHA000)

PH0024 PHOSPHATE, MIL-P-16232, TYPE 2, CLASS 4 (USE PHD000)

PH0025 PHOSPHATE, AMS 2481 (USE PHA000)

PH0026 PHOSPHATE, 57-0-2, TYPE 2, CLASS B (USE PHA000)

PH0029 PHOSPHATE, MIL-C-12968 (USE PHA000)

PH0030 PHOSPHATE, MIL-C-12968, TYPE A (USE PHA000)

PH0032 PHOSPHATE, MIL-C-16232, TYPE 1 (USE PHC000)

PH0033 PHOSPHATE, MIL-STD-171, 5.3.3 (USE PHA000)

PH0034 PHOSPHATE, 63066-1, BELL TELEPHONE LARORATORIES, INC (USE PHA000)

PH0035 PHOSPHATE, AMS 7205 (INVALID)

PH0036 PHOSPHATE, MIL-C-12968, TYPE B, CLASS 1 (USE PHA000)

PH0037 PHOSPHATE, MIL-C-16232, TYPE Z (USE PHD000)

PH0038 PHOSPHATE, MIL-P-16232 (USE PHC000$PHD000)

PH0039 PHOSPHATE, MIL-C-16232, TYPE A, CLASS 2-CANCELED (USE PHA000)

PH0040 PHOSPHATE, MIL-C-16232A, TYPE 1 (USE PHC000)

PH0041 PHOSPHATE, MIL-P-16232A, TYPE 1 /D/ (USE PHC000$PHD000)

PH0044 PHOSPHATE, MIL-C-490, GRADE 1-CANCELED (USE PHA000)

PH0046 PHOSPHATE, TT-C-490, TYPE 1 (USE PHA000)

PH0054 PHOSPHATE, 1200, AMCHEM PRODUCTS INC (USE PHA000)

PH0055 PHOSPHATE, MIL-C-16232, TYPE M (USE PHC000)

PH0061 PHOSPHATE, MIL-P-16232, TYPE Z (USE PHD000)
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PH0063 PHOSPHATE, GM4227M, EARTHMOVING EQUIPMENT DIV OF GENERAL MOTORS CORP (USE PHA000)

PH0065 PHOSPHATE, SS-8416, UNITED AIRCRAFT CORP, SIKORSKY AIRCRAFT DIV (USE PHA000)

PH0066 PHOSPHATE, 378, TINNERMAN PRODUCTS INC (USE PHA000)

PH0067 PHOSPHATE, HP4-7A, HUGHES TOOL CO, AIRCRAFT DIV (USE PHA000)

PH0073 PHOSPHATE, MIL-C-16232, TYPE 2, CLASS A (USE PHD000)

PH0074 PHOSPHAIE, TT-C-490 (USE PHB000$PHD000)

PH0075 PHOSPHATE, TT-C-490 (USE PHB000)

PH0076 PHOSPHATE, TT-C-49O, TYPE 3 (USE PHB000$PHD000)

PH0082 PHOSPHATE, 1200, ALUMINUM CO OF AMERICA, LANCASTER WORKS (USE PHA000)

PH0084 PHOSPHATE, 63066-1, BELL TELEPHONE LABORATORIES, INC (USE PHA000)

PH0085 PHOSPHATE, G-1, CLASS A-1, INTERNATIONAL HARVESTER CO (USE PHA000)

PH0086 PHOSPHATE, K-F-1103, SCM CORP, KLEINSCHMIDT DIV (USE PHA000)

PH0088 PHOSPHATE, TPSI-418, E-SYSTEMS INC, GREENVILLE DIV (USE PHA000)

PH0089 PHOSPHATE, MIL-P-16232, TYPE 1 (USE PHA000)

PH0095 PHOSPHATE, BW-161P, BENDIX-WESTINGHOUSE AUTOMOTIVE AIR BRAKE CO (USE PHA000)

PH0099 PHOSPHATE, 57-0-2, TYPE 2, CLASS C (USE PHA000)

PH0136 PHOSPHATE, GM 4435-M, CODE A, GENERAL MOTORS CORP (USE PHA000)

PH0137 PHOSPHATE, GM 6001-M, CODE A, GENERAL MOTORS CORP (USE PHA000)

PH0142 PHOSPHATE, MANGANESE DOD-P-16232, TYPE M, CLASS 1 (USE PH0000)

PH0149 PHOSPHATE ZINC, DOD-P-16232, TYPE Z, CLASS 4 (USE PHD000)

PH0150 PHOSPHATE, ES1011-B4, MGM BRAKES CO (USE PHA000)

PL0000 POLYAMIDE NYLON (NOT OTHERWISE SPECIFIED) (USE PCA000)

PM0000 PULP, SULPHATE (NOT OTHERWISE SPECIFIED) (INVALID)

PN0000 PAINTED (NOT OTHERWISE SPECIFIED) (USE PNA000)

PNA000 PAINT (NOT OTHERWISE SPECIFIED) (USE PNA000)

PNAB00 PAINT, SEMIGLOSS (NOT OTHERWISE SPECIFIED) (USE PNA000)

PNAF00 PLASTIC, POLYPROPYLENE (NOT OTHERWISE SPECIFIED) (USE PCAA00)

PNB000 PAINT, ASPHALT (NOT OTHERWISE SPECIFIED) (USE PNA000)

PND000 PAINT, BLACK (NOT OTHERWISE SPECIFIED) (USE PNA000)

PNE000 PAINTED, CRACKLED FINISH (NOT OTHERWISE SPECIFIED) (USE PNA000)

PNF000 PAINT, SILVER (USE PDA000)

PNG000 PAINT (NOT OTHERWISE SPECIFIED) (USE PNA000)

PNH000 PAINT OLIVE DRAB (NOT OTHERWISE SPECIFIED) (USE PNA000)

PNJ000 PAINTED, W/PRIMER UNDERCOAT (NOT OTHERWISE SPECIFIED) (USE PNA000$$PRA000)

PNW000 PAINT, GRAY (NOT OTHERWISE SPECIFIED) (USE PNA000)

PN0001 PAINTED, GREY W, LOW BAKINC, AMS 2510 (USE PNA000)

PN0003 PAINT, PRIMER, TT-P-666 (USE PRA000)

PN0004 PAINT, MIL-P-15146 (USE PNA000)

PN0005 PAINT, PRIMER, MIL-P-17544 (USE PRA000)

PN0006 PAINT, PRIMER, MIL-P-17545 (USE PRA000)

PN0013 PAINT, PRIMER, TT-P-636 (USE PNA000)

PN0014 PAINT, ASPHALT, MIL-A-3777 (USE PNA000)

PN0015 PAINTED, FED STD 595, NO. 37038 (USE PNA000)

PN0017 PAINT, PRIMER, MIL-P-23377 (USE PCS000$$PCF000)

PN0019 PAINT, PRIMER, TT-P-664 (USE PRA000)

PN0022 PAINIED, FED STD 595, NO. 36231 (USE PNA000)

PN0029 PAINT, MIL-T-704, TYPE 4 (USE PNA000)

PN0030 PAINT, MIL-T-704, TYPE C (INVALID)
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PN0031 PAINT, MIL-P-1265 /D/ (USE PNA000)

PN0032 PAINT, MIL-T-704, TYPE B (USE PNA000)

PN0035 PAINT, MIL-STD-171, NO. 219 (USE PNA000)

PN0037 PAINT, MIL-P-52192 (USE PNA000)

PN0078 PAINT, MIL-STD-171, 21.3 (USE PNA000)

PN0082 PAINT, MIL-F-14072, FINISH P213 (USE PNA000)

PN0084 PAINT, MIL-STD-1303, SYSTEM 9 (USE PNA000)

PN0086 PAINTED, FED STD 595, 11105 (USE PNA000)

PN0087 PAINT, FED STD 595, 37875 (USE PNA000)

PN0088 PAINTED, FED STD 595, 27038 (USE PNA000)

PN0089 PAINT, 580-0028-000, COLLINS RADIO CO (USE PNA000)

PN0090 PAINT, 580-0043-00, COLLINS RADIO CO (USE PNA000)

PN0091 PAINT, 821-0038-00, COLLINS RADIO CO (USE PNA000)

PN0092 PAINTED, FED STD 595, 36440 (USE PNA000)

PN0093 PAINT, MIL-STD-1303, SYSTEN 17 (USE PNA000)

PN0095 PAINT, MIL-P-23377 (USE PNA000)

PN0098 PAINT, MIL-T-704 (USE PNA000)

PN0099 PAINT, AMS 2510 (USE PNA000)

PN0100 PAINT, MIL-P-14276 (USE PNA000)

PN0101 PAINT, MIL-T-704, TYPE 1 (USE PNA000)

PN0102 PAINT, MIL-P-14553 (USE PNA000)

PN0103 PAINT, VS1-3-1-45 SPERRY RAND CORP (USE PNA000)

PN0104 PAINT, TT-P-659 (USE PNA000)

PN0116 PAINT, 13421, MCDONNELL DOUGLAS CORP (USE PNA000)

PN0126 PAINT, MIL-P-12011 (USE PNA000)

PN0127 PAINT, MIL-STD-194 (USE PNA000)

PN0128 PAINT, ALUMINUM, 52189, EPSCO, INC (USE PNA000)

PN0131 PAINT, EPOXY, MIL-P-22808-CANCELED (USE PNA000)

PN0133 PAINT, MIL-P-12011, FINISH 22.05 (INVALID)

PN0134 PAINT, MIL-P-12011, FINISH 22.04, GRADE 1 (INVALID)

PN0141 PAINT, MIL-F-14072, FINISH P212 (USE PNA000)

PN0142 PAINT, MIL-P-24380 (USE PNA000)

PN0146 PAINT, STF0141, NORTHROP CORP, AIRCRAFT DIV (USE PNA000)

PN0150 PAINT, MIS 13960, ARMY MISSILE COMMAND, REDSTONE ARSENAL (USE PNA000)

PN0151 PAINT, MPD 2168, FINISH 202.1, ARMY MISSILE COMMAND, REDSTONE ARSENAL (USE PNA000)

PN0152 PAINT, MPD 2168, FINISH 402.1, ARMY MISSILE COMMAND, REDSTONE ARSENAL (USE PNA000)

PN0153 PAINT, MPD 2168, FINISH 603.1.1, ARMY MISSILE COMMAND, REDSTONE ARSENAL (USE PNA000)

PN0154 PAINT, GX0104, WESTINGHOUSE CANADA LTD ELECTRONICS SYSTEMS DIV (USE PNA000)

PN0155 PAINT, MPD 2168, ARMY MISSILE COMMAND, REDSTONE ARSENAL (USE PNA000)

PN0156 PAINT, MPD 11889, FINISH 20.19, ARMY MISSILE COMMAND, REDSTONE ARSENAL (USE PNA000)

PN0157 PAINT, NAI-1269, NORTHROP CORP, AIRCRAFT DIV (USE PNA000)

PN0159 PAINT, P6017-1, GENERAL DYNAMICS CORP, CONVAIR AEROSPACE DIV, FT WORTH OPERATIONS (USE PNA000)

PN0160 PAINT, 67A247B23, NAVAL AIR SYSTEMS COMMAND (USE PNA000)

PN0170 PAINT, BMS10-53, THE BOEING CO (USE PNA000)

PN0171 PAINT, 828-025, E I DUPONT DE NEMOURS AND CO INC (USE PNA000)

PN0173 PAINT, MIS10016-221/401/402, ARMY MISSILE COMMAND, REDSTONE ARSENAL (USE PNA000)

PN0180 PAINT, P6430P1, AVCO LYCOMING DIV, STRATFORD PLANT (USE PNA000)

PN0181 PAINT, 100D1-127, MILMANCO CORP (USE PNA000)

PN0221 PAINT, 1E2493, CATERPILLAR TRACTOR CO (USE PNA000)

PN0224 PAINT, 5570265-A, AM GENERAL CORP (USE PNA000)

PN0225 PAINT, GF14A, GRUMAN AEROSPACE CORP (USE PNA000)
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PN0226 PAINT, CW-1, GENERAL MOTORS CORP (USE PNA000)

PN0233 PAINT, SS8555, UNITED TECHNOLOGIES CORP (USE PNA000)

PN0241 PAINT, MIL-P-47115, TYPE 1 (USE PNA000) PP0000 PHOSPHATIZED (USE PHA000)

PS0000 PASSIVATED (NOT OTHERWISE SPECIFIED) (USE PSA000)

PSA000 PASSIVATED AND DICHROMATE TREATED (NOT OTHERWISE SPECIFIED)(USE PSA000$$DCA000)

PSB000 PASSIVATED AND SILVER PLATED (NOT OTHERWISE SPECIFIED) (USE PSA000$$AGA000)

PSC000 PASSIVATED W/BLACK OXIDE (NOT OTHERWISE SPECIFIED) (USE PSA000$$XXB000)

PSD000 PASSIVATED W/BLACK OXIDE OR PHOSPHATE (NOT OTHERWISE SPECIFIED) (USE PSA000$$XXB000$PSA000$$PHA000)

PSE000 PASSIVATED W/CHROMATE (NOT OTHERWISE SPECIFIED) (USE PSA000$$CMA000)

PSF000 PASSIVATE, BLACK (USE PSA000)

PS0001 PASSIVATED, MIL-F-14072, FINISH NO. E300, TYPE 1 (USE PSA000)

PS0002 PASSIVATED, MIL-F-14072, FINISH NO. E300, TYPE 2 (USE PSA000)

PS0003 PASSIVATED, MIL-S-5002 (USE PSA000)

PS0004 PASSIVATED, QQ-P-35, TYPE 1 (USE PSA000)

PS0005 PASSIVATED, QQ-P-35, TYPE 2 (USE PSA000)

PS0006 PASSIVATED, QQ-P-35, TYPE 3 (USE PSA000)

PS0007 PASSIVATED, QQ-P-35 (USE PSA000)

PS0008 PASSIVATED, MIL-F-14072, FINISH E300 (USE PSA000)

PS0009 PASSIVATED, MIL-STD-171, FINISH NO. 5.4.1 (USE PSA000)

PS0010 PASSIVATED, MIL-STD-171, FINISH NO. 5.5.1 (USE PSA000)

PS0011 PASSIVATED, MIL-STD-171 (USE PSA000)

PS0013 PASSIVATED, QQ-P-35 (USE PSA000)

PS0014 PASSIVATED, SD1069, LEAR SIEGLER, INC, INSTRUMENTS DIV (USE PSA000)

PS0015 PASSIVATED, P6401 AVCO/LYCOMING-CHARLESTON PLANT (USE PSA000)

PS0016 PASSIVATED, QQ-P-35, TYPE 2 OR 3 (USE PSA000)

PS0017 PASSIVATED, MIL-STD-171, FINISH 5.1.2 (INVALID)

PS0018 PASSIVATED, F-16, TEXAS INSTRUMENTS, INC APPARATUS DIV (USE PSA000)

PS0020 PASSIVATED, MIL-F-14072 (USE PSA000)

PS0021 PASSIVATED, RS2040, REEVES INSTRUMENT DIV OF DYNAMICS CORP OF AMERICA (USE PSA000)

PS0022 PASSIVATED, SP-151, WOODWARD GOVERNOR CO (USE PSA000)

PS0023 PASSIVATED, SS-8435,UNITED AIRCRAFT CORP, SIKORSKY AIRCRAFT(USE PSA000)

PS0025 PASSIVATED, BM86, THE BENDIX CORP. (USE PSA000)

PS0027 PASSIVATED, 830, UNITED AIRCRAFT CORP, PRATT AND WHITNEY AIRCRAFT DIV (USE PSA000)

PS0028 PASSIVATED, P4-TE5B, GENERAL ELECTRIC CO, AIRCRAFT ENGINE GROUP (USE PSA000)

PS0029 PASSIVATED, CAP-177, CHICAGO AERIAL INDUSTRIES, INC (USE PSA000)

PS0030 PASSIVATED, FPS436, THE MAGNAVOX CO (USE PSA000)

PS0031 PASSIVATED, 990104, LITTON SYSTEMS, INC, GUIDANCE AND CONTROL SYSTEMS DIV (USE PSA000)

PS0032 PASSIVATED, 258, HI-SHEAR CORP (USE PSA000)

PS0033 PASSIVATED, ASTM A380 (USE PSA000)

PS0034 PASSIVATRD, MIL-STD-171, TABLE 5, FINISH 5.4 (USE PSA000)

PS0036 PASSIVATED, 5800103-00, COLLINS RADIO CO (USE PSA000)

PS0037 PASSIVATED, MIL-T-704 (USE PSA000)

PS0039 PASSIVATED, KPS51-200, KOLLSMAN INSTRUMENT CORP (USE PSA000)

PS0040A PASSIVATED, B190000120, KEARFOTT GROUP, KEARFOTT SYSTEMS DIV, GENERAL PRECISION SYSTEMS INC

PS0040B (USE PSA000)

PS0041 PASSIVATED, LA010-006, NORTH AMERICAN ROCKWELL CORP, AUTONETICS DIV (USE PSA000)

PS0042 PASSIVATED, MIL-STD-171, 5.4 (USE PSA000)

PS0043 PASSIVATED, WPS10012, WESTON HYDRAULICS, LTD (USE PSA000)

PS0044 PASSIVATED, 101535, AMERICAN MACHINE AND FOUNDRY CO, LELAND AIRBORNE PRODUCTS DIV (USE PSA000)

PS0047 PASSIVATED, 847, BELL AND HOWELL CO (USE PSA000)
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PS0048 PASSIVATED, ZA296-1008, RAYTHEON CO (USE PSA000)

PS0049 PASSIVATED, M69510,SPERRY GYROSCOPE DIV OF SPERRY RAND CORP(USE PSA000)

PS0050 PASSIVATED, MIL-C-5541 (INVALID)

PS0051 PASSIVATED, 296MT105, RAYTHEON CO (USE PSA000)

PS0052 PASSIVATED, A2131822, INTERNATIONAL TELEPHONE AND TELEGRAPH CORP. (USE PSA000)

PS0053 PASSIVATED, NAVAL ORD, OD 7580 (USE PSA000)

PS0054 PASSIVATED, 580-0025-00, COLLINS RADIO CO (USE PSA000)

PS0055 PASSIVATED, CPS6515, CURTISS-WRIGHT CORP, CURTISS DIV (USE PSA000)

PS0056A PASSIVATED, C190000120, KEARFOTT GROUP, KEARFOTT PRODUCTS DIV, GENERAL PRECISION SYSTEMS, INC

PS0056B (USE PSA000)

PS0057 PASSIVATED, PS13001, MCDONNEL-DOUGLAS CORP (USE PSA000)

PS0058 PASSIVATED, EM52-8, NORTH AMERICAN AVIATION (USE PSA000)

PS0059 PASSIVATED, D010, GENERAL DYNAMICS CORP, FT WORTH DIV (USE PSA000)

PS0060 PASSIVATED, ES337, GENERAL DYNAMICS CORP, ELECTRONICS DIV (USE PSA000)

PS0061 PASSIVATED, 102-104-0001, SUNBEAM ELECTRONICS DIV, JOHN OSTER MFG CO (USE PSA000)

PS0062 PASSIVATED, BAC5751, THE BOEING CO, VERTOL DIV (USE PSA000)

PS0064 PASSIVATED, FINISH 4834, HONEYWELL, INC, AEROSPACE AND DEFENSE GROUP (USE PSA000)

PS0065 PASSIVATED, LA0110-006, OAKLAND FOUNDRY CO (USE PSA000)

PS0067 PASSIVATED, CMC 197-117, CANADIAN MARCONI CO (USE PSA000)

PS0068 PASSIVATED, 580-00200, COLLINS RADIO CO (USE PSA000)

PS0070 PASSIVATED, MIL-F-14072 (USE PSA000)

PS0072 PASSIVATED, MIL-F-21467 (INVALID)

PS0074 PASSIVATED, 101, TYPE 5, GOBAL SYSTEMS, H KOCH AND SONS DIV(USE PSA000)

PS0075 PASSIVATED, MIL-F-14072, FINISH E300, F-16 (USE PSA000)

PS0076 PASSIVATED, ACES16P3, AEROQUIP CORP, AIRCRAFT DIV, JACKSON PLANT (USE PSA000)

PS0077 PASSIVATED, EPS-4, FLUID REGULATORS CORP (USE PSA000)

PS0078 PASSIVATED, ES-F59-2, PARKER HANNIFIN CORP (USE PSA000)

PS0080 PASSIVATED, LA0110-006, NORTH AMERICAN ROCKWELL CORP, AUTONETICS DIV (USE PSA000)

PS0081 PASSIVATED, MIL-F-14072, FINISH E300/D (USE PSA000)

PS0082 PASSIVATED, MIL-STD-808, TYPE 1 D-200 (USE PSA000)

PS0083 PASSIVATED, MP-22, NATIONAL WATERLIFT COMPANY DIV OF PNEUMO DYNAMICS CORP (USE PSA000)

PS0084 PASSIVATED, N.A.A., PRI-4,NORTH AMERICAN ROCKWELL CORP, LOS ANGELES DIV (USE PSA000)

PS0087A PASSIVATED, P4A-WL1A, GENERAL ELECTRIC CO, AEROSPACE INSTRUMENTS AND CONTROL SYSTEMS PRODUCTS

PS0087B DEPT, AEROSPACE INSTRUMENTS PROGRAMS (USE PSA000)

PS0088 PASSIVATED, P6402, AVCO/LYCOMING CHARLETON PLANT (USE PSA000)

PS0089 PASSIVATED, 11181083, ARMY SAFEGUARD SYSTEM COMMAND (USE PSA000)

PS0090 PASSIVATED, 4834, HONEYWELL INC, AER0SPACE MINNEAPOLIS DIV (USE PSA000)

PS0091 PASSIVATED, 7.021, GRUMMAN AEROSPACE CORP (USE PSA000)

PS0092 PASSIVATED, 951034, COMPUTING DEVICES OF CANADA LTD (USE PSA000)

PS0094 PASSIVATED, 98933, NORTHROP CORP, ELECTRONIC DIV (USE PSA000)

PS0095 PASSIVATED, 990104, TYPE 2, LITTON SYSTEMS INC, GUIDANCE AND CONTROL SYSTEMS DIV (USE PSA000)

PS0096 PASSIVATED, APS 8.1, ADEL A DIV OF DELAVAL TURBINE CALIFORNIA INC (USE PSA000)

PS0097 PASSIVATED, C09510341-1, COMPUTING DEVICES OF CANADA LTD (USE PSA000)

PS0098 PASSIVATED, DV-PSN-3-B-4, TEXTRON INC, DALMO VICTOR CO DIV (USE PSA000)

PS0099 PASSIVATED, DV-PST-17, TEXTRON INC, DALMO VICTOR CO DIV (USE PSA000)

PS0100 PASSIVATFD, ESS 001, HYDRAULIC RESEARCH AND MFG CO, DIV OF TEXTRONS INC (USE PSA000)

PS0101A PASSIVATED, FS125, SYLVANIA ELECTRIC PRODUCTS INC, SYLVANIA ELECTRONIC SYSTEMS CENTRAL DIV

PS0101B (USE PSA000)

PS0102 PASSIVATED, GPS 10-030, OPERATION T21A, ITT GILFILLAN INC (USE PSA000)

PS0103 PASSIVATED, HA296MR105, RAYTHEON CO (USE PSA000)

PS0104 PASSIVATED, HPS 12207, ACTRON INDUSTRIES INC (USE PSA000)
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PS0105 PASSIVATED, HP4-169, HUGHES AIRCRAFT CO (USE PSA000)

PS0106 PASSIVATED, PSM903, COLT INDUSTRIES INC, CHANDLER EVANS CONTROL SYSTEMS INC (USE PSA000)

PS0108 PASSIVATED, SPS 107, DYNASCIENCES CORP, CONTROLS DIV (USE PSA000)

PS0109 PASSIVATED, WK520002, KIDDE WALTER AND CO INC (USE PSA000)

PS0110 PASSIVATED, 0002 CARDION ELECTRONICS, A UNIT OF GENERAL SIGNAL CORP (USE PSA000)

PS0111A PASSIVATED, 102-104-0001, THOMAS A EDISON INSTRUMENT DIV, MCGRAW EDISON COMPANY OF FORT LAUDERDALE

PS0111B FLORIDA (USE PSA000)

PS0112 PASSIVATED, 05-01-03, MITE CORP (USE PSA000)

PS0113 PASSIVATED, 1980032, RCA CORP (USE PSA000)

PS0115 PASSIVATED, 580-0025-00, COLLINS RADIO CO (USE PSA000)

PS0116 PASSIVATED, 893411, LITTON SYSTEMS INC, DATA SYSTEMS DIV (USE PSA000)

PS0117 PASSIVATED, 980005-1, CUTLER HAMMER INC, ATL DIV (USE PSA000)

PS0118A PASSIVATED, P.S.83116KA, WESTINGHOUSE ELECTRIC CORP, AEROSPACE AND ELECTRONIC SYSTEMS DIV

PS0118B (USE PSA000)

PS0120 PASSIVATED, MIL-F-14072, FINISH E513 (USE PSA000)

PS0123 PASSIVATED, MIL-STD-171, FINISH 7.2.2 (INVALID)

PS0124 PASSIVATED, MIL-F-14072, TYPE 1, FINISH E300 /D/ (USE PSA000)

PS0125 PASSIVATED, MIL-F-14072, FINISH E308 (INVALID)

PS0126 PASSIVATED, MIL-STD-171, FINISH 5.2 (INVALID)

PS0136 PASSIVATED, SS8435, UNITED AIRCRAFT CORP (USE PSA000)

PS0137 PASSIVATED, MIL-STD-171, FINISH NO. 5.4 (USE PSA000)

PS0139 PASSIVATED, MIL-STD-171, FINISH 21.19 (USE PSA000)

PS0140 PASSIVATED, MIL-STD-171, FINISH 20.5 (USE PSA000)

PS0141 PASSIVATED, MIL-STD-171, FINISH 20.19 (USE PSA000)

PS0142 PASSIVATED, MIL-STD-171, FINISH 21.3 (USE PSA000)

PS0144 PASSIVATED, MIL-STD-171, FINISH 1.9.2.3 (USE PSA000)

PS0152 PASSIVATED, AES 64186, ARO EQUIPMENT CORP (USE PSA000)

PS0153 PASSIVATED, AIM 2023, AVIATION INSTRUMENT MFG CORP (USE PSA000)

PS0155 PASSIVATED, A296-1277-16, RAYTHEON CO (USE PSA000)

PS0158 PASSIVATED, C-0170, LOCKHEED AIRCRAFT CORP (USE PSA000)

PS0160 PASSIVATED, STF 0168, NORTHROP CORP AIRCRAFT DIV (USE PSA000)

PS0161 PASSIVATED, YA 296-1008, RAYTHEON CO (USE PSA000)

PS0164 PASSIVATED, 49-00027-000, ELECTRONIC COMMUNICATIONS INC (USE PSA000)

PS0165 PASSIVATED, P6402, AVCO CORP (USE PSA000)

PS0168 PASSIVATED, 990104, TYPE 1, LITTON SYSTEMS INC (USE PSA000)

PS0169 PASSIVATED, CVA1-6, LING-TEMPCO-VOUGHT (USE PSA000)

PS0170 PASSIVATED, C190000120, THE SINGER CO (USE PSA000)

PS0173 PASSIVATED, HRPS161, TEXTRON INC (USE PSA000)

PS0174 PASSIVATED, BM-86, THE BENDIX CORP (USE PSA000)

PS0178 PASSIVATED, ES-337, HOFFMAN ELECTRONICS CORP (USE PSA000)

PS0190 PASSIVATED, GPS20-200, ITT GILFILLAN INC (USE PSA000)

PS0191 PASSIVATED, HP4-8, HUGHES AIRCRAFT CO (USE PSA000)

PS0192 PASSIVATED, HP9-5, HUGHES AIRCRAFT CO (USE PSA000)

PS0196 PASSIVATED, LA0110-006, NORTH AMERICAN ROCKWELL CORP (USE PSA000)

PS0199 PASSIVATED, KPS-51-200, KOLLSMAN MOTOR CORP (USE PSA000)

PS0203A PASSIVATED, GPS20-200, TYPE 1, ITT GILFILLAN DIV, INTERNATIONAL TELEPHONE AND TELEGRAPH CORP

PS0203B (USE PSA000)

PS0207 PASSIVATED, S-199, HAZELINE CORP (USE PSA000)

PS0209 PASSIVATED, MP22, PNEUMO DYNAMICS CORP (USE PSA000)

PS0210 PASSIVATED, 4834, HONEYWELL INC (USE PSA000)

PS0211 PASSIVATED, YA296-1277-16, RAYTHEON CO (USE PSA000)
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PS0214 PASSIVATED, GA-3023, WESTERN ELECTRIC CO INC (USE PSA000)

PS0215 PASSIVATED, M69510, SPERRY RAND CORP (USE PSA000)

PS0218 PASSIVATED, NS277, SIMMONS PRECISION PRODUCTS INC (USE PSA000)

PS0225 PASSIVATED, PS13, BENDIX CORP (USE PSA000)

PS0227 PASSIVATED, PS294193-1, WESTINGHOUSE ELECTRIC CO (USE PSA000)

PS0228 PASSIVATED, PS294193-3, WESTINGHOUSE ELECTRIC CO (USE PSA000)

PS0230 PASSIVATED, PWA830, UNITED AIRCRAFT CO (USE PSA000)

PS0231 PASSIVATED, P4A-WL1A, GENERAL ELECTRIC CO (USE PSA000)

PS0232 PASSIVATED, P4AHC1, GENERAL ELECTRIC CO (USE PSA000)

PS0240 PASSIVATED, STP58-301, LOCKHEED AIRCRAFT CORP (USE PSA000)

PS0243 PASSIVATED, 204-947-002, BELL HELICOPTER CO (USE PSA000)

PS0245 PASSIVATED, 951034-1, COMPUTING DEVICES OF CANADA LTD (USE PSA000)

PS0246 PASSIVATED, MG056, GENERAL DYNAMICS CORP (USE PSA000)

PS0252 PASSIVATED, MIL-STD-171, FINISH NO. 5.3.2.2 (USE PSA000)

PS0256 PASSIVATED, HS334, TYPE 1, UNITED AIRCRAFT CORP (USE PSA000)

PS0257 PASSIVATED, HP4-103, HUGHES AIRCRAFT CO (USE PSA000)

PS0258 PASSIVATED, MIL-STD-171, FINISH 7.5 (INVALID)

PS0259 PASSIVATED, SS8797, UNITED AIRCRAFT CORP (USE PSA000)

PS0260 PASSIVATED, MIL-STD-171, FINISH 3.3.1.2 (INVALID)

PS0261 PASSIVATED, MIL-STD-171, FINISH 3.3.1.1 (INVALID)

PS0263 PASSIVATRD, MIL-STD-171, FINISH 1.1.2.2 (INVALID)

PS0264 PASSIVATED, MIL-S-5002, TYPE 1, CLASS C (USE PSA000)

PS0265 PASSIVATED, MIL-STD-171, FINISH 1.2.2 (INVALID)

PS0266 PASSIVATED, MIL-STD-171, FINISH 1.2.4 (INVALID)

PS0268 PASSIVATED, MIL-S-5002, TYPE 3, CLASS B (USE PSA000)

PS0269 PASSIVAT0D, MIL-STD-171, FINISH 5.3.1.2 (USE PSA000)

PS0270 PASSIVATED, GPS20-102, TYPE 1, ITT GILFILLAN INC (USE PSA000)

PS0271 PASSIVATED, AP-105, TEXTRON INC (USE PSA000)

PS0272 PASSIVATED, MIL-STD-171, FINISH 5.4.1 (USE PSA000)

PS0273 PASSIVATED, AS-4700, MIDLAND-ROSS CORP (USE PSA000)

PS0274 PASSIVATED, A2020611, HOFFMAN ELECTRONICS CORP (USE PSA000)

PS0275 PASSIVATED, A353617, POTTER INSTRUMENT CO (USE PSA000)

PS0276 PASSIVATED, B1900000120, THE SINGER CO (USE PSA000)

PS0277 PASSIVATED, CPS 130, CARLETON CONTROLS CORP (USE PSA000)

PS0278 PASSIVATED, ED043, CHESAPEAKE INSTRUMENT CORP (US0 PSA000)

PS0279 PASSIVATED, ED043, EDO CORP (USE PSA000)

PS0280 PASSIVATED, EPS 4, REX CHAINBELT INC (USE PSA000)

PS0281 PASSIVATED, E664, ITT AEROSPACE CONTROLS (USE PSA000)

PS0282 PASSIVATED, FS-251 MCDONNELL DOUGLAS CORP (USE PSA000)

PS0283 PASSIVATED, JH117, ABEX INDUSTRIES OF CANADA LTD (USE PSA000)

PS0285 PASSIVATED, MIL-STD-171, FINISH 5.4 (USE PSA000)

PS0286 PASSIVATED, MIL-STD-171, FINISH 5.4.2 (USE PSA000)

PS0287 PASSIVATED, 89341, LITTON INDUSTRIES INC (USE PSA000)

PS0289 PASSIVATED, PS950147, LEIGH INSTRUMENTS LTD (USE PSA000)

PS0290 PASSIVATED, SPS 407, DYNASCIENCES CORP (USE PSA000)

PS0291 PASSIVATED, 5703, VALOR ENGINEERING CORP (USE PSA000)

PS0293 PASSIVATED, WPS10012, BORG-WARNER CORP (USE PSA000)

PS0294 PASSIVATED, 14.10, SUNSTRAND CORP (USE PSA000)

PS0295 PASSIVATED, 2-112-A-1800, LEAR SIEGLER INC (USE PSA000)

PS0296 PASSIVATED, 580-0025-000, COLLINS RADIO (USE PSA000)

PS0297 PASSIVATED, 999-100, FAIRCHILD-HILLER CORP STRATOS WESTERN (USE PSA000)
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PS0298 PASSIVATED, C-11, AIR LOGISTICS CORP (USE PSA000)

PS0299 PASSIVATED, CSP500-4, COURTER INC (USE PSA000)

PS0300 PASSIVATED, E2925, MCGRAW-EDISON CO (USE PSA000)

PS0302 PASSIVATED, PWA 351.125AA, UNITED AIRCRAFT CORP (USE PSA000)

PS0304 PASSIVATED, AP-185, TEXTRON INC (USE PSA000)

PS0305 PASSIVATED, BAC 5751, THE BOEING CO (USE PSA000)

PS0306 PASSIVATED, BB-1, APEX CORP (USE PSA000)

PS0307 PASSIVATED, CAP-177, BOURNS INC (USE PSA000)

PS0308 PASSIVATED, ES-337A, STROMRERG-CARLSON CORP (USE PSA000)

PS0309 PASSIVATED, ES-6-708, PARKER-HANNIFIN CORP (USE PSA000)

PS0310 PASSIVATED, LS20765, LEAR SIEGLER INC (USE PSA000)

PS0311 PASSIVATED, 9900000-162, THE BUNKER-RAMO CORP (USE PSA000)

PS0312 PASSIVATED, GSS7021, GRUMMAN AEROSPACE CORP (USE PSA000)

PS0314 PASSIVATED, H178, UNITED AIRCRAFT CORP (USE PSA000)

PS0315 PASSIVATED, KLI-F1101, SCM CORP (USE PSA000)

PS0316 PASSIVATED, LAC-C-0170, LOCKHEED AIRCRAFT CORP (USE PSA000)

PS0317 PASSIVATED, LMT814594, ITT GILFILLAN INC (USE PSA000)

PS0318 PASSIVATED, PS290141-2, WESTINGHOUSE ELECTRIC CORP (USE PSA000)

PS0319 PASSIVATED, MIL-STD-171, FINISH 7.1.1 (USE ANA000)

PS0320 PASSIVATED, MIL-STD-171, FINISH 7.2.1 (USE ANA000)

PS0330 PASSIVATFD, OD7690, NAVAL ORDNANCE SYSTEMS COMMAND (USE PSA000)

PS0331 PASSIVATED, OD15444, TYPE 16, NAVAL ORDNANCE SYSTEMS COMMAND (USE PSA000)

PS0335 PASSIVATED, E300, SLICK ELECTRIC INC (USE PSA000)

PS0336 PASSIVATED, K-F-1101, SCM CORP KLEINSCHMIDT DIV (USE PSA000)

PS0337 PASSIVATED, P4A WB1A, GENERAL ELECTRIC CO (USE PSA000)

PS0338 PASSIVATED, LS20675, LEAR SIEGLER INC (USE PSA000)

PS0339 PASSIVATED, GPS30-200, ITT GILFILLAN INC (USE PSA000)

PS0340 PASSIVATED, 2-112A1800, EASTMAN KODAK CO (USE PSA000)

PS0343 PASSIVATED, DS30000, LOCKHEED-GEORGIA CO (USE PSA000)

PS0344 PASSIVATED, STP58-301, LOCKHEED-GEORGIA CO (USE PSA000)

PS0345 PASSIVATED, 580-0244-000, COLLINS RADIO CO (USE PSA000)

PS0346 PASSIVATED, MIL-F-14072, FINISH P515 (USE PSA000)

PS0347 PASSIVATED, P6402A, AVCO LYCOMING DIV, STRATFORD PLANT (USE PSA000)

PS0348 PASSIVATED, MIL-F-14072, FINISH P513, TYPE 1 (USE PSA000)

PS0349 PASSIVATED, ES5-3, PARKER-HANNIFIN CORP (USE PSA000)

PS0350 PASSIVATED, MP-22, ELECTRONIC RESEARCH ASSOCIATES INC (USE PSA000)

PS0351 PASSIVATED, PS22, PRECISION SENSORS INC (USE PSA000)

PS0352 PASSIVATED, 68A900000, MCDONNELL DOUGLAS CORP (USE PSA000)

PS0353 PASSIVATED, BAC5751, METHOD 2, THE BOEING CO (USE PSA000)

PS0354 PASSIVATED, DPS9.07, MCDONNELL DOUGLAS CORP (USE PSA000)

PS0355 PASSIVATED, JH117, THE BOEING CO (USE PSA000)

PS0356 PASSIVATED, SPS206, STERER ENGINEERING AND MFG CO (USE PSA000)

PS0357 PASSIVATED, 299-099-031L, BELL HELICOPTER CO (USE PSA000)

PS0358 PASSIVATED, PS23041, MCDONNELL DOUGLAS CORP (USE PSA000)

PS0359 PASSIVATED, PV-F-5, THE BOEING CO (USE PSA000)

PS0362 PASSIVATED, VS1-3-1-15, SPERRY RAND CORP (USE PSA000)

PS0365 PASSIVATED, PN14.10, SUNDSTRAND AVIATION DIV, SUNDSTRAND CORP (USE PSA000)

PS0368 PASSIVATED, SP229, WOODWARD GOVERNOR CO (USE PSA000)

PS0369 PASSIVATED, Z702, TYPE 1, PUROLATOR INC (USE PSA000)

PS0370 PASSIVATED, AP105, HYDRAU1IC RESEARCH AND MFG CO (1!SE PSA000)

PS0371 PASSIVATED, A2370044, STEP 7, INTERNATIONAL TELEPHONE AND TELEGRAPH CORP (USE PSA000)
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PS0372 PASSIVATED, CP0520, THE BENDIX CORP (USE PSA000)

PS0376 PASSIVATED, GPS20-200, INTERNATIONAL TELEPHONE AND TELEGRAPH CORP (USE PSA000)

PS0377 PASSIVATED, MCP 20, KELSEY-HAYES CO (USE PSA000)

PS0378 PASSIVATED, MP32, PNEUMO DYNAMICS CORP (USE PSA000)

PS0379 PASSIVATED, MPD-11889, FINISH 5.4.1, ARMY MISSILE COMMAND, REDSTONE ARSENAL (USE PSA000)

PS0380 PASSIVATED, OD16302, IV-A, NAVAL ORDNANCE SYSTEMS COMMAND (USE PSA000)

PS0381 PASSIVATED, PD1634013, THE BENDIX CORP (USE PSA000)

PS0382 PASSIVATED, AGC, PERCIVAL REFRIGERATION AND MFG CO INC (USE PSA000)

PS0383 PASSIVATED, AGE, LITTON SYSTEMS INC (USE PSA000)

PS0384 PASSIVATED, SPS 205, STERER ENGINEERING AND MFG CO (USE PSA000)

PS0385 PASSIVATED, 101, TYPE 3, GULF AND WESTERN INDUSTRIES INC (USE PSA000)

PS0386 PASSIVATED, 1634013, THE BENDIX CORP (USE PSA000)

PS0387 PASSIVATED, 5703, VALCOR ENGINEERING CORP (USE PSA000)

PS0388 PASSIVATED, 7021, GRUMMAN AEROSPACE CORP (USE PSA000)

PS0389 PASSIVATED, HP8-5, TYPE 2, HUGHES AIRCRAFT CO (USE PSA000)

PS0390 PASSIVATED, SPS 209, METHOD 1, STERER ENGINEERING AND MFG CO (USE PSA000)

PS0391 PASSIVATED, SPS 209, METHOD 2, STERER ENGINEERING AND MFG CO (USE PSA000)

PS0392 PASSIVATED, 363, UNITED AIRCRAFT PRODUCTS INC (USE PSA000)

PS0393 PASSIVATED, FP79, NORTHROP CORP (USE PSA000)

PS0394 PASSIVATED, 100D1-52, ALLIED TECHNOLOGY INC (USE PSA000)

PS0395 PASSIVATED, AME 10, ROCKWELL INTERNATIONAL CORP (USE PSA000)

PS0396 PASSIVATED, BEPS6.003, THE BENDIX CORP (USE PSA000)

PS0397 PASSIVATED, EPB 28, TRANSCO PRODUCTS INC (USE PSA000)

PS0398 PASSIVATED, MIL-STD-808, FINISH D200 (USE PSA000)

PS0399 PASSIVATED, A50-437, CUTLER-HAMMER INC (USE PSA000)

PS0400 PASSIVATED, HS178, UNITED AIRCRAFT CORP (USE PSA000)

PS0401 PASSIVATED, KOCH 101, TYPE 3, GULF AND WESTERN INDUSTRIES INC (USE PSA000)

PS0402 PASSIVATED, MIS10016-221, ARMY MISSILE COMMAND, REDSTONE ARSENAL (USE PSA000)

PS0404 PASSIVATED, MIL-STD-8O8, FINISH 5.1.2.3 (USE PSA000)

PS0405 PASSIVATED, EES001, TEXTRON INC (USE PSA000)

PS0406 PASSIVATED, 102-104-0001, MCGRAW-EDISON CO (USE PSA000)

PS0407 PASSIVATED, HPS12-4, ACTRON INDUSTRIES INC (USE PSA000)

PS0408 PASSIVATED, SPS 0331, MCDONNELL DOUGLAS CORP (USE PSA000)

PS0409 PASSIVATED, STF0141, NORTHROP CORP (USE PSA000)

PS0410 PASSIVATED, 1585306, INTERNATIONAL TELEPHONE AND TELEGRAPH CORP (USE PSA000)

PS0414 PASSIVATED, 80045, TAVCO INC (USE PSA000)

PS0419 PASSIVATED, EP-1204, MOOG INC (USE PSA000)

PS0420 PASSIVATED, P6402, AVCO LYCOMING DIV, STRATFORD PLANT (PSA000)

PS0421 PASSIVATED, MPS205, TYPE 1, AIRSEARCH MFG CO (USE PSA000)

PS0422 PASSIVATED, 97, AEROFLEX LABORATORIES INC (USE PSA000)

PS0437 PASSIVATED, EP244, MOOG INC (USE PSA000)

PS0438 PASSIVATED, ES091, THE BENDIX CORP (USE PSA000)

PS0449 PASSIVATED, LCP76-1003, LOCKHEED AIRCRAFT CORP (USE PSA000)

PS0450 PASSIVATED, MCP5, KELSEY-HAYES CO (USE PSA000)

PS0498 PASSIVATED, MCP38, KELSEY-HAYES CO (USE PSA000)

PS0534 PASSIVATED, CVA1-6D-2, LTV AEROSPACE CORP (USE PSA000)

PS0535 PASSIVATED, 953065500, BRIDGE DATA PRODUCTS INC (USE PSA000)

PS0544 PASSIVATED, QQ-P-35, TYPE 4 (USE PSA000)

PS0546 PASSIVATED, EDC 50.70.02, ELDEC CORP (USE PSA000)

PS0547 PASSIVATED, SS8435, PNEUMO CORP (USE PSA000)

PS0548 PASSIVATED, M120, ESSEX INDUSTRIES INC (USE PSA000)
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PS0549 PASSIVATED, MCAIR PS-13001, ROGERSON AIRCRAFT CONTROLS (USE PSA000)

PS0550 PASSIVATED, PS13001, ARKWIN INDUSTRIES INC (USE PSA000)

PS0553 PASSIVATED, ST0110LA0006, ROCKWELL INTERNATIONAL CORP (USE PSA000)

PS0558 PASSIVATED, 1000/SC/00098, PLESSEY CO LTD (USE PSA000)

PS0568 PASSIVATE, PS 13001, TY1, M. L. AVIATION CO LTD (USE PSA000)

PS0O86 PASSIVATED, PS294193-1, WESTINGHOUSE ELECTRIC CORP, AEROSPACE DIV (USE PSA000)

RC0000 RUBBER (NOT OTHERWISE SPECIFIED) (USE RCE000)

RCA000 RUBBER COATED (NOT OTHERWISE SPECIFIED) (USE RCC000)

RCAAAA RUBBER, NEOPRENE LATEX (USE RC0007)

RCB000 RUBBER, NATURAL (NOT OTHERWISE SPECIFIED) (USE RC0017)

RCC000 RUBBER, SYNTHETIC (NOT OTHERWISE SPECIFIED) (USE RCB000)

RCG000 RUBBER, SYNTHETIC OR NATURAL (NOT OTHERWISE SPFCIFIED) /D/ (USE RCB000$RC0020)

RCH000 RUBBER, CHLOROPRENE (NOT OTHERWISE SPECIFIED) (USE RC0007)

RCR000 RUBRER, COMPOSITION (NOT OTHERWISE SPECIFIED) (USE RCA000)

RCY000 RUBBER, SYNTHETIC, CURED (NOT OTHERWISE SPECIFIED) (USE RCB000)

RC0255 RUBBER SYNTHETIC, MIL-STD-417, GRADE SC515 (USE RC0007)

RC2720 RUBBER, 5580, E I DUPONT DE NEMOURS AND CO INC (USE RCA000)

RH0000 RHODIUM (NOT OTHERWISE SPECIFIED) (USE RHA000)

RHA000 RHODIUM PLATED (USE RH0000)

RHB000 RHODIUM W/NICKEL (NOT OTHERWISE SPECIFIED) (USE RHA000$$NLA000)

RHC000 RHODIUM FLASHED (NOT OTHERWISE SPECIFIED) (USE RHA000)

RR0000 IRIDIUM (NOT OTHERWISE SPECIFIED) (USE IRA000)

SF0000 SAND BLAST /D/ (INVALID)

SH0000 SEALANT (NOT OTHERWISE SPECIFIED) (INVALID)

SJ0000 SOLDER (USE SRA000)

SJA000 SOLDER DIP (USE SRA000)

SJE000 SOLDER, ELECTROPLATED (NOT OTHERWISE SPECIFIED) (USE SRA000)

SLE000 SILICONE PAINT (NOT OTHERWISE SPECIFIED) (USE PNA000)

SLJ000 SILICON (NOT OTHERWISE SPECIFIED) (USE SLA000)

SL0052 SILICONE FLUID, NO 200, GRAD 20, DOW CORNING CORP (INVALID)

SN0000 TIN (NOT OTHERWISE SPECIFIED) (USE SNA000)

SNA000 TIN AND CADMIUM (NOT OTHERWISE SPECIFIED) (USE SNA000$$CDA000)

SNAA00 ELECTROPLATED, TIN-LEAD (NOT OTHERWISE SPECIFIED) (USE SNA000$$PBA000)

SNAT00 TIN-LEAD ALLOY (USE SNB000)

SNAW00 TIN ZINC ALLOY (USE SNA000$$ZNA000)

SNB000 TIN OR NICKEL (NOT OTHERWISE SPECIFIED) /D/ (USE SNA000$NLA000)

SNC000 TIN OR SILVER (NOT OTHERWISE SPECIFIED) (USE SNA000$AGA000)

SND000 TIN OR ZINC (NOT OTHERWISE SPECIFIED) (USE SNA000$ZNA000)

SNE000 TIN W/ENAMEL (NOT OTHERWISE SPECIFIED) (USE SNA000$$ENA000)

SNF000 TIN PLATED (NOT OTHERWISE SPECIFIED) (USE SNA000)

SNL000 TIN BASE ALLOY (NOT OTHERWISE SPECIFIED) (USE SNB000)

SNN000 TIN, ELECTROPLATED (NOT OTHERWISE SPECIFIED) (USE SNA000)

SNW000 TIN COATED (USE SNA000)
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SN0001 TIN, AMS 2408.2 (USE SNA000)

SN0002 TIN PLATED, MIL-T-10727, TYPE 1 (USE SNA000)

SN0003 TIN PLATED, MIL-T-10727, TYPE 2 (USE SNA000)

SN0004 TIN PLATE, MIL-T-10727, TYPE 1 OR 2 (USE SNA000)

SN0010 TIN PLATED, MIL-T-10727 (USE SNA000)

SN0016 TIN PLATED, AMS 2408 (USE SNA000)

SN0017 TIN PLATED, NAVAER SPEC PC-12 (USE SNA000)

SN0027 TIN PLATED, MIL-STD-171, FINISH 1.8.1 (USE SNA000)

SN0038 TIN ALLOY, SAE 12 (USE SN0007)

SN0046 TIN, AMS 2408 (USE SNA000)

SN0050 TIN, PS23, THOMPSON CHEMICALS CORP (USE SNA000)

SN0064 TIN PLATED, PS23, THE BENDIX CORP (USE SNA000)

SN0073 TIN, MIL-F-14072, M217 (USE SNA000)

SN0089 TIN, 60/40, EX-CELL-O CORP (USE SNA000)

SN0090 TIN PLATED, NAVAER SPEC PS-23 (USE SNA000)

SX0000 SHELLAC (NOT OTHERWISE SPECIFIED) (USE MSA000)

TD0000 TINNED DIPPED, HOT (NOT OTHERWISE SPECIFIED) (USE SNA000)

TDA000 TINNED (NOT OTHERWISE SPECIFIED) (USE SNA000)

TDB000 TINNED OXIDE (NOT OTHERWISE SPECIFIED) (USE XXB000)

TDC000 ELECTROTINNED, (NOT OTHERWISE SPECIFIED) (USE SNA000)

TD0007 TIN, HOT DIPPED, BOEING SPEC 5717 (USE SNA000)

TD0008 TINNED, ASTM B33-63 (USE SNA000)

TTA000 TITANIUM (USE TT0000)

UN0000 UNCOATED/D/ (INVALID)

UNA000 UNCOATED OR BLACK OXIDE (NOT OTHERWISE SPECIFIED) (USE XXB000)

VA0000 VARNISHED (NOT OTHERWISE SPECIFIED) (USE VAA000)

VAA000 VARNISHED, JAPAN OR JAPANNED FINISH (NOT OTHERWISE SPECIFIED) (USE END000)

VAB000 VARNISH (INVALID)

VA0001 VARNISHED, MIL-V-173 (USE VAA000)

VA0004 VARNISH, ASPHALT, TT-B-51 (USE VAA000)

VA0005 VARNISH, MIL-V-6894 (USE VAA000)

VA0006 VARNISH, TT-V-109 (USE VAA000)

VA0019 VARNISHED, MIL-V-173, TYPE 1 (USE VAA000)

VA0020 VARNISHED, MIL-V-173, TYPE 2 (USE VAA000)

VNE000 VINYL CLAD (INVALID)

VNM000 VINYL COATED (NOT OTHERWISE SPECIFIED) (USE PCH000)

WAD000 WAX, PARAFFIN, TECHNICAL (NOT OTHERWISE SPECIFIED) (USE WXB000)

XD0000 OXIDIZED (NOT OTHERWISE SPECIFIED) (USE XXB000)

XXA000 DARK OXIDE (NOT OTHERWISE SPECIFIED) (USE XXB000)

XXB000 OXIDE AND PAINT (NOT OTHERWISE SPECIFIED) (USE XXB000$$PNA000)

XXD000 OXIDE, BLUE (USE XXB000)

XXG000 OXIDE FILM (NOT OTHERWISE SPECIFIED) (USE XXA000)
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XXJ000 OXIDE, BLACK (USE XXB000) XX0000 OXIDE (NOT OTHERWISE SPECIFIED) (USE XXB000)

XX0001 OXIDE, RED PRIMER, TT-P-636 (USE XXB000)

XX0002 OXIDE FILM, MIL-C-5541 (USE CMA000)

XX0004 OXIDE FILM, MIL-C-5541, TYPE 1 (USE CMA000)

XX0006 OXIDE FILM, MIL-C-5541, TYPE 1, GRADE A, CLASS 1 (USE CMA000)

XX0007 OXIDE FILM, MIL-C-5541, TYPE 1, GRADE A, CLASS 2 (USE XXA000)

XX0009 OXIDE FILM, MIL-C-5541, TYPE 1, GRADE B, CLASS 1 (USE CMA000)

XX0012 OXIDE FILM, MIL-C-5541, TYPE 1, GRADE C, CLASS 1 (USE CMA000)

XX0013 OXIDE FILM, MIL-C-5541, TYPE 1, GRADE C, CLASS 2 (USE CMA000)

XX0014 OXIDE FILM, MIL-C-5541, TYPE 1, GRADE C, CLASS 3 (USE CMA000)

XX0021 OXIDE FILM, MIL-C-5541, TYPK 2, CRADE C, CLASS 1 (USE CMA000)

XX0022 OXIDE FILM, MIL-C-5541, TYPE 2, GRADE C, CLASS 2 (USE CMA000)

XX0023 OXIDE FILM, MIL-C-5541, TYPE 2, GRADE C, CLASS 3 (USE CMA000)

XX0031 OXIDE FILM, MIL-C-5541, CLASS 3 (USE CMA000)

XX0032 OXIDE FILM, MIL-C-5541, TYPE 1, CLASS 3 (USE CMA000)

XX0033 OXIDE FILM, GSS9010, GRUMMAN AEROSPACE CORP (USE XXA000)

XX0034 OXIDE FILM, HFS-200-12P (USE XXA000)

XX0036 OXIDE FILM, BPS, FW4182, BELL HELICOPTER CO (USE XXA000)

XX0037 OXIDE FILM, SD10112, LEAR SIEGLER INC (USE XXA000)

XX0039 OXIDE, AMS 2485 (USE XXB000) XX0040 OXIDE, MIL-STD-171, FINISH 3.3.3 (USE XXB000)

XX0046 OXIDE, MIL-C-13924 (USE XXB000)

XX0047 OXIDE, MIL-C-13924, CLASS 1 (USE XXB000)

XX0048 OXIDE, MIL-C-13924, CLASS 2 (USE XXB000)

XX0049 OXIDE, MIL-C-13924, CLASS 4 (USE XXB000)

XX0053 OXIDE, 57-0-2C, TYPE 3, CLASS A, CRADE 1 (USE XXB000)

XX0060 OXIDE, MIL-C-13924, CLASS 3 (USE XXB000)

XX0063 OXIDE FILM, MIL-C-5541, CLASS 1A (USE CMA000)

XX0066 OXIDE, 580-00034-00, COLLINS RADIO CORP (USE XXB000)

XX0068 OXIDE, GXS 7.503, TYPE B, THE SINGER CO (USE XXB000)

XX0090 OXIDE, BPS, FW 4084444, BELL HELICOPTER CO (USE XXB000)

ZD0000 ZINODINE DIPPED (NOT OTHERWISE SPECIFIED) (INVALID)

ZN0000 ZINC (NOT OTHERWISE SPECIFIED) (US0 ZNA000)

ZNA000 ZINC CHROMATE (NOT OTHERWISE SPECIFIED) (USE CMB000)

ZNAA00 ZINC W/CHROMATE (NOT OTHERWISE SPECIFIED) (USE ZNA000$$CMA000)

ZNAAB0 ZINC CHROMATE PAINT (USE CMB000)

ZNAD00 ELECTRO ZINC (NOT OTHERWISE SPECIFIED) (USE ZNA000)

ZNAE00 ZINC CHROMATE PRIMER (USE CMB000)

ZNAF00 ZINC OXIDE (NOT OTHERWISE SPECIFIED) (USE XXD000)

ZNAJ00 ZINC PLATE, BRIGHT (USE ZNA000)

ZNAM00 ZINC OR CADMIUM PLATED (USE ZNA000$CDA000)

ZNAN00 ZINC PLATED W/CHROMATE (NOT OTHERWISE SPECIFIED) (USE ZNA000$$CMA000)

ZNAQ00 ZINC PLATED W/CHROMATE TREATMRNT (NOT OTHERWISE SPECIFIED) (USE ZNA000$$CMA000)

ZNAS00 ZINC, CHROMATE COATED (NOT OTHERWISE SPECIFIED) (USE CMB000)

ZNAT00 ZINC PRIMER, YELLOW (USE ZNA000$$PRA000)

ZNAW00 ZINC W/DICHROMATE (USE ZNA000$$DCA000)

ZNB000 ZINC COATED W/PAINT (NOT OTHERWISE SPECIFIED) (USE ZNA000$$PNA000)

ZNC000 ZINC, DICHROMATE TREATED (NOT OTHERWISE SPECIFIFD) (USE DCC000)

ZND000 ZINC, NICKEL OR CADMIUM (NOT OTHERWISE SPECIFIED) (USE ZNA000$$NLA000$ZNA000$$CDA000)

ZNE000 ZINC OR BLACK NICKEL (NOT OTHERWISE SPECIFIED) (USE ZNA000$NLA000)
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ZNF000 ZINC OR BLACK OXIDE (NOT OTHERWISE SPECIFIED) (USE ZNA000$XXB000)

ZNG000 ZINC OR NICKEL (NOT OTHERWISE SPECIFIED) (USE ZNA000$NLA000)

ZNH000 ZINC OR NICKEL W/CHROMATE (NOT OTHERWISE SPKCIFIED) (USE ZNA000$NLA000$$CMA000)

ZNJ000 ZINC W/BLACK POST PLATE FINISH (NOT OTHERWISE SPECIFIED) (USE ZNA000)

ZNL000 ZINC ALLOY (USE ZNB000)

ZNM000 ZINC AND PHOSPHATE (NOT OTHERWISE SPECIFIED) (USE ZNA000$$PHA000)

ZNN000 ZINC PLATED (NOT OTHERWISE SPECIFIED) (USE ZNA000)

ZNP000 ZINC W/BLACK FINISH (NOT OTHERWISE SPECIFIED) (INVALID)

ZNQ000 ZINC W/ENAMEL (NOT OTHERWISE SPECIFIED) (USE ZNA000$ENA000)

ZNR000 ZINC W/PHOSPHATE (NOT OTHERWISE SPECIFIED) (USE ZNA000$$PHD000)

ZNS000 ZINC COATED (NOT OTHERWISE SPECIFIED) (USE ZNA000)

ZNV000 ZINC, HOT DIP (NOT OTHERWISE SPECIFIED) (USE ZNA000)

ZNX000 ZINC PHOSPHATE (NOT OTHERWISE SPECIFIED) (USE PHD000)

ZNY000 ZINC, PASSIVATED (USE ZNA000$$PSA000)

ZN0001 ZINC, QQ-Z-325, TYPE 1, CLASS 1 (USE ZNA000)

ZN0002 ZINC, QQ-Z-325, TYPE 1, CLASS 2 (USE ZNA000)

ZN0003 ZINC, QQ-Z-325, TYPE 1, CLASS 3 (USE ZNA000)

ZN0004 ZINC, QQ-Z-325, TYPE 2, CLASS 1 (USE ZNA000$$CMA000)

ZN0005 ZINC, QQ-Z-325, TYPE 2, CLASS 2 (USE ZNA000$$CMA000)

ZN0006 ZINC, QQ-Z-325, TYPE 2, CLASS 3 (USE ZNA000$$CMA000)

ZN0007 ZINC, QQ-Z-325, TYPE 3, CLASS 1 (USE ZNA000$$PHA000)

ZN0008 ZINC, QQ-Z-325, TYPE 3, CLASS 2 (USE ZNA000$$PHA000)

ZN0009 ZINC, QQ-Z-325, TYPE 3, CLASS 3 (USE ZNA000$$PHA000)

ZN0010 ZINC, QQ-Z-325, TYPE 1 (USE ZNA000)

ZN0011 ZINC, QQ-Z-325, TYPE 2, CHROMATE TREATED (USE ZNA000$$CMA000)

ZN0012 ZINC WITH PHOSPHATE, QQ-Z-325, TYPE 3 (USE ZNA000$$PHA000)

ZN0013 ZINC, QQ-Z-325 (USE ZNA000$ZNA000$$CMA000$ZNA000$$PHA000)

ZN0014 ZINC ALLOY, SAE 903 (INVALID)

ZN0015 ZINC ALLOY, SAE 925 (USE ZNB000)

ZN0016 ZINC COATING, HOT DIPPED, MIL-Z-17871 (USE ZNA000)

ZN0020 ZINC, MIL-Z-17871 /D/ (USE ZNA000)

ZN0021 ZINC, HOT DIP, ASTM A153, CLASS A (USE ZNA000)

ZN0023 ZINC CHROMATE, GSS4302, IGLOO CORP, TEXAS-TENNESSEE INDUSTRIES (USE ZNB000)

ZN0025 ZINC, MIL-R-2878 (USE ZNA000)

ZN0040 ZINC, QQ-B-611A (INVALID)

ZN0041 ZINC CHROMATE PRIMER, MIL-P-8585 (USE CMB000)

ZN0043 ZINC PLATED AMS 2402 (USE ZNA000)

ZN0045 ZINC, ASTM A153 (USE ZNA000)

ZN0046 ZINC, CHROMATE, MIL-P-6889, TYPE 1 (USE CMB000)

ZN0047 ZINC, AN-P-32 (INVALID)

ZN0048 ZINC, QQ-Z-325, TYPE 2 (USE ZNA000$$CMA000)

ZN0049 ZINC, 289A, WESTERN ELECT. CO. (USE ZNA000)

ZN0055 ZINC PHOSPHATE, TT-C-490, TYPE 1 (USE PHD000)

ZN0056 ZINC PHOSPHATE, TT-C-490, TYPE 3 (USE PNA000)

ZN0061 ZINC, ASTM A153-65 (USE ZNA000)

ZN0062 ZINC W/CHROMATE, MIL-P-8585 (USE CMB000)

ZN0063 ZINC CHROMATE, MIL-P-6808 (USE CMB000)

ZN0064 ZINC, 72-53, TABLE 2, TYPE 2 (USE ZNA000)

ZN0065 ZINC, 63064, BELL TELEPHONE LABORATORIES INC (USE ZNA000)

ZN0066 ZINC, 00031.0003, SOUTH CHESTER CORP (USE ZNA000)

ZN0068 ZINC PHOSPHATE, MIL-R-16232, TYPE Z, CLASS 3 (USE PHD000)
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ZN0070 ZINC PLATED, 46-P-2-INVALID (USE ZNA000)

ZN0071 ZINC, AN-P-32, CHROMATE OS 1374 (USE ZNA000$$CMA000)

ZN0081 ZINC, MIL-W-1511 (USE ZNA000)

ZN0083 ZINC, MIL-STD-171, FINISH NO. 1.9.2.3 (USE ZNA000$$CMA000)

ZN0084 ZINC CHROMATE, MIL-P-6889 (USE CMB000)

ZN0114 ZINC CHROMATE, MIL-P-8585, COLOR Y-CANCELED (USE CMB000)

ZN0115 ZINC CHROMATE, MIL-P-8585 (USE CMB000)

ZN0121 ZINC CHROMATE, MIL-F-14072 (USE CMB000)

ZN0122 ZINC PHOSPHATE, MIL-P-16232, TYPE Z, CLASS 4 (USE PHD000)

ZN0123 ZINC PLATED, MIL-STD-171 (USE ZNA000)

ZN0129 ZINC, ASTM A153-60 (USE ZNA008)

ZN0132 ZINC, GM 4342-M, GENERAL MOTORS CORP (USE ZNA000)

ZN0138 ZINC, 4252-M, AKRON PRODUCTS CO (USE ZNA000)

ZN0139 ZINC, 4252-M, GENERAL MOTORS CORP (USE ZNA000)

ZN0142 ZINC, 4252-H, CENERAL MOTORS CORP (USE ZNA000)

ZN0153 ZINC PLATED, 637A, GENERAL TELEPHONE AND ELECTRONIC LABORATORIES INC (USE ZNA000)

ZN0198 ZINC, MIL-F-14072, M227 (USE ZNA000$$CMA000)

ZN0200 ZINC CHROMATE, 299-099-031, BELL HELICOPTER CO (USE CMB000)

ZN0201 ZINC, 57-0-2, TYPE 1, CLASS LSC, ARMY TANK-AUTOMOTIVE COMMAND (USE ZNA000)

ZN0212 ZINC CHROMATE, BPS FN4367, BELL HELICOPTER CO (USE CMB000)

ZN0223 ZINC CHROMATE, MIL-P-8585, COLOR Y-CANCELED (USE CMB000)

ZN0224 ZINC CHROMATE, MPR1201-2, NAVAL AIR ENGINEERING CFNTER (USE CMB000)

ZN0225 ZINC CHROMATE, 299-099-031, PZG1, BELL HELICOPTER CO (USE CMB000)

ZN0244 ZINC, KS147, SPERRY RAND CORP (USE ZNA000)

ZN0245 ZINC, OD15444, TYPE 21, NAVAL ORDNANCE SYSTEMS COMMAND (USE ZNA000)

ZN0247 ZINC, NAVY ORD SPEC 1083 (USE ZNA000)

ZN0352 ZINC PLATED, A50-407-3, EATON CORP (USE ZNA000)

ZN0353 ZINC PLATED, M38002, WARD LEONARD ELECTRIC CO (USE ZNA000)

ZN0356 ZINC, ASTM B633, TYPE 2 (USE ZNA000$$CMA000)

ZN0359 ZINC, A50-407-6, EATON CORP (USE ZNA000)

ZN0360 ZINC, ASTM B633 (USE ZNA000)

ZN0361 ZINC, 1E397, CATERPILLAR TRACTOR CO (USE ZNA000)

ZZ0001 CORROSION PREVENTIVE, MIL-C-11796 OR MIL-C-16173 (USE LBJ000)

285


	FOREWORD
	TABLE OF CONTENTS
	TABLES
	Material Cross Reference
	Surface Treatment Cross Reference




